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Abstract 

Manganese Oxide-Coated Sand Geomedia for Treatment of Contaminated Stormwater  

by 

Joseph Charbonnet 

Doctor of Philosophy in Engineering - Civil and Environmental Engineering 

University of California, Berkeley 

Professor David L. Sedlak, Chair 

 

 

Managed aquifer recharge is an increasingly popular means of replenishing groundwater 
supplies by intentionally infiltrating stormwater or tertiary wastewater effluent into the 
subsurface. Although this practice can recharge depleted aquifers, it poses potential risks to 
water quality, especially when practiced with stormwater from city streets which may contain 
contaminants derived from automobiles, asphalt, biocides and consumer products. To provide a 
means of protecting water quality during managed aquifer recharge, engineered 
geomedia-materials designed to passively remove contaminants-can be introduced to recharge 
basins. Manganese oxide-coated sand is a promising engineered geomedia because manganese 
oxides can oxidize certain organic contaminants and adsorb metal cations. This dissertation 
describes the use of a manganese oxide-coated sand produced using a novel, room-temperature 
synthesis for the passive treatment of urban stormwater. 

The useful lifetime of manganese oxide-containing geomedia may be limited. After 
oxidizing organic contaminants and exposure to other solutes typically present in stormwater 
(e.g., Ca2+, CO32-, natural organic matter), the initially high reactivity of the manganese oxide-
containing geomedia decreased. The passivation appeared to be related to the reduction of 
Mn(IV) sites and subsequent accumulation of Mn(II/III). To address the loss of reactivity, 
methods for regenerating the reactivity of manganese oxide-coated sand were evaluated (Chapter 
2). Hypohalites produced the most reactive regenerated phase when dosed in sufficient 
abundance to fully oxidize all Mn in the failed geomedia to the +4.0 oxidation state. 
Permanganate also oxidized Mn(III)-rich manganese oxides, but the resultant mineral phase was 
less reactive with bisphenol A than that produced by HOCl or HOBr. These results imply that 
mineralogy, in addition to oxidation state, is important to manganese oxide reactivity. 

Chlorine was evaluated as a means of in situ regeneration by oxidizing reduced Mn 
without removing the geomedia from columns (Chapter 3). Chemical analyses indicated that the 
average manganese oxidation state of the geomedia coating increased after exposure to 
hypochlorous acid (HOCl). The regenerated geomedia demonstrated similar reactivity and 
longevity to virgin geomedia. X-ray absorption spectroscopy and X-ray diffraction indicated that 
the virgin and regenerated geomedia coatings had similar manganese oxide structures. These 
more reactive minerals were nanocrystalline and lacked long-range mineral order, whereas the 
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failed geomedia coating exhibited greater crystallinity and resembled the manganese oxide 
cryptomelane. These results suggest that manganese oxide-coated sand may be capable of 
oxidizing organic contaminants urban stormwater for many years and that it is possible to 
regenerate the oxidative capacity of manganese oxide-coated sands without excavating 
stormwater recharge systems. 

Manganese oxide-coated sand was also assessed for its ability to remove metal 
contaminants from stormwater. The presence of Cu, Zn, Cd and Pb in urban runoff pose potential 
risks to humans and aquatic organisms. Batch and column experiments were conducted to 
evaluate the capacity of manganese oxide-coated sand to adsorb metals in a stormwater matrix 
containing background ions and natural organic matter (Chapter 4). In batch tests the geomedia 
adsorbed over 95% of Cu, Cd and Pb in conditions typical of natural organic matter-free 
stormwater. In the presence of natural organic matter, however, the geomedia had a lower 
capacity for metal removal. Results from column tests indicate that, even in the presence of 
natural organic matter, a typical stormwater infiltration system containing manganese oxide-
coated sand would have a lifetime of over 20 years before the complete breakthrough of Cu and 
Zn and of over 800 years before the complete breakthrough of Cd or Pb. In field applications, the 
geomedia could become saturated or release adsorbed metals because of changes in chemical 
conditions. Therefore, chemical treatments were evaluated for their ability to recover adsorbed 
metals from the geomedia and restore the adsorption capacity of the manganese oxide-coated 
sand. A mild acid wash (i.e., pH 3 HCl) restored the adsorptive capacity of the geomedia with 
minimal degradation of the Mn coating. The regenerated geomedia demonstrated similar 
performance to the virgin geomedia. 

The research described in this dissertation indicates that manganese oxide-coated sand 
may be effective for treating urban stormwater during managed aquifer recharge. High levels of 
removal of organic contaminants and toxic metals could be sustained for decades with 
regenerative treatments. In managed aquifer recharge systems, other geomedia will likely be 
used in conjunction with manganese oxides, and their contributions to pollutant remediation may 
be complementary or inhibitory. For instance, biochar could protect manganese oxides from 
fouling by natural organic matter, but anoxic conditions induced by upstream carbonaceous 
geomedia could reduce manganese oxides. Further research is needed to determine the optimal 
configurations of geomedia in unit process treatment trains in order to target contaminants across 
a range of stormwater qualities.
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CHAPTER 1. Introduction 
 

Some material reproduced with permission from Grebel; J. E.; Charbonnet, J. A.; Sedlak, D. L. 
Oxidation of Organic Contaminants by Manganese Oxide Geomedia for Passive Urban 
Stormwater Treatment Systems. Water Research 2016, 88, 481-491. 
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1.1 Urban Water Scarcity and Managed Aquifer Recharge 

Cities around the world face increasing stress on their water systems. In developing 
countries, these challenges are often a consequence of growing populations and a shortage of the 
capital necessary for investment in large-scale, centralized infrastructure (Larsen et al., 2013). 
Higher standards of living, urbanization and technological advances will cause fundamental 
shifts in global water utilization, with water demand for industrial and agricultural uses projected 
to increase by nearly 50% over the next two decades (Gleeson et al., 2012). Strains on water 
systems in developing regions are often exacerbated by arid or semiarid climates that naturally 
provide more limited water resources (Mekonnen and Hoekstra, 2016). 

In developed nations, challenges include aging infrastructure, shifts in population density, 
and climate change-driven drought conditions (Hering et al., 2013). Much of Europe and the 
United States are industrially advanced and have largely escaped severe water shortages, and yet 
experience political and social pressures to develop and implement more sustainable water 
resources (van der Steen and Howe, 2009). These innovations are centered around the principles 
of integrated urban water management with the goal of achieving fully resilient, sustainable, and 
integrated “One Water” cities (Owen, 2015). Developed regions in Israel, Singapore, Australia 
and the western United States face serious water shortages as a consequence of drought and 
political uncertainty (Page et al., 2010; Siegel, 2015). These challenges have motivated 
infrastructure enhancements and institutional reforms to improve water security (National 
Research Council, 2012). 

The southwestern United States, with an arid climate, growing population and complex 
physical and legal systems of water management, presents a particularly salient case study of the 
need for urban water innovation (Kallis et al., 2009). In this region, many cities import water 
across long distances to augment their local supplies (Loraine and Pettigrove, 2006). For 
example, the Colorado River alone supplies water across seven US States and Mexico, 
contributing to the water supply of 30 million people (Ficklin et al., 2013).  

Imported water is especially crucial to cities in southern California: Between 60 and 70% 
of southern California’s water supply is imported (Figure 1.1) (Pagán et al., 2016). Imported 
water frequently requires expensive and energy-intensive infrastructure (Liu et al., 2016; Stokes 
and Horvath, 2006). For example, California’s State Water Project is the largest single consumer 
of electricity in the state (California Department of Water Resources, 2018). Fiscal constraints, 
the need for water security and the environmental impact of imported water have motivated 
interest in alternative local water supplies in the region. For instance, the City of Los Angeles, 
CA set the goal of procuring 50% of its water locally by the year 2035 (Mayor’s Office of 
Sustainability, 2018). The City of Santa Monica, CA intends to completely eliminate its use of 
imported water by 2020 (Weiser, 2017). 



3 
 

 

Figure 1.1 Major water reservoirs and aqueducts in the state of California. Detail from (Belock, 2009). 

 

Groundwater can serve as an important local water source in some of southern 
California’s municipalities, though many cities now consume groundwater in an unsustainable 
manner (Gorelick and Zheng, 2015). Managed aquifer recharge is an increasingly popular tool in 
water-stressed urban areas for replenishing groundwater supplies and augmenting locally 
available water (Alidina et al., 2014a; Bichai et al., 2015). Managed aquifer recharge secures 
inexpensive water from sources such as stormwater and tertiary treated wastewater and infiltrates 
it into the subsurface, typically through porous media (Alidina et al., 2014b).  

Where the ground is covered by impermeable surfaces, precipitation that would otherwise 
infiltrate into groundwater instead runs off as stormwater (Grebel et al., 2013). These sizable wet 
weather flows make the capture of stormwater for managed aquifer recharge attractive to many 
cities, because such systems could passively convert much of this runoff into a local water 
supply for both potable and non-potable use (Daigger, 2009; Page et al., 2014). For instance, 
roughly half of all precipitation in the Los Angeles Basin—more than 74 × 106 m3 of stormwater 
annually—runs off of impermeable surfaces and through urban watersheds that lead to the ocean. 
If just the first 2 cm of each rain event were captured and infiltrated, 71 × 106 m3 of recharge 
would be added to the local groundwater, enough to supply the water of 1.5 million people (Los 
Angeles and San Gabriel Rivers Watershed Council, 2010). This would account for 11% of the 
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water consumed in the City of Los Angeles (Los Angeles Department of Water and Power, 
2013). For comparison, the Los Angeles Aqueduct, which conveys water from the Owens 
Valley, typically supplies approximately 180 × 106 m3 of water to the region (Los Angeles 
Department of Water and Power, 2013). 

Managed aquifer recharge infrastructure can be centralized or distributed, ranging from 
vegetated curbside swales to large-scale infiltration basins and drywells (Edwards et al., 2016; 
Los Angeles County Flood Control District and City of Los Angeles Department of Public 
Works Bureau of Sanitation, 2014). Engineers have long used small-scale infiltration systems 
such as rain gardens and bioswales to increase the permeable surface area in urban environments, 
but these designs were intended to minimize peak flows and prevent combined sewer overflows 
(Andres et al., 2018; Ellis, 2000). Communities in water-stressed regions are now investing in 
large-scale, centralized infiltration systems capable of providing substantial volumes of aquifer 
recharge. For example, the Rory M. Shaw Wetlands Park in Los Angeles is a $52 million project 
to convert an abandoned 46-acre gravel quarry and landfill site into a wetland and groundwater 
infiltration system. This system will collect urban stormwater from a 929-acre watershed for 590 
acre-feet of projected annual recharge (Figure 1.2) (Los Angeles County Flood Control District 
and City of Los Angeles Department of Public Works Bureau of Sanitation, 2014). 

 

 

 

 

Figure 1.2 The Rory Shaw Wetlands Park in Los Angeles, CA in plan view (left) and artist’s rendering (right). 
Adapted from (Los Angeles County Flood Control District and City of Los Angeles Department of Public 
Works Bureau of Sanitation, 2014). 
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1.2 Stormwater Contamination 

Infiltrating urban stormwater into subsurface storage could adversely impact water 
quality. Stormwater can contain metals, nutrients, pathogens and organic compounds of concern 
(Makepeace et al., 1995; Soller et al., 2005). Perceived risk related to the introduction of 
anthropogenic contaminants into water supplies during managed aquifer recharge has limited its 
adoption in some locations (Page et al., 2010; Zhang et al., 2014).  

Many organic contaminants are commonly found in stormwater (Table 1.1) (Grebel et al., 
2013). Polycyclic aromatic hydrocarbons, including fluoranthene and pyrene, are among the 
most frequently studied contaminants (Takada et al., 1990). These compounds routinely occur in 
high concentrations due to their release from asphalt and deposition from automobile exhaust 
(Pitt et al., 1995). They are often monitored in stormwater because they are toxic to humans and 
wildlife (National Research Council, 1972). 
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Table 1.1 Selected organic stormwater contaminants and their structures, concentrations and limits. 

Compound Structure 

Stormwater 
Conc. (µg/L) 

Water Quality 
Criteria (µg/L) 

Mean Max. Surface 
Water 

Drinking 
Water 

Fluoranthene 
 

¾ 130a ¾ 180* 

Pyrene 
 

¾ 120a ¾ 830* 

Bisphenol A 
 

0.14b 4.0d ¾ 20$ 

Nonylphenol 
 

0.21b 3.6a 1.7* 0.3+ 

Benzophenone 
 

0.016b 0.068b ¾ ¾ 

Benzophenone-3 
 

0.007b 0.012b ¾ ¾ 

Benzotriazole 
 

0.211b 0.917b ¾ ¾ 

Mercaptobenzothiazole 
 

¾ 5.4a ¾ ¾ 

Diuron 
 

¾ 190a 0.2+ 1.8# 

2,4-D 
 

¾ 67a ¾ 70† 

Fipronil 
 

0.067c 10c 0.011* ¾ 

Bifenthrin 
 

¾ 0.07a ¾ ¾ 

*U.S. EPA recommended water quality criteria; #U.S. EPA Integrated Risk Information System 10-6 lifetime cancer 
risk; +European Union Water Framework Directive; †U.S. EPA drinking water maximum contaminant level; 
$Minnesota Department of Health Guidance 
References: a) Grebel et al., 2013; b) Careghini et al., 2015; c) Gan et al., 2012; d) Minnesota Department of 
Health, 2014 
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Organic plasticizers are likewise present in stormwater. Phenols, benzophenones and 
benzotriazoles are used to harden, bind, cure, and enhance the color of plastics and tire rubber, 
and as additives in automotive fluids, biocides, and personal care products (Careghini et al., 
2015). These chemicals are often endocrine disruptors, possible carcinogens and harmful to the 
reproductive and hormonal functions of fish (International Agency for Research on Cancer et al., 
2013). Particular interest has been focused recently on how plasticizing compounds used in tire 
rubber vulcanization may be particularly toxic to economically valuable coho salmon (Du et al., 
2017). 

Biocides are another class of concern because they frequently occur in urban runoff at 
sufficient concentrations to be toxic to aquatic arthropods (i.e., >1 µg/L) (Blanchoud et al., 2004; 
Gan et al., 2012). Herbicides, including diuron and 2,4-dichlorophenoxyacetic acid (2,4-D), are 
applied in urban landscaping and for weed control along transportation corridors, and are easily 
transported into runoff (California Department of Transportation, 2003). Insecticides, including 
phenylpyrazoles (e.g., fipronil; brand name Frontline) and pyrethroids (e.g., bifenthrin), are used 
in urban pest control or applied to household pets. They are subsequently transported into 
stormwater by rain events or irrigation (Gilliom, 2006). 

Metals comprise another important class of stormwater contaminants and are often found 
at concentrations an order of magnitude higher than water quality standards (Table 1.2). Cu is 
found in stormwater due to the wear and corrosion of roofing materials, automobile tires, brake 
pads and electrical components (Davis et al., 2001; Liu et al., 2005). Zn is prevalent in high 
concentrations in stormwater and is released from automobile components and galvanized steel 
guardrails (Liu et al., 2005; Pagotto et al., 2001). Sources of Cd in stormwater include highway 
guardrails, tires and brakes, and automotive fluids (Sansalone and Buchberger, 1997). Pb 
primarily derives from the products of leaded gasoline and coal combustion (Sansalone and 
Buchberger, 1997; Sherman et al., 2015). 

 

Table 1.2 Selected metallic contaminants in stormwater and their dissolved concentrations and limits (Pitt et 
al., 2015). 

Metal Concentration (µg/L) Water Quality Criteria (µg/L) 
Mean Maximum Surface Water* Drinking Water† 

Cu 16 1800 3 1300 
Zn 117 13000 81 5000 
Cd 1.5 62 0.72 5 
Pb 8 525 2.5 15 

*U.S. EPA recommended water quality criteria, normalized to 100 mg/L - CaCO3 hardness; †U.S. EPA drinking 
water maximum contaminant level 

 

The metals that are of concern for managed aquifer recharge may be different from those 
that are problematic when stormwater runoff is discharged to surface waters. Cu and Zn are 
primarily concerns in stormwater due to their toxicity to aquatic organisms (Sansalone and 
Buchberger, 1997). Other metals, such as Cd and Pb, are primarily concerns in stormwater due to 
their human health risks (Genç-Fuhrman et al., 2007). In particular, Cd and Pb are frequently 
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associated with dust, which can be resuspended in urban transportation corridors and 
contaminate stormwater (Grebel et al., 2013). 

 

1.3 Stormwater Composition 

The chemical composition of stormwater varies dramatically with geography, geology, 
climate and urban land use. Stormwater collected from less disturbed parts of a watershed can 
closely resemble rainwater, while stormwater lower in a watershed can more resemble stream 
water. As stormwater passes over urban hardscapes and soils, its alkalinity increases due to the 
dissolution of carbonate minerals (Pitt et al., 1995). The pH of urban highway runoff ranges from 
4.5 to 9.0 (California Department of Transportation, 2003). Similarly, dissolved organic carbon 
content can vary-typically from 1 to 75 mg-C/L-depending on location in the watershed and 
interval since the previous rain event (California Department of Transportation, 2003). 

The chemical composition of stormwater is important to pollutant removal because many 
solutes can have an inhibitory effect on contaminant removal processes. Ionic strengths 
exceeding 10 mM (Amrhein et al., 1992), concentrations of dissolved organic matter greater than 
10 mg-C/L (Liu et al., 2015), and pH values below 5.0 (Gadde and Laitinen, 1974) can inhibit 
the adsorption of dissolved metals. A water pH above 5.5 or concentrations of divalent cations or 
carbonate above 10 mM can slow the oxidation of organic contaminants (Jiang et al., 2017; Lin 
et al., 2009; Remucal and Ginder-Vogel, 2014). Dissolved organic matter concentrations as low 
as 1 mg-C/L can diminish the rate of oxidation of organic contaminants (Zhang et al., 2011). 
These impacts are a concern for protecting water quality across different spatial and temporal 
settings. Different treatment technologies may be necessary to treat stormwater of different 
compositions depending on season and location. 

The variable nature of stormwater can complicate efforts to assess and compare treatment 
technologies. For this reason, simulated stormwater solutions can be used in experiments to 
address the effects of dissolved constituents on treatment in a controlled manner. The simulated 
stormwater formulation used in this research contains the major ions and natural organic matter 
(NOM) found in stormwater at concentrations near the average of stormwater composition across 
the US (Table 1.3) (Grebel et al., 2016; Pitt et al., 2015; Ulrich et al., 2015).  
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Table 1.3 Composition of simulated stormwater. Ionic strength = 4.6 mM. 

Constituent     Concentration 
Ca2+ 0.75 mM       
Mg2+ 0.075 mM 
Na+ 1.8 mM 
NH4+ 0.072 mM 
SO42- 0.33 mM 
HCO3- 1.0 mM 
Cl- 1.7 mM 
NO3- 0.072 mM 
H2PO4- 0.016 mM 
NOM 0-10 mg-C/L* 
pH 5-8.5 

*NOM added in the form of Suwannee River NOM reverse osmosis isolate or Sigma Humic Acid 

 

1.4 Engineered Geomedia for Stormwater Infiltration 

During stormwater infiltration, captured water is often percolated through porous media 
(e.g., gravel or sand). Although porous media can improve water quality through complex 
biological, chemical and transport processes, these mechanisms are poorly understood (Edwards 
et al., 2016; Ellis, 2000). Until recently, the primary focus of most stormwater infiltration 
systems was flood mitigation, and thus the hydraulic properties of the media were the principal 
design criteria (Zhang et al., 2014). Managed aquifer recharge requires greater consideration of 
water quality than flood-control measures and therefore justifies more careful selection of 
infiltration media. 

Engineered geomedia could provide a means of improving water quality during the 
recharge process, provided that they do not significantly reduce infiltration rates (Hatt et al., 
2008). Engineered geomedia are materials that can be deployed in infiltration systems to 
diminish contaminant loads by removing or transforming contaminants. These geomedia can be 
integrated into infiltration systems in a similar manner to conventional media; however, 
engineered geomedia could remove contaminants via passive mechanisms, such as sorption, 
precipitation or oxidation, with lower costs for installation, operation and maintenance than 
water or wastewater treatment plants (Moglen, 2009). 

Mn(III/IV)-oxides are a promising class of minerals for use as engineered geomedia 
because they can oxidize organic contaminants and adsorb metal cations often found in 
stormwater (Laha and Luthy, 1990; Stone and Morgan, 1984; Zhang and Huang, 2005). By 
oxidizing organic compounds, manganese oxides mitigate the risk of organic contaminant release 
posed by sorptive, carbonaceous materials. Further, the possibility of removing both metals and 
organic pollution makes manganese oxides well-suited to treat stormwater. To employ these 
useful properties during managed aquifer recharge, manganese oxides, which typically occur as 
fine-grained materials, could be coated on sand to increase their hydraulic conductivity and avoid 
their release from the surficial layer of the infiltration basin. 
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1.5 Manganese Oxide Geomedia 

Mn(III/IV)-oxides naturally occur in a wide assortment of crystal polymorphs (Robinson 
et al., 2013). MnO6 octahedra  form the fundamental unit of manganese oxide minerals (Figure 
1.3). These octahedra are arranged into distinct structures including layers (phyllomanganates) 
and tunnels (tectomanganates) (Feng et al., 2010). For instance, birnessite (sometimes identified 
as acid birnessite or δ-MnO2) is a commonly-studied form of manganese oxide consisting of 
layered sheets (McKenzie, 1971; Morgan and Stumm, 1964; Stone, 1987). Hausmannite 
(Mn(III)2Mn(II)O4) has a spinel lattice, while pyrolusite (β-MnO2) has a 1 × 1 tunnel structure. 
Hollandite (α-MnO2)-type minerals, such as cryptomelane, have a 2 × 2 tunnel motif (Remucal 
and Ginder-Vogel, 2014).  

 

 

Figure 1.3 The structures of various manganese oxide minerals. MnO6 octahedra are shown in gray while 
cations are shown in black. Among other orientations, MnO6 octahedra may be arranged in a) 1 × 1 tunnels, as 
in pyrolusite, b) 2 × 1 tunnels, as in ramsdellite, c) 2 × 2 tunnels, as in cryptomelane and d) sheets, as in 
birnessite. Individual structures adapted from (Robinson et al., 2013). 

 

1.5.1 Reactivity with Organic Compounds 

Manganese oxides can oxidize organic compounds that contain Lewis base moieties (e.g., 
phenols, anilines and thiols). These functional groups are often present in contaminants of 
concern for managed aquifer recharge (Figure 1.4) (Laha and Luthy, 1990; Remucal and Ginder-
Vogel, 2014; Stone, 1987; Zhang and Huang, 2005). In the initial, often rate-limiting step of the 
oxidation process, the organic compound forms an inner-sphere complex with a Mn(IV)-OH 
group. This complex undergoes a one-electron transfer, consequently reducing Mn(IV) sites to 
Mn(III) and Mn(III) sites to Mn(II), which may be released from the surface (Ukrainczyk and 
McBride, 1992).  
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Figure 1.4 Stormwater contaminants used in the manufacture of commercial plastics and tire rubber. Electron-
donating moieties (highlighted) facilitate their rapid oxidation by manganese oxides. 

 

 To determine the feasibility of using manganese oxides in geomedia, the oxidation of ten 
common organic stormwater contaminants was evaluated in triplicate batch experiments with 
powdered birnessite (Grebel et al., 2016). Each organic compound was added at a 150 nM 
concentration to vials containing 6.0 mg/L birnessite at pH 7 in a simulated stormwater matrix at 
room temperature (21 ± 2 °C). The initial reaction rate constant, kinitial, for the reaction with the 
birnessite was measured for each organic compound (Table 1.4). 

 

Table 1.4 Rate constants for the oxidation of various organic contaminants with powdered birnessite in pH 7 
simulated stormwater. Compounds with reaction rate constants below the limit of quantification are listed as 
<<10-9 L g-1 s-1. Adapted from (Grebel et al., 2016). 

Compound kinitial (L g-1 s-1) 
N-octylphenol 57.7 ± 0.53 x 10-3 
Bisphenol A 1.84 ± 0.34 x 10-3 
2-Mercaptobenzothiazole 0.917 ± 0.75 x 10-3 
Diuron 66.7 ± 0.48 x 10-6 
Prometon 2.69 ± 0.16 x 10-6 
Fluoranthene 1.29 ± 0.18 x 10-6 
Fipronil <<10-9 
Benzotriazole <<10-9 
TCPP <<10-9 
Pendimethalin <<10-9 

 
Aromatic compounds with electron-donating moieties (Shorter, 1994) (i.e., n-

octylphenol, 2-mercaptobenzothiazole and bisphenol A) reacted most quickly. Though prometon 
and diuron contain ring-activating functionalities, they reacted more slowly because they also 
exhibited steric hindrance at the most likely reaction site (prometon) or had electron-withdrawing 
groups that reduced the reactivity of the compound (diuron). The sole polycyclic aromatic 
hydrocarbon tested, fluoranthene, possessed only moderate reactivity because it contains no 
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easily substituted protons due to a homogeneous distribution of its pi electrons. Compounds with 
many electron-withdrawing moieties or no clear oxidation site, including TCPP, benzotriazole, 
fipronil and pendimethalin did not react with the birnessite at discernible rates. 

 Because of its widespread environmental occurrence, toxicity and rapid, well-
characterized reaction mechanism with manganese oxides, bisphenol A is frequently used as a 
representative organic contaminant in studies on organic contaminant oxidation by manganese 
oxides (Gao et al., 2011; Im et al., 2015; Lin et al., 2013). Although bisphenol A and other 
electron-rich contaminants are relevant to stormwater infiltration systems (Im and Löffler, 2016), 
it should be noted that the oxidation rates of bisphenol A by manganese oxide geomedia are 
likely among the most rapid for organic compounds. Many organic contaminants do not react 
with manganese oxides and would require other types of geomedia for their removal in managed 
aquifer recharge systems. 

 

1.5.2 Loss of Reactivity 

After prolonged oxidation of organic compounds, manganese oxides lose reactivity 
(Balgooyen et al., 2017). Some of this passivation is due to the reduction of Mn(IV) and increase 
in the abundance of Mn(III) and Mn(II). Adsorbed Mn(II) can have a pronounced impact on the 
structure and reactivity of these minerals (Lin et al., 2009). For instance, comproportionation 
between Mn(II) and Mn(IV) sites can produce structural Mn(III), which may exhibit different 
properties from the parent mineral (Elzinga and Kustka, 2015). 

Divalent cations, particularly Mn2+, can adsorb to the manganese oxide surface and 
decrease the number of sites available to react with organic contaminants (Barrett and McBride, 
2005; Lin et al., 2013). The mechanisms of this passivation, however, may be specific to the 
local coordination environment of the surface site, nearby vacancies and the  long-range crystal 
structure of the mineral (van Genuchten and Peña, 2017). 

To determine the degree to which stormwater matrix composition and the reduction of 
manganese oxides impacted the reactivity of manganese oxide-coated sand, preliminary 
experiments were conducted with 20 g of cryptomelane-coated sand packed in glass columns 
with polyethylene fittings (16-mm inner diameter) to a height of 72 mm. The porosity of the 
packed columns was 0.33. Columns were fed simulated stormwater solutions buffered at pH 5.0, 
7.0 and 8.5 by 1 mM NaHCO3, or at pH 8.5 by 1 mM NaB(OH)4 in a N2-sparged, carbonate-free 
solution. The columns were operated under saturated upwards flow conditions at 0.4 mL/min 
(equivalent to an infiltration rate of 9.5 cm/h, which is a typical infiltration rate for stormwater 
infiltration systems) (Hatt et al., 2008). A continuous flow of simulated stormwater containing 5 
µM bisphenol A as a model organic contaminant was pumped through the columns for over 1000 
pore volumes at room temperature (21 ± 2 °C).  

Initially, all bisphenol A was oxidized by the geomedia regardless of simulated 
stormwater composition (Figure 1.5). However, geomedia exposed to solutions containing 
carbonate at pH 7.0 and pH 8.5 exhibited a rapid decline in performance, while high bisphenol A 
removal was sustained in carbonate-buffered simulated stormwater at pH 5. In the carbonate-
free, borate-buffered stormwater at pH 8.5, a high degree of bisphenol A oxidation was also 
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observed throughout the duration of the experiment, with the removal of approximately 80% of 
the influent bisphenol A sustained for over 1000 pore volumes. 

 

 

Figure 1.5 C/C0 of bisphenol A from columns in various simulated stormwater conditions over time. 
Simulated stormwater was buffered by 1 mM carbonate at pH 5 (circles), 7 (triangles) and 8.5 (squares) and by 
1 mM borate at pH 8.5 (diamonds) and had 5 µM influent bisphenol A. Columns contained 20 g cryptomelane-
coated sand. 

  

These data are consistent with the explanation that acidic pH values enhance the 
reactivity of manganese oxide (Lin et al., 2013): 

MnO2(S) + 4H+ + 2e- à Mn2+ + 2H2O                    (1.1) 

 These results also suggest that the passivation of the manganese oxide was not solely 
dependent on the amount of organic compound oxidized and that constituents in the stormwater 
also play a role in geomedia weathering. Specifically, CO32- (pKa2 = 10.33) was more abundant 
in the carbonate-buffered stormwater at pH 7.0 and pH 8.5 than in either the carbonate-buffered 
stormwater at pH 5.0 or the carbonate-free stormwater. This implies that the carbonate ion may 
have played a role in the passivation of the manganese oxide, possibly through the precipitation 
of carbonate minerals, such as CaCO3 or MnCO3. 

 Experiments conducted with birnessite-coated sand indicate that NOM has a modest 
impact on the reactive longevity of manganese oxide-coated sand (Grebel et al., 2016). Columns 
of manganese oxide exposed to 10 mg-C/L NOM in a simulated stormwater matrix passivated 
slightly faster than columns treating bisphenol A in NOM-free simulated stormwater (Figure 
1.6). This may have been due to surface fouling by NOM or reduction of manganese oxides by 
phenolic groups in the NOM (Sunda et al., 1983; Tipping and Heaton, 1983; Yao and Millero, 
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1996). The effect is likely moderated, however, by electrostatic repulsion between the 
negatively-charged NOM and manganese oxide surface. 

 

 

 

Figure 1.6 C/C0 of bisphenol A in simulated stormwater with (white symbols) and without (black symbols) 
NOM. pH 7 simulated stormwater contained no NOM or 10 mg-C/L Suwannee River NOM and 5 µM influent 
bisphenol A. Columns contained 20 g birnessite-coated sand. Adapted from (Grebel et al., 2016). 

 

1.5.3 Reactivity Regeneration 

It may be possible to restore the reactivity of passivated manganese oxide-coated sand by 
re-oxidizing the reduced manganese associated with the surface. If the reactivity of the 
manganese oxide-coated sand could be restored in situ, the regeneration would lengthen the 
lifetime of the infiltration system without costly, labor-intensive excavation, making the use of 
this engineered geomedia less expensive and more practical for communities. 

Abiotic oxidation of Mn(II) by O2 is thermodynamically favored, but in homogeneous 
systems it is slow (Morgan, 1964). However, this oxidation mechanism is autocatalytic, meaning 
the initially precipitated manganese oxide solids (generally, MnOx(s)) catalyze subsequent 
oxidation of aqueous Mn(II) and of MnOOH(s) and Mn2O3(s) (Kessick and Morgan, 1975; 
Morgan, 1967). The homogeneous reaction is first-order with respect to [Mn(II)] and PO2, while 
the heterogeneous reaction is first-order with respect to [Mn(II)], PO2 and [MnOx(s)], yielding the 
rate law for the oxidation of Mn(II): 

−#[%&((()]
#+

= 𝑘.[𝑀𝑛(𝐼𝐼)]𝑃34 + 𝑘6[𝑀𝑛(𝐼𝐼)]𝑃34[𝑀𝑛𝑂8]   (Eq. 1.1) 

where k0 and k1 are the homogeneous and heterogeneous rate constants for Mn(II) oxidation, 
respectively (Morgan, 2005, 1964). 
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This reaction has been observed for oxidants including KMnO4, ClO2, HOCl, HOBr and 
O3 (Allard et al., 2013; Kessick and Morgan, 1975; Melichová et al., 2001; Reisz et al., 2008; 
Van Benschoten et al., 1992). Therefore, under conditions of excess oxidant, the rate law for the 
oxidation of Mn(II) may be generalized to: 

−#[%&((()]
#+

= 𝑘.9 [𝑀𝑛(𝐼𝐼)] + 𝑘69 [𝑀𝑛(𝐼𝐼)][𝑀𝑛𝑂8]   (Eq. 1.2) 

where k’0 and k’1 are the pseudo-first order homogeneous and pseudo-second order 
heterogeneous rate constants for Mn(II) oxidation, respectively. 

Chlorine oxidizes Mn(II) at much faster rates than oxygen (Hao et al., 1991; Kessick and 
Morgan, 1975). The autocatalytic nature of the oxidation by chlorine is demonstrated by the 
dominance of the heterogeneous (second) term in Eq. 1.2; the half-life of Mn(II) is 4 × 105 times 
longer in the homogeneous reaction than the heterogeneous reaction (i.e., (k’1 × [Mn(II)]) is 4 × 
105 times larger than k’0) in the presence of 5 mg/L MnO2(s)  (Hao et al., 1991). Consequently, 
the mechanism for this reaction may be expressed by: 

Mn(II) + HOCl + H2O  
:;<=
>⎯@  MnO2(s) + Cl- + 3H+       (1.2) 

Mn(II) + MnO2(s)  
AB:C
>@   MnO2(s)-->Mn(II)(s)         (1.3) 

>Mn(II)(s) + HOCl + H2O  
D<EFGBCF
>⎯⎯⎯⎯⎯@  MnO2(S) + Cl- + 3H+             (1.4) 

where >Mn(II)(s) is the adsorbed Mn(II) species  (Hao et al., 1991). >Mn(OH)2 is the most 
nucleophilic Mn(II) species, and hence most rapidly oxidized, followed by >Mn(OH)+ and 
>Mn2+, respectively (Allard et al., 2013; Morgan, 2005). 

Hypobromous acid oxidizes Mn(II) at significantly faster rates than hypochlorous acid 
(Melichová et al., 2001). At ratios of bromine to chlorine as low as 1%, bromine dominates the 
oxidation of Mn(II) due to the capacity of transient and highly reactive bromine species 
including BrCl and Br2O to act as electron shuttles between HOCl and Mn(II) (Allard et al., 
2013). There is a pH dependence to this reaction mechanism, because HOBr (pKa = 8.8) is more 
electrophilic and hence a more rapid oxidant than OBr- (Schwarzenbach et al., 2016). Therefore, 
at pH values between 9 and 11, >Mn(OH)2 (p*K1,>Mn(II) = 8.2, p*K2,>Mn(II) = 9.2) and HOBr 
coexist in abundances which are small but sufficient for the reaction between HOBr and 
>Mn(OH)2 to contribute significantly to the overall oxidation of Mn(II) (Allard et al., 2013). 

Potassium permanganate is an even more effective oxidant; transforming Mn(II) rapidly 
even under heterogeneous conditions (Van Benschoten et al., 1992). At pH 7 and 1 mg/L 
KMnO4, the half-life of Mn(II) oxidation is 6 seconds, as compared to 3.5 days for HOCl under 
the same conditions (Allard et al., 2013). This oxidation is sufficiently fast such that Mn(II) 
adsorption (Reaction 1.3) becomes the rate limiting step in the oxidation of Mn(II) by KMnO4 
(Van Benschoten et al., 1992), resulting in the oxidation mechanism described above being 
completed by:  

>Mn(II)(s) + 2KMnO4   
HFGI	AB:C
>⎯⎯⎯⎯@  3MnO2(S) + O2 + 2K+      (1.5) 



16 
 

The fast oxidation of reduced Mn by these chemical oxidants could facilitate the in situ 
regeneration of passivated manganese oxide geomedia. 

 

1.5.4 Adsorption of Metal Cations 

Due to isomorphic substitutions and vacancies, manganese oxides typically exhibit low 
pHpzc values (i.e., 1.5-6), where the pHpzc is defined as the pH at which the total net particle 
charge, sp, is equal to zero as expressed by: 

0 = 𝜎L = 𝜎M& + 𝜎N = 	𝜎M& + 𝜎MN + 𝜎ON			at	pHTUV     (Eq. 1.3) 

where sin is the net structural charge, and ss is the net immobilized complex charge (i.e., the sum 
of the ion charge in the Stern layer from inner sphere (σX:) and outer sphere (σ<:) complexes) 
(Sposito, 2008). This property results in a negative surface charge at environmentally relevant 
pH conditions (McKenzie, 1981).  

Consequently, manganese oxides typically have a high affinity for metal cations. 
Manganese oxides strongly adsorb metal cations via both specific and non-specific interactions 
(Cao et al., 2015; McCann et al., 2015; Peña et al., 2010; Wan et al., 2015). The strength of metal 
cation adsorption generally increases as the pH at which the metal hydrolyzes (i.e., p*K1) 
decreases (Sposito, 2008). 

Pb and Cd adsorb to manganese oxide via surface complexation (Wang and Stumm, 
1987). The large ionic radii of Pb2+ and Cd2+ cause them to be poorly solvated and also gives 
them relatively labile, polarizable electron configurations, making them more likely to form 
covalent bonds with surface functional groups (Sposito, 2008). In particular, Pb forms dative pi 
bonds with the manganese oxide surface (Misono et al., 1967; Wan et al., 2015) and enters into 
the interlayer and tunnels of common manganese oxides, resulting in very strong adsorption 
(O’Reilly and Hochella, 2003). Pb can also be incorporated into the manganese oxide lattice 
(Villalobos et al., 2005). 

Following the selectivity series of Group IIB metals, Zn is adsorbed less strongly than 
Cd. Despite its smaller ionic radius, Zn can form mononuclear inner-sphere complexes with the 
manganese oxide surface, but it is not incorporated into the manganese oxide structure, even 
under conditions resulting in coprecipitation of Zn and Mn minerals (Boonfueng et al., 2009). 

Cu adsorbs to manganese oxides more strongly than Zn, following the trend of adsorptive 
affinity increasing with the Irving-Williams order (Irving and Williams, 1953; van Lienden et al., 
2010). Cu also adsorbs more strongly than Cd, due to its transition metal electron configuration, 
which facilitates surface complexation (Liu et al., 2005; Sposito, 2008). 

These adsorptive properties could make manganese oxide-coated sand an effective tool 
for removing metallic contamination from stormwater. However, the manganese oxide geomedia 
will eventually become saturated with inorganic adsorbates and lose its ability to remove toxic 
metal cations. It may be possible to regenerate the adsorption capacity of the geomedia in situ 
and collect the metals. This process would also mitigate the risk that metal contaminants could 
be desorbed due to intermittent flow, or due to a decrease in pH or increase in ionic strength 
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(e.g., as caused by deicing salts) (Adams et al., 2009; Mullane et al., 2015). There are many 
possible candidates for stripping metals from manganese-oxide geomedia. For example, a dilute 
solution of EDTA can form dissolved complexes with metals bound to the manganese oxide 
surface (Sun et al., 2001), though this chelating agent could also dissolve the Mn(IV) coating 
(Bromfield and David, 1978).  

A dilute, inorganic acid might also displace adsorbed metals if the solution pH could be 
lowered to a value below the adsorption edge. The adsorption edge for adsorbates is often 
quantified by the pH50, the pH value at which half of the maximum cation adsorption is achieved 
(Sposito, 2008). For adsorption on iron oxides, the pH50 values of Pb2+, Cu2+ and Cd2+ follow the 
order pH50,Pb < pH50,Cu < pH50,Cd, consistent with the general trend that pH50 decreases as the 
affinity of the adsorbate increases (Wang and Stumm, 1987). Therefore, it is likely that 
regeneration with acid will first cause the desorption of Zn and Cd, followed by Cu, and finally 
Pb. Because of the insolubility of manganese oxide (Gustafsson, 2014), this acidic regeneration 
could possibly be accomplished without substantial dissolution of the mineral. 

 

1.6 Motivation and Research Objectives 

1.6.1 Motivation and Intended Outcome 

The widespread adoption of managed aquifer recharge systems capable of safely 
recharging urban stormwater will require inexpensive, reliable technologies for removing 
chemical contaminants. The research described in this dissertation focuses on the development, 
use and regeneration of manganese oxide-coated sand as an engineered geomedia for the 
removal of organic and metallic stormwater contaminants. While many properties of manganese 
oxides have been evaluated from the perspective of their role in biogeochemistry, their use for 
stormwater remediation and drinking water treatment are relatively poorly understood. Though 
this research focused on stormwater, manganese oxide geomedia could also be used to treat other 
source waters, including municipal wastewater effluent and agricultural runoff. 

While structure-reactivity relationships for organic compounds in reaction with 
manganese oxides have been extensively studied, little is understood about the mineralogy-
reactivity relationships of different phases of manganese oxides. This lack of understanding is 
relevant to natural and engineered systems. Changes to the structures and coordination 
environments of manganese oxide minerals as they undergo reduction or oxidation could affect 
their reactivity in nuanced ways. Engineers and chemists would benefit from insight into the 
dynamics of such changes.    

This research is intended to improve knowledge of both applied and mechanistic aspects 
of manganese oxide-coated sand as communities adopt managed aquifer recharge. The results of 
this research advance the engineering and scientific understanding underpinning technology for 
managed aquifer recharge applications. My specific objectives are as follows: 
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1.6.2 Objective 1: Develop a simple approach to produce and regenerate manganese oxide-
coated sand that can be used as reactive geomedia for organic contaminant oxidation 

Although manganese oxides and manganese oxide-coated sands may be useful as reactive 
geomedia for treating organic contaminants, their synthesis often involves harsh conditions, such 
as high temperature or very low pH. Less extreme conditions for generating manganese oxide-
coated sand would facilitate its production at the scale required for its use in water treatment 
applications. Additionally, manganese oxide-coated sand loses its reactivity with organic 
contaminants over time. The necessity of excavating failed geomedia would be costly to 
municipal utilities and could make the application of manganese oxide-coated sand infeasible. A 
method of in situ regeneration would obviate the need for expensive maintenance or replacement 
of geomedia. 
 To address this objective, methods of synthesizing highly reactive cryptomelane-coated 
sand and of regenerating its reactive capacity using HOCl were developed (Chapters 2 and 3). 
Approaches to synthesis and regeneration were conducted under conditions designed to simulate 
the application of manganese oxide-coated sand in stormwater infiltration systems and evaluated 
with spectroscopic and chemical analyses. Research indicated the reactivity and duration over 
which manganese oxides could provide stormwater treatment benefits in managed aquifer 
recharge systems. The insights obtained also contribute to a better understanding of manganese 
oxide mineralogy-reactivity relationships and the role of Mn(III)-rich oxides in the treatment and 
passivation process. 

 
1.6.3 Objective 2: Evaluate the removal of metallic contaminants by manganese oxide-coated 
sand and develop a method of regenerating its metal sorption capacity 

Stormwater contamination by metals poses threats to human and ecosystem health. Cu, 
Zn, Cd and Pb are of particular concern in stormwater due to their abundance and toxicity. 
Manganese oxides can adsorb metal cations, but their efficacy in the presence of solutes and 
significant NOM concentrations, such as in stormwater, is largely unknown. Furthermore, as an 
adsorptive treatment mechanism, the potential for geomedia failure due to saturation or 
desorption is a risk which, if unaddressed, could make manganese oxide-coated sand less 
desirable as a geomedia for metals-impacted stormwater. 

In this research, the capacity of manganese oxide-coated sand to adsorb metals in 
stormwater was evaluated (Chapter 4). The treatment efficacy of the geomedia was evaluated in 
batch and column experiments conducted under conditions similar to those of stormwater 
infiltration systems. An acidic wash was used to remove adsorbed metals from the geomedia. 
After the metals were desorbed, the potential for reuse of the geomedia was evaluated. This 
study provides insights into the versatility of manganese oxide-coated sand as a geomedia for 
treatment of both metallic and organic contaminants in stormwater and in other impacted urban 
waters that could be used for managed aquifer recharge. 
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CHAPTER 2. Regeneration of Manganese Oxide-Coated Sand 
Reactivity by Oxidative Treatment 
 
Some data herein collected by Duan, Y. and van Genuchten, C. M. 
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2.1 Introduction 

Manganese oxides are capable of oxidizing organic contaminants, such as phenols and 
anilines (Laha and Luthy, 1990; Stone and Morgan, 1984), until they lose their reactivity due to 
changes in their surface properties (Balgooyen et al., 2017; Grebel et al., 2016). Although the 
ability of manganese oxides and manganese oxide-coated sand geomedia to oxidize organic 
contaminants makes them promising for engineered applications, their eventual loss of reactivity 
may limit their use in managed aquifer recharge or tertiary wastewater treatment (Forrez et al., 
2010; Lin et al., 2013). The decline of reactivity may be due to the loss of reactive sites or the 
accumulation of reaction products on the mineral surface (Remucal and Ginder-Vogel, 2014). 
Therefore, a chemical treatment that oxidizes Mn(II/III) or that removes reaction products could 
restore the reactivity of passivated manganese oxide-coated sand. Chemical regenerants would 
facilitate the continued use in engineered systems of manganese oxide geomedia after its initial 
passivation without costly and labor-intensive media replacement (Dillon et al., 2009). 

Although Mn(II) oxidation by dissolved oxygen is thermodynamically favored, the slow 
kinetics of the homogeneous reaction make it impractical for geomedia regeneration (Morgan, 
2005). The abiotic Mn(II) oxidation process is typically autocatalytic, meaning that the initially-
precipitated manganese oxide provides nucleation sites for the subsequent, more rapid oxidation 
of Mn(II) (Kessick and Morgan, 1975; Liu et al., 2012; Morgan, 1967). Although the catalyzed 
Mn(II) oxidation is faster than the homogeneous reaction, O2 is a slow oxidant relative to other 
chemicals (Knocke et al., 1991a).  

Several chemical oxidants could serve as potential in situ regenerants of the passivated 
geomedia. Permanganate has been shown to oxidize Mn(II) at pH values relevant to water 
treatment (Knocke et al., 1991b; Van Benschoten et al., 1992). H2O2 oxidizes Mn(II) to 
MnOOH(S) at high pH values, though it can reduce Mn(III) minerals at acidic pH values 
(Jacobsen et al., 1998; McKenzie, 1971; Reisz et al., 2008). Chlorine oxidizes Mn(II) to 
manganese oxide at a faster rate than O2 (Hao et al., 1991; Van Benschoten et al., 1992), and 
hypobromous acid oxidizes Mn(II) to manganese oxide at faster rates than chlorine (Melichová 
et al., 2001). Small amounts of bromide, which is converted to HOBr by HOCl, significantly 
accelerate the rate of Mn(II) oxidation by HOCl (Allard et al., 2013). Mn(II) oxidation is also 
facilitated by the presence of carbonate and pH values above 8.5, because dissolved Mn(II) 
carbonate and hydrolysis species are stronger nucleophiles (Morgan, 2005). These effect may be 
important for engineered systems where geomedia regeneration could occur in the presence of 
low bromide concentrations or elevated pH values (Grebel et al., 2010). 

While their ability to oxidize Mn(II) suggests that chemical oxidants that could 
regenerate failed manganese oxide geomedia, comparatively little research has been conducted 
on the oxidation of Mn(III)-rich manganese oxides. The oxidation mechanism for Mn(III) is 
distinct from Mn(II) oxidation and may be important to the regeneration of this geomedia 
(Murray et al., 1984; Webb et al., 2005). 
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If passivation were caused by the accumulation of adsorbed Mn2+ or organic reaction 
products, chemicals that do not oxidize Mn(II/III) might regenerate the oxidation capacity of the 
failed manganese oxide (Lin et al., 2009). For example, fouling by organic compounds could be 
ameliorated by treatment with a water miscible solvent. Exposure to acid could result in the 
release of adsorbed Mn2+ or the dissolution of precipitated carbonate minerals (e.g., MgCO3(S)) 
(Duckworth and Martin, 2003). 

The objective of this research was to determine the effectiveness of chemical treatments 
for regenerating the capacity of passivated manganese oxide-coated sand to oxidize organic 
contaminants. H2O2, KMnO4, HOCl, HOBr, HCl and methanol were tested for their ability to 
restore reactivity to the geomedia. The use of a chemical treatment to restore activity to 
manganese oxide-containing geomedia in situ would facilitate the reuse of this material in 
engineered applications such as managed aquifer recharge systems, without the need for 
expensive removal and replacement of the geomedia. 

 

2.2 Materials and Methods 

All chemicals used in the synthesis and regeneration of manganese oxide-coated sand or for 
producing simulated stormwater were used as received from Fisher Chemical without further 
purification. Ultrapure water from a Milli-Q system (R = 18.2 MΩ) was used for all dilutions and 
syntheses. All experiments were performed at room temperature (21 ± 2 °C). 

Manganese oxide-coated sand was synthesized with a modified version of the 
cryptomelane synthesis method developed by McKenzie, as described in Chapter 3 (McKenzie, 
1971). Manganese oxide-coated sand (20 g) was packed in glass columns with polyethylene 
fittings (16-mm inner diameter) to a height of 72 mm. The porosity of a packed column was 0.33 
and the pore volume was 4.78 mL. The columns were operated under saturated upwards flow 
conditions at 0.4 mL/min (equivalent to an infiltration rate of 9.5 cm/h, which is a typical 
infiltration rate for stormwater infiltration systems) (Hatt et al., 2008). A NaBr tracer test (Figure 
2.1) demonstrated an average hydraulic residence time within the column of 17.0 min and a 
variance of 11.5 min2, with little, if any, short circuiting due to edge effects. 
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 Figure 2.1 Probability density function of Br- effluent from column during tracer test. 

 

The Péclet number (Pe) can be derived from the first moment of the axial dispersion 
model, where the average hydraulic residence time is the first moment of tracer residence time 
and q is the ideal plug flow reactor residence time (i.e., V/Q) (Hunt, 2013, p. 106): 

∫ 𝑡	𝑝(𝑡)𝑑𝑡]
. = 𝜃 _1 + 4

ab
c     (Eq. 2.1) 

The Péclet number was derived in this system: 
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This result (i.e., Pe > 1) demonstrated that advection dominated dispersion in the hydraulics of 
this system, and that a plug flow model is not unreasonable (Hunt, 2013, p. 87). 

The geomedia was reacted with 5 µM bisphenol A in pH 7, NOM-free simulated 
stormwater (Table 1.3) for approximately 1300 pore volumes (262 hours), until C/C0 for 
bisphenol A exceeded 0.80, and then flushed with Milli-Q water for 10 pore volumes (2 hours), 
as detailed in Chapter 3.  

Within 24 hours the failed geomedia was removed from columns, homogenized and air 
dried at 30 °C. The dried geomedia was stored under N2 in an amber glass container for no more 
than 2 weeks before use in batch regeneration experiments. The failed manganese oxide-coated 
sand was regenerated in batches at pH 6, 8 and 10 (± 0.2) with various concentrations of either 
H2O2, KMnO4, HOCl, HOBr or a mixture of HOCl and HOBr (“HOX”) such that [sG]

[t;]
= 0.1. 

Methanol and trace metals-grade HCl (pH 2 and 3) were also evaluated for regeneration 
capacity.  

For each regenerant tested, 3.25 g of failed geomedia was treated with 10 mL of 
regenerant solution in amber glass borosilicate bottles which were constantly stirred on a tube 
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rotator for 24 h. Oxidative regenerant solutions were buffered at pH 6 with 10 mM sodium 
acetate and at pH 8 and pH 10 with 10 mM sodium borate. Batch regeneration with the oxidants 
was conducted at 10% stoichiometric excess. Stoichiometric oxidant demand was calculated as 
the e- equivalents required to return the Mn on the failed geomedia to an average oxidation state 
of +4.0. The Mn coating density of the geomedia was quantified by dissolving the manganese-
oxide coating of a 0.5 g geomedia sample in 10 mL of 30 mM ascorbic acid and quantifying 
dissolved Mn by ICP-MS. The iodometric titration method was used for chemical determination 
of the average Mn oxidation state (Murray et al., 1984). Geomedia samples were rinsed with 
Milli-Q water three times to remove residual regenerant and dried at 30 °C prior to analysis. 
Using the same procedure, geomedia was regenerated with at pH 10 HOCl, HOBr or HOX at 
11%, 55%, 550% or 1100% of the stoichiometric oxidant demand, and with HCl and methanol. 
HOCl, HOBr and KMnO4 were quantified by the DPD method using a Shimadzu UV-2600 UV-
Vis Spectrophotometer (Moberg and Karlberg, 2000). H2O2 was quantified by the Ti(IV) oxalate 
method (Sellers, 1980). Samples of the regenerant solution were filtered through a nylon 0.22-
µm syringe filter and immediately analyzed for oxidant concentration. 

To control for the effects of pH on reactivity, the failed geomedia was treated with the 
applicable buffers but no chemical oxidants. To control for the effects of oxidants, uncoated 
acid-washed sand was treated with the chemical oxidants. Neither treatment produced reactive 
geomedia. 

Geomedia reactivity was evaluated in triplicate batch experiments in which an excess of 
manganese oxide was present. Under these conditions, bisphenol A exhibited first-order decay 
(r2 ³ 0.98) over 3 to 5 half-lives (depending on geomedia reactivity). In these experiments, 1 g of 
manganese oxide-coated sand was stirred on a tube rotator for 90 minutes in a sealed 25 mL 
amber glass vial with 20 mL of pH 7 simulated stormwater containing 5 µM bisphenol A. The 
observed pseudo-first order rate constant, k’, is equal to the product of the second-order rate 
constant, kBPA, and the concentration of the Mn-oxide, CMnOxide: 

−Etuvw
EC

= k9 ∗ Cs{| = ks{| ∗ C}~��XEF ∗ Cs{|     (Eq. 2.3) 

Samples were analyzed for bisphenol A concentration with an Agilent 6460 high 
performance liquid chromatography tandem-mass spectrometry system in the electrospray 
ionization mode using a previously described method (Grebel et al., 2016). 

Mn K-edge X-ray absorption spectroscopy (XAS) data were collected at beam line 4-1 of 
the Stanford Synchrotron Radiation Lightsource. Spectra were recorded at liquid nitrogen 
temperature (i.e., 77 K) in fluorescence mode out to k of 12.5 Å-1 as described in Chapter 3. The 
fractions of Mn(II), Mn(III) and Mn(IV) in the samples were quantified with the SixPack 
software using linear combination fits of the spectra of reference standards of aqueous Mn(II), α-
Mn2O3 and δ-MnO2 obtained from a previous study (van Genuchten and Peña, 2017; Webb, 
2005). Negative components were not allowed and the sum of the components was not 
constrained to 1.0. The abundances of each oxidation state summed to slightly less than 100%, 
likely due to small differences between the coordination environment of the Mn(II), Mn(III) and 
Mn(IV) in the geomedia and in the reference standards. 
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2.3 Results and Discussion 

The virgin geomedia had a reaction rate constant with bisphenol A of kBPA,virgin = 12.1 ± 
2.0 L/(g MnOxide•h) (Figure 2.2). This rate constant is approximately an order of magnitude 
faster than the reaction rate constants of bisphenol A with manganese oxide-coated sands 
synthesized by other methods (Grebel et al., 2016; Lin et al., 2013). The failed gomedia was 
almost completely unreactive with bisphenol A in batch experiments, with kBPA,failed = 0.03 ± 
0.01 L/(g MnOxide•h).  

 

 

Figure 2.2 Second-order reaction rate constants of bisphenol A with manganese oxide-coated sands 
regenerated under various chemical conditions. The rate constants of virgin manganese oxide-coated sand (red 
dashed line) and failed manganese oxide-coated sand (green dotted line) are provided for comparison. 

 

Iodometric titration determined that the virgin geomedia had an average oxidation state of 
+3.94 ± 0.07 which decreased to +3.76 ± 0.05 in the failed geomedia. This decrease of 0.18 in 
average Mn oxidation state measured by titration was slightly less than that measured by 
XANES. Linear combination fits (Table 2.2) of the Mn K-edge XANES spectra (Figure 2.3) 
indicated that Mn(IV) made up 89.0% of the Mn in the virgin geomedia coating and decreased to 
80.2% in the failed geomedia. Mn(III) made up 6.4% of the Mn in the virgin geomedia coating 
and increased to 10.3% in the failed geomedia. Mn(II) did not comprise a significant portion of 
the Mn in any sample. These XANES results suggest a decrease of between 0.24 and 0.38 in 
average Mn oxidation state. 
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Table 2.1 XANES Linear Combination Fits to estimate the distribution of Mn oxidation states following batch 
regeneration. 

  XANES Linear Combination Fit 
Sample Mn(II) Mn(III) Mn(IV) R-Factor 

Virgin Geomedia < 0.01 0.064 0.890 0.0011 
Failed Geomedia < 0.01 0.103 0.802 0.0008 

H2O2 pH 10 Regen < 0.01 0.081 0.830 0.0013 
KMnO4 pH 6 Regen < 0.01 0.045 0.891 0.0017 
HOCl pH 6 Regen < 0.01 0.059 0.881 0.0014 
HOBr pH 6 Regen < 0.01 0.053 0.858 0.0014 
HCl pH 2 Regen < 0.01 0.064 0.888 0.0011 
Methanol Regen < 0.01 0.088 0.806 0.0009 

 

 

 
Figure 2.3 Mn K-edge XANES spectra of virgin and failed geomedia and of geomedia regenerated in batch. 
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The chemical regenerants produced manganese oxide-coated sand of greatly varying 
reactivity. H2O2 did not restore any reactivity when applied to the failed geomedia at pH 6 or pH 
8; however, at pH 10 about 20% of the reactivity with bisphenol A was restored. All of the H2O2 
was consumed during the 24 h regeneration period under all pH conditions. H2O2 may have been 
a more effective oxidant at high pH due to the prevalence of Mn(II) hydrolysis species (i.e., 
MnOH+ and Mn(OH)20) and small amounts of carbonate-complexed Mn(II) (e.g., Mn(CO3)22-), 
which undergo oxidation 1 to 2 orders of magnitude faster than Mn2+ (Allard et al., 2013; 
Morgan, 2005). 

The negligible differences in the reactivities of failed and H2O2-treated geomedia are 
reflected in their similar average Mn oxidation states. Iodometric titration measurements 
indicated that treatment with H2O2 at pH 10 did not significantly increase the average Mn 
oxidation state of the failed geomedia. Linear combination fits of the XANES spectra indicated 
that Mn(IV) comprised 83.0% of Mn in the regenerated geomedia compared to 80.2% in the 
failed geomedia. Mn(III) comprised 10.3% of Mn in the failed geomedia compared to 8.2% in 
the geomedia treated with H2O2. Together these results imply that H2O2 treatment did not 
significantly change the coordination environment of the failed manganese oxide. 

Despite the fact that KMnO4 was used in the synthesis of the virgin geomedia, it did not 
restore reactivity when applied at pH 10, but did restore about 40% of reactivity at pH 6 and 8. 
This result is likely due to electrostatic repulsion between the negatively charged geomedia 
surface and the MnO4- anion at high pH, inhibiting electron transfer between the two. All of the 
KMnO4 was consumed during the 24 h regeneration under all pH conditions.  

The average oxidation state of the regenerated geomedia corresponded to its reactivity. 
Iodometric titrations indicated that regeneration by KMnO4 at pH 6 and pH 8 both increased 
average Mn oxidation states to +3.87± 0.05. The linear combination fit of the geomedia 
regenerated with KMnO4 at pH 6 indicated that the amount of Mn(III) dropped by more than 
half, from 10.3% to 4.5%, while the share of Mn(IV) increased from 80.2% to 89.1%-levels 
comparable to that of the virgin geomedia. The EXAFS spectrum of the geomedia regenerated 
with KMnO4 indicates that significant changes in Mn coordination environment occurred during 
regeneration (Figure 2.4). Manganese oxide EXAFS spectra have a large characteristic peak 
centered around k = 6.5 Å-1 (arrow in Figure 2.4) (Manceau and Combes, 1988). This feature has 
a similar shape in the virgin geomedia and geomedia regenerated with KMnO4. The EXAFS 
spectrum also exhibits a double beat feature from k = 7-8 Å-1 (* symbol in Figure 2.4), which is 
indicative of a local coordination environment similar to that of cryptomelane (Kim et al., 2011). 
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Figure 2.4 The Mn K-edge EXAFS spectra of virgin, failed and regenerated manganese oxide-coated sand 
geomedia. 

The hypohalites were the most effective regenerants tested; all of the hypohalites restored 
geomedia reactivity with bisphenol A to approximately that of the virgin geomedia (Figure 2.2). 
Iodometric titration found that geomedia regenerated with HOCl had an average oxidation state 
of +3.92 ± 0.1. This result was corroborated by XANES linear fits, which found that 
regeneration with HOCl and HOBr raised the portion of Mn(IV) present in the geomedia coating 
from 80.2% to 88.1% and 85.8%, respectively. Mn(III) prevalence decreased from 10.5% to 
5.9% and 5.3%, respectively. 

Treatment with HOCl and HOBr produced geomedia coatings with similar EXAFS 
spectra. Each exhibited the “staircase” pattern from k = 4-5 Å-1 that is characteristic of 
manganese oxides and humpbacked asymmetry in the large feature at k = 6.5 Å-1, similar to that 
seen in cryptomelane. The feature at k = 6.5 Å-1was rounded, as seen in the virgin geomedia, 
rather than displaying the prominent shouldering seen in the failed geomedia. The geomedia 
regenerated with hypohalites also had a second feature at k = 7.5 Å-1, which is similar to the peak 
observed in the virgin geomedia but distinct from the double beat feature seen in cryptomelane. 
All of the hypohalite regenerant was consumed during the 24 h regeneration regardless of pH or 
relative bromine abundance. There were no clear trends in the reactivity of the regenerated 
phases produced at different pH values or bromide abundances. These results support the 
hypothesis that the hypohalites generated similar phases of manganese oxide, despite differences 
in the rate of manganese oxidation due to differences in pH and bromide concentration (Allard et 
al., 2013). 
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Treatment with both permanganate and the hypohalites significantly raised the average 
oxidation state of the geomedia coating. Nonetheless, the geomedia regenerated with the 
hypohalites had comparable reactivity to the virgin geomedia, while the geomedia regenerated 
with KMnO4 was less reactive. This result suggests that while the average oxidation state is a 
useful indicator of the reactivity of manganese oxides with organic compounds, it does not 
capture all of the factors affecting the reactivity of the manganese oxide phase. Differences in 
mineral structure, in addition to oxidation state, are likely important to manganese oxide 
reactivity. The density of vacancy sites and Mn(III) groups on the manganese oxide surface can 
explain some of the variations in reactivity with organic compounds observed between different 
manganese oxide minerals (Hou et al., 2014; Villalobos et al., 2014). Many studies have 
investigated the degradation of different organic compounds by a single type of manganese 
oxide, yet little research has investigated the relative oxidation rates of a single organic 
compound by multiple, well-characterized polymorphs of manganese oxide (Remucal and 
Ginder-Vogel, 2014). Such research could provide valuable insight into how manganese oxide 
structural characteristics, including vacancy site density, long-range order and local coordination 
environment of reactive sites, influence the reactivity of the mineral. 

Varying oxidant concentrations resulted in similar reactivities of the geomedia 
regenerated with HOCl or HOBr (Figure 2.5). No reactivity with bisphenol A was regenerated 
after dosing failed geomedia with 11% of the stoichiometric oxidant demand, and only a modest 
amount of reactivity was regenerated after treatment with regenerants that met 55% of the 
oxidant demand. However, when there was enough HOCl or HOBr to fully oxidize the Mn on 
the failed geomedia, the regenerated geomedia showed similar reactivity to that of the virgin 
geomedia. Though there was a trend of slightly increased reactivity when the oxidant dose 
exceeded the stoichiometric demand, this effect was small relative to the effect of fully oxidizing 
the Mn in the failed geomedia. These data again suggest that higher average oxidation states of 
manganese oxides can result in greater reactivity with organic compounds, but so long as the Mn 
is fully oxidized, the rate at which passivated Mn is oxidized has little impact on the reactivity of 
the resultant mineral. 
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Figure 2.5 Second-order reaction rate constants for the oxidation of bisphenol A by manganese oxide-coated 
sands regenerated with various doses of hypohalites (log scale). Stoichiometric oxidant demand was calculated 
as the e- equivalents required to raise the mass of Mn on the failed geomedia to an average oxidation state of 
+4.0. 

 

Treatments with regenerants that did not oxidize Mn(II/III) were less effective in 
restoring reactivity than treatments with oxidants. Regeneration with HCl at pH 2 and pH 3 
restored about 25% of the reactivity of the failed geomedia. This may have been due to the 
dissolution of Mn(III) groups, which are more soluble than Mn(IV) (Kozawa and Yeager, 1965; 
Trouwborst, 2006). The XANES spectrum of the geomedia regenerated by HCl at pH 2 shows an 
increase in average Mn oxidation state, with the proportion of Mn(IV) increasing from 80.2% to 
88.8%, and Mn(III) decreasing from 10.3% to 6.4%. Because reduced forms of Mn diminish 
manganese oxide reactivity (Balgooyen et al., 2017), the increase in average Mn oxidation state 
and changes in crystal structure may have generated a more reactive manganese oxide phase. 

Another possible explanation for the increase in reactivity after treatment with acid is ion 
exchange of protons with Mn2+ on the surface of the failed geomedia. Less than 2% of the Mn 
present in the failed geomedia was ion-exchangeable, yet this species may have contributed to 
passivation due to its large inhibitory effect on the oxidation of organics (Barrett and McBride, 
2005). To test the impact of adsorbed Mn2+, failed geomedia was washed with 100 mM MgCl2 
solution, which removed 72% of the adsorbed Mn2+ (as compared to a wash with 100 mM 
CaCl2), yet no reactivity was restored to the geomedia. Given the minimal inhibitory effect of 
Mg2+ on manganese oxide reactivity relative to that of Mn2+, most of the reactivity would be 
restored to the geomedia if ion-exchangeable Mn2+ was a major contributor to passivation (Lin et 
al., 2009).  

Treatment with methanol did not restore any reactivity to the failed geomedia, further 
confirming the hypothesis that sorbed bisphenol A or transformation products did not 
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meaningfully contribute to the failure mechanism observed. XANES linear combination fits 
suggest that the oxidation state of the failed geomedia was little changed by regeneration with 
methanol. After methanol treatment, the Mn(IV) remained just 80.6% of the total Mn, while 
Mn(III) was 8.8%. The EXAFS data likewise suggest that there was little change in the Mn 
coordination environment due to treatment with methanol. The spectra for the failed geomedia 
and the geomedia treated with methanol are similar, with large peaks at k = 6.5 Å-1 that 
demonstrate distinctive shouldering on the right side of the peak. 

Several conclusions can be drawn from this research, which screened the efficacy of 
chemical regenerants of manganese oxide-coated sand. First, the most effective regenerants 
restored nearly all Mn to the Mn(IV) oxidation state. Both the virgin geomedia and geomedia 
regenerated with HOCl had an average Mn oxidation state greater than +3.90, while the failed 
geomedia had an average Mn oxidation state of +3.76 ± 0.05. Secondly, the reactivity of the 
manganese oxide was not solely dependent on its average oxidation state. Though the geomedia 
regenerated by KMnO4 and HCl had significantly higher average Mn oxidation states than the 
failed geomedia, they did not have the same reactivity as the virgin geomedia or geomedia 
regenerated with hypohalites. This result implies that mineral structure is also important to 
reactivity. Finally, the results of reactivity tests and the X-ray absorption spectroscopy data 
suggest that all treatments with hypohalites produced a similar, highly oxidized phase, so long as 
they were applied in sufficient abundance. Because stoichiometric excess of the oxidant, pH, and 
Br/Cl ratio did not significantly alter the regenerated phase, these data suggest that this highly 
reactive phase was produced in reaction with hypohalites at various rates of Mn oxidation. 

As previously discussed, the oxidation of Mn(III)-rich oxides may be more relevant to 
this system than the oxidation of Mn(II) because Mn(II) did not accumulate on the surface of the 
failed geomedia in large amounts. Unfortunately, such reactions have not been extensively 
studied (Webb et al., 2005). Determination of the mechanisms of Mn(III)-oxide oxidation, 
independent of the oxidation of Mn(II), could provide insight into the reasons for increased 
reactivity in manganese oxide-coated sand treated with hypohalites and the relatively lower 
reactivity of geomedia treated with other oxidants. 

 Practically, the results of these screening tests suggest that subsequent research should 
pursue the use of HOCl and other hypohalites as chemical regenerants of manganese oxide-
coated sand geomedia. Such treatments could restore the reactivity of passivated geomedia in a 
simple, cost-effective manner. 
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CHAPTER 3. Chemical Regeneration of Manganese Oxide-Coated 
Sand for Oxidation of Organic Stormwater Contaminants 
 

Reproduced with permission from Charbonnet, J.A.; Duan, Y.; van Genuchten, C. M.; Sedlak, D. 
L. Chemical Regeneration of Manganese Oxide-Coated Sand for Oxidation of Organic 
Stormwater Contaminants. Environmental Science & Technology 2018 DOI: 
10.1021/acs.est.8b03304  
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3.1 Introduction 
Many water-stressed cities are considering investments in aquifer recharge projects in 

which urban stormwater, municipal wastewater effluent or water from other potentially 
contaminated sources is intentionally percolated into a drinking water aquifer (Bradshaw and 
Luthy, 2017; Daigger, 2009; Page et al., 2014). However, urban stormwater contains low 
concentrations (i.e., typically less than 10 µg/L) of trace organic contaminants derived from 
asphalt, automobile wear and exhaust, biocides and consumer products that could be deleterious 
to human and ecosystem health (Grebel et al., 2013; Jasper et al., 2013; Makepeace et al., 1995) 
and municipal wastewater effluent contains low concentrations of organic compounds (e.g., 
pharmaceuticals, personal care products and urban use pesticides) (Bolong et al., 2009; Clara et 
al., 2005). Consequently, aquifer recharge has the potential to contaminate groundwater with 
trace organic compounds (Andres et al., 2018; Page et al., 2010).  

During managed aquifer recharge, captured water is often percolated through gravel or 
sand (Dillon et al., 2009; Pitt et al., 2012). Manganese oxides are naturally occurring minerals 
that are capable of oxidizing many organic contaminants that contain electron-rich moieties, 
including substituted phenols, anilines, and thiols (Laha and Luthy, 1990; Lin et al., 2009; Stone, 
1987). Therefore, the introduction of manganese oxides as geomedia in an infiltration system 
could provide an inexpensive means of treating organic contamination during the recharge 
process (Hatt et al., 2008; Lin et al., 2013).  

Bisphenol A (C15H16O2) is a contaminant of concern in stormwater and municipal 
wastewater effluent due to its potential impacts on the endocrine system (Vandenberg et al., 
2007). The reactions of bisphenol A with manganese oxides have been well-characterized (Im 
and Löffler, 2016). In the initial step of the oxidation process, bisphenol A forms a surface 
complex with a Mn(IV)-OH group which then undergoes a one-electron transfer, reducing 
Mn(IV) sites to Mn(III) and Mn(III) sites to Mn(II) (Stone, 1987; Zhang et al., 2008). The 
phenolate radical produced in the initial reaction can either diffuse away from the surface and 
react with other radicals to produce polymeric compounds, or react again with the manganese 
oxide surface (Im et al., 2015; Remucal and Ginder-Vogel, 2014). 

To exploit these reactions during managed aquifer recharge, manganese oxide-coated 
sand is preferable to pure manganese oxide minerals because of its higher hydraulic conductivity 
and lower propensity for transport away from the surficial layer of the infiltration basin (Liu et 
al., 2005). After exposure to organic contaminants and other natural constituents (e.g., Ca2+, 
NOM) the reactivity of manganese oxide-containing geomedia decreases (Grebel et al., 2016). 
This passivation process appears to be related in part to the reduction of Mn(IV) sites and 
subsequent accumulation of Mn(II/III) (Balgooyen et al., 2017; Lin et al., 2013). Re-oxidation of 
Mn(II) by atmospheric O2 is unlikely to restore the reactivity of the geomedia due to its slow 
kinetics under environmentally relevant conditions (Von Langen et al., 1997). Biogenic 
production of a reactive manganese oxide phase (i.e., enzymatic catalysis of Mn(II) oxidation by 
O2) is possible, but it would be difficult to implement and control in field applications (Learman 
et al., 2011). It may be possible, however, to restore the reactivity of passivated geomedia with a 
chemical oxidant. Such a process could facilitate the in situ regeneration of the reactivity of the 
manganese oxide-coated sand, obviating the need for costly excavation, and making the use of 
this engineered geomedia less expensive and more practical. 
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The objective of this research was to develop a simple approach to produce and 
regenerate manganese oxide-coated sand that can be used as reactive geomedia for oxidizing 
organic contaminants. By understanding the mechanisms and rates of the geomedia passivation 
through spectroscopic and chemical analysis, it was possible to gain insight into approaches that 
could be used to prolong the useful lifetime of the geomedia and regenerate its activity after 
failure. 

 
3.2 Materials and Methods 

3.2.1 Reagents and Simulated Stormwater 

All chemicals used in the synthesis and regeneration of manganese oxide-coated sand or 
for producing simulated stormwater were used as received from Fisher Chemical without further 
purification. A d-14 bisphenol A internal standard was obtained from Polymer Source, Inc. 
Ultrapure water was produced with a Milli-Q system (R = 18.2 MΩ) and was used for all 
dilutions and for geomedia synthesis. All experiments were performed at room temperature (21 ± 
2 °C). 

Simulated stormwater was made as described by Grebel et al., 2016 (Table 1.3) which 
exhibited similar performance to that observed in authentic stormwater. The simulated 
stormwater had pH 7.0 ± 0.1, contained 1 mM total inorganic carbon and had an ionic strength of 
4.5 mM. NOM was not added to the simulated stormwater. Previous research indicated that 
NOM concentrations typical of stormwater (i.e., 10 mg-C/L) result in only a modest decline in 
bisphenol A removal in both simulated and authentic stormwater (Grebel et al., 2016). 

  

3.2.2 Manganese Oxide-Coated Sand 

Manganese oxide-coated sand was synthesized by modification of the cryptomelane 
synthesis method described by McKenzie (1971), which is similar to that reported by Lin et al. 
(2013). Fisher Ottawa sand sieved to 20-30 mesh (595-841 µm) (100g) was washed in 1 N nitric 
acid for 24 hours. The sand was subsequently rinsed with Milli-Q water until the pH of the rinse 
effluent was above 6.0. After air drying, the sand was added to 250 mL of 2 N acetic acid 
containing 0.5 M MnSO4 in a 1L beaker. The sand was stirred vigorously with a magnetic stir 
bar as 200 mL of 0.43 M potassium permanganate solution was added drop-wise over 30 
minutes. The mixture was continuously stirred for an additional 90 minutes and allowed to settle 
overnight. After settling, the supernatant was decanted and the coated sand was air dried at 30 
°C. The dry sand was sieved with 40 mesh and rinsed with Milli-Q water five times to remove 
loose manganese oxide and then re-dried prior to use in experiments. When not in use, all 
geomedia was stored in sealed amber glass bottles under N2 at room temperature. 
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3.2.3 Geomedia Longevity Tests 

Four replicate glass columns with polyethylene fittings (16-mm inner diameter) were 
packed with 20 g of manganese oxide-coated sand to a height of 72 mm. Prior to packing, 
columns and tubing were washed by flushing with a 1% HCl solution followed by Milli-Q water. 
Columns were operated with saturated upwards flow using a peristaltic pump and Tygon and 
PTFE tubing to deliver the simulated stormwater. Simulated stormwater containing 5 µM 
bisphenol A was pumped through the columns at 0.4 mL/min, equivalent to an infiltration rate of 
9.5 cm/h. Geomedia from one sacrificial replicate column was analyzed 98 hours (approximately 
500 pore volumes) into the longevity test. Column performance was monitored until the effluent 
bisphenol A exceeded 80% of influent concentration, at which point a plateau in performance 
occurred, and the geomedia was deemed failed (Grebel et al., 2016). Failed geomedia was rinsed 
with Milli-Q water for 2 hours (10 pore volumes) to remove any residual organic compounds, 
then left in columns with ends capped for no more than three days. 

Bisphenol A was quantified by an Agilent 6460 high performance liquid chromatography 
tandem-mass spectrometry (HPLC/MS-MS) system with electrospray ionization. Liquid 
chromatography was performed using an Agilent Zorbax SB-C18 column with 2.1 mm × 50 mm 
dimensions and 3.5 µm pore size. A mobile phase flow rate of 0.3 mL/min was used with 100 µL 
sample injection volumes. 

Total and dissolved manganese in the effluent were measured with unfiltered and 0.22-
µm syringe-filtered samples, respectively. Samples were collected in plastic centrifuge tubes (1 
mL) and immediately acidified by the addition of a solution of 1% HCl and 0.5% HNO3 (4 mL) 
before quantification by an Agilent 7700 Series Inductively Coupled Plasma-Mass Spectrometer 
(ICP-MS). 

 

3.2.4 Geomedia Regeneration 

To determine the viability of in situ regeneration, failed geomedia was left undisturbed 
following longevity tests and regenerated in columns. A solution of 0.31 mM HOCl buffered 
with 10 mM sodium acetate at pH 6 was applied at 0.4 mL/min over 50 hours (i.e., five times the 
stoichiometric demand of e- equivalents required to oxidize the Mn(II/III) on the failed geomedia 
to Mn(IV)). Geomedia from one sacrificial replicate column was analyzed 10 hours (50 pore 
volumes) into the longevity test, when stoichiometric demand was met. Regenerated geomedia 
was rinsed with Milli-Q water for 2 hours (10 pore volumes) after treatment to remove any 
residual regenerant, then left in the columns with ends capped for no more than two days. HOCl 
was quantified by the DPD method using a Shimadzu UV-2600 UV-Vis Spectrophotometer 
(Moberg and Karlberg, 2000). 

 

3.2.5 Geomedia Characterization 

The Mn coating density of the geomedia was quantified by dissolving the manganese-
oxide coating of a 0.5 g sample with 10 mL of 30 mM ascorbic acid and quantifying dissolved 
Mn by ICP-MS. Average Mn oxidation state was determined by the iodometric titration method 
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(Murray et al., 1984). Ion-exchangeable Mn was quantified by stirring 0.25 g of manganese 
oxide-coated sand in a 25 mL solution of 100 mM CaCl2 overnight, then sampling through a 0.22 
µm filter and quantifying Mn by ICP-MS. 

The pHpzc of the manganese oxide-coated sand was determined by sonicating 1 g of the 
geomedia in 5 mL Milli-Q water for 3 minutes to remove the coating. A 10 µL aliquot of the 
coating material suspension was mixed with up to 990 µL of dilute HCl to produce various pH 
conditions. The zeta potential was immediately measured using a Malvern Zetasizer Nano. A 
linear fit of zeta potential vs. pH was used to determine the pHpzc. 

X-ray diffraction (XRD) analysis was performed with a D8 Discover GADDS Powder 
XRD with a Fine-Focus Sealed Source (Cu-Kα radiation). To remove interference by the sand 
substrate, 3 g of sand was sonicated in 10 mL acetone for 5 min to remove the coating. The 
suspended manganese oxide in the supernatant was evaporatively deposited dropwise onto a 
zero-background SiO2 sample holder. 

Scanning electron microscopy was performed with a Zeiss EVO MA10 scanning electron 
microscope at 20 kV and a 1 nA current. Energy dispersive X-ray spectroscopy (EDS) was 
performed with a EDAX Genesis Imaging/Mapping analyzer. 

Mn K-edge X-ray absorption spectroscopy (XAS) data were collected at beam line 4-1 of 
the Stanford Synchrotron Radiation Lightsource. Data were collected at liquid nitrogen 
temperature (i.e., 77 K) in transmission and fluorescence modes out to a k value of 12.5 Å-1. 
Transmission data were collected using ion chambers for measurements of I0 and It, while 
fluorescence data were collected using a PIPS detector. Due to the relatively low Mn 
concentration and the heterogeneous nature of the samples (Mn-rich coating, SiO2 core), the 
fluorescence data were of superior quality and were thus used in data analysis. The 
monochromator was detuned 50% to prevent second-order harmonics and the fluorescence data 
were collected using a PIPS detector. The vertical dimension of the X-ray beam during data 
collection was 2 mm and the horizontal dimension was 10 mm. The XANES region was 
measured with 0.35 eV steps, whereas 0.05 Å-1 steps were used for the EXAFS region. 5 to 10 
scans were collected for fluorescence measurements. A Mn(0) foil was used to calibrate the 
beam, with the maximum in the first derivative set to 6539 eV. Spectra were aligned, averaged 
and background-subtracted using SixPack software (Webb, 2005) following standard methods 
described previously (van Genuchten and Peña, 2017). The EXAFS spectra were extracted using 
k3-weighting and were Fourier-transformed over the k-range 2 – 10 Å-1 using a Kaiser-Bessel 
window with dk of 3 Å-1. Samples were compared to the spectra of aqueous Mn(II), α-Mn2O3 
and δ-MnO2, obtained from a previous study (van Genuchten and Peña, 2017). The XANES 
spectra of the samples were used to derive changes in Mn(II), Mn(III), and Mn(IV) content 
(ΔMn(II), ΔMn(III), and ΔMn(IV)) from the virgin to the failed geomedia and from the failed to 
the regenerated geomedia. Because the fraction of Mn(II), Mn(III), and Mn(IV) derived from 
linear combination fits of the XANES spectra can vary depending on the selection of reference 
materials (Manceau et al., 2012), we performed four sets of linear combination fits using five 
reference materials with data from previously published papers (Manceau et al., 2012; Marafatto 
et al., 2015; van Genuchten and Peña, 2017) on aqueous Mn(II), manganite, bixbyite, ramsdellite 
and δ-MnO2. The linear combination fits were performed with the SixPack software. For the 
linear combination fits, negative components were not allowed and the sum of the components 



36 
 

was not constrained to 1.0. We report the average and standard deviation of ΔMn(II), ΔMn(III), 
and ΔMn(IV) values across the four linear combination fits, with the full linear combination fit 
output given. This approach decreases errors in interpreting linear combination fit output due to 
the selection of particular reference materials. 

  

3.3 Results and Discussion 

3.3.1 Geomedia Performance: Oxidation 

After approximately 1300 pore volumes (i.e., 262 hours) of exposure to a 5 µM BPA 
solution of synthetic stormwater, the manganese oxide-coated sand failed (i.e., C/C0 exceeded 
0.80) (Figure 3.1). Relative to the birnessite-coated sand with a similar Mn coating density tested 
by Grebel et al., (2016) which failed after approximately 250 pore volumes under identical 
conditions, this material exhibited exceptional performance. In addition, this manganese oxide-
coated sand was produced at ambient temperatures, facilitating easier large-scale production than 
syntheses requiring high reaction temperatures (McKenzie, 1971, 1970). Relatively few previous 
studies have demonstrated differences in the rate of oxidation of organic compounds by different 
manganese oxide minerals under well-controlled conditions. 

 

 
Figure 3.1 Concentration of bisphenol A leaving columns packed with 20 g of manganese oxide-coated sand. 
Longevity tests were conducted at a 0.4 mL/min flow rate with simulated stormwater containing 5 µM 
bisphenol A. Geomedia was regenerated in situ at pH 6 with [HOCl] = 0.31 mM for 50 hours. Error bars from 
quadruple (virgin media) and triplicate (regenerated media) column samples are smaller than symbols in some 
cases. 
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An average of 10.6 ± 0.5 of the 13.9 µmoles of influent bisphenol A (76%) were oxidized 
during the first 580 pore volumes of experimentation. An average of 16.1 ± 1.4 of the 31.4 
µmoles of bisphenol A that entered the column during the entire 1300 pore volume experiment 
were oxidized. The reduction of manganese oxide implies that each transformed molecule of 
bisphenol A transferred an average of 21 electrons to manganese oxides in the column (see 
calculations; Section 3.3.2), which is consistent with previous reports that the initial products of 
bisphenol A oxidation also react with manganese oxides (Im et al., 2015). 

The mass of Mn eluted from the columns due to reductive dissolution corresponded with 
the observed trends in bisphenol A oxidation. During the initial 40 minutes (3 pore volumes) of 
operation, Mn levels in the column effluent were above 80 µM (inset in Figure 3.2), virtually all 
of which was dissolved. These data suggest there was an initial period of rapid Mn reduction to 
Mn2+, possibly due to a small proportion of highly reactive groups on the manganese oxide 
surface. From 3 to 580 pore volumes, the geomedia removed more than half of influent 
bisphenol A yet effluent Mn concentrations remained below 0.5 µM (Figure 3.2). This result was 
consistent with the reduction of Mn(IV) to Mn(III), which would not produce high levels of 
soluble Mn. Between 580 and 975 pore volumes, effluent Mn concentrations increased, possibly 
due to the reduction of Mn(III) that was generated in the earlier stages of operation. After 975 
pore volumes, effluent manganese decreased as the geomedia became less reactive. 
Approximately 6.4 mg of a total of 40.2 mg Mn (16%) was lost throughout the column operation 
period. 

 

 

Figure 3.2 Total Mn leaving columns packed with 20 g of manganese oxide-coated sand. Inset shows the 
initial period of Mn release. Dissolved Mn concentrations were within 6% of total Mn for all time points. Error 
bars from quadruple column samples are smaller than symbols in some cases. 

 



38 
 

The release of Mn from geomedia is a water quality concern for aesthetic reasons (Sain 
and Dietrich, 2015). Although effluent Mn concentrations exceeded the US EPA secondary 
standard for maximum total dissolved Mn of 0.91 µM (US Environmental Protection Agency, 
2004) near the start of the experiment, Mn release from this geomedia is not a major concern due 
to the relatively high concentration of the reactive compound giving rise to Mn(II) release (i.e., 
bisphenol A) and the likelihood of Mn(II) dilution, adsorption and re-oxidation as the water 
infiltrates the aquifer. 

3.3.2 Electron equivalents transferred to manganese oxide 

The reductive dissolution of the manganese oxide and decrease in average Mn oxidation 
state observed by iodometric titration indicates that 337 µequivalents of electrons were 
transferred to the manganese oxide. This result implies that each transformed molecule of 
bisphenol A transferred an average of 21 electrons to manganese oxides in the column. 

The electron equivalents transferred from reductive dissolution can be calculated by: 

(2.01 − 1.69	 D�	}~
�	�F<DFEXB

) ∗ 20g	geomedia ∗ 

6	D<;	}~
�h.�	�	}~

∗ (3.94 − 2.0) F��XHB;F~C:
D<;	}~

= 226 µequivalents (Eq. 3.1) 

 

The electron equivalents transferred from reduction of geomedia-associated Mn can be 
calculated by: 

(1.69	 D�	}~
�	�F<DFEXB

) ∗ 20g	geomedia ∗ 6	D<;	}~
�h.�	�	}~

∗ 

(3.94 − 3.76) F��XHB;F~C:
D<;	}~

 = 111 µequivalents  (Eq. 3.2) 

This yields a total electron transfer of: 

226 + 111 = 337 µequivalents of electrons    (Eq. 3.3) 

 

  The equivalents of electrons transferred per mole oxidized bisphenol A are calculated by: 

��i	�F��XHB;F~C:	F�

6�.6	�D<;F:	s{|	<�XEXUFE
 = 20.9 electrons/mole oxidized BPA   (Eq. 3.4) 

 

3.3.3 Geomedia Performance: Regeneration 

The concentration of HOCl leaving the column during the regeneration process (Figure 
3.3) increased from below 4 µM to over 0.21 mM after the theoretical chlorine demand was met 
(i.e., 1380 pore volumes into the experiment), suggesting the HOCl quickly oxidized the reduced 
Mn. During the initial 1.67 hours (8 pore volumes) of regeneration up to 140 µM of dissolved 
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Mn were detected in the water exiting the column. After this initial wash-out period, the effluent 
Mn concentration markedly decreased. However, during the 2-hour rinse with Milli-Q water 
following regeneration, the Mn in the effluent increased to over 21 µM, most of which was in the 
particulate phase. 

 

 
Figure 3.3 HOCl (top) and Mn (bottom) in effluent from column regeneration. 50-hour regeneration with 
[HOCl] = 0.31 mM (5 times stoichiometric dose). HOCl concentrations below the 4 µM limit of detection are 
reported as 0. Mn in effluent during initial phase of regeneration is presented in the inset. Regeneration 
experiments began 1326 pore volumes into column experiments. 

 

Effluent manganese concentrations likely remained low for most of the regeneration 
period due to the oxidation of reduced Mn(II) and Mn(III) to Mn(IV)-oxides by HOCl. The large 
release of manganese observed at the beginning of the regeneration period and during the rinse 
with Milli-Q water imply that manganese can be released following changes in influent 
composition between stormwater and oxidant solution. In particular, manganese oxide solids 
may slough off of the geomedia immediately following regeneration. 

After regeneration, the manganese oxide-coated sand performed in a manner similar to 
that observed in the virgin geomedia (Figure 3.1). The regenerated geomedia initially removed 
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all influent bisphenol A before failing after 1270 pore volumes (253 hours). The regenerated 
geomedia sustained high reactivity with bisphenol A considerably longer than the virgin 
geomedia. Practically, these results suggest that regenerating manganese oxide-coated sand with 
HOCl could at least double its usable lifetime before failure due to the mechanism observed in 
this study. 

 

3.3.4 Geomedia Characterization 

The virgin manganese oxide-coated sand had a manganese coating density of 2.01 ± 0.25 
mg Mn/g geomedia and an average Mn oxidation state of +3.94 ± 0.07 (Figure 3.4) as measured 
by iodometric titration. Likely due to initially rapid reduction of Mn, the coating density and 
oxidation state of manganese on the geomedia decreased over the first 500 pore volumes: the Mn 
coating density dropped to 1.53 ± 0.18 mg Mn/g geomedia, while the average Mn oxidation state 
decreased to +3.77 ± 0.04. The manganese coating density and the average oxidation state did 
not significantly change after these initial decreases. After approximately 1300 pore volumes, the 
failed manganese oxide-coated sand had a coating density of 1.69 ± 0.26 mg Mn/g geomedia and 
an average oxidation state of +3.76 ± 0.05. 

 

 
Figure 3.4 Evolution of Mn coating density of geomedia (top) and average Mn oxidation state (bottom) of 
geomedia in columns during longevity test (0-1326 pore volumes) and in situ regeneration (1326-1587 pore 
volumes) with HOCl. Virgin, failed and regenerated geomedia are indicated below the x-axis. 
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After regeneration at 5 times stoichiometric demand for 50 hours, the Mn coating density 
was 1.47 ± 0.20 mg Mn/g sand. Thus, over one test-regeneration cycle, 27% of the manganese in 
the geomedia was lost. Once stoichiometric oxidant demand was met (50 pore volumes into 
column regeneration), the average Mn oxidation state increased to +3.92 ± 0.1. This value was 
not significantly changed by additional exposure to HOCl, suggesting the reduced manganese 
oxide was quickly oxidized to its final state by the HOCl and that a stoichiometric excess of 
oxidant was not necessary to restore the reactivity of the geomedia. 

The pHpzc of the coating of the geomedia remained constant, with values of 
approximately 3.3 for the virgin, failed, and regenerated geomedia. This value is typical of 
manganese oxides and suggests that the geomedia will remain negatively charged at typical 
stormwater pH values irrespective of its degree of passivation or whether or not it has been 
regenerated (McKenzie, 1981). 

The geomedia was also characterized at different locations within the column, with each 
quartile (from most upstream to most downstream) analyzed separately after approximately 500 
and 1300 pore volumes of longevity testing (Figure 3.5). After failure, the geomedia in the most 
upstream quartile had a coating density of 1.55 ± 0.03 mg Mn/g sand, whereas the most 
downstream quartile of the column had a coating density of 1.95 ± 0.24 mg Mn/g sand. The 
reductive dissolution of Mn(IV/III) to Mn(II) was demonstrated by a decrease in Mn coating 
density in the upstream portions of the column, and by the higher average oxidation state of the 
coating in the upstream portions of the column relative to the downstream portions. 
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Figure 3.5 Changes in manganese coating on sand during longevity testing showing change in Mn coating 
density (top) and average Mn oxidation state (bottom) by quartile of column. Error bars represent the standard 
error in triplicate samples from the same quartile of the sacrificial column. 

 

Scanning electron microscopy images indicated no significant change in manganese 
oxide-coated sand morphology during the failure-regeneration cycle (Figure 3.6). Energy 
dispersive X-ray spectroscopy element mapping also showed similar extents of Mn coverage in 
all samples (Table 3.1). 
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Figure 3.6 Backscatter diffraction scanning electron microscope image (left) and energy dispersive X-ray 
spectroscopy element maps (center, right) of representative virgin (top), failed (middle), and regenerated 
(bottom) manganese oxide-coated sand. All images app approximately 380X magnified. In the SEM images, 
Mn-oxide appears bright. In the element maps, Mn appears yellow and Si appears blue. 

 

Table 3.1 Surface coverage of Mn on manganese oxide-coated sand as determined by EDS analysis of 
individual grains at approximately 1000x magnification. 

Media Surface Atomic Percentage Mn 
Virgin 6.43 ± 4.85 
Failed 3.26 ± 0.79 

Regenerated 3.78 ± 0.99 
 

 

 

 SEM: Backscatter Diffraction EDS: Mn Map EDS: Si Map 
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The first derivative of the XANES spectrum of the failed geomedia (Figure 3.7) showed a 
subtle, but systematic increase and decrease in amplitudes of the lower and higher energy 
shoulders in the main feature near 6547 and 6559 eV, respectively, relative to the virgin and 
regenerated samples. Based on the linear combination fits, the change in Mn(IV) content 
(ΔMn(IV)) from the virgin to the failed sample was -8.3 ± 2.2%, which was accompanied by a 
positive ΔMn(III) of +3.5 ± 2.5% (Table 3.2; full linear combination fit results Table 3.3). The 
ΔMn(II) between the virgin to failed geomedia was negligible (on average, the total solid phase 
Mn(II) for the virgin and failed geomedia was < 1%, Table 3.4). These results indicate a decrease 
in average Mn oxidation state in the failed material that was similar to that observed in the 
chemical titrations. The effectiveness of the HOCl regenerant in converting Mn(III) back to 
Mn(IV) was confirmed by the linear combination fits of the regenerated geomedia, which 
showed a composition nearly identical to that of the virgin geomedia, with ΔMn(IV) from the 
failed to regenerated geomedia of +7.0 ± 1.4% and ΔMn(III) of –2.6 ± 1.9%. Similar to the 
virgin material, the average Mn(II) content (and ΔMn(II)) for the regenerated geomedia 
determined by linear combination fits was < 1%, suggesting that the redox changes in the solid 
phase due to regeneration were dominantly due to cycling between Mn(III) and Mn(IV). The 
increase in Mn(III) abundance is consistent with the reduction of Mn(IV) to Mn(III) suggested 
by the low concentrations of soluble Mn observed in the column effluent between 20 and 580 
pore volumes of column operation. 
 

 
Figure 3.7 X-ray absorption near edge structure (XANES) spectra (A) and first derivative spectra (B and C) 
for the manganese oxide-coated sands and reference materials. The circles in B and C highlight regions that 
indicate changes in the average manganese oxidation state. The circle at the lower energy shoulder in the main 
feature shows a subtle increase in the amplitude of the failed sample, whereas the circle at the higher energy 
shoulder emphasizes a decrease in the intensity of the failed sample relative to the virgin and regen samples. 
These trends indicate a lower average manganese oxidation state in the failed sample compared to the virgin 
and regenerated samples. 
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Table 3.2 Changes in Mn(II), Mn(III), and Mn(IV) content derived by linear combination fits. 

Samples ΔMn(II) ΔMn(III) ΔMn(IV) 
Virgin to Failed Geomedia -0.1 ± 0.1% +3.5 ± 2.5% -8.3 ± 2.2% 

Failed to Regenerated Geomedia -0.7 ± 0.8% -2.6 ± 1.9% +7.0 ± 1.4% 
 

Table 3.3 Summary of XANES linear combination fit results. 

References* Sample % Mn(II) % Mn(III) %Mn(IV) R-Factor 

Mn2+, α-Mn2O3, δ-MnO2 Virgin 0 6 89 0.011 

 Failed 0 10 80 0.0008 
 Regen 0 6 88 0.0014 

Mn2+, α-Mn2O3, MnO2 Virgin 1 14 78 0.0002 
 Failed 1 19 69 0.0002 

 Regen 0 15 77 0.0003 

Mn2+, γ-MnOOH, δ-MnO2 Virgin 0 0 95 0.0009 
 Failed 0 0 90 0.0007 
 Regen 0 0 95 0.0003 

Mn2+, γ-MnOOH, MnO2 Virgin 2 16 75 0.0002 
 Failed 2 22 65 0.0003 
 Regen 0 19 72 0.0013 

*Combinations of the following references were used: aqueous Mn(II) (Mn2+), manganite (γ-
MnOOH), bixbyite (α-Mn2O3), ramsdellite (MnO2) and δ-MnO2. 

 

Table 3.4 Ion-exchangeable Mn on the virgin, failed and regenerated geomedia. 

Media µmol Mn2+/g Mn-oxide Percentage of total Mn 
Virgin 25.8 ± 5.0 0.22 ± 0.05% 
Failed 181 ± 25 1.55 ± 0.16% 

Regenerated 27.2 ± 6.0 0.24 ± 0.08% 
 

 
XRD patterns of the virgin and regenerated geomedia coatings were similar, showing 

only broad peaks with low intensity at 12º, 28.8º and 37.5º 2θ, which is indicative of 
nanocrystalline cryptomelane. The coating of the failed geomedia exhibited intense peaks at 2θ = 
28.8º (d = 3.12 Å) and 37.5º (d = 2.40 Å) that were considerably narrower than those observed in 
the virgin geomedia. In addition, the failed material exhibited small, well-defined peaks (e.g., at 
2θ near 42º and 48º) that were not apparent in the virgin geomedia. These differences in the XRD 
patterns of the failed geomedia relative to the virgin and regenerated material are consistent with 
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an increase in the crystallinity of the manganese oxide after it reacts with bisphenol A. The peak 
positions in the XRD patterns were consistent with monoclinic manganese oxide in the C 1 2/m 
1(12) space group (i.e., cryptomelane) (Figure 3.8) (Post et al., 1982). 

 

 

Figure 3.8 X-ray diffraction patterns for coating of virgin (top), failed (middle) and regenerated (bottom) 
manganese oxide-coated sand. The powder XRD pattern of cryptomelane (adapted from Post et al., 1982) is 
shown for comparison. 

 

The Mn K-edge EXAFS spectra (Figure 3.9) of all geomedia exhibited the staircase 
pattern from 4 to 6 Å-1 characteristic of Mn(IV)-oxides. Additional features in the EXAFS 
spectra suggested a local coordination environment similar to cryptomelane (Kim et al., 2011), 
particularly the humpbacked asymmetry of the oscillation at 6.8 Å-1 (arrow in Figure 3.9), which 
is indicative of tunnel-structured MnO6 octahedra (Manceau and Combes, 1988). The more 
pronounced shoulder of this feature in the failed geomedia suggests greater development of this 
structure (Manceau and Combes, 1988). Subtle differences in the EXAFS spectra between the 
virgin, failed and regenerated geomedia were evident in the region from 7-8.5 Å-1 (* symbol in 
Figure 3.9). This region in the EXAFS spectrum of the failed geomedia exhibited a clearer 
double beat from 7-8.5 Å-1, which is another characteristic feature of tunnel-type Mn(IV) oxides, 
such as cryptomelane, todorokite, and psilomelane (Manceau et al., 2007a). The Fourier-
transformed EXAFS spectra of all samples showed first- and second-shell peaks characteristic of 
the edge-sharing MnO6 octahedra expected for Mn(IV) oxides (Figure 3.9). However, an 
additional peak at larger radial distance, R, also appeared in all samples, which is characteristic 
of the corner-sharing MnO6 octahedra that make up the tunnel structure of cryptomelane 
(Manceau and Combes, 1988; van Genuchten and Peña, 2017). Key differences between the 
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virgin, failed and regenerated geomedia appeared in the relative peak amplitudes of the Fourier 
transformed EXAFS spectra. The amplitude of the edge-sharing Mn-Mn peak relative to the Mn-
O peak was largest in the failed geomedia, suggesting a more ordered Mn coordination 
environment in this sample. This result further suggests that the failed material was the most 
crystalline sample. This manganese oxide-coated sand, which was prepared using a modified 
cryptomelane synthesis method, may have demonstrated a longer reactive lifetime than 
birnessite-coated sands due to differences in reactivity between mineral forms of the manganese 
oxide, or a higher average Mn oxidation state (Grebel et al., 2016). Birnessite has a layered 
structure and is frequently employed in experiments with organic compounds (Lin et al., 2009; 
Zhang and Huang, 2003). In the cryptomelane structure, edge-sharing MnO6 octahedra exhibit a 
tunnel-like, rather than sheet-like motif (Robinson et al., 2013). The difference in the 
arrangement of edge-sharing MnO6 octahedra between these mineral polymorphs, exposing 
different crystal faces to solution, may help to explain the observed difference in their reactivity 
(Remucal and Ginder-Vogel, 2014). 

 

 
Figure 3.9 Mn K-edge EXAFS spectra (A) and Fourier transformed EXAFS spectra (B) of the virgin, failed 
and regenerated (regen) manganese oxide-coated sand and standards of aqueous Mn(II), α-Mn2O3 and δ-MnO2. 

 

3.3.5 Geomedia Passivation Mechanism 

Results from the geomedia characterization provided evidence for the passivation 
mechanism during bisphenol A oxidation wherein Mn(II) is initially released, followed by an 
increase in surface-associated Mn(III) and mineral crystallinity. The XRD and EXAFS spectra 
indicated that both the virgin and failed geomedia had nanocrystalline, cryptomelane-like 
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coordination environments, while the failed geomedia coating was more crystalline. 
Additionally, chemical and XANES-derived oxidation state measurements demonstrate that 
Mn(III) was more abundant in the failed geomedia. However, very little Mn(II) was observed in 
any of the manganese oxide-coated sand. 

In certain coordination environments, particularly at edge sites, Mn(III/IV) groups can be 
highly reactive (Liu et al., 2009b; Manceau et al., 1997; Nico and Zasoski, 2001; Simanova and 
Peña, 2015). The initial removal of greater than 98% of bisphenol A in the columns (i.e., before 
150 pore volumes), coupled with the release of considerable amounts of Mn(II) may have been 
due to the reduction of these highly reactive sites. 

The relatively fast geomedia passivation between 150 and 580 pore volumes was 
consistent with the reduction of Mn(IV) to less-reactive structural Mn(III) sites (Liu et al., 
2009a). The increased crystallinity and simultaneous decrease in oxidation state are significant 
because less crystalline manganese oxides typically have higher concentrations of reactive sites 
and are more reactive than their crystalline counterparts (Hou et al., 2014; van Genuchten and 
Peña, 2017; Villalobos et al., 2014). This crystallization may be particularly important to 
cryptomelane. A mineral consisting of a network of tunnels may have a lower surface area 
accessible to dissolved organic species in the bulk solution upon crystallization, causing a more 
pronounced decrease in reactivity with crystal growth than might occur with phyllomanganates, 
if the organic molecule is too large to access tunnel sites. From 580 to 975 pore volumes, the 
sustained removal of 30-40% of influent bisphenol A demonstrates that the Mn(III)-rich 
cryptomelane retained some reactivity. The reductive dissolution of the Mn(III) was consistent 
with the increase of Mn(II) in the column effluent at later stages of the experiment and the 
negligible change in average Mn oxidation state as bisphenol A was oxidized and reduced Mn 
was released from the surface. 

Mn2+ produced by the reaction can passivate manganese oxide-coated sand by blocking 
reactive sites (Gao et al., 2011; Klausen et al., 1997). However, given the small amount of 
Mn(II) detected in the geomedia, we conclude that Mn2+ contributed little to the observed 
passivation. 

Several researchers have reported that manganese oxides adsorb bisphenol A as a 
precursor to oxidation, and that reversible sorption is unimportant compared to oxidation 
(Balgooyen et al., 2017; Grebel et al., 2016; Im et al., 2015). After passing Milli-Q water through 
the failed columns for 10 pore volumes, the concentration of bisphenol A coming out of the 
columns was 0.9 µM, which was approximately equal to the concentration observed in control 
columns filled with acid-washed sand under identical conditions. The small mass of bisphenol A 
(9.9 µg, 0.14% of the total influent) released during the rinse step was likely associated with the 
short sections of polyethylene fittings and Tygon tubing in the columns and peristaltic pumps. 
The major transformation products of bisphenol A, including 4-hydroxycumyl alcohol, do not 
reversibly sorb to manganese oxides in appreciable amounts under the conditions employed in 
these experiments (Im and Löffler, 2016; Lin et al., 2009). Therefore, it is unlikely that adsorbed 
bisphenol A or its transformation products contributed significantly to the passivation of the 
geomedia. 

Microbial activity may have influenced the trend of geomedia performance. Although 
columns and tubing were rinsed with 1% HCl before testing, the possibility of inducing phase 
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change or chemical transformation reactions made chemical or thermal sterilization of 
manganese oxide-coated sand or bisphenol A stocks infeasible. Bisphenol A may have been 
biotransformed or absorbed by biofilms after several weeks of longevity testing, resulting in 
higher apparent reactivity and slower passivation of the geomedia (Kang and Kondo, 2002). 
Because of the high value of C/C0 in the failed columns (>0.8), the maximum impact of 
microbial activity is necessarily limited to a small portion of bisphenol A removal. Further, the 
trend observed in C/C0 supports breakthrough from an abiotic removal mechanism. 

 

3.3.6 Regeneration Mechanism 

The virgin and regenerated geomedia had comparable reactivity and longevity, and 
similar XRD and XAS spectra that suggest that both geomedia types were coated with poorly-
ordered cryptomelane phases. This finding implies that the local coordination environment of the 
manganese oxide was largely preserved after regeneration (i.e., cryptomelane remained the 
dominant phase), but the disorder increased as the average Mn oxidation state rose.  

Treatment with HOCl can oxidize surface-associated Mn(III), including those in crystal 
lattice orientations that may have played a role in decreasing surface reactivity (Elzinga, 2016). 
The rapid re-oxidation of the passivated manganese and the efficient scavenging of HOCl 
suggest that the oxidation of Mn(III) occurred quickly during regeneration. It may be possible 
that the oxidation of Mn(III) to Mn(IV) resulted in the loss of Jahn-Teller distortion, producing 
strain in the mineral, resulting in some bonds breaking and smaller crystal size. This process may 
have generated a mineral phase that, in addition to being more oxidized, was less ordered and 
more reactive with organic compounds. Unfortunately, the oxidation of Mn(III)-rich oxides has 
not been studied as extensively as Mn2+ oxidation (Nico and Zasoski, 2000; van Genuchten and 
Peña, 2017; Webb et al., 2005). Determination of the mechanisms of surface-associated Mn(III) 
oxidation could provide more insight into the nature of the manganese oxide generated in the 
reaction and the local structure of reactive sites. 

 

3.4 Estimation of lifetime of manganese oxide-coated sand in simulated stormwater 

Given its superior performance and relative ease of production, the manganese oxide-
coated sand used in this study shows considerable promise for field applications. For example, a 
typical-sized stormwater infiltration system that treats 2 × 106 L of stormwater per year may 
cover 50 m2 of ground surface with a 0.5 m-deep layer of manganese oxide-coated sand (Hatt et 
al., 2009). Assuming stormwater containing 50 µg/L of natural and anthropogenic oxidizable 
organic compounds, such a system could be expected to operate for decades before loss of 
reactivity occurs due to the mechanism observed in this study. Without regeneration, the system 
could operate approximately 45 years before a 20% loss of reactivity, 80 years before a 50% loss 
of reactivity, and 175 years before an 80% loss of reactivity (see calculations; below). Although 
approximately 25% of the Mn coating density of the geomedia was lost during one cycle of 
treatment and regeneration, the observation that manganese oxide reactivity did not change over 
the two treatment-regeneration cycles tested and the rates of Mn coating loss suggest that this 
geomedia would be effective for multiple treatment-regeneration cycles under field conditions. If 
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the Mn coating density decreases substantially after several treatment-regeneration cycles, more 
frequent geomedia regeneration may be required. It is possible that other processes, including 
clogging by suspended solids and microbial growth, could cause more rapid failure in field 
applications of this technology than were observed in this laboratory study (Alidina et al., 
2014b). Researchers studying field-scale systems have employed settling prior to infiltration and 
bioturbation by plant roots as effective counter-measures to clogging (Grebel et al., 2013; Le 
Coustumer et al., 2012). The successful application of biogenic manganese oxides as a polishing 
step for municipal wastewater effluent suggests that while biological activity can slow reactions, 
it will not necessarily adversely affect the reactivity of manganese oxides (Forrez et al., 2010). 

The lifetime of a typical stormwater treatment system employing manganese oxide-
coated sand as a reactive geomedia for organic contaminants could be determined by: 

lifetime	[years] = <�XEBCXHF	;<BEX~�	VBTBVXCI	[D<;F:]

<�XEXUB�;F	<G�B~XV	;<BE	������
�  ¡

            (Eq. 3.5) 

Where oxidative loading capacity can be determined by: 

oxidative	loading	cap. [moles] = bed	mass[g] ∗ reactive	capacity	 �D<;F:
�
¡    (Eq.3.6) 

• Assuming an infiltration bed 50 m2 in area containing a 0.5 m-depth zone of manganese 
oxide-coated sand with a bulk density of 870 kg/m3 yields a bed mass of 22 × 106 g 
manganese oxide-coated sand. 

• The reactive capacity of the geomedia is defined as moles of oxidizable organic 
compounds to which the geomedia is exposed before a threshold for breakthrough (e.g. 
C/C0=0.8) is observed. The reactive capacity was estimated from results of column 
breakthrough experiments. 

• Per Eq. 3.6, multiplying bed mass by the reactive capacities measured in this study of: 
o 0.42 µmoles/g manganese oxide-coated sand (before C/C0=0.2), yields 9.17 moles 

oxidative loading capacity. 
o 0.73 µmoles/g manganese oxide-coated sand (before C/C0=0.5), yields 16.2 moles 

oxidative loading capacity. 
o 1.57 µmoles/g manganese oxide-coated sand (before C/C0=0.8), yields 34.6 moles 

oxidative loading capacity. 

Oxidizable organic load can be determined by: 

𝑜𝑥. 𝑜𝑟𝑔. 𝑙𝑜𝑎𝑑	 �kOobN
n

¡ = 𝑠𝑡𝑜𝑟𝑚𝑤𝑎𝑡𝑒𝑟	𝑙𝑜𝑎𝑑	 � l
n
¡ ∗ 𝑜𝑥𝑖𝑑𝑖𝑧𝑎𝑏𝑙𝑒	𝑜𝑟𝑔. 𝑐𝑜𝑛𝑐. [𝑀] (Eq. 3.7) 

• Assuming stormwater catchment of 4000 m2 receiving 0.5 m of rainfall/yr and a runoff 
coefficient of 1 yields 2 × 106 L stormwater/yr (Hatt et al., 2009).  

• Assuming 50 µg/L oxidizable organic compounds (natural and anthropogenic) with 
average atomic mass of 500 g/mol and equal reactivity to BPA with manganese oxide 
yields. 0.1 µM oxidizable organic moieties. 
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• Multiplying stormwater load and oxidizable organics concentration per Eq. 3.7 yields a 
load of 0.2 moles oxidizable organic moieties/yr. 

Dividing oxidative loading capacity by oxidizable organic load per Eq. 3.5 yields an 
estimated lifetime of: 

• �.6i	kOobN
..4	kOobN/n

 = 45.9 years before C/C0=0.2. 

• 6�.4	kOobN
..4	kOobN/n

 = 81.2 years before C/C0=0.5. 

• �h.�	kOobN
..4	kOobN/n

 = 173 years before C/C0=0.8. 

 

3.5 Environmental Implications 

Manganese oxide geomedia are only capable of oxidizing certain organic stormwater 
contaminants (Grebel et al., 2016). Therefore, other geomedia, such as biochar, would be needed 
if runoff contained contaminants that do not react with the manganese oxide (Ulrich et al., 2017). 
Prior research suggests that oxidation of the bisphenol A by manganese oxide-coated sand 
produces 4-hydoxycumyl alcohol (Grebel et al., 2016), which is more estrogenic than its parent 
compound (Nakamura et al., 2011). 4-hydroxycumyl alcohol is susceptible to further 
biotransformation under oxic environments such as those encountered in stormwater infiltration 
systems (Im et al., 2015). Oxidation by manganese oxides does not always result in the 
mineralization-and therefore complete detoxification-of contaminants. However, the products of 
partial oxidation are frequently more susceptible to biotransformation or removal upon 
encountering other geomedia (e.g., biochar) that could be deployed alongside manganese oxide-
coated sand (Grebel et al., 2013; Im and Löffler, 2016). Organic compounds with electron-
withdrawing moieties are slow to react with manganese oxide-coated sand (Grebel et al., 2016). 
Nonetheless, the oxidation of organic contaminants by manganese oxides frequently diminishes 
the endocrine disrupting potential of the product water (Forrez et al., 2009; Li et al., 2008). 

The introduction of hypochlorite to the subsurface during the regeneration process could 
result in the production of chlorine disinfection byproducts (Chowdhury et al., 2009). Because 
the reduced Mn reacted with HOCl very efficiently, proper dosing during regeneration would 
limit the formation of disinfection byproducts. Furthermore, if the chlorine solution used for 
regeneration consists of potable water, many of the disinfection byproduct precursors would 
likely have been removed (US Environmental Protection Agency, 2010). To minimize the 
potential for introducing these disinfection byproducts into the groundwater during regeneration, 
stormwater infiltration systems could be hydraulically isolated, allowing for the effluent from the 
regeneration process to be collected and disposed of rather than undergoing infiltration (Edwards 
et al., 2016). Regeneration of a 50 m2 treatment system would require approximately 228 m3 of a 
25 mg HOCl-Cl2/L solution (see calculations; below). This corresponds to approximately 200 L 
of a 3% solution of NaOCl (i.e., household bleach) which could be handled by a field crew 
without the need for extraordinary precautions. 
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The mass of HOCl required for regeneration is: 

22 × 10�g	geomedia ∗
1.69 × 10´�g	Mn
g	geomedia ∗

1	mol	Mn
54.9	g	Mn ∗

0.24	e´equiv
1	mol	Mn ∗ 

 
6	D<;	¹�t;
4	F�F��XH

∗ i..�	�	¹�t;´t;º
6	D<;	¹�t;

  = 5750 g HOCl-Cl2  (Eq. 3.8) 
 

This mass corresponds to a volume of 3% NaOCl solution calculated by: 
5.75	kg	NaOCl	 ÷ 3%	NaOCl	 =FX�¿C

H<;�DF
= 191 L   (Eq. 3.9) 

 

This study provides insights into how subtle changes in manganese oxide oxidation state 
and mineralogy can have large implications for reactivity. Although the cryptomelane coating in 
this study has a slightly higher average manganese oxidation state than is usually found in 
naturally occurring cryptomelane (Manceau et al., 2007b), these results suggest that 
cryptomelane may be an important manganese oxide species given its relevance in both natural 
and engineered environments (Post, 1999). Cryptomelane is less frequently studied than 
birnessite, and may differ in reactivity and weathering due to its distinct structure (Kim et al., 
2011). This study begins to elucidate mineralogy-reactivity relationships and how manganese 
oxide structure transforms during redox reactions. 

Although this study focused on stormwater infiltration applications, this geomedia may 
have other applications, including managed aquifer recharge with municipal wastewater effluent 
and agricultural runoff (Alidina et al., 2014a; Dillon et al., 2009). Manganese oxides may also 
have applications in advanced wastewater treatment (Forrez et al., 2010, 2009; Rudder et al., 
2004). Manganese and iron oxide-coated sand are already frequently used to remove dissolved 
metals during drinking water treatment (Goren et al., 2012; Knocke et al., 1991a; McKenzie, 
1980). The methods described here may lead to geomedia with a longer lifetime that is less 
expensive to utilize and regenerate. 
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CHAPTER 4. The Use of Manganese Oxide-Coated Sand for the 
Adsorption of Metal Contaminants in Stormwater 
 

To be submitted to Environmental Science: Water Research and Technology. Included here with 
permission from Duan, Y.; Sedlak, D. L. 
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4.1 Introduction 

Managed aquifer recharge enables water-stressed cities to augment their local water 
supplies (Dillon et al., 2009; Drewes, 2009). Increasingly, stormwater is being used for aquifer 
recharge (Edwards et al., 2016; Page et al., 2014). Although it is a plentiful and under-exploited 
resource, urban stormwater is often contaminated with chemical contaminants (Andres et al., 
2018; Regnery et al., 2013). In areas with substantial amounts of industrial activity, certain 
metals (e.g., Cd, Pb) can pose potential threats to human health and other metals (e.g., Cu, Zn) 
can pose threats to aquatic ecosystems (Los Angeles County Flood Control District and City of 
Los Angeles Department of Public Works Bureau of Sanitation, 2006; Pitt et al., 2015). These 
metals frequently originate from automobiles, construction materials and atmospheric deposition 
(Davis et al., 2001; Liu et al., 2005; Pagotto et al., 2001). In many cases their concentrations in 
urban stormwater exceed surface water and drinking water regulations (Table 1.2). As 
centralized managed aquifer recharge systems become more important to efforts to replenish 
drinking water supplies, and as regulations for stormwater discharge become more stringent, it 
will be necessary to treat metals in urban runoff (Page et al., 2010; Regnery et al., 2013).  

During managed aquifer recharge, water is typically infiltrated through sand, gravel and 
natural soils, provided that they are sufficiently permeable (Daigger, 2009; Hatt et al., 2008). To 
improve water quality during the infiltration process, various materials, referred to as engineered 
geomedia, can be added to—or used instead of—the native soil. Manganese oxide-coated sand is 
an example of an engineered geomedia that oxidizes organic contaminants in stormwater 
(Chapter 3). Manganese oxide-coated sand has a higher hydraulic conductivity and lower 
propensity for transport away from treatment systems than pure manganese oxide minerals (Liu 
et al., 2005). Because manganese oxides regularly occur as coatings and nodules on sediments, 
manganese oxide-coated sands may also be accurate representations of the behavior of 
manganese oxides in natural systems (Dong et al., 2003; Tani et al., 2003). Manganese oxides 
exhibit high affinities for metal cations, therefore, this geomedia may also be useful in the 
treatment of toxic metals during stormwater recharge (Adams et al., 2009; Murray, 1975; 
O’Reilly and Hochella, 2003; Wan et al., 2015). 

Manganese oxides can remove metals from water through several mechanisms. 
Electrostatic interactions are important to metal adsorption in some situations because structural 
vacancies and isomorphic substitution give manganese oxides pHpzc values ranging from 1.5 to 
6.0, and therefore a negative charge at environmentally relevant pH values (McKenzie, 1981; 
Stone and Morgan, 1984). In addition to electrostatic attraction, metal cations adsorb to 
manganese oxides via surface complexation (Boonfueng et al., 2009; Peña et al., 2010; 
Villalobos et al., 2005). Soft metals (e.g., Pb) tend to form strong surface complexes with the 
manganese oxide (McKenzie, 1980; Misono et al., 1967; Wan et al., 2015). The high adsorption 
capacity of Pb on manganese oxides may be due to its penetration into the interlayer and tunnels 
of manganese oxides and the complexation of Pb in both double-corner-sharing and triple-
corner-sharing complexes (O’Reilly and Hochella, 2003; Villalobos et al., 2005). Other metals, 
such as Zn, can also form triple-corner-sharing complexes over Mn vacancies, though the 
interactions of other metals with the surface are weaker than those observed in Pb adsorption 
(Boonfueng et al., 2009; Li et al., 2004; Peña et al., 2010). 

The conditions encountered in stormwater may influence the affinity of metals for 
manganese oxides. Solution pH and dissolved constituents, such as NOM, affect the speciation 
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of metals in stormwater, and other cations (e.g., Ca2+) inhibit the adsorption of metals by 
competing for surface sites (Bradl, 2004; Lion et al., 1982; Tessier et al., 1996). For this reason, 
it is important to evaluate the treatment capacity of manganese oxide-coated geomedia in a 
matrix which contains the solutes that are typically found in stormwater. 

The treatment capacity of the manganese oxide-coated sand may diminish as adsorption 
sites saturate (Adams et al., 2009; Wan et al., 2015). After the adsorptive capacity of the 
geomedia is exhausted, it may be possible to recover metal contaminants and restore the 
adsorptive capacity of the geomedia with a chemical treatment that removes metals from the 
geomedia without simultaneously stripping away the adsorbing sites. Periodic recovery of 
adsorbed metals would also limit the potential for release of metal contaminants if changing 
water chemistry favors desorption, which could occur during intermittent flow conditions 
(Drewes, 2009; Grebel et al., 2013; Ulrich et al., 2017) or through fluctuations in pH or ionic 
strength (e.g., from stormwater contaminated with deicing salts) (Amrhein et al., 1992; US 
Environmental Protection Agency, 1999). 

The affinity of manganese oxide coated sand for Cu, Zn, Cd and Pb was tested in batch 
and column experiments in simulated stormwater to evaluate the potential for using this 
geomedia to remove metals in aquifer recharge and surface water treatment basins. The abilities 
of dilute acid and metal-complexing ligands to remove adsorbed metals were evaluated in order 
to develop a practical treatment for regenerating the adsorptive capacity of the geomedia. 
 

4.2 Materials and Methods 

4.2.1 Reagents and Simulated Stormwater 

All chemicals used for simulated stormwater and in the synthesis of manganese oxide-
coated sand were used as received from Fisher Chemical without further purification. Ultrapure 
water from a Milli-Q system (R = 18.2 MΩ) was used for all dilutions and for geomedia 
synthesis. All experiments were performed at room temperature (21 ± 2 °C). 

Simulated stormwater, a mixture containing major anions and cations typically found in 
urban stormwater, was produced using the approach described in Chapter 2 (Grebel et al., 2016). 
The pH was adjusted to 5.0 ± 0.1 or 7.0 ± 0.1, with 1 N HCl and 1 N NaOH. To prevent the 
precipitation of Pb-phosphates, phosphate was not included in the simulated stormwater used in 
Pb adsorption experiments and ionic strength was maintained at 4.6 mM with NaCl. NOM was 
added to the simulated stormwater when noted. In batch tests, Suwannee River NOM (reverse 
osmosis isolation IHSS #2R101N) was added at a concentration of 8.0 mg-C/L and Sigma humic 
acid was added at 6.3 mg-C/L. In column tests, Sigma humic acid was added at 6.3 mg-C/L. 
Dissolved organic carbon was analyzed using a Shimadzu TOC-VCSH. 

Concentrated solutions of metal cations for use in experiments were made from 
dichloride salts obtained from Sigma Aldrich (> 98% purity) and stored in a pH 3 solution of 
trace metals-grade HCl. Regenerant solutions were made from trace metals-grade HCl, disodium 
ethylenediaminetetraacetic acid (EDTA) dihydrate, and crystalline anhydrous citric acid obtained 
from Fisher Chemical. Before use for experiments, all containers were washed in 2.5 N HNO3 
followed by multiple rinses with deionized water. 
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4.2.2 Manganese Oxide-Coated Sand 

Manganese oxide-coated sand was synthesized using a modification of the cryptomelane 
synthesis method described by McKenzie (1971). Briefly, in a 1 L beaker, 100 g of acid-washed 
20-30 mesh (595-841 µm) Ottawa sand obtained from Fisher Chemical was added to 250 mL of 
2 N acetic acid containing 0.5 M MnSO4. The sand was stirred vigorously as 200 mL of 0.43 M 
potassium permanganate solution was added drop-wise. The coated sand was settled overnight 
before air drying at 30 °C, after which it was sieved with 40 mesh and rinsed with Milli-Q water 
to remove loose manganese oxide and then re-dried. The sand had a coating density of 2.01 mg 
Mn/g geomedia. All geomedia was stored in amber glass bottles under N2 at room temperature 
until use, which occurred within 45 days. 

 

4.2.3 Batch Adsorption 

Batch adsorption experiments were conducted in triplicate in polystyrene bottles 
containing 50 mL of simulated stormwater at pH 5.0 and 7.0 without NOM and at pH 7.0 with 
8.0 mg-C/L Suwannee River NOM or 6.3 mg-C/L Sigma humic acid. Solutions of individual 
metal cations were added to produce initial metals concentrations ranging from 0.050 - 440 µM 
Cu, 0.20 - 460 µM Zn, 0.010 - 270 µM Cd or 0.010 - 1.0 µM Pb. Manganese oxide-coated sand 
(500 mg) was added to the containers and they were placed on a shaking table. Control batch 
experiments were conducted with uncoated, acid-washed sand to assess the loss of metals by 
mechanisms unrelated to the manganese oxide coatings. Negligible particulate manganese 
concentrations during batch experiments indicated that no geomedia coating was lost due to 
shaking. 

Total and dissolved Cu, Zn, Cd, Pb and Mn were measured in unfiltered samples and in 
samples filtered with 0.22-µm polyethersulfone syringe filters. Samples (1 mL) were collected in 
plastic centrifuge tubes and immediately acidified by the addition of a solution of 1% HCl and 
0.5% HNO3 (4 mL).  

Samples were collected before the addition of manganese oxide-coated sand and 24 hours 
after geomedia addition. Preliminary kinetic experiments indicated that equilibrium was reached 
within 24 hours. The quantity of metal adsorbed per unit mass of manganese oxide, q (mol 
Me/mg MnOx), was calculated according to the relationship: 

q = (tÀ´t�)Á
D

       (Eq. 4.1) 

where Ci is the initial metal concentration, Ce is the equilibrium metal concentration, V is the 
solution volume and m is the mass of manganese oxide. 

Metals quantification was performed with an Agilent 7700 Series Inductively Coupled 
Plasma-Mass Spectrometer (ICP-MS). Each sample had a pre-run uptake of 45 seconds at 0.35 
rotations per second (RPS) of the nebulizer pump followed by a pre-run stabilization of 30 
seconds and acquisition at a pump rate determined by tuning (approximately 0.27 RPS). After 
acquisition, the probe was rinsed for 7 seconds in the sample and 30 seconds in each of two 
separate 1% HCl and 0.5% HNO3 rinse ports at 0.35 RPS. Tuning and PA calibration were 
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carried out using Agilent standard tuning and PA solutions without further purification. Tune 
parameters are listed in Table 4.1. Samples were quantified using a 9-point calibration curve 
(R2>0.98 for each analyte). Samples were analyzed in triplicate with 50 sweeps per replicate and 
a relative standard deviation quality control threshold for analysis of <5%. Two blank 
verification samples were analyzed after every 20 experimental samples. Quality controls (5% of 
samples) were run in duplicate with a threshold for analysis of <10% variation. 

 

Table 4.1 Tuning parameters for ICP-MS Analysis. 

Parameter Value 
Plasma 

RF Power 1550 W 
RF Matching 1.80 V 
Sample Depth 8 mm 

Carrier Gas 0.56 L/min 
Option Gas 0% 

Nebulizer Pump 0.27 RPS 
S/C Temp 5 °C 
Gas Switch Dilution Gas 

Dilution Gas 0.45 L/min 
Lenses 

Extract 1 0 V 
Extract 2 -200.0 V 

Omega Bias -120 V 
Omega Lens 10.0 V 
Cell Entrance -40 V 

Cell Exit -60 V 
Deflect 0.0 V 

Plate Bias -60 V 
Cell 

He Flow 4.3 mL/min 
Oct P bias -18.0 V 
Oct P RF 180 V 

Energy Discrimination 5.0 V 
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The aqueous activities of ions were calculated from concentrations at an ionic strength of 
4.6 mM using the Davies Equation (Davies, 1938): 

aX = γXCX      (Eq. 4.2) 

log γX = −0.5ZX4 _
√Å
6Æ√Å

− 0.2Ic         (Eq. 4.3) 

where ai is the activity of the ion, γi is the activity coefficient of the ion, Ci is the concentration of 
the ion, Zi is the charge of the ion and I is the ionic strength of the solution (I = 4.6 × 10-3 M for 
simulated stormwater). 
 

4.2.4 Geomedia Longevity Tests 

To simulate infiltration systems, 16 mm inner-diameter glass columns with polyethylene 
fittings were packed with 10 g of manganese oxide-coated sand to a height of 36 mm. The 
porosity of a packed column was 0.33, the pore volume was 2.39 mL and hydraulic conditions 
were similar to those described in Chapter 2. Columns and tubing were washed prior to packing 
by flushing with 250 mL of a 1% HCl solution followed by 250 mL of Milli-Q water. Simulated 
stormwater solutions were autoclaved prior to use and columns were covered with aluminum 
foil. Columns were operated with saturated upwards flow using a peristaltic pump and Tygon 
and PTFE tubing. Simulated stormwater containing Cu, Zn, Cd or Pb was pumped through the 
columns at 0.4 mL/min, which is equivalent to an infiltration rate of 9.5 cm/h. This infiltration 
rate is typical for stormwater infiltration systems (Hatt et al., 2008). The average influent 
concentrations of dissolved metals were measured immediately upstream of the columns as 
follows: Cu0 = 2.5 ± 0.7 µM,  Zn0 = 27 ± 4 µM, Cd0 = 3.9 ± 0.5 µM and Pb0 =0.59 ± 0.08 µM. 
To obtain breakthrough from columns within the timeframe of the experiment, influent 
concentrations of metals ranged from 3 to 125 times higher than those typically observed in 
urban stormwater. Column feed solutions were stored in 2 L aluminum foil-wrapped glass 
containers that were continuously stirred with Teflon-coated magnetic stir bars. Samples were 
collected from the column effluent approximately every 240 pore volumes and a 1 mL aliquot 
was filtered with a 0.22 µm polyethersulfone syringe filter and immediately acidified with 4 mL 
of a solution of 1% HCl and 0.5% HNO3 before measurement of dissolved Cu, Zn, Cd, Pb and 
Mn by ICP-MS. Flow into the columns was stopped after values of C/C0 for the metal 
consistently exceeded 0.9, or after 2170 pore volumes. After the flow was stopped, pore water 
was drained and the geomedia was stored in columns with ends capped for no more than 24 
hours prior to analysis or use in regeneration experiments. 

 

Equilibrium speciation of metals in the column feed solutions was modelled using the 
Visual MINTEQ software (Gustafsson, 2014). The precipitation of solids was not allowed in the 
models, pH values were fixed at 7.00 and ionic strength was calculated by the model. Model 
temperature was fixed at 25 °C. The simulated stormwater was modelled with constituents as 
shown in Table 1.3. Total metal concentrations were fixed at Cu(II)Tot = 3.14 µM, Zn(II)Tot = 
30.6 µM, Cd(II)Tot = 4.45 µM and Pb(II)Tot =0.724 µM. The DOC-SHM model of NOM within 
Visual MINTEQ was used in to model NOM-containing simulated stormwater. 
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4.2.5 Geomedia Regeneration 

Chemical regenerants were tested in batch to assess their ability to recover adsorbed 
metals by lowering pH (i.e., HCl), introducing metal-complexing ligands (i.e., EDTA) or both 
(i.e., citric acid). After completing column longevity tests, triplicate samples of 1 g of dry, 
homogenized manganese oxide-coated sand from each column experiment was added to a 
polystyrene container with 50 mL of regenerant solution and continuously shaken for 24.5 hours. 
Treatments with 100 mM and 1 mM HCl (i.e., pH 1 and pH 3) were tested. The EDTA and citric 
acid were each applied at a 1:1 and 2:1 stoichiometric ratio of ligand to adsorbed metal. 
Concentrations of ligands are shown in Table 4.2. Regenerant solutions were unbuffered. 
Equilibrium speciation of metals in the regenerant solutions was predicted using Visual 
MINTEQ with the parameters noted above and the concentrations of ligands shown in Table 4.2.  

 

Table 4.2 Concentrations of ligands for regeneration. 

Failed Geomedia 
Concentration EDTA or Citric Acid (µM) 

1:1 Ratio 2:1 Ratio 
Cu Treatment 21.5 43.0 
Zn Treatment 73.0 146 
Cd Treatment 18.9 37.8 
Pb Treatment 4.4 8.8 

 

Samples of the regenerant solution (1 mL) were collected every 60-120 minutes and 
analyzed by ICP-MS to determine the amount of metal desorbed from the manganese oxide 
surface. 

The pH 3 HCl solution was further evaluated as a regenerant by passing it through the 
failed columns at 0.4 mL/min for 150 pore volumes (50 hours). Samples of column effluent 
during regeneration were collected approximately every 20 pore volumes and acidified. 
Following the regeneration, flow into the columns was stopped, pore water was drained and the 
geomedia was stored in columns with ends capped for no more than 24 hours prior to analysis. 

 

4.2.6 Geomedia Characterization 

The Mn coating density and total adsorbed metal concentration on the geomedia were 
quantified after longevity and regeneration experiments. The geomedia from the upstream and 
downstream halves of the columns were individually collected, homogenized, and air dried at 30 
°C. Triplicate 0.5 g samples were treated with 10 mL of 30 mM ascorbic acid overnight prior to 
filtration with a 0.22 µm polyethersulfone filter and quantification of dissolved metals by  ICP-
MS. 
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Scanning electron microscopy (SEM) was performed with a Zeiss EVO MA10 scanning 
electron microscope at 20 kV and a 1 nA current. Energy dispersive X-ray spectroscopy (EDS) 
was performed with an EDAX Genesis Imaging/Mapping analyzer. 

The pHpzc of the manganese oxide-coated sand was determined by sonicating 1 g of the 
geomedia in 5 mL Milli-Q water for 3 min to remove the manganese oxide coating. A 10 µL 
aliquot of the coating material suspension was mixed with dilute HCl to produce various pH 
conditions. The zeta potential was immediately measured using a Malvern Zetasizer Nano. The 
pHpzc was determined using a linear fit of zeta potential vs. pH within 0.5 pH units of the pHpzc. 

 

4.3 Results and Discussion 

4.3.1 Batch Adsorption 

Batch experiments fit Freunlich isotherms for the adsorption of Cu, Zn, Cd and Pb onto 
manganese oxide-coated sand in NOM-free simulated stormwater at pH 5 (Figure 4.1) and pH 7 
(Figure 4.2), and at pH 7 in the presence of NOM (Figure 4.3). Each metal was tested 
individually in separate experiments. At pH 7 in the absence of NOM, over 95% of Cu, Cd and 
Pb and 50% of Zn were removed from solutions with metal concentrations typical of stormwater 
(Table 4.3). Under the same conditions with 8.0 mg-C/L Suwannee River NOM present only 
about 50% of Cu was adsorbed, but over 90% of the Cd and Pb were adsorbed.  

 

 
Figure 4.1 Batch adsorption isotherms and Freundlich model fits for Cu, Zn, Cd and Pb with 500 mg 
manganese oxide-coated sand in NOM-free simulated stormwater at pH 5. Error bars from triplicate 
experiments are smaller than symbols in some cases. 
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Figure 4.2 Batch adsorption isotherms and Freundlich model fits for Cu, Zn, Cd and Pb with 500 mg 
manganese oxide-coated sand in NOM-free simulated stormwater at pH 7. No isotherm model was developed 
to fit Pb due to low aqueous equilibrium concentrations. To illustrate the relative trends of metals, Zn data are 
truncated. The complete Zn isotherm is included in the inset. Error bars from triplicate experiments are smaller 
than symbols in some cases. 
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Figure 4.3 Batch adsorption isotherms and Freundlich model fits for Cu, Zn, Cd and Pb with 500 mg 
manganese oxide-coated sand in simulated stormwater with 8.0 mg-C/L Suwannee River (closed symbols, 
solid line) NOM and 6.4 mg-C/L Sigma humic acid (open symbols, dotted line). To illustrate the relative 
trends of metals, Zn data are truncated. The complete Zn isotherm is included in the inset. Error bars from 
triplicate experiments are smaller than symbols in some cases. 

 

Table 4.3 Removal of metals at typical stormwater concentrations in batch experiments 

 pH 7 Simulated Stormwater, No NOM pH 7 Simulated Stormwater, 8.0 mg-C/L 
Suwannee River NOM 

Metal 
Average 

Stormwater 
Conc.(nM)* 

Initial Conc. 
(nM) 

Final Conc. 
(nM) Removal Initial Conc. 

(nM) 
Final Conc. 

(nM) Removal 

Cu 252 310 ± 3 0.3 ± 0.0 100% 312 ± 3 164 ± 2 48% 
Zn 1790 1570 ± 20 760 ± 10 52% 2940 ± 30 920 ± 10 69% 
Cd 13 40 ± 1 2 ± 0 95% 41 ± 1 1 ± 0 98% 
Pb 38 76 ± 1 0.6 ± 0 99% 75 ± 1 7 ± 0 90% 

*Pitt et al., 2015 

 

In the absence of NOM, Pb was the most strongly adsorbed metal, followed by Cu, Cd 
and Zn, respectively. These relative affinities are consistent with previous research indicating 
that Cu and Pb are more strongly adsorbed by manganese oxides than Zn and Cd (Catts and 
Langmuir, 1986; Fu et al., 1991; Gadde and Laitinen, 1974; McKenzie, 1980; van Lienden et al., 
2010; Wang and Stumm, 1987; Zasoski and Burau, 1988). In general, strongly hydrolysable 
metals exhibit a higher affinity for adsorbents than weakly hydrolysable metals (Morgan and 



63 
 

Stumm, 1964). This trend is due to the labile, polarizable electron configurations of large cations 
(e.g., Pb2+) and transition metals high on the Irving-Williams order (e.g., Cu2+) which results in 
poor solvation and specific interactions with surface sites (Sposito, 2008). The presence 0.75 
mM Ca2+ in the simulated stormwater may have inhibited the adsorption of Zn more than of 
other metals. Ca and Zn have similar properties (e.g., 4s2 valence electron configuration) and 
compete for surface sites, resulting in diminished Zn adsorption (Catts and Langmuir, 1986). Ca 
may also strongly inhibit Cd adsorption, but has only a small effect on Cu or Pb adsorption, even 
at high Ca concentrations (Catts and Langmuir, 1986; Wan et al., 2015). 

Langmuir and Freundlich isotherm models were applied to the adsorption data. 
Freundlich isotherm models were expressed by the following relationship: 

𝑞 = 𝐾Ê𝐶b6/&     (Eq. 4.4) 

where q [mol Me/mg MnOx] is the concentration of the adsorbate on the adsorbent, Ce is the 
equilibrium activity of the adsorbate, and KF and n are constants (Table 4.4). Freundlich models 
fit the results better than Langmuir models for all metals tested (data not shown). Freundlich 
models consistently fit the data well (R2 > 0.97), except Cu and Pb at pH 5 and 7 in NOM-free 
stormwater. In this case, strong adsorption resulted in equilibrium concentrations of dissolved Cu 
and Pb below the method detection limit (i.e., 0.4 nM) for some conditions. 

 

Table 4.4 Freundlich model constants estimated for metals with manganese oxide-coated sand in batch tests. 

  KF Ì(D<;	}F)
(Í�ÍÎ)∗Ï

Í
Î

D�	}~�Ð
Ñ n 

pH 5 NOM-Free 
Simulated Stormwater 

Cu 1.20 1.60 
Zn 0.66 1.48 
Cd 0.78 1.51 
Pb 1.20 x 105 0.95 

pH 7 NOM-Free 
Simulated Stormwater 

Cu 0.36 2.16 
Zn 8.6 1.20 
Cd 1.4 7.51 
Pb N/A N/A 

pH 7 Simulated Stormwater, 8 
mg-C/L Suwannee River NOM 

Cu 7.5 x 105 0.66 
Zn 0.86 1.75 
Cd 1.7 1.72 
Pb 1.2 x 104 0.92 

pH 7 Simulated Stormwater, 6.4 
mg-C/L Sigma Humic Acid 

Cu 420 0.97 
Zn 0.44 1.92 
Cd 56.0 1.20 
Pb 10 x 105 0.73 
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Previous studies also fit manganese oxide adsorption isotherms to the Freundlich model 
(Caliskan et al., 2011; Li et al., 2004; Zasoski and Burau, 1988). Other researchers fit adsorption 
isotherms to multi-component Langmuir models (Fu et al., 1991; Loganathan and Burau, 1973). 
Although fit to an isotherm model does not necessarily demonstrate the dominance of a 
particular adsorption mechanism, these models are consistent with mechanisms involving two or 
more distinct adsorption sites or variations in adsorption energy (e.g., differences between 
hydrolysis species) (Loganathan and Burau, 1973; Zasoski and Burau, 1988). Apparent 
equilibrium binding constants to the manganese oxide surface depend on fractional surface 
coverage (Catts and Langmuir, 1986) and manganese oxides exhibit heterogeneity in surface 
sites due to edges, kinks and vacancies. Given that the Freundlich model represents a multi-site 
Langmuir model with a specific site distribution wherein site abundance decreases geometrically 
with increasing affinity (Benjamin and Lawler, 2013; Halsey and Taylor, 1947), the fit to the 
Freundlich model in this study is consistent with the prevailing models of specific adsorption to 
manganese oxides (Catts and Langmuir, 1986; Gadde and Laitinen, 1974). 

Unlike the Langmuir model, the Freundlich model cannot be used to calculate a 
theoretical qmax (i.e., the adsorbate saturation concentration on adsorbent). However, due to the 
relatively large ratios of adsorbent to solution volume tested and metal concentrations nearing 
supersaturation for the precipitation of metal oxide minerals, the maximum concentrations of 
metals on the manganese oxides in the batch experiments were an order of magnitude lower than 
saturation concentrations determined in other studies (Fu et al., 1991; Gadde and Laitinen, 1974). 

Adsorption was stronger at pH 7 than at pH 5 for all metals, consistent with expected 
trends of cation adsorption (Fu et al., 1991; Gadde and Laitinen, 1974; Loganathan et al., 1977). 
Protons are released from the surface via the following reactions of metal cations (Me2+) with 
uncharged surface reaction sites (>MnOH) (McKenzie, 1980): 

>MnOH + Me2+ à >MnO-Me+ + H+       (4.1) 

2>MnOH + Me2+ à >(MnO-)2Me + 2H+         (4.2) 

>MnOH + Me2+ +H2O à >MnO-MeOH + 2H+    (4.3) 

where Reaction 4.1 is the formation of a surface complex displacing 1 proton from the surface 
and Reaction 4.2 is the formation of a bidentate surface complex, releasing 2 protons. Reaction 
4.3 is a general two-step reaction that accurately describes both the adsorption of the 
unhydrolyzed metal followed by surface hydrolysis and hydrolysis in solution followed by 
adsorption of the hydrolysis species (James et al., 1975). Although the pH values in batch 
adsorption tests were above the adsorption edge for these metals on manganese oxides, the 
greater adsorption observed at higher pH is consistent with these models for surface 
complexation (Loganathan and Burau, 1973; McKenzie, 1981). 

Other mechanisms could have contributed to the greater adsorption of metals at high pH 
values. A more electronegative surface charge at high pH may have been more attractive to 
cations (Fu et al., 1991; Loganathan et al., 1977). Further, higher pH conditions may have 
facilitated the adsorption of hydrolysis species, which have lower hydration energies than 
unhydrolyzed cations. These species typically become the dominant surface species above pH 6, 
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despite relatively low aqueous concentrations below pH 8 (Catts and Langmuir, 1986; James and 
Healy, 1972; Loganathan et al., 1977; Zasoski and Burau, 1988). 

Metals removal was lower when NOM was present, although adsorption isotherms still 
fit a Freundlich model, consistent with the results previous studies (Figure 4.3) (Frimmel and 
Huber, 1996). Cu adsorption was the most diminished by the presence of NOM, followed by Pb. 
Zn and Cd adsorption were similar in the presence and absence of NOM. This result is consistent 
with the relative magnitudes of the stability constants for metal-NOM complexes Cu2+ > Pb2+ >> 
Zn2+ » Cd2+ (Cabaniss, 2009; Christensen and Christensen, 1999; Saar and Weber, 1980; 
Stevenson, 1976; Takamatsu and Yoshida, 1978). NOM forms complexes with Cu, Zn, Cd and 
Pb cations, increasing their dissolved concentrations and decreasing their partitioning to the 
adsorbed phase (Christensen et al., 1996; Godtfredsen and Stone, 1994; Schmitt et al., 2003). A 
secondary cause of diminished adsorption may have been the reductive dissolution of the 
manganese oxide by NOM. This reaction could have produced Mn2+ which would compete with 
the metal contaminants for fewer adsorption sites (Godtfredsen and Stone, 1994).  

Despite the fact that Sigma humic acid is considered to be a poor surrogate for dissolved 
organic matter in natural systems with respect to metal complexes, particularly in comparison to 
Suwannee River reverse osmosis isolate (Kim and Dempsey, 2013; Niederer et al., 2007), the 
two types of NOM had similar effects on metal adsorption (Figure 4.3, Table 4.4). On this basis, 
we concluded that Sigma humic acid is appropriate for column experiments. This substitute was 
important because 3 g of Suwannee River NOM (cost > $300/g) would have been required to 
conduct the column tests. 

These experiments considered each metal contaminant in isolation. Previous research has 
established that these metals compete for adsorption sites on the manganese oxide surface when 
present as co-solutes. Pb out-competes all other metals on manganese oxides; its adsorption is 
unaffected by the presence other metals, while the presence of Pb lowers the manganese oxide 
adsorption capacity of Cu, Zn and Cd (Catts and Langmuir, 1986; Gadde and Laitinen, 1974). 
Likewise, the co-occurrence of Cu, Zn or Cd diminishes the adsorption of each metal present due 
to competition. (Gadde and Laitinen, 1974; Zasoski and Burau, 1988). 

 

4.3.2 Column Longevity 

Columns of manganese oxide-coated sand achieved high removal of all metals for at least 
the first 240 pore volumes of operation in the absence of NOM (circles and solid lines in Figure 
4.4). Cu and Pb removal remained high throughout the entire experiment; however, Zn removal 
decreased rapidly, with complete breakthrough after 970 pore volumes. Complete breakthrough 
of Cd occurred after 1420 pore volumes.  
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Figure 4.4 Relative concentration of metals in effluent from columns. Virgin geomedia (blue circles and solid 
lines), regenerated geomedia (red triangles and dashed lines) and control columns (black squares and dotted 
lines) of acid-washed sand were tested in pH 7 simulated stormwater without NOM. To facilitate comparison 
between virgin and regenerated geomedia, the X-axis designates pore volumes of experimentation beginning at 
0 for both cases. 
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The manganese oxide was responsible for the removal of metals from solutions. Rapid 
breakthrough (i.e., C/C0 ≈ 1 after < 250 pore volumes) of Cu, Zn and Cd occurred in control 
columns of acid-washed sand. Breakthrough of Pb in control columns was slower than that of 
other metals (i.e., C/C0 ≈ 1 after < 750 pore volumes) but fast compared to the complete removal 
of Pb in geomedia-containing columns. SEM/EDS confirmed that metals were adsorbed to the 
manganese oxide coating on the geomedia. Element mapping demonstrated clear co-location of 
Mn and the adsorbed metal (e.g., Cd; Figure 4.5)  
 

SEM: Backscatter Diffraction EDS: Mn Map EDS: Cd Map 

   
Figure 4.5 Backscatter diffraction scanning electron microscope image (left) and energy dispersive X-ray 
spectroscopy element maps (center, right) of representative geomedia used to treat of Cd-containing 
stormwater in columns. All images are approximately 534X magnified. In the SEM images, Mn-oxide appears 
bright. In the element maps, Mn appears yellow and Cd appears cyan. 

 

Relative removal of metals from the columns followed the same trends observed in batch 
experiments. Zn broke through columns relatively quickly. Although the manganese oxide 
delayed breakthrough compared to control columns, removal of Zn was incomplete even before 
breakthrough occurred. Even after accounting for a Zn concentration in the simulated stormwater 
that was 15 times higher than typical Zn concentrations in stormwater (Table 1.2), this result 
suggests that treatment of Zn pollution with this technology would be the least effective of the 
metals tested. High levels of Cd removal were sustained for approximately 750 pore volumes of 
treatment. Although breakthrough did eventually occur, this result is promising for the long-term 
removal of Cd during stormwater infiltration, because Cd concentrations used in the column 
experiments were 300 times higher than typical Cd concentrations in stormwater (Table 1.2). 
Complete removal of Cu and Pb was sustained throughout column experiments in NOM-free 
simulated stormwater, which was consistent with high levels of metal adsorption in batch 
experiments. 

The reported saturations in Table 4.5 are the maximum concentrations of metals on pure 
manganese oxide minerals as determined in batch experiments. Reported saturation capacities for 
these metals on manganese oxides vary considerably with the type of manganese oxide (Han et 
al., 2006; Su et al., 2009; Wan et al., 2015) and with solution pH (Gadde and Laitinen, 1974). 
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Table 4.5 Adsorbed metal concentration on upstream and downstream halves of geomedia following column 
tests in pH 7 NOM-free stormwater. 

Column mmol Me/g MnOx: 
Upstream Geomedia 

mmol Me/g MnOx: 
Downstream Geomedia 

Reported Saturation 
(mmol Me/g MnOx) 

Cu 1.9 0.06 1.54 (at pH 5.5)* 
Zn 2.5 3.2 2.73 (at pH 6)† 
Cd 0.82 0.74 1.93 (at pH 6)† 
Pb 0.06 0.03 6.37 (at pH 6)† 

*Fu et al., 1991; †Gadde and Laitinen, 1974 
 

Cu- and Pb-treating columns, which did not exhibit breakthrough, had considerably 
higher concentrations of adsorbed metals on the upstream geomedia compared to the 
downstream geomedia. Due in part to its very high adsorption capacity on manganese oxide, the 
concentration of adsorbed Pb on the geomedia was two orders of magnitude below the reported 
saturation capacity after column tests. Based on literature values, Cu concentrations on the 
upstream portion of the geomedia were likely near saturation by the end of the column 
experiment, but the low Cu concentration on the downstream geomedia implies that significant 
capacity remained in the columns before breakthrough would occur. These results suggest that 
adsorptive equilibrium was reached quickly within the columns, as has been reported in other 
systems (Caliskan et al., 2011; Loganathan and Burau, 1973; Zou et al., 2006) and that the 
geomedia saturated pulse-wise within columns with small mass transfer limitations. 

In columns for which complete breakthrough of metals occurred (i.e., Zn and Cd), the 
geomedia in the upstream and downstream sections of the columns adsorbed similar amounts of 
metal (Table 4.5). These metals concentrations were therefore the adsorption capacity of the 
manganese oxide-coated sand. The breakthrough of Cd suggests that the adsorption capacity of 
the geomedia was approximately 0.8 mmol Cd/g manganese oxide. This value is below 
previously reported values, possibly due to competition by Ca2+ in this system (Zasoski and 
Burau, 1988). The adsorption capacity for Zn was approximately 3 mmol Zn/g manganese oxide, 
which is consistent with previously measured adsorption capacities (Zasoski and Burau, 1988). 

Similar to the results of batch tests, Cu and Pb removal in columns decreased markedly in 
the presence of organic matter relative to NOM-free simulated stormwater. Only partial removal 
of Cu and Pb was achieved when NOM was present (Figure 4.6). Adsorption likely declined 
because NOM complexation shifted equilibrium away from surface-associated Cu and Pb (Oden 
et al., 1993; Schmitt et al., 2003). The impact of NOM on geomedia performance was closely 
related to the abundance of metals complexed by NOM as predicted by Visual MINTEQ (Table 
4.6). Over 96% of Cu and Pb were predicted to be complexed by NOM. Surface complexation 
models have established that the free metal ion and its first two hydrolysis species are important 
to the adsorption of metals on manganese oxides (Catts and Langmuir, 1986; Loganathan and 
Burau, 1973; Zasoski and Burau, 1988). The large decline in the abundance of these species in 
the presence of NOM may explain their reduced adsorption. Further, the consistent, low-
concentration breakthrough of Pb in the presence of NOM (Figure 4.6) suggests that a small 
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number of strong ligands sites within NOM formed very stable Pb-NOM complexes (Filella, 
2008; van de Weerd et al., 1999). If this complexation was practically irreversible within the 
conditions of column experiments, it may have limited the total amount of absorbable Pb in the 
system. 

 

  

  
Figure 4.6 Relative concentration of metals in effluent from columns. Virgin geomedia (blue circles and solid 
lines) and regenerated geomedia (red triangles and dashed lines) were tested in pH 7 simulated stormwater 
containing 6.4 mg-C/L Sigma humic acid. 

Table 4.6 Predicted proportions of total metals as free ions or hydrolysis species and as metal-NOM 
complexes in pH 7 simulated stormwater fed to columns. 
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NOM-Free 
Stormwater NOM-Containing Stormwater 

([Me2+] + [Me(OH)+] 
+ [Me(OH)20])/MeT 

([Me2+] + [Me(OH)+] 
+ [Me(OH)20])/MeT [Me-NOM]T/ MeT 

Cu 0.42 0.02 0.96 
Zn 0.92 0.75 0.19 
Cd 0.83 0.63 0.24 
Pb 0.44 0.01 0.97 

 

Zn and Cd exhibited small declines in performance in the presence of NOM relative to 
NOM-free simulated stormwater. This result is consistent with their relatively weaker 
complexation by NOM (Cabaniss, 2009; Saar and Weber, 1980). The equilibrium model 
predicted that less than 25% of Zn and Cd would be complexed by NOM in the simulated 
stormwater. These results suggest that complexation of the dissolved metal by NOM was 
responsible for most of the decline in column performance. 

Other mechanisms may have contributed to diminished metals adsorption in the presence 
of NOM. The effect of NOM fouling adsorptive sites on the manganese oxides was likely small 
(Godtfredsen and Stone, 1994). The pHpzc of the coating of the geomedia was approximately 3.3. 
Therefore, the negative surface charge of the manganese oxide in the pH 7 stormwater likely 
electrostatically repelled the negatively charged NOM and metal-NOM complexes (Gregor et al., 
1955; Klučáková and Kolajová, 2014; Masini, 1993; Zhong et al., 2005). Reduction of 
manganese oxide by reactive groups in the NOM may have produced Mn2+, which competes for 
a smaller number of adsorptive sites with other metals (Godtfredsen and Stone, 1994; 
Loganathan and Burau, 1973; McKenzie, 1970). 

 Some Mn was released during column experiments. When NOM was present, effluent 
Mn concentrations were approximately 0.6 µM (Figure 4.7). Over these experiments, 
approximately 1% of the manganese oxide coating was released from the columns. The release 
was likely caused by the reduction of the manganese oxide by phenolic groups in the NOM 
(Stone and Morgan, 1984; Sunda et al., 1983). In the absence of NOM, concentrations of Mn in 
the column effluent were less than 0.03 µM. Dissolved Mn can be an aesthetic concern in 
drinking water at concentrations as low as 1.4 µM (Sain and Dietrich, 2015); the US EPA 
secondary standard for maximum total dissolved Mn is 0.91 µM (US Environmental Protection 
Agency, 2004). The concentrations of Mn observed in this experiment suggest that Mn leaching 
is not expected to be a water quality concern, especially if the water is diluted in the aquifer or if 
dissolved Mn adsorbs onto surfaces in the aquifer. 

 



71 
 

 
Figure 4.7 Average concentration of Mn in effluent from columns treating metals in NOM-containing (circles) 
and NOM-free (squares) simulated stormwater. Mn in effluent from acid-washed sand control column was 
negligible (triangles). Some error bars are smaller than the data symbols. 

  

4.3.3 Geomedia Regeneration 

Three different chemical treatments were evaluated in batch to determine the most 
effective regenerant of the manganese oxide-coated sand. HCl was applied at pH 1 and pH 3. 
Citric acid and EDTA were applied at 1:1 and 2:1 stoichiometric ratios relative to the total 
concentrations of adsorbed metals. The results of batch desorption experiments suggest that both 
lowering pH and adding ligands can cause the release of adsorbed metals, but that lowering pH is 
a more efficient regeneration technique (Figure 4.8). 
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Figure 4.8 Percentage of the total adsorbed metals that were released to the aqueous phase during batch 
regeneration. 1 g of failed geomedia from column testing was shaken in 50 mL of regenerant solution 
containing either pH 1 or pH 3 HCl (circles), EDTA at a 2:1 or 1:1 stoichiometric ratio to the adsorbed metal 
(squares) or citric acid at a 2:1 or 1:1 stoichiometric ratio to the adsorbed metal (triangles). Error bars from 
triplicate experiments are smaller than symbols in some cases. 

 

Batch regeneration tests indicated that hydrochloric acid was the most effective 
treatment. At pH 1 metal desorption occurred rapidly, with >96% of the Cu, Zn and Cd released 
after only 20 minutes. Desorption was also fast at pH 3, with >85% of adsorbed Cu, Zn and Cd 
released after 24.5 hours.  
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Treatment with EDTA also released significant quantities of Cu, Zn and Cd. 1:1 and 2:1 
stoichiometric concentrations of EDTA resulted in the release of >50% and >70%, respectively, 
of adsorbed Cu, Zn and Cd during batch experiments. The EDTA shifted the equilibrium of 
metals in the system to the dissolved phase (Fendorf et al., 1999; Sun et al., 2001; Zachara et al., 
1995). The equilibrium model predicted that during batch regeneration nearly 100% of dissolved 
metals were complexed by EDTA. The kinetics of release with EDTA treatment were slower 
than with HCl treatment; the dissolved Cu, Zn and Cd concentrations increased over the full 24-
hour period. The initial pH of the EDTA solutions ranged from 5.1 to 5.6, and after regeneration 
pH values ranged from 6.0 to 6.4 (Table 4.7). These small changes in pH were anticipated, as the 
regenerant solutions were unbuffered. The increase of pH during experimentation was likely due 
to the protonation of manganese oxide surface groups (reactions 4.1, 4.2 and 4.3 in reverse).   

 

Table 4.7 Initial and final pH of batch EDTA regenerant solutions 

Treatment Initial pH Final pH 
1:1 Cu 5.46 6.34 
2:1 Cu 5.37 6.41 
1:1 Zn 5.30 6.01 
2:1 Zn 5.14 6.23 
1:1 Cd 5.49 6.18 
2:1 Cd 5.31 6.18 
1:1 Pb 5.60 6.43 
2:1 Pb 5.46 6.30 

 

The citric acid was almost always the least effective regenerant. Treatment with citric 
acid resulted in the release of >70% of adsorbed Zn but little release of Cu, Cd or Pb. The greater 
release of Zn than other metals was anticipated; Zn adsorption on MnO2 is known to be readily 
reversible (Li et al., 2004). Though citrate has been shown to compete with the manganese oxide 
surface for metals by shifting equilibrium towards the dissolved phase (Di Palma and Mecozzi, 
2007; Godtfredsen and Stone, 1994), complexing by citric acid did not shift the equilibrium of 
the metals to the dissolved phase as much as EDTA did. The equilibrium model predicted that 
during batch regeneration over 90% of dissolved Cu was complexed by citrate, but only about 
50% of dissolved Zn and less than 5% of dissolved Cd and Pb were complexed by citrate. The 
initial pH of the citric acid regenerant solutions ranged from 3.9 to 5.1. After regeneration, pH 
values ranged from 6.0 to 6.5 (Table 4.8). The low pH of the citric acid solution may have 
contributed to some of the release of adsorbed metals, but these pH values were still above the 
metals’ adsorption edge (Wang and Stumm, 1987). Citrate also reacts slowly with manganese 
oxides and thus may have reduced some of the geomedia coating (Stone and Morgan, 1984). 
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Table 4.8 Initial and final pH of batch citric acid regenerant solutions 

Treatment Initial pH Final pH 
1:1 Cu 4.55 6.21 
2:1 Cu 4.29 5.99 
1:1 Zn 4.10 6.24 
2:1 Zn 3.88 6.22 
1:1 Cd 4.58 6.19 
2:1 Cd 4.29 6.12 
1:1 Pb 5.08 6.50 
2:1 Pb 4.80 6.33 

 

Pb was not recovered during any batch regeneration treatment, likely due strong specific 
adsorption. Previous research documented that very little Pb adsorbed by manganese oxide was 
recovered by treatment with 2.5% acetic acid (McKenzie, 1980), while desorption of Pb from 
manganese oxide-coated tea waste was documented after treatment with 0.5 M HCl (Wan et al., 
2015). The electronic properties of Pb result in the formation of strong surface complexes with 
the manganese oxide (Wan et al., 2015; Wang and Stumm, 1987). Pb can enter into the interlayer 
and tunnels of manganese oxides, facilitating its strong adsorption (O’Reilly and Hochella, 
2003). Researchers also have determined that it is unlikely that substitution reactions facilitate 
the formation of Pb-Mn minerals such as coronadite, even at high Pb surface concentrations 
(McKenzie, 1980). However, Pb can adsorb via strong, triple-corner-sharing complexes over 
internal vacancies in phyllomangate interlayers (Villalobos et al., 2005). The results of this study 
suggest that Pb adsorption on manganese oxide is geomedia is practically irreversible. 

Treatments with HCl also released Mn from the coating of the geomedia. Approximately 
6% of the manganese oxide coating was released during batch treatment with pH 1 HCl ([Mn]diss 
= 16 µM). Less than 2% of Mn was released at pH 3, which is consistent with the low solubility 
of manganese oxide (Ksp,birnessite = 10-15.62) (Figure 4.9) (Gustafsson, 2014).  
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Figure 4.9 Cumulative Mn released during batch regeneration with HCl as a percentage of initial Mn coating 
on the geomedia. Error bars represent standard error from all batch regeneration experiments with HCl. 

 

EDTA and citric acid treatments also resulted in the release of Mn. The 4.41 µM 
concentrations of the chelating compounds (used to regenerate the geomedia at a 1:1 ratio with 
adsorbed Pb) resulted in < 3% losses of the manganese oxide coating (Figure 4.10). However, 
the 146 µM doses of chelating compounds (used to regenerate geomedia at a 2:1 ratio with 
adsorbed Zn) resulted in large releases of manganese: 14% in the case of 146 µM EDTA and 
26% in the case of 146 µM citric acid (Figure 4.11). 
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Figure 4.10 Cumulative Mn released during batch regeneration with EDTA as a percentage of initial Mn 
coating on the geomedia. Error bars represent standard error from triplicate regeneration experiments. 

 

 

 

Figure 4.11 Cumulative Mn released during batch regeneration with citric acid as a percentage of initial Mn 
coating on the geomedia. Error bars represent standard error from triplicate regeneration experiments. 
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Because of its rapid and nearly complete desorption of Cu, Zn and Cd and its low impact 
on the manganese oxide coating, pH 3 HCl was selected for in situ column regeneration tests. 

Failed columns of manganese oxide-coated geomedia (i.e., columns run under conditions 
described in Section 4.3.2) were regenerated by passing pH 3 HCl through them for 150 pore 
volumes. The release of Cu, Zn and Cd was rapid and complete. Within the first 50 pore 
volumes, over 97% of the adsorbed Cu, Zn and Cd were recovered from columns that treated 
NOM-free simulated stormwater (Figure 4.12). In columns that treated NOM-containing 
simulated stormwater over 96% of the adsorbed Cu, Zn and Cd were recovered after 150 pore 
volumes (Figure 4.13). Conversely, only about 0.2% of all adsorbed Pb was recovered from 
columns after 150 pore volumes. This result is likely due to strong specific and nearly 
irreversible adsorption of Pb on the manganese oxide surface (McKenzie, 1980). 
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Figure 4.12 Concentrations of effluent Cu, Zn, Cd and Pb during regeneration with pH 3 HCl of columns that 
treated NOM-free stormwater (top) and cumulative percentage of adsorbed metal recovered during 
regeneration (bottom). X-axis designates pore volumes of regenerant treatment, immediately following column 
adsorption tests. Error bars represent standard error of multiple sample tests.  
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Figure 4.13 Concentrations of effluent Cu, Zn, Cd and Pb during regeneration with pH 3 HCl of columns that 
treated NOM-containing stormwater (top) and cumulative percentage of adsorbed metal recovered during 
regeneration (bottom). Zn recoveries greater than 100% are likely due to the use of a trapezoidal integral 
approximation that overestimated Zn recovered between 10 and 50 pore volumes. X-axis designates pore 
volumes of regenerant treatment, immediately following column adsorption tests. Error bars represent standard 
error of multiple sample tests. 

 

These results imply that uncharacteristically low pH values in stormwater, such as those 
observed during “episodic acidification” events following snowmelt, heavy rain events, or 
polluted dry weather flows (King County, WA, 2016; US Environmental Protection Agency, 
1999), could cause the inadvertent release of sequestered Cu, Zn or Cd. However, regeneration 
treatments could intentionally desorb and recover the metal contaminants to minimize the risk of 
desorption. If the infiltration system were built with the capacity to be hydraulically isolated, the 
effluent regenerant solution and desorbed metals could be collected and disposed of offsite. 
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Although Pb would be difficult to recover, low pH stormwater would be unlikely to cause the 
release of significant amounts of Pb. 

Cu, Zn and Cd were desorbed approximately twice as slowly from columns that treated 
NOM-containing stormwater as those that treated NOM-free stormwater (Figure 4.13). Retarded 
desorption has been previously observed in column experiments with NOM and Cu, and may 
have been caused by the formation of ternary >MnOx-Me-NOM complexes (Oden et al., 1993; 
Rozan et al., 1999). These complexes may move through the column more slowly due to charge 
reversal of the manganese oxide at pH 3 (pHpzc = 3.3) resulting in electrostatic interactions 
(Gregor et al., 1955; Zhong et al., 2005). 

 The manganese oxide-coated sand used in this study initially had a manganese coating 
density of 1.17 ± 0.30 mg Mn/g geomedia. In NOM-free columns, Mn coating density was 
unchanged after regeneration (1.30 ± 0.23 mg Mn/g geomedia). This result is consistent with the 
low mass of Mn measured in the effluent of columns during regeneration (290 µg). In columns 
treating NOM-containing simulated stormwater, the Mn coating density decreased slightly to 
1.02 ± 0.05 mg Mn/g geomedia after regeneration, a loss of 13% of coating density. This result is 
consistent with the 1200 µg of total Mn measured in the effluent of columns during regeneration 
(i.e., 0.12 mg Mn lost/g geomedia). The column that had been exposed to NOM released 
approximately four times more Mn than the NOM-free column and effluent Mn concentrations 
peaked 20 pore volumes later in the NOM-exposed columns. (Figure 4.14). 

 

 
Figure 4.14 Concentrations of Mn in the column effluent during regeneration with pH 3 HCl. Results are 
shown for columns that treated metals in NOM-containing stormwater (circles) and NOM-free (squares) 
simulated stormwater. The x-axis designates pore volumes of regenerant treatment, immediately following 
column adsorption tests. Error bars represent standard error from all regeneration experiments 
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Longevity tests following regeneration demonstrated that, in all stormwater conditions 
and for all metals, the regenerated geomedia had a similar adsorptive capacity and longevity to 
that of the virgin geomedia (Figures 4.4 and 4.6). This result implies that the useful lifetime of 
systems employing this geomedia could be extended for at least one more cycle by regenerating 
them with a mild acid. 

 

4.4 Geomedia Lifetime 

Given its high adsorption capacity for trace metals in stormwater, relative ease of 
production and ability to oxidize certain organic contaminants in stormwater (Chapter 3), 
manganese oxide-coated sand geomedia could be an appropriate technology for managed aquifer 
recharge provided that the geomedia exhibits a suitable lifetime. The lifetime of a typical 
stormwater infiltration system employing this geomedia as an adsorptive for metals can be 
projected from the column experiments. 

It was impossible to project of the lifetime of a full-size system treating Cu and Pb in the 
absence of NOM based on column experiments due to the complete removal of metals for their 
entire duration. Therefore projections were made based on previously published adsorption 
capacities of Cu and Pb by manganese oxides (Fu et al., 1991; Gadde and Laitinen, 1974; Pitt et 
al., 2015). The studies from which literature values were derived considered metal adsorbates 
individually in lightly buffered simple solutions (i.e., £ 0.01 M NaNO3, pH titrated by HNO3 and 
NaOH addition). 

For example, a system with a 0.5 m-deep layer of manganese oxide-coated sand over a  
50 m2 area could treat 2 × 106 L of stormwater per year (Hatt et al., 2009). The lifetime of such a 
system could be estimated by: 

lifetime	[years] = DFCB;	;<BEX~�	VBTBVXCI	[D<;F:]

DFCB;	;<BE	������
�  ¡

   (Eq. 4.5) 

Where metal loading capacity can be determined by: 

metal	loading	cap. [moles] 

= bed	mass[g	geomedia] ∗ adsorptive	capacity	 � D<;F:	}F
�	�F<DFEXB

¡  (Eq. 4.6) 

Multiplying the volume of the system described by the geomedia bulk density of 870 
kg/m3 yields a bed mass of 22 × 106 g manganese oxide-coated sand. Per Eq. 4.6, multiplying 
this bed mass by the adsorptive capacities measured in this study (before C/C0=1) yields the 
metal loading capacity (Table 4.9). For example, in NOM-containing stormwater, Cu 
breakthrough is projected to occur after 2500 pore volumes, when 1.48 µmoles Cu/g manganese 
oxide-coated sand have entered the column: 

 6.hj	�D<;F:	t�
�	�F<DFEXB

	∗ 	22 × 10�	g	geomedia	 = 32.5 moles Cu loading capacity   (Eq. 4.7) 
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Table 4.9 Parameters for projecting the lifetime of a full-sized infiltration system containing manganese oxide-
coated sand before complete breakthrough of metals in a sand in stormwater with no NOM and with 8 mg-C/L 
NOM. 

 Adsorp. cap. 
(µmol Me/g) 

Metal loading 
cap. (mol Me) 

Ave. metal 
conc. (µM) 

Metal load 
(mol/yr) 

Projected 
lifetime (yr) 

Cu 
NOM Absent 2.85* 62.7* 0.252 0.50 124* 

NOM Present† 1.48 32.5 0.252 0.50 65.0 

Zn 
NOM Absent 5.52 121 1.79 3.58 33.9 

NOM Present† 3.12 68.7 1.79 3.58 19.2 

Cd NOM Absent 1.32 29.1 0.013 0.03 1120 
NOM Present 1.01 22.3 0.013 0.03 858 

Pb 
NOM Absent 11.8* 259* 0.038 0.08 3410* 

NOM Present† 6.81 150 0.038 0.08 1970 
†Only partial removal of the metal before complete breakthrough is anticipated; *lifetime 
projection based on previously published adsorption capacities because of complete metal 
removal for the duration of the column experiment. 

 

System lifetime is also dependent on the load of metals entering the system. The metal 
load is determined by: 

metal	load	 �D<;F:
IG

¡ = stormwater	load	 � Ï
IG
¡ ∗ metal	conc. [M]     (Eq. 4.8) 

A properly designed stormwater treatment system of the size described located in a 
region receiving 0.5 m of rainfall/yr would have a catchment area of approximately 4000 m2 
(Hatt et al., 2009). Assuming a runoff coefficient of 1 yields a stormwater load of 2 × 106 L/yr. 
Multiplying the stormwater load by the average metal concentration, per Eq. 4.8, yields the 
annual metal load (Table 4.9). For the example of Cu in NOM-containing stormwater: 

4×6.Ó	Ï
IG

∗ 	 ..4�4	�D<;F:
Ï

	Cu	 = 0.5 moles Cu/yr   (Eq. 4.9) 

 

Dividing metal loading capacity by metal load per Eq. 4.5 yields a projected lifetime 
(Table 4.9). For the example of Cu: 

�4.�	D<;F:
..�	D<;F:/IG

 = 65.0 years before breakthrough of Cu (with NOM present)   (Eq. 4.10) 

 

A summary of projected system lifetimes is shown in Figure 4.15. Assuming stormwater 
containing typical concentrations of NOM and metals, the system described could be expected to 
operate for decades before the complete loss of adsorption capacity for any metal tested. The 
lifetime projections were for systems containing virgin geomedia. System lifetimes could be 
significantly prolonged by periodic treatment with pH 3 HCl regenerant without removing 
substantial amounts of the manganese oxide coating from the geomedia. It is likely that a 
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treatment system would be regenerated before the complete breakthrough of a metal in order to 
maintain minimum level of metals removal and to ameliorate the risk of desorption.  

 

 

  
Figure 4.15 Projected lifetime before complete breakthrough of Cu and Zn (left) and Cd and Pb (right) in a 
full-sized infiltration system containing manganese oxide-coated sand. 

 

The nearly indefinite lifetimes projected before breakthrough of Cd or Pb suggest that 
this technology could be applicable for systems intended to recharge drinking water supplies. 
Conversely, partial Zn and Cu removal were observed, even before complete breakthrough 
(Figure 4.6). Incomplete removal of Zn is common in stormwater treatment systems due to high 
Zn concentrations in stormwater and its low adsorption on many types of infiltration geomedia 
(Feng et al., 2012). Although partial removal of Zn and Cu may be unimportant for drinking 
water treatment systems, it may limit the applicability of this technology in infiltration systems 
designed for ecosystem protection. 

Though the flow rate used in these experiments is typical of field systems, infiltration 
rates can vary and may affect geomedia performance (Feng et al., 2012; Hatt et al., 2008). 
Preliminary batch kinetic experiments indicated that adsorption occurred quickly and mass 
transfer is unlikely to be limiting within field applications. Projections of system lifetimes from 
these experiments are therefore useful, but should be confirmed at larger-scale hydraulic 
regimes. 

Based on these results, it is unlikely that metals breakthrough will limit the lifetime of 
stormwater infiltration systems employing this geomedia. The projected lifetimes for the 
treatment of Cd and Pb are longer than the predicted lifetime for the oxidative removal of 
organic contaminants (Chapter 3), although Cu and Zn treatment would be sustained for less 
time. Cu and Zn are of greater concern for ecosystem health and Cd and Pb are more of a 
concern for human toxicity, while organic contaminants may be of concern in both systems. 
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Therefore, it is likely that the intended application of the stormwater infiltration system (i.e., for 
drinking water or ecosystem protection) will dictate the frequency of regeneration. Other failure 
mechanisms, including clogging by suspended sediments and biofilm growth, would most likely 
limit the lifetime of a stormwater treatment system before adsorption capacity is exhausted (Feng 
et al., 2012; Hatt et al., 2008). In field-scale studies, techniques such as settling before infiltration 
and bioturbation of infiltration media with plant roots have been effective in maintaining 
acceptable hydraulic conductivities (Grebel et al., 2013; Le Coustumer et al., 2012). 

 

4.5 Environmental Implications 

The ability to regenerate the manganese oxide-coated sand geomedia could make it more 
attractive for communities, but a mild acid wash could pose some environmental risks. The 
released metals could contaminate aquifers if not captured, and the acidic regenerant solution 
could cause the leaching of other adsorbed species in the aquifer, such as arsenic (Kocar et al., 
2008). Although regeneration with pH 3 HCl resulted in high metal contaminant recovery with 
little leaching of the manganese oxide coating, citric acid could be used as a biodegradable 
alternative for regeneration. However, the introduction of this labile carbon source could 
facilitate unwanted biological activity in the infiltration system and induce reductive conditions 
and biofouling. 

As previously noted, these experiments evaluated each metal in isolation; however, co-
contamination by metals is probable in stormwater. Competition for adsorption sites on the 
manganese oxide surface could lead to faster breakthrough than predicted for some metals 
individually. Pb adsorption is unlikely to be diminished by the presence other metals (Catts and 
Langmuir, 1986). However, high concentrations of Pb could displace previously adsorbed Cu, 
Zn and Cd (Gadde and Laitinen, 1974). Co-contamination by Cu, Zn and Cd could lead to faster 
breakthrough of each of these metals (Gadde and Laitinen, 1974; Zasoski and Burau, 1988). 
Oxidizable organic carbon in the stormwater matrix may also diminish the number of adsorptive 
sites on the geomedia and increase the abundance of Mn2+, which competes with adsorbed 
metals (Godtfredsen and Stone, 1994). 

The types and concentrations of NOM used in this study are good representations of  
typical stormwater (California Department of Transportation, 2003; Grebel et al., 2016). 
However, dissolved organic matter concentrations as high as 73 mg-C/L have been observed in 
stormwater (California Department of Transportation, 2003; Pitt et al., 2015). The results of this 
study indicate that manganese oxide-coated sand may be less effective in systems with high 
organic carbon loads. A small amount of upstream carbonaceous geomedia (e.g., biochar) could 
remove organic matter from solution and enhance the geomedia performance without detrimental 
impacts to hydraulic conductivity (Ulrich et al., 2015). Sources of labile organic carbon (e.g., 
mulch) have been proposed to remove nitrate or organic contaminants during stormwater 
infiltration (Halaburka et al., 2017). These materials could be problematic upstream of 
manganese oxide-containing geomedia. In addition to creating reducing conditions that could 
dissolve manganese oxide, these materials would also increase the dissolved organic carbon, 
limiting metals removal. 



85 
 

An additional concern is that manganese oxides are known to oxidize Cr(III) to more 
mobile and toxic Cr(VI) (Fendorf and Zasoski, 1992). Though Cr(III) is extremely insoluble and 
typically occurs at low concentrations in stormwater, Cr(VI) is highly toxic and has a maximum 
contaminant level in California of 0.2 µM (Fendorf et al., 1999; Grebel et al., 2013; Mazzera, 
2014). Therefore, stormwater infiltration systems employing manganese oxide geomedia should 
be monitored to ensure no Cr(VI) is produced. 
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CHAPTER 5. Conclusions 
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5.1 Summary 

 Increased water scarcity is a problem facing cities around the world. As urban 
populations grow and droughts become more severe, augmenting local water supplies will be a 
necessity for cities seeking to decrease their dependence on imported water and energy-intensive 
technologies like seawater desalination. Managed aquifer recharge conveys underutilized sources 
of water, including stormwater and tertiary-treated wastewater effluent, into the subsurface for 
later use; but, these sources of water also have the potential to contaminate aquifers. Centralized 
infiltration systems could be designed with infiltration media specifically engineered to remove 
contaminants that threaten drinking water quality. Engineered geomedia can provide passive, 
cost-effective treatment to water as it percolates into aquifer storage. New treatment technologies 
that can reliably and inexpensively protect water quality may be important to the widespread 
adoption of large-scale infiltration systems for managed aquifer recharge. Research on the 
longevity of engineered geomedia, mechanisms of contaminant removal and system maintenance 
and regeneration is critical to the adoption and dissemination of this treatment technology. 

The research described in this dissertation evaluated the performance and regeneration of 
manganese oxide-coated sand as an engineered geomedia for treating both organic contaminants 
and metals in stormwater. In this chapter, further research to advance the use of geomedia is 
identified, including research on understanding the relationship between reactivity and 
manganese oxide mineralogy. This chapter also addresses the feasibility of using manganese 
oxide-coated sand as one of a series of treatment technologies in stormwater infiltration systems, 
including analysis of the practical challenges to field application and treatment system design. 
Finally, the environmental implications of this body of research are outlined and other, related 
research is identified. 

 

5.2 The Effect of Chemical Regenerants on Manganese Oxide-Coated Sand Reactivity 

The research described in Chapter 2 evaluated the effectiveness of several chemicals for 
regenerating the reactivity of passivated manganese oxide-coated sand with organic stormwater 
contaminants. Among oxidants, the hypohalites (i.e., HOCl, HOBr and a mixture of the two) and 
KMnO4 both significantly raised the average oxidation state of the failed geomedia. However, 
only the hypohalites produced a manganese oxide phase with comparable reactivity to the virgin 
geomedia. At pH 6, KMnO4 restored approximately 40% of the reactivity to the geomedia and at 
pH 10, H2O2 restored approximately 30% of reactivity. The hypohalite oxidants fully oxidized 
virtually all of the Mn on the geomedia to the +4.0 oxidation state, and stoichiometric excess of 
oxidant did not produce geomedia with significantly higher reactivity. Taken together, these 
observations are consistent with geomedia regeneration via the oxidation of Mn(II/III) to produce 
a highly oxidized, nanocrystalline manganese oxide phase. 

Non-oxidizing chemicals did not restore the reactivity of the geomedia. The failure of 
methanol to restore geomedia reactivity suggests that fouling by organic oxidation products was 
not a cause of manganese oxide passivation. Treatment with HCl at pH 2 raised the average Mn 
oxidation state on the failed geomedia and restored its reactivity with bisphenol A to a rate 
approximately 30% of the virgin geomedia. This result suggests that some oxidation capacity 
could be regenerated by the release of Mn(II) and Mn(III), which are more soluble than Mn(IV) 
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and have been implicated in the passivation of manganese oxides (Balgooyen et al., 2017; 
Trouwborst, 2006). However, the effect of this type of regeneration was small compared to 
oxidative regeneration. This study suggested that treatments with hypohalites had the greatest 
potential for in situ regeneration of failed geomedia. 

 

5.3 In situ Regeneration of Manganese Oxide-Coated Sand with HOCl  

5.3.1 Cryptomelane-Coated Sand Longevity and Regeneration 

 In Chapter 3, research was presented on the use and regeneration of a novel 
cryptomelane-coated sand produced for use as a reactive geomedia under conditions encountered 
during managed aquifer recharge. This geomedia was tested in columns with pH 7 simulated 
stormwater containing 5 μM bisphenol A. The failed geomedia was regenerated with HOCl at pH 
6 and the regenerated geomedia was again evaluated for longevity. Both the virgin and 
regenerated geomedia demonstrated exceptional reactive longevity with bisphenol A, with both 
types of geomedia removing over half of the influent bisphenol A for over 580 pore volumes. 
Scaled to a typical full-sized stormwater infiltration system, these data suggest that the geomedia 
could sustain reactivity with organic contaminants for approximately 80 years before failure due 
to the mechanism observed in this study, and that, upon regeneration, systems could sustain 
reactivity for at least one more cycle of comparable length. 

The manganese oxide coatings of the virgin, failed and regenerated geomedia were 
characterized with chemical and spectroscopic techniques. Modest, yet significant decreases in 
the Mn coating density and average Mn oxidation state were observed when the geomedia failed. 
Regeneration of the failed geomedia was accomplished by passing a 0.31 mM HOCl solution 
through the column until enough oxidant entered the column to fully oxidize the reduced Mn to 
the +4.0 oxidation state. The average Mn oxidation state of the regenerated geomedia exceeded 
+3.90 and no HOCl was detected in the column effluent until after stoichiometric excess of the 
regenerant was applied, suggesting that the reduced Mn on the failed geomedia reacted quickly 
with the HOCl. The coatings of the virgin and regenerated geomedia exhibited X-ray diffraction 
and X-ray absorption spectroscopy spectra consistent with nanocrystalline cryptomelane, while 
the failed geomedia coating more closely resembled cryptomelane with greater long-range 
crystal order. The flow rate used in these experiments is typical for full-scale infiltration systems, 
infiltration rates can vary and may affect geomedia performance (Feng et al., 2012; Hatt et al., 
2008). Batch kinetic experiments indicated that oxidation occurred quickly, so mass transfer is 
unlikely to be limiting within field applications. Therefore, projections of system lifetimes from 
these experiments are useful, but should be confirmed at larger-scale hydraulic regimes. 

The decrease in the Mn coating density during both the treatment and regeneration phases 
suggests that the potential for repeated regeneration of this material may be limited. Although 
multiple failure and regeneration experiments were not conducted on the columns, about 25% of 
the manganese oxide coating of the geomedia was lost in one treatment-regeneration cycle. This 
loss of coating density did not decrease the geomedia performance in one subsequent treatment 
cycle, but at this rate of coating loss, the levels of reactivity observed would likely only be 
sustained for 2-3 cycles. However, given the decades-long lifetime of one treatment-regeneration 
cycle, it is probable that another failure mechanism (e.g., clogging, the development of 
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preferential flow paths) would limit the lifetime of a stormwater infiltration system before the 
complete loss of regenerable oxidation capacity by the manganese oxide-coated sand. 

Another potential shortcoming of this technology is the use of hypochlorous acid in the 
regeneration process. Although proper dosing should limit the concentration of chlorine leaving 
the geomedia layers, it is possible that chlorine disinfection byproducts could be released to the 
aquifer during regeneration. To avoid this phenomenon, the infiltration system could be 
hydraulically isolated, allowing the effluent regenerant solution to be collected and disposed of 
offsite. Because regeneration will be necessary only on an infrequent basis (i.e., approximately 
once every 45 to 170 years) any impact from the use of chlorine will be small relative to the 
lifespan of the infiltration system. 

Additionally, manganese oxide-coated sand is only reactive with certain classes of 
organic contaminants found in stormwater. This cryptomelane-coated sand demonstrated higher 
reactivity than some other manganese oxide-coated sands (Lin et al., 2013), and thus may be 
useful for the oxidation of more recalcitrant compounds, such as diuron; however, the geomedia 
will be most effective for oxidizing organic compounds with activated rings such as phenols and 
anilines. To overcome this limitation, other geomedia may be necessary for the removal of less 
reactive organic contaminants. For example, biochar could be deployed alongside the manganese 
oxide-coated sand (Ulrich et al., 2017). 

 

5.3.2 Mineralogy-Reactivity Relationship 

In manganese oxide minerals, MnO6 octahedra can be arranged into corner- or edge-
sharing structures, creating a diversity of phases. The physical and chemical properties of these 
different minerals vary considerably (Robinson et al., 2013). Because of their redox activity and 
adsorptive properties, manganese oxides are important in many biogeochemical cycles and 
engineered systems (Learman et al., 2011). Nonetheless, mineralogy-reactivity relationships for 
the various polymorphs of manganese oxide have not been well-studied (Nico and Zasoski, 
2001; van Genuchten and Peña, 2017; Webb et al., 2005). 

Differences in the reactivity of manganese oxide minerals due to variations in their 
surface area, average oxidation state, local coordination environment, pHpzc or other factors 
influence their efficacy as engineered geomedia (Liu et al., 2009b; Remucal and Ginder-Vogel, 
2014; Ukrainczyk and McBride, 1992). Nonetheless, more research is needed to determine how 
mineral structure, independent of oxidation state or surface area, influences manganese oxide 
reactivity. For example, the local coordination environment is known to be important to the 
reactivity of mineral surface sites, but the precise causes of the variation in reactivity are not 
well-understood (Nico and Zasoski, 2001). 

Similarly, little research has been conducted on how amorphous manganese oxides and 
manganese oxide coatings differ in reactivity from pure minerals (Lin et al., 2013; Remucal and 
Ginder-Vogel, 2014; Wan et al., 2015). The research in Chapters 2 and 3 adds to the body of 
evidence which suggests that there is an inverse relationship between reactivity and long-range 
crystal order (Shin and Cheney, 2004). These results suggest that some nanocrystalline 
morphologies may be more reactive than the manganese oxides polymorphs frequently used in 
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research, such as birnessite (Laha and Luthy, 1990; Remucal and Ginder-Vogel, 2014; Stone, 
1987). A higher concentration of reactive surface sites may be partly responsible for this effect. 
However, it is possible that a relatively small number of reactive sites in nanocrystalline 
structures more readily form surface complexes or more frequently exist in degenerate states 
which undergo rapid electron transfer, thus accelerating the rate-limiting steps of organic 
compound oxidation (Yamada and Tanaka, 1995; Zhang and Huang, 2005).  

The mineralogy may also impact how the reactivity of the mineral changes over time. For 
instance, a highly oxidized manganese oxide with a tightly structured long-range order, such as 
pyrolusite, may have low reactivity due to its low surface area and small number of vacancies 
(Grebel et al., 2016). However, the reduction of Mn(IV) to Mn(III) within such a system could 
produce Jahn-Teller distortion and result in more vacancies, possibly causing less rapid 
passivation than would be predicted for birnessite. Similarly, the passivation of mechanism 
birnessite, postulated to be related to accumulation of Mn(II/III) in the interlayer, may not be 
relevant to tectomanganates such as cryptomelane (Balgooyen et al., 2017). Understanding these 
dynamics provides insight into the reactivity of natural manganese oxides, whose structures 
change with time (Webb et al., 2005).  

 

5.4 Biogenic Manganese Oxides 

In addition to the abiotic processes studied in this research, reduced manganese oxides 
could also be re-oxidized by microbes. Biological oxidation of Mn(II) is frequently catalyzed by 
a diverse and ubiquitous group of microbes (Tebo et al., 2005). Although the evolutionary 
advantages of oxidizing Mn(II) are still debated, possible explanations for this microbial activity 
include the utility of manganese oxides for scavenging trace metal nutrients, protection from 
environmental hazards or use as a respiratory electron acceptor under anoxic conditions (Tebo et 
al., 2005). 

Biogenic manganese oxides react with contaminants (Forrez et al., 2010, 2009), and 
adsorb metals (Peña et al., 2010); however, it would be difficult to implement and control the 
biological re-oxidation of Mn in field applications (Learman et al., 2011). Studies conducted 
with biogenic manganese oxides that could strongly adsorb Ni2+ (Peña et al., 2011) showed no 
reactivity with bisphenol A (data not shown). Although biogenic manganese oxides are always 
precipitated as nanocrystalline phyllomanganates, in the environment they can quickly transform 
into secondary products with different structures (Bargar et al., 2009; Feng et al., 2010). These 
biogenic manganese oxides often lack the desirable properties of synthetic manganese oxides. 

Nonetheless, in managed aquifer recharge systems, it is inevitable that Mn-oxidizing 
bacteria will produce some biogenic manganese oxides. Research is needed to assess the role of 
biogenic manganese oxides in infiltration systems. These species might prolong the lifetime of 
manganese oxide-coated sand in the field, or they could hasten geomedia fouling. Appropriate 
studies would require the use of larger-scale infiltration columns and authentic stormwater. 
Relevant analyses would include characterization and reactivity testing of the manganese oxides 
present after system aging (Bargar et al., 2009), as well as genomic and proteomic analyses of 
the microbial community present in the infiltration system to determine which microbial Mn(II) 
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oxidation pathways are present (e.g., multicopper oxidase enzymes) (Tebo et al., 2005; Webb, 
2005). 

 

5.5 Adsorption of Toxic Metal Cations with Manganese Oxide-Coated Sand Geomedia  

 The research presented in Chapter 4 describes the use of manganese oxide-coated 
geomedia as an adsorbent of four metal cations (i.e., Cu, Zn, Cd and Pb) in stormwater. In 
column tests with high concentrations of metal contaminants, the geomedia strongly adsorbed Cu 
and Pb in the absence of natural organic matter, removing virtually all of these metals for nearly 
2200 pore volumes. Zn and Cd were partially removed, with performance declining over time 
(i.e., 970 pore volumes before breakthrough of Zn and 1420 pore volumes before breakthrough 
of Cd). In the presence of 6.3 mg-C/L NOM, the geomedia adsorbed much less Cu and Pb, while 
removal of Zn and Cd were only slightly diminished. Between 15 and 50% of influent Cu and 60 
to 75% of influent Pb were removed from NOM-containing stormwater. NOM disrupted the 
adsorption of Cu and Pb most because of its strong complexation of these two metals. Steric 
hindrance and electrostatic repulsion of the metal-NOM complex from the negatively-charged 
geomedia surface reduced adsorption. Zn and Cd remained primarily uncomplexed by the NOM, 
and thus were removed to similar degrees in NOM-containing and NOM-free stormwater. 

Chemical treatments were evaluated to determine their potential for recovering adsorbed 
metals and regenerating the adsorptive capacity of the geomedia. Treating failed geomedia 
columns with 150 pore volumes of EDTA recovered over 70% of the Cu, Zn and Cd adsorbed on 
the geomedia, though significant amounts of the manganese oxide coating were also released. An 
acidic wash (i.e., pH 3 HCl for 150 pore volumes) recovered over 90% of adsorbed Cu, Zn and 
Cd, and restored the adsorptive capacity of the saturated geomedia with minimal loss of the 
manganese oxide coating.  

Pb was not recovered during washing with EDTA or HCl. Previous research has 
documented the uptake of Pb by manganese oxide even at very low pH values (Gadde and 
Laitinen, 1974; McKenzie, 1980). McKenzie (1980) reported that 91% of all Pb adsorbed by 
manganese oxide could not be recovered in 2.5% acetic acid after 24 hours. The large ionic 
radius and electronic properties of Pb result in the formation of strong surface complexes with 
the manganese oxide surface (Wan et al., 2015; Wang and Stumm, 1987). Pb can also enter into 
the interlayer and tunnels of manganese oxides, facilitating its strong adsorption (O’Reilly and 
Hochella, 2003). Studies have determined that it is unlikely that Pb-Mn minerals form even at 
high saturations of Pb on the manganese oxide surface (McKenzie, 1980), but that Pb can adsorb 
via strong, triple-corner-sharing complexes over internal vacancies in phyllomangate interlayers 
(Villalobos et al., 2005). This unusually strong specific adsorption implies that recovery of Pb 
during regeneration is infeasible, but also that the unexpected release of Pb during system 
operation is unlikely. Due to the very high adsorption capacity of Pb on manganese oxide (i.e., 
up to 0.56 mol Pb/mol MnOx) (Gadde and Laitinen, 1974), saturation of the geomedia during 
normal system lifetimes is also unlikely. 

The results of this study imply that manganese oxide-coated sand could be an effective 
way to remove metals from urban stormwater for decades, and that performance could be 
sustained without costly excavation using a simple regeneration with a mild acid. An infiltration 
system could be hydraulically isolated from the aquifer during regeneration to allow for recovery 
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and offsite disposal of the released metals (Edwards et al., 2016). Overall, this research 
demonstrates the versatility of manganese oxide-coated sand as both an oxidative geomedia for 
organic contaminants and adsorptive geomedia for metallic contaminants. The broad-spectrum 
applicability of the material makes it well-suited to remove contaminants from influent waters 
with a wide range of compositions and water quality concerns. 
 

5.6  Field Applications of Manganese Oxide-Coated Sand Geomedia 

In managed aquifer recharge systems, other geomedia will likely be used in conjunction 
with manganese oxide geomedia (Figure 5.1). For example, granular activated carbon, biochar or 
montmorillonite clays functionalized with polycation composites could be deployed to sorb 
hydrophobic compounds or metals (Radian et al., 2015; van Lienden et al., 2010). Wood chips 
and bark could provide labile organic carbon and stimulate biological nitrate removal or 
biotransformation of organic contaminants (Halaburka et al., 2017). Iron oxides could remove 
anionic compounds and pathogens (Mohanty et al., 2013) and zero-valent iron may remove 
phosphorus and transform certain halogenated compounds in stormwater (Erickson et al., 2007; 
Zhang, 2003).  

 

Figure 5.1 Possible unit process treatment train for stormwater infiltration including manganese oxide-coated 
sand. 

 

Although there are benefits to using multiple types of geomedia for contaminant removal, 
the interactions of these geomedia in a system that includes manganese oxide are not well 
understood. For instance, biochar could improve the performance of manganese oxide geomedia 
by removing natural organic matter, but anoxic conditions induced by upstream processes (e.g., 
biological nitrate removal) could create conditions which reduce and dissolve manganese oxides. 
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Therefore, research is needed to understand how these geomedia will interact synergistically and 
antagonistically as they age in managed aquifer recharge systems, and how to best tailor 
treatment systems to target contaminants under different conditions. 

The hydraulic and chemical properties of the system will evolve over time as 
sedimentation, sorption, precipitation and biofilm growth occur within the geomedia. 
Characterizing changes in geomedia properties and their effect on contaminant removal will be 
important to ensuring a sustained environmental benefit from these infiltration systems. Future 
research should focus on evaluating the practicality of manganese oxide-coated sand and a suite 
of other geomedia in real-world applications with authentic stormwater. Initial experiments to 
assess this issue were conducted in Sonoma, CA in 2017. There, columns of mixed geomedia in 
various configurations 1 m in length were tested through the infiltration of authentic stormwater 
from a nearby creek for a full year (Figure 5.2). These columns employed commercially 
marketed “manganese greensand” as a geomedia, which is widely available but not optimized for 
organic contaminant removal. The results of these tests will elucidate how variations in 
geomedia configuration, stormwater composition and temperature impact the performance and 
aging of geomedia in stormwater infiltration applications. Analysis of this field-scale study will 
inform the design of larger, pilot-scale applications of this technology. 

 

 
Figure 5.2 One-meter columns of mixed geomedia in various configurations testing geomedia performance 
and aging in authentic stormwater at a Sonoma, CA field test site. 
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The manganese oxide-coated sand geomedia described in this research is relatively 
simple to produce and has demonstrated considerable promise for long-term removal of organic 
contaminants and toxic metals in stormwater and other source waters for managed aquifer 
recharge. These properties make it a very attractive tool for infiltration applications. However, 
the research described in this dissertation occurred only at the laboratory scale. Given the slow 
adoption rate of new technologies in the water sector (Parker, 2011), successful field-scale 
testing will be necessary for this technology to diffuse to a level of widespread adoption. 

The research described in this dissertation primarily investigated managed aquifer 
recharge with stormwater. However, wastewater effluent has also been proposed as a water 
source for managed aquifer recharge (Dillon et al., 2009; Edwards et al., 2016). Particularly in 
Mediterranean climates with long dry periods, complementary amounts of stormwater and 
wastewater could be employed for optimal use of infiltration capacities (Bradshaw and Luthy, 
2017). Additional research is necessary to determine the long-term performance of manganese 
oxide-coated sand in wastewater. Nonetheless, wastewater effluent tends to have concentrations 
of dissolved organic carbon comparable to that of stormwater (Amy and Drewes, 2007; Ma et al., 
2001), and similar concerns related to toxic organic compounds and metals (Babel, 2003; Bolong 
et al., 2009; Ternes et al., 2004). Manganese oxides have been demonstrated to oxidize some 
trace organic compounds in wastewater effluent (Forrez et al., 2010, 2009). Therefore, 
manganese oxide-coated sand also has considerable promise as an engineered geomedia for 
removing contaminants during wastewater effluent recharge. 
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