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Time- and angle-resolved extreme ultraviolet photoemission spectroscopy is used to study the electronic
structure dynamics in BaFe2As2 around the high-symmetry points Γ and M. A global oscillation of the
Fermi level at the frequency of the A1gðAsÞ phonon mode is observed. It is argued that this behavior reflects
a modulation of the effective chemical potential in the photoexcited surface region that arises from the high
sensitivity of the band structure near the Fermi level to the A1gðAsÞ phonon mode combined with a low
electron diffusivity perpendicular to the layers. The results establish a novel way to tune the electronic
properties of iron pnictides: coherent control of the effective chemical potential. The results further suggest
that the equilibration time for the effective chemical potential needs to be considered in the ultrafast
electronic structure dynamics of materials with weak interlayer coupling.

DOI: 10.1103/PhysRevLett.112.207001 PACS numbers: 74.25.Jb, 74.25.Kc, 74.70.Xa, 79.60.-i

Time-resolved optical and photoemission spectroscopies
have become important tools to probe the microscopic
details of electron-phonon coupling. The prime example is
the reliable determination of the coupling parameter from
measured relaxation times of excited electrons [1–6]. More
recently, time-resolved spectroscopies have provided novel
insights into the transient behavior of electronically ordered
phases, specifically charge-density waves and supercon-
ductivity, in which electron-phonon coupling plays a
prominent role [7–14].
A particularly intriguing aspect of electron-phonon

coupling often observed in pump-probe spectroscopy is
the generation of coherent optical phonons [15] and their
subsequent modulation of electronic properties. This effect
not only provides a powerful means to study femtosecond
lattice dynamics [16], but can also be used to coherently
control the electronic structure of materials. Through time-
and angle-resolved photoemission spectroscopy (trARPES)
[Fig. 1(a)], coherent phonon-induced oscillations of elec-
tron binding energies are now well known [7,8,17–20], and
in a recent study on the semimetal Bi it was also shown
how the underlying momentum-dependent deformation
potential can be determined from such oscillations with
the help of density functional theory (DFT) [19]. Since the
electrons with the lowest binding energies determine
material properties and collective phenomena, the physics
will become particularly interesting if transient band shifts

and renormalizations are induced near the chemical poten-
tial, which itself may then have to adjust to preserve charge
neutrality. However, transient band renormalization effects
in the vicinity of the chemical potential have so far only
been reported for charge-density-wave systems [7,8,12,13].
Iron pnictides should provide a fertile field for the

study of coherent phonon-induced electronic effects near
the chemical potential. First, their electronic, magnetic, and
superconducting properties are well known to be highly
sensitive to the distance between the iron and pnictogen
planes in the layered structure [21]. As an example,
Figs. 1(b)–1(d) illustrate the predicted band structure
changes for BaFe2As2 as a function of the Fe-As bond
angle. Second, coherent oscillations of the relevant control
parameter, the A1gðAsÞ phonon, can indeed be excited by
femtosecond optical pulses [22–25]. The most remarkable
example of coherent control of iron pnictide properties
has recently been provided by a time-resolved THz
spectroscopy experiment on BaFe2As2 showing that coher-
ent A1gðAsÞ phonons can drive transient spin-density-wave
(SDW) ordering [25]. The connection to the underlying
electronic structure changes, however, is not well
understood.
In this Letter, we report the direct observation of coherent

phonon-induced oscillations of the effective chemical
potential in photoexcited BaFe2As2. With an amplitude as
large as 125 meV at an absorbed fluence of 2.3 mJ=cm2,
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these oscillations markedly reflect the extreme sensitivity
of the iron pnictide electronic properties near the Fermi level
to the coherent breathing displacement of pnictogen atoms,
and they have implications on the magnetic properties.
trARPES can directly probe the varying chemical potential
because the equilibration between the chemical potentials
of the excited surface region and the bulk via diffusive
interlayer transport is much slower than the lattice vibration.
Ultrafast modulation of the chemical potential is thus
established as a novel form of coherent electronic structure
control.
High-quality BaFe2As2 single crystals with a SDW

transition temperature of 138 K were grown by a self-flux
method [26]. trARPES was performed using 400-nm driven
high-harmonic generation [27] and a hemispherical elec-
tron analyzer. Sample surfaces were pumped with 30-fs
near-infrared (780 nm) pulses and probed with sub-10-fs
extreme-ultraviolet (22.1 eV and 43 eV) pulses [Fig. 1(a)].
The effective time and energy resolutions were 35 fs
and 200 meV, respectively. Absorbed pump fluences
Fabs ranged from 0.35 to 2.3 mJ=cm2. Samples were
measured at 100 K, if not noted otherwise.
Figures 2(a) and 2(b) show the pump-induced temporal

evolution of spectra taken at Fabs ¼ 0.47 mJ=cm2 at
momenta near Γ and M where the bands cross the Fermi
level. The variation of the photoemission intensity is
restricted to energies near the Fermi level. After the arrival
of the pump pulse, the spectral weight in the region of
maximum intensity around −0.15 eV is suppressed and the

position of the high-energy (leading) edge starts oscillating
with a sizeable amplitude of about 25 meV, while the
low-energy tail at about −0.5 eV stays rigid. Notably, the
oscillations near Γ and M are in phase and their frequency
of ð5.4� 0.2Þ THz [period of ð185� 6Þ fs] corresponds to
the frequency of the A1gðAsÞ phonon mode [22,24,25]. The
spectra at selected pump-probe delays shown in Figs. 2(c)
and 2(d) indicate that the depletion of spectral weight, the
modulation of the leading-edge position, and the rigidity of
the low-energy tail are related to a shift and broadening
of the Fermi edge as the dominant spectral change after
photoexcitation.
We have performed systematic trARPES measurements

at different positions in the Brillouin zone [near X and near
halfway Γ–Z (with a probe photon energy of 43 eV)], at
different polarizations of the probe beam (s versus p)
thereby selecting holelike and electronlike bands of differ-
ent symmetries, at different temperatures (100 K versus
175 K), and at different doping levels (BaFe2As2 versus
Ba0.65K0.35Fe2As2) [28], see below for the analysis of the
results. All the results show a qualitatively and quantita-
tively similar temporal and spectral response indicating that
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FIG. 2 (color online). Time-dependent ARPES spectra of
BaFe2As2 taken at Fermi momenta near (a) Γ and (b) M. Data
were recorded with s-polarized 22.1-eV probe pulses at
T ¼ 100 K and Fabs ¼ 0.47 mJ=cm2. Photoemission intensity
was integrated over a momentum window of 0.18 Å−1. (c),(d)
Comparison of spectra taken near Γ at specific pump-probe
delays. Solid lines represent best fits with the model described
in the text.
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FIG. 1 (color online). (a) Schematic illustration of time-
resolved pump-probe ARPES of BaFe2As2. The photoexcited
surface region, which is out of equilibrium with respect to the
bulk, is indicated by shading. (b) Sketch of the Fe-As layer in
BaFe2As2 illustrating the A1gðAsÞ phonon mode. (c) 10-orbital
tight-binding band structure of BaFe2As2 at low energies along
Γ–M computed for various Fe-As bond angles α (α ¼ 34.5° is the
equilibrium value). (d) Corresponding density of states as a
function of α. Note the modification of the occupied bandwidth
implying a change in the Fermi energy.
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a global property of the electronic structure is probed in the
experiments rather than a momentum and band selective
process. We argue here that this property is the effective
chemical potential μ of the photoexcited surface region of
the BaFe2As2 sample.
To quantify the shift and broadening of the leading edge,

we have approximated the spectra with a Lorentzian plus a
constant background, multiplied by a Fermi-Dirac function
and convoluted with a Gaussian representing the exper-
imental energy resolution. This implies the common
assumption that electron-electron scattering is efficient
on a time scale of ≤ 100 fs in keeping the nonequilibrium
electron distribution close to an effective equilibrium
distribution. As shown in Figs. 2(c) and 2(d), the simple
model fits reproduce the data very well. We emphasize that
the fitting scheme reveals a robust modulation of the Fermi
level (i.e., μ): a variable μ is necessary to produce good fits,
whereas a variable Lorentzian position does not signifi-
cantly improve the fit quality and, when μ is fixed, cannot
reproduce the experimental data [28]. At the sensitivity
of the present experiment, spectral peak shifts ≳20 meV
can be ruled out. Residual coherent peak shifts below this
level, however, may modulate the broadening of the leading
edge and thus explain the weak imprint of the oscillatory
component of the temporal response on the extracted
effective temperature in Fig. 3(a).
Figures 3(a) and 3(b) show the time dependencies of the

effective electron temperature and the relative shift of the
effective chemical potential as obtained from data taken at
Fabs ¼ 0.47 mJ=cm2. The effective electron temperature
shoots up from 100 to about 500 K and decays exponen-
tially with a time constant τe of 380 fs. These numbers are
consistent with the ones reported for a similar pump fluence
in Refs. [5,24]. The effective chemical potential, on the
other hand, displays a temporal response with two compo-
nents, well known from coherent phonon studies [15]: a
damped harmonic oscillation dominated by the coherent
nuclear motion, plus an exponentially relaxing shift com-
monly attributed to a shift of the vibrational potential and
changes in electron and lattice temperatures. We model this
response using the following expression for the shift of μ
relative to the Fermi level of the spectrometer, EF:

μðtÞ − EF ¼ A0 cosðωAtþ ϕAÞe−t=τA −U0e−t=τU ;

with the amplitudes A0 and U0, decay constants τA and τU,
and the frequency and phase ωA and ϕA, respectively. In the
fitting process, ωA is set to the frequency of the A1gðAsÞ
mode and the finite time resolution of the experiment is
taken into account by a Gaussian convolution. The best
fit as well as the decomposition into the two components
are included in Fig. 3(b). Figures 3(c) and 3(d) show the fit
results for the time constants τA, τU, and τe and for the
amplitudes A0 and U0 as a function of Fabs. The time
constants show no systematic variation in the range of

fluences applied; the distinct average values are hτAi ¼
ð810� 90Þ, hτUi ¼ ð135� 40Þ, and hτei ¼ ð485� 65Þ fs.
The two amplitudes, on the other hand, increase with
increasing Fabs up to a value of 125 meV at 2.3 mJ=cm2,
but they do not move in perfect correlation and U0 tends
to be larger than A0. The extracted phase ϕA is
ð−0.11� 0.02Þπ, independent of the fluence. This corre-
sponds to a cosinelike oscillation as expected for a
displacive excitation of coherent phonons [15].
Overall, the results of Figs. 2 and 3 clearly suggest a

modulation of μ that quasiadiabatically follows the coher-
ent oscillation of the A1gðAsÞ phonon mode. This, however,
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FIG. 3 (color online). (a) Effective electron temperature and
(b) chemical potential shift in BaFe2As2 as a function of pump-
probe delay, extracted from trARPES data taken near Γ and M
with s- and p-polarized 22.1-eV probe pulses (T ¼ 100 K,
Fabs ¼ 0.47 mJ=cm2). Thick gray lines represent best fits with
the models described in the text. In (b) oscillatory and non-
oscillatory components of the temporal response are indicated.
(c) Extracted time constants and (d) amplitudes as a function of
absorbed pump fluence. Lines serve as guides to the eye. In (d),
filled gray symbols represent amplitudes obtained from data
taken at a higher temperature and of the optimally hole-doped
compound Ba0.65K0.35Fe2As2.
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is surprising. On the one hand, one can see from Figs. 1(c)
and 1(d) that a small variation of the Fe-As bond angle α
can indeed induce a significant change of the occupied
bandwidth which implies a change of μ. But on the other
hand, BaFe2As2 is a metal and one would expect that μ
stays put at the spectrometer reference EF and that the band
positions are shifting instead, as, e.g., observed in the
semimetal Bi [19]. To explain the effect, we need to
compare the oscillation period of the coherent phonons,
which modulate the chemical potential, to the time scale on
which diffusive transport restores a chemical potential
equilibrium between the photoexcited surface region and
the unaffected bulk held at EF [Fig. 1(a)]. The equilibration
time is roughly given by L2=π2D, where L ≈ 30 nm is a
typical optical penetration depth at 780 nm [29] and D ¼
ð1=3Þv2F⊥τc is the diffusivity perpendicular to the surface
(vF⊥: Fermi velocity perpendicular to the surface, τc:
relaxation time). Near 100 K, τc is on the order of 1 fs
in both BaFe2As2 [30] and Bi [31]. Thus, the significantly
different vF⊥ values for BaFe2As2 (≈3 × 104 m=s [32,33])
and Bi (≈106 m=s [31]) translate into a 3 orders of
magnitude difference in the equilibration time: ≈300 ps
for BaFe2As2 versus ≈270 fs for Bi. So, while in Bi the
diffusive equilibration happens fast, with a time constant
comparable to the A1g period (337 fs [19]), any chemical
potential difference between the excited surface region and
the bulk in BaFe2As2 should indeed persist on the time
scale of the coherent A1gðAsÞ vibration (185 fs). In other
layered materials, such as the charge-density-wave systems
TbTe3 [8] and 1T-TaS2 [7,12,13], diffusive interlayer
transport should be similarly slow. However, a coherent
phonon-induced modulation of μ is not observed because in
TbTe3 the modulation of the partial, mean-field-type gap
leaves the occupied bandwidth unchanged [34], while in
1T-TaS2 the Fermi level may be pinned by defects [35].
It is evident from the results in Fig. 3 that the transient

modulation of μ in BaFe2As2 does not only depend on a
coherent nuclear displacement. For an instantaneous,
purely displacive excitation of coherent phonons, the
amplitudes of the oscillatory and nonoscillatory compo-
nents of the response, A0 and U0, should match, but here
an additional effect contributes to the nonoscillatory
component shifting μ towards lower values [Fig. 3(d)].
Differences in A0 and U0 are often attributed to electron
temperature effects [15,16,19]. However, in the present
case the dynamics of the nonoscillatory component does
not follow the dynamics of the electron temperature, as
can be seen from the distinct time constants τU and τe in
Fig. 3(c). This specifically rules out an explanation in terms
of a temperature-induced μ shift due to fine structure in the
density of states near EF, as put forward in a recent ARPES
study [36]. Moreover, since band structure theory consis-
tently predicts a negative slope of the density of states at the
Fermi energy for BaFe2As2 [36–38], μ would have to shift
towards higher values, contrary to what is experimentally

observed. Further scrutiny is required to determine the
origin of the nonoscillatory component of the μ modula-
tion. Possible contributions to this component are the
depopulation of electronic states near the Fermi level
and the modification of interband interactions after photo-
excitation [39].
Our results indicate that the easy-to-detect oscillatory

component of the μ modulation can be a sensor for the
coherent phonon-induced electronic structure changes
near the Fermi level [Fig. 1(c)] that are hidden behind
the limited energy resolution. Since the data taken at a
temperature and a doping level where the SDW is sup-
pressed show unchanged amplitudes of the oscillatory
component [Fig. 3(d)], we conclude that a possible modu-
lation of the SDW gap has only a minor effect on the μ
oscillation [28]. Then, conversely, using known changes to
the band structure upon variation of the pnictogen height h
above the iron plane, we can estimate the amplitude of the
coherent A1gðAsÞ oscillation from our results. DFT predicts
a “deformation potential” Δμ=Δh for BaFe2As2 of about
−2 eV=Å [37,40]. The typical renormalization factor of
2–5 for iron pnictide bands calculated within the local
density approximation [41–43] brings this value into good
agreement with an experimental value of −0.58 eV=Å
derived from ARPES band shifts and measured changes
of the average pnictogen height in BaFe2ðAs1−xPxÞ2
[44–46]. The amplitude of the μ oscillation measured at
Fabs ¼ 0.47 mJ=cm2 is 24 meV. We thus obtain an ampli-
tude of the coherent As displacement of about 4 pm,
corresponding to a modulation of the bond angle α of 0.8°.
These values are by a factor of 5 larger than the ones
estimated in a recent time-resolved THz spectroscopy
study [25], but the displacement compares well with the
amplitude of coherent A1g oscillations in Bi derived from
trARPES data [19]; all studies were performed at similar
pump fluences.
Notably, the observed initial decrease of the effective

chemical potential [Fig. 3(b)] corresponds to an initial
increase of the As height which goes along with an increase
of the density of states at the Fermi level [Fig. 1(d)]. The
initial direction of the coherent As motion should therefore
correlate with an enhanced tendency towards SDW order.
From the results of DFT calculations of BaFe2As2 [46], as
well as from the results of magnetic and structural mea-
surements of BaFe2ðAs1−xPxÞ2 [46,47], we can derive a rate
of change of the Fe magnetic moment with the average
pnictogen height of Δm=Δh ≈ 10 μB=Å. A coherent As
breathing vibration with an amplitude of 4 pm can thus
induce a transient change of the magnetic moment as large
as �0.4 μB, corresponding to a relative change of �43%
[48]. In consequence, in the first half-cycle the amplitude
of magnetic fluctuations may be significantly enhanced.
However, it remains to be understood how the coherent
phonons drive the fluctuations into coherence to develop
transient SDW order above the transition temperature [25].
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In conclusion, the chemical potential of photoexcited
BaFe2As2 is shown to oscillate at the frequency of the
A1gðAsÞ phonon mode. This observation substantiates
electronic structure control of the iron pnictides by coherent
phonons, with further implications on the magnetic proper-
ties of these materials. Persistent chemical potential mod-
ifications could be generic to layered materials with weak
interlayer coupling when driven out of thermal and dif-
fusive equilibrium.
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