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ORIGINAL ARTICLE

Repair of Avascular Meniscus Tears with Electrospun
Collagen Scaffolds Seeded with Human Cells

Jihye Baek, PhD,1,2 Sujata Sovani, MS,1 Nicholas E. Glembotski, BS,1 Jiang Du, PhD,3

Sungho Jin, PhD,2 Shawn P. Grogan, PhD,1 and Darryl D. D’Lima, MD, PhD1

The self-healing capacity of an injured meniscus is limited to the vascularized regions and is especially challenging
in the inner avascular regions. As such, we investigated the use of human meniscus cell-seeded electrospun (ES)
collagen type I scaffolds to produce meniscal tissue and explored whether these cell-seeded scaffolds can be
implanted to repair defects created in meniscal avascular tissue explants. Human meniscal cells (derived from
vascular and avascular meniscal tissue) were seeded on ES scaffolds and cultured. Constructs were evaluated for
cell viability, gene expression, and mechanical properties. To determine potential for repair of meniscal defects,
human meniscus avascular cells were seeded and cultured on aligned ES collagen scaffolds for 4 weeks before
implantation. Surgical defects resembling ‘‘longitudinal tears’’ were created in the avascular zone of bovine
meniscus and implanted with cell-seeded collagen scaffolds and cultured for 3 weeks. Tissue regeneration and
integration were evaluated by histology, immunohistochemistry, mechanical testing, and magentic resonance
imaging. Ex vivo implantation with cell-seeded collagen scaffolds resulted in neotissue that was significantly better
integrated with the native tissue than acellular collagen scaffolds or untreated defects. Human meniscal cell-seeded
ES collagen scaffolds may therefore be useful in facilitating meniscal repair of avascular meniscus tears.

Introduction

Among knee injuries, meniscal tears are the most fre-
quent type of injury and are an important factor of knee

disability,1–3 accounting for up to 15% of all knee injuries in
younger active individuals.4 Partial or total menisectomy is
currently the most commonly recommended treatment ap-
proach for meniscal tears.5 A number of techniques have been
developed to repair meniscal tears: involving sutures, screws,
arrows, and darts.6 These repair procedures can relieve pain,
locking, and instability in the short term. However, in the
long term, no significant benefit has been documented with
respect to preventing degenerative joint changes and accel-
erated osteoarthritis due to deficient meniscal function.7,8

The predominant issue with meniscal tears is the absence
of self-healing capacity of the meniscus due to lack of vas-
culature.1,9 While fully vascularized at birth, adult menisci
are only vascularized in the outer one-third to two-thirds.1

The vascularized periphery of the meniscus possesses some

self-healing capacity and minor or simple tears can be re-
paired.10 However, large or complex tears, especially those
within the avascular region, are extremely difficult to repair.

Numerous approaches have been attempted to enhance
repair or replace injured meniscal tissue. Transplantation of
meniscal allografts can relieve pain and enhance function in
the short term.11–13 Others have explored replacing meniscal
tissue using natural biomaterials, including periosteal tissue,14

small intestine submucosa,15 acellular porcine meniscal tis-
sue,16 perichondrial tissue,17 and bacterial cellulose.18 How-
ever, these approaches have yet to be translated to clinical
application largely because of the lack of replication of the
organization, structure, and biological and mechanical prop-
erties of meniscal tissue.

Electrospinning makes it feasible to fabricate nanoscale
fibers composed of synthetic materials such as polylactic
acid (PLA) and polycaprolactone (PCL)19–21 and of natural
materials such as collagen, gelatin, and chitosan.22–24

Electrospun (ES) fiber matrices have been used successfully
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in drug delivery and wound healing, as well as other bio-
medical applications.25 These nanofibrous scaffolds possess
the advantage of tunable mechanical strength with a large
biomimetic surface area. Cell attachment, cell proliferation,
and transport of nutrients through the scaffold can be accel-
erated by the high surface-to-volume ratio and by the porous
structure of the scaffold.26,27 We previously demonstrated
that ES PLA scaffolds can replicate meniscus nanostructural
and microstructural organization with appropriate mechanical
properties and high cell compatibility.28

Although synthetic polymers are biocompatible, they are
known to cause significant inflammation and foreign body
reaction when implanted in vivo.29 For example, biodegra-
dation products (lactic acid) released from PLA reduce pH
within the knee joint.30 Natural polymers may circumvent
these complications and a scaffold composed of collagen
may be optimal since it is the main fibrillar component of
the meniscus, is biocompatible, and has been used in clin-
ically approved/cleared devices.31,32

The objective of this study was to develop biomimetic
scaffolds, which replicate the collagen fibrils of native me-
nisci, seeded with human meniscogenic cells, and with
biomechanical properties approaching that of native me-
niscal tissue. Toward this objective, we used ES scaffolds
composed of collagen type I with different fiber arrange-
ments (random and aligned) to emulate the regional distri-
bution of meniscal fibers. These ES scaffolds were then
crosslinked to enhance mechanical properties and seeded
with human meniscal fibrochondrocytes. The scaffolds were
characterized by fiber morphology and biomechanical prop-
erties. The meniscogenic potential was assessed by cell vi-
ability, proliferation, gene expression, and matrix synthesis.
To determine the potential for clinical translation, we also
evaluated ex vivo repair by implanting cell-seeded ES scaf-
folds in tears created in the avascular region of live meniscal
bovine explants.

Materials and Methods

Fabrication of ES collagen type I scaffold

Sixteen percent w/v Bovine Collagen type I (Semed S,
acid-soluble, DSM, NL) was dissolved in 20· phosphate-
buffered saline (PBS) and ethanol at a ratio of 1:1 w/w as
previously described.33 ES scaffolds were created in a
similar way as previously described for ES PLA scaffolds.28

The collagen solution was placed in a syringe, which was
actuated by a syringe pump (KDS200; KD Scientific, Inc.)
at a feeding rate of 0.1–0.2 mL/h into a Teflon tube that was
connected to a 21-G needle with an inner diameter of
0.5 mm. Collagen fibers were ES on collectors covered by
aluminum foil. For fabricating random fibers, a flat plate
was used as a collector with a tip-to-collector distance of
16 cm. For fabricating aligned fibers, a drum, rotating
nominally at 2400 rpm was placed at 12 cm from the needle
tip (to the tangent surface of the drum). The applied voltage
was varied from 15 to 20 kV by a voltage-regulated DC
power supply (NNC-30 kV-2 mA portable type; NanoNC) to
generate the polymer jet. ES collagen scaffolds were
crosslinked by submerging in 0.25% glutaraldehyde (GA;
Sigma-Aldrich) in 1· PBS for 1 h. After fixation, scaffolds
were washed thrice for 10 min each with absolute ethanol
and stored at 4�C.

Structural morphology of collagen type I scaffold

To examine the ultrastructural morphology of ES colla-
gen type I scaffolds, scanning electron microscopy (SEM)
was performed. The ES collagen scaffolds were coated with
iridium using a sputter coater (Emitech K575X; EM Tech-
nologies Ltd.). The prepared scaffolds were examined under
SEM (Philips XL30; FEI Co.) with an accelerating voltage
of 10 kV. The diameter of the ES fibers for each scaffold
was calculated from the SEM images by an image proces-
sing software (Image J; National Institutes of Health).

Tissue harvesting and cell isolation

Normal human menisci (medial and lateral) were ob-
tained from tissue banks (approved by Scripps Institutional
Review Board), from six donors (mean age, 29.8 – 4.7; age
range, 23–35 years; two females and four males). To grade
and select the menisci, a macroscopic and histologic grading
system was used.34 The avascular region was defined as the
one-third outer portion and the remaining two-third was
considered the vascular region. These regions were separated
by a scalpel and enzymatically digested using collagenase
(2 mg/mL; C5138; Sigma-Aldrich) in Dulbecco’s Modified
Eagle Medium (DMEM) (Mediatech, Inc.) and 1% Penicillin/
Streptomycin/Fungizone (Life Technologies) for 5–6 h. Di-
gested tissues were filtered through 100-mm cell strainers
(BD Biosciences) and seeded in monolayer culture in DMEM
(Mediatech) supplemented with 10% calf serum (Omega
Scientific, Inc.) and 1% Penicillin/Streptomycin/Gentamicin
(Life Technologies). The isolated meniscal cells were cul-
tured for one passage before seeding on ES scaffolds.

Cell seeding in ES collagen type I scaffold

Isolated human meniscus cells (passage 1) derived from the
vascular and avascular regions were seeded on 2 cm · 1 cm
rectangular random and were aligned on collagen scaffolds at a
cell density of 0.5 · 106 per scaffold. Cell-seeded scaffolds
were cultured in six-well plates and maintained in 2 mL of
monolayer culture medium for 3 days to permit initial cell
attachment and scaffold colonization. The medium was then
changed to the serum-free ITS+ medium (Sigma) supple-
mented with 10 ng/mL transforming growth factorb1 (TGFb1;
PeproTech). The serum-free ITS+ medium used for ES scaf-
folds culture consisted of DMEM (Mediatech), 1 · ITS+ me-
dium (Sigma-Aldrich) (i.e., 10 mg/mL insulin, 5.5 mg/mL
transferrin, 5 ng/mL selenium, 0.5 mg/mL bovine serum al-
bumin, and 4.7 mg/mL linoleic acid), 1.25 mg/ml human serum
albumin (Bayer), 100 nM dexamethasone (Sigma-Aldrich),
0.1 mM ascorbic acid 2-phosphate (Sigma-Aldrich), and pen-
icillin/streptomycin/gentamicin (Gibco).35 The scaffolds and
cells were cultured for 2 weeks in the ITS+ medium with
medium changes every 3–4 days. At 2 weeks, scaffolds were
assessed for cell viability and cell distribution and morphology
by histology and SEM.

Mechanical properties of collagen type I scaffold

The ES collagen scaffold mechanical properties were
quantified by tensile testing (n = 8 per group) as described
previously.28 The scaffolds were tested under three different
conditions: (i) random and aligned ES dry scaffolds, (ii)
aligned scaffolds seeded with avascular human meniscus
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cells and cultured for 1 and 3 weeks, and (iii) aligned scaffolds
without cells and cultured for 1 and 3 weeks. Scaffolds were cut
into dog-bone-shaped specimens with a gauge length of 8 mm
and gauge width of 2 mm using a custom-made aluminum
template. The thickness of each scaffold was measured using a
digital caliper. For mechanical testing of cultured cell-seeded
scaffolds, human avascular cells (0.5 · 106 cells/each sample)
were seeded on the dog-bone-shaped aligned collagen scaf-
fold. Scaffolds were cultured as described in the previous
section.

The specimens were mounted in the grips of a uniaxial
testing machine (Instron� Universal Testing Machine, 3342
Single Column Modelod) with a 500 N load cell and tested
to failure at a displacement rate of 1 mm/s. Samples that
failed outside the gauge length were discarded and then
mechanical properties of the ES collagen scaffolds were
quantified by tensile testing (n = 6 per group). Young’s
modulus was calculated as the slope of the linear segment of
the stress–strain curve. The maximum load before failure
was recorded as the ultimate tensile strength (UTS).

Cell viability assessments

The viability of cells cultured on aligned collagen scaffolds
was observed using Calcein-AM and Ethidium Homodimer-1
(Live/Dead kit; Life Technologies) and a laser confocal
microscope (LSM-510; Zeiss) as previously described.28

Cellular morphology of meniscus cells on collagen
type I scaffold by SEM

SEM was employed to observe high-resolution features of
cells grown on the ES collagen scaffolds. After 2 weeks in
culture, cell-seeded scaffolds were washed with 1· PBS and
fixed with 2.5% w/v GA (Sigma-Aldrich) in 1· PBS for 1 h.
After fixation, specimens were washed thrice with PBS for
10 min each wash. Then, the specimens were dehydrated in
a graded series of ethanol (50%, 70%, and 90%) for 30 min
each and left in 100% ethanol for 24 h at temperatures be-
low zero. Next, the specimens were kept in 100% ethanol
until they were completely dried in a critical point dryer
(Autosamdri-815, Series A; Tousimis, Inc.). The surface of
dried samples was then metalized by sputter coating with
iridium. The morphology of the scaffolds as well as that of
the adherent cells was observed by SEM (Philips XL30).

Measurement of newly deposited collagen type I

Human meniscal avascular cells were cultured on discs of
aligned collagen scaffolds (6 mm in diameter, 0.125 · 106

cells per disc) in the serum-free ITS+ medium (Sigma-
Aldrich) supplemented with 10 ng/mL TGFb1 (PeproTech)
for 3 weeks with medium changes every 3–4 days. The
scaffold and cells were solubilized with pepsin under acidic
conditions and digested with pancreatic elastase at neutral pH
to convert polymeric collagen to monomeric collagen at 2�C–
8�C. To evaluate newly deposited collagen, an enzyme-linked
immunosorbent assay (ELISA) was performed (Human col-
lagen type I ELISA; MD Bioproducts). The plate was read on
a SpectraMax 384 Plate Reader (Molecular Devices) at
450 nm (650 nm reference). Nonspecific ELISA readings
were controlled by using noncell-seeded scaffolds cultured
under the same conditions and times.

RNA isolation and RT-polymerase chain reaction

Total RNA was isolated using the RNeasy mini kit
(Qiagen) and first-strand cDNA was made as reported by the
manufacturer’s protocol (Applied Biosystems). Quantitative
RT-polymerase chain reaction was performed using Taq-
Man� gene expression reagents. COL1A1, SOX9, COMP,
CHAD, aggrecan (AGG), and GAPDH were detected using
Assays-on-Demand� primer/probe sets (Applied Biosys-
tems). Expression levels were normalized to GAPDH using
the recommended DCt method, and fold change was cal-
culated using the 2-DDCT formula.36

Ex vivo meniscal repair

Avascular bovine meniscal tissue explants were harvested
from fresh adult bovine knees and cultured in the medium for
5 days in six-well plates with DMEM supplemented with 10%
calf serum and 1% Penicillin, Streptomycin, and Gentamicin.
To simulate a longitudinal meniscal tear, a scalpel was used to
cut the explant parallel to the circumferential direction of the
collagen bundles. Aligned collagen scaffolds seeded with
avascular meniscal cells were first cultured for 2 weeks and
then inserted in the meniscal tear with the scaffold fibers
aligned parallel to the circumferential collagen fibers of the
host meniscal tissue. The repaired meniscal explants were
maintained in the serum-free ITS+ medium (Sigma-Aldrich)
supplemented with 10 ng/mL TGFb1 (PeproTech) (8 mL/
well) for an additional 3 weeks (with medium changes every
4–5 days) and processed for histology and magnetic reso-
nance imaging (MRI) to assess filling of meniscal tear with
neotissue and scaffold/host integration.

Histology, immunohistochemistry,
and histomorphometry

Ex vivo meniscal explants with meniscal tears repaired
with cell-seeded or acellular ES collagen scaffolds were
fixed in Z-Fix (ANATECH) for 9 days and embedded in
paraffin. Sections (5–7mm thick) were stained with hema-
toxylin and eosin for the study of morphological details,
while Safranin O-fast green staining was used to assess
glycosaminoglycan distribution. For detection of collagen
type I by immunohistochemistry (IHC), cut sections were
treated with hyaluronidase for 2 h33 and incubated overnight
at 4�C with a primary antibody against collagen type I
(clone: I-8H5; MP Biomedicals) at 10mg/mL. Secondary
antibody staining and detection procedures were followed as
previously described.28,37 An isotype control was used to
monitor nonspecific staining. To detect cells, sections were
stained with the Vectashield mounting medium containing
4¢,6-diamidino-2-phenylindole (Vector Laboratories).

Microphotographs of all histological sections were cap-
tured using a microscope (Olympus BX60; Shinjuku)
mounted with a calibrated charge-coupled device camera
(Macrofire Optronics). Histomorphometric analysis was
performed using the image processing software (Image J;
National Institutes of Health). The total length of the interface
between the meniscal tissue and scaffold was measured and
classified as integration, disintegration, and apposition as
described by Pabbruwe et al.38,39 Briefly, the presence of a
gap between the scaffold and adjacent host tissue was clas-
sified as ‘‘disintegration.’’ Apposition of scaffold to adjacent
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host tissue with clear demarcation of the interface was
classified as ‘‘apposition.’’ Finally, a continuous interface
with the absence of a clear boundary between scaffold and
adjacent host tissue and the presence of cell migration and
matrix remodeling was classified as ‘‘integration.’’ Each
type of interface was expressed as a percentage of the total
interface.

Magnetic resonance imaging

Bovine meniscus explants with surgically created tears
were implanted with collagen scaffolds and cultured for 3
weeks as described above. Explants were divided into three
groups: (i) untreated tears, (ii) tears repaired with acellular
scaffolds, and (iii) tears repaired with cell-seeded scaffolds.
An 11.7T system, Bruker BioSpec with 750 mT/m gradients
was used. 2D multislice/multiecho pulse sequences (repeti-
tion time [TR] = 30,000 ms, echo time [TE] = 8.16 ms) of
voxel size 50–70 · 50–70 · 500mm were employed together
with 3D multigradient echo sequences (TR = 80 ms, TE = 2–
18 ms, fractional anisotropy [FA] = 14�).

Mechanical testing of repair in ex vivo model

Bovine meniscus explants with untreated tears or tears
repaired with cell-seeded or acellular scaffolds (n = 7 per
group) were tested for tensile mechanical properties. Human
meniscus avascular cells were seeded on aligned collagen
scaffolds and cultured for 2 weeks. Bovine menisci were cut
into rectangular shapes (width: 12.24 – 0.37 mm, length:
16.88 – 1.85 mm, and thickness: 2.27 – 0.26 mm). The aver-
age dimensions for each group are presented in Table 1.
Surgical tears (nominally 10 mm in length) were made hor-
izontally in the center of rectangular-shaped meniscus spec-
imens and acellular or cell-seeded collagen scaffolds were
inserted into the surgical defect. After 2 weeks in culture, the
specimens were moved into 50-mL conical tubes and washed
with 1· PBS. Each end of the specimen (with the longitudinal
tear in the center) was mounted in the clamps of an Instron
mechanical testing frame (Instron� Universal Testing Ma-
chine, 3342 Single Column Model). Tensile force was mon-
itored using a 500 N load cell as samples were tested to failure
in tension at a constant displacement rate of 1 mm/s. Young’s
modulus was calculated from the slope of the linear segment
of the stress–strain curve. The UTS was calculated at the
maximum load before failure.

Statistical analysis

Analysis of variance, post hoc student’s t-tests, and Kruskal–
Wallis and Mann–Whitney analysis were used to detect sta-

tistically significant differences in fiber diameter, mechanical
properties, and gene expression levels. p values <0.05 were
considered significant.

Results

Controlled production of ES collagen fibrous scaffolds

The morphological structure of aligned and random ES
collagen fibers is shown in Figure 1A and B. The rotating
drum speed (*2400 rpm) and delivery parameters used
produced scaffold structures with a high degree of alignment.

Table 1. Dimensions of Explant Mechanical

Testing Specimens for Each Condition

Only
defect

Only
collagen

Cell-laden
collagen

Defect size 10.00 10.00 10.00
Width 12.23 – 0.45 12.29 – 0.35 12.21 – 0.36
Length 16.30 – 1.74 16.32 – 1.55 16.34 – 1.89
Thickness 2.22 – 0.21 2.27 – 0.18 2.48 – 0.14

Defect size, width, length, and thickness for each condition
expressed as mean – standard deviation (mm, n = 7).

FIG. 1. Scanning electron micrographs (SEM) of elec-
trospun (ES) collagen scaffolds and cellular response. (A)
SEM of random and (B) aligned ES collagen fibers (Mag.
10,000·; scale bar: 2 mm). (C) SEM of vascular human
meniscus cells cultivated on random and (D) aligned elec-
trospun collagen fibers (Mag. 625·; scale bar: 20 mm). (E)
Avascular human meniscus cells seeded on random and (F)
aligned electrospun collagen fibers (Mag. 625·; scale bar:
20 mm). (G) Vascular human meniscus cells cultivated on
random scaffolds and (H) avascular human meniscus cells
on aligned scaffolds demonstrating viability (live/dead) and
aligned cells cultivated on collagen scaffolds (Mag. 10·;
scale bar: 200 mm in confocal images). Color images avail-
able online at www.liebertpub.com/tea

HUMAN CELL-SEEDED COLLAGEN ELECTROSPUN SCAFFOLDS FOR MENISCUS TEARS 439



The average diameter of aligned fibers was 496 – 97 nm
(range, 340–860 nm) and that for random collagen fibers
was 467 – 76 nm (range, 250–720 nm). The thickness of GA
crosslinked random scaffolds was 0.25 – 0.04 mm, while
crosslinked aligned scaffolds were 0.25 – 0.03 mm.

Scaffold organization influences cell response,
while maintaining high cell viability

Meniscal avascular and vascular cells seeded upon ran-
domly oriented ES collagen scaffolds were flattened and

FIG. 2. Mechanical testing of random and aligned ES collagen scaffolds. (A) Young’s modulus (MPa) for random, aligned
(along fiber orientation), and perpendicular to fiber orientation with and without crosslinking (n = 8). (**p = 0.0010 non-
crosslinked aligned vs. random collagen scaffolds, *p = 0.03 noncrosslinked aligned vs. perpendicular oriented collagen
scaffolds, #p = 0.005 crosslinked aligned vs. random collagen scaffolds, ##p = 0.002 crosslinked aligned vs. perpendicular
oriented collagen scaffolds, Mann–Whitney test; xp = 0.0001 among all groups in all directions, Kruskal–Wallis test). (B)
Young’s modulus (MPa) of aligned ES collagen scaffolds over time in culture with or without cells (0 day after soaking in 1·
PBS for 1 h, 1 week, and 3 weeks) (n = 6). (*p = 0.0317 acellular collagen scaffolds vs. cell-laden collagen scaffolds for 3
weeks, Mann–Whitney test; xp = 0.0074 among all groups, Kruskal–Wallis test). (C) Stress/strain curve for each condition. (D)
Dotted outlined area of stress/strain curve in (C). (E) Ultimate stress readings (MPa) for each condition either crosslinked or
noncrosslinked (n = 8). (*p = 0.0120 noncrosslinked aligned vs. random collagen scaffolds, ##p < 0.0001 crosslinked aligned vs.
random collagen scaffolds, #p = 0.0240 crosslinked aligned vs. perpendicular oriented collagen scaffolds, Mann–Whitney test;
xp = 0.0001 among all groups in all directions, Kruskal–Wallis test). (F) Ultimate stress (MPa) for aligned ES collagen
scaffolds over time in culture with or without cells (0 day after soaking in PBS for 1 h, 1 week, and 3 weeks) (n = 6)
(*p = 0.0159 acellular collagen scaffolds vs. cell-laden collagen scaffolds for 3 weeks, Mann–Whitney test; xp = 0.0027 among
all groups, Kruskal–Wallis test). NC, noncrosslinked; CL, crosslinked; PBS, phosphate-buffered saline. Color images available
online at www.liebertpub.com/tea
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spread out with multidirectional extensions (Fig. 1C, E, and
G). Cells on aligned collagen scaffolds were elongated in
line with the direction of the fibers (Fig. 1D, F, and H).
These differences in morphology and alignment were also
seen in the confocal images (Fig. 1G, H), which provided
evidence of high cell viability in aligned scaffolds.

Mechanical properties of scaffolds influenced by fiber
alignment and culture conditions

Crosslinking with GA increased the average tensile modulus
of dry random scaffolds from 32.48 – 11.84 (noncrosslinked) to
57.56 – 28.11 MPa (Fig. 2A; Table 2). Crosslinking also in-
creased the average tensile modulus of dry aligned collagen
fibers when tested in tension parallel, random, or perpendicular
to the direction of aligned fibers (Fig. 2A; Table 2). There was
significant difference among all dry groups in all directions
(Kruskal–Wallis test, p = 0.0001). However, there was no sig-
nificant difference between dry-noncrosslinked and dry-
crosslinked collagen scaffolds on each direction. Aligned
scaffolds, when tested in the direction parallel to the aligned
nanofibers generated a significantly greater tensile modulus
compared to random scaffolds, regardless of crosslinking
(Mann–Whitney test, p = 0.001 for noncrosslinked collagen
scaffolds; p = 0.0005 for crosslinked collagen scaffolds). On the
other hand, the tensile modulus perpendicular to the direction
of the aligned fibers was 39.63 – 19.27 MPa after cross-
linking, significantly weaker than aligned scaffolds (Mann–
Whitney test, p = 0.0020). Similar to the tensile modulus, the
UTS of crosslinked aligned scaffolds was significantly
higher: 4.97 – 2.01 MPa (parallel to direction of alignment)
(Mann–Whitney test, p = 0.0240) and also compared to
1.19 – 0.63 MPa measured in the crosslinked random scaffolds
(Mann–Whitney test, p < 0.0001). The stress–strain curves and
the ultimate stress values for random and aligned scaffolds
(nonfixed or GA fixed) are presented in Figure 2C–E.

Mechanical properties of cell-seeded and acellular scaf-
folds in culture were significantly lower than dry scaffolds
(Kruskal–Wallis test, p < 0.0001 for Young’s modulus and
UTS) (Table 3). The stiffness of both cellular and acellular
scaffolds decreased with time in culture. However, cell-
seeded scaffolds were consistently stiffer and reached a
higher ultimate tensile stress than acellular scaffolds.

Changes in mechanical properties of acellular and cell-
seeded collagen scaffolds were measured over time in cul-
ture to assess the contribution of newly formed matrix with
time in culture (Fig. 2B, F; Table 3). After 1 week, the
Young’s modulus of the cell-seeded collagen scaffolds was
1.51 – 0.90 MPa, in comparison to acellular scaffolds
(0.78 – 0.48 MPa). After 3 weeks, the cell-seeded collagen
scaffolds generated a significantly greater Young’s modu-
lus of 1.053 – 0.59 MPa, compared to acellular scaffolds
with the Young’s modulus of 0.26 – 0.098 MPa ( p = 0.0317,
Mann–Whitney test). The Young’s modulus and UTS were
significantly different in acellular scaffolds and cell-laden
scaffolds for 0 day, 1 week, and 3 weeks (Kruskal–Wallis
test, p = 0.0074 for Young’s modulus; p = 0.0027 for UTS).

To determine whether the increased mechanical property
of cell-seeded scaffolds was due to the deposition of newly
formed collagen, we used ELISA to measure newly syn-
thesized collagen type I (Fig. 3A). No collagen was detected
in the acellular scaffolds since the antibody does not rec-
ognize denatured collagen in the scaffold (according to
manufacturer’s specification), which was confirmed by our
immunostains (Fig. 4M, N). In addition, cells seeded on
collagen I scaffolds generated greater levels of collagen I
than cells seeded on PLA (Fig. 3A).

A meniscal-like phenotype is supported by ES
scaffolds and specific gene responses differed
between cell source and scaffold organization

In comparison to meniscal cells in monolayer culture
(baseline gene expression levels indicated by dotted line in
Fig. 3B–F), cells that were derived from either vascular or
avascular regions cultivated on both random and aligned
collagen scaffolds expressed significantly higher levels of
COL1A1, SOX9, COMP CHAD, and AGG gene expression
relative to monolayer cultured cells (Kruskal–Wallis test,
p < 0.05). Although COL1A1 and AGG mRNA expression
levels were higher for both meniscus cell sources on aligned
scaffolds relative to random oriented scaffolds (Kruskal–
Wallis test, p = 0.0026 for COL1A1; p = 0.0441 for AGG)
(Fig. 3B, F), no significant differences in gene expression
levels were found between vascular and avascular cells.

Table 2. Ultimate Tensile Strength and Young’s

Modulus (MegaPascals) of Freshly Made

and Noncultured Random and Aligned

Electrospun Collagen Scaffolds

ES nanofiber
(type)

Noncross-
linked/

crosslinked

Tensile
strength
(MPa)

Young’s
modulus
(MPa)

Random collagen NC 1.16 – 0.88 32.48 – 11.84
CL 1.19 – 0.63 57.56 – 28.11

Aligned collagen NC 4.20 – 1.81 178.72 – 78.53
CL 4.97 – 2.01 214.76 – 75.41

Perpendicular to
aligned collagen

NC 1.44 – 0.91 12.15 – 8.42
CL 1.51 – 0.97 39.63 – 19.27

All mechanical properties expressed as mean – standard deviation
(n = 8).

ES, electrospun; NC, noncrosslinked scaffolds; CL, crosslinked
scaffolds; MPa, megapascals.

Table 3. Ultimate Tensile Strength and Young’s

Modulus (MegaPascals) of Random and Aligned

Electrospun Collagen Scaffolds Over Time

in Culture With or Without Cells

(1 Week and 3 Weeks)

Time in culture

Tensile
strength
(MPa)

Young’s
modulus
(MPa)

1 week
No cells and aligned 0.48 – 0.27 0.78 – 0.48
Cells and aligned 0.63 – 0.53 1.51 – 0.90

3 weeks
No cells and aligned 0.024 – 0.029 0.26 – 0.10
Cells and aligned 0.41 – 0.67 1.053 – 0.59

All mechanical properties expressed as mean – standard deviation
(n = 6).
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Integration and neotissue formation of ES cell-seeded
scaffolds in an ex vivo meniscus defect model

Human meniscal cells seeded on collagen-aligned scaf-
folds and precultured for 4 weeks were implanted in surgi-
cally created longitudinal tears in bovine meniscus tissue
explants. After 3 weeks of post-repair culture in six-well
plates, histological analysis revealed the generation of
newly formed tissue within the tear. The repair tissue con-
sisted of cells with elongated cellular morphology, collagen

type I positive matrix staining (IHC), and evidence of
scaffold/neotissue integration within the defect (Fig. 4).
Histomorphometry on collagen ES scaffolds seeded with
human meniscus avascular cells showed 90% integration
with host meniscus tissue and was markedly greater than
acellular collagen scaffolds (Fig. 4O–Q). MRI of the ex vivo
repair (Fig. 5A–F) revealed persistence of the surgical tear
in the unrepaired group. Apposition without integration of
the interface in the acellular scaffold group was observed.
Integration of the scaffold into host tissue in the cell-seeded

FIG. 3. ELISA quantification for collagen type I and gene expression levels of human vascular and avascular meniscus
cells cultivated on either random or aligned collagen ES scaffolds. (A) ELISA quantification of collagen type I for cell- and
noncell-seeded aligned collagen and PLA scaffolds. (B) COL1A1 gene expression. (*p = 0.0026 among experimental
groups, Kruskal–Wallis test). (C) SOX9 gene expression. (D) COMP gene expression. (E) CHAD gene expression. (F)
Aggrecan gene expression (#p = 0.0441 among experimental groups, Kruskal–Wallis test) (n = 4–6 donors) relative to
monolayer controls. Expression levels are relative to monolayer controls (red dotted line). Cells that were derived from
either vascular or avascular regions cultivated on both random and aligned collagen scaffolds expressed significantly
( p < 0.05, Kruskal–Wallis test) higher levels of COL1A1, SOX9, COMP, CHAD, and AGG gene expression relative to
monolayer cultured cells. ELISA, enzyme-linked immunosorbent assay.
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FIG. 4. Overview of the bovine meniscus ex vivo repair model: creation, histology, and histomorphometric analysis. (A)
Fabrication of avascular section of meniscus. (B) Coronal defects were surgically produced in bovine meniscus white zone
tissue and 4-week-old meniscus avascular cell-seeded aligned collagen scaffolds were inserted and cultured for a further 3
weeks. Nontreated defects and non-cell seeded collagen scaffolds were used as controls. The scaffold was placed within the
coronal defect of bovine meniscal avascular zone. All constructs were cultured for 3 weeks and then processed for histology.
(C, D) H&E stain of only defect in meniscus. (E, F) H&E stain of only collagen implant. (G, H) H&E stain of the cells/
aligned collagen scaffold implant within the defect of meniscus. ( I, J) DAPI stain of the cells/aligned collagen scaffold
implant. (K, L) Safranin O/fast-green stain of the cells/aligned collagen scaffold implant. (M, N) Collagen type I im-
munostaining of the cells/aligned collagen scaffold implant. [Mag. (C, E, G, I, K), and (M) = 10·, scale bar: 200mm; Mag.
(D, F, H, J, L), and (N) = 40·, scale bar: 100 mm]. Histomorphometric analysis of meniscus integration in the above
histological sections: (O) the % disintegration ( p < 0.0001), (P) the% apposition (no significant difference), and (Q) the %
integration ( p < 0.0001) (scale bar: 50 mm). The % of disintegration, apposition, or integration divided into each mor-
phological group was calculated according to Pabbruwe’s study.38,39 DAPI, 4¢,6-diamidino-2-phenylindole; H&E, hema-
toxylin and eosin. Color images available online at www.liebertpub.com/tea
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FIG. 5. MRI images and mechanical strength of bovine meniscus ex vivo repair model. Collagen membranes were seeded
with human meniscus avascular cells to create human meniscus avascular cells/ES collagen scaffold implant, as described
under section ‘‘Materials and Methods’’. The scaffolds were inserted into incisions made in a bovine meniscus avascular
section and cultured for 3 weeks. MRI images of meniscal specimens in coronal plane to the meniscus with (A) defect
without any repair, (B) defect repaired with acellular aligned ES scaffold, and (C) defect repaired with cell-seeded aligned
ES scaffold. Imaging of meniscus specimens in the axial plane to the meniscus with (D) defect without any repair, (E)
defect repaired with acellular aligned ES scaffold, and (F) defect repaired with cell-seeded aligned ES scaffold. Mechanical
strength of integrated meniscus: (G) Images of the cell-seeded collagen scaffold implant during culturing, harvesting, and
the tensile testing process; (H) Young’s modulus (n = 7) (*p < 0.0001 among experimental groups, Kruskal–Wallis test;
xp = 0.0006 defects without any repair and repaired with acellular aligned ES scaffold vs. defects repaired with cell-seeded
aligned ES scaffold, Mann–Whitney test) and (I) ultimate tensile strength of meniscal repair model comparing defects
repaired with cell-seeded aligned ES scaffold to defects without any repair and defects repaired with acellular aligned ES
scaffold (n = 7) (#p = 0.0001 among experimental groups, Kruskal–Wallis test; xp = 0.0006 defects without any repair vs.
defects repaired with cell-seeded aligned ES scaffold, Mann–Whitney test; ##p = 0.0012 defects repaired with acellular
aligned ES scaffold vs. defects repaired with cell-seeded aligned ES scaffold, Mann–Whitney test). MRI, magnetic reso-
nance imaging. Color images available online at www.liebertpub.com/tea
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scaffold group can be detected. On mechanical testing of
the repaired defects, cell-seeded scaffolds possessed signifi-
cantly greater tensile mechanical properties (Young’s modu-
lus = 4.16 – 0.82 MPa and UTS = 1.10 – 0.10 MPa) compared to
either unrepaired defects (Young’s modulus = 0.64 – 0.20 MPa
and UTS = 0.51 – 0.18 MPa, Mann–Whitney test, p = 0.0006)
or defects repaired with acellular scaffolds (Young’s modu-
lus = 0.92 – 0.26 MPa, Mann–Whitney test, p = 0.0012, and
UTS = 0.51 – 0.20 MPa, Mann–Whitney test, p = 0.0006) in
Figure 5G–I. The differences across all three groups were sig-
nificant (Kruskal–Wallis test; p = 0.0001 for UTS; p < 0.0001 for
Young’s modulus).

Discussion

A meniscal tear is the most frequently recorded diagnosis
of all orthopedic diagnoses, and partial or total meniscectomy
remains the most common of all orthopedic procedures.40

Electrospinning is an attractive tissue fabrication process to
generate nanofibrous scaffolds that emulate the structure of
native meniscal tissue. We have shown that collagen ES
scaffolds produced in this study support the viability of hu-
man meniscus cells, induced an organized cellular alignment
reflecting the scaffold microstructure, and promoted the for-
mation of meniscus-like tissues. Prefabrication of organized
collagen scaffolds with an architecture mimicking the me-
niscus collagen bundle organization showed promise for the
repair of meniscal tears, as demonstrated by the formation
and integration of new tissue in the ex vivo meniscus defect
model.

Fabrication of scaffolds for meniscus tissue engineering
by electrospinning has been accomplished with numerous
synthetic as well as natural biopolymers.41 We have also
previously shown proof of concept of engineering me-
niscogenic tissue by electrospinning PLA.28 Despite the
biocompatibility and mechanical properties of ES PLA,
there is some concern about the reduction in pH induced by
biodegradation products (lactic acid) within the knee joint as
noted by others using this material.30 In this study, we se-
lected collagen type I to more closely mimic the dominant
structural protein in native meniscal tissue. Using collagen
type I scaffolds also appeared to be advantageous for tissue
engineering since it leads to a higher production of collagen
type I compared to PLA scaffolds. Similar to our previous
report on PLA scaffolds,28 we also observed that the aligned
ES collagen scaffolds possessed greater mechanical prop-
erties relative to the random ES scaffolds and also generated
a higher quality of neotissue (based on gene expression).

The neotissue produced on the collagen scaffolds appeared
meniscus-like with a characteristic deposition of collagen
type I, high expression of SOX9, COMP, and CHAD, and low
GAG content as reported elsewhere for native42–44 and en-
gineered meniscus.28,45–47Although scaffolds were com-
posed of collagen type I, we confirmed that the antibody for
immunostaining and ELISA was specific to newly synthe-
sized collagen type I by comparing results to acellular scaf-
folds. In addition, meniscal cells seeded on collagen I ES
scaffolds generated greater levels of collagen I than cells
seeded on PLA, supporting our rationale for selecting a nat-
urally occurring polymer.

Electrospinning is a convenient manufacturing technique
for tuning the anisotropy of tissue engineering scaffolds and

mechanical properties. Dry extruded collagen fibers have a
wide range of reported tensile moduli: from 2 to 46 MPa48

to 1.7 to 3.3 GPa.49 Dry ES collagen scaffolds had a re-
ported tensile modulus of 52 MPa in the dominant direction
of fiber alignment and 26 MPa in the direction perpendicular
to fiber alignment.50 The moduli of our dry ES mats, even
before crosslinking, were substantially greater. Single ES
collagen fibers have a reported bending modulus of 1.3–7.8
GPa. However, the bending modulus decreased dramatically
after hydration in the PBS buffer (to 0.07–0.26 MPa).51

Crosslinking with GA almost doubled the shear modulus of
single ES collagen fibers and rendered the fibers insoluble.51

GA has also been shown to effectively increase the tensile
strength of extruded collagen threads.52 In our study,
crosslinking with GA doubled the stiffness of randomly
aligned collagen and increased the stiffness of aligned col-
lagen by 120%.

Upon hydration, noncrosslinked scaffolds quickly lost
most of their structural integrity, while GA-crosslinked
scaffolds remained intact. However, upon culture, the me-
chanical properties of hydrated scaffolds were significantly
reduced. Interestingly, the mechanical properties of the cell-
seeded scaffolds at weeks 1 and 3 did not significantly
change over time. The 3-week-cultured cell-seeded scaf-
folds possessed a significantly greater Young’s modulus
(0.90 – 0.62 MPa) compared to the acellular scaffolds at the
same time point (0.26 – 0.10 MPa). The difference in me-
chanical properties between cell-seeded and acellular scaf-
folds was most likely due to collagen type I deposition as
documented by IHC and ELISA. Furthermore, these cell-
seeded collagen scaffolds had a much higher tensile me-
chanical property than previously reported for protein
polymer scaffold. For example, Grogan et al.47 reported
that methacrylated gelatin scaffolds patterned by projection
stereolithography possessed a Young’s modulus of about
0.01 MPa. On noncell-seeded scaffolds, Kai et al.53 mea-
sured tensile properties of a blend of coaxial PCL/gelatin ES
nanofibers. After soaking in PBS for 3 h, the Young’s
modulus was only 0.13 – 0.04 MPa and 0.56 – 0.09 MPa.
Grover et al.54 varied the ratio of collagen to gelatin in
their scaffolds to tailor their mechanical and degradation
properties. Pure collagen, pure gelatin, and mixed collagen-
gelatin 1:1 scaffolds had a Young’s modulus of 81 – 8 kPa,
4.6 – 0.1 kPa, and 19 – 3 kPa, respectively. The Young’s
modulus of pure collagen scaffolds was the highest mea-
sured among seven different scaffolds tested on that study.
The tensile moduli of our cell-seeded collagen scaffolds
were consistently higher than that previously reported for
scaffolds of collagen origin.

Puetzer et al.55 encapsulated meniscus cells in a hydro-
gel and subjected them under strain using a mechanical
anchoring system. They reported increased mechanical
properties of up to 160 kPa over 8 weeks in culture.
Although, we did not observe an increase in mechanical
properties of our cell-seeded scaffolds between 1 and 3
weeks, the range of Young’s modulus generated by our
scaffolds was 1–1.5 MPa, almost 10 times greater than that
reported by Puetzer et al.55 The noncell-seeded scaffolds
degraded and lost mechanical strength, as previously
reported for other collagen-based scaffolds56,57 and other
biodegradable scaffold systems such as poly (ethylene
oxide) (PEO), poly(lactic-co-glycolic acid) (PLGA), and
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mixes of PCL/PLGA.58 Modification of collagen scaffolds,
such as combining with glycosaminoglycans, can retard
degradation rates56 and may be an approach to use with our
collagen scaffold for meniscus repair.

Cell-seeded scaffolds can generate additional extracellu-
lar matrix after implantation and therefore tend to integrate
better into host tissue.59 Kobayashi et al. reported that me-
niscal grafts from the vascular region had a better repair
capacity than grafts from the avascular region, suggesting an
intrinsic repair capacity independent of blood supply.60 On
the other hand, Hennerbichler et al. did not find any sig-
nificant difference in the repair capacity between vascular
and avascular zones.61 In our experiments, we also did not
find significant differences in gene expression between
meniscal cells harvested from vascular and avascular re-
gions. We therefore chose to only study avascular cells in
the ex vivo repair model.

The ex vivo tear repair model developed in this study
supports the potential for cell-seeded collagen scaffolds to
integrate with native tissues. After 2 weeks, we were able
to form integrated repair tissue with a Young’s modulus of
4.16 – 0.82 MPa. Others have also reported on ex vivo re-
pair of meniscal tears. Pabbruwe et al. seeded commercial
sources of collagen membranes or sponges with bone
marrow-derived mesenchymal stem cell and after 40 days
created repair tissues with a tensile strength of 30 MPa.38

Qu et al.62 developed collagenase-releasing scaffolds im-
plant with bovine meniscus and after 50 days showed an
integration strength of PCL/PEO with low-dose collage-
nase of <15 kPa. More recently, Shimomura et al., reported
on the repair of radial meniscal tears using ES PCL scaf-
folds made porous by sacrificial PEO and seeded with
bovine meniscal fibrochondrocytes.63 In that study, how-
ever, the meniscal explants were wrapped by the scaffolds
at the site of the tear and created repair tissue with a
Young’s modulus of 12.5 MPa over 8 weeks in culture.
Overall, a direct comparison of the mechanical properties
derived from these repair model studies is difficult because
of the differences in the creation of tears or meniscal de-
fects, the repair procedure, and the methods of testing.
However, our data show a significantly increased me-
chanical property after only 2 weeks.

Despite the positive interaction of human meniscus cells
with the collagen scaffolds, the low toxicity, and encour-
aging new tissue formation, several issues remain to be
addressed before potential application for enhancement of
meniscal tissue repair. We are continuing to enhance the
biomechanical function by optimizing electrospinning and
crosslinking conditions, by enhancing cell culture, and by
combining collagen with other biomaterials. While fi-
brochondrocytes have been extensively tested with some
success, we are also exploring other cell sources, such as
bone marrow-derived mesenchymal stem cells, that are
more attractive because the source of meniscal fibrochon-
drocytes is limited.38

In summary, we used ES collagen scaffolds to induce a
cellular alignment with scaffold microstructure and stimu-
late meniscogenic neotissue formation. Collagen scaffolds
mimicking the collagen bundle organization of the native
meniscus have promise for the repair of meniscal tears, as
indicated by the generation and integration of new tissue in
ex vivo meniscal tears in the avascular region.
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