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The pipe-quadrupole, an alternative for high gradient 
interaction region quadrupole designs 

I.M . van Oart and R.M. Scanlan 
E.O. Lawrence Berkeley Nalional Laboratory, I Cyclolron Road, Berkeley, CA 94720 _ 

Abstract- In the design of interaction region (IR) quadrupolcs 
for high luminosi ty collidcrs such as the LHC or a possible 
upgradc of the Tcv:,tron, the radiation heating of the coi l 
windings is an impor(<lnt issue. Two obvious solutions to this 
problem call be chosen, Ihe first is to red uce Ihe heat load by 
added shielding, increased cooling with tins or using Nb)Sn to 
increasc the temperature margin. The second solution 
eliminates the conductor from (he areas with the highest 
radiation intensity, which ;H'C locatcd on the sy llll11ctry~axes of 
the midpJ:mcs of the coils. A novel quadrupole design is 
present cd, in which the conductor is wound on four half-moon 
shapcd supports, forming elongatcd toroid sections. The 
asscmbly of the four shapes yields a qu adrupole field with an 
active flux return path, and a void in the high radiation area. 
This void can he occupied by a liquid helium cooling pipe to 
lower tlte temperatm'c of the windings from the inside. The 
coil layout, harmonic optimization and mechanical design arc 
shown, toge ther with the c~llclilated temperature rise for the 
radiation load of the LHC interaction region quadrupoles. 

1. D ES IGN PH ILOSOPHY 

In interaction region quadrupoles, the highest intensi ty of 
the radiation is located on the primary symmetry-axes of 
Ihe quadrupole field [I], depositing energy directly into the 
coi ls in the case of a normal cosjne~26 coil layout, as 
illustrated in Fig. I. A novel quadrupole design is 
presented here, based on the pipe-dipole design [2], in 
which the superconducting cable is wound on four half~ 

11100n shaped supports, essentially forming elongated 
toroid sections. The assembly of the four shapes yields a 
quadrupole field with an ac tive flux return path, and a void 
in the high radiation area. This void can be occupied by a 
liquid helium cooling pipe mounted on a radiation blocking 
heat sink to lower the temperature of the windings from the 
inside. The overall layout of such a magnet design wi th an 
effective bore diameter of 3 em is shown in Fig. 2. The 
winding form can be made from either iron to enhance the 
field grad ient, or fTol11 another non-magnetic metal for 
structural support only. The complex shape of the winding 
form is made by wire-cutting the cable slots out of a 
laminated block of material to avoid the heating due to 
eddy-currents. 
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Fig. I. Computed radiation load in the LHe interaction region 
quadrupoles [ I]. The highest intensi ty of the radiation is in the middle of 
the coi l blocks of the conventional cosine-20quadrupole layout. The heat 
load from the radi ation is computed frOIll the beam induced energy 
deposition for the inner triplet magnets, shown is the power density for 
the innermost area of Ihc conductor. 

II . CONOUCTOR LAYOUT ANO STACKING 

When the coil design is compared to a cosine-26 
quadrupole winding, the conductor stacking is dOlle in 
reverse, the layers closest to the winding shape are wound 
on the mandrel first, stacking is done towards the beam
pipe. 

The total assembly uses at least twice the amount of 
superconductor compared to a cosine-theta layout, but the 
overall cold-mass is smaller, and less susceptible to 
radiation heating, thus making this an ideal candidate for 
IR-quadrupoles in Ihe detector region. 

The coil shape is wound readi ly with small cables or 
tapes; also the packing factor will be higher Ihan when 
large cables are used. All conduclor layouts shown in this 
paper are based on a small 8 strand rectangular NbTi cable 
with a width of 2.72 mm and a thickness of 1.07 mm. The 
cable is made of the standard SSC outer strand material 
and is wrapped with a 50% overlap polyamide tape with a 
thickness 0(50 fLm for e lectrical insulation. 



Fig 2. A solution for the conductor layout for:l pipe-quadrupole (units arc 
in Clll). The cablc CU ITcrlt is 30G I A and the field gradient is 250 T/IIl . 
The highest field reached is 8.23 T in the inner coi l segment nearest the 
45 degree sy mmetry linc. 

The coil optimization and field calculations have been 
done analytically, and were verified usi ng the ANSYS [3J 
and Opera-3D [4J codes. The coil designs are all done with 
an overall ic for NbTi of 1000 Nmm2 at 8 T . This is a 
fairly high cri tical current value, but commercially 
available if the Cu/SC ratio is kept around 0.3: I . Since the 
cables are primarily stacked in parallel to the magnetic 
field this coil shape can be wound using tape conductor 
without generating large losses. 

III. COIL END DEStGN 

The coil end design is similar to thal of a conventional 
electrical Illolor winding. A metal fillet piece is placed 
aga inst the end of the slotted winding form to provide 
support for the first layer wrapped around it. The fillet has 
two protruding edges to guide the oute rmost cables around 
the curved form. All subsequenllayers are wound on lOp of 
the previous ones, and fixed in place with glass-fiber 
reinforced epoxy. 

To demonstrate the winding process a model was 
made of one half quadrant using high density architectural 
foam. The winding slots were cut into the outer radius of a 
24 cm long foam quarter bar, and the inner stacking rad ius 
was cut out. Next, the fillets were mounted onto the ends. 
The resulting winding form was used to demonstrate the 
winding sequence with the actual NbTi cable. No 
significant winding problems were encountered. 

The accuracy of the cable positions is guaranteed by 
the precisely eut slots in the winding form for the outer 
radius. On the inner radius the precision is guaranteed by 
fitting the available space for each layer to the required 

width of the cables plus insulat ion, ensuri ng a snug fit for 
the cables. 

IV. H ARMON IC OPT IMI ZATION 

The harmonic optimi za tion is done by tapering the 
consecuti ve layers furth er inwar(~ along each stack ing 
c ircle for increasing layers count ing from the cool ing pipe. 
This essentially offsets the start of each layer a certain 
distance wi th respect to the 45 degree symmetry line. This 
method prov ides an n-dimensional degree of freedom for 
the harmonic optimization, with n the amount o f layers in 
the coi l winding. 

Further optimizat ion can be achieved by varying the 
spac ing between the cab les in both the inner coil and outer 
coi l, this was not used in the current design. All harmonic 
components of the field have bcen minimized below I unit 
at I cm. Further optimization 10 minimize the unwanted 
components further (i.e. smaller than I x I 0 -7 times the 
quadrupole component) remains to be done. This will be 
done by changing the slot spacing in the ouler return coil , 
si nce the precision of these slots can be guaranteed due to 
the wire-cutting process of the part. 

V. MECHANtCA L DESIGN AND PROTECTION ISSUES 

Since the forces primarily react radially, the 
mechanical design can be kept fairly simple. The whole 
coi l structure can be surrounded by a thin iron yoke to 
prevent the small amount of flu x from leaking out of the 
active return coi l. The eight coi l forms arc manufactured by 
a wire-cutting (EDM) process, and mounted together after 
the coil winding is completed. Based all the required fi e ld 
gradient , the coil form can be manufactured out of iron or 
stainless steel. T he thermal contrac tion of the coil form has 
to be kept c lose to that or the conductor, preferably slightly 
lower, ensuring that the conductor is held in place when the 
magnet is cooled to 4.2 K. 

An ANSYS finite e lement model was built of a coi l 
quadrant to check the Lorentz loads and stresses during 
cooldown and operation. The maximum st ress on the 
conductor is in the order of 85 MPa for a field gradient of 
250 Tim. The coi l end load will be supported by an end 
piece that is mounted directly onto the coi l winding form. 
This allows a separate end shoe to support the windings in 
the end region without having to support the entire axia l 
load on the supe rconductor. 

The compressive end load on the conductor section is 
preset with tensioned bolts mounted to the side of the 
outermost coil forms. The coils can be wound as e ither four 
quadrants or e ight half-quadrants. Using eight half
quadrants makes the stacking process somewhat easier, but 
will require doubling the number of joints in the magnet. A 
benefit of using eight components is that the protection 
diodes can be placed across each half-quadrant, lowering 
the voltage the coil will see during a quench. For the design 
shown in Fig. 2. wi th a cable current of 306 1 A, a total of 



9.3 kA- turns per quadrant is needed for a grad ient of 
250 Tim. 

V I. COIL HEATING DUE TO THE RADIATION LOAD 

To illustrate the desirab ility of an alternate quadrupole 
des ign more resistan t to coil heating, a thermal analysis 
was pe rfo rmed of the effec t of the radiation heat load on 
the coils of a generic cos ine-20 design quad rupole for the 
LHC. The radiat ion load was taken from calcul ations fro m 
Mokhov eLal r 11. and compared to previous models on 
Hadron showers by Burnod e t. aI. [5J, [6J. T he average 
overa ll heat load is in the order of 10 mW/cm3, wilh a 
distributi on profil e as shown ill Fig.1. The heat load 
distribution was computed as an average per cable and 
applied to a non-li near thermal FEM model at 1.9 K. 

T he result ing temperature rise in the coils was 
compuled al about 0.7 K (modcl) 10 2.29 K [7 J in thc inner 
layer, e ffec tive ly raising the coil temperature above the 
critical temperatu re o f the supernuid . The same procedure 
applied to the pipe quadrupole design yie lds a temperature 
increase of the order of 3 mK. This illustrates the 
effecti veness of the cooling pipe and Ihe removal of 
conducto r fro III the Illost heavi ly irradiated areas. Next. ·the 

radiation load profile was modified to include a tungs ten 
be.1 Jll block; this would fUlther reduce the amount of he;Jt 
deposited in the coil by a factor of 2-3 by blockiug the 
radiation before it reaches the conductor. This reqni res that 
the beam block itself is well coo led :md not in direct 
Ihe rmal contac t with the coil segments. In the pipe magnet 
this is achieved by coo ling the tungsten di rect ly with ~ 

forced hel ium now o n the back side o f the beam block. 

VII. COMPARISON \VITI-I CONVENTIONAL QUADRUPOLE 
DESIGNS 

\Vhen compared wi th a conventional cosine-28 design or 
block quad rupole, the pipe quadrupole is fairly ineFfic ient 
with regard to the conductor volume. This is primarily due 
to Ihe ac tive flu x retu rn coil on the Ollter rad ius, which 
doubles the amount of conductor required, Furthermore, 
moving conductor away from the beam pipe to allow for 
space for the cooling structure also reduces the overall 
eFfic iency of the design. 

Compared to an optimized high gradient quadrupole 
design [8] with the same bore diameter, with a cable 
current of 6043 A, and a total of 54 turns, the pipe des ign 
uses 2,8 limes the conductor volume, with a resulting 
transfer function of 12.24 T/m-kA, where the cosine-2 0 
design has a transfer Function of 41. 37 T/m-kA. 

However, the outer radius of the coil of the cosine-28 
design is at 11.7 cm, with an OD of the iron yoke of 30 cm. 
The OD of the pipe design is 28.6 em, with no need for a 
c ircular outer shape. This allows the total cold mass to be 
smaller in size, which is benefi cial for a magnet in the 
detector region, The pipe quadrupole can be made smaller 
in ove rall s ize by reducing the outer layer stacking radius at 

the expense of a small amount of fie ld gradient. I f a 
cond uctor is used with suffic ient marg in , th is would a llow 
the magnet design to become even more compact as 
compared to a cosine-20 des ign. 

CONCLUSIONS 

A high gradient quadrupole with a "p ipe" layout should be 
considered as a promisi ng ca nd idate for fUlure large 
coll ider interaction regions. The design can be opti mized to 
obtain the required fi e ld-quality and the co nduc tor is 
cooled in the region where the rad iat ion heal load is Ihe 
larges!. 

The temperature ri se in the coil windings is red uced 
dramatically by the insertion of a tungs ten beam block and 
a liquid he lium cooling pipe. T he computed maximulll 
temperature in the coil dropped from 0.7 K for a eosine-20 
design to a 3 mK for Ihe pi pe design. 

The overall st ructure is slightly smaller than a 
conventional cos ine-28 design quadrupole wi th a 
comparable field gradient. and can be reduced even further 
in size by decreasing the outer co i l segment s tacking radius 
at the expense of a small amollnt of fie ld grad ient. 

T he pipe design is less effi cient than Ihe eos ine-20 
des ign; for a similar fie ld grad ient 2.8 times more 
conductor is needed . This is due to the less effic ient 
transfer function o f the inner coil segment, and the double 
amount of conductor needed for the outer return coi l. 

The windability of the design and the end regions has 
been demonstrated with a small dummy model. No 

, significant problems were encountered during the coil 
winding, Also the wind ing of the cable around the end 
regions proved to be possible without problems. 

Future plans at LBNL include a small , one-q uadrant 
demonst ration coil with NbT i superconductor 0 11 a wire-cut 
metal wind ing form 
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