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ABSTRACT 

A (001) surface of molybdenum, covered by one monolayer of sulfur was 

prepared in UHV and characterized by LEED, Auger a.nd XPS. This surface 

was found to be stable in air for periods of several days. STM images of the 

surface, obtained in air in the topographic and local barrier height modes, 

revealed the atomic arrangement of sulfur atoms in domains with l x 2 and 

2x l periodicities. Boundaries between domains, adsorbate a.nd substrate 

defect structures and crystallites formed during the initial oxidation of the 

Mo substrate were observed. 
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1 Introduction 

The surfaces of molybdenum with adsorbed layers of sulfur has been 

used to model the catalysts that remove sulfur from hydrocarbon molecules, 

Gellman et al. ( 1984). LEED studies show that sulfur forms several ordered 

structures on the (001) face of Mo as a function of coverage, Clarke, (1981), 

Salmeron et al. (1983). Like all diffraction techniques, LEED is best suited 

to study those structures that form long range ordered domains. Defect 

structures, anti-phase domain boundaries and disord~ed regions escape 

detection in most cases, while they might dominate the surface reactivity. 

The scanning tunneling microscope (STM) is ideally suited to study the 

local structure of the surface, including the non-periodic structures men

tioned above. In addition the STM can be operated in atmospheric pressure 

environments, a condition that can be of crucial importance for catalytic 

studies of surfaces. 

In this paper we will show the structures formed in ultra-high vac

uum (UH\T) by a saturation monolayer of sulfur on Mo(001) and observed 

by STM at atmospheric pressure. The ordered parts of this layer form 

domains with lx2 and 2xl periodicities in accordance with the LEED ob

servations. This result was the object of a recent letter, Marchon et al. 
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(1988a), in which a model for the sulfur structure was proposed consistent 

of equivalent sites half way between the bridge and four-fold positions. We 

present now a more extensive account of our studies that include, in addi

tion· to these ordered structures, others that are non-periodic like domain 

and grain boundaries. 

2 Experimental 

The Mo(OOl) surface was prepared by standard metallographic tech

niques and oriented by Laue X-ray diffraction. The crystal was cleaned in 

UHV by sputtering and oxygen treatments followed by high temperature 

annealing. A saturation coverage of sulfur was subsequently deposited by 

either a. molecular beam of s2 from the electrochemical decomposition of 

Ag2S, Salmeron et al. (1983), or by exposure to H2S. The saturation cov

erage corresponds to one monolayer (one sulfur atom per top-layer molyb

denum atom), according to previous LEED and Auger studies, Gellman et 

al. (1984), Clarke (1981). The LEED pattern at this stage showed extra. 

spots characteristic of 1 x 2 and 2x 1 periodicities. Small amounts of Carbon 

impurities were also present. 

The crystal was then removed from the UHV chamber and installed in 

an STM that operates in air. This microscope consists of a tripod arrange-
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ment of piezoelectric elements that support the tunneling tip. The tips 

used in this study were prepared by mechanically cutting a 1 mm diameter 

Pt-Rh (60 : 40%) alloy wire without any further treatment. The sample 

was mechanically positioned within the range of the Z-piezo feedback by 

two micrometers that bend an asymmetric bar supporting the sample. 

The imaging conditions were as follows. A bias voltage between +50 

and -50 m V was applied to the sample at a gap resistance between 2 and 

20 megohms, with typical tunnel currents of 2 to 15 nA. Images composed 

of 128 lines of 256 data points each were recorded with a. tip velocity of 650 

A per second giving an image acquisition time between 30 and 100 seconds . . 
Images obtained a.t different bias voltages (below 0.2 volts), polarities and 

gap resistance, were similar. 

Two methods of imaging were employed. The first one is the topo-

graphic mode that is commonly used in STM. In this mode, the tunneling 

current is kept constant and the topography of the surface charge density 

contour is displayed. The second method is the local barrier height mode. 

In this mode, the tip to surface gap distance is modulated at a. frequency 

above the feedback loop cut-off, so that the mean value of the tunneling 

current is maintained constant. The amplitude of the AC component of the 

instantaneous tunnel current, as measured by a lock-in amplifier, is related 

to the square root of the local barrier height. According to the simple model 
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currently utilized, the tunneling current It is related to the gap distance s 

and the barrier height <P through. the simple expression: 

(1) 

For s = s0 + 8(s)cos(wt), the amplitude 8(I) of the first harmonic ·of It 

becomes: 

8(1) = ->..I:8(s)Vi 

Measuring 8( I) at each point for a given 8( s) and I:, produces the barrier 

height image. The modulation amplitude 8( s) used in our experiments was 

between 0.2 and 0.6 A, and the modulati~n frequency was at or above 4 

KHz. 

It must be emphasized that the signal obtained in this way might 

contain some contribution of the local topography as Binnig et al. have 

pointed out, Binning et al. (1986). In our case, however, the maximum 

slope in the topographs around the sulfur atoms is less than 12 degrees, as 

shown in figure 4. Therefore, the topographic contribution to the barrier 

height images can be estimated to be 2%, i.e. negligible. In addition, this 

inliuence would appear at twice the frequency of the atomic corrugation, 

contrary to our observations. 

The local barrier height imaging mode, which involves an AC syn

chronous detection, has the inherent advantage of providing a. higher signal-
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to-noise ratio than a DC measurement as performed in the topographic 

mode. 

3 Stability of the S-covered Mo(OOl) surface 

After the surface was dosed with sulfur to saturation, the Auger spec

trum was obtained and is shown in the upper part of figure 1. The main 

peak corresponds to sulfur at 148 eV. Molybdenum produces peaks at 120, 

186 and 220 eV. A small residual peak of Carbon at 272 eV is also present 

that <:orresponds to less than 0.3 monolayers, Salmeron et al. (1983). The 

LEED pattern corresponding to this layer is shown in the upper part of 

figure 2 and shows the two sets of extra spots characteristic of the 1 x 2 and 

2 x 1 domains. 

To investigate the stability of the surface to oxidation and contam

ination in air, we opened the vacuum chamber to the atmosphere for a 

period of 14 hours while the crystal remained on the manipulator. After 

this time the system was pumped down and without further treatment the 

surface was examined by LEED and Auger Spectroscopy. The results of . 

this experiment are shown in the lower part of figures 1 and 2. The LEED 

pattern shows no discernible change while the Auger spectrum indicates 

an increase in the amount of Carbon to about 0.5 monolayers. Oxygen is 
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also present in amounts below 0.25 monolayers, Salmeron et al. (1983), as 

judged from the small peak at around 510 eV. No change in the relative 

amounts of sulfur and molybdenum were observed. 

In spite of the . C and 0 contaminants, this experiment shows very 

clearly the remarkable protection that one monolayer of sulfur imparts to 

the very reactive molybdenum surface. As we shall see, our STM results 

further con:firm this observation. For longer exposures to the atmosphere, 

the degree of contamination by C and 0 increases. Clearly the oxide is more 

stable thermodynamically, and only the kinetics of the oxidation have been 

slowed down by the sulfur monolayer. X-Ray Photoelectron Spectroscopy 

(XPS) examination showed that some samples had more oxygen than sulfur 

on the surface after several days eXposure to air. Mo(001) surfaces with 

lower sulfur coverages oxidize rapidly, even the ordered c(2x4) structure 

with a sulfur coverage of 0.75 monolayers that completely blocks chemisorp

tion in UHV, Salmeron et al. (1983). We propose that the oxide nucleates 

and grows from the defects in the sulfur monolayer that expose the molyb

denum substrate atoms. The STM studies in air were performed in surfaces 

passivated by a full monolayer of sulfur. 

4 The ordered 1 x 2 domains 
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In figure 3 we show a barrier height image of a 40 x 25 A region. The 

pseudo hexagonal arrangement of bright spots has the 1 x 2 symmetry of 

the sulfur overlayer which was observed by LEED in vacuum. The shortest 

atom-atom distance in this image is 3.4 A, which, within the precision of 

the piezo calibration, corresponds t_o the molybdenum-molybdenum lattice 

distance of 3.14 A along the (100] direction. In other regions of the crystal 

the pattern was rotated by 90 degrees, corresponding to 2 x 1 domains. 

Single scan profiles along the rows of sulfur atoms in the (100] a.nd (120] 

directions a.re reproduced in figures 4a a.nd 4b. The width of the corrugation 

peaks is approximately equal to 1.4 A, which is indicative of the lateral 

resolution achieved in this experiment. The images taken in the topographic 

mode had a. lower signal to noise ratio than those taken in the barrier height 

mode. An example is shown in figure 5. Topographic line profiles through 

the rows of sulfur atoms along the (010] and the (120] directions a.re shown 

in figures 4c a.nd 4d. The width of the corrugation peaks in this case is also 

close to 1.5 A. The vertical corrugation in both directions is approximately 

0.4 A. 

Clarke proposed a structural model in which sulfur atoms occupy two-

a.nd four-fold sites, as shown in model I in the lower pa.rt of figure 4. 

However, a.s this author pointed out, a. displacement by a. quarter of a 

unit cell along the (100] axis produces a structure where all sulfur atoms 
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occupy equivalent sites (model II). This structure would give rise to the 

same LEED pattern. Such bonding sites can be viewed as three-fold sites, 

taking into account the second layer of molybdenum atoms. Our results 

s~ to favor the latter model, in view of the uniform corrugation that is 

observed along the [120] direction, for either type of imaging. In model 

I, the [120] direction has sulfur atoms in alternating bridge and four-fold 

hollow sites. This would lead, in a hard-sphere model, to a variation close to 

0.8 A for the heights of two-fold and four-fold sulfur atoms .. Our line profile 

measurements along the (120] direction, shown in figure 4d, show a height 

difference not greater than 0.1· A for the two kind of sulfur atoms. This 

conclusion must however, be taken with some caution, as the line profiles 

show the corrugation of the local density of states a.t the Fermi level a.t 

some distance from the surface. As discussed in our previous account of 

this work, Marchon et al. (1988a), the bright, high barrier height spots in 

the images, a.re attributed to the top of the sulfur atoms. 

5 Imperfections in the surface layer 

Not a.ll of the crystal surface showed a. uniform and perfect 1 x 2 peri

odicity. Many areas of the crystal surface produced noisy and disordered 

images, particularly a.fter long air exposures. vVe attribute this to contam-
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ination and oxidation. 

In addition to this, we observed a variety of "imperfections" including 

domain boundaries between 1x2 and 2x1 regions, antiphase boundaries 

between two 1 x 2 (or 2 x 1) domains, and localized regions showing 1 x 1 

arrangements. Striking intensity modulations in the images were also ob

served that produced a. structure of parallel stripes, one unit cell wide. 

Finally, we show an image of a. region with a. small angle grain boundary. 

5.1 Domain boundaries 

Coexisting 1 x 2 and 2 x 1 domains a.re often observed in the same STM 

image. 2 x 1 domains are seen in the upper part of Figure 6, with the short 

side of the unit cell running approximately along a. diagonal from the upper 

left to the lower right comer of the figure. In the lower part of figure 6, 

1x2 domains can be seen. Now the short side of the unit cell is along the 

diagonal from the lower left to upper right. 

Figure 7 shows a. more detailed image of the boundary between a. 2 x 1 

and a. 1 x 2 region. The registry of these two domains helps distinguish 

between the proposed models for the sulfur overlayer illustrated in figure 4. 

In model I sulfur atoms occupy inequivalent bridge and 4-fold hollow 

sites. At a domain boundary the long side of the 2x 1 and the short side 
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of the 1 x 2 should be colinear, and there should be a. registry shift of half a. 

lattice spacing. 

In model II, sulfur atoms a.re adsorbed in equivalent quasi-3-fold sites 

m contact with two top-layer atoms and one second-layer molybdenum 

atom. These sites are displaced horizontally by one quarter of a lattice 

spacing from the bridge site axis. At a. domain. boundary the long side of 

the 2x 1 and the short side of the lx2 unit cells should be displaced by one 

half of a lattice spacing, and there should be a. registry shift of one quarter 

of a lattice spacing. 

In figure 7 the distance between the closest visible unit cell edges in 

these two domains is 3.30±0.05 lattice constants. In addition there is a. 

parallel shift along the domain boundary of between 0.5 and 0.25 lattice 

constants. These observations support model II of figure 4, in accordance 

with our previous conclusions based on the corrugation profile (see figure 

4). 

Another possibility is the presence of an atomic step separating the 

two domains. The observed decrease in local barrier height between the two 

domains could be consistent with such a. possibility. Localized decreases of 

barrier height in the vicinity of step edges were clearly observed in our 

studies of sulfur on Re(OOOl), Marchon et al. (1988b). In this case the 

observed separation and shift along the boundary would be compatible with 
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either model. However, we believe that this interpretation is not correct 

since the dark area of low barrier height comes to an end near the top of 

the figure. 

Some regions of the crystal surface showed modulations in intensity 

that formed patterns of parallel stripes, typically one 2x 1 unit cell wide 

and separated by 1, 2 or 3 lattice constants. The direction of the stripes 

is always parallel to the x 1 direction of the lx2 periodicity. Examples 

of this are shown in figures 8 and 9. This pattern is observed in both 

topographic and barrier height images, and the stripe corrugation observed 

in the topographic scans is 1 A or less. The modulation in intensity that 

gives rise to the striped pattern is not understood at present. 

Figure 8 shows antiphase boundaries separating a 2 x 1 domain from a 

narrow stripe of 1 x 1 unit cells. The model drawn in the lower part of the 

figure is compatible with the observed separation of 1.25 lattice spacings 

across the boundary, and with the shift in the vertical direction. Antiphase 

boundaries with 1 x 1 sulfur structure are also observed in other images. 

5.2 Low Angle Grain Boundaries 

The region of the crystal shown in figure 9 is covered with sulfur in 

a 2 x 1 orientation. Two domains are clearly visible that fill the upper half 
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and the lower half of the image. Both domains show the striped discussed 

in the last section. The boundaries of the stripes are marked by the lines 

running more or less vertically. The horizontal lines mark some unit cells 

and also indicate the angle of mismatch between the two domains. This 

angle is. equal to r. 
We can explain this observation by assuming that the sulfur is follow-

ing the substrate structure and that the molybdenum substrate is composed 

of grains with low angle boundaries. This type of structure can appear in 

a single crystal as a resul~ of mechanical strain during preparation. To 

our knowledge, this is the first real space observation of this type of defect 

on the surface of a crystal. Other authors, Wellcie et al. (1980), have ob-

served substrate defects with LEED that were attributed to such mosaic 

structures. 

6 Formation of molybdenum oxide 

Even sulfur passivated molybdenum crystals eventually oxidize when 

kept in air for extended periods. Once oxidation begins, three-dimensional 

molybdenum oxide crystallites are formed. After our STM observation were 

complete, we were able to detect molybdenum oxide with XPS. 

Figure 10 shows surface features aligned along the [100] and [010] 
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directions that we attribute to the initial stages of molybdenum oxidation. 

Their size is typically 15 A by 5 to 10 A. The surface roughness is on the 

order of 10 to 20 A. 

i Conclusions 

Our work on the structure of sulfur covered Mo( 001) surfaces can be 

summarized as follows: 

1. The Mo(OOl) surface can be protected from contamination and oxi

dation in air, for periods ranging from hours to days, by one single 

atomic layer of sulfur. 

2. Atomically resolved images of the 1 x 2 structure can be obtained in 

air by STM with excellent resolution. The observed corrugation due 

to the sulfur atoms is 0.4 A, a.nd the heights of neighboring atoms a.re 

within 0.1 A of one a.nother. 

3. A variety of defects and non periodic structures ha.ve been observed 

in the overlayer, including domain boundaries and low angle grain 

boundaries, which must refiect underlying substrate defects. 

4. The initial oxidation of molybdenum forms elongated crystallites of 

approximately 10 A size oriented along the [100] direction. 
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FIGURE CAPTIONS 

1. Auger electron spectra of the sulfur passivated Mo(OOl) surface before 

and after e..~osure to air. There are no significant changes in the Mo 

and S peaks after exposure, and only a small increase in the carbon 

peak at 272 eV. 

2. Low energy electron diffraction patterns of the Mo( 001 )-( 2 x 1 )-S over

layer before and after exposure to air. Contributions from domains of 

(1x2) and (2xl) unit cells are superimposed in the observed LEED 

pattern. 

3. An STM image, recorded in the local barrier height mode, of an 

ordered region of the Mo(001)-(lx2)-S overlayer. The long side of 

the (lx2) unit cell is vertical. The image size is 40x25A. 

4. The top half of the figure shows cross-sections through the sulfur 

atoms along the [100] and [120] directions in both local barrier height 

and topographic modes. In the lower half, two possible models for the 

Mo(001)-(2x l)S overlayer are shown: In model I one atom in each 

unit cell is located in a four-fold hollow site and the second is in a 

two-fold bridge site. In model II the two sulfur atoms are adsorbed in 

equivalent quasi-3-fold sites in contact with two top-layer atoms and 

one second-layer molybdenum atom. 
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5. An'80x80 A topographic STM image of the Mo(001)-(1x2)-S over-

layer. An ordered region can be seen in the lower right part of the 

figure. 

6. An 80x80 A local barrier height STM image of the Mo(001)-(2x 1)-S 

overlayer. In the upper part the image (2x 1) domains are seen, with 

the short side of the unit cell running along a diagonal from the upper 

left to the lower right comer of the figure. In the lower part of the 

figure (lx2) domains can be seen. Now the short side of the unit cell 

is along the diagonal from the lower left to upper right. 

7. The upper half of the figure is an STM close-up of a. domain boundary 

between (2x i) a.nd (lx2) regions, taken in the local barrier height 

mode. The lower half of the figure is a. schematic of the preferred 

geometry. 

8. A domain boundary between a. ( 2 X 1) region and a. small area of ( 1 x 1) 

order is shown. Although not observed in LEED, small areas of (1x 1) 

unit cells are frequently seen in the ST1'! images . .-\.schematic drawing 

of this regions is shown i.r;1 the lower half of the figure. 

9. An 50 x 50 1 local barrier height ST1'! image of the Mo( 001 )-( 2 x 1 )-

S overlayer. There is an angular mis-orientation between the upper 

a.nd lower halves of the image due to a. small-angle grain boundary 
' 
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in the molybdenum substrate, as indicated by the solid lines. The 

vertical lines indicate the "striped" intensity modulation discussed in 

the text. This feature can also be seen in figures 7 and 8. 

10. An 80x80 A topographic STM image of an oxidized region of the 

molybdenum surface. The crystallites are oriented along the [100] 

and (010] directions. The corrugation is approximately 20 A. 
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