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The Optical Properties of Defect States in Hydrogenated Amorphous Silicon 

.. I. I NfRODUcn ON 

One of the effects of disorder and doping on the electronic structure of amorphous semi con-

ductors is the introduction of states in the pseud~gap. These states, commonly classified as 

defects, significantly affect the properties of the material. Thus, information about their nature, 

density, and energy is of great interest. 

Defects have been extensively studied by luminescence, conductivity, photoconductivity, 

electron spin resonance, and capacitance techniques. However, these techniques are sensitive to 

the Fermi-level position, they only detect the radiative component of de-excitation, or they 

require special doping; hence, they do not measure all defects. Sub-gap absorption, on the other 

hand, is a fundamental process which measures the energy and number of all defects, thus pr~ 

viding a unique and versatile tool for their study. 

Unlike the case of chalcogenide glasses, where optical spectra have been obtained with con-

ventional techniques and the absorption was attributed to transition involving defect centers [1], 

no direct or reliable spectra were measured in the case of hydrogenated amorphous silicon (a-

Si:H). For transmission and reflection techniques to measure the weak absorption associated 

'_I . 

with ga~states, an accuracy of better than one part in loS in the difference between the incident ... 
and transmitted intensities is required. This is clearly beyond the capability of conventional 

transmission and reflection methods. Consequently, the minimum absorption coefficient (a) 

which could be measured reliably is 50-100 em-I for a one-micron thick film [2-7]. The absor~ 

tion associated with ga~states can be 100 times smaller. 
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In an attempt to circumvent these difficulties, photoconductivity was employed to deduce 

the nature of optical absorption in the fundamental gap 18-11]. Photoconductivity, (1, is given 

• by 

• (1) 

where fl is the efficiency of generating mobile carriers, JI. is their mobility, l' is their lifetime, 

and I is the material thickness. However, l' is a function of both the generation rate and a, 

which results in difficulties in deducing a from Eq. (1). Furthermore, to extract a from such 

measurements requires making the heretofore unverified assumption that flJl.1' product is a con-

stant, independent of the energy of the exciting photons. As shall be seen below, we have shown 

in recent experiments that, for example, in the case of undoped material, photoconductivity 

measurements do not yield accurate absorption spectra below I.S eV. Localized-to-Iocalized 

transitions do not contribute to the photocurrent and cause flJ.l.1' to depend on photon energy. 

The limitations of these other methods has motivated us to devise a new approach for 

measuring small optical absorption coefficients. This approach, photothermal deflection spectros-

copy (PDS), is based on measuring the thermal energy deposited in the material of interest as 

electromagnetic radiation is absorbed. This direct method for measuring the optical absorption 

proved to be a highly sensitive (a I - 1()"7 for solids) and relatively simple tool for material 

characterization, particularly thin films . 

• In Section II of this chapter we describe the technique of photothermal deflection spectros-

copy. A condensed review of the physics of photothermal generation is given first, with 

emphasis on those features which are most applicable to the case of a-Si:H films. A detailed 

description of the experimental arrangement follows. Finally, we compare PDS with techniques 
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such as conventional absorption and photoacoustic spectroscopies. 

In Section III, the optical properties of states in the gap of a-Si:H are reviewed. The effects 

of deposition parameters, doping, and photo-induced fatigue (Staebler-Wronski effect) on these 

states and on the Urbach edge will be discussed. Optically derived total correlation energy 

measurements will be described and compared with those obtained from other techniques, and 

the contribution of surface defects will be reviewed. 

In Section IV, the relationship between photoconductivity and optical absorption is 

presented, and a discussion of the implications of the energy dependence of the electron and hole 

l1J.1.T product are given. And by combining the results presented in Section III and IV, we sketch 

in Section V a density-of-states diagram for a-Si:H. Finally in Section VI we summarize the 

main points of the chapter and speculate on future directions. 

II. PHOTOTIlEIt\1AL DEFLECllON SPECfROSCOPY 

In this section the technique of photothermal deflection spectroscopy [12-14] (PDS) is 

briefly described. The steps of a comprehensive calculation of the relationship between the opti

cal and thermal properties of the material and the measured signal are outlined. Formulae for 

the special case of thin films are presented and their limitations are discussed. Details of the 

experimental setup, signal optimization. and data analysis are given. Finally, we compare PDS 

~ with other techniques. 

• A. Physical and Theoretical Basis of pa;: 

The physical principle underlying PDS is straight forward. When an intensity-modulated 

beam of light (pump beam) is absorbed by a given medium. periodic heating will occur (Fig. 1). 

The heat from the absorbing material flows into the surrounding medium causing a correspond-
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ing modulation in the index-of-refraction near the material surface. A weak laser (probe beam), 

essentially grazing the material, will experience a periodic deflection synchronous with the inten

sity modulation. The amplitude and phase of this periodic deflection can be measured with a 

position sensor and a differential ac synchronous detection scheme. Thus, by varying the 

wavelength of the pump beam, the deflection of the probe beam is a measure of the optical 

absorption of the material of interest. 

In order to obtain the optical absorption coefficient, the theory of PDS has been develoPed 

[12]. We concentrate here on those formulae for temperature, deflection, and detector response 

which are applicable to the case of thin films. 

The derivation of the relation between the optical absorption of the sample and the meas

ured voltage output consists of four steps: 

(1) The spatial distribution of the optical energy IfT,t) is determined within the sample and in 

the surrounding media. The effect of interference and scattering on the resulting intensity 

distribution is included at this stage [2,15]. 

(2) The optical energy is absorbed and the generated heat per unit volume per second is given by 

a, IfT,t), where a, is the extinction coefficient of the film The heat energy is the source 

term for the temperature equations which are solved for the material and the surrounding 

media. 

(3) The temperature rise induces an index-of-refraction gradient which deflects the probe beam. 

The beam deflection is proportional to the heat flow perpendicular to the sample surface 

across the probe beam. 

(4) The detector converts the deflection into a voltage signal which depends on the type of the 

detector and the experimental geometry. 
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Following these steps, it can be shown that the deflection signal S is given by [12,15] 

S ==T,(ljno)(dn jdT)L (dT(zo)jdz )e'wl + c.c. (2) 

where T, is the detector transduction factor (volts/radian of deflection) which depends on the 

experimental configuration and the detector type. A maximum value is lxl03 V jrad. The pro-

duct (Jjnj(dnjdT) is the relative index-of-refraction change with temperature for the deflecting 

medium, L is the length of interaction between the optically heated region and the probe beam, 

T is the amplitude of the ac temperature rise above the average temperature, z is the distance of 
. 0 

the probe beam from the sample surface, and c.c. denotes the complex conjugate. Since the heat 

flow is proportional to dTjdz, Eq. (1) demonstrates that the deflection measures the heat flow 

across the probe beam. 

The periodic solution for the temperature in the deflecting medium, the a-Si:H film, and the 

substrate has the form Tjexp(±ikjz-iwt) + c.c., where k/==(iwj')..j)' where w is the modula-

tion frequency, ')..J is the thermal diffusivity for the jth medium, i == Y-l, and 1j is the complex 

amplitude of the thermal wave determined from the boundary conditions. The subscript j stands 

for either d, s, or f which refers to the deflecting medium, the substrate, and the film, respeo-

tively. ')..J can be written as te/p)C, where te) is the thermal conductivity, p) is the density, and S 
is the specific heat. 

The physical interpretation of these solutions is that the temperature can be represented by 

highly damped waves which decay over the thermal length lAkJ These waves experience both 

reflection and transmission when they propagate through a boundary. The quantity tel) is the 

"index-of-refraction" of the thermal wave in the jth medium. Since the deflection signal is pro-

portional to the heat flow, the deflection measures the flux of thermal waves across the probe 
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beam path. Specifically, if the fiJm is thermaJJy thin, the temperature gradient is given by 

I Um absorption 
delleeting medium absorption 
substrate absorption 

(3.a) 

(3.b) 
(3.c) 

where 1 is the pump beam intensity (w. cm-2• sec-I), A is the absorptance of the film, and a
j 

is 

the absorption coefficient (if any) of the jth medium. Eqs. (2) and (3.a) show that the phototh-

ermal deflection is directly related to the optical properties of the film. The terms preceeding 

the brace in Eqs. (3.a-c) are independent of photon energy and depend only on the thermal pr~ 

perties of the deflection medium and the substrate. At high photon energy, the a-Si:H films are 

completely absorbing. Consequently, aIP>I, A -I-RI , and SSill ==C(1-RI ), where I is the 

film thickness, RJR,) is the reflectance of the front (back) interface, Sat is the saturated PDS 

signal, and C is a constant composed of factors in Eqs. (2) and (3). For lower photon energies 

( 4) 

where <> denotes averaging of the interference fringes on a logarithmic scale (equivalent to 

geometric averaging). Hence, 

(5) 

This formula gives the absorptance for an incoherent pump source. In Eq. (5), we assume 

that the reflectivity factor in the braces of Eq. (4) does not vary significantly with photon 

energy. The error associated with this assumption is less than 20%. Eq. (5) enables one to 

determine al from PDS alone once the film thickness is known. Additional optical measurements 

are not needed. 

6 



.. 

Eq. (5) is valid under the following conditions: 

(1) The film is thermally thin ~k) I < < 1). This approximation is valid in the case of a-Si: H 

since the thermal diffusion length is greater than 50,.,.m at the intensity modulation used in 

performing the measurement (7 Hz) . 

(2) The pump beam should have a radius larger than the thermal diffusion length lAkJ 

B. The Experimental Arrangement 

The experimental set up is shown in Fig. (1). Typically, the pump beam is a lkW Xe arc 

lamp focussed on the slit of a 1,4 meter monochromator. Various order sorting filters are used to 

remove unwanted diffraction orders, and the intensity modulation is accomplished with a 

mechanical chopper operating between 7 and 18 Hz. These modulation frequencies represent a 

trade-off between a high frequency which is desirable to eliminate the effects of mechanical 

vibrations and turbulence within the deflecting medium and a low frequency which increases 

both the thermal diffusion length and the signal amplitude. The pump beam should be focussed 

as tightly as possible on the film since from Eq. (3.a) the signal is proportional to the intensity 

(power/unit area) of the pump beam. The probe beam is typically a weak (- 1 mW) HeNe 

laser focussed roughly to 75,.,.m and grazes the film surface. The focal length of the probe beam 

lens represents a trade-off between a large confocal distance and a small spot size. The 

deflection of the probe beam is measured by a position sensor [16]. The outputs of the position 

sensor are amplified by current amplifiers and fed. into the (A-B) input of a computer-interfaced 

lock-in amplifier. The intensity of the pump beam is monitored by splitting off part of the pump 

beam, before it reaches the film, and detecting it with a pyroelectric detector. The amplitude of 

the PDS signal is then averaged and normalized by the incident light intensity. The effects of 

dispersion and residual non-linearitics of the system are removed by utilizing a PDS spectrum of 
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graphite to normalize the a-Si:H spectra The correction is typically only a factor of two in the 

2.1 - 2.6 eV range of the spectrum where the dispersion is largest. 

There is a number of other considerations to maximize the sensitivity of PDS: 1) Eqs. (2, 

3.a) demonstrate that a figure of merit for various deflecting media is given by 

(6) 

Since, for a well aligned system, exp(-ktfj!!::!l and ICjed > 1C1k
l

, if the substrate is Si02• In 

addition, the deflecting medium should have no significant absorption in the photon energy range 

of interest. Carbon tetrachloride (CO .. ), which has a large F, has an extremely low absorption 

in the 0.4-2.3 pm range, and ESR measurements show that it does not alter the properties of the 

a-Si:H films. These consideration make CCI .. the preferred deflecting medium for a-Si:H stu

dies. 2) The signal is also significantly larger if both the substrate and the deflecting medium 

have as low as thermal conductivity as possible. Consequently, Si0
2 

is superior to Al20 3 or cry

stalline Si. 3) The probe beam should be as close to the film surface as possible so that exp(

ktfj!!::!l. This requires the sample to be placed on a micrometer-driven translation stage to 

adjust the distance between the probe beam and the sample. In addition, it is desirable that the 

sample holder has a rotational degree of freedom to allow the probe beam to be close to the sam

ple, without being eclipsed. 4) Particular care should be taken to keep the deflecting fluid free 

from particulates as they can be a significant source of noise. 5) The pointing stability of the 

probe laser can be the factor limiting the sensitivity of the technique. 6) To eliminate air 

currents, the optical paths should be suitably enclosed. 
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C. PIli Sensitivity and Comparison with Other Teclmiques 

PDS is a highly sensitive technique with numerous advantages over traditional reflection 

and transmission and photoacoustic methods. A detailed comparison is discussed in Ref. [12]. 

In this section we discuss the sensitivity and compare aspects of PDS to other techniques which 

have been employed in studies of amorphous materials. 

The PDS sensitivity which can be achieved routinely with monochromatic broad band 

sources is lxurs W of absorbed power. Since typical available powers are on the order of -1 

mW at 0.8 eV, an absorptance of 10.5 can be readily measured. For a 1 J.I.1rI film, a's as low as 

0.1 em-) at 0.8 eV can be determined. The sensitivity is limited by the probe beam stability, 

turbulence, and scattering from particles in the deflecting medium. Furthermore, at this level of 

sensitivity, absorption by the substrate material can be a sensitivity-limiting factor. Almost all 

Si02 has a surface absorbing region with an absorptance of -10-5, [17] in addition to the O-H 

overtone absorption band at 1.38 Jlm. This background may be minimized by using OH-free 

glass and by monitoring the signal phase. Nevertheless, it does place a limit on the ultimate 

achieved sensitivity. It should be noted that if the pump beam is a tunable laser, the signal-to

noise ratio increases because of the higher power and smaller beam spot size. 

It is instructive to write the PDS signal in terms of film surface temperature rise, 1'(0), 

integrated over the optically heated area so that the sensitivity may be compared with that of 

photoacoustic spectroscopy. Eq. (2) can be evaluated to give S~/O V cm-1 ·CIT(O). In the case 

of photoacoustic detection, the corresponding factor is 0.1 V cm-1·CIT(0). Hence, PDS is 

approximately 100 times more sensitive than photoacoustic spectroscopy. 

One of the strengths of PDS over other techniques is that the background signal (e.g., sig

nal due to substrate absorption) is small and can be easily separated out from that due to the 

9 



film absorption. This is not the case for conventional absorption techniques. Eqs. (3.b) and 

(3.c) indicate that one can distinguish between the substrate and deflecting medium absorption 

by utilizing the signal phase information. The substrate produces a signal with a lagging phase 

of 450 while the deflecting fluid signal will be leading by a phase of 1350 with respect to that of 

the mechanical chopper. This ability to determine the source of absorption is extremely impor

tant in low absorption measurements since substrates such as quartz and pyrex glass are known 

to have weak surface absorption [17]. 

The effects of elastically scattered light are much less significant for PDS than for both pho

toacoustic spectroscopy and transmission techniques. In transmission techniques, the scattered 

and absorbed light are not separable, so the measured extinction coefficient is often considerably 

larger than the actual coefficient. In PDS, light scattered elastically from the bulk will not con

tribute to the signal unless it is scattered along the probe beam and is subsequently absorbed. 

Since this event is unlikely, PDS is highly insensitive to scattering [151. Also, PDS is less sen

sitive than photoacoustics to scattering from surface inhomogeneities, since the scattered light 

must be absorbed near the probe beam. Photoacoustic also has a background signal due to scat

tered light striking the photoacoustic cell and/or the microphone detector. In PDS, the probe 

beam may be blocked to determine if stray light is falling on the position sensor. Such light 

may be filtered out by the usc of a HeNe laser line filter to eliminate this background. 

Throughout our investigations on various a-Si:H films, we found that PDS is largely insensitive 

to scattering except in the case of mechanically roughened samples. 

10 



III. OPTICAL SPECTROSCOPY OF DEFECTS IN a-Si:H 

As in crystalline semiconductor, factors determining the electronic structure and the density 

of states in a-Si:H are of fundamental and practical interest. While some states, localized and 

extended, occur in the material regardless of the method and parameters employed in making 

the films, others are introduced during the deposition process. The nature and number of these 

extrinisic states, usually called "defects", is a strong function of the deposition parameters and 

the type and level of doping. Furthermore, even after the deposition of the material, exposure to 

light introduces metastable defects which are annealed away by heating. Although the intrinsic 

states are of interest, we concentrate our coverage in this chapter on those extrinsic states which 

we defined earlier as "defects." 

A. The Effects of Deposition and Doping Parameters: 

Traditionally, the convention is to divide the optical absorption edge of amorphous semicon

ductors into three regions: a) a power law region; b) an exponential absorption edge, often called 

the "Urbach edge"; and c) a tail which extends, beyond the Urbach edge, into the pseudo-gap. 

The latter two regions are known to be sensitive to defects in crystalline semiconductors. 

Figs. (2) shows the effect of substrate temperature on the optical absorption spectrum in 

regions (b) and (c) as obtained by photothermal deflection spectroscopy. The subgap absorption 

~ is lowest for material deposited at 230°C and increases for both lower and higher deposition 

temperatures. The effect of increasing the deposition power density on the subgap absorption for 

a constant substrate temperature is given in Fig. (3). Again, deposition conditions known to 

produce large defect densities and columnar growth yield a discernible shoulder at - 1.25 eV. 

A second pronounced effect is the progressive decrease in the slope of the exponential edge as the 
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deposition conditions depart from optimal [18-19]. Finally. if un doped films; deposited at low 

substrate temperatures. are annealed. subgap absorption first decreases as the annealing tempera

ture is increased to -300°C. then increases again for temperatures higher than 300°C [20]. 

The effects of single doping and compensation [211 are shown in Fig. (4). The spectra for 

various phosphorous doping levels are summarized in Fig. ( 4a). The gap-state absorption 

increases and the Urbach edge broadens as the phosphorous concentration is increased. Boron 

doping has a similar qualitative effect on the absorption spectrum (Fig. 4b). However. the 

change in the slope which differentiates between the Urbach edge and the subgap absorption 

becomes less pronounced than is the case for phosphorous doped material. 

The changes due to the introduction of dopants can be caused either by a shift of the Fermi 

level or by the bonding configurations of the dopant atoms. These effects can be separated by 

investigating compensated (simultaneous incorporation of n and p type dopants) materials. The 

results from a series of studies on compensated material are shown in Fig. (4c). The films were 

prepared by fixing the PH3 concentration and gradually increasing the B2H6 vapor pressure. As 

the boron concentration increases. the magnitude of the gap-state absorption decreases. Con

currently, the Urbach edge broadens and shifts to lower energies. 

The results in Figs. (2-4) demonstrate that the subgap region is highly sensitive to doping 

and to deposition conditions. From the subgap absorption, information about the nature, energy. 

and number of defects in a-Si:H can be obtained. 

The number of defects can be estimated by separating the subgap defect absorption from 

the exponential band tail absorption. The excess optical absorption (a,) due to gap-state defect 

absorption is given by 
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(7) 

-
where ao and Eo are obtained from a fit to the exponential absorption. 

From an optical sum rule, the number of defects (N) is related to the absorption by 

N, (8) 

where c is the speed of light, n (=.::: 3.8) is the index-of-refraction of silicon, m is the electron 

mass, and e,· is the effective charge of the defect [22]. The integ~ation limits extend from zero 

to the energy where the exponential absorption terminates (-1.3--1.6 eV). Using the local field 

corrections employed in interpreting the infrared absorption spectra of a-Si:H.[22,23], e,•2 is 

given by 

(9) 

where fOJ is the oscillator strength of the absorption transition and e is the electron charge. 

Assuming fOJ -= 1 and noting that the local fiCId corrections have been determined to overesti-

mate the correct local field by a factor of 2 in a-Si:H, [22,24] then 

( 10) 

Eq. (10) provides a useful measure of the relative number of defects in the a-Si:H. The 

assumptions that fOJ .... 1 and that the integration terminates at -1. 5 e V need to be verified by 

comparing the number of defects obtained from Eq. (10) with those measured by other tech-

niques such as electron spin resonance (ESR), light-induced ESR (LESR), and luminescence. 

13 
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The dominant defect in un doped a-Si:H is an ESR active defect with a g-value of 2.0055, 

characteristic of a silicon dangling bond [25]. By comparing the number of dangling bonds 

determined by ESR with N, as measured by POS, it is found that the numbers agree extremely 

well over three orders of magnitude (see Fig. 5). This excellent agreement shows that the 

subgap absorption in undoped material is due to singly occupied silicon dangling bonds. It 

should be noted that, in addition to yielding the absolute number of dangling bonds, PDS is 

more sensitive to smaller dangling bond densities than ESR. The linear relation between the 

absorption and the dangling bond density is unlike the case of unhydrogenated amorphous sili

con where the number of the absorption-derived defects vary as the square of the number of 

ESR-measured spins [26]. 

In the case of phosphorous doping, the silicon dangling bonds are doubly occupied, while 

for boron doped material the dangling bond is unoccupied. Consequently, the defects are 

LESR-active with a dangling bond g-value of 2.0055. The number of these defects may be 

determined from LESR or deduced from the quenching of the luminescence [25]. There is s 

good correlation between N, and the number of doubly occupied and the unoccupied dangling 

bonds as shown in Fig. (6). This is a clear evidence that the silicon dangling bond defect is the 

source of gap-state absorption in doped a-Si:H as well. Eq. (10) appears to underestimate the 

number of defects in boron doped material. This is most likely due to the fact that subgap 

absorption, in the case of boron doping, overlaps with the band-ta-band transitions responsible 

for the exponential tail absorption. To compensate for this, the limits of integration should be 

extended by -0.1 eV. 

Fig. (6) demonstrates that the defect density varies as the dopant concentration is 

increased. From POS, LESR, and photoconductivity measurements, it is found that the defect 
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density varies as the square root of the dopant concentration [27]. Consequently, by combining 

the sensitivity of PDS with the square root dependence, very low doping concentrations can be 

measured readily. Recently, PDS results from doped material were invoked in a model to 

explain doping in a-Si:H [27]. Because of uncertainties in photoconductivity, luminescences, 

and LESR measurements, PDS gives the most reliable estimates of defect densities in doped 

material. 

In addition to measuring the number of defects, PDS may also be used to determine the 

energy of the silicon dangling bond defects. The absorption coefficient is given by 

E, 

afzw <X M2 f Ny(E)Nc(E + fzw)dE 
E, ..... 

(11) 

where M is the transition matrix element, N.,fN) is the density-of-states below (above) the 

Fermi level E F M is assumed to be independent of energy. Using the density-of-states dis-

cussed in Sec. V, the energy dependence of the absorption coefficient may be fitted to the data 

with an adjustable peak position. Then best fit is obtained for a peak position of approximately 

1.25 eV and 0.9 eV below the conduction bond for undoped and phosphorous doped materials, 

respectively. 

B. The Correlation Energy of Silicon Dangling Bond Defect 

Using POS, the energies of the singly and doubly occupied dangling bond defects can be 

compared to give a measure of the electronic correlation energy of the defect. 

The total energy required to place a second electron on the dangling bond is the sum of the 

Coulomb repulsion and the dielectric and atomic relaxation energies. If the sum is positive, the 

doubly occupied dangling bond will be closer to the conduction band. Consequently, gap-state 
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absorption will exhibit a threshold at a lower energy, otherwise it remains unchanged. By com-

. . 

paring the singly and doubly occupied dangling bonds in undoped and phosphorous doped 

material, respectively, it is found that the absorption of the doped films is shifted to lower ener-

gies by -0.35 eV (Fig. 8). Hence, the correlation energy U of the silicon dangling bond defect 

is positive and has a value of -0.35 eV, (28) which agrees with the value deduced from the 

ESR study of the dependence of the number of spins on the Fermi level position [29]. The fact 

that U is positive implies that the coulomb repulsion dominates. The implication of these results 

to the density-of-states are discussed in Sec. V. 

c. . Surface Defects 

There is significant evidence for the existence of surface and interface defects in a-Si:H 

films. Such evidence comes from ESR (30), photoconductivity [31], and conductivity [32,33] 

measurements. However, ESR requires the use of relatively thick films, and both ESR and con-

ductivity measurements are inherently unable to differentiate between actual changes in the 

density-of-states and band bending and/or Fermi level shifts. PDS, with its high sensitivity, 

enables one to measure the total density of defects over a wide range of film thickness. This 

would provide a measure of the density of surface defects independent of the Fermi level posi-

tion. 

By combining Eq. (10) with the PDS results of a thickness dependence study [34], it was 

found that, for low defect material, the film surface (or its interface with the substrate) has a 

defect density of _1012 silicon dangling bonds/cm2 (Fig. 9). The results also indicate that the 

defects are confined to a very thin (5 nm) surface or interface layer. The absorption spectra of 

,the defective layer are similar to those obtained from the highly defective bulk a-Si:H (high gap 

state absorption and broadened Urbach edge). This indicates that the bulk density-of-states is 
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different from that at the surface (or interface). It also explains why field effect measurements, 

which are surface sensitive, consistently yield larger densities of gap-states than those obtained 

by capacitance transient measurements. 

D. Optital Properties of Photo-Induced Defetts 

The reversible phot<rinduced changes (Staebler-Wronski Effect) in the properties of a-Si:H 

have attracted much attention [35,36]. Illumination creates metastable defects which are 

annealed away by heating the films above 150°C. However, the exact mechanism responsible for 

this effect remains to be elucidated. 

An interesting question is how does the s<rcalled "Staebler-Wronski Effect" affect the 

absorption spectrum of states residing in the gap of a-Si:H. Furthermore, although ESR meas

urements suggest an increase in the number of silicon dangling bonds after illumination, these 

studies detect unpaired spins only. Therefore, it is possible that the density of dangling bonds 

remains constant and the observed increase would then be due to a shift in the Fermi level 

deeper into the gap, in a region of increased dangling bond states. In this case, the number of 

unpaired spins would increase eventhough the total number of dangling bond defects remains 

constant. 

Fig. (10) shows the effect of illumination with broadband light on the gap state absorption 

'., of an undoped sample. The spectra show a cl~r and reproducible enhancement in gap-state 

absorption after illumination. Annealing at 150°C, in the dark, restores the magnitude of the 

absorption to its original value. The spectra of the annealed and illuminated films are qualita

tively similar, with the only difference being the higher magnitude of the sub-gap absorption. 

Using the procedures described in Sec. 1I1.A, the density and energy position of the optically

induced defects can be determined [37]. 
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In the case of undoped material~ the increase in gaJrstate defect density, M, is found to be 

constant (_1016 defects/em', in agreement with ESR results [38]), irrespective of the prepara

tion conditions. The dependence of M, on doping level is shown in Fig. (II). The ratio 

M,/N, is found to be roughly constant, indicating that the photoinduced defects scale with the 

doping-induced defect concentration (Fig. 12). In the case of the fully compensated material, 

M, showed the least enhancement. Using Eq. (II), the energy of the defect is found to be 1.25 

eV and 0.9 eV below the conduction band for un doped and phosphorous doped films, respec

tively. 

The PDS spectra show no change in the Urbach edge, which in the case of a-Si:H is dom

inated by the valence band edge [39). Another experimental tool for probing the edge is pho

toinduced absorption where the shape of the valence band tails determines the rate of the pho

toexcited carrier decay [40). No change was found in the decay rate between the illuminated 

and the annealed states. One can then conclude that the photoinduced defects do not alter the 

shape of the valence-band tail [41). Both the PDS and the photoinduced absorption results are 

not consistent with an increase in the number states near the valence band edge [42). 

Several significant conclusions can be drawn from these results. The observed enhancement 

in dangling bond defects. upon illumination is due to the creation of new defects and not caused 

by Fermi level shift towards midgap. A shift in the Fermi level to lower energy, alone, would 

result in less absorption rather than an increase, as observed experimentally. Furthermore, the 

successive increase in dopant concentration moves the Fermi level into the band tails. It will 

then be in a region of the density-of-state diagram with smaller dangling band density; conse

quently, the detected effect should decrease with increased doping. However, as seen in 

18 



Fig. (11), the photo-induced change in defect density increases with doping. One is th~n led to 

conclude that illumination creates new silicon dangling bond defects [43]. 

Since llNs is constant in the undoped material, independent of deposition parameters, this 

implies that photoinduced defects may be related to impurities rather than weak silicon-silicon 

bonds. Preliminary results [43] with films of grown with large oxygen content tend to confirm 

the conclusion that impurities may be involved. The constant ratios llNs / N, for singly doped 

films, independent of the type and concentration of the dopant, and of the film thickness, indi

cates that the photoinduced states are themselves related to defects associated with doping. 

Finally, compensation with equal amounts of phosophorous and boron has the striking effect of 

drastically minimizing N,. This suggests that the position of the Fermi level may be important 

in determining the number of photoinduced defects. 

The results can also be used to shed some light on the mechanism responsible for creating 

the photoinduced defect. The data imply that such a mechanism does not involve breaking Si-Si 

bonds. The scaling of llN, with doping can be attributed to increased local strain. Further

more, high defect density undoped material has a large number of weak Si-Si bonds due to 

strain disorder. Yet llNs is constant, independent of the degree of disorder. Thus, the photo

induced defects are not related to strain disorder, and this, in tum, suggests that weak Si-Si 

bonds are not primarily involved in the defect creation. 

In the context of solar cell technology, the PDS results have some practical implications. 

When air is leaked into the deposition chamber, solar cells exhibit an even greater drop in 

efficiency after illumination, which can be annealed away by heating [44]. The conclusion that 

photo-induced defects are impurity-related is consistent with this observation. In addition, it is 

known that for heavily doped ~i-n solar cells, illumination results in a fall-off in the blue 
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response of the cell [35,45,46]. In this case, the heavily doped outer layer will have the largest 

density of light-induced defects. Consequently, only the photons with short penetration depths 

will be strongly affected. 

E. Urbach Edge Studies by PDS 

A full treatment of the exponential edge absorption involving band-to-band transitions is 

given in Chapter 1. In this section we review results obtained with PDS [19] in conjunction 

with the work discussed in Section III.A From Figs. (2-4) it is evident that the slope of the 

exponential edge depends on the conditions under which a-Si:H is prepared as well as on the 

type and degree of doping. As the number of defects increases, the Urbach edge broadens. 

The absorption edge in that region can be fitted to the form 

(12) 

where E is the width of the exponential edge. To test the degree of correlation between the 
D 

width of the edge and the number of defects, ED is plotted in Fig. (12) as a function of the 

equilibrium spin density. A strong correlation is found, with the functional form NI ex: exp 

(Ejl0 meV), that could be interpreted as evidence that the disorder-induced fields and strains 

responsible for controlling the slope of the Urbach edge are caused by dangling bond defects. 

'" Alternatively, the defects and the structural disorder may be produced concurrently while the 

material is being deposited. 

The optical absorption edge of a-Si:H is dominated by the band with the broadest exponen-

tial tail, i.e., the valence band tail [39]. Photoinduced absorption studies [40] have been 
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assumed to measure this part of the density of states diagram. Photoinduced absorption t1T, IT, 

is given by 

t1T, IT, cx.t~ (13) 

where P=T ITo. To =EolkB• and kB is the Boltzman constant. As shown in Fig. (14), an excel

lent correlation is found between Eo from PDS and from photoinduced absorption. Therefore, 

this strong correlation verifies the assumption that the shape of the valence band tail determines 

the rate of photoinduced absorption decay. 

IV. CARRIER TRANSPORT 

In the previous sections, POS was used to determine the optical absorption of a-Si:H. This 

technique may also be employed to measure transport properties as well. Because photoconduc

tivity (PC) depends on both the absorption and carrier transport, the combination of PDS and 

PC provides information about the dependence of the carrier transport on excitation energy [47]. 

In addition POS, also provides a way of normalizing the photoconductivity to account for effects 

of intensity on the carrier lifetime [47]. A complete review of the various aspects of photocon

ductivity is given in Chapter 8. 

Disorder significantly alters the transport of carriers. Within the bands. the carriers occupy 

extended states while within the gap, the states are localized. Consequently, the distance a car

rier moves in a field, the range, should show a decrease as the energy of the exciting light is 

decreased. The range per unit field is given by Il" where I/o and T are the carrier mobility and 

lifetime. respectively. Comparison of PC and POS has shown that there is a fairly rapid transi

tion from extended to localized transport. 
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A. Types of Pbotoconductivity 

Three different configurations are used for measuring PC and depend on different aspects of 

carrier transport. If PC is measured with a gap electrode configuration, the photocurrent 

depends on the transport of both the electrons and the boles (Fig. IS). The electrodes can inject 

both electrons and holes to maintain the charge neutrality of the films. The resulting photo

current, Mu , is given by 

(14) 

where '1 is the efficiency of carrier generations and the subscripts e and h refer to the electron 

and hole, respectively. The average number of photons absorbed per cubic centimeter per 

second, f, is given by 

(15) 

where ~ is the flux of photons per cm2 per sec, S is the photothermal deflection signal, and I is 

the film thickness. 

If the photocurrent is measured on a forward biased Schottky barrier, the electrons can be 

injected by the back contact while the holes cannot be injected by the Schottky barrier. Conse

quently, the photocurrent, M,p' depends only on the electron transport and is proportional to 

(16) 

Finally, if the photocurrent is measured on a reverse biased Schottky barrier, neither elec

trode can inject carriers. When the film is thick and the carriers are excited by subgap light, 

the photocurrent is given by 
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(17) 

Eqs. 16 and 17 indicate that in principle, (17IlT)c and (17IlT)b can be determined using photocon

ductivity. Unfortunately, 171l may depend on the photon energy and T. depends on the generation 

rate, I, which also depends on photon energy. The POS measurements allow one to adjust the 

incident light intensity to hold f constant and hence to eliminate the I dependence of T. Divid

ing the constant generation rate normalized PC spectra by the POS spectra gives energy depen

dence of (17IlT)c and (71IlT)b at equilibrium due to changes in the photon energy. 

B. Photoconductivity Results 

The results of the three different kinds of photoconductivity measurements and POS for an 

undoped film is shown in Fig. (16). At the high energies above 1.6 eV, the spectral dependence 

of the four measurements is the same. Below -1.5 eV, the reversed biased Schottky phot~ 

current begins to deviate from other measurements. Finally, at -0.9 eV, the absorption differs 

from the gap electrode and forward biased Shottky photocurrents. 

These results are explained by considering the density-of-states discussed in Sec V. For 

photon energies greater than -1.6 eV, both photogenerated carriers are either mobile or can 

thermalize at room temperature during their lifetime. The spectral dependence of the three ph~ 

tocurrents follow the absorption indicating that (17IlT). and (71IlT)" are independent of energy (Fig. 

16). Below -1.5 eV, a hole cannot thermaIize the valence band edge. The photocurrent of 

reversed biased Schottky barrier decreases relative to the absorption. The dotted line in Fig. 

(16) shows the dependence of the reverse biased Schottky barrier after corrections for internal 

photoemission [47]. Because the electron current dominates the hole current in undoped and 

phosphorus doped films, the gap cell and forward biased Schottky photocurrents will follow the 
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absorption since the electron is still mobile. f'71J1.T)1I shows a rapid decrease while (f1J1.T), remains 

constant (see Figs. 17, 18). For energies less than 1.0 eV, neither the electron nor the hole are 

mobile, leading to a deviation between the gap electrode and forward biased Schottky phot<r 

currents and the absorption. (f1J1.T), exhibits a decrease especially in the phosphorus doped case. 

The fact that (f1J1.T), is roughly constant to 0.9 eV, demonstrates that the defect absorption 

transition results in the same final state as band-t<rband transitions. Consequently, the defect 

absorption is due to transitions from the defect to the conduction band rather than from the 

valence band to the defect. The energy threshold of the defect absorption measures the energy 

of the defect relative to the conduction band. 

The results also indicate that geminate recombination is not the dominate recombination 

path. Otherwise (f1J1.T), and (f1J1.T)1I would show a large decrease for photon energies less than 1.6 

eV. Due to the large error bars, the possibility that a small fraction of the photocarriers recom

bine geminately cannot be excluded. 

The comparison of PDS with PC indicates that while in principle PC can be used to deter

mine the absorption, in practice, the variation of the carrier lifetime with intensity causes distor

tions in the energy dependence of the photoconductivity, Empirically, it has been found that 

after careful normalization, the defect absorption may deviate by as much as a factor of 2-3 rela

tive to the above band value. Hence, the photoconductivity derived absorption slopes are uncer

tain by about 15 meV, 

PDS can be used to normalize photoconductivity since the lifetime is a function of the gen

eration rate, If the photocurrent is measured as a function of light intensity, one obtains the 

functional dependence of the lifetime on generation rate. Using the absorption from PDS and 

the measured light flux, one can determine the generation rate to derive the photocurrent at a 
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constant generation rate (and hence lifetime). This technique enables one to use photoconduc-

tivity in situations where PDS is unsuitable due to background absorption. 

The results presented in this section demonstrate the versatility and utility of PDS. Not 

only can the optical absorption be measured but the range of photoexcited carriers can be deter-

mined as well. 

v. PDS-DEDUCED FEATIJRFS IN TIlE DENSITI'-OF-STATES of a-Si:H 

In this section, the contributions of PDS to the understanding of the density-of-states in a-

Si:H are described, and the results mentioned in the previous sections will be placed in a more 

comprehensi ve picture. 

The density-of-state diagram. as deduced from a variety of techniques including photoemis-

sion, dispersive transport, photoinduced absorption, deep level transient spectroscopy (DLTS) , 
, 

luminescence, and ESR as well as PDS, is shown in Fig. (19) for undoped and phosphorus 

doped a-Si:H. First consider the conduction band. Uttle is known about the bottom of the con-

duction band near the band-gap other than it is probably close to a parabolic density-of-states 

and possesses no sharp structure [48]. Comparison of derived absorption spectra to PDS spectra 

suggest that the conduction band may be somewhat broadened compared to (E-EJ 1/l, however, 

more experiments need to be performed. 

Near the conduction band edge, the states become localized below the conduction band 

mobility edge, Ec' The comparison of the absorption to the photoconductivity support the view 

that the states become localized near the conduction band edge. Below the mobility edge, 

dispersive transport has shown that the states tail exponentially into the gap. The edge is 

extremely sharp, decreasing by 5 orders of magnitude in 0.25 eV. An important consequence of 
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the rapid decrease of the conduction band tail is that the spectral dependence of the absorption 

is dominated by the energy distribution of the valence band and defects states, rather than being 

a mixture of features of the conduction and valence band density-of-states. 

In the energy range of 0.7-1.5 eV below the conduction band, the density-of-states is dom

inated by silicon dangling bond defects. The correlation of the spin density with the gap-state 

absorption provided first evidence that a peak in the density-of-states, located slightly below 

midgap at -1.25 eV below the conduction band was specifically associated with the silicon dan

gling bond [18,19]. This peak grows as the rf power increases, if the substrate temperature 

deviates from 180-250°C, or if the film is annealed to remove hydrogen. The integrated mag

nitude of the dangling bond peak ranges from roughly from lOIS to 1019 states cm-3• The 

integrated magnitude of the dangling bond peak increases to _1017 states cm-3 near the inter

face and/or surface. The spatial inhomogeneity explains the descrepancy between the interface 

sensitive field-effect measurements of the density-of-states and the bulk sensitive capcitance 

DLTS measurements. The singly occupied dangling bond defect peak increases by 1016 states 

cm-3 if the films are exposed to above band-gap illumination for protracted time. 

Phosphorus doping causes the dangling bond defect peak to increase in magnitude as the 

square root of the doping concentration and to move to a higher energy (+0.38 eV) due to the 

Coulomb replusion between the two localized electrons on the dangling bond. Boron doping also 

increases the defect concentration as the square root of the doping concentration. It should be 

noted that, since the spectral dependence of the photoconductivity and PDS has not been per

formed on boron doped material, it is not known whether the peak lies close to the conduction 

band or near the valence band. Finally, compensation decrases the dangling bond defect peak. 
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The effect of iJlurnination is to increase the magnitude of the dangling bond peak by -30% 

in both phosphorus and boron doped samples. By a mechanism not yet understood, the number 

of phot~induced defects is related to the number of defects which previously existed prior to 

illumination. The process apparently involves the position of the Fermi level since the compen

sated material exhibits a very small increase. 

The valence band edge decreases. exponentially into the gap from the valence band mobility 

edge. The width of the valence band is very sensitive to deposition conditions and doping. 

Many parameters which increase the dangling bond defect density also increase the width of the 

valence band tail, roughly according to the relation N. ex exp (EJtO meV). However, if the 

dangling bonds are photoinduced, an increase in the valence band tail does not occur. This fact 

suggests the possibility that disorder, as measured by the valence band width, causes dangling 

bonds during deposition. Apparently, the phot~induced dangling bonds do not by themselves 

cause disorder of the tail above the valence mobility edge. 

Comparison of the spectral dependence of the hole current to the absorption indicates that, 

at least over the range of tenths of an eV, the hole states make a transition from extended to 

localized behavior. The width of the transition cannot be determined accurately because the 

measurements were performed at high temperatures and the internal photoemission causes a 

large background. The photoconductivity measurements on Schottky barriers demonstrate that 

the optical transitions occur between filled defect states and the conduction band for un doped 

and phosphorus doped material. 
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VI. CONUUDING REMARKS 

The preceeding discussion demonstrates the utility of using PDS to obtain information 

about the density-of-states in a-Si:H. The power of measuring optical absorption arises from the 

fact that it is a fundamental and well understood process occurring in all solids. Typically, 

absorption measurements do not require contacts, doping conditions, Fermi level positions, spe

cial temperatures, device structures, etc. The effect of almost any material parameter on the 

density-of-states can be assessed by measuring the effect of the parameter on the optical absorp

tion. 

As shown in this chapter, photothermal deflection spectroscopy has proven to be a powerful 

tool for the investigation of very small optical absorptions. By overcoming the inherent limita

tions of conventional absorption techniques, PDS enables the direct and reliable determination of 

the energy and number of defects in hydrogenated amorphous silicon. Furthermore, it is an 

excellent tool for the characterization of material parameters such as doping concentration, 

defect level, and film homogeneity. 

As to future directions, an obvious extension of the work reviewed in this chapter is the 

study of intrinsic defects and of other impurities. Another possibility is the investigation of the 

effects of alloying amorphous silicon with other materials such as germanium, carbon, or tin. 

Photothermal deflection spectroscopy is a unique tool for probing non-radiatiave transitions. 

When combined with luminescence studies, a complete picture of the branching ratios of radia

tive and non-radiative de-excitation should emerge. The study of the nature of defects in micr~ 

crystalline and of CVD deposited silicon is also a possible direction for future research. 
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Given the relative ease with which PDS can be performed, this technique has the potential 

of becoming an important addition to the tools employed in materials characterization, process 

control, and device diagnostics. 
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FlGURE CAPTIONS 

Fig. 1: The experimental arrangement. 

Fig. 2: The substrate-temperature dependence of gap-state absorption. Un doped material. 

Fig. 3: The dependence of gap-state absorption on deposition power. Undoped material. 

Fig. 4: The dependence of gap-state absorption on the type and level of doping. (a) PH3-

doping concentration: (1) 10-2, (2) 10-3, (3) 3 X 10--', (4) 100s, and (5) 10-6; (b) 

B2H6-doping concentration: (6) 10-3, (7) 3 X 10-4, and (8) 10--', (9) 100s; (c) Com-

pensated material: all samples have 1O-3PH3 and the B2H6 concentrations are (10) 2 

X 10--', (11) 4 X 10--', (12) 2 X 10-3, and (13) 4 X 10-3• All doping concentrations 

refer to gas phase concentration. Substrate temperature - 230°C and the rf deposition 

power is 2 W. 

Fig. 5: The correlation between the number of defects deduced from PDS and ESR. Undoped 

material. 
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Fig. 6: The correlation between the number of defects deduced form PDS and from lumines-

cence quenching. 

Fig. 7: Calculated and PDS-deduced absorption for un doped and phosphorous-doped materials. 

Fig. 8: Photon energy dependence of the absorption for phosphorous-doped and undoped 

material. The doped curves have been shifted to the right by 0.35 eV an~ multiplied 

by a factor of 3. 

Fig. 9: Thickness dependence of the absorption in undoped a-Si:H. 

Fig. 10: The effect of illumination on the absorption spectrum of undoped a-Si:H. 

Fig. 11: The dependence of .:1N. on doping concentration. 

Fig. 12: The dependence of .:1N. on N. for doped and undoped materials. 

Fig. 13: The correlation between the Urbach edge energy and the ESR-deduced spin density. 

Fig. 14: The correlation between photoinduced and PDS-deduced optical absorption for un doped 

material with varying defect density. 
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Fig. 15: Types of photoconductivity: (a) secondary gap photoconductivity (SSPC); (b) secon-

dary forward-bias photoconductivity (SPPC); and (c) primary reverse-bias photocon-

ductivity (PPPC). 

Fig. 16: The dependence of constant-generation-rate photoconductivity and absorptance on phcr 

ton energy. O-PDS; A-SSPC; D-SPPC; II-PPpc' 
.; 

Fig. 17: .,,"',. derived from photoconductivity and absorptance. A-(."",,.)~ + (."",,.),, from SSPC; 

O-(."",,.)~ from SPPC. The curves are offset vertically for clarity. 

Fig. 18: (."",,.),,. relative to the value at 2.0 eV. as a function of photon energy. 

Fig. 19: Density-of-states for undoped and phosphorous-doped a-Si:H. EF denotes the Fermi 

level for single occupancy . 
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