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Abstract 

Thermal management of Li-ion battery packs is a critical technological challenge that directly 

impacts safety and performance. Removal of heat generated in individual Li-ion cells into the 

ambient is a considerably complicated problem involving multiple heat transfer modes. This 

paper develops an iterative analytical technique to model conjugate heat transfer in coolant-based 

thermal management of a Li-ion battery pack. Solutions for the governing energy conservation 

equations for thermal conduction and convection are derived and coupled with each other in an 

iterative fashion to determine the final temperature distribution. The analytical model is used to 

investigate the dependence of the temperature field on various geometrical and material 

parameters. The model shows that the coolant flowrate required for effective cooling can be 

reduced significant by improving the thermal conductivity of individual Li-ion cells. Further, the 

analytical model helps understand key thermal-electrochemical trade-offs in the design of 

thermal management for Li-ion battery packs, such as the trade-off between temperature rise and 

energy storage density in the battery pack.  
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Nomenclature: 

e Entry 

h Convective heat transfer coefficient 

H Height 

k Thermal conductivity 

L Length 

Pr Prandtl number 

q Heat flux 

Q Volumetric heat generation rate 

Re Reynolds number 

T Temperature 

u,v Velocity components 

α Thermal diffusivity 

 

Subscripts: 

0 Interface 

f Fluid 

s Solid 

x,y Coordinates 

 

Superscript: 

+ Non-dimensional variable 
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1. Introduction 

Effective removal of heat from Li-ion cells and battery packs is a critical technological 

challenge for improving the performance, safety and reliability of electrochemical energy 

conversion and storage systems [1-3]. Several engineering applications such as electric vehicles, 

stationary power storage systems, etc. involve large battery packs containing multiple Li-ion 

cells capable of individually storing and converting energy. Heat generated within each Li-ion 

cell must be eventually rejected to the ambient. This process must occur with minimal thermal 

resistance in order to minimize the temperature rise in each Li-ion cell [4,5].  The path of heat 

transfer from within each cell to the ambient is somewhat involved [6]. During this process, heat 

must conduct through materials and interfaces within each cell, then into any surrounding 

materials, followed by convection into the coolant fluid, which carries the heat away from the 

battery pack and eventually rejects it to the ambient [7]. Pack-level thermal management plays a 

key role in overall thermal performance of a battery pack [3]. However, effective, active thermal 

management may require components such as coolant channels, pump, etc. that do not contribute 

to energy storage and may even consume energy. While the thermal management system must 

ensure effective heat removal, the non-electrochemical components in the pack must be 

minimized in order to increase the energy storage density and reduce overall weight. The 

development of accurate thermal modeling tools is critical for reconciling such design trade-offs 

and designing battery packs that maximize energy storage density without increasing the risk of 

high temperature and thermal runaway. 

There is significant past work available on both experimental measurements and 

modeling of pack-level thermal management of Li-ion battery packs. A variety of thermal 
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management approaches, including heat pipe based cooling, convective cooling, etc. has been 

investigated. Both air and liquid-based thermal management has been demonstrated 

experimentally for Li-ion battery packs [8-14]. Water is the most commonly investigated liquid 

coolant. The use of liquid cooling plates has been investigated. Various cell arrangements in a 

Li-ion battery pack along with different cooling duct configurations have been experimentally 

evaluated for air cooling [8-11]. Similarly, liquid-based cooling using cooling plates with 

microchannels of different configurations placed between batteries has been reported [12-14].  

Some work also exists on the use of low boiling point dielectric liquids for thermal management 

[15-16]. Heat pipes and phase change materials have been inserted in the battery pack in order to 

absorb heat generated in the cell and minimize temperature rise [17-30]. A number of papers 

have utilized finite-element simulations to numerically characterize the performance of such 

thermal management systems. Air [10-11,21-36], liquid [12-14,37-40], heat pipe [36] and phase 

change materials (PCM) [27,41,42] based thermal management approaches have been evaluated 

by pack-level simulations. The modeling of different cooling configurations [31-33], cell 

arrangements [10-11,34] and flow duct design [32] for enhanced natural convection has been 

carried out. Similarly, liquid cooling based thermal management strategies have been analyzed 

through simulations. This includes design of liquid cooling plate [12,13,38-40], thermal 

optimization [38-40] and evaluation of different cooling strategies [14,37]. Numerical 

simulations on using PCMs [41,42] and heat pipes [36] for pack-level thermal management have 

also been reported. While significant temperature reduction has been shown in these various 

simulations based analysis, the impact of these cooling strategies in terms of reduced pack level 

energy storage density has often been neglected. 
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While finite-element simulations provide quick and convenient determination of 

temperature rise in a specific geometry, such simulations can often be time-consuming to set up 

and execute. More importantly, there are often challenges in interfacing such simulations with 

the battery management system (BMS), which is a critical need for thermally-driven battery 

performance management. An alternative to finite-element simulations is analytical derivation of 

the solution of energy conservation equations that govern the temperature field in the system. 

While mathematically more challenging, such analytical modeling approach results in closed 

form solutions of the temperature distribution that provide useful physical insights into the heat 

transfer process that is not possible through simulations. For example, once a closed-form 

solution for the temperature field is available, the effect of various geometrical parameters and 

thermophysical properties can be rapidly evaluated. Closed-form solutions are also easier to 

interface with other computational tools, such as electrochemistry models, for multiphysics co-

optimization during the design process, or during real-time operation. However, analytical 

approaches are mathematically more challenging than finite-element simulations and geometrical 

approximations may be needed. Air/liquid cooling of a Li-ion battery pack is a conjugate heat 

transfer problem involving both thermal conduction in the solid battery and thermal convection 

to the coolant flow. The modeling of such conjugate problems is not straightforward. While 

conjugate heat transfer models have been developed for simple conditions, there is relatively 

limited work available on analyzing conjugate heat transfer in more complicated situations such 

as those that may be encountered in realistic battery packs. In the recent past, a general, iterative 

method has been developed for analytical modeling of conjugate heat transfer in solid-fluid 

domains [43] such as the cooling of Li-ion cells using a coolant flow. This method is based on 

solving the thermal conduction and convection problems separately. Utilizing temperature and 
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heat flux matching at the solid-liquid interface, the output of one problem is utilized to solve the 

other in an iterative fashion. This approach has been shown to work well for a broad class of 

conjugate problems involving external and internal flow.  

This paper presents conjugate heat transfer analysis for the cooling of a Li-ion cell battery 

pack. An iterative analytical approach, validated in a variety of ways, is used to investigate 

fundamental processes that govern temperature rise in a Li-ion battery pack. The dependence of 

the temperature field on various geometrical and material parameters is investigated. The 

analytical model helps understand thermal management of Li-ion battery packs, and assists in 

understanding and quantifying various thermal-electrochemical tradeoffs that are inherent in the 

design of a Li-ion battery pack. These results may contribute towards improved thermal design 

and run-time thermal performance of Li-ion battery packs. 

2. Theoretical Model 

The problem of cooling of a Li-ion cell in a battery pack with a fluid flow such as air or water is 

shown schematically in Figure 1, where multiple cells in a battery pack are to be cooled. Figure 1 

also identifies the unit cell that repeats itself in the battery pack. The temperature field within this 

unit cell is to be determined as a function of geometry, operating parameters of the cell, such as 

C-rate, thermal properties, as well as the parameters and properties related to the coolant fluid. 

Specific quantities of interest may include the peak temperature rise in the cell, temperature 

gradient within the cell, pressure drop in the coolant fluid, etc. This is a conjugate heat transfer 

problem as it involves heat transfer through conduction within the solid cell and convective heat 

transfer to the cooling fluid. While problems involving conduction or convection only are easier 

to address by directly solving the underlying energy conservation equation in the solid or liquid, 
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a conjugate problem is considerably more complicated due to the interaction between the solid 

and fluid. In this case, an iterative analytical technique is utilized for solving the conjugate 

problem [43]. As shown schematically in Figure 2, the technique utilizes continuity of 

temperature and energy conservation at the solid-liquid interface to iteratively solve the 

conduction and convection problems separately. The solution of each problem provides a 

boundary condition for the other problem. The iterative solution process continues to until 

sufficient accuracy is reached.  

In this specific case, Figure 2(a) shows the solid domain of the conjugate problem in the thermal 

unit cell. The steady state temperature rise in the solid domain, Ts(x,y) satisfies the following 

energy conservation equation: 

  (1) 

and the following boundary conditions 

    at x = 0                                               (2) 

    at x = L                                               (3) 

    at  y = 0                                              (4) 

    at y = H                                              (5)  

Note that is the heat flux at the solid-fluid interface, and is not known in advance. The fluid 

domain of the thermal unit cell comprises the coolant flow shown in Figure 2(b). The 

temperature field in the fluid domain is governed by  
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  (6) 

where viscous dissipation is neglected.  

Finally, at the solid-fluid interface, 

  (7) 

and 

  (8) 

for temperature continuity and conservation of energy respectively.  

The conjugate problem described in equations (1)-(8) is solved in an iterative approach. For the 

fluid domain, equation (6) is solved for a flow over a flat plate problem with a temperature 

boundary condition at the interface 

    at y= 0                     (9) 

A solution for this problem has been derived by integrating the effect of infinitesimal sections of 

the flat plate with given temperature of the interface. The final solution for the temperature 

distribution in the coolant fluid is given by [44] 

 
         (10) 

where the function  θ (ξ,x,y) is given  by 
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in Twall respectively. This equation assumes that the dimensions of the coolant channel cross-

section are larger than the expected maximum boundary layer size. 

The heat flux can be computed from equations (8) and (9) as follows, 

 

       (12) 

 This heat flux, which represents in equation (5) is used to solve the solid problem define by 

equations (1)-(5) . The solution for equations (1)-(5) is obtained by first splitting the problem in 

two problems followed by use of the separation of variables technique. 

The temperature field may be determined by splitting Ts(x,y) into two components  

  (13) 

The two components of the temperature distribution are given by 

  (14) 

and 

  (15) 

The coefficients Cn in equation (15) are given by 
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(16) 

The eigenvalues µn are obtained from roots of the transcendental equation  

  (17) 

where  

In the solid problem, the interface temperature distribution Twall(x) is calculated by substituting 

y=H, which is provided to equation (9) as T0(x) to re-solve the fluid problem. The iterative 

process is continued until convergence is reached. In practice, the interface temperature 

distribution is updated to a blend of the newly calculated and older distributions. The blend 

factor is kept low enough in order to prevent divergence in the temperature distribution with 

increasing number of iterations. Figure 3 summarizes the entire process of obtaining the solution.  

4. Results and discussion 

The analytical model described in section 2 is validated in a number of different ways. A 

conjugate heat transfer problem with parameters representative of water cooling of prismatic Li-

ion cells discharging at 5C is solved. Recently presented data are used for determining the heat 

generation rate at this C-rate [45]. Thermal properties of the Li-ion cell are taken from recent 

measurements [46]. Specifically, thermal anisotropy is assumed, with the thermal conductivity 
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parallel and normal to the electrode plane assumed to be 30 and 0.2 W/mK respectively. The cell 

thickness is taken to be 8mm. Standard values are assumed for various thermophysical properties 

of the coolant air. The coolant flow speed is assumed to be 0.001 m/s.  

The iterative analytical approach is carried out three separate times assuming three 

different initial values for the interface temperature. Figure 4 plots the interface temperature as a 

function of x for all three cases at the end of a number of iterations. Figure 4 shows that for each 

case, the temperature distribution converges within around 30 iterations and does not change 

significantly afterwards. Based on this, the number of iterations is conservatively taken to be 60 

for subsequent investigations in this paper. Figure 4 also shows that the temperature distribution 

converges to the same curve regardless of the initially assumed temperature distribution. This 

independence from the initial guess is important and ensures a robust solution even if the initial 

guess is far from the actual temperature distribution.  

Since the solution for the thermal conduction equation in the solid body comprises a 

series summation of infinite terms, this series must in practice be truncated to a finite number of 

terms. Figure 5 plots the converged temperature distribution at the interface for the problem with 

the same parameters as Figure 4 for different numbers of eigenvalues. Figure 5 shows that the 

temperature solution changes rapidly at low number of eigenvalues, but converges to a stable 

solution at around 50 eigenvalues. Addition of further eigenvalues does not significantly change 

the predicted temperature distribution. This is an important observation for reducing 

computational burden without significant penalty in accuracy. Based on this, a total of 50 

eigenvalues are considered in all subsequent figures in this paper. 

The iterative technique for determining temperature distribution during Li-ion cell 

cooling is also validated by comparison with finite-element simulations. These simulations 
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utilize the same set of parameters used in the iterative technique. The finite element result is 

checked for grid independence. Meshing has been refined sufficiently to capture high heat 

transfer rate near the leading edge. The fluid domain has been defined much larger than expected 

thickness of velocity and thermal boundary layers. Figure 6(a) plots the interface temperature as 

a function of x for two different C-rates, utilizing the same 0.001 m/s water flow for cooling. 

Plots from both finite-element simulations and the analytical model are shown. Figure 6(a) 

shows very good agreement between the two. Further, the heat flux from the solid into the 

coolant fluid is also plotted as a function of x for finite-element simulations and analytical model 

in Figure 6(b). Similar to the temperature distribution, there is very good agreement for the heat 

flux distribution. Compared to finite-element simulations, the iterative analytical model offers 

improved computation time, elimination of the need for time-consuming grid generation and a 

better physical insight into the conjugate problem that governs fluid cooling of a Li-ion cell. 

The validated analytical model can be utilized for pack-level thermal design. Specifically, 

the dependence of thermal performance on various parameters such as geometry, thermophysical 

properties, etc. can be effectively analyzed. Figure 7(a) plots a colormap of the entire cell for a 

specific case of 5C operation of while being cooled with 0.001 m/s water flow. The temperature 

plot shown in Figure 7(a) clearly shows temperature rise within the cell due to heat generation, 

and the cooling effect of the coolant flow. Figure 7(b) furthers illustrates the temperature field by 

plotting the temperature rise as a function of y at x=15 mm. Starting from the surface of the cell, 

the temperature rise increases going inwards, and is the highest at the core of the cell, as 

expected.  

A number of other investigations of pack-level thermal management are possible through 

the iterative analytical model. Figure 8(a) plots the peak temperature inside the prismatic cell as a 
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function of C-rate for two different flowrates of water as a coolant. This plot shows a sharp 

increase in peak temperature rise at the core of the cell with increasing C-rate, which is along 

expected lines, since the heat generation rate increases quadratically with C-rate [45]. Figure 8(b) 

plots the peak temperature as a function of flowrate for water as the coolant over a prismatic cell 

operating at two different C-rates. This plot shows a reduction in peak temperature as the coolant 

flow increases, but this effect saturates somewhat at higher flowrates. This is an important 

observation as it shows that merely increasing the coolant flowrate does not necessarily keep 

improving overall performance, but rather this results in diminishing returns at large flowrates.  

It is of interest to compare the performance of various coolant fluids. Figure 9 plots the 

surface temperature as a function of x for two different C-rates, and compares the performance of 

water and FC72, a dielectric fluid. Figure 9 shows that for both C-rates, the temperature rise is 

lower for water compared to FC72, due to superior thermophysical properties of water. A key 

drawback with water, however, is the potential for electrical damage in case of leakage. Due to 

its inherently dielectric nature, FC72 does not present this risk, but has somewhat lower thermal 

performance.  

The iterative analytical model can also be used to study the effect of geometry on the 

thermal performance of the coolant flow. Figure 10 plots the surface temperature of the Li-ion 

cell as a function of different widths of the Li-ion cell, holding the volumetric heat generation 

rate constant. Figure 10 shows that at the same C-rate, a thicker cell results in greater 

temperature rise than a thicker cell. This presents an important design trade-off because a thicker 

cell will also result in higher pack-level energy storage density, which, while desirable, comes at 

the cost of increased peak temperature in thicker cells.  
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Strategies for thermal conduction enhancement in Li-ion cells have been proposed in the 

past [6]. It is of interest to analyze the impact of such enhancement at the cell-level on pack-level 

thermal management. An analysis is carried out to determine the required coolant fluid velocity 

for multiple values of the cell thermal conductivity ky,s in order to maintain the same maximum 

temperature rise in the cell as a baseline case. Results presented in Figure 11 show a significant 

reduction in the required fluid velocity as ky,s increases from 0.2W/mK to 0.4W/mK. Further 

increase in thermal conductivity is not found to be as advantageous, because convective heat 

transfer resistance now begins to dominate over thermal conduction resistance. This analysis 

shows that increased thermal conductivity of constituting Li-ion cell may positively impact 

system level coolant flow requirements such as pump work, size of coolant manifold, etc. and 

ultimately the pack-level energy storage density. 

Finally, Figure 12 analyzes the effect of a non heat-generating plate inserted between the 

Li-ion cell and the coolant flow. This could be done in order to physically separate the heat-

generating cell from the coolant. However, this would result in increased temperature rise in the 

cell due to the additional thermal resistance of the plate. As discussed in Section 2, the iterative 

analytical model accounts for this by including an additional, one-dimensional thermal resistance 

during the process of interfacing the solid and fluid heat transfer models. Figure 12 plots the 

peak temperature in the cell operating at 5C as a function of the thickness of the interface plate, 

which is assumed to be made of a plastic material of thermal conductivity of 1.0 W/mK. Figure 

12 shows a significant impact of the interface plate on the cell temperature, which worsens with 

increasing plate thickness. This highlights an important consideration in pack-level thermal 

management design.  
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Design trade-offs such as those illustrated above are difficult to analyze using finite-

element simulation tools due to computational complexity. On the other hand, such an analysis 

can be easily run using the iterative analytical method described here, which allows rapid 

analysis of various design choices as well as the effect of various geometry parameters and 

thermophysical properties on the performance of pack-level thermal management. 

5. Conclusions 

Heat removal from a Li-ion cell battery pack is critical not only for safety and reliability, 

but also for optimal performance. Analytical models such as the one presented in this paper may 

be helpful in analyzing and optimizing the design of pack-level thermal management systems 

involving the removal of heat generated in cells with a coolant flow. Such models help determine 

the effect of various parameters on cooling efficiency, and help identify optimal parametric 

design spaces. Such analytical models are also important for multiphysics co-optimization since 

several thermal management related parameters also profoundly affect the electrochemical 

performance of the cell. By developing a robust model for analyzing heat transfer in a fluid-

cooled Li-ion battery pack, this paper contributes towards improved thermal and electrochemical 

performance. 
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Figure 1: (a) Schematic of the geometry for air/liquid cooling of a prismatic Li-ion battery pack, also showing the fundamental 

thermal unit cell comprising solid cell and fluid domains. 
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Figure 2.  Definitions of the individual (a) solid and (b) fluid problems that make up the conjugate heat transfer problem. 
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Figure 3. Flowchart explaining the process to obtain the solution. 
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Figure 4. Plot showing the influence of the initial temperature distribution on the evolution of the solid-fluid interface temperature 

with number of iterations. This plot shows that in each case, the temperature distribution eventually converges to the same curve. 
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Figure 5. Plot showing the effect of the number of eigenvalues in the thermal conduction problem on the converged temperature 

distribution. 
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Figure 6. Comparison of finite-element simulation and analytical model for the conjugate heat transfer problem. This comparison is 

shown for two different C-rates. (a) shows the comparison for interface temperature, (b) shows the comparison for interface heat flux. 
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Figure 7. 2D temperature colormap for a specific set of parameters showing the entire solid cell domain. 
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Figure 8. (a) Maximum temperature rise as a function of C-rate for two different coolant fluid flowrates; (b) Maximum temperature 

rise as a function of coolant fluid flowrate for two different C-rates. 
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Figure 9. Interface temperature as a function of x for water and FC72 at two different C-rates. 
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Figure 10. Interface temperature rise as a function of x for different cell thicknesses at 5C discharge rate. 
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Figure 11. Coolant flowrate needed to maintain a certain peak cell temperature as a function of the through-plane thermal conductivity 

ky of the cell.
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Figure 12. Peak cell temperature rise as a function of interfacial material thickness at 5C discharge cell cooled by 0.001 m/s water 

flow. 




