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We have arranged two multipore membranes with conical nanopores in a three-compartment elec-

trochemical cell. The membranes act as tunable nanofluidic diodes whose functionality is entirely

based on the pH-reversed ion current rectification and does not require specific surface functional-

izations. This electrochemical arrangement can display different electrical behaviors (quasi-linear

ohmic response and inward/outward rectifications) as a function of the electrolyte concentration

in the external solutions and the applied voltage at the pore tips. The multifunctional response

permits to implement different logical responses including NOR and INHIBIT functions.

Published by AIP Publishing. [http://dx.doi.org/10.1063/1.4954764]

Microfluidic functionality is often achieved by externally

tuning the interaction between free ions in solution and

immobilized charged groups on the pore surface. The wide

range of surface functionalizations currently available for

biologically oriented sensors and actuators tuned by different

chemical, thermal, electrical, and optical signals1–7 is remark-

able. Practical applications are, however, limited by the high

variability observed in the individual nanostructure responses

and the continuous operation after several cycles. In those

cases where a reliable electrical response rather than a highly

specific analyte recognition5,8–10 is required, these problems

can be circumvented by using multipore membranes with

multifunctional fixed charge groups showing a high stability.

We have arranged two multipore membranes with conical

nanopores of different electrical signs in a three-compartment

cell and showed that the resulting electrochemical circuitry per-

mits additional levels of functionality. The individual nanoflui-

dic diodes show pH-reversed ion current rectification because

of the charge polarity reversal observed in the acidic groups

anchored to the pore surface. The membranes can display dif-

ferent electrical behavior (quasi-linear resistor and diode-like

inward/outward rectifications) as a function of the electrolyte

concentration and pH in the external solutions and the applied

voltage at the pore tips. Thus, the membrane performance is

entirely based on the pH-reversed ion current rectification11

and does not require highly specific functionalizations of the

pore surface.3,12

The multifunctional response is robust enough to permit

different logical functions including NOR and INHIBIT gates,

which are of current interest for liquid state transducers and

actuators.3,13–16 The NOR gate is functionally complete and

the INHIBIT function is difficult to implement in practice

because it should give the output “1” only for one particular

combination of inputs “0” and “1.” While this requirement

may be fulfilled by using three rather than two inputs and par-

ticular combinations of two of the basic functions,17 we have

used here only two inputs.

Stacks of six polyimide foils 12.5-lm thick (Kapton50

HN, DuPont) were irradiated under normal incidence with sin-

gle uranium ions of energy 11.4 MeV per nucleon at the linear

accelerator UNILAC (GSI, Darmstadt). The range of the ions

in polyimide under these conditions was larger than the thick-

ness of the foil stack and the energy loss of the ions was well

above the threshold required for homogeneous track etching.

A metal mask with a centered aperture of diameter 200 lm

was placed in front of each stack for single-ion irradiation.

The ion beam was blocked promptly as soon as a single ion

passed through the foil stack and was registered by a particle

detector behind the samples. Tracks in multipore and single

pore membranes were then produced. The tracks were used to

create approximately conical pores by means of asymmetric

track-etching.18 The pore radii were estimated from SEM and

the steady-state current (I)–potential (V) curves to be in the

ranges 300–600 nm (base) and 10–40 nm (tip). The membrane

areas exposed to the solutions were approximately 1 cm2. The

multipore membranes have pore densities of approximately

104 pores/cm2. The etching process gave carboxylate residues

on the pore wall surface. The residues were in ionized form at

pH¼ 7. The solution pH was monitored by a Crison GLP22

pH-meter before and after each measurement.

Input voltages were applied with AgjAgCl electrodes

immersed in the bathing solutions at ambient temperature.

The electric potential is asymmetric along the pore axis

because of the conical geometry: the surface charge density

is constant but the pore radius changes along the axial direc-

tion. The electrical rectification arises because the pore re-

sistance is low when the current enters the cone tip while it

a)Author to whom correspondence should be addressed. Electronic mail:
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is high when the current enters the cone base.19 The cation

flow constitutes the main contribution to current at low vol-

tages. The pores lose their selectivity for cations,19 and then

the current is carried by cations moving in the direction of

the current and anions moving in opposite direction to the

current, at high enough voltages. To record the I–V curves in

the three-compartment electrochemical cell, a picoammeter/

voltage source (Keithley 6487/E) was used.

Most experiments on conical pores conducted at pH val-

ues higher than the pKa of the carboxylic acid groups have

found significant electrical rectification ascribed to the nega-

tive charges on the pore surface due to the group deprotona-

tion. On the contrary, decreasing the pH values leads to a

decrease in the electrical rectification due to the protonation

of these groups. When the solution ionic strength and pH

take sufficiently low values, the rectification becomes signifi-

cant again and opposes to that obtained at high pH.11 This

fact suggests that the pore surface is now positively charged.

The charge reversal may occur because of further protona-

tion of the neutral carboxylic acid or the hydrogen bonded

hydrogel layer inside the nanopore.11,20 Note also that, since

the membrane material is polyamide, the imide linkages

could also be protonated under acidic conditions.

Figure 1(a) shows the I–V curves obtained for a multi-

pore membrane in a two-compartment cell at ambient tem-

perature. The experimental data correspond to the cases of

an aqueous KCl solution of concentration c¼ 0.1 M at

pH¼ 7 (top curve) and an aqueous HCl solution of pH¼ 1

(bottom curve). In both cases, the membrane is flanked by

two identical solutions and the voltage is applied on the elec-

trode in the left solution (the other electrode is connected to

ground). The charge asymmetry along the pore produces the

electrical rectification found in Fig. 1(a). Indeed, no electri-

cal rectification is observed in control experiments con-

ducted at intermediate pH values because the acidic groups

on the pore surface are in neutral form.19 Previous studies on

nanofluidic diodes21–23 have demonstrated that the diode

functionality depends critically on the pH-regulated pore sur-

face charge.

For the KCl solution curve of Fig. 1(a), the electrical re-

sistance is low for V> 0: the current enters the cone tip with

a high concentration of positive mobile ions compensating

for the high and negative fixed charge density. On the con-

trary, this resistance is high for V< 0: the current enters now

the cone base with a low charge density.18 Note that the op-

posite behavior is obtained for the HCl solution curve, sug-

gesting that this reverse rectification is now due to positive

fixed charges on the pore surface. The currents obtained at

high voltages are higher in the HCl than in the KCl solution

because of the high hydrogen ion mobility compared with that

of potassium ion. Although the exact distribution of active

groups on the pore tip surface is unknown, continuum theoret-

ical approaches assuming homogeneous surface charge den-

sities have been able to describe the experimental results19,24

because the tip pore radii are in the range of nanometers while

typical ions (e.g., Kþ) and fixed charge groups (e.g., COO�)

have much smaller diameters. In the case of pore diameters

smaller than the characteristic Debye length, the continuous

approach may fail and ionic size effects need to be taken into

account.25–27

The three-compartment cell used in the experiments

with two multipore membranes arranged in series is shown

in Fig. 1(b). Note that all nanofluidic diodes in the multi-

pore membranes have their functionalized tips exposed

to the left and right solutions. This arrangement facilitates

the external independent reconfiguration of the pore tips

because of the direct experimental access. The electrodes

are placed on the left and right solutions and the conical

pore basis of the individual diodes face the central volume

of the electrochemical cell. The use of different solutions in

the three volumes of the cell allows the multifunctional

electrical responses.3,28

Figures 2(a)–2(c) show three control experiments con-

ducted under different conditions. Fig. 2(a) is obtained with

KCl solutions of concentration c¼ 0.1 M at pH¼ 7 in the

three cell volumes. Note the expected current quasi-saturation

obtained at high voltages because the effective diodes (multi-

pore membranes here) are oppositely biased (see Fig. 1(b)).

The saturation currents reflect that the membranes used have

similar electrical characteristics.

FIG. 1. (a) I–V curves obtained for a multipore membrane in a two-

compartment cell for the cases of an aqueous KCl solution of concentration

c¼ 0.1 M at pH¼ 7 (top curve) and an aqueous HCl solution of pH¼ 1 (bot-

tom curve). The membrane is flanked by two identical solutions and the volt-

age is applied on the electrode in the left solution (the other electrode is

connected to ground). (b) The three-compartment cell used in the experi-

ments with two multipore membranes arranged in series. All nanofluidic

diodes in the multipore membranes have their functionalized tips exposed to

the left and right solutions. A particular arrangement for the HCl and KCl

solutions in the cell and the resulting fixed charges on the pore surface are

shown.

253701-2 Cervera et al. Appl. Phys. Lett. 108, 253701 (2016)
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Figure 2(b) is obtained with HCl solutions at pH¼ 1 in

the three cell volumes. Again, the currents obtained at high

voltages are higher than those of Fig. 2(a) because of the

higher hydrogen mobility compared with that of potassium

ion.

A third control experiment is shown in Fig. 2(c) where

HCl solutions at pH¼ 1 are used in the left and right volumes

while a KCl solution of concentration c¼ 2 M at pH¼ 7 is

fed into the central volume. As expected, this high salt con-

centration in the central volume gives an increase in the abso-

lute currents due to the increase in the number of available

ions. Note also the linear (ohmic) behavior obtained: the rec-

tification effect is lost when the mobile ions at high concen-

tration effectively screen the positive fixed charges (see Fig.

1(a), bottom curve) on the pore surface.12

Figures 2(d) and 2(e) show the multifunctional rectifica-

tion characteristics obtained when different solutions are used

in the left and right compartments. Figure 2(d) corresponds to

a KCl solution of concentration c¼ 0.1 M at pH¼ 7 in the

left and central volumes and HCl solution at pH¼ 1 in the

right volume only. A high electrical rectification is obtained:

the multipore membranes have now different fixed charges

because of the distinct pH values at the respective pore tips;

see Fig. 1(a). The applied pH and potential difference effec-

tively polarize the nanofluidic diodes in the same direction

(see Fig. 1(b)).

Figure 2(e) corresponds to a KCl solution of concentra-

tion c¼ 0.1 M at pH¼ 7 in the central and right volumes and

HCl solution at pH¼ 1 in the left volume only. Except for the

reversal in the current rectification, Fig. 2(e) shows essen-

tially the same behavior as Fig. 2(d) because the two multi-

pore membranes are now polarized in the direction opposite

to that in Fig. 2(d).

To check further that the rectification effect is due to the

distinct pore charges resulting from the externally imposed

pH differences, Fig. 2(f) shows the I–V curve obtained when

the left and right volumes contain identical HCl solutions at

pH¼ 1 and the central volume is fed with a KCl solution of

concentration c¼ 0.1 M at pH¼ 7. In this symmetrical case,

the currents are very similar to those in Fig. 2(b).

Taken together, the results of Figs. 2(a)–2(f) demon-

strate a robust multifunctional behavior in the electrical

responses. Note in particular, the significant off/on resist-

ance ratios obtained despite the ohmic effect of the central

volume compartment. Remarkably, the different I–V curves

in Figs. 2(a)–2(f) are obtained with the same type of multi-

pore membrane, which does not require a highly specific

pore functionalization.3 Note also that the protein ion chan-

nels embedded in cell membranes form aqueous pores at the

nanometer scale that are decorated by amphoteric groups

allowing a pH-dependent functionality (see Refs. 29 and 30

for specific examples). In this sense, the broad range of elec-

trical responses obtained in Figs. 2(a)–2(f) can be consid-

ered as biomimetic.6,7

As a potential application of the above results, Figs.

3(a)–3(d) show that different logical responses (NOR and

INHIBIT) can be obtained using the chemical (pH) and elec-

trical (V, I) signals in Figs. 2(a)–2(f). Figure 3(a) illustrates

the general procedure followed in the respective I–V curves

of Figs. 2(a)–2(f) for the case of the NOR function. The

NOR gate (Fig. 3(b)) is functionally complete in the sense

that any digital logic circuit can be built out using only NOR
gates. The INH-1 (Fig. 3(c)) and 2 (Fig. 3(d)) functions are

difficult to implement because they should give the output

“0” in all cases except for one particular combination of

inputs “0” and “1.” All logic functions can be implemented

FIG. 2. I–V curves for the cases: (a)

KCl solutions of concentration c¼ 0.1

M at pH¼ 7 in the three volumes. (b)

HCl solutions at pH¼ 1 in the three

volumes. (c) HCl solutions at pH¼ 1

in the left and right volumes and KCl

solution of concentration c¼ 2 M at

pH¼ 7 in the central volume. (d) KCl

solutions of concentration c¼ 0.1 M at

pH¼ 7 in the left and central volumes

and HCl solution at pH¼ 1 in the right

volume. (e) KCl solutions of concen-

tration c¼ 0.1 M at pH¼ 7 in the cen-

tral and right volumes and HCl

solution at pH¼ 1 in the left volume.

(f) HCl solutions at pH¼ 1 in the left

and right volumes and KCl solution of

concentration c¼ 0.1 M at pH¼ 7 in

the central volume. Note the different

scales in the curves. The insets sche-

matically show the experimental con-

ditions in the three-volume cell and the

polarities of the resulting diodes. The

green color corresponds to the forward

polarized conducting diode while the

red color corresponds to the reverse

polarized conducting diode.
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using the same type of membrane incorporating conical

pores functionalized with carboxylic acidic groups and the

three-compartment cell of Fig. 1(b). However, the logic

outputs “0” and “1” are only approximately defined in our

experiments because of the moderate rectification that

results from the ohmic behavior of the central volume

arranged in series with the two membranes (Fig. 1(b)). In

principle, this rectification could be enhanced by modifying

the central compartment characteristics and controlling the

pore tip shape and the nature and distribution of the pH-

sensitive groups.12,23,31

We use a three-compartment electrochemical cell

and two multiporous membranes with conical nanopores

arranged in series. The membrane functionality is based on

the pH-reversed ion current rectification and does not

require specific surface functionalizations. The externally

tunable arrangement of nanofluidic diodes can display dif-

ferent electrical behaviors including a quasi-linear ohmic

response and inward/outward rectifications as a function

of the electrolyte concentration in the external solutions

and the applied voltage at the pore tips. The demonstrated

multifunctional behavior permits different logical res-

ponses and the cases of NOR and INHIBIT functions are

discussed.
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