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*dlvoronov@lbl.gov 

Abstract. We have developed a method for the manufacture of x-ray diffraction gratings with 

arbitrarily small blaze angles. These gratings are made by a process in which a high blaze 

angle grating made by anisotropic etching of Si (111) is subjected to planarization and 

reactive ion etching. Differential etching of the planarization medium and silicon ensures 

reduction of the blaze angle. Repeated application of this process leads to gratings of 

increasing perfection with an arbitrarily small blaze angle. This opens the way to highly 

efficient low line density gratings, to damage resistant gratings for ultra-high power 

applications such as free electron lasers, and for extension of the use of gratings into the hard 

x-ray energy range for dispersive spectroscopy. 

© 2018 Optical Society of America under the terms of the OSA Open Access Publishing Agreement 

1. Introduction 

X-ray diffraction gratings are widely used at synchrotron facilities around the world. 

Parameters of the gratings may vary in a wide range depending on a specific application. For 

example, high resolution spectroscopy requires high dispersion which can be achieved by use 

of high groove density gratings [1,2]. On the other hand, x-ray microscopy, ptychography, 

tomography, lithography etc., a high photon flux is the priority which can be achieved by low 

dispersion x-ray gratings due to their high diffraction efficiency and substantial bandwidth. 

Such gratings should have a low groove density and a very small blaze angle. For example, 

the monochromator of the Cosmic beamline at the Advanced Light Source designed for 

coherent scattering and microscopy experiments is equipped with 4 gratings of groove density 

of 100 and 300 lines/mm [3]. The optimal blaze angles of the gratings would be in the range 

of 0.17 - 0.35°. However, such gratings are extremely challenging to fabricate and lamellar 

gratings are used instead. Although lamellar gratings are available commercially they have 

lower diffraction efficiency which substantially reduces the throughput of the 

monochromator. 

Similar blazed gratings are needed for Free Electron Laser (FEL) applications [4] since 

they offer much higher stability over lamellar gratings which suffer from laser ablation 

damage of their rectangular grooves [5]. The off-plane diffraction mount of lamellar gratings 

was suggested to avoid ablation and achieve high diffraction efficiency [6]. This however 

requires rather complicated monochromator design [7]. 

Only extremely grazing incidence optics can withstand the extreme high power of the 

laser and avoid surface damage owing to the spread of the power load over a large area. The 

grazing geometry leads to very low groove density and ultra-low blaze angles of the gratings 

[8,9]. The maximum photon energy that gratings are used at is limited by the grazing angle 

required for high reflectivity, leading to a requirement for very small blaze angles. Although 

gratings are traditionally used up to a photon energy of 2.5 keV, there is no reason why 

gratings cannot be used in the hard x-ray domain. Although Bragg crystals exist to cover this 

energy range, they have a very limited angular reflection range, leading to a very narrow 

diffracted energy width. While this is useful for high resolution spectroscopy, it is a problem 

for dispersive spectroscopy. For example, one of the main methods to understand chemical 

bonding is the technique of extended x-ray absorption fine structure (EXAFS), where the x-

ray absorption signal is monitored from an elemental absorption edge. The required energy 
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range at the iron K edge might be from 7 to 8 keV. Although crystal-based dispersive 

spectrometers exist, they are angle selecting, i.e. one angle on the crystal corresponds to one 

energy. The great advantage of a grating spectrograph is that a very wide range of 

wavelengths can be dispersed and focused from any point on the grating. The necessary 

requirement though is for a very small blaze angle, typically around 0.1°, commensurate with 

the small grazing angles that have to be used. 

Diamond ruling is currently the main method of making blazed gratings for x-rays. Since 

it is challenging to rule perfectly triangular grooves with blazed angles smaller than 3-5°, an 

additional process of reduction of the blaze angle is required. In this process, the blazed 

grooves ruled into a metal layer are transferred to the underlying Si substrate by an ion beam 

etching process [4,8,9]. Owing to the difference in the sputter yield of the metal and Si under 

bombardment by high energy ions of a noble gas, the transferred grating has a reduced groove 

depth and a lower blaze angle. Adding Oxygen to the sputter gas mixture increases the 

reduction factor due to the Si oxidation chemistry involved. The main drawback of this 

approach is the extremely low speed of the ruling process, causing a high cost of the gratings. 

An alternative process for low blaze grating fabrication based on anisotropic wet etching 

of silicon by alkali solutions was demonstrated recently [10]. The method exploits a 

difference in etch rates of a Si surface with respect to the (111) planes of the Si single crystal. 

The tilt of the blazed facets is defined by the angular offset of the Si crystal surface with 

respect to the (111) planes. The method provides a perfect groove shape for high groove 

density gratings with blaze angles in the range of 2-6° [11,12]. However, making coarse 

gratings with blaze angles less than 1° is troublesome since the anisotropy of the etching 

reduces dramatically as the grating blank surface approaches to the (111) plane. Etching of 

shallow and coarse grooves can take a very long period of time, which usually is 

accompanied by etching instabilities, surface contaminations etc. leading to deterioration of 

the grating quality. Moreover, blazed facets of the etched gratings are slightly concave rather 

than perfectly plane. This is not an issue for high groove density and/or high blaze angle 

gratings since the grating efficiency is not affected considerably until the facet sag is 

substantially smaller than the groove depth. However, for extremely low blaze angle gratings 

the groove depth can be as small as a few tens of nanometers and the facet curvature may 

cause substantial efficiency loss [10]. 

To address the challenges mentioned above we developed a two-stage process for making 

high quality gratings with low groove density and ultra-small blaze angles. We fabricate a Si 

blazed grating with a relatively large blaze angle by use of anisotropic wet etching and then 

we reduce the blaze angle of the grating down to a required value. In this paper we report on 

development of a process for reduction of the blaze angle below 0.2°. 

2. Fabrication process flow 

The proposed reduction process is based on planarization and reactive ion etching (RIE) as 

illustrated in Fig. 1. A Si grating with a relatively large blaze angle [Fig. 1(a)] is coated with a 

sacrificial layer which provides planarization of the saw-tooth surface [Fig. 1(b)]. The 

following RIE provides etching both of the sacrificial layer and the silicon grating with the 

etch rates VSL and VSi respectively. The resulting shape of the grating grooves is defined by 

the ratio of etch rates of Si and the sacrificial layer. The groove height will be changed by a 

reduction factor R = 1/(1 - VSi/ VSL). If the etch rate of the sacrificial layer is much higher 

than the etch rate of Si (VSi/ VSL  1) the sacrificial layer will be etched off with no change in 

the groove shape of the Si grating (R = 1). If the etch rates are the same (VSi/ VSL = 1) the top 

surface of the sacrificial layer will be transferred to the Si resulting in smoothing out the 

grating grooves ( R  ). An intermediate etch rate ratio (0 < VSi/ VSL < 1) is expected to 

result in reduction of the groove depth and the blazed angle of the Si grating as schematically 

shown in Figs. 1(c) and 1(d). Note, if VSi/ VSL > 1 the grooves profile will flip and the blaze 

angle can even increase as compared to the original saw-tooth grating. 
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Fig. 1. Process flow for reduction of the blaze angle of an original saw-tooth grating: original 

Si grating with large blaze angle (a), planarization of the grating surface with a sacrificial layer 

(b), plasma etching of the sacrificial layer with an etch rate of VSL/ VSi 2 (c), a final blazed 

grating with a reduced blaze angle (d). 

To demonstrate feasibility of the approach we aimed for fabrication of a 100 lines/mm test 

grating with a blaze angle of 0.17°. The grating is a prototype of the most challenging blazed 

grating for the Cosmic monochromator. 

3. Blaze angle reduction 

A 25 × 25 mm2 test grating with a period of 10 μm was fabricated by use of KOH anisotropic 

wet etching of a (111) Si wafer, miscut by an angle of 6° towards   the1  12  direction. 

Dimensions of the test grating were large enough for the proof-of-principle experiment and 

the efficiency measurements (see Section 4). The details of the fabrication process were 

described elsewhere [10–12]. An AFM image of the etched grating finalized with an isotropic 

etching with a SF6 plasma is shown in Fig. 2(a). The grating has a blaze angle of 5.7° and 

groove depth of about 1 μm. 

We used an AR3 antireflective coating from Rohm and Haas Electronic Materials [13] as 

a sacrificial layer. Preliminary tests showed that the etch rate of the AR3 in a fluorine-based 

plasma is approximately twice as much as that for silicon, which is expected to result in a 

groove profile reduction factor of approximately R = 2. Moreover, AR3 exhibits a very 

smooth surface and no significant roughness built-up during the plasma etch. The low surface 

roughness of the sacrificial layer is important since it is expected to be transferred to the Si 

facets with the ratio of VSi/ VSL. This makes an AR3 coating very promising as a material for 

a sacrificial layer for the blaze angle reduction process. 

AR3 was applied to the surface of the Si grating by spin-coating at 1000 rpm and then 

baked at 200°C. The liquid film provides planarization of the saw-tooth surface due to 

capillary forces, while centrifugal forces and volume shrinkage of the sacrificial layer during 

spin-coating and the baking reduce the planarization effect [14]. To achieve a high degree of 

planarization, the coating should be relatively thick. We applied 15 layers of the AR3 of total 

thickness of 1.4 μm to planarize the micron deep grooves of the Si grating [Fig. 3(a)]. 

Residual waviness of the top surface of the AR3 coating did not exceed 7 nm peak-to-valley 

[Fig. 2(b)]. 

Reactive plasma etching using CF4 gas was applied to the planarized grating. The SEM 

image in Fig. 3(b) shows the grating in the middle of the reduction process when the grating 

grooves are half etched (corresponding to the stage shown in Fig. 1(c)). The bottom part of 

the grooves is still coated by the AR3 while the upper part of the grooves exposed to the CF4 

plasma has a reduced slope of the facets. 

                                                                                                Vol. 26, No. 17 | 20 Aug 2018 | OPTICS EXPRESS 22013 



AFM measurements of the fully processed grating showed that the blaze angle has been 

reduced approximately by a factor of 2, as expected [Fig. 4]. The reduction procedure was 

repeated 4 more times to achieve further reduction of the blaze angle. The change of the 

groove profile with successive reduction cycles is shown in Fig. 4. The final grating shown in 

Fig. 5 has the blaze angle of 0.17°, an almost perfect groove profile, plane and smooth facets 

with residual surface roughness of 0.6 nm rms. 

 

Fig. 2. AFM image of the blazed gratings with blazed angles of 5.7° before (a) and after (b) 

planarization. The full vertical range is 2   m and 50 nm respectively. 

 

Fig. 3. Cross-sectional SEM images of an original 100 lines/mm grating with ablaze angle of 
5.7°, planarized with AR3 coating (a), (b) the same grating in the middle of the RIE reduction 

etch: the AR3 is still observed in the bottom part of the grooves, and the upper part of the 

grooves has a reduced blaze angle. 

 

Fig. 4. Profiles of the grating before and after successive reduction cycles 
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Fig. 5. AFM image and the average groove profile of the final blazed grating with a groove 

density of 100 lines/mm and a blaze angle of 0.17°. 

4. Diffraction efficiency 

The low blaze angle grating was coated with an Au film and diffraction efficiency of the 

grating was measured over the soft x-ray energy range using the reflectometer at the beamline 

6.3.2 of the Advanced Light Source [15]. Owing to small vertical beam size of 50 m a 

footprint of the beam on the grating did not exceed 5 mm for the whole energy range of 200 - 

1300 eV, which was much smaller than the dimensions of the test grating. A diffraction 

pattern recorded by the detector scan at a constant incidence angle of 88.46° and an energy of 

700 eV is shown by the blue curve in Fig. 6(a). Comparison to the similar diffraction data 

obtained for the Cosmic monochromator grating [Fig. 6(b)] clearly shows the advantage of 

the blazed grating over the lamellar one. Concentration of most of the diffraction energy into 

a single diffraction order by the blazed grating results in high diffraction efficiency, while the 

lamellar grating has at least two times lower efficiency due to almost even distribution of the 

diffracted energy between positive and negative orders. 

The diffraction efficiency of the 1st positive order of the blazed grating measured over a 

wide energy range is shown in Fig. 7. The efficiency shown with the blue curve was 

measured for the grating set under the blazed condition, when the incident, α, diffraction, β, 

and blazed, , angles are related by (α + β)/2 = . The other set of measurements shown with 

the green curve were done at the constant grating focusing factor Cff = cosβ/cosα = 1.2. Such 

a geometry is practically important for monochromator operation. Both measurements show 

almost the same efficiency up to the energy of 600 eV at which the blaze angle of 0.17° was 

optimized. For higher energies the constant Cff geometry leads to some deviation from the 

perfect blaze condition, resulting in some reduction of the efficiency at the edges of the 

energy range. Nevertheless the efficiency of the blazed grating is approximately twice as high 

as compared to the efficiency of the lamellar Cosmic grating, shown with a red curve in Fig. 

7. Additionally, the blazed grating offers high efficiency over a wider energy range as 

compared to the lamellar one, which gives a possibility to minimize the number of the 

gratings to cover a required energy range. 

Simulations performed using PCGrate 6.1 software [16] show that diffraction efficiency 

of the fabricated blazed grating is very close to the theoretical efficiency calculated for an 

ideal saw-tooth groove profile (grey bars in Fig. 6(a)). The minor discrepancy between 

theoretical and experimental efficiency is caused by marginal imperfections of the groove 

profile of the fabricated grating, which is confirmed by efficiency simulations performed for 

the real groove profile measured with AFM (red bars in Fig. 6(a)). 
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Fig. 6. Experimental (blue line with symbols) and simulated (red and grey bars) diffraction 

from the fabricated blazed grating at an energy of 700 eV and an incidence angle of 88.46° (a). 

Experimental (red line with symbols) and simulated (grey bars) diffraction efficiency of the 

100 lines/mm lamellar grating from the Cosmic monochromator (b). 

 

Fig. 7. Experimental efficiency of the 1st positive diffraction order of the 100 lines/mm 

Cosmic lamellar grating (red curve with triangular symbols) and the blazed grating under blaze 

conditions (blue curve with circle symbols) and for the constant Cff = 1.2 geometry (green 

curve with square symbols). 

5. Summary 

We developed a process of reduction of a blaze angle of Si blazed gratings which allows 

ultra-low blaze angle gratings required for synchrotrons and FELs. The method is based on 

planarization of the blazed grooves by a sacrificial layer and following plasma etching with a 

required etch ratio of the sacrificial layer and Si. This process provides very shallow grooves 

of a perfect saw-tooth profile and high diffraction efficiency of the modified blazed grating, 

close to the theoretical one. The reduction process can be applied for blazed gratings 

fabricated by any technique after certain recipe adjustments. The method opens the possibility 

to modify the blaze angle of existing gratings if necessary. 

These experiments were conducted on a small test grating of size of 25 mm by 25 mm. 

For real x-ray applications a length of up to 200 mm is required. We have previously 

demonstrated fabrication of large area gratings using a nanoimprint technology [17,18] and 

this combined with the new method described here should yield large area low blaze angle 

gratings. Extrapolating from the current length of 25 mm to the required length of 200 mm 

will require careful attention to uniformity of the process but current results clearly 

demonstrate the feasibility of this approach. Further development of the approach would 

allow highly efficient gratings with blaze angles less than 0.1° for the 2 – 10 keV x-ray 
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energy range. This is a range covering the K absorption edges of Sulphur through the 

transition metals up to Zinc. This range is conventionally covered by Bragg crystals, such as 

Si (111). However the Bragg condition means that dispersion is only possible over the very 

narrow energy width of the Bragg reflection. So called dispersive crystal spectrometers have 

been developed for this range, but they are angle selecting rather than being truly dispersive, 

i.e. one angle on the crystal corresponds to one photon energy, and other energies are 

absorbed. This is not the case with a grating where due to the 2D nature of the diffraction 

rather than the 3D nature of Bragg reflection, all wavelengths less than the period can be 

dispersed. This type of medium energy grating-based dispersive spectroscopy should open a 

new realm in our ability to monitor chemical reactions in real time, via changes in the x-ray 

absorption spectrum. 
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