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Visualization of superparamagnetic dynamics in
magnetic topological insulators

Ella O. Lachman,1* Andrea F. Young,1,2* Anthony Richardella,3 Jo Cuppens,1 H. R. Naren,1

Yonathan Anahory,1 Alexander Y. Meltzer,1 Abhinav Kandala,3 Susan Kempinger,3 Yuri Myasoedov,1

Martin E. Huber,4 Nitin Samarth,3 Eli Zeldov1†
Quantized Hall conductance is a generic feature of two-dimensional electronic systems with broken time reversal
symmetry. In the quantum anomalous Hall state recently discovered in magnetic topological insulators, time
reversal symmetry is believed to be broken by long-range ferromagnetic order, with quantized resistance ob-
served even at zero external magnetic field. We use scanning nanoSQUID (nano–superconducting quantum in-
terference device) magnetic imaging to provide a direct visualization of the dynamics of the quantum phase
transition between the two anomalous Hall plateaus in a Cr-doped (Bi,Sb)2Te3 thin film. Contrary to naive expec-
tations based on macroscopic magnetometry, our measurements reveal a superparamagnetic state formed by
weakly interacting magnetic domains with a characteristic size of a few tens of nanometers. The magnetic phase
transition occurs through random reversals of these local moments, which drive the electronic Hall plateau
transition. Surprisingly, we find that the electronic system can, in turn, drive the dynamics of themagnetic system,
revealing a subtle interplay between the two coupled quantum phase transitions.
INTRODUCTION

The integer quantum Hall effect (QHE), first observed in clean two-
dimensional electronic systems at high magnetic fields (1), is the
paradigmatic example of a topological phase: different integer QH
states are characterized by identical symmetries but different integer
topological quantum numbers h, with the quantized Hall resistance
given byRxy= h/(he

2) (2). However,Hall quantizationmay also occur in
the absence of an external field as long as time reversal symmetry (TRS)
is broken (3). This quantum anomalous Hall (QAH) state was recently
realized experimentally (4–9), following theoretical proposals based on
combining strong spin-orbit coupling with long-range ferromagnetic
(FM) order in magnetically doped topological insulators (TIs) (10–18).
The QH plateau transition represents the canonical example of a
topological phase transition, described by the divergence of the localiza-
tion length and a universal critical scaling of transport coefficients (19).
Recent theoretical calculations show that under certain assumptions,
the QAH plateau transition can be mapped onto the same network
model used to describe the integer QH plateau transition, leading to
the same scaling laws (20).

Although the electronic topological transition in QH and QAH
systems, taken in isolation, can be viewed as identical, the two experi-
mental systems differ in several key aspects. The QH plateau transition
is a purely electronic effect, in which delocalization occurs against a
background of quenched electronic disorder. In contrast, the QAH pla-
teau transition results from two coupled quantumphase transitions: the
field-driven magnetic transition of the FM order and the electronic
transition that is driven by TRS breaking of the FM transition. The dy-
namics of the FM reversal can endow the QAH electronic transition
with features that do not have an analog in QHE systems. Exactly at
the transition, both systems can be understood as a network of domain
walls—magnetic domain walls for the QAH and domain walls of a dif-
ferent filling factor in the QHE—that host counterpropagating chiral
edge states. Crucially, however, in contrast to theQHplateau transition,
which describes the phase diagram of the system in thermodynamic
equilibrium, the FM domain structure in the QAH is metastable,
leading to hysteresis and relaxation dynamics that can directly affect
the electronic system. Moreover, the energy scale of the electronic de-
localization transition and its critical scaling may depend on the details
of the microscopic FM structure and on the scaling of the magnetic
phase transition. Finally, the electronic system, which commonly me-
diates FM interactions in dilute magnetic systems, can in turn modify
the phase transition of the magnetic system. Most previous studies of
QAH systems have used electronic transport measurements to probe
the combined effect of magnetic and electronic evolutions, making it
difficult to disentangle the individual roles of the two phase transitions.
Thus, exploring the reciprocal coupling of the magnetic and electronic
quantum phase transitions requires selective measurement tools that
can address the two systems independently.
RESULTS

Here, we combine electronic transport with a scanning superconduct-
ing quantum interference device (SQUID) of 200-nm diameter that re-
sides on the apex of a quartz tip [SQUID-on-Tip (SOT)] (21, 22) to
simultaneously probe the magnetic and electronic transitions at 3He
temperatures in a 7–quintuple layer (QL)–thick Cr0.1(Bi0.5Sb0.5)1.9Te3
film grown by molecular beam epitaxy (MBE) on an SrTiO3 substrate
(Fig. 1). The large dielectric constant of the substrate allows effective
control of the chemical potential through back gating. The hysteretic
Rxy transition occurs at a coercive field of Hc = 130 mT at 250 mK
(Fig. 1A). At elevated fields, the longitudinal resistance (Rxx) shows a
pronounced dip as a function of the back-gate voltage at Vg ≈ 6 V
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due to an incipient QAH state (Fig. 1B). At the lowest measurement
temperature (250 mK) used here, the sample we discuss does not yet
show the fully developed QAH. This is similar to previous experiments
on Cr-doped TI films (4–9) where quantized Hall resistance appears
only at dilution refrigerator temperatures, far below the onset tempera-
ture of hysteretic magnetic behavior (4, 23). Figure 1 (E to H) shows
images of the local distribution of the magnetic field Bz(x,y) in the sam-
ple at various points along themagnetization loop.We findBz(x,y) to be
highly inhomogeneous at all fields, with peak contrast atHc, where the
averagemagnetization vanishes (Fig. 1, F andG). Submicrometer struc-
ture is evident even at fields corresponding to saturation of transport
coefficients (Fig. 1, E and H), and images corresponding to opposite
magnetization are highly anticorrelated on microscopic scales, includ-
ing at full saturation. This suggests an inhomogeneous distribution of
magnetic moments due to a random spatial distribution of the Cr do-
pants. Although high-resolution transmission electron microscopy
measurements on our samples have yet to show any obvious evidence
of Cr clustering (see fig. S1), we cannot preclude inhomogeneity at the
nanoscale, akin to that found in other magnetically doped semiconduc-
tors such asCr-dopedZnTe (24). Clear evidence of phase separation has
only been seen in Cr-doped Bi2Se3 thin-film (25) samples that do not
show the QAH state, whereas large nanoscale fluctuations in the local
Cr density have been observed in Te-based samples (26) because of ran-
dom doping that introduces strong disorder in the material (27).

In metallic FM thin films with out-of-plane magnetization, it is well
established that magnetization reversal develops via the nucleation and
propagation of domain walls separating regions of opposite magnetiza-
tion. Such domain wall–mediated magnetization reversal has also been
imaged in FM semiconductor films (28, 29) atmagnetic dopant concen-
trations comparable to those in our magnetic TI films. However,
scanning SOT microscopy reveals a very different picture of the mag-
Lachman et al. Sci. Adv. 2015;1:e1500740 6 November 2015
netization reversal process inmagnetic TIs. Figure 2A shows a sequence
ofBz(x,y) images acquired for increasing values of m0H nearHc. The five
images appear almost identical; however, numerical subtraction of suc-
cessive image data [DBz(x,y), see Fig. 2B] reveals the underlying dynamic
process. Instead of the anticipated domain wall motion, magnetization
reversal occurs through a series of random events in which isolated nano-
scale islands undergo a reversal of their out-of-plane magnetic moment
(see movie S1). These islands are a system of small, weakly interacting
magnetic moments (potentially FM single domains) that constitutes a
superparamagnet. As we discuss below, our findings establish a direct
microscopic observation of superparamagnetism inmagnetically doped
TI films. Our observations caution against drawing conclusions about
the FM state solely from macroscopic magnetization probes (SQUID
magnetometry, magneto-optical Kerr effect) that show square hystere-
sis loops with robust zero field remanence (30).

To quantify the superparamagnetic dynamics across theHall plateau
transition, we fit each of the local features in the DBz(x,y) maps with a
point-like out-of-plane magnetic moment m (fig. S2). Figure 2C sum-
marizes ~1700 such fits, accumulated over four different ranges of
magnetic field. Throughout the measured range, the spatial distribution
of reversal events is random (Fig. 2D, inset, and fig. S3), suggesting weak
interactions between neighboring islands and supporting the conclusion
that superparamagnetism in Cr-doped BiSbTe films is characterized by
aggregations of dopant atoms. The deviation of the Hall resistance from
its saturation value begins around m0H = 0 and is accompanied by the
reversal of nanoscale moments with average m ¼ 3� 104mB (Fig. 2, C
andD).Given an average saturationmagnetization of ~ 3mB /Cr atom as
obtained from global magnetization measurements (fig. S4), the esti-
mated average diameter of these flipping islands is d = 51 nm for our
7-nm-thick film, considerably below our spatial resolution of ~300 nm.
However, as the field is increased towardHc, a pronounced change in the
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Fig. 1. Electrical transport and scanning magnetic imaging of 7-QL-thick Cr0.1(Bi0.5Sb0.5)1.9Te3 sample at T = 250 mK. (A and B) Transport
measurements showing magnetic field dependence of R (red) and R (black) at V = 6 V (A) and the V dependence at 1 T (B). The dip in R
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marked by the arrow shows the incipient QAH state. (C) Optical image of the sample and SOT showing the electrical contacts and the SOT reflection
from the sample surface. (D) Electron micrograph of the SOT used for the magnetic imaging. (E to H) Scanning SOT images (5 × 5 mm2) of the out-of-
plane magnetic field Bz(x,y) at ~300 nm above the sample surface at four antisymmetric locations along the magnetization loop marked in (A). Note
strong anticorrelation between (E) and (H), and (F) and (G). Pixel size, 50 nm; pixel integration time, 10 ms.
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moment distribution is observed with a shift to higherm values and ap-
pearance of a long tail of largemomentswithm≥105mB (Fig. 2, C andD).
The microscopic reversal momentsm can be summed to obtain the net
change inmagnetizationM over a continuous field range (Fig. 2E). Com-
parison with simultaneously acquired Rxy shows a qualitative match,
implying that the behavior of the transport coefficients through the
transition is mainly determined by the underlying change in magnetiza-
tion. Superparamagnetic behavior and a similar relationship between
measured magnetization and transport coefficients were found in a sec-
ond sample as well as in anMn-dopedBi2Te3 film (seemovie S2 and figs.
S6 to S9).

Hysteretic magnetic transitions are a signature of metastability and
typically display temporal relaxation via thermal activation or quantum
tunneling. We probe magnetic relaxation in real time by polarizing the
system at m0H = −1 T and then ramping the field to a positive set point
m0Hset.We then acquire repeated images ofBz(x,y)while simultaneously
monitoring electronic transport. No relaxation is observed on laboratory
time scales for m0Hset < 0 in eithermagnetization or transport coefficients.
Spontaneous relaxation begins to be evident at small positive fields (m0Hset =
Lachman et al. Sci. Adv. 2015;1:e1500740 6 November 2015
63mT),manifestingasmagnetic reversal eventsDBz(x,y) anda slowupward
drift of Rxy. The frequency and number of these reversals significantly
increase near the coercive field at m0Hset = 126 mT (Fig. 3, A and C).

The temporal relaxation measurements further corroborate the
superparamagnetic behavior: at temperatures well below the blocking
temperature, the magnetization of a superparamagnet is hysteretic,
showing minimal relaxation at low fields. On approaching Hc , the
magnetic anisotropy barrier U is reduced, leading to relaxation when
U≃ kBT. BecauseU is proportional to the volume of the superparamag-
netic particles, smaller islands undergo thermal activation at a lower
field. Simultaneous transport measurements (Fig. 3D) indicate that
the electronic transition closely tracks the magnetic relaxation, with
transport coefficient relaxation evident at m0Hset = 63 mT and
pronounced at 126 mT, in accord with the total temporal change in
magnetization extracted from the SOT data (Fig. 3C).

The plateau transition observed in electronic transport appears to be
mainly dictated by the underlyingmagnetic reversal. Surprisingly, how-
ever, we find that the dynamics of the magnetic system can, in turn, be
influenced by the electronic system. To explore this effect, we perform a
(104 µB )

C

0 50 100 150

0

1

2

3

−20

−10

0

10

20

M
 (

µ
%

 M
B
 x

 1
08 ) R

(kΩ
)

xy

µ0H (mT)

E

 (105µB /mT)
0

(mT) 
m   0

(nm)
  

0

50

0 5 10 15 20 25 30
 m (µB x 104)

40

30

20

10

D

d (nm)
66 93 114 132 148 162

x (µm)

y 
(µ

m
)

0 5

0
5

154.5

155.0

155.5

156.0

156.5

µ 0H
 (

m
T

)
A B

BZ(x,y)

∆BZ(x,y)x (µm) y (
µm)

0

5
5

0

Span: 100 µT

0 µT 8 µT

x (µm) y (
µm)

0

5
5

0

Fig. 2. Magnetization reversal dynamics. (A) Sequence of SOT magnetic images Bz(x,y) taken at consecutive magnetic fields in 0.5 mT steps at T =
250mK. (B) Differential images DB (x,y) obtained by subtracting pairs of consecutive B (x,y) images in (A) showing the isolatedmagnetic reversal events
z z

(red) of the superparamagnetic moments (see movie S1). (C) Statistical analysis of 1690 reversal events attained over ranges of magnetic fields
centered around four m0H values: total number of moment reversals Nm, average magnetic moment m, average superparamagnetic island diameter
d, and rate of the magnetization change dM/d(m0H) over the given range. (D) Chart of relative contribution of different moment sizes m to the total
magnetization changeM within two field ranges centered at m0H = −15 mT (yellow) and m0H = 154 mT (blue). Inset: Location of the moment reversals
within the field range around m0H = 154 mT. (E) Cumulative magnetization change M due to moment reversals m over four field ranges (left axis,
colored symbols) and the simultaneously acquired Rxy (right axis, black). The total magnetization in each range is offset by an arbitrary constant.
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sequence of magnetic imaging scans at 126 mT interspersing consecu-
tive scans with small excursions of the back-gate voltage DVg (Fig. 3B).
All imaging scans are taken at a gate voltage of 6 V. Between scans, the
gate is ramped at 500mV/s to a voltage 6V + DVg and back to 6 V, with
a wait time of a few seconds at the extremal value. Remarkably, even
small DVg ~ 1 V excursions significantly enhance the relaxation of the
superparamagnetic islands, as is evident from the statistics of the observed
moment reversals (Fig. 3C). This enhancement, in turn, is evident in
the transport coefficients, as shown in Fig. 3D.

A full comparison of the effects of appliedmagnetic field, gate volt-
age, and time on transport coefficients is presented in Fig. 4C, which
shows a unified parametric plot of the transport coefficient vector (Rxx,
Rxy). On this plot, the largemagnetic hysteresis evident in Fig. 4 (A and
B) is absent, demonstrating that the relation between Rxx and Rxy (at a
given Vg) is a universal function determined by the magnetization.
Within a single constant-Vg arc-shaped plot, zero net magnetization
corresponds to themaximum of the arc atRxy= 0, whereas the varying
Hall angle along the arc reflects the varying sample magnetization.
Variable Vg traces over DVg = ±30 V at m0H = ±1 T, marked in black,
show contours of variable Fermi level at constant saturated magneti-
Lachman et al. Sci. Adv. 2015;1:e1500740 6 November 2015
zation. Note that at full saturation, variable Vg data retrace the same
path upon repetition.

On this plot, the temporal relaxation of transport coefficients (fig.
S13) is seen to track constant Vg arcs, implying that temporal magnetic
relaxation is the dominantmechanism and consistent with the scanning
magnetometry results (Fig. 4, C and D, gray dots along Vg = 6 V arc).
Again, consistent with magnetometry data,Vg excursions markedly en-
hance the magnetization relaxation in the metastable regime (Fig. 4, C
and D). The blue trace shows the evolution of the transport coefficients
during six successiveVg excursions, with DVg increasing from±1 to ±3V
at a constant field of 126 mT. Successive Vg sweeps do not retrace each
other, consistent with an irreversible change in the net magnetization.
Repeating the same experiment for larger excursion ofDVg = ±30V, the
magnetization is observed to rapidly relax, nearly reaching complete
saturation (cyan in Fig. 4, C and D). As Fig. 4C makes clear, the
gate-induced magnetic relaxation is strongly dependent on maximum
extent of the voltage excursion, although we find it to be independent
of sweep direction and rate.

Strikingly, despite the marked effect of gate voltage variations on
magnetic relaxation, field sweeps at different values of Vg show only
small deviations in the coercive field (Fig. 4, A and B), indicating that
carrier density has little effect on the average magnetization. These
seemingly contradictory observations can be qualitatively understood
by invoking the strongly disordered nature of the superparamagnetic
state. In our strongly disordered system, the global gap in the density
of states is bridged by a proliferation of subgap states induced by the
random polarization of the superparamagnetic islands, possibly leading
to electron-hole puddles (27) rather than a hard gap. These localized
states can, in turn, mediate local FM interactions.Vg excursions modify
themagnetic anisotropy energy of individual islands through the strong
dependence of density of states on position and energy, randomly
changing the magnetic potential landscape without significantly
changing the average properties of the magnetic disorder potential
(and thus the coercive field measured at fixed Vg). However, unlike in
QH systems, the magnetic disorder is not quenched: the weakly inter-
acting superparamagnetic islands are metastable and subject to ir-
reversible relaxation. When the applied field is oriented opposite to
the net magnetization, some local configurations are separated from
the ground state by a small energy barrier U. Any local perturbation,
including a modulation of local density of states, can cause an ir-
reversible flip, leading to rapid stimulated relaxation upon repeated
excursions of Vg. Our statistical analysis of temporal relaxation (fig.
S15) shows that gate voltage does modulate the average size of the
flipping moments for the same applied magnetic field. This again sug-
gests that carriers mediate magnetic interactions.
DISCUSSION

In conclusion, we have imaged themagnetic structure of Cr-doped thin
films of (Bi,Sb)2Te3 and found it to be strongly disordered. The
magnetic reversal transition and its temporal relaxation are mediated
by isolated nanoscale island reversals rather than domain wall motion,
pointing to a superparamagnetic state composed of nearly noninter-
acting magnetic domains. Quantitative analysis shows that the ob-
served dynamics account for most of the total magnetic moment,
excluding the possibility of an underlying uniform FM state. Unex-
pectedly, gate voltage modulation strongly enhances the magnetic
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relaxation, suggesting that the charge carriers are involved in themedia-
tion of magnetic interactions. Our results suggest that the quantum
phase transition between QAH states can be strongly affected by the
nature of the underlyingmagnetic transition, leading to deviations from
the expected universal scaling of the plateau transition as indicated by
recent transport studies (31). In particular, the magnetic disorder
potential lowers the local QAH gap, lowering energy barriers for
hopping conductivity across the sample bulk. Moreover, the large
distribution in the flipping energy barrier U guarantees that, for zero
magnetic field and finite temperature, some magnetic reversals will oc-
cur because of thermal fluctuations, further decreasing the average
bulk gap. Although topological states are robust to disorder in the
low temperature limit, as the temperature increases toward the blocking
temperature TB of the superparamagnetic islands, the enhanced dissi-
pation due to thermally excited magnetization reversals is bound to de-
stroy the protected state. Thus, nanoscale superparamagnetism may be
one of the sources responsible for the fragility of the QAH state at
elevated temperatures.
MATERIALS AND METHODS

Samples were grown by MBE on commercial SrTiO3 substrates with
dimensions of 5 × 5 × 0.5 mm3. Substrates were typically annealed in
oxygen at 925°C for 2.5 hours and were screened using atomic force
microscopy (AFM) to make sure that the surface was atomically or-
dered with a root mean square roughness of less than 0.3 nm (fig. S16).
Substrates were indium-mounted for growth in the MBE chamber and
outgassed at a substrate temperature of 550°C for about 1 hour to
remove any residual contamination before growth. The TI films
were grown using elemental materials of at least 5N purity evapo-
rated from Knudsen-type thermal cells at a growth rate of about
0.4 QL per minute at a temperature of 250°C, as measured by a py-
rometer. The Cr, Bi, and Sb compositions were estimated from
secondary ion mass spectrometry (SIMS) measurements on a simi-
larly grown sample. The SIMS atomic percentages were calibrated
Lachman et al. Sci. Adv. 2015;1:e1500740 6 November 2015
using another sample of known composition that was measured at
the same time.
SUPPLEMENTARY MATERIALS
Supplementary material for this article is available at http://advances.sciencemag.org/cgi/
content/full/1/10/e1500740/DC1
Sample characterization
Fig. S1. STEM imaging and EDS elemental mapping of a Cr-doped (Bi,Sb)2Te3 film on SrTiO3.
Magnetic moment fitting procedure
Fig. S2. Fitting procedure of magnetic moments.
Spatial distribution of the magnetization reversals
Fig. S3. Spatial distribution of the magnetization reversal process in 7-QL Cr0.1(Bi0.5Sb0.5)1.9Te3
sample at T = 250 mK.
Global magnetization studies
Fig. S4. SQUID magnetometry measurements of a ~40-QL-thick film.
Movies of the magnetic moment reversal dynamics
Fig. S5. Movie snapshot of magnetization reversal process in 7-QL Cr0.1(Bi0.5Sb0.5)1.9Te3 film
at T = 250 mK.
Fig. S6. Movie snapshot of magnetization reversal process in 10-QL Cr-doped (Bi,Sb)2Te3 film at
T = 250 mK.
Transport and superparamagnetic dynamics in 10-QL Cr-doped (Bi,Sb)2Te3 sample
Fig. S7. Magnetization reversal dynamics and transport coefficients in 10-QL-thick Cr-doped
(Bi,Sb)2Te3 thin film at T = 250 mK.
Fig. S8. Scaling of the cumulative magnetization change and the transverse resistance in 10-QL
Cr-doped (Bi,Sb)2Te3 film at T = 250 mK.
Transport and superparamagnetism in Mn-doped BiTe
Fig. S9. Transport and scanning magnetic imaging of 70-nm-thick Mn-doped BiTe sample at
T = 250 mK.
Transport measurements
Fig. S10. Schematics of transport measurements.
Fig. S11. Temperature dependence of the transport coefficients in 7-QL Cr0.1(Bi0.5Sb0.5)1.9Te3 film.
Fig. S12. Gate voltage dependence of Rxx in 7-QL Cr0.1(Bi0.5Sb0.5)1.9Te3 sample.
Fig. S13. Temporal relaxation of transport coefficients near the coercive field in 7-QL
Cr0.1(Bi0.5Sb0.5)1.9Te3 sample.
Fig. S14. Transport coefficients in 7-QL Cr0.1(Bi0.5Sb0.5)1.9Te3 sample with continuous gate excursions.
Vg dependence of the dynamics of magnetic relaxation
Fig. S15. Statistical analysis of temporal moment relaxation for different Vg values in 7-QL
Cr0.1(Bi0.5Sb0.5)1.9Te3 film at T = 250 mK.
AFM of Cr-doped samples
Fig. S16. AFM topography images of the two studied Cr-doped (Bi,Sb)2Te3 samples.
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