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Abstract

Charge-Carrier Dynamics and Structural Characterization of Layered Hybrid Halide

Perovskites

by

Naveen Raj Venkatesan

Hybrid organic-inorganic perovskite (HOIP) compounds have garnered widespread re-

search attention due to their outstanding optoelectronic properties while being solution-

processable semiconductors. When used as the active material in a photovoltaic de-

vice, three-dimensionally connected HOIPs based on methylammonium lead iodide

(CH3NH3PbI3) and associated alloys have demonstrated power conversion efficiencies that

have increased at an unprecedented rate, from an initial value of 3.8%, to present day ef-

ficiencies exceeding 25% in just a decade. This has made perovskites competitive with

existing thin film solar cell technologies like CdTe and CIGS. Additionally, dispersions

of nanoparticles of similar perovskite materials have shown controllable optical emission

properties with narrow emission linewidths and large (∼95%) photoluminescence quan-

tum yields, making them attractive materials for light emitting applications. However,

three-dimensionally connected perovskites typically suffer from poor ambient stability, im-

peding their feasibility in devices for long term use.

Numerous recent research efforts have shown that lower dimensional perovskites, no-

tably two-dimensional layered structures, possess increased ambient material stability. Lay-

ered perovskite compounds correspond to structures in which the 3D perovskite structure

has been sliced along a specific crystallographic direction, leading to a loss of connectivity in

one dimension. Therefore, champion photovoltaic devices made with layered perovskites

have only achieved efficiencies around 15% due to the loss of charge transport in one direc-
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tion, presenting a fundamental tradeoff between stability and performance. Understanding

the optoelectronic and structural properties of layered perovskites is therefore essential for

both optimizing device efficiencies and proposing design rules for future materials discov-

ery.

Layered perovskite compounds can be generated through two strategies – partial an-

ion or partial cation substitution during synthesis. This report will discuss the synthesis

and characterization of three different systems – one generated through the partial an-

ionic substitution of iodide (I−) anions with the pseudohalide thiocyanate (SCN−), and

two by partial cationic substitution of methylammonium (CH3NH3
+) with butylammo-

nium (C4H9NH3
+) and 2-(4-biphenyl)ethylammonium (C6H5C6H4CH2CH2NH3

+), respec-

tively. Structural characterization with X-ray and electron diffraction reveals the difficul-

ties in producing phase pure samples from solution processing, and the origin and impact

of these impurities on electronic properties will be discussed. Transport properties were

measured with contactless time-resolved microwave conductivity measurements and com-

pared with values seen in 3D perovskites. We find that the layered perovskite systems pos-

sess similar in-plane mobilities to their three-dimensional counterparts, but with increased

higher-order carrier recombination, resulting in shorter lifetimes.

ix
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Chapter 1

Introduction

1.1 The Perovskite Crystal Structure

With the constant pursuit of alternative energy sources to reduce our reliance on fossil

fuel based energy, a class of materials that has shown great promise in the past decade are

hybrid organic-inorganic halide perovskites (HOIPs). While inorganic semiconductors typ-

ically require high-temperature, energy-intensive processing methods to achieve electronic

grade purity, HOIP materials are solution-processable, allowing low temperature deposition

from solution as a means to produce efficient semiconductors.1–10 These HOIP materials,

in turn, have displayed a wide range of useful optoelectronic properties including excel-

lent light absorption11–13 and long carrier lifetimes,14–22 making them attractive for light

harvesting and emitting applications.

The term “perovskite” refers to a specific crystal structure, given to the mineral calcium

titanate (CaTiO3), which was originally mined in the Ural Mountains of Russia and named

after minerologist Lev Perovski.23 In the times since its initial naming, perovskite has be-

come a term to describe all compounds that crystallize with the same structure as CaTiO3.

The perovskite crystal structure, shown in Figure 1.1, has a formula unit of ABX3. The X

1
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anions surround the central B cation with octahedral coordination, while the A cations sit

at the cell corners.

Figure 1.1: The cubic perovskite crystal structure, with formula unit ABX3. Compounds
are commonly visualized as shown, with X anions surrounding the central B cation with
octahedral coordination. The A cations then sit at the corners of the cell.

Compounds with the perovskite crystal structure have been widely studied in the past

for their unique properties, such as ferroelectricity24,25 and high magnetoresistance,26,27

with the majority of materials, like SrTiO3, being oxides. In contrast, HOIPs are halides,

and therefore have a halide ion (I−, Cl−, Br−) in the X site of the crystal structure as oppose

to O2−. This results in the requirement that the valencies of the A and B sites be 1+ and

2+ (half that of the equivalent oxide), respectively. The term “hybrid” in HOIP is due to

the fact that the A site is typically an organic molecular cation, while the B site is a metal

such as lead (Pb), tin (Sn), or bismuth (Bi).28–32 HOIPs, therefore, typically consist of an

inorganic network with molecular cations in the interstitial spaces, though there are entirely

inorganic halide perovskites.33–35 The canonical hybrid perovskite, methylammonium lead

iodide (CH3NH3PbI3) is shown in Figure 1.2, and illustrates these organic and inorganic

sublattices.

2
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Figure 1.2: Crystal structure of methylammonium lead iodide (CH3NH3PbI3), illustrating
the inorganic framework consisting of PbI−6 octahedra, with organic CH3NH3

+ cations in
the interstitial spaces.

1.2 Hybrid Organic-Inorganic Perovskites

The first report on a perovskite photovoltaic (PV) cell was published just over 10 years

ago from Professor Tsutomu Miyasaka’s research group in Yokohama, in which methylam-

monium lead iodide (1.2) was used as the sensitizer.1 The power conversion efficiency of

the reported cell was a mere 3.8%, however this result marked the beginning of a per-

ovskite research revolution. Figure 1.3 illustrates the number of publications from 2009

to present day with the keyword “perovskite solar cell” (results from Web of Science). To-

tal publications exceeded 3000 in the year 2019, an average of nearly 10 per day. This

widespread research excitement has produced an unprecedented rise in the efficiencies

of perovskite-based photovoltaic absorbers, with modern-day research cells possessing effi-

ciencies consistently over 20%, with the highest-ever being 25.2%.36 This progress is shown

in Figure 1.4, which shows the NREL-certified power conversion efficiencies of perovskite

photovoltaics relative to other thin film PV technologies (CIGS, CdTe, organic, and a-Si:H).

3
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The efficiency of perovskite-based PVs has either equaled or surpassed these other thin film

technologies, already making them commercially competitive. Additionally, the current

state-of-the-art hybrid perovskite materials are essentially alloys, simultaneously utilizing

multiple A, B, and X ions to produce increases in performance.33,34,37,38

Figure 1.3: Number of publications with the keyword “perovskite solar cell” from the year
2009 to present day, illustrating the exponential rise in research interest and productivity
in the field. Data collected from Web of Science, Clarivate Analytics, © 2020.

More recently, perovskite nanoparticles have been explored as a means for light emis-

sion with narrow linewidths due to their more controlled synthesis.39–43 By tuning the com-

position of the nanoparticles, control of emission over a wide range of wavelengths has been

achieved, and is shown in Figure 1.5.42 Additionally, by reducing the size of the perovskite

crystals to the nanoscale, a sharp increase in the photoluminescence quantum yield (PLQY)

is also achieved, bringing values to in excess of 95%.41,42

Certain low dimensional perovskite crystals have also surprisingly exhibited broadband,

white-light emission,44,45 and example of which is presented in Figure 1.6.46 The origin of

these interesting emission properties has been attributed to a rich energetic landscape, re-

4
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Figure 1.4: Photovoltaic power conversion efficiencies of thin film solar technologies, as
certified by the National Renewable Energy Laboratory. Efficiencies of perovskite solar
cells have risen at an unprecedented rate and are now higher than all the other thin film
technologies. Adapted from original data from NREL at https://www.nrel.gov/pv/.

sulting in the self-trapping of excitons.44–47 Perovskite materials with this broadband emis-

sion represent an alternative to phosphor-based solid-state lighting.

1.3 Optoelectronic Properties of Hybrid Perovskites

The optoelectronic properties of hybrid perovskite materials are extraordinary by many

metrics. While reported mobility values of carriers in methylammonium lead iodide are

moderate compared to inorganic semiconductors like silicon and gallium arsenide, the life-

times of carriers is large, on the order of microseconds.16,28,48–55 This leads to an increased

5
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Figure 1.5: Colloidal dispersions of lead halide perovskite nanoparticles illustrating tun-
able emission wavelengths with narrow linewidths, making them an attractive material for
light emitting applications. Reproduced with permission from the American Association
for the Advancement of Science, Copyright © 2017.

Figure 1.6: Crystal structure of the low-dimensional perovskite compound
N-methylethane-1,2-diammonium lead bromide (N-MEDA)PbBr4 along with optical
absorbance and emission data, showing broadband white-light emission. Reproduced
with permission from the American Chemical Society, Copyright © 2016.

mobility-lifetime product, allowing charge carriers to be extracted into the external circuit

prior to recombination. Much like organic active materials, hybrid halide perovskites have

efficient optical absorption due to their direct bandgaps,11–13 prompting their initial use

as a PV active material.1 However, unlike in organic semiconductors, where the dielectric

6
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constants are small, hybrid perovskite have low exciton binding energies, often reported to

be below kT at room temperature.56–58 Therefore, separation of excitons into charge car-

riers is trivial and planar structures utilizing perovskite active layers can be fabricated in-

stead of bulk heterojunctions, where donors and acceptors must be phase separated on the

nanoscale.59–61 This unique combination of optical and electronic properties presents a com-

promise between typical inorganic semiconductor active materials like silicon (high mobil-

ity and lifetime) and solution-processable technologies like organic photovoltaics (large

optical absorbance).

The long lifetimes of carriers in perovskites have been long debated and focus on two

separate mechanisms: large polarons and Rashba splitting. Figure 1.7 presents a schematic

of both of these mechanisms. In the large polaron model, the lattice distortion caused by

the charge carriers extends over many unit cells, effectively screening electron-hole pairs

from mutual Coulombic interaction and recombination. This theory has been supported

by various methods of dielectric spectroscopy and structural measurements under pho-

toexcitation.20,21,52,62,63 Rashba splitting, on the other hand, occurs due to the breaking of

inversion symmetry upon excitation, causing the conduction and valence bands to split into

two degenerate bands with opposite spin values. Carriers excited across the gap then relax

into the minima of these two bands, and direct recombination back to the valence band

is forbidden.22,50,64–66 The result is a material that appears to absorb light like a direct-gap

semiconductor but emit light like an indirect-gap semiconductor.

Another spectacular property of methylammonium lead iodide is the lack of shallow

electronic trap states. This can be seen in Figure 1.8, which shows absorption coefficient

measurements of various semiconductors over a wide magnitude range, measured using

photothermal deflection spectroscopy.13 At the onset of optical absorption, there is a region

that follows an exponential increase called the Urbach tail, and the slope of this region cor-

responds to the Urbach disorder energy.67–69 The relevant formula is presented in Equation

7
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Figure 1.7: (a) Schematic of a large polaron in a crystal lattice showing the distortion of
the surrounding ions from their equilibrium positions in response to the Coulombic inter-
action with the electron. (b) Band structure of material exhibiting the Rashba effect – the
conduction and valence bands split into degenerate bands with different spin values, pre-
venting direct recombination. Reproduced with permission from the American Chemical
Society, Copyright © 2015.

1.1, where α is the absorption coefficient (αg is the absorption coefficient at the optical

gap), Eg is the energy corresponding to the optical bandgap, and E0 is the Urbach disorder

energy.68

α(E) = αgexp
�E − Eg

E0

�

(1.1)

The reason that the absorption onset has a finite slope is due to absorption of sub-

bandgap photons by electronic defect states. The steeper the slope, the smaller the elec-

tronic disorder. Figure 1.8 illustrates the sharp Urbach tail of methylammonium lead iodide

relative to that of other semiconductors, with a fitted value of 15 meV, relative to 7.5 meV

in gallium arsenide and 11 meV in crystalline silicon.13

8
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Figure 1.8: Photothermal deflection spectroscopy (PDS) measurements of various semi-
conductors, illustrating absorption coefficients over a wide magnitude range. The onset
of optical absorption increases at an exponential rate, and the slope of this onset cor-
responds to the Urbach disorder energy, indicative of the amount of electronic disorder
due to sub-bandgap defects. Reproduced with permission from the American Chemical
Society, Copyright © 2014.

1.4 Deficiencies of Three-Dimensional Perovskites

Hybrid-halide perovskites, despite their objectively impressive electronic properties,

have been shown to have poor ambient stability. Previous studies have shown unencap-

sulated materials stabilities only on the order of days – well below the 25 year stability

requirement typically guaranteed in commercial photovoltaic modules.70 Measurements of

solar efficiencies over time illustrate this steep dropoff, and structural and optical measure-

ments reveal a stark material color change to yellow, indicative of the precursor lead iodide

(PbI2) as confirmed by X-ray diffraction measurements.71 This suggests that the degrada-

tion occurs through the reverse reaction of the material synthesis (shown in Equation 1.2).

CH3NH3I+ PbI2 −→ CH3NH3PbI3 (1.2)
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Proposed degradation pathways have extensively focused on the role of moisture in this

reverse reaction to lead iodide.72 In addition, studies exploring the role of other external

factors such as heat and prolonged light exposure have concluded that these also contribute

to material instability.70,73–76 Efficient encapsulation methods to prevent water ingress are

one route to preserving materials integrity,77,78 but designing new materials with innate

stability provides a more robust solution to the perovskite degradation issue. Therefore, by

using the perovskite structure as a motif for new materials design, new structures can be

discovered that have an appropriate balance between stability and electronic performance.

The major issues with chemical design of new perovskite structures are the limits in the

size of atoms that can be placed in the A, B, and X sites of the structure. Equation 1.3 shows

the Goldschmidt Tolerance Factor, a metric that can be used to predict whether certain

atoms would crystallize in the perovskite structure based on their ionic radii.79 Based on the

value of this tolerance factors, the resulting crystal structure can be a perovskite with either

cubic or distorted symmetry, or an entirely other structure – these expected structures are

shown in Table 1.1. Due to these size limitations, only a few organic molecules have been

successfully used in the A-site of a three-dimensional perovskite, with the majority of studies

focusing on methylammonium (CH3NH3
+) and formamidinium (HC(NH2)2

+).1,3,80 Part of

the reason for the difficulty in incorporating molecular organic cations is the ambiguity

in assigning ionic radii to dynamically-moving molecules.81,82 Relaxation of this constraint

results in the breaking of connectivity in the perovskite structure, resulting in zero, one, and

two-dimensional structures.5 Several examples of such structures include vacancy-ordered

perovskites,83 double perovskites,84 hollow perovskites,85 and layered perovskites86 – the

focus of this work will be on layered perovskite systems.

t =
rA+ rXp

2(rB + rX )
(1.3)
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Table 1.1: Expected structures based on the value of the Goldschmidt Tolerance Factor.

t Structure

> 1 Hexagonal/Tetragonal

0.9− 1 Cubic

0.71− 0.9 Orthorhombic/Rhombohedral

< 0.71 Different Structure (Non-Perovskite)

1.5 Layered Perovskite Structures

Layered perovskite structures are synthesized through partial inclusion of atoms that are

too large to fit into the perovskite structure. This can be achieved through two strategies –

partial anionic and partial cationic substitution. Partial anionic substitution aims to swap

some of the halide ions in the structure with a larger but chemically similar ion. In this

work, this was achieved with the polyatomic ion thiocyanate (SCN−), which selectively

substitutes axial iodide anions in the structure. The large size of the SCN− ion causes the

structure to be physically broken into pseudo two-dimensional slabs, a structure previously

described for the compound K2NiF4.87–95

Partial cationic substitution aims to create this layered structure through the incorpo-

ration of larger molecular cations that physically separate the inorganic regions.96–100 This

structure is called a Ruddlesden–Popper phase and is the natural layered analog of the per-

ovskite structure.101,102 In these Ruddlesden–Popper phases, an important characteristic is

the n value, which is representative of the thickness of the layers between the organic re-

gions, and is then number of lead iodide octahedra present in the layer stacking direction.

This is illustrated in Figure 1.9 – A′ represents the larger organic cation, and the over-

all stoichiometry is A′2An−1BnX3n+1, with n corresponding to the n value of the particular

structure.

The potential advantage of using an anion substituted layered perovskite over a
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Figure 1.9: Schematic of the Ruddlesden–Popper crystal structure, illustrating the differ-
ence in n values. Each subsequent layer in the structure is slipped by half of a unit cell
from the one below and above it. The A′ cation is labeled – in hybrid halide Ruddles-
den–Popper phases this is often a larger organic molecular cation, while in oxides can
typically be the same as the A cation.

Ruddlesden–Popper phase is the smaller interlayer spacing. This is shown in Figure 1.10,

with a Ruddlesden–Popper phase with n-butylammonium (C4H9NH3
+) compared to the

thiocyanate substituted (CH3NH3)2Pb(SCN2)I2.

Major excitement in the development of layered perovskite materials in recent years

is due to their drastically improved materials stability.86,103–105 A recent study showed

stability for one year in photovoltaic efficiency consisting of a mixture of methylammo-

nium lead iodide and a Ruddlesden–Popper perovskite utilizing aminovaleric acid iodide

(HOOC(CH2)4NH3I) as the larger cation.106 The efficiencies are however, still modest com-

pared to fully three-dimensional perovskites, with champion devices based on layered per-

ovskites only achieving maximum efficiencies of around 15%.96 Despite this, these studies

represent a substantial advancement towards more stable perovskite materials.
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Figure 1.10: Comparison of the interlayer spacings of the cation substituted (a)
(C4H9NH3)2PbI4 and the anion substituted (b) (CH3NH3)2Pb(SCN)2I2, showing closer
spacing between layers with anion substitution.

1.6 Properties of Layered Perovskites

Due to the loss of three dimensional connectivity in layered perovskite materials, their

optical and electronic properties become highly anisotropic. This is due to the fact that the

layered perovskites form a natural quantum well structure, as shown in Figure 1.11, with

alternating semiconducting and insulating layers. This results in poor electronic coupling

between subsequent semiconducting layers along this direction.88,107 Charge transport in

this direction is therefore likely not bandlike, but can be possible through a hopping mecha-

nism. Regardless, the fast transport directions are within the plane of the lead iodide sheets.

This becomes an issue in device fabrication, where these semiconducting sheets must be

oriented along the desired direction of transport for efficient performance. At higher n

value Ruddlesden–Popper phases, however, it has been found that these sheets naturally

orient perpendicularly to the substrate surface, which has allowed fabrication of vertical

photovoltaic devices.96,99,108 Due to this structural anisotropy, synthetic control over the
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crystalline texture is important for device integration.

Figure 1.11: Hybrid halide Ruddlesden–Popper phase with arbitrary n value, illustrating
naturally-formed quantum well structure of alternating semiconducting and insulating
layers.

The structural confinement of the semiconductor layer in Ruddlesden–Popper phases

also results in a material that exhibits highly excitonic optical properties.56,109–112 An exciton

is quasiparticle comprising an electron-hole pair that is still bound by its mutual Coulombic

attraction.113 This electrostatic attraction leads to a stabilization and lowering in the overall

energy of the exciton, called the exciton binding energy (Eb). This corresponds to the

energy needed to ionize the exciton back into a free electron and hole. For this reason,

excitonic absorption appears as a peak slightly lower in energy than the true optical gap of

a material.113

An exciton can be thought of using an hydrogenic model – the exciton Bohr radius cor-
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responds to the distance between the electron hole pair.114 When a material is sufficiently

large in all dimensions (i.e. much larger than the exciton Bohr radius), dissociation of exci-

tons (provided there is sufficient energy to ionize the exciton) is trivial. However, as these

dimensions grow smaller and closer to order of this radius, as in layered perovskite phases,

dissociation of the exciton is much more difficult and the binding energies of these excitons

are typically ∼ 200−300 meV.58,90 Additionally, the effective dielectric environment in the

layered perovskite phase is different – because of the organic layer, the dielectric constant

is lower.114,115 This reduces the screening between the electron-hole pair and increases its

binding energy.

This excitonic nature of layered perovskites is highly detrimental to the performance of

perovskite photovoltaic devices. This is because current must be extracted into the external

circuit by virtue of electrons and holes flowing through to opposite contacts. Bound excitons

are quasiparticles with no net charge – this exciton therefore does not separate and get

extracted as charge from the device, leading to a lower overall efficiency. For light emitting

applications, however, excitonic absorption results in narrow emission linewidths which, if

coupled with large photoluminescence quantum yields, can result in efficient light emitting

devices.39,41,42

1.7 Outlook

Layered perovskite phases clearly represent an interesting class of materials that have

potential for widespread use due to their increased material stability over their three-

dimensional counterparts. As previously described, the breaking of 3D connectivity in

producing layered perovskite phases leads to highly anisotropic structural, optical, and

electronic properties which much be well-understood for future materials design and op-

timization. This work elucidates the structural and optoelectronic behavior of some of
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these layered perovskites as functional thin films for devices. The first section of this

work discusses the anion substituted (CH3NH3)2Pb(SCN)2I2, revealing transport proper-

ties similar to three-dimensional methylammonium lead iodide.95 The following chapters

discuss an in-depth thin film study of a series of Ruddlesden–Popper phases utilizing n-

butylammonium as the larger organic cation, (C4H9NH3)2(CH3NH3)n−1PbnI3n+1.98,99 We

find that these phases have a gradual crystalline texture change with n, where lead io-

dide sheets move from being entirely parallel to the substrate surface, to almost entirely

perpendicular as n increases. The charge carrier dynamics show shorter lifetimes than

CH3NH3PbI3 and show considerable higher-order carrier recombination whose average or-

der also increases as n increases.99 The nanoscale thin film structure of these films was

then probed with synchrotron X-ray diffraction and transmission electron microscopy and

found to exhibit significant phase impurity. However, these impurity phases appear to be

well-isolated electronically as they do not contribute significantly to the electronic disorder,

leading us to believe that energy migration of excited carriers to the lower bandgap phase

impurities dominates the optical and device properties of Ruddlesden–Popper perovskite

thin films.98 Finally, an aromatic ammonium cation is used to generate Ruddlesden–Popper

phases with a larger effective dielectric constant in an attempt to improve charge screen-

ing and promote the formation of free charge carriers over excitons. The yield-mobility

products appear enhanced by an order of magnitude, suggesting that the use of higher di-

electric organic cations in the formation of layered perovskite phases can result in improved

electronic performance.100
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Simulation and Processing of

Two-Dimensional X-Ray Diffraction Data

2.1 Introduction

X-ray diffraction technqiues on thin film samples require special consideration. If we

categorize and place samples on a spectrum of crystalline texture, as shown in Figure 2.1,

this requirement becomes clear.1 In a powder diffraction experiment, the crystals exist

equally in all measureable orientations – therefore, measurement of diffracton intensity

along one radial direction in reciprocal space is sufficient. This is because the directionally-

isotropic nature of the sample results in diffraction peaks represented as spherical shells of

intensity. On the other end of the spectrum are samples of single-crystalline quality (i.e.

single-crystals or epitaxially-grown thin films), where samples have a very well-defined in-

plane and out-of-plane orientation. The result of this crystalline texturing requires collec-

tion of diffraction intensity across three-dimensional reciprocal space to fully characterize

crystalline orientation.

The sample of interest in this text, and more widely in many solution-processable thin
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Figure 2.1: Spectrum of samples with differing amounts of crystalline texture and the
resulting collected diffraction intensities. The intensity of a diffraction peak measured at
~q in a powder sample traces out a spherical shell while, in a single-crystal, results in a
specific diffraction spot. In a polycrystalline thin film similar to ones studied in text, the
scattering vector traces out a cone in reciprocal space.

film deposition techniques, is that of a polycrystalline sample with fiber texturing. In a

film deposited by spin-coating, the out-of-plane orientation of the crystals is well-defined

and is seen in powder XRD as intense diffraction peaks along a particular family of lattice

planes. In-plane, however, since no method of rigourously orienting crystal along the sub-

strate surface is used, crystals are rotated randomly. This results in rotationally-isotropic

in-plane diffraction patterns with a well-defined out-of-plane texture. This is known as

fiber-texturing – a term derived from the diffraction patterns of drawn metal fibers.2

In addition to possessing fiber-texturing, thin films require an underlying substrate to

grow. Since films are not free-standing, transmission diffraction techniques are difficult and

X-ray intensity will likely be severely attenuated travelling through the substrate material.

Therefore, utilizing a reflection geometry is necessary, but in order to collect in-plane ori-

entation, a small (∼0.1 – 0.5◦) incidence angle is used. This technique, grazing-incidence

X-ray diffraction (GIXRD) or grazing-incidence (wide-angle) X-ray scattering (GIWAXS), is
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a commonly-used technique to measure texturing of thin film samples.1–4 Measurements

are commonly conducted at synchrotron facilities with a CCD detector collecting two-

dimensional diffraction information. Due to the asymmetric nature of the scan however

(fixed incidence angle with changing detector angle), analysis of the data is more compli-

cated than standard powder diffraction.

2.2 Diffraction scans in reciprocal space

Before analyzing the results of a two-dimensional diffraction patterns, it is necessary to

observe how manipulating motors on a diffractometer affect motions in reciprocal space.

Figure 2.2 shows the two most commonly-used motors, ω (incidence angle), and 2θ (scat-

tering angle).

Figure 2.2: Incident angle (ω) and scattering angle (2θ), along with scattering vector (~q)
in reflection geometry diffraction experiment.

In all X-ray characterizations presented in this text, we are collecting elastic scattering,

and the detected X-ray has the same momentum as the incident beam, 2π/λ, but with a

different propagation direction. Our scattering vector, ~q, is therefore described by equation

2.1 as the difference between the final and initial momentum vectors (~k).

~q = ~k f − ~ki (2.1)
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With reference to the sample surface, the outgoing angle becomes 2θ − ω, and we

can solve for the components of the scattering vector in-plane (q‖) and out-of-plane (q⊥),

shown in Equations 2.2 and 2.3.

q‖ =
�

2π
λ

�

· [cos(2θ −ω)− cos(ω)] (2.2)

q⊥ =
�

2π
λ

�

· [sin(2θ −ω) + sin(ω)] (2.3)

When the X-ray diffraction scan is symmetric as in a θ/2θ scan on a powder diffrac-

tometer, the constraint of ω = θ results in the q‖ term going to zero, leaving us with the

familiar equation for the scattering vector in a typical symmetric and transmission diffrac-

tion measurement (Equation 2.4). Additionally, if we take the magnitude of the scatter-

ing vector formed by the components in 2.2 and 2.3 and use the trigonometric identities

sin2(θ )+cos2(θ ) = 1 along with the sum and difference formulas for sines and cosines, we

arrive at Equation 2.4, as shown below.

q =
�

4π
λ

�

· sin(θ ) (2.4)

|q|=
q

(q‖)2 + (q⊥)2

|q|=
�

2π
λ

�

Æ

2− 2cos(2θ −ω)cos(ω) + 2sin(2θ −ω)sin(ω)

|q|=
�

2π
λ

�

Æ

2− 2cos(2θ ) =
�

2π
λ

�

q

2− 4sin2(θ )− 2
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|q|=
�

4π
λ

�

· sin(θ )

The result of Equation 2.4 is important because it shows that, regardless of the mea-

surement geometry, the magnitude of the scattering vector is only dependent upon the

scattering angle 2θ . Using all this information, different X-ray scans in reciprocal space are

shown in Figure 2.3, illustrating the result of manipulating the ω and 2θ motors individu-

ally, or together.

Figure 2.3: Path traversed through reciprocal space by different X-ray diffraction scans,
illustrating a 2θ scan,ω scan (rocking curve), and symmetric θ/2θ or powder diffraction
scan.

The symmetric θ/2θ scan, as expected, traces a straight line through reciprocal space

entirely along the qz direction (qz and q⊥ can be used interchangeably as can q‖ and qx y)

because the scattering vector only has a component along this direction as shown in Equa-

tion 2.4. Since the magnitude of ~q only depends on the scattering angle, moving the ω
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motor results in a scan in which only the angle of ~q changes. This scan is also known as

a rocking curve and measures the misorientation of a particular diffraction peak from the

normal. Scanning the 2θ motor results in a highly nonlinear path through reciprocal space,

the shape of which becomes important in analyzing GIWAXS patterns, as this represents

the case of a fixed incidence (ω) angle.

2.3 GIWAXS pattern simulation program

In this section, we present a program to simulate grazing-incidence wide-angle X-ray

scattering patterns (GIWAXS) – with both script and GUI-based options. Both programs

were written using Python 3 and require the following dependencies in order to run:

PyQt5, sys, numpy, pathlib, tifffile, and matplotlib. The simplest way to install

a Python 3 distribution to use with this program is to install the Anaconda package:

Download Anaconda Python distribution.5 After installation, the only dependencies you

will probably need to additionally install are PyQt5, pathlib, and tifffile. Doing

so is quite simple, and you can use this command in order to install any specific Python

package you may need in the future.

python -m pip install package_name

So, as an example, if we needed to install the tifffile dependency to run the program:

python -m pip install tifffile

Once all the packages have been installed, we can now easily run the program by navigat-

ing to the folder with the program and executing the following:
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python program_name.py

We have supplied both a command-window script based and GUI versions of the program,

both of which operations will be detailed below.

2.3.1 Generating structure factors from crystal structure file

In order to correctly calculate the intensities of the diffraction reflections in our simu-

lated image, we need to calculate the structure factors of all the reflections. To do this, we

employ the aid of VESTA to do the calculation for us. If you do not have VESTA, you can

download it for free from this link: Download VESTA.6 Assuming that we already have the

CIF file of the crystal structure of interest, we first open the file in VESTA as follows:

Figure 2.4: Crystal structure of (BPEA)2PbI4 opened in VESTA.

The first thing we must do is to remove the symmetry from the crystal structure. The

reason for this is that the diffraction information when the structure factors are calculated
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include multiplicites due to the fact that certain reflections are equivalent by crystal sym-

metry. An example of this is shown in Figure 2.5, for a cubic structure. Since there is a

four-fold rotation axis through each face of the cube, the vector pointing along the 111

crystallographic direction, indicated by the black arrow, is equivalent to the red arrows

passing through all the corners of the cube because of symmetry. The reason we want to

remove this symmetry is so that all of these directions are explicitly calculated when we do

our simulation since our thin films are anisotropic. We can remove the symmetry by going

through the file menus as following:

Figure 2.5: Illustration of the effect of cubic symmetry on the 111 crystallographic direc-
tion. Due to the perpendicular four-fold rotation axes through each of the cube faces, this
reflection is equivalent to vectors originating from all the corners of the cube (shown in
red).

1. Navigate through the file menu: Edit > Edit Data > Unit Cell

2. Click the “Remove symmetry” button at the bottom of the window (shown in Figure

2.6)

3. Click “OK” at the bottom of the window to close it and accept the changes
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Figure 2.6: Window to edit unit cell information and remove the symmetry from the
crystal – the resulting space group after removal of symmetry should be P 1, corresponding
to a primitive lattice in which the only symmetry element is the identity operation, i.e.
bringing the structure back into itself.

Once we have removed the symmetry from the unit cell, we can now calculate the

structure factors for all of the reflections present in the system. To do this, we use the file

menus as following:

1. Navigate through the file menu: Utilities > Structure Factors – you should see a

window pop up that looks like the one in Figure 2.7

2. Enter the wavelength of the X-ray radiation used – VESTA will default to the value of

Cu-Kα of 1.54 Å but in this case we will use 0.976 Å, which is approximately 12.7 keV,

the energy of the X-ray radation at Beamline 11-3 at Stanford Synchrotron Radiation

Lightsource (SSRL)

3. Click the “Calculate” button to determine the parameters of all the diffraction reflec-
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tions in the crystal

4. Since the structure factor has a real and imaginary component, the value of interest

to us is the magnitude of structure factor or |F |. The intensity that we see in the

diffraction experiment is proportional to the square of this structure factor magnitude,

I ∝ |F |2

5. To save this structure factor data for use with our program, we press the “Export”

button and save as the default text file

Figure 2.7: Window to calculate structure factors from the crystal structure – by entering
the X-ray wavelength and pressing the “Calculate” button, the parameters for all the lattice
reflections in the crystal will be computed. Although the structure factor has a real and
imaginary component in phase space, the value of interest to us in the magnitude |F |.

When you close the CIF file in VESTA, it will ask you if you want to save changes – you

should not save if you want to retain the symmetry information in the CIF file. Overwriting
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the changes will not make any changes to the actual structure, but the space group of your

crystal will now just be P 1 so you will lose space group information. We have now have

all the files needed in order to simulate the GIWAXS image from our given CIF file – the

following sections will describe how use both the script and GUI-based programs.

2.3.2 Script-based GIWAXS simulation operating procedure

For the script-based program, all inputs to the program are done through the terminal

or command prompt. It is very helpful but not necessary to have both the CIF file and

structure factor file in the same directory as the Python script. In order to start the script,

we must provide two arguments: the CIF file and structure factor file locations. For this

reason, it is easier to have the files all the same directory. We use the following command

to start the program:

python GIWAXS_Simulator.py ‘CIF Filename’ ‘Structure Factor Filename’

We will continue our earlier example of (BPEA)2PbI4 and simulate the GIWAXS

pattern. When we see the crystal structure of (BPEA)2PbI4 (Figure 2.4) in VESTA,

we see that the perovskite layers stack along the a axis, or the 100 crystallographic

direction. Keeping that in mind, we now invoke the simulation script with the follow-

ing command (we have saved the structure factors in a file called “BPEA_n1_100K_SF.txt”):

python GIWAXS_Simulator.py BPEA_n1_100K.cif BPEA_n1_100K_SF.txt

The program will then prompt for a series of inputs in order to the simulate the image

(shown in Figure 2.8). In order they are as following:
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Figure 2.8: GIWAXS simulation script window with all the prompted values to enter, which
determine peak shape and preferred orientation.

1. Enter h-value – Preferred orientation h-value (1 in this case - from 100)

2. Enter k-value – Preferred orientation k-value (0 in this case - from 100)

3. Enter l-value – Preferred orientation l-value (0 in this case - from 100)

4. Enter X-ray energy (keV) – Enter the energy of the X-ray source in keV

5. Enter max value of Q_xy (1/A) – Maximum value of Q x y in Å−1 for simulation

6. Enter max value of Q_z (1/A) – Maximum value of Qz in Å−1 for simulation

7. Enter incidence angle (Deg) – Incident angle for the experiment in degrees (◦)

8. Enter FWHM in x-direction (1/A) – Full-width at half-maximum (FWHM) in the

x-direction in Å−1 (along the Q x y axis)
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9. Enter FWHM in y-direction (1/A) – Full-width at half-maximum (FWHM) in the

y-direction in Å−1 (along the Qz axis)

Once all the information has been entered, the script will start to calculate the reflection

intensities with the constraints that you have provided. While the calculation is proceeding,

the status will be shown in the terminal windows as “Iteration x of y”, as shown in Figure

2.9

Figure 2.9: During simulated pattern calculation, the program will update the status by
listing the current iteration.

At the conclusion of all iterations, the final GIWAXS image will open in a new window

as shown in Figure 2.10. In addition to this, the program will save a TIFF image file with

the simulated image. You will notice that the axes will be in pixels rather than reciprocal

space, this issue will be discussed later in Section 2.4.
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Figure 2.10: Final simulated GIWAXS image that opens at the conclusion of the calcula-
tion. This image is also automatically saved as a TIFF file in the same directory – although
the axes are in pixels, the reasoning for this will be described later.

2.3.3 GUI-based GIWAXS simulation operating procedure

For the GUI-based program, we will again use the terminal to initially invoke the

program, but all subsequent operations with be point-and-click through the program

interface. Future developement may results in a full standalone deployment of the

program, but at this time, the program must still be run through Python and have the

same dependencies as in the script-based program above. To open the program, we run

the following command:

python GIWAXS_Simulator_GUI.py

The window that opens will look like the one in Figure 2.11 – the various required inputs

40



Chapter 2

are described below:

Figure 2.11: GIWAXS simulation software GUI with required inputs for image simulation.

1. CIF File – Clicking the “Browse...” button allows you to navigate to the location of

the CIF file.

2. SF File – Clicking the “Browse...” button allows you to navigate to the location of the

file with your saved structure factors.

3. Lattice Parameters – Once you locate the CIF file, the fields corresponding to the

lattice parameters and angles should populate automatically – If these values are not

correct, the fields are editable and you may change the numbers as desired.
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4. Max Q x y and Qz – The maximum values of Q x y and Qz for the simulated image, the

default values are 2.5 Å−1 for both.

5. FWHM (x) and FWHM (y) – The full-width at half-maximum of the 3D Gaussian

functions in the x-direction (along Q x y axis) and y-direction (along Qz axis), the

default values are 0.1 Å−1 for both.

6. Preferred Orientation – These spin boxes allow us to set the preferred orientation

of the crystal in terms of h, k, and l – in this case, we again enter 100.

7. Simulate GIWAXS Pattern – Clicking this button will start the simulation – the

progress bar will update as the calculation proceeds. If your inputs are insufficient,

an error message will pop up and prompt you on where the problem may be.

At the conclusion of the calculation, a window should pop up with the calculate image.

This simulated image should look identical to one shown in Figure 2.10.

2.3.4 Processing TIFF files

Rastered images with intensity values are often stored in TIFF files, also known as

Tagged Image File Format. The images outputted by the GIWAXS simulation programs

as seen in Figure 2.10 only have pixel values along the x and y axes, rather than the actual

values in reciprocal space. This is because the method by which images are encoded only

has information corresponding to pixel locations and intensity. Additionally, the TIFF files

from the program probably will not be rendered properly by your computer’s default im-

age viewer. This is because by default, each pixel in a TIFF file contains an intensity value

that is represented by a 16-bit integer, meaning that the range of intensity is between 0

and 65535. The consequence of this limited range is that values are binned into this range

during the image save process. In order to work around this, the tifffile package allows
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us to save a TIFF file with each pixel containing a larger precision value with an increased

range. If we process images using Python with the tifffile package, we can accurately

load this data. Additionally, we can use MATLAB to process the images with the built-in

imread functions.

The other issue is fixing the axes to show the values in reciprocal space. To assist with

this, the saved image filenames are designed to contain the max Q x y and Qz values that

were used during simulation. The filename from our examples should be:

BPEA_n1_100K_100_qxy_2.5_qz_2.5_GIXRD.tif

The first part of the filename (BPEA_n1_100K) contains the same name as the CIF file

loaded for the simulation. The second part of the filename (100) is the preferred orien-

tation used for the simulation. Finally, the next part of the filename (qxy_2.5_qz_2.5)

contains the maximum Q x y and Qz values used in the simulation. Using this information,

we can use the following commands in Python and MATLAB to manipulate the images and

have accurate reciprocal space axis values:

Python

from tifffile import imread, imshow
import matplotlib.pyplot as plt

img = imread(‘BPEA_n1_100K_100_qxy_2.5_qz_2.5_GIXRD.tif’)
imshow(img, extent=(0, 2.5, 0, 2.5), cmap=‘RdBu_r’)
plt.show()

MATLAB

img = imread(‘BPEA_n1_100K_100_qxy_2.5_qz_2.5_GIXRD.tif’)
imshow(img, [], ‘XData’, [0 2.5], ‘YData’, [0 2.5])
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You should now have a simulated image with the correct x and y axis values (Figure

2.12). You may now proceed to manipulate the plot properties to reflect your personal pref-

erence (fonts, linewidths, ticks, etc.) and save the final plot for publication/presentation,

an example of which is shown in Figure 2.13.

Figure 2.12: Simulated GIWAXS image after running the Python code to shift axes values
from pixels to reciprocal space.

2.4 Converting binary files from sychrotron to images

Synchrotron diffraction images are often encoded in binary files – which are non-text

files in which the information is listed byte-by-byte. In order to convert these into tractable

images that we can process, we must reshape this stream of bytes into a two-dimensional

image. This can be automated through scripts, and we have provided a simple GUI that

makes this process very quick. In order to use this program, which is also written with
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Figure 2.13: Final publication-quality simulated GIWAXS image after manipulation of axis
properties.

Python 3, you must have the same dependencies as the previous section on simulating

GIWAXS images with the addition of the package struct. Again, you can very simply

install this package (if you do not already have it) with the following code:

python -m pip install struct

After having all the correct packages installed, we open the program with the following

code:

python ConvertBinaryToTIFF.py

We will see a window as presented in Figure 2.14 – the different input fields are de-

scribed below:
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Figure 2.14: Main GUI window for program to convert binary files to TIFF images.

1. Select Files – Clicking the “Browse...” button allows you to select binary files that

you would like to convert. Data from Beamline 7.3.3. at the Advanced Light Source

(ALS) are stored as General Binary (.gb) files, but binary files may have an arbitrary

file extension. You have the ability to select multiple files by either holding down

the Ctrl/Cmd or Shift key while selecting. The label that originally said “0 File(s)

Selected” should have now changed to the number of files that you selected.

2. Image Resolution – One of the two pieces of information you must know is the

resolution of the image on the detector. This is because the binary file is just a

stream of bytes, so the program needs to know how to reshape these bytes into a

two-dimensional image. You can enter the width and heights of the image in pixels

in the two boxes.
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3. Image Encoding – The other piece of information you must know before converting

is the precision and format of the numbers used in the file. For data from Beamline

7.3.3 at ALS, the binary files are stored as single precision floating point numbers,

so we would choose float from the drop-down menu. The encoding is important

because it tells the program how many bytes to associate with each pixel of the image,

since different precision numbers utilize a different number of bytes. The ranges and

number of bits of each data type is shown for reference in Table 2.1 – these are

values for a 64-bit operating system. The range of both floating point types (float

and double) are very large but they both have varying precisions (7 decimal places

vs. 16 decimal places).

4. Save Directory – This directory should default to the same folder as where your

loaded binary files are. If you wish to change the save directory, you can click the

“Browse...” button to choose a new folder in which to save the converted TIFF images.

5. Convert Files – Clicking this button starts the conversion process and the progress

bar directly above the button will update as files are converted. If one of your inputs is

insufficient, you should receive an error message that is related to the issue. Once the

conversion is finished, a window will pop up, indicating completion. Your converted

files should be in the save directory, with the same filenames as the binary files, but

with the extension ‘.tif’.

Again, due to the fact that we use the tifffile environment to save our image with

the data types in their original format, we have to use this package to open the TIFF files,

or use MATLAB. Refer to Section for the required code to do this. For an example of what

the original binary file (opened in a text editor) and converted image look like, refer to

Figures 2.15 and 2.16.
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Table 2.1: Numerical data types in a 64-bit operating system, along with the number of
bits and range.

Data Type Bits Range

short 16 −32768 to 32767

unsigned short 16 0 to 65535

int 32 −2147483648 to 2147483647

unsigned int 32 0 to 4294967295

long 32 −2147483648 to 2147483647

unsigned long 32 0 to 4294967295

long long 64 −9223372036854775808 to 9223372036854775807

unsigned long long 64 0 to 18446744073709551615

float 32 −3.4× 1038 to 3.4× 1038

double 64 −1.7× 10308 to 1.7× 10308

Figure 2.15: Original binary file from Beamline 7.3.3 at ALS opened in a text editor,
showing the bytes representing the intensities.
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Figure 2.16: TIFF file after conversion, visualized using Python.

2.5 Processing two-dimensional X-ray diffraction images

To process the two-dimensional X-ray diffraction data we collect from synchrotron

beamlines, we require two things: (1) a diffraction image of interest that we want to pro-

cess, and (2) a diffraction image of a calibrant with know d-spacings that we can use to

calibrate the sample-to-detector distance and beam center. Two commonly used calibrants

for X-ray scattering measurements are lanthanum hexaboride (LaB6 – used at SSRL Beam-

line 11-3) and silver behenate (AgC22H43O2 – used at ALS Beamline 7.3.3).

We have developed a script to quickly process image files collected from the syn-

chrotron for both of these calibrants. To invoke the program, again we must have the same

Python dependencies as described in previous sections, and we use the following command:

python XRS_Analyzer.py
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The program will open and a show a window that will look like the one presented in Figure

2.17

Figure 2.17: X-ray scattering analyzer program to process two-dimensional diffraction
data from the synchrotron.

You must first calibrate the beam center pixel and the sample-to-detector distance. To

do this, we will utilize the functions in the “Calibration” section at the top of the program

window. Once this is complete, you may analyze the synchrotron data, and we have pro-

vided a fairly simple plot editor interface to generate a publication quality plot with the

diffraction data correctly reshaped geometrically.

2.5.1 Calibration

The calibration panel at the top of the program is what we will use to determine the

beam center pixel and the sample-to-detector distance in our experiment. If you already
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know this information, you may fill in the boxes for the beam center x-pixel, y-pixel, and

the SDD. To proceed with the full calibration as normal, we follow the following steps:

1. Calibration File: – Using the “Browse...” button, you may navigate to a diffraction

image collected of the calibrant used in the experiment

2. Calibrant – You may choose the calibrant used, whether it was silver behenate (AgBe)

or lanthanum hexaboride (LaB6)

3. Energy (keV): – The energy of the X-ray source used in the experiment (default is 10

keV for ALS 7.3.3 and 12.7 keV for SSRL 11-3)

4. Pixel Size (mm): – The physical size of the pixels on the detector (defaults are 0.172

mm for the Pilatus 2M at ALS 7.3.3 and 0.078242 mm for the Rayonix MX225 at

SSRL 11-3)

5. Image Resolution: – The resolution of the diffraction image in pixels - these fields

should automatically populate when you load the TIFF image of the calibrant from

step 1. If these are blank, you have selected an invalid image file, but the default

are 1475 × 1679 for the Pilatus 2M at ALS 7.3.3 and 3072 × 3072 for the Rayonix

MX225 at SSRL 11-3.

6. Calibrate – Once all the previous fields are filled, you may press this button to start

the calibration process

When you initiate the calibration process, a window will pop up with the image of the

calibrant and ask you click points along a specific diffraction ring. The title of the plot will

tell you which of the rings (3rd for AgBe and 2nd for LaB6) – you can click up to 30 points

or hit “Enter” when you are done selecting points. At this point, the program will fit the

points you have clicked to a circle and extract its radius and center. The center gives the
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beam center pixel and the radius can be used to determine the sample-to-detector distance

since the diffraction ring is at a known d-spacing. Once the fit is complete, this will be

plotted as an overlay onto the diffraction image, as shown in Figure 2.18, and you may

close this window. If the fit does not look sufficient, you may click the “Calibrate” button

again and redo the point selection. You can also use the zoom tool in the Python window

to zoom in closer on the ring, but make sure you right click a couple of times after zooming

to ensure that no points have been selected.

Figure 2.18: Finished calibration of beam center and sample-to-detector distance for an
image of silver behenate (AgBe) from ALS Beamline 7.3.3, showing the circle fit and the
yellow point indicating the beam center.

2.5.2 Analysis

The analysis section of the program has four main functions: circular averaging for

isotropic samples, generating a publication-quality GIXS image with the correct geometric

reshaping, and calculating in-plane and out-of-plane intensity cuts for the same GIXS

sample. We will go through how to operate the four different functions in the following
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sections. Firstly, you must load a diffraction image using the “Browse...” button and enter

the incidence angle used if it was a grazing-incidence measurement.

Circular Averaging

If the sample you are measuring has isotropic diffraction, i.e. displays Debye-Scherrer

rings in its diffraction image, you probably want to do a 1D averaging to collapse the data

into simply intensity as a function of the scattering vector (~q). If you press the button

labeled “Circular Average” once you have loaded an image file, this will be computed and

displayed as in Figure 2.19. Concurrently, the averaged data will be saved as a .csv file in

the same directory as the original image. For this example, we used the same image of the

calibrant silver behenate shown in Figure 2.18. If you are interested to try and process

these averages yourself, we have included a snippet of code below that is the heart of this

averaging program. We are essentially calculating all possible radii from the center of

the image in an increment of one pixel and taking the median at each of these radii. The

reason that we are using the median operation is to avoid having to explicitly mask values

from the beamstop – the median should capture the real value and give some resistance

to random fluctuations and noise in our image. We also use a 1 pixel bin less than and

greater than the radius we are currently calculating.

# Get image parameters
a = img.shape[0]
b = img.shape[1]

[X, Y] = np.meshgrid(np.arange(b) - cen_x, np.arange(a) - cen_y)
R = np.sqrt(np.square(X) + np.square(Y))

rad = np.arange(1, np.max(R), 1)
intensity = np.zeros(len(rad))
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Figure 2.19: Circularly averaged diffraction data of isotropic silver behenate (AgBe) sample.

counter = 0

for i in rad:
mask = (np.greater(R, i - 1) & np.less(R, i + 1))
values = img[mask]
intensity[counter] = np.median(values)
counter += 1

# Update the progress bar on the screen based on
# the iteration of the loop
QtWidgets.QApplication.processEvents()

# Calculate scattering vector values at each radius
q = (4*np.pi/xlam)*np.sin(np.arctan((rad*pix_size)/sdd)/2)

GIXS Image

This button allows us to generate a publication-quality plot of our scattering image if
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we did a grazing-incidence experiment. For this section, you can also utilize all the boxes

below to control plot parameters such as the plot range, as described below:

1. Q x y and Qz Min/Max – Enter the range that you would like in your final plot. If

there is not enough data for the full range, there will be blank space in this area of

your final plot. The default values are 0 as the minimum and 2.5 as the maximum

for both Q x y and Qz.

2. Intensity – These boxes should automatically fill once you load an image with the

lowest and highest intensity pixel present in the image. You can edit this range to

affect the contrast in your final image.

3. Font – This will list all of your system fonts that you can then use in your plot, and the

box next to the font dropdown menu is the font size that will be used. The defaults

for both of these will be “Arial” and size 16.

4. Colormaps – This is the list of the installed Python colormaps that you can use for

your final image. If you want to see what these colormaps look like you can follow

this link: Matplotlib Colormaps.7 The default will be the first available colormap in

alphabetical order (probably “Accent”). The colormaps viridis, plasma, inferno,

magma, and cividis are all what are called “perceptually uniform”, meaning that

the intensity of the colors in the range consistently increase from the first color to

the last. The advantage of this over one of the typical colormaps like jet is that all

colors go from “dark” to “light”, unlike jet which goes from a dark blue to a dark

red. There is some more information about this topic here if you are interested.8

5. Log Image? – Checking this box will normalize the colors on the logarithmic scale

rather than linear. The lowest value will be set to 0, but you can control the maximum
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again. This can be used to maximize your desired contrast if you cannot easily see

features on a linear scale.

6. Ticks – You can set the interval of the major and minor tick marks in your plot, the

default values being 1.0 for major and 0.5 for minor.

Once you have edited all the parameters to your liking, clicking the “GIXS Image” but-

ton will generate a plot of your diffraction data with the correct geometric correction and

display the plot, as in Figure 2.20. The program will also save a .png file, in the same

location as the original image, of the plot with a resolution of 300 dots-per-inch, ideal for

publication. The image we have used for this example is one of PBTTT (poly[2,5-bis(3-

tetradecylthiophen-2-yl)thieno[3,2-b]thiophene]), collected at ALS 7.3.3.

To understand the reshaping of pixels to produce a geometrically-accurate grazing-

incidence X-ray scattering image, Figure 2.21 illustrates the two angles of interest, θ and

φ. We essentially need to take the image data from the flat detector and project it into

spherical coordinates. Then, conversion from a spherical coordinate system into Cartesian

coordinates that we can plot can be done using Equations 2.5, 2.6, and 2.7.

x = rcos(θ )cos(φ) (2.5)

y = rcos(θ )sin(φ) (2.6)

z = rsin(θ ) (2.7)

Since we have elastic X-ray scattering, the magnitude of our scattered X-ray is constant

(not to confused with the scattering vector ~q, whose magnitude and direction does change),

with |k| = 2π/λ, so this the r in the equations above. Since the scattering vector is the
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Figure 2.20: Geometrically-reshaped GIWAXS image of PBTTT collected at ALS Beamline 7.3.3.

Figure 2.21: Schemtic of grazing-incidence X-ray scattering experiment, with the angles
θ and φ labeled.
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difference between the outgoing and incoming X-rays, we can calculate the three compo-

nents of ~q as follows using incident angle ω, shown in Equations 2.8, 2.9, and 2.10 (note

that the incoming X-ray only has components in the y and z directions).

qx = (2π/λ)cos(θ )cos(φ) (2.8)

qy = (2π/λ) [cos(θ )sin(φ)− cos(ω)] (2.9)

qz = (2π/λ) [sin(θ )− sin(ω)] (2.10)

Finally, since we are only measuring two-dimensional data, our in-plane data is actually

qx y , which is calculated as the magnitude of the vector of the sum of the qx and qy vectors,

shown in Equation 2.11

qx y =
q

q2
x + q2

y (2.11)

In-Plane Linecut

The “IP Linecut” button calculates an intensity cut along the qx y axis and displays the

data. In this example, we have again used the diffraction image of PBTTT shown in Figure

2.20. The resulting data is shown in a new window (Figure 2.22) and also saved as a .csv

file in the same location of the original image file. In this example, we see the two π−π

stacking peaks along the in-plane cut. To improve the signal-to-noise of the intensity cut,

we have utilized a 15-pixel averaging around the beam center y-pixel, allowing us to more

clearly capture the peaks.
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Figure 2.22: In-plane intensity cut of PBTTT measured at ALS Beamline 7.3.3, showing
π−π stacking peaks.

Out-of-Plane Linecut

The “OOP Linecut” button calculates an intensity cut along the qz axis and displays

the data. Again, using the same PBTTT example, the data will show in new window seen

in Figure 2.23 and be saved as a .csv file in the same location. The data shown is on a

linear scale, but if the y-axis is scaled to logarithmic, all the alkyl stacking peaks in PBTTT

will become more apparent. Again, to improve the signal-to-noise, we have used an 11

pixel average around the central x-pixel. Since out-of-plane diffraction is so strong, this

averaging is less necessary than in the in-plane case.

Usings the scripts presented in the previous three sections, you should be able to process

your synchrotron diffraction data and compare it to the expected diffraction from the solved

crystal structures. The details of the calculations have also been presented in this and
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Figure 2.23: Out-of-plane intensity cut of PBTTT measured at ALS Beamline 7.3.3, show-
ing alkyl stacking peaks. Peak contrast can be improved by re-plotting the data using a
logarithmic y-axis.

other chapters if you wish to create your own script to process sychrotron diffraction data.

All scripts are open-source and created in Python, so any improvements on the current

implementations is welcomed and encouraged.
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Charge Transport in a Two-Dimensional

Hybrid Metal Halide Thiocyanate

Compound

3.1 Abstract

Solution-processable organic metal halide compounds, such as methylammonium lead

iodide (CH3NH3PbI3), possess unique optical and electronic properties such as long carrier

lifetimes and high charge carrier mobility. Here we study a layered, two-dimensional hybrid

halide compound: methylammonium lead thiocyanate iodide ((CH3NH3)2Pb(SCN)2I2).

Films deposited from solution are observed to grow with strong preferential alignment of

two-dimensional layers parallel to the substrate. The charge transport properties of carriers

in the two-dimensional planes of (CH3NH3)2Pb(SCN)2I2 were measured using the contact-

less electronic characterization technique time-resolved microwave conductivity (TRMC).

TRMC measurements show that the sum of the electron and hole charge carrier mobilities

in (CH3NH3)2Pb(SCN)2I2 is above 1 cm2 V−1 s−1 and that the carrier lifetime is relatively
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long.

3.2 Introduction

Solution-processable, earth-abundant organic metal halide materials possess optoelec-

tronic properties that are, by many metrics, extraordinary.1–16 Hybrid organic metal-halide,

Pb-based compounds with the general perovskite formula ABX3 are strong absorbers in the

visible and near-infrared portion of the solar spectrum,7,17 have high charge-carrier mo-

bilities,12,18 exhibit carrier-diffusion lengths on the order of microns,5,6 display an unusu-

ally low concentration7,19 of energetically shallow12 electronic trap states, and demonstrate

evidence of photon recycling.15 Lab-scale solar cells based on methylammonium lead io-

dide (CH3NH3PbI3) (see Figure 3.1a) and other related compounds have been reported

with certified power conversion efficiencies in excess of 22%;20 fast approaching that of

monocrystalline silicon,21,22 making them competitive with existing thin film materials such

as CdTe.23 Despite these breakthroughs and following intense research, questions related

to the stability of these materials and their fundamental properties must be answered be-

fore widespread commercialization of these systems can take place.24–27 For this reason,

the incentive to identify alternative materials with similar optoelectronic properties is con-

siderable.28–41

The range of three-dimensional hybrid-halide perovskites is relatively limited,29–32 ow-

ing to the size constraint of the A-site, which facilitates just two organic cations (when the

B site is Pb2+, Sn2+): methylammonium (CH3NH+3 ) and formamidinium (HC(NH2)+2 ), and

inorganic counterions such as Cs+. However, there are now a number of notable reports

of other hybrid-halide material classes with interesting properties, including “perovskite-

like” structures such as defect perovskites,33 double-perovskites,39,40 perovskite-related ma-

terials with bismuth and antimony,36,37 and hybrid-halide compounds utilizing functional
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organic cations.41 It has been long known that by reducing the dimensionality of the corner-

connected perovskite structure, the size constraint on the organic cation molecule can be

relaxed, enabling a larger range of molecules to be employed.42 By controlling the num-

ber of perovskite layers35,43,44 or the orientation45 in such layered compounds, a range

of optical and electronic properties have been observed. Ruddlesden–Popper hybrid-halide

compounds for example34,35,38 have shown remarkable stability and sustained performance

in single junction solar cells due to preferential film growth orientation.38

In this report, we study an alternative strategy to form two-dimensional hybrid-halide

compounds. Instead of replacing the cation molecule, some of the halide atoms can

be substituted with pseudo-halides, as in the case of the compound methylammonium

lead thiocyanate iodide: (CH3NH3)2Pb(SCN)2I2 (see Figure 3.1b).46–56 This is a two-

dimensional analog of CH3NH3PbI3, where the halide anion I− is substituted with the

pseudo-halide thiocyanate (SCN)− in the axial sites of the Pb octahedra. We employ

time-resolved microwave conductivity (TRMC) to study the charge transport properties

of (CH3NH3)2Pb(SCN)2I2. Because this compound is a layered two-dimensional structure

rather than a three-dimensional perovskite, one can anticipate significant differences in the

optical and charge-transport properties from CH3NH3PbI3.44,51,56,57

TRMC is a local technique that probes the combined charge-carrier generation and

transport properties of a material, without the need for a continuous film,12,58–72 hence pro-

viding a probe of material properties independent of its behavior in a device. The extracted

figure of meritφΣµ, and lifetime τ, serve as reliable proxies for potential charge-extraction

performance in solar cells.12,73 By applying the TRMC technique to (CH3NH3)2Pb(SCN)2I2,

we are able to identify long lived-carriers with mobilities of ∼1 cm2 V−1 s−1, as has previ-

ously been observed for fully-halogenated layered organic metal halides.44
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3.3 Results and Discussion

We grew films of CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2 on quartz substrates from

solution via known solvent-annealing techniques.51,74,75 Optical micrographs are shown in

Figure 3.1c and d for CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2, respectively, demonstrating

the semi-continuous nature of the (CH3NH3)2Pb(SCN)2I2 films over large areas. Scanning

electron microscope images of CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2 are shown in Figure

3.1e and f respectively. The lateral dimensions of the grains determined by image analysis

are approximately 200 nm for CH3NH3PbI3, comparable to films grown under similar con-

ditions,70 and 2 µm for (CH3NH3)2Pb(SCN)2I2. The size of grains in films of CH3NH3PbI3

are known to be highly-dependent on growth conditions70,75,76 and we have not examined

protocols to produce micron-sized76 grains of CH3NH3PbI3 for the purposes of this study.

The optical properties of the films were determined using ultraviolet-visible spec-

troscopy (see Figure 3.2). The absorption spectrum of (CH3NH3)2Pb(SCN)2I2 is clearly

blue-shifted with respect to the three-dimensional perovskite, as expected for a two-

dimensional analog.51,77 There is a clear exciton peak in the two-dimensional material at

554 nm (2.24 eV), and the spectrum is in general agreement with those previously re-

ported.51,53 Photoluminescence spectroscopy measurements were also carried out on these

films, again in agreement with previous reports56 (see Section 3.5.5).

The structural purity and preferential alignment of (CH3NH3)2Pb(SCN)2I2 films were

examined using X-ray diffraction. Figure 3.3a shows normalized experimental XRD patterns

of (CH3NH3)2Pb(SCN)2I2 grown on a quartz substrate, scraped off the surface with a razor

blade, then ground into a powder, and of a pristine (CH3NH3)2Pb(SCN)2I2 film. Calculated

diffraction patterns of (CH3NH3)2Pb(SCN)2I2 with preferential orientation (isotropic) are

additionally shown. We see that, as expected, the powder scraped off the substrate has a

pattern closely matching that of isotropic (CH3NH3)2Pb(SCN)2I2. The diffraction pattern
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Figure 3.1: (a and b) Crystal structure of methylammonium lead iodide (CH3NH3PbI3)
and methylammonium lead thiocyanate iodide ((CH3NH3)2Pb(SCN)2I2) respectively.
Purple spheres represent iodine atoms, green octahedra surround lead atoms, brown
spheres represent carbon atoms, gray spheres nitrogen atoms, yellow spheres repre-
sent sulfur, and white spheres hydrogen atoms. (c and d) Optical microscope im-
ages of CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2 films deposited onto quartz substrates,
respectively. (e and f) Scanning electron microscope images of CH3NH3PbI3 and
(CH3NH3)2Pb(SCN)2I2 film surfaces, respectively.

of the film of (CH3NH3)2Pb(SCN)2I2 appears to closely match that with preferential ori-

entation in the [100] direction, i.e. with two-dimensional planes parallel to the substrate.

We do not observe the presence of CH3NH3PbI3 in films of (CH3NH3)2Pb(SCN)2I2, and the

same experimental data is plotted with a logarithmic y-axis scale in the Section 3.5.3 to
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Figure 3.2: Optical absorption spectra of films of methylammonium lead iodide
(CH3NH3PbI3) and methylammonium lead thiocyanate iodide ((CH3NH3)2Pb(SCN)2I2).

illustrate purity.

Figure 3.3b shows a rocking curve taken at the 200 peak of (CH3NH3)2Pb(SCN)2I2. The

full-width at half maximum of the rocking curve is 515 arcseconds, a value that is indicative

of a polycrystalline film that is highly textured along the [100] direction.

When reducing the dimensionality of a system, one can generally expect to observe a

wider bandgap in a two-dimensional system than its three-dimensional counterpart.57,77,78

The exact details of the electronic structure of (CH3NH3)2Pb(SCN)2I2 are currently under

debate with respect to the experimentally observed optical absorption spectrum,50,51 but the

band structure calculated by density functional theory (DFT) indicates the compound has a

nearly direct bandgap of ∼2.1 eV, with a marginally smaller indirect gap of ∼2.05 eV.51 The

band structure reported from DFT yields effective masses parallel to the two-dimensional

sheets in (CH3NH3)2Pb(SCN)2I2 as m∗h = 0.99me and m∗e = 0.88me in the [010] direction

and m∗h = 2.36me and m∗e = 0.34me in the [001] direction, where me is the rest mass

of an electron in vacuo.51 For comparison, the effective masses of carriers in CH3NH3PbI3

are reported to be between 0.1me and 0.3me.
79 However, the band diagram is very flat in

the [100] direction between layers in (CH3NH3)2Pb(SCN)2I2, suggesting that carriers are
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Figure 3.3: (a) Experimental and calculated XRD patterns of various forms of methy-
lammonium lead thiocyanate iodide ((CH3NH3)2Pb(SCN)2I2). “Film (Exp)” labels the
experimentally measured diffraction of a thin film, “[hkl] (Calc)” labels the calculated
diffraction pattern with preferential growth in the labeled direction, “Isotropic (Calc)”
labels the calculated diffraction pattern with no preferential growth direction and “Pow-
der (Exp)” labels the diffraction pattern obtained experimentally from a powder scraped
off a thin film and ground up. (b) Normalized rocking curve of 200 diffraction peak in
(CH3NH3)2Pb(SCN)2I2 (along the plane stacking direction). The full-width at half-maxi-
mum was extracted to be 515 arcseconds.
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highly confined to the two-dimensional planes and that transport between layers would

occur by hopping conduction.

To study the electronic properties of this compound we employed time-resolved mi-

crowave conductivity (TRMC).58,64 The geometry of our TRMC system enables us to mea-

sure the mobility of charge carriers moving perpendicular to the propagation direction of

the incident optical photons and hence in the plane of the film and, based on orienta-

tion extracted from XRD, in the planes of (CH3NH3)2Pb(SCN)2I2 layers. The energy of

incident photons (2.33 eV) is in excess of the band gap of both CH3NH3PbI3 (∼1.5 eV)19

and (CH3NH3)2Pb(SCN)2I2 (∼2.0 eV)51 so carriers are generated by band-to-band transi-

tions in both systems. Thermalization of hot carriers is known to take place on the order

of ∼ps6 to ∼100 ps80 in hybrid halide compounds, which, despite being slower than in

organic bulk heterojunctions for example,81,82 is faster than the timescale of TRMC mea-

surements, defined by the response of the cavity and width of the laser pulse (∼ns). Hence,

we can be confident that the values ofφΣµ extracted are representative of relaxed carriers.

Our excitation energy is higher than the exciton binding energy of (CH3NH3)2Pb(SCN)2I2;

therefore the initially formed electron-hole pairs can recombine to the ground state, or to

form excitonic states upon relaxation. Nonetheless, we expect the carrier yield to be lower

in (CH3NH3)2Pb(SCN)2I2 than in CH3NH3PbI3.

The effective masses calculated for (CH3NH3)2Pb(SCN)2I2,51 while higher than

CH3NH3PbI3,79 suggest that in-plane charge transport should result in a mobility com-

parable to other solution processable semiconductors. Figure 3.4 shows TRMC plots

(φΣµ as a function of time) for a film of CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2 at a

high fluence of 1.6 × 1014 photons cm−2. The TRMC figure of merit (φΣµ) is the prod-

uct of the charge-carrier generation efficiency φ, and the sum of the electron and hole

mobilities: Σµ = µe + µh. At this fluence of 1.6 × 1014 photons cm−2, the maximum

value of φΣµ is approximately 0.8 cm2 V−1 s−1 for CH3NH3PbI3 and 0.4 cm2 V−1 s−1 for
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(CH3NH3)2Pb(SCN)2I2. Fig. 3.4c shows TRMC plots for (CH3NH3)2Pb(SCN)2I2 under var-

ious fluences, with a logarithmic y-axis scale.

Figure 3.4: Example time-resolved microwave conductivity (TRMC) plots; φΣµ as a func-
tion of time, for films of (a) methylammonium lead iodide (CH3NH3PbI3) and (b) methy-
lammonium lead thiocyanate iodide ((CH3NH3)2Pb(SCN)2I2) at a fluence of 1.6 × 1014

photons cm−2. (c) Four example TRMC plots for (CH3NH3)2Pb(SCN)2I2 at various flu-
ences, plotted with a logarithmic y-axis scale. The samples were illuminated with green
light from a pulsed Nd:YAG laser with emission frequency of 532 nm and a full-width
at half maximum of 5 ns. The films were measured in ambient air conditions at room
temperature. The applied microwave power and frequency were 16 dBm and 8.35 GHz,
respectively. Insets: structures of CH3NH3PbI3 (a) and (b) (CH3NH3)2Pb(SCN)2I2.

Figure 3.5a shows peak values φΣµ for CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2 at var-
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ious fluences. A minimum fluence of 1.1×1011 cm−2 and 2.8×1012 cm−2 were studied for

the CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2 films respectively. These values represent the

respective instrument limits for the two films. Because the film coverage was better in the

former case, the signal-to-noise ratio was higher, and the measurement range was larger.

Extraction of the sum of the mobility of the carriers from the peak value of φΣµ is depen-

dent on knowledge of the number of carriers in the sample generated by the light pulse, and

is affected by the yield and recombination prior to detection of the transient. The yield of

carriers will depend on the exciton binding energy, and the yield is known to decrease with

lower dimensionality in layered hybrid-halide compounds.44 In the two-dimensional com-

pound, (CH3NH3)2Pb(SCN)2I2, the exciton binding energy is reported to be approximately

200 meV,53 while the value for the three-dimensional perovskite CH3NH3PbI3 is known to be

∼ 5–60 meV.83–85 The relatively strong signal in our TRMC data is consistent with ionization

of the carriers in (CH3NH3)2Pb(SCN)2I2. We can consider a simple model that the rate of

ionization of excitons will vary with the exciton binding energy (Eb) as ∼ ν0exp(−Eb/kbT )

where ν0 is an attempt frequency. At room temperature with the reported Eb of ∼ 200

meV,53 the rate is expected to be ∼ 108 to 109 s−1 assuming typical pre-factors of 1012 to

1013 s−1. This frequency is much larger than the observed recombination rate of the carri-

ers suggesting that ionization can be relatively facile or that there are long lived excitations

in this material (vide infra).56 Overall, we expect the room-temperature value of φ in the

lower-dimensional (CH3NH3)2Pb(SCN)2I2 to be lower than that in CH3NH3PbI3,44 which

would only increase the observed sum of the carrier mobilities.

The peak values of φΣµ decrease with increasing fluence,a phenomenon widely ob-

served in TRMC experiments.12,62,64,86–92 At higher fluence, and hence high charge-carrier

densities, higher order (e.g. bimolecular and Auger) recombination processes during

the ∼ ns laser pulse also affect the peak value of φΣµ (φΣµmax).88,93,94 A consequence

of this recombination is a reduction in the observed value of φΣµmax with increas-

71



Chapter 3

Figure 3.5: (a) Maximum value of φΣµ extracted from TRMC plots and (b) time constant
obtained by taking a weighted average of two single exponential fits to two regions of the
TRMC plots, as a function of fluence. The samples were illuminated with green light from a
pulsed Nd:YAG laser with emission frequency of 532 nm and a full-width at half maximum
of 5 ns. The films were measured in ambient air conditions at room temperature. The
applied microwave power and frequency were 16 dBm and 8.35 GHz, respectively.

ing fluence.12 Figure 3.5a shows φΣµmax as a function of fluence for CH3NH3PbI3 and

(CH3NH3)2Pb(SCN)2I2, with values reaching ∼ 2 cm2 V−1 s−1 for the latter, at the lowest

fluence examined. At low fluence (roughly ≤ 1013 cm−2) higher order recombination pro-

cesses (bimolecular and Auger) are no longer dominant, and a roughly fluence-independent

φΣµmax for CH3NH3PbI3 is observed. It is anticipated that at a lower fluence (beyond that

of our instrument resolution), φΣµmax for (CH3NH3)2Pb(SCN)2I2 should also reach a max-

imum, fluence-independent, value. The difference in the incident fluence at which φΣµmax

makes the transition from being fluence-dependent to fluence-independent for CH3NH3PbI3

and (CH3NH3)2Pb(SCN)2I2 is attributed to the differences in the bimolecular and Auger rate

constants expected with dimensionality in hybrid halide compounds.44

We observe that φΣµmax for (CH3NH3)2Pb(SCN)2I2 is a factor of 2 to 4 lower than
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that of a thin film of CH3NH3PbI3 at fluences of > 1013 cm−2. We do not know the precise

carrier density as a function of fluence because the carrier yield is likely lower in the layered

compound,44 precluding a direct comparison of the sum of the mobilities in the three-

dimensional and layered compounds. Our values of φΣµmax as a function of fluence for

CH3NH3PbI3 agree relatively well with those reported in the literature for comparable grain

size and incident fluence,12,71,95 and repeated measurements on separate films illustrate our

techniques are consistent (see Section 3.5.5). The mobility in CH3NH3PbI3 films has been

shown to depend on the grain size and processing conditions,13 with a plateau in φΣµmax,

by TRMC, at large grain sizes and at low incident fluence.70 The grain size between films

formed of the two compounds here are significantly different (see Figure 3.1e and f). Our

films of (CH3NH3)2Pb(SCN)2I2 have grain sizes comparable to those reported in the plateau

region for the mobility of CH3NH3PbI3, while our films of CH3NH3PbI3 are lower than the

reported plateau. For comparison, the reported value of φΣµ for films of CH3NH3PbI3

with micron scale grains is ∼ 25 cm2 V−1 s−1 at low fluence,70 and ∼ 11 to 25 cm2 V−1

s−1 from a different lab for 500 nm to micron scale grains at a fluence of ∼ 1012 cm−2.95

While our maximum value of φΣµ for (CH3NH3)2Pb(SCN)2I2 is lower than this (∼ 2 cm2

V−1 s−1), we have not completely eliminated the contribution of carrier recombination to

the peak value. A comparable figure of merit (∼ 1 cm2 V−1 s−1) was found for the fully

halogenated layered compound, (C6H5C2H4NH3)2PbI4 (phenethylammonium lead iodide)

by THz spectroscopy.44

We observe long-lived carriers in (CH3NH3)2Pb(SCN)2I2, similar to observations in

CH3NH3PbI3.12 The lifetime τ, of carriers is determined by a number of processes

(monomolecular, bimolecular, and Auger),85 that have different relative contributions at

different carrier concentrations. For this reason, unambiguously extracting a single decay

parameter from TRMC transients is challenging.71 As described in the Section 3.5.4, we

have here estimated the carrier lifetime by fitting single exponential functions to two re-
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gions of the TRMC decay curves and taking a weighted average of the two, in an analogous

approach to previous reports.71 Figure 3.5b shows the lifetime τ, of carriers in films of

CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2. The value of τ is observed to be approximately

constant with incident fluence at high values and increases at lower values for CH3NH3PbI3

– indicative of the presence of higher-order processes at higher fluence. As is evident from

Fig. 3.4c, there exists a very long-lifetime, signal in (CH3NH3)2Pb(SCN)2I2 that does not

decay sufficiently on our experimentally accessible timescale to determine a decay constant.

For this reason, and to avoid ambiguity in extracting parameters, we have only estimated τ

for this compound at high fluence where bimolecular recombination is likely the dominant

process, and the transient can be fit with confidence to an exponential decay. Our values

are substantially longer than the monomolecular lifetime for (C6H5C2H4NH3)2PbI4 found

by THz spectroscopy of ∼ 1 ns.44 A key difference here, other than the change in coordi-

nation at the Pb atom, is the reduced layer spacing in (CH3NH3)2Pb(SCN)2I2. We attribute

the existence of long-lived carriers to ionization of long-lived states, but whether the origin

is the reduced layer spacing, which modifies the dielectric coupling between layers,96 or

the coordination of Pb is not clear at the present. There is evidence for long-lived states in

(CH3NH3)2Pb(SCN)2I2 assigned to triplet states and we observed emission from our films

in agreement with those observations (Figure 3.12).56 A recent study has also suggested

generation from edge states in fully halogenated layered materials.38 In either case, the

behavior here differs from that in previously examined two-dimensional layered organic

metal halides.

3.4 Conclusion

In conclusion, we have studied the electronic properties of a two-dimensional lay-

ered hybrid-halide compound formed by halide substitution. We grew thin films of

74



Chapter 3

the three-dimensional perovskite: methylammonium lead iodide (CH3NH3PbI3) and

the two-dimensional layered compound: methylammonium lead thiocyanate iodide

((CH3NH3)2Pb(SCN)2I2). Solution-deposited films of ((CH3NH3)2Pb(SCN)2I2) were ob-

served to form with layers highly-aligned parallel to the substrate. The yield-mobility prod-

uct of charge-carriers moving in plane were observed to be comparable for CH3NH3PbI3

and (CH3NH3)2Pb(SCN)2I2 and the carriers had relatively long lifetimes. This illustrates

the potential promise of lower-dimensional hybrid-halide compounds. With respect to ap-

plication in solar cells, the band gap (∼ 2 eV) of (CH3NH3)2Pb(SCN)2I2 would likely limit

its use to tandem or front cells. However, we anticipate (CH3NH3)2Pb(SCN)2I2 will be at-

tractive for short-wavelength (blue/ultraviolet) lateral photodetector applications, and in

thin-film transistors,79,97,98 where carriers largely travel parallel to the substrate. Thin-film

transistors based on CH3NH3PbI3 are known to be highly susceptible to ionic screening,97

but the isolated layers in (CH3NH3)2Pb(SCN)2I2, could inhibit ionic screening mechanisms

and potentially enable such devices to operate with high carrier mobilities at room temper-

ature.99,100

3.5 Appendix

3.5.1 Experimental Methods

Methylammonium iodide synthesis

Methylammonium iodide (CH3NH3I) was prepared following the common method101 by

an acid-base reaction of HI with the amine CH3NH2. For 2 g of product, HI (1.74 mL, 13.2

mmol, 1.05 eq., 57% in aqueous solution, 99.95%, Sigma-Aldrich) in anhydrous ethanol

(2 mL, 99.5%, Sigma-Aldrich) was slowly dropped into a solution of CH3NH2 (1.57 mL,

12.6 mmol, 1.00 eq. 33% solution in absolute ethanol, 99%, Sigma-Aldrich) at 0 ◦C. After
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stirring from 30 min at room temperature, the excess solvent was removed using a rotary

evaporator. The remaining precipitation was recrystallized twice from a hot ethanol/water

mixture and dried under vacuum at 60 ◦C for 1 hr to give white crystals. The phase purity

was confirmed by powder X-ray diffraction (data not shown).

Lead thiocyanate synthesis

Lead thiocyanate was synthesized following reported procedure.102 Summarized, 500 mL

of 1 M lead nitrate [Pb(NO3)2] (Sigma-Aldrich, 99.99%) was added in 50 mL aliquots with

moderate stirring to 136 mL of 10 M ammonium thiocyanate (NH4SCN) (Sigma-Aldrich,

99.99%). These reagent solutions were made at room temperature, filtered, then cooled

in an ice bath prior to combining. This chilled combined solution was allowed to stir for

30 minutes. White precipitate settled out after mixing which was washed via decantation

with ice cooled deionized (DI) water. The crude Pb(SCN)2 was then dissolved in boiling

DI water at a ratio of approximately 100 grams of lead thiocyanate to 3000 mL DI water,

hot filtered, and then slowly cooled. White prismatic crystals were collected via vacuum

filtration and then dried under vacuum overnight. This product was stored in a dry

glovebox but can be kept in a desiccator with no issues.

Methylammonium lead iodide thin film preparation

Lead iodide (PbI2) and CH3NH3I were mixed in a 1:1 molar ratio then dissolved in a

mixture of dimethyl sulfoxide (DMSO) and γ-butyrolactone (GBL) (3:7 by volume). The

solution was left stirring overnight at 60 ◦C before deposition. Films were spin-cast under

atmospheric-pressure N2 at 5000 rpm. In order to drive out solvent, chlorobenzene (CB)

was applied to the sample a few seconds before the spin-casting procedure was complete,

as reported elsewhere.74,75,97 The films were then annealed at 110 ◦C for 10 minutes

under atmospheric-pressure N2. CH3NH3I was synthesized as described above and PbI2
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was purchased from Sigma-Aldrich. All film preparation was conducted in an N2-filled

glovebox with sub-ppm oxygen and moisture levels.

Methylammonium lead thiocyanate iodide thin film preparation

A 2:1 molar ratio of methylammonium iodide (CH3NH3I) and lead thiocyanate (Pb(SCN)2)

were dissolved in N , N -dimethylformamide (DMF) at a concentration of 700 mg mL−1

. The resultant solution was left to stir at 60 ◦C for at least three hours prior to film

deposition. Films were spin-cast at 2000 rpm with a subsequent drying spin of 5000

rpm. To ensure complete removal of DMF, diethyl ether (Et2O) was applied to film at

the conclusion of the final spin cycle, as reported earlier.51 Samples were annealed at

room temperature for 30 minutes prior to any characterization measurements. Precursor

materials (CH3NH3I and Pb(SCN)2) were synthesized as described above; anhydrous DMF

and Et2O were purchased from Sigma-Aldrich. All film preparation was conducted in an

N2-filled glovebox with sub-ppm oxygen and moisture levels.

Film thickness measurements

The average thickness of spin-cast films of CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2 were

evaluated using a Bruker Dektak XT profilometer. Films were deposited as described above

onto quartz substrates. Valleys were formed in the films by scratching with carbon-tipped

tweezers. The film thickness was then measured in 20 different positions for each film.

The average and standard deviations of each film were then evaluated to be: CH3NH3PbI3:

120 ± 10 nm and (CH3NH3)2Pb(SCN)2I2: 2.3 ± 1.9 µm.

Optical microscopy

Optical microscope images of films of CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2 were taken

using an Olympus BH2 optical microscope. Measurements were made in transmission
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mode with various exposure times.

Scanning electron microscopy

Scanning electron microscope images were obtained using an FEI Nova NanoSEM 650,

with a 10 keV beam and a spot size of 3.0. Films of CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2

were deposited onto polished, highly-doped (n++) silicon.

X-ray diffraction

X-ray diffraction patterns were measured using a Panalytical Empyrean powder diffrac-

tometer with a copper Kα source (films were of large enough thickness to measure

adequate signal in Bragg–Brentano geometry). The rocking curve was measured on a

Panalytical MRD PRO diffractometer (Cu-Kα) at the Bragg condition corresponding to

the 200 peak of (CH3NH3)Pb(SCN)2I2. Powder XRD patterns were simulated using the

General Structure Analysis System (GSAS), with a calibration file specific to our instrument

and structure factors taken from a solved single-crystal. Oriented diffraction patterns were

simulated using March–Dollase preferred orientation correction factors of 0.5.103

Ultraviolet-visible spectroscopy

Films of methylammonium lead iodide (CH3NH3PbI3) and methylammonium lead thio-

cyanate iodide ((CH3NH3)2Pb(SCN)2I2) were grown as described above. Measurements

were carried out using a Shimadzu UV-2600 ultraviolet-visible spectrophotometer.

Photoluminescence measurements

Films of methylammonium lead iodide (CH3NH3PbI3) and methylammonium lead

thiocyanate iodide ((CH3NH3)2Pb(SCN)2I2) were grown as described above. Photolumi-

nescnece measurements were carried out on a Horiba FluoroMax 4 spectrometer calibrated
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using Milli-Q water. Films were loaded into a thin-film sample stage angled between the

excitation and emission port.

Time-resolved microwave conductivity

A diagrammatic illustration of the time-resolved microwave conductivity (TRMC) system

is shown in Figure 3.6. A microwave-frequency oscillatory electric signal is generated

using a Sivers IMA VO4280X/00 voltage controlled oscillator (VCO). The signal has an

approximate power of 16 dBm and a tunable frequency between 8 GHz and 15 GHz.

The oscillatory signal is then directed through coaxial cables to port 1 of an electronic

circulator (Fairview Microwave SFC0712). The circulator acts as uni-directional device

in which signals entering from port 1 exit through port 2 and signals entering from port

2 exit through port 3. The signal exiting the circulator from port 2 is then fed into a

SMA to X-band waveguide adapter (purchased on eBay but similar to Fairview Microwave

part 90AC206). This antenna is coupled to X-band cavity (purchased on eBay) using a

homebuilt coupling iris and tuning screw fabricated from a thin aluminum plate. The

cavity is a TE103 mode formed by a short section of X-band waveguide and a homemade

slotted copper plate (slots along the direction of current) that allows optical access to

the sample. The antenna emits electromagnetic radiation (microwaves) which form a

standing wave in the cavity. The tuning screw enabled over-, critical-, and undercoupling

to the cavity and all experiments were performed in the under-coupled regime. The

sample is mounted inside the cavity at a maximum of the electric-field component of the

standing microwaves. Microwaves reflected from the cavity are then incident on port 2 of

the circulator, exiting through port 3. Microwaves emitted from port 3 of the circulator

– the power reflected from the cavity and sample – are then directed into a zero-bias

Schottky diode detector (Fairview Microwave SMD0218 operating in the linear regime).

The rectified signal is amplified by a homebuilt DC-coupled, wide-band amplifier built
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around a Texas Instruments THS3091 operational amplifier (battery powered, three stages

of amplification). We note that the microwave power is split at the source allowing a

second detector and amplification stage to monitor/normalize the reflected power from

the cavity. The amplified signal (and reference) is detected by a Textronix TDS 3032C

digital oscilloscope. A Minilite Continuum pulsed Nd:YaG laser is used to illuminate the

sample. The laser pulse has a wavelength of 532 nm, a full-width at half-maximum of

approximately 5 nm and a maximum fluence of 1015 cm−2 . An external trigger link is

employed to trigger the oscilloscope 50 ns before the laser fires. The area exposed to

the incident optical pulse is approximately 10% of the cross-sectional area of the cavity.

Changes in the detector voltage under illumination can then be used to extract the relevant

TRMC parameters; φΣµ and τ, as described in Section 3.5.2. The films were measured

in ambient air conditions at room temperature, immediately after being removed from

the glovebox. The total measurement time was ∼ 2 hours for a fluence-dependent sweep.

Carrying out the sweep from high to low fluence vs. low to high fluence, yielded no

difference in behavior. This suggests that neither degradation in air over this period, nor

damage due to the laser were significant in our study. TRMC measurements conducted

on encapsulated films exhibited no significant difference from those carried out under

ambient conditions.

3.5.2 Evaluation of time-resolved microwave conductivity figure of

merit

A diagrammatic representation of the time-resolved microwave conductivity (TRMC)

system employed in this study is shown in Figure 3.6 of the main text.

The microwave detectors employed in our system output a voltage that is linearly pro-
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Figure 3.6: Schematic representation of time-resolved microwave conductivity (TRMC)
system. A microwave-frequency (∼ 8–9 GHz) electrical signal is generated by voltage
controlled oscillator (labeled VCO). The electrical signal is directed into port 1 of the cir-
culator through coaxial cables. The incident signal exits the circulator via terminal 2 and
enters the antenna in the microwave cavity. The oscillatory signal in antenna emits mi-
crowaves into the cavity which form a standing wave (electric field component only shown
for clarity). A sample is placed into the cavity at one of the maxima of the standing electric
field. Free carriers within the sample absorb microwaves, resulting in an attenuation in
the reflected microwave signal. The reflected microwave-frequency electrical signal then
exits the circulator from terminal 3, where it is directed into the detection circuit. Carriers
are created in the sample using a pulsed Nd:YAG laser with emission frequency of 532 nm
and full-width at half maximum of 5 ns.

portional to the incident microwave power P. The photoinduced change in the sample

conductance ∆G, is related to the normalized change in microwave power (∆P/P) via

Equation 3.1:12,60,64

∆G(t) = −
1
K
∆P(t)

P
(3.1)

Since ∆G is dependent on the normalized change in microwave power ∆P/P, it is

not necessary to know the absolute values of microwave power, just the relative change

under illumination. For this reason, with a knowledge of the detector voltage in the dark
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V , and the change under illumination ∆V , it is possible to determine the photoinduced

conductance from the signal voltage:

∆G(t) = −
1
K
∆V (t)

V
(3.2)

Here, K is the sensitivity factor of the cavity. Assuming the electric field in the cavity

possesses an integer number of half-wavelengths (as is the case for TE/TEM modes) this

parameter has been derived104 for a cavity filled with a conducting medium to be:

K full = −
(1+ 1/

p

R0)Q
π f0ε0εr Lβ

(3.3)

The parameters in Equation 3.3 are as follows: R0 is the reflectivity of the cavity to

microwaves at the resonance frequency f0, ε0, and εr are the vacuum permittivity and the

relative permittivity of the medium of the cavity, respectively. L is the length of the cavity.

β is the ratio of the two remaining cavity dimensions, with the numerator/denominator

depending on the polarization direction of the standing wave. In our case β = 2.25. Q

is the cavity quality factor, expressed as the ratio of the resonance frequency f0, to the

full-width at half-maximum ∆W :

Q =
f0

∆W
(3.4)

To account for the fact we are studying the change in conductance of a thin film of

thickness d, rather than a homogeneous medium filling the length of the cavity L, we

multiply K full by a correction factor g(L, d), to account for the difference in integrated

electric field magnitude over the region of interest:

K = g(L, d)K full (3.5)
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g(L, d) =

∫ z0+d

z0
sin
�

πmz
L

�

dz
∫ L

0
sin
�

πmz
L

�

dz
(3.6)

Here z0 is the position in the cavity where the sample is located and m is the integer

number of half wavelengths of the electric field component in the cavity (which depends

on the mode of the cavity). The sample position z0 is chosen to be at a maxima of the

magnitude of the electric field, hence: z0 = L(n + 1)/(2m) where n ∈ Z. In the regime

where L� d, as is the case in our experiment, the correction factor becomes the following

for all m ∈ Z, giving the following value for K:

g(L, d) =
2d
L

(3.7)

K = −
2Q(1+ 1/

p

R0)
π f0ε0εr Lβ

(3.8)

Since our measurements are carried out in air, and the sample thickness is typically ∼

100 nm - 1µm, we have here approximated εr = 1. The relative permittivity of CH3NH3PbI3

is known to be∼ 10.97 However, since the film is only∼ 100 nm to∼ 1 µm thick and length

of the cavity is ∼ 100 mm (i.e. 105 to 106 times longer), the weighted average in the cavity

can to a very good approximation be assumed to be unity. To determine R0, f0, and ∆W

(and hence Q), the reflectivity of the cavity must be evaluated as a function of microwave

frequency. To achieve this, we make use of the reference channel on our TRMC design (see

Figure 3.6 main text). Microwaves directed through the reference channel do not enter the

cavity and hence the ratio of the signal to the reference signals provides the reflectivity of

the cavity. Figure 3.7 shows an example of the reflectivity of our loaded cavity as a function

of microwave frequency, with approximate parameters extracted.

With the conductance∆G determined, The TRMC figure of merit can then be evaluated
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Figure 3.7: Frequency response of loaded microwave cavity, showing the detected reflec-
tivity of the cavity as a function of incident frequency. The parameters f0, R0, and ∆W
can all be extracted from this plot as shown.

using Equation 3.9:64

φΣµ(t) =
∆G(t)
βeI0FAM

(3.9)

Here I0 is the fluence of laser (photons/unit area/pulse), e is the magnitude of the

fundamental unit of charge, and FA (∈ [0,1]) is the fraction of photons absorbed in the

sample at the excitation wavelength. The parameter FA was extracted from the optical

transmittance spectra from Figure 3.2 of the main text to be 0.41 for CH3NH3PbI3 and 0.54

for (CH3NH3)2Pb(SCN)2I2. The parameter M (∈ [0,1]) is the fractional area of the sample

in the cavity exposed to incident light; here evaluated via image analysis to be 0.101.
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3.5.3 Purity of (CH3NH3)2Pb(SCN)2I2 films

Figure 3.8 shows the experimental XRD patterns of films of (CH3NH3)2Pb(SCN)2I2,

with calculated powder patterns of isotropic CH3NH3PbI3 and [100] aligned

(CH3NH3)2Pb(SCN)2I2. Comparison of calculated patterns with measured patterns

indicates no peaks from CH3NH3PbI3 in the thiocyanate-based film. Films of CH3NH3PbI3

are typically textured with a preferential orientation of the [110] direction; to account for

the possibility of impurity domains in the thiocyanate film being randomly oriented with

respect to the bulk, the isotropic powder pattern was used. The two peaks labeled with

asterisks in the pattern of (CH3NH3)2Pb(SCN)2I2 represent peaks that are unaccounted for.

The unaccounted peak at approximately 7◦ represents diffraction from a larger d-spacing

than the (CH3NH3)2Pb(SCN)2I2 layer spacing. These peaks neither belong to CH3NH3PbI3,

nor PbI2. Because they appear at such a low concentration, we believe that this unknown

low concentration impurity should not appreciably affect our TRMC measurements.

3.5.4 Analysis of TRMC decay constants

The lifetime τ, of carriers is determined by a number of processes (monomolecular,

bimolecular, and Auger),85 that have different relative contributions at different carrier

concentrations. For this reason, unambiguously extracting a single decay parameter from

TRMC transients is challenging.71 As illustrated by Figure 3.4c in the main text, the form

of the decay is often complicated, and the time-dependence of the figure of merit cannot

accurately be quantified by a small number of parameters. An approach previously taken

to roughly quantify the decay is to fit a double exponential function and evaluate τ as a

weighted average of these constants.71 To make comparison with the literature as simple

as possible, we have here analyzed our data using a similar (but not identical) approach.

We have fitted the experimental data to a single exponential decay, in two separate
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Figure 3.8: X-ray diffraction patterns of thin films of (CH3NH3)2Pb(SCN)2I2 (red)
plotted against calculated patterns (blue) of (a) CH3NH3PbI3 and (b) [100] oriented
(CH3NH3)2Pb(SCN)2I2 (planes parallel to the substrate), plotted on a logarithmic y-axis
scale. Patterns were calculated as described in Section 3.5.1.

regions of each plot – roughly defined as the fast and slow regions. These decay rates are

labeled here τ1 and τ2, with y-axis intercepts of C1 and C2 respectively. The representative

decay constant τ, is expressed as a weighted average of the two decays:

τ=
C1τ1 + C2τ2

C1 + C2
(3.10)

We have in this case not fitted directly to a double exponential function to avoid using

4 fitting parameters simultaneously per fit. Figure 3.9 shows example TRMC traces for
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CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2 plotted with logarithmic y-axis scales, fitted to

exponential functions in 2 regions of the plot. The values of τ plotted in Figure 3.5b of

the main text are evaluated using the weighted average of the two from Equation 3.10.

As shown in Figure 3.4c of the main text and in Figure 3.9, the (CH3NH3)2Pb(SCN)2I2

compound exhibits a very long-lived decay which cannot be accurately fitted using the

techniques described here. For this reason, and to avoid ambiguity, values at lower fluence

have not been included in the data in Figure 3.3e of the main text.

Figure 3.9: (a) Structure of methylammonium lead iodide (CH3NH3PbI3). Time-resolved
microwave conductivity data (TRMC) plot (φΣµ as a function of time) of CH3NH3PbI3
plotted on a logarithmic scale at a (b) high and (c) low fluence. (d) Structure of methy-
lammonium lead thiocyanate iodide ((CH3NH3)2Pb(SCN)2I2). Time-resolved microwave
conductivity data (TRMC) plot (φΣµ as a function of time) of (CH3NH3)2Pb(SCN)2I2
plotted on a logarithmic scale at a (e) high and (f) low fluence.
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3.5.5 Verification of TRMC figures of merit

We conducted a set of repeated measurements to ensure that our extracted figure of

merit (φΣµ) is reliable and reproducible. Figure 3.10 shows the extracted maximum fig-

ure of merit (φΣµmax) for films of (a) CH3NH3PbI3 and (b) (CH3NH3)2Pb(SCN)2I2 as a

function of incident fluence from Figure 3.5a of the main text combined with a repeated

set of measurements for a different film, prepared under identical conditions, on a different

day. The data show broadly consistent values, indicative of a reliable and consistent mea-

surement technique. The slight variations at low fluence are due to subjective ambiguity

in extracting values of φΣµmax from data with a low signal/noise ratio.

Figure 3.10: Extracted maximum time-resolved microwave conductivity (TRMC) figure
of merit (φΣµ) as a function of incident optical fluence for two films of (a) CH3NH3PbI3
and (b) (CH3NH3)2Pb(SCN)2I2, prepared and measured on different days.

To compare with previously measured values, Figure 3.11 shows the same data plotted

with values extracted from a recent publication by Oga et. al.12
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Figure 3.11: Extracted values of φΣµmax as a function of incident optical fluence from
both sets of data in Figure 3.10a plotted with previously reported values by the Seki
group.12

3.5.6 Photoluminescence measurements

Photoluminescence measurements of CH3NH3PbI3 and (CH3NH3)2Pb(SCN)2I2 were

carried out as described in the main text. Absorbance and emission spectra as a function

of wavelength and energy are shown for both compounds in Figure 3.12. In both cases,

the excitation wavelength used was 450 nm. Both materials appear to emit at very similar

energies, however the purity of the thiocyanate compound is confirmed by X-ray diffraction

(Figure 3.8). The large energetic shift seen in the (CH3NH3)2Pb(SCN)2I2 optical data has

recently been attributed to long-lived triplet states,56 and may reconcile the long lifetimes

seen in the TRMC data.
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Chapter 4

Charge-Carrier Dynamics and

Crystalline Texture of Layered

Ruddlesden–Popper Hybrid Lead Iodide

Perovskite Thin Films

4.1 Abstract

Solution-processable organic metal halide Ruddlesden–Popper phases have shown

promise in optoelectronics because of their efficiencies in solar cells along with in-

creased material stability relative to their three-dimensional counterparts (CH3NH3PbI3).

Here, we study the layered material butylammonium methylammonium lead iodide

(C4H9NH3)2(CH3NH3)n−1PbnI3n+1 for values of n ranging from 1 to 4. Thin films cast from

solution show a gradual change in the crystalline texture of the two-dimensional lead iodide

layers from being parallel to the substrate to perpendicular with increasing n. Contactless

time-resolved microwave conductivity measurements show that the average recombina-
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tion rate order increases with n and that the yield-mobility products and carrier lifetimes

of these thin films are much lower than that of CH3NH3PbI3, along with increased higher-

order recombination rate cosntants.

4.2 Introduction

Hybrid organic-inorganic perovskite (HOIP) materials are solution-processable semi-

conductors composed of inexpensive, earth abundant materials.1–7 When used as the active

material in photovoltaic cells, HOIPs based on methylammonium lead iodide (CH3NH3PbI3)

and formamidinium lead iodide (HC(NH2)2PbI3) have shown a drastic increase in their

power conversion efficiencies (PCE), from an initial value of 3.8%8 to 22.1%9, in less than a

decade, making them competitive with thin film solar cell technologies such as CIGS, CdTe,

and amorphous silicon.10 Despite this high performance in lab-based solar cells, HOIP pho-

tovoltaics are susceptible to degradation by heat and moisture, potentially limiting their

long-term use.11–13

Thin films of layered perovskites of the form A′2An−1BnX3n+1, known as Ruddlesden–

Popper phases,14,15 have been shown to produce efficient solar cells with increased stabil-

ity.16–21 The introduction of large, hydrophobic cations in the A′ site appears to improve

their tolerance to moisture in comparison to films of CH3NH3PbI3.22 These spacer ions,

however, break the lead iodide octahedra into two-dimensional layers, making transport

highly anisotropic because of weak electronic coupling between layers.23,24

In this study, we report a quantitative optical, structural, and elec-

tronic characterization of thin films of butylammonium methylammonium

lead iodide, (C4H9NH3)2(CH3NH3)n−1PbnI3n+1. Photovoltaic devices based on

(C4H9NH3)2(CH3NH3)n−1PbnI3n+1 have previously exhibited PCE values of 12.5%,18

but their charge transport and sturcture are still not well-understood. Stuctural changes
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are here quantified using a combination of X-ray diffraction and atomic force microscopy.

By using contactless time-resolved microwave conductivity (TRMC) measurements, we

can specifically probe in-plane mobility and relate film texturing to anisotropic charge

transport.

4.3 Results and Discussion

Thin films of (C4H9NH3)2(CH3NH3)n−1PbnI3n+1 were synthesized for n= 1 to n= 4 from

solutions in N , N -dimethylformamide (DMF) by spin-coating onto z-cut quartz substrates.

For brevity, butylammonium is termed BA and methylammonium MA. Crystal structures at

room temperature from the literature,24 visualized along the [101̄] crystallographic direc-

tion using VESTA,25 are shown in Figure 4.1. In all cases, the structure is assigned such

that the b-axis (along the [010] direction) corresponds to the direction normal to the lead

iodide layers, or the stacking direction.

The optical properties of thin films of (BA)2(MA)n−1PbnI3n+1 match those reported in the

literature and show differences from the optical spectra reported for bulk samples.18,21,24,26

Optical absorbance and photoluminescence data show distinct absorption and emission

edges for each of the different phases, consistent with the different colors of the films (pho-

tographs shown as insets in Figure 4.1). Additionally, the single- (n= 1) and double-layer

(n = 2) films exhibit strong excitonic behavior due to confinement effects, with features

attributed to excitons at 2.43 and 2.20 eV, respectively. Previous studies have shown exci-

ton binding energies ranging from 200 to 400 meV for single-layer lead iodide compounds

with varying spacer lengths,27–29 while three-dimensional MAPbI3 has a much lower value,

in the range of 5–50 meV at room temperature.30–32 The lack of a sharp exciton feature in

the absorbance spectra of the n= 3 and 4 phases suggests that there is a near convergence

to bulk (n=∞) optical properties, illustrated in Figure 4.7, where the photoluminescence
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Figure 4.1: Crystal structures, viewed along the [101̄] crystallographic direction, along
with optical attenuation lengths and photoluminescence emission for the first four Rud-
dlesden–Popper phases. Insets in optical data show photographs of thin films on a white
background to illustrate color. Crystal structures were taken from the literature, and at-
tenuation lengths were calculated using film thicknesses extracted from X-ray reflectivity
measurements.

peaks are plotted as a function of n. However, previous measurements of absorption and

emission on exfoliated single crystals of these compounds have shown clear excitonic be-

havior in the n = 3 and n = 4 phases with blue-shifted optical edges compared to films.

Therefore, this rapid convergence to apparent bulk properties appears to be specific to the

thin films, and its origin is still to be fully determined, with one study attributing it to

edge-state defects.26

Because of the question of the origin of the change in optical properties, we examined

the structure of the thin films in detail using X-ray scattering and found a gradual change in

103



Chapter 4

texture of the crystallites as the lead iodide layer thickness (n) increases, as shown in Figure

4.2a. Diffraction data is presented in the form of the out-of-plane scattering vector, qz,

because the symmetric θ/2θ scan results in scattering from lattice planes oriented parallel

to the substrate surface. The assignment of the scattering peaks based on single-crystal

structures reveals alignment of the lead iodide layers parallel to the substrate in the n = 1

compound, with an increasing population of perpendicularly aligned lead iodide sheets as

the layer thickness increases (schematic in Figure 4.2b), as seen by the relative peak heights

of the [010] and [101] textured domains. The proportion of parallel to perpendicular

domains can be quantified because the integrated peak intensities are linearly proportional

to the weight fraction of a phase.33 As optical measurements suggest no obvious presence of

MAPbI3 inclusions, weight fractions represent the proportion of each textured population

of the respective Ruddlesden–Popper phase. The fraction of domains textured along [h′k′l ′]

with respect to [hkl] is given by Equation 4.1 (derivation in the Appendix section 4.5.6),

where Phkl is the peak height, θhkl the Bragg diffraction angle, and |Fhkl | the structure factor

for the (hkl) lattice plane (calculated from crystal structures). The main assumption of

Equation 4.1 is the presence of only two distinct textures; this is valid as every peak in the

diffraction patterns of the four phases can be indexed to texturing along [010] or [101],

shown in Figure 4.8.

f(h′k′ l ′) =
�

Ph′k′ l ′

Ph′k′ l ′ + Phkl

�

·
�

LP(θhkl)
LP(θh′k′ l ′)

�

·
� |Fhkl |
|Fh′k′ l ′ |

�2

(4.1)

Quantitative texture analysis shows that the single-layer (n = 1) phase is mainly tex-

tured along [010], with an increasing percentage of domains along [101] of 25%, 76%,

and 94% for n= 2, 3, and 4, respectively. This gradual texture change with increasing n is

shown in Figure 4.2c. Notably, MAPbI3 thin films are also oriented along the same direc-

tion as n = 4 with respect to the unit cell (Figure 4.10). These diffraction data show that
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Figure 4.2: (a) Specular X-ray diffraction patterns of (BA)2(MA)n−1PbnI3n+1 for n = 1 to
4, illustrating an increase in the fraction of crystals textured along [101] with increasing
n. (b) Schematic of parallel and perpendicular texturing of lead iodide sheets (blue lay-
ers) along with their respective crystallographic axes and (c) fraction of [010] and [101]
textured domains for each of the four phases, calculated using Equation 4.1 and peak
heights shown in Figure 4.9.

the orientation of crystallites in Ruddlesden–Popper thin films converge to the preferred

orientation of the bulk, three-dimensional material.

To corroborate structural changes from X-ray diffraction, atomic force microscopy

(AFM) micrographs were collected for each compound, showing marked differences in sur-
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face film morphologies. In the single-layer (n= 1) compound, which was shown by XRD to

texture entirely along [010], the surface appears to be smooth with grains on the order of 1

µm, but with regions of deep pinholes. The n= 2 phase, despite being dominantly textured

along [010], appears rougher, with smaller domains on the order of 100 nm, likely because

of the presence of [010] textured crystals that disturb growth of parallel lead iodide and

limit domain size. The n = 3 and n = 4 films, which both contain a majority of [101] tex-

tured domains, have similar morphologies, where the small crystallites are representative

of the perpendicular lead iodide domains, with smooth, slender grains attributed to the

minority fraction of [010] textured crystals. The morphologies from AFM are therefore in

agreement with the texture fractions calculated from XRD. Scanning electron microscopy

(SEM) micrographs of each compound (see Figure 4.11) are also consistent with measure-

ments from AFM.

The charge transport properties of these compounds were measured using time-resolved

microwave conductivity, a method that has been previously used to measure carrier dynam-

ics in hybrid perovskites.34–37 The sample is photoexcited with a laser pulse, creating free

carriers and/or excitons; only the free carriers then interact with an applied, rapidly chang-

ing electric field of microwave frequency (8–9 GHz) in a cavity. Absorption of energy due

to carrier drift results in an attenuation of the applied microwave signal, which can be

used to calculate the transient photoconductance of the sample. This change in conduc-

tance provides the yield–mobility product, φΣµ, which is the product of the charge carrier

yield (free carriers per incident photon) φ, and the sum of electron and hole mobilities,

Σµ = µh + µe. Additionally, carrier motion is probed only in the direction of the electric

field, which is perpendicular to the direction of wave propagation and therefore parallel

to the substrate surface. Because TRMC is a local probe of carrier motion, despite both

the deep-lying pinholes and small domain sizes (for larger n) seen from microscopy (Fig-

ures 4.3 and 4.11), measurements are possible without stringent process optimization (i.e.,
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Figure 4.3: Topographical height retrace maps of (BA)2(MA)n−1PbnI3n+1 measured using
atomic force microscopy, illustrating different surface film morphologies in layered per-
ovskite thin films. Microstructure is consistent with conclusions from X-ray diffraction
regarding proportions of textured domains. All scale bars are 2 µm.

continuous films and large grains). A schematic of the TRMC setup, along with expected

carrier motion based on lead iodide layer alignment, is shown in Figure 4.4. The lowest

measurable laser fluence for each of the compounds was limited by the signal-to-noise of

the instrument.

The structural analysis of the texture of the crystallites can be used to understand the

resulting microwave conductivity of the films. The maximum values of φΣµ with varying

incident laser fluence are presented in Figure 4.5, showing similar values for all four com-

pounds at low power, with increasingly stronger dependence on incident optical power as

n goes from 1 to 4. All plots have negative slopes as extracted φΣµ values from TRMC

commonly exhibit a strong dependence on fluence.34,38–42 We expect that a larger fraction
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Figure 4.4: (a) Schematic of time-resolved microwave conductivity setup, with a detailed
description of the experimental setup presented in Appendix section 4.5.1. (b) Parallel and
perpendicular lead iodide layers (layer thickness representative of the value of n) within
crystalline regions, respectively, showing expected carrier motion along the in-plane elec-
tric field from the microwave source. Parallel domains have unrestricted motion in-plane,
while perpendicular domains have restricted motion in the layer-stacking direction be-
cause of confinement by the butylammonium spacers.

of perpendicularly oriented lead iodide sheets would decrease the measured value of φΣµ.

The decrease is expected because the signal contains contributions from carrier motion

along the confined, layer-stacking direction, in which previous electronic structure calcula-

tions have shown no dispersion.18,24 Although transport along this direction is not bandlike,

charge hopping between lead iodide sheets is still possible, and we expect that there could

be an increasing contribution within the sheets as their thickness increases. By n = 4,
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the lead iodide layers are approximately 2.5 nm thick; therefore, motion of the confined

carrier may be measurable by TRMC. Because of fiber-texturing of the small (∼100 nm)

crystallites in the films from spin-coating, these perpendicular lead iodide sheets are ran-

domly oriented in-plane. In all of the films examined, the yield-mobility products from

TRMC represent in-plane, rotationally averaged values. Optically, the charge carrier yield

(φ) should increase with the lead iodide layer thickness because of the decreasing exciton

binding energy, reducing the measured values of φΣµ at lower values of n. Combining

these opposing contributions from structural and optical effects, we can expect that in-

plane mobility is higher for films with a larger fraction of parallel lead iodide sheets. Pre-

vious optical-pump terahertz-probe (THz) measurements on a similar layered system with

a phenethylammonium (C6H5C2H4NH+3 ) spacer cation suggest yield-mobility products that

vary within 1 order of magnitude, generally increasing with layer thickness (n), and in the

range of 1–11 cm2 V−1 s−1.43 These measurements, like ours, are also normalized by carrier

yield and are still susceptible to attenuation due to poor exciton dissociation in the lower n

phases. The microwave cavity response also introduces a delay into acquisition by TRMC,

so peak φΣµ values are decreased by signal decay prior to measurement, explaining con-

sistently smaller values than in THz, as our values are in the range of 0.03–0.04 cm2 V−1

s−1 at a similar incident laser power.44

TRMC shows that carriers in films of these layered compounds show significant recombi-

nation losses compared to MAPbI3. To gain insight into the nature of carrier recombination

in these systems, power-law fits were made to the TRMC data in Figure 4.5 and have slopes

of −0.6, −0.65, −0.7, and −0.8 for n = 1, 2, 3, and 4, respectively. The total rate of re-

combination is governed by the sum of the rates of all recombination pathways,
∑

km · nm,

where n is the carrier concentration and km is the rate constant of the mth order process.

The recombination pathways of interest are for m ≤ 3, or monomolecular (single-exciton

and trap-assisted recombination), bimolecular (free-carrier and two-exciton recombina-

109



Chapter 4

Figure 4.5: Maximum values of TRMC figure-of-merit φΣµ over a range of incident laser
fluences, with dashed lines indicating power-law fits to the data. Values of φΣµ decrease
at higher fluences because of increased recombination at larger carrier concentration,
decreasing the apparent value of φ. Samples were pulsed with a Nd:YAG laser with a
full-width at half-maximum of 5 ns and an emission wavelength of 532 nm and were
measured at room temperature in ambient.
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tion), and trimolecular (Auger recombination).32,45 The monomolecular rate constant, k1,

represents a limit on the initial yield-mobility product, because this recombination pathway

is mediated by the trap density of a material.32,43,45–47

As the laser fluence (and therefore carrier concentration) increases, bimolecular and

Auger pathways become more active. This leads to appreciable recombination during the

excitation pulse, reducing the apparent carrier yield and subsequently φΣµ at high laser

fluences.48 Previous TRMC measurements on MAPbI3 show that at laser fluences below

∼ 1014 cm−2, the dependence of mobility on incident laser power becomes minimal be-

cause of low trap density and long carrier lifetimes.34,38,49 The four layered compounds,

however, clearly do not reach this threshold where trap-assisted recombination is the dom-

inant pathway, shown by the monotonic increase inφΣµwith decreasing laser fluence over

our measurable range; it is expected that we would see this behavior at low enough flu-

ences (below the resolution of our instrument). Defect densities in the Ruddlesden–Popper

phases should be large because of the number of interfaces between the inorganic material

and organic spacer units, suggesting large values of k2 and k3 relative to MAPbI3, which

have been found in the literature to be in the ranges of 0.8–20 × 10−10 cm3 s−1 and 0.2–

10 × 10−28 cm6 s−1, respectively.34,46,47,50–59 Because bimolecular and Auger recombination

are dependent on higher powers of the carrier concentration, we can conclude that the

more negative slopes in power-law fits to TRMC data represent, on average, higher-order

recombination.

In all four materials, there appears to be appreciable higher-order recombination, and

the decrease in slope with n can be explained by the confinement of carriers. In lower n

phase films, we expect significant monomolecular recombination from undissociated exci-

tons, lowering the overall average recombination order. Additionally, in the higher n phase

films, because there are many inorganic/organic interfaces parallel to the substrate, we ex-

pect a higher defect density and an increase in trap-assisted recombination. The decreasing
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slope, however, shows that the lessening confinement effects promote increased free carrier

formation and bimolecular recombination, compensating for this increased defect density.

Although excitons in thin films of the n = 3 and 4 compounds have been hypothesized to

relax into lower-energy edge-states,26 which are inherently defects, these do not appear to

increase the monomolecular character of the average recombination.

Despite large reported PCE values for the n = 3 and 4 layered compounds, the

yield–mobility product is lower than that of methylammonium lead iodide. Previous TRMC

studies of MAPbI3 have shown mobilities at room temperature on the order of 10 cm2 V−1

s−1 (assuming φ = 1),34,36,49 with the value having shown to be sensitive to the grain size

in the film.60 At the lowest measurable fluence, all four materials show φΣµ values at least

2 orders of magnitude below this value. The n = 1 and 2 phases are excitonic and likely

have low φ, leading to higher mobility; however, the texturing of these films is not ideal

for the vertical charge transport required in a photovoltaic. Previous THz measurements

on the same n= 4 system report a large in-plane mobility of 1.88 cm2 V−1 s−1, inconsistent

with the [101] texturing seen in this study.61 However, THz measurements on an anal-

ogous system show similar results, although the thin film texture was not quantitatively

characterized, making a direct comparison with this work difficult.43

To compare carrier lifetimes, photoconductance transients at large fluence (highest

signal-to-noise) are shown in Figure 4.13 and suggest faster decays in the layered com-

pounds than in MAPbI3. These, along with the dominant higher-order recombination seen

in Figure 4.5, indicate that there is not a large population of long-lived carriers (see Ap-

pendix section 4.5.12). Time-resolved photoluminescence (TRPL) measurements on these

compounds have also shown lifetimes on the order of ∼10 ns.20,26 Although TRPL lifetimes

have shown to significantly underestimate lifetime compared to TRMC for MAPbI3 bulk

crystals because of surface recombination,62 our decays from TRMC (Figure 4.13) appear to

be consistent with measured PL lifetimes. Despite similar fluence dependence, the single-
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layer compound (MA)2Pb(SCN)2I2 has shown long lifetimes, which has been attributed

to either intersystem crossing into triplet exciton states23,63 or Rashba splitting;64 however,

TRMC transients clearly show slower decays.49 While shorter lifetimes than those of MAPbI3

can still lead to efficient photovoltaic cells, they still limit the thickness of the absorber layer,

as seen by the peak in PCE value at intermediate thicknesses in (BA)2(MA)3Pb4I13.18

4.4 Conclusion

In conclusion, thin films of four Ruddlesden–Popper phases of (BA)2(MA)n−1PbnI3n+1

were grown from solution and characterized. X-ray diffraction reveals a gradual change

in thin film texturing, where lead iodide layers are preferentially aligned parallel to the

substrate in the single layer (n = 1) compound and are nearly entirely perpendicular in

the n = 4 compound; this change is confirmed by microscopy measurements. Finally,

despite large measured PCEs for the n= 3 and 4 compounds in previous literature, TRMC

measurements indicate yield-mobility products 2 orders of magnitude lower than MAPbI3,

with no clear evidence of longer than average carrier lifetime. The highly controlled film

texturing, however, makes these materials promising for a wide array of optoelectronic

applications beyond photovoltaics, such as lateral photodetectors and thin-film transistors,

and the increased stability of these layered materials also makes them viable for long-term

use in ambient environments.
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4.5 Appendix

4.5.1 Experimental Methods

Butylammonium methylammonium lead iodide thin film synthesis

Stiochiometric ratios according to Equation 4.2 of n-butylammonium iodide (BAI), methy-

lammonium iodide (MAI), and lead (II) iodide (PbI2) were mixed in anhydrous N , N -

dimethylformamide (DMF) to a solution concentration of 150 mg/mL. All solutions were

allowed to stir at 70◦ and 300 rpm for at least three hours prior to film deposition by

spin-coating onto either glass (X-ray diffraction measurements) or z-cut quartz (all other

characterizations) substrates cleaned with soap water, deionized water, acetone, and iso-

propanol, followed by a 10-minute plasma clean to improve surface wetting. Solutions

were spun at 4000 rpm for 1 minute and subsequently annealed at 100◦ for 30 minutes

prior to measurements. BAI and MAI precursors were purchased from GreatCell Solar, PbI2

and anhydrous DMF were purchased from Sigma Aldrich. All synthesis was conducted in

a N2-filled glovebox with sub-ppm oxygen and moisture levels.

2 C4H9NH3I+ (n− 1) CH3NH3I+ n PbI2 −→ (C4H9NH3)2(CH3NH3)n−1PbnI3n+1 (4.2)

Methylammonium lead iodide thin film synthesis

Methylammonium lead iodide thin-films were spun from solutions of a 1:1 molar ratio

of MAI and PbI2 in a 3:7 (volume/volume) mixture of dimethylsulfoxide (DMSO) and

γ-butyrolactone (GBL) at a concentration of 1 M. Solutions were stirred at 70◦C and 300

rpm for at least three hours prior to deposition. Films were deposited on glass and z-cut

quartz that were cleaned as described in the previous section and spun at 5000 rpm with

a two-step solvent-annealing procedure; chlorobenzene (CB) was used as antisolvent 5
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seconds prior to the end of the spin cycle. Samples were then annealed at 100◦C for 5

minutes before any characterization measurements. GBL, anhydrous DMSO, and CB were

all purchased from Sigma Aldrich. All synthesis was conducted in a N2-filled glovebox

with sub-ppm oxygen and moisture levels.

X-ray diffraction measurements

Specular X-ray diffraction (XRD) was measured on a Panalytical Empyrean powder

diffractometer in reflection mode with a Cu-Kα source, operating with an accelerating

voltage of 45 kV and beam current of 40 mA. Due to fiber-textured nature of spincoated

films, in which diffraction patterns are invariant to rotation, samples were rotated to

increase the signal-to-noise ratio of collected patterns. Simulated patterns were calculated

using the General Sturcture Analysis System (GSAS), with a calibration file specific to

our instrument and structure factors from previously-solved single-crystals. For simulated

patterns with preferred orientation, March-Dollase correction factors were utilized during

calculation.

Scanning electron microscope measurements

Scanning electron microscope (SEM) micrographs of thin-films were collected using an FEI

Nova NanoSEM 650 in secondary electron mode, operating with an accelerating voltage

of 5 kV and a spot size of 3.0. Films were deposited on z-cut quartz and coated with a

thin (∼nm) conductive layer of a gold/palladium alloy to prevent charging during imaging.

Atomic force microscope measurements

Atomic force microscope (AFM) micrographs of thin-films were collected with an Asylum

Research MFP-3D Standard System in tapping mode. Films were deposited on z-cut quartz,

the surface was cleaned with a pressurized N2 gun, and measured in ambient pressure air.
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X-ray reflectivity measurements

X-ray reflectivity (XRR) measurements were collected using a Rigaku Smartlab Diffrac-

tometer with a Cu-Kα source, operating with an accelerating voltage of 45 kV and beam

current of 40 mA. Films were deposited on z-cut quartz instead of glass since reflectivity

angles are far below those of scattering peaks from quartz.

UV-Vis Absorption Spectroscopy

Films were deposited on z-cut quartz as described above and absorption measurements

were performed using a Shimadzu UV-2600 ultraviolet-visible spectrophotometer at room

temperature in ambient conditions.

Photoluminescence Measurements

Films were deposited on z-cut quartz as described above and photoluminescence measure-

ments were carried out on a Horiba FluoroMax 4 spectrometer calibrated using Milli-Q

water. Films were loaded into a thin-film sample stage angled at 60◦ between the excitation

and emission port. All measurements were performed with an excitation wavelength of 450

nm. In order to limit effects of Rayleigh scattering at long wavelengths, a long-pass filter

slightly above the excitation wavelength (455 nm) was placed in front of the emission port.

Time-resolved microwave conductivity measurements

Time-resolved microwave conductivity measurements were conducted using a setup de-

scribed in previous studies. A microwave frequency oscillatory electric signal is generated

using a Sivers IMA VO4280X/00 voltage controlled oscillator (VCO). The signal has an

approximate power of 16 dBm and a tunable frequency between 8 GHz and 15 GHz. The

oscillatory signal is then directed through coaxial cables to port 1 of an electronic circulator
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(Fairview Microwave SFC0712). The circulator acts as a unidirectional device in which sig-

nals entering from port 1 exit through port 2 and signals entering from port 2 exit through

port 3. The signal exiting the circulator from port 2 is then fed into a SMA to X-band

waveguide adapter (purchased on eBay but similar to Fairview Microwave part 90AC206).

This antenna is coupled to X-band cavity (purchased on eBay) using a homebuilt coupling

iris and tuning screw fabricated from a thin aluminum plate. The cavity is a TE103 mode

formed by a short section of X-band waveguide and a homemade slotted copper plate (slots

along the direction of current) that allows optical access to the sample. The antenna emits

electromagnetic radiation (microwaves) which form a standing wave in the cavity. The

tuning screw enables over, critical, and undercoupling to the cavity and all experiments

were performed in the undercoupled regime. The sample is mounted inside the cavity at

a maximum of the electric-field component of the standing microwaves. Microwaves re-

flected from the cavity are then incident on port 2 of the circulator, exiting through port 3.

Microwaves emitted from port 3 of the circulator are then directed into a zero-bias Schot-

tky diode detector (Fairview Microwave SMD0218 operating in the linear regime). The

rectified signal is amplified by a homebuilt DC-coupled, wide-band amplifier built around

a Texas Instruments THS3091 operational amplifier (battery-powered, three stages of am-

plification). We note that the microwave power is split at the source, allowing a second

detector and amplification stage to monitor/normalize the reflected power from the cavity.

The amplified signal (and reference) is detected by a Textronix TDS 3032C digital oscillo-

scope. The system used in these experiments has a cavity response of approximately 60 ns,

comparable to previously reported systems. By illuminating the sample with a light from a

Continuum Minilite pulsed Nd:YAG 532 nm laser with a FWHM of ∼5 ns, free carriers are

generated in the semiconducting sample (which should have a low carrier concentration at

room temperature and in the dark). Any free carriers in the film move under the influence

of the standing wave, with a velocity proportional to their mobility: ~v = µ~E. The change
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in reflected microwave intensity can then be used to determine the TRMC figure of merit:

φΣµ at each fluence.

4.5.2 Determination of thickness from X-ray reflectivity

Reflectivity data was collected in θ/2θ geometry at angles ranging from 0◦–3◦ from

a Cu-Kα source. Data from XRR measurements are shown in Figure 4.6, with an inset

showing X-ray critical angle values. The critical angle was taken to be the angle at which

the intensity drops to half of its value at total external reflection. The positions of the

minima of the thickness fringes were fit to Equation 4.3 to calculate film thickness, where

θm is the angle of the mth thickness fringe, θc is the X-ray critical angle, λ is the wavelength

of the X-ray source (0.154 nm), and t is the thickness. Thicknesses and critical angles are

tabulated below the XRR plots.

q

θ 2
m − θ 2

c = m
λ

2t
(4.3)

Table 4.1: X-ray critical angles and thicknesses of Ruddlesden-Popper thin-films.

Material X-Ray Critical Angle (◦) Thickness (nm)

(BA)2PbI4 0.200 104.5

(BA)2MAPb2I7 0.235 69.7

(BA)2(MA)2Pb3I10 0.225 68.1

(BA)2(MA)3Pb4I13 0.255 56.0

4.5.3 Calculation of optical attenuation lengths

The Beer-Lambert Law, shown in Equation 4.4, can be rearranged to calculate linear

optical attenuation lengths using UV-Vis and thickness data from XRR. This is shown in
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Figure 4.6: X-ray reflectivity (XRR) measurements of thin-films of (BA)2(MA)n−1PbnI3n+1
of varying lead iodide layer thicknesses, indicated by n. Vertical offset between traces was
arbitrarily added for ease of visualization. Inset shows zoomed-in total external reflection
region, showing X-ray critical angles (2θc) of each phase, calculated as the angle at which
intensity is half of that at total reflection.

Equation 4.5, where T is the transmittance of the sample (blank subtracted), t is the film

thickness, and µ is the optical attenuation length.

I
I0
= T = exp(−µt) (4.4)

µ=
−logeT

t
(4.5)

4.5.4 Comparison of optical properties of R–P series

The absorbance and emission of CH3NH3PbI3 along with a comparison of the photolu-

minescence emission edges of the layered compounds and CH3NH3PbI3 are presented in

Figure 4.7.
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Figure 4.7: (a) Optical absorbance and photoluminescence measurements of CH3NH3PbI3
thin films on quartz and (b) position of peak emission as a function of layer thickness,
showing quick convergence to bulk (n=∞) values.

4.5.5 Indexing of XRD patterns of layered perovskites

Figure 4.8 shows each of the four experimental specular X-ray diffraction patterns along

with simulated patterns of isotropic, [010], and [101] textured films. All the diffraction

peaks from experimental patterns are accounted for by the textured simulations, validat-

ing the assumption made in the derivation of Equation 4.1 that only two distinct texture

populations are present.

4.5.6 Derivation of equation quantifying texture

The integrated peak intensity, as measured by specular X-ray diffraction, is proportional

to the product of four terms, shown in Equation 4.6: the square of the structure factor (Fhkl),

the Lorentz-polarization correction factor (LP(θ )), the multiplicity of a particular lattice
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Figure 4.8: Experimental and simulated diffraction patterns of layered perovskite thin
films of (BA)2(MA)n−1PbnI3n+1, illustrating that films are a linear combination of [010]
and [101]textured domains since all diffraction peaks are accounted for by the simulated
patterns.

plane family (Mhkl), and the Debye-Waller thermal correction factor (DW (θ )).

I ∝ |Fhkl |2 · LP(θ ) ·Mhkl · DW (θ ) (4.6)

The peaks used for texture analysis for each of the compounds were the (0k0) and (h0h)
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lattice plane peaks in the vicinity of 2.0 Å−1 in the specular XRD pattern, shown in Figure

4.9. Both peaks were assumed to be fit by a Gaussian function, allowing integrated peak

intensity to be replaced by peak heights. The temperature correction factor is only appre-

ciable at large angles; regardless, since the scattering angles of the two peaks of interest

are within 1◦ of each other (raw data measured in 2θ from a Cu-Kα source), this factor

was assumed to be a constant for both. Additionally, due to strong out-of-plane orienta-

tion in the thin-films, the multiplicity of lattice planes measured via specular diffraction

should be equal to unity. Therefore, the only relevant correction factor for calculation is

the Lorentz-polarization correction, shown in Equation 4.7.

LP(θ ) =
1+ cos2(2θ )

2sin2(θ )cos2(θ )
(4.7)

Using both this correction factor and the structure factors from previously solved struc-

tures, the ratio of peak heights is weighted to calculate the fraction of each texture, shown

in Equation 4.8 (also Equation 4.1 above).

f(h′k′ l ′) =
�

Ph′k′ l ′

Ph′k′ l ′ + Phkl

�

·
�

LP(θhkl)
LP(θh′k′ l ′)

�

·
� |Fhkl |
|Fh′k′ l ′ |

�2

(4.8)

4.5.7 Calculation of fraction of textured populations

In all the mixed texture phases (n> 1), there are two peaks between 1.9 and 2.0 Å−1 in

reciprocal space, one characteristic of a lattice plane from the {010} family of planes and

one from {101}. This is shown in Figure 4.9 below, which is just the same data from Figure

4.2 but over a smaller range. Shaded regions show the gradual increase in the {101} peak

intensity with respect to {010}. Bragg angles and peak intensities were extracted from the

data shown in Figure 4.9 and used with Equation 4.8 to calculate texture fractions.
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Figure 4.9: XRD patterns of n = 2 to 4 of (BA)2(MA)n−1PbnI3n+1 thin films spun on
glass, illustrating characteristic peaks corresponding to texturing along [010] and [101]
crystallographic directions. Relative peak heights were used, along with Equation 4.8, to
calculate the fraction of textured populations.

Table 4.2: Fractions of texture populations in Ruddlesden–Popper thin films

n f[010] (parallel) f[101] (perpendicular)

1 1.00 0.00

2 0.75 0.25

3 0.24 0.76

4 0.06 0.94
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4.5.8 XRD and preferred orientation of CH3NH3PbI3

An X-ray diffraction pattern of methylammonium lead iodide was collected as described

in Section 4.5.1 and is shown in Figure 4.10, along with simulated patterns of an isotropic

powder of CH3NH3PbI3 and one with texturing along the [101] crystallographic direction.

The crystal structure of methylammonium lead iodide is also shown, with a red plane cor-

responding to the [101] direction, consistent with the texturing of lead iodide planes in the

higher n Ruddlesden–Popper thin-films.

Figure 4.10: (a) Specular X-ray diffraction pattern of a thin-film of methylammonium
lead iodide (CH3NH3PbI3), along with simulated patterns of an isotropic sample and one
textured along the [101] crystallographic direction. (b) Crystal structure of CH3NH3PbI3
along with red plane corresponding to the (101) lattice plane, consistent with the majority
texturing in the n= 4 sample.
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4.5.9 SEM micrographs of Ruddlesden–Popper thin films

Scanning electron microscope (SEM) micrographs were collected as described in meth-

ods in Section 4.5.1 and are presented in Figure 4.11. White spots on film surfaces are

nanoparticles of the gold/palladium alloy used for the conductive coating.

Figure 4.11: Scanning electron microscope (SEM) micrographs of thin films of n = 1
to 4 coated on z-cut quartz, illustrating the same microstructure as the AFM micrographs
presented in the main text. Films were coated with an alloy of gold/palladium and imaged
with an accelerating voltage of 5 kV and a spot size of 3.0.
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4.5.10 Fluence-dependent TRMC data on CH3NH3PbI3

Fluence-dependent TRMC data for thin films of methylammonium lead iodide (spun on

quartz as described in Section 4.5.1) is shown in Figure 4.12, along with a power-law fit

to the points above which higher-order recombination pathways become more active, for

comparison with layered phases. The more negative slope of the trace in comparison with

the four Ruddlesden-Popper phases is due to mostly bimolecular recombination as seen

in previous literature, while the layered materials have a large degree of monomolecular

recombination. This is primarily due to the volume of interfaces between the inorganic

lead iodide layers and the organic butylammonium spacer cations that act as recombination

centers. Additionally, the increased excitonic behavior due to confinement effects results

in increased recombination by single-exciton decay, also a monomolecular process.

Figure 4.12: Fluence-dependent TRMC measurements of the maximum value of φΣµ for
three-dimensional methylammonium lead iodide (CH3NH3PbI3), illustrating the clear rol-
l-off in the lower fluence regime to nearly constant values due to dominant monomolecular
recombination. The dashed line represents a power-law fit to the data and has a slope of
-0.84, more negative than the n= 4 compound as presented in the main text. This is due
to increased bimolecular character of the recombination at high fluences in CH3NH3PbI3,
a result consistent with previous literature.
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4.5.11 High-fluence TRMC transients

Time-resolved microwave conductivity transients at high fluences (5.35×1015 cm−2 for

layered compounds and 3.16× 1015 cm−2 for CH3NH3PbI3) are shown in Figure 4.13

4.5.12 Quantification of recombination rate constants

From TRMC data on methylammonium lead iodide, we know that monomolecular re-

combination is the dominant pathway below incident laser fluences of approximately 1014

cm−3. Due to confinement effects, we expect the Ruddlesden-Popper phases to have higher

exciton binding energies and, therefore, lower carrier yields (φ) than in MAPbI3. The re-

combination rate constants in planar thin films of MAPbI3 have been previously quantified

by the THz spectroscopy, with values listed below.

k1 = 1.50× 107 s−1

k2 = 1.05× 10−11 cm3 s−1

k3 = 5.75× 10−27 cm6 s−1

Assuming φ ≈ 1 in MAPbI3, we can say monomolecular recombination is dominant at

carrier concentrations of 1014 cm−3. Since carrier yields are lower in the layered phases, we

know that at the same laser fluence, there is actually a lower carrier concentration. Despite

this, the slope in the fluence-dependent TRMC plots are all negative. Therefore, even if

we assume the same values of k1 for all compounds, the higher order rate constants must

be larger to show this behavior, and all four layered phases have substantial higher-order

recombination and no obviously evident long-lived carriers.
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Figure 4.13: Transient TRMC traces of n = 1 to 4 of (BA)2(MA)n−1PbnI3n+1 Ruddles-
den–Popper phases (fluence of 5.35 × 1015 cm−2), along with methylammonium lead
iodide, CH3NH3PbI3 (fluence of 3.16 × 1015 cm−2), illustrating peak φΣµ values. Peak
values are lower than at lower fluence since higher-order recombination is appreciable
at high carrier concentrations. The layered compounds all have φΣµmax approximately
two orders of magnitude lower than the three-dimensional compound. Additionally, the
carrier lifetime, as inferred from the TRMC decay, is larger in CH3NH3PbI3 as seen by the
curve having values greater than zero through the duration of the experiment.
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Phase Intergrowth and Structural

Defects in Organic Metal Halide

Ruddlesden–Popper Thin Films

5.1 Abstract

Organic metal halide Ruddlesden–Popper layered perovskite phases combine the excel-

lent optoelectronic properties of three-dimensional, bulk hybrid perovskites with superior

material stability under ambient conditions. However, the thin film structure of these lay-

ered perovskites is still poorly understood, as phase purity is typically determined solely

by specular X-ray diffraction. The thin film structure of these Ruddlesden–Popper phases

was examined by increasingly local characterization techniques. From the comparison of

grazing-incidence wide-angle X-ray scattering patterns of cast films to the expected scat-

tering from single-crystal structures, significant in-plane disorder was observed. Spatially

localized photoluminescence measurements show that films do not phase separate on the

micrometer scale. Selected area electron diffraction measurements show the intergrowth
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of different phases within the same thin film, consistent with previous observations seen

in epitaxially grown Ruddlesden–Popper complex oxides. Despite the presence of phase

impurities that would typically be detrimental for device performance, fits to photother-

mal deflection spectroscopy measurements show relatively low Urbach energies of 33 meV

for (C4H9NH3)2(CH3NH3)2Pb3I10 and 32 meV for (C4H9NH3)2(CH3NH3)3Pb4I13, indicating

that the electronic properties are insensitive to the phase impurities.

5.2 Introduction

Hybrid halide perovskites have shown great promise as cost-effective, solution-

processable semiconductors because of their remarkable optoelectronic properties.1–7 Al-

though they possess modest carrier mobilities in comparison to those of other inorganic

semiconductors, hybrid perovskites have significantly long carrier lifetimes,8,9 the origin of

which is still highly debated.10–14 The power conversion efficiencies of laboratory-scale solar

cells made with mixed cation and anion perovskite alloys have reached values near 23%,15

making perovskites competitive with existing, established thin film solar cell technologies.16

More recently, perovskite alloys have also been found to have desirable emission proper-

ties, ranging from monochromatic light for light-emitting diode (LED) applications,17–19 to

broadband white light emission.20–22 The stability of perovskite-based absorbers in the am-

bient environment is still a major concern, because degradation from moisture and heat is

extremely deterimental to device performance.23–25

To improve the enviromental stability of perovskites, great research efforts have been

put into Ruddlesden–Popper phases, layered analogues of the three-dimensional perovskite

structure.26,27 Extensively studied in the field of complex oxides,28,29 Ruddlesden–Popper

phases have an overall stoichiometry of A′2An−1BnX3n+1, where n defines the size of the

perovskite-like sheets that are spatially separated by the A′ moieties. Formation of these
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phases has been achieved in hybrid perovskites through the use of a large organic (typi-

cally alkylammonium) cation as a spacer.30 These spacer cations have also been utilized to

produce single-crystal perovskite nanoparticles and nanoplatelets, which, because of their

increased quantum confinement and phase purity, have narrow emission line widths with

large (∼90%) photoluminescence quantum efficiencies.31–33 Photovoltaic devices employ-

ing Ruddlesden–Popper phases have shown increases in their lifetimes relative to those of

their three-dimensional counterparts.34,35 However, the thin film structures of these layered

perovskite films are poorly understood. Previous studies suggested that the layered hybrid

halide thin films naturally form highly crystalline, oriented domains upon spin coating,

but optical and electronic transport measurements appear to show high defect densities

that contribute to high recombination rates.36,37 A thorough understanding of crystalline

structure within these thin films should lead to improvements in the performance of opto-

electronic devices.

In this study, we characterized the thin film structure of the n = 3 and

4 Ruddlesden–Popper phases butylammonium methylammonium lead iodide,

(C4H9NH3)2(CH3NH3)n−1PbnI3n+1, over varying length scales. Grazing-incidence X-

ray scattering measurements were used to probe the average composition of thin films.

Micrometer-scale structure was then evaluated by analyzing spatially resolved photolu-

minescence maps. Transmission electron microscopy (TEM) was then used to deduce

the nanoscale, local structure. Using all of the structural characterization techniques,

a generalized structure for Ruddlesden–Popper thin films was proposed. Finally, the

impact of film structure on electronic properties was assessed by measuring the absorption

coefficient with photothermal deflection spectroscopy (PDS) and fitting the absorption

edges to extract the Urbach energies.
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5.3 Results and Discussion

Figure 5.1: Normalized optical absorbance and photoluminescence for thin films of Rud-
dlesden–Popper phases with n= 1−4, illustrating rapid red-shifting of the emission peak
and a vanishing excitonic absorption onset. A schematic of general Ruddlesden–Popper
crystal structure with n values is shown on the right.

To study the structure of mixed butylammonium/methylammonium (BA/MA)

Ruddlesden–Popper thin films, samples were cast from solutions in N , N -

dimethylformamide (DMF) by spin-coating onto cleaned, z-cut quartz substrates.

Further details of growth conditions are presented in Section 5.5.1. Previous studies have

utilized a hotcasting technique,34,38–40 in which the substrate is heated prior to spinning;

however, all samples here were deposited and annealed after spinning, consistent with

our previous study.36 A schematic depicting the general hybrid halide Ruddlesden–Popper
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structure (with n-butylammonium spacers), along with absorbance and emission data, is

shown in Figure 5.1. The exact absorption edges in the n = 3 and 4 films are difficult to

discern because of scattering of long wavelength light in the measurement. The optical

properties of these thin films suggest a rapid convergence to the absorbance and emission

of the three-dimensionally connected MAPbI3 for values of n > 2, despite the expected

quantum confinement from the thickness of the lead iodide layers in the structure; in the

n= 4 phase, the inorganic layers within the structure are only approximately 2.5 nm thick.

The results in Figure 5.1 are consistent with previously reported spectra for solution-cast

thin films.36,38 Because measurements of exfoliated single crystals clearly show excitonic

effects and expected changes in emission with n, the origin of this optical behavior in

thin films is still not well understood and has been attributed to defects at the edges of

crystals.38

To characterize bulk thin film structure in the n = 3 and 4 phases, grazing-incidence

wide-angle X-ray scattering (GIWAXS) images of Ruddlesden–Popper thin films were col-

lected and quantitatively analyzed. By utilizing a shallow incidence angle (schematic in

Figure 5.2a), scattering from the underlying substrate is eliminated. Additionally, collection

of the signal by an image plate detector allows for rapid reciprocal space mapping (RSM),

a technique often used on inorganic semiconductors to measure strain and lattice mis-

match.41,42 Most importantly, the in-plane and off-specular diffraction peaks provide infor-

mation about misorientation and thin film structure. GIWAXS images for (BA)2(MA)2Pb3I10

and (BA)2(MA)3Pb4I13 are presented in panels c and d of Figure 5.2, respectively. Because

of the fixed angle of incidence, the projection of the scattering cones onto a planar detector

results in the loss of specular information, which is represented by the missing wedge of

intensity along qz, the out-of-plane scattering vector. These GIWAXS images can therefore

be used in conjunction with the specular XRD patterns (Figure 5.8) to map reciprocal space.

To determine whether obtained X-ray scattering patterns match expected structure, GI-
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Figure 5.2: (a) Schematic of the grazing-incidence wide-angle X-ray scattering (GIWAXS)
experimental setup with an image plate detector, where αi represents the fixed, incidence
angle. (b) Representative crystal structure of hybrid Ruddlesden–Popper phases (n = 3),
showing important crystallographic directions. (c and d) Experimentally collected and (e
and f) simulated GIWAXS patterns (with peak broadening based on experimental results)
of (BA)2(MA)2Pb3I10 and (BA)2(MA)3Pb4I13, respectively, along with (g and h) line cuts
of scattering intensity along the qx y axis.

WAXS patterns were simulated and are shown in panels e and f of Figure 5.2. Peak positions

were determined from previously determined single-crystal structures,43 and the intensi-
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ties of peaks were set to the square of the structure factor (Ihkl = |F2
khl |) for a particular

lattice plane. Detailed descriptions of simulated calculations are provided in the Appendix

section 5.5.3. Additionally, peak broadening from crystals in the films was introduced to

match experimental results; unbroadened patterns from a perfect crystal are presented in

the Appendix section 5.5.4. For films exhibiting a mixture of crystalline textures, final sim-

ulated images were calculated as a linear combination of GIWAXS images corresponding

to each preferred orientation direction, weighted by the associated texture fraction.

The Ruddlesden–Popper phases show differing structural disorder based on the value

of n. The experimental n = 3 and 4 GIWAXS patterns presented here are consistent with

measurements in the literature on the same system.34,44 For comparison, measured and

simulated GIWAXS patterns of the pure n = 1 phase are shown in the Appendix section

5.5.5, displaying agreement between the two images. However, in the n= 3 and 4 phases,

it appears that many reflections are missing in the experimental patterns, noticeably along

the qx y direction at fixed values of qz. To better understand the origin of these missing

peaks, the schematic in Figure 5.2b illustrated important crystallographic directions in the

structure of these Ruddlesden–Popper phases. Previous diffraction measurements have

shown that the majority of the (BA)2(MA)2Pb3I10 and (BA)2(MA)3Pb4I13 align along the

[101] crystallographic direction or with lead iodide sheets oriented perpendicular to the

substrate.34,36 This implies that the measured in-plane scattering is primarily due to Bragg

reflections along the [010] direction, or b axis, corresponding to the direction along which

lead iodide sheets stack in the crystal structure. The presence of strong scattering peaks at

both qx y = 1.0 Å−1 and qx y = 2.0 Å−1 is consistent with those in the simulated patterns;

however, the less intense 0k0 peaks that are missing in the experimental pattern should be

observable considering the intensity of the visible peaks.

To make these absences easier to observe, line cuts of the in-plane scattering intensity

were taken for both the experimental and simulated patterns and are shown in panels g
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and h of Figure 5.2. The large spike in intensity near qx y = 0 in the experimental pattern is

due to beamstop scattering. Comparison of the expected and collected diffraction line cuts

confirms the in-plane disorder seen in the two-dimensional scattering patterns, suggestive

of defects in the perovskite layer stacking, possibly because of stacking faults. Quantitative

fits of the scattering peaks are difficult for these thin films because broadening from crys-

tallites causes many of the scattering peaks to overlap with each other. For the purpose of

analysis, the full width at half-maximum (fwhm) of the in-plane peak at qx y = 1.0 Å−1 is

taken as a combination of two peaks as shown in the Appendix section 5.5.6. The scatter-

ing peak at this location was chosen as the ideal candidate for fitting as it results from the

overlap of only two peaks, unlike other strong reflections that results from the overlap of

three or more (Figure 5.11). Fits of the peaks show an approximate fwhm value of 0.03 Å−1

for both n = 3 and 4, indicating a minimum lateral domain size of 20.9 nm from Scherrer

broadening based on our sample size and detector resolution.

Determination of the phase purity in thin films of Ruddlesden–Popper compounds from

GIWAXS is also difficult because of overlap between peaks from different phases. The issue

is clear from the simulated GIWAXS pattern of three-dimensional MAPbI3 (Figure 5.13)

that shows overlap in this strong diffraction peaks with those in the layered phases due to

the similarity in structure. Additionally, because of the similarities in the value of the a

and c lattice constants in all phases, indexing of peaks with components along the b axis

becomes the only method for clearly distinguishing between the different phases by diffrac-

tion. The similarity of the lattice constants makes it difficult to identify phases with larger

n values in a dominantly lower n sample. Measurements at very small diffraction angles

may make the differences in reflections from the layer stacking distance more apparent;

however, disorder-induced peak broadening makes this challenging as in-plane peaks fade

into the background. Previous work explored the growth kinetics of Ruddlesden–Popper

thin films from solution, showing characteristic diffraction peaks associated with the differ-
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ent n values.45,46 If the phase fractions of the impurities are small, it still makes it difficult

to identify in the final thin film. Therefore, X-ray scattering cannot be solely used as the

means of assessing phase purity of lead iodide-based layered perovskite thin films.

Because X-ray scattering provides only a measure of the average thin film structure,

we used a combination of optical microscopy and spatially resolved photoluminescence

measurements to observe the micrometer-scale structure and determined that there is no

phase separation on this length scale. Panels a and b of Figure 5.3 show transmission

optical microscope images of n = 3 and 4 thin films, respectively, illustrating distinct film

morphologies. The n = 3 film appears to possess a higher concentration of smaller grains

(∼500 nm), while the n = 4 film has more slender grains (2–3 µm) in a larger matrix of

smaller (∼500 nm) grains. To quantitatively characterize the structure, we measured the

spatial dependence of the photoluminescence. Using a custom-built setup (described in

Section 5.5.1), the localized emission from 72 square subregions each 7 µm × 7 µm in size

(optical microscope images show a fraction of the total area) was measured. These spatial

emission measurements are presented in panels b and c of Figure 5.3, where the average

photoluminescence spectrum based on the emission from all 72 regions is shown along

with the peak emission energies for both films. The average photoluminescence spectra are

consistent with bulk steady-state emission measurements on films (shown in Figure 5.1),

also confirmed by taking the difference between the normalized steady-state spectrum and

the average spectrum, shown in Figure 5.14. The shoulders in the emission spectra also

suggest local compositional deviations that cannot be clearly resolved by this technique. In

both cases, the peak emission energies of our thin films are blue-shifted by 90 meV in n= 3

films and 40 meV in n = 4 films from those presented in the earlier study,38 in which both

n= 3 and 4 films emit at 1.7 eV. Despite this discrepancy, which could be attributed to not

using a hot-casting process to form the films, the diffraction patterns (both specular and

GIWAXS) are consistent with previous studies utilizing hot-casting,34,44 so we are confident
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Figure 5.3: (a and b) Optical microscope images, (c and d) average of spatial photo-
luminescence spectra and peak energies, and (e and f) atomic force microscope (AFM)
micrographs of thin films of (BA)2(MA)2Pb3I10 and (BA)2(MA)3Pb4I13, respectively. Spa-
tial photoluminescence spectra were collected by measuring local emission of 72 regions
each 7 µm × 7 µm in size. Average emission spectra match those from steady-state pho-
toluminescence measurements. AFM micrographs are also consistent with previous mea-
surements.
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our thin films are structurally similar over the length scale of these optical measurements.

Additionally, fitting the emission profiles to Gaussian functions (Appendix section 5.5.9)

shows that although the overall fwhm of the n = 3 film appears larger than that of the

n = 4 film, when decomposed into contributions from different emitters, the fwhm’s of

the thin film states are nearly equal (0.14 eV in the n = 3 film and 0.15 eV in the n = 4

film). Finally, atomic force microscope (AFM) micrographs of the two films are presented in

panels e and f of Figure 5.3, illustrating microscale morphologies consistent with previously

reported measurements.36 The micrometer-scale spatial photoluminescence measurements

therefore show no clearly resolved phase separation in the Ruddlesden–Popper thin films.

Figure 5.4: Experimentally measured n values of precursor solutions and spin-cast thin
films of (BA)2(MA)2Pb3I10 (n = 3) and (BA)2(MA)3Pb4I13 (n = 4) from results of 1H
nuclear magnetic resonance (NMR). Error bars were determined by the standard deviation
based on comparison of signals from different BA and MA protons.

The ambiguity in assessing phase purity from X-ray scattering and spatial emission mea-
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surements motivated the need to determine the effective stoichiometry of the final thin

films. 1H nuclear magnetic resonance (NMR) spectra were collected for both the precursor

solutions and deposited films (Appendix section 5.5.11), a technique that has been previ-

ously used to assess the actual stoichiometry of perovskite thin films.47,48 NMR spectra for

the spin-coated films were obtained by scraping off material from the substrate with a razor

blade and dissolving the material into deuterated dimethyl sulfoxide (DMSO-d6). Analy-

sis of the integrations of characteristic NMR peaks results in a measured stoichiometry of

n= 2.95±0.22 for the n= 3 film and n= 4.20±0.39 for the n= 4 film (Figure 5.4), so we

are confident that on average, stoichiometrically, our thin films are representative of the

specific layered phases. However, because some off-stoichiometric values of n are within er-

ror of our measurement, it is possible that defects of smaller and larger n values exist within

our films, an assertion that has previously been suggested for phenethylammonium-based

Ruddlesden–Popper halides.49 Additionally, because the spacer cation is limiting to the for-

mation of these structures, inclusions of bulk methylammonium lead iodide (I4/mcm at

room temperature50) are possible when butylammonium is undersupplied.

The nanometer-scale structure of the Ruddlesden–Popper thin films was character-

ized by TEM and suggests that films contain inclusions of different n values and three-

dimensional methylammonium lead iodide. To ensure consistency in the growth kinetics

for TEM samples and to avoid introducing defects from utilizing a focused ion beam (FIB),

we used a transfer process to examine the composition (Figure 5.5a). The precursor solu-

tion was first spun onto z-cut quartz substrates, and the resulting films were then annealed

and scraped off using a razor blade. These flakes were deposited onto TEM grids for elec-

tron microscopy measurements, similar to methods used in previous studies.51,52 Because

this scraping method does not quantitatively preserve ont-of-plane crystalline texturing, we

focused only on the composition of the films on a local scale rather than on the texture.

Real space TEM micrographs along with inset selected area electron diffraction (SAED)
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Figure 5.5: (a) Schematic illustrating sample preparation for transmission electron mi-
croscopy (TEM) measurements of Ruddlesden–Popper thin films and real space TEM mi-
crographs of (b) (BA)2(MA)2Pb3I10 (n = 3) and (c) (BA)2(MA)3Pb4I13 (n = 4), with
selected area electron diffraction (SAED) patterns shown as insets. Distinct lattice fringe
spacings are indicated on real space micrographs.

patterns for thin films of the n = 3 and 4 phases are shown in panels b and c of Figure

5.5. The spacing of distinct sets of lattice fringes is labeled in the real space micrographs.
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In the n = 3 film, the measured d spacing of 6.8 Å is within error of the 0 4 0 reflection

of (BA)2PbI4 (6.91 Å), while 3.3 Å is very similar to the spacing of the strong reflections

0 12 0 (3.28 Å), 0 16 0 (3.25 Å), and 0 20 0 (3.22 Å) in (BA)2MAPb2I7, (BA)2(MA)2Pb3I10,

and (BA)2(MA)3Pb4I13, respectively. Similarly, in the n = 4 film, there are characteristic d

spacings of different phases. The 7.0 Å spacing is again similar to that of 0 4 0 in (BA)2PbI4,

and 6.3 Å corresponds to the 1 1 1 reflections in (BA)2MAPb2I7 (6.22 Å), (BA)2(MA)2Pb3I10

(6.25 Å), and (BA)2(MA)3Pb4I13 (6.27 Å), as well as 1 1 0 in MAPbI3 (6.25 Å). This mixed

phase behavior is further confirmed from indexing the SAED patterns (Appendix section

5.5.12). Although distinct spots are visible, the diffraction patterns are fit with rings be-

cause solution growth from spin-coating results in thin films with fiber texture; there is a

strong out-of-plane orientation, but crystallites are randomly rotated in-plane. Because the

measured area for SAED is small, not enough grains are sampled to produce continuous

rings of diffraction, but we would expect this to be true if a large area were measured.

These results indicate that these films are certainly not phase pure at the nanoscale and

that inclusions of lower- and higher-value Ruddlesden–Popper phases are clearly forming

adjacent to each other. The defects seen from TEM are also not predominantly at the crystal

edges, as suggested previously for measurements on exfoliated single-crystals.38 Although

these literature measurements are at a much larger length scale, the nanoscale defects are

also consistent with the spatial photoluminescence. With majority [101] texturing, the sur-

face of our thin films would be made up of the edges of the Pb–I sheets, so at small emission

angles, we would expect primarily edge photoluminescence. However, the oil immersion

objective in our instrument allows us to collect emission over large angles, and large con-

tributions from the single-crystal emission energies (Section 5.5.10) are still not present.

Increased emission at the edges of the exfoliated crystals could therefore be due to phase

impurities introduced by mechanical damage from the exfoliation process. Finally, the dif-

fuse rings of intensity seen in the SAED background can be attributed to some amount of
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disordered phase in the films, consistent with the arcing of Bragg spots seen in GIWAXS

images.

Figure 5.6: Schematic of the proposed morphology of Ruddlesden–Popper thin films,
where regions appear to have structures corresponding to n = 1 − 4, as well as small
inclusions that appear to be like nanoparticles of three-dimensional methylammonium
lead iodide. Phase impurities are consistent with spatial photoluminescence and TEM,
while the stacking faults are consistent with the missing in-plane peaks seen in GIWAXS.

A proposed general structure of the crystalline regions of the Ruddlesden–Popper thin

films is shown in Figure 5.6 and contains regions that correspond to the n = 1− 4 phases,

along with areas that are like nanoparticles of bulk MAPbI3. This structure is a schematic of

the film morphology that is consistent with both the local deviations seen in spatial photo-

luminescence measurements and the indexing of multiple phases from TEM. These defects

are also in agreement with planar faults previously seen in epitaxially grown inorganic

Ruddlesden–Popper oxides.53,54 Irregular packing of the different phases is also responsible

for the missing in-plane diffraction peaks from GIWAXS, because inclusions of other phases

limit the long-range order. Therefore, the in-plane Bragg reflections are broadened and

fade into the background. The large amount of structural disorder suggests that devices

fabricated with the films should not operate efficiently, so a measure of electronic disorder

is useful for comparison.
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Figure 5.7: (a) Photothermal deflection spectroscopy (PDS) spectra of n = 3 and 4 Rud-
dlesden–Popper thin films, along with bulk methylammonium lead iodide, illustrating ex-
ponential tails at the absorption edges. (b) External quantum efficiency (EQE) spectra of
devices fabricated with n= 3 and 4 thin films, also showing exponential tailing. Slopes of
these tails are indicative of the Urbach energy and degree of electronic disorder, providing
information about trap states at the band edges. The red-shifted EQE with respect to the
PDS is due to the prescence of MAPbI3 nanoparticles which generate charge efficiently.

To assess the effect of structural defects and inhomogeneities on the electronic proper-

ties, high-resolution absorption spectra were collected using photothermal deflection spec-

troscopy (PDS) and suggest low electronic disorder in both n= 3 and 4 layered compounds.

Because PDS uses localized heating to measure absorbance, it is nearly insensitive to scat-

tering effects often seen in transmission measurements and therefore allows us to accu-

rately measure low absorption coefficients over a wide magnitude range.55,56 PDS spectra

of (BA)2(MA)2Pb3I10, (BA)2(MA)3Pb4I13, and bulk MAPbI3 thin films are shown in Figure

5.7a. At the absorption onset, the slope of the exponential region called the Urbach tail

is used as a metric to measure the amount of electronic and/or compositional disorder in

semiconductors.57 Optically accessible disorder in the density of states is captured in the
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slope of the true absorption onset (Urbach tail); increased disorder results in a shallower

onset and thus an increased Urbach disorder energy. Urbach tails were fit with exponentials

and are shown in Section 5.5.13, giving an Urbach energy of 17 meV for MAPbI3, consis-

tent with the value of 15 meV previously measured by PDS.58 Despite appreciable structural

disorder, Urbach energies of the n = 3 and 4 Ruddlesden–Popper films are only 33 and 32

meV, respectively, values still indicative of a reasonably large degree of electronic order. For

comparison with PDS results, photovoltaic devices were fabricated to measure the external

quantum efficiency (EQE), shown in Figure 5.7b. Assuming efficient charge extraction at

the band edge, the EQE spectrum of the device should match the absorbance of the active

layer and can also be fit to extract the Urbach energy. In both n = 3 and 4 films, however,

the EQE is red-shifted with respect to the PDS and Urbach energies are larger, with values

of 46 and 41 meV, respectively (Appendix section 5.5.14).

The discrepancy between PDS and EQE measurements can be understood from the

structural picture in Figure 5.6. Thin films are predominantly composed of the targeted n

value phase; this composition is evident from both the distinct absorption edges in the opti-

cal data in Figure 5.1 and average n values from NMR measurements. Inclusions of higher

n phases, because of their lower optical band gaps, would therefore act as funnels for pho-

togenerated charge carriers. The transfer of excitons, or charge carriers, from smaller to

larger n values has been observed in Ruddlesden–Popper thin films with a phenethylam-

monium spacer cation.18,48,59,60 Because TEM suggests the presence of nanoscale MAPbI3

domains, excitations would eventually migrate to this phase during their lifetime prior to

emission; this process is likely the cause of the red-shifted emission in thin films of n = 3

and 4. The difference in the peak positions of photoluminescence between n = 3 (1.8 eV)

and n= 4 (1.74 eV) is likely from nanoscale confinement effects of the MAPbI3 inclusions.

This energy difference depends on the size of the nanoparticles, as increased quantum con-

finement effects blue-shift the emission. Because a larger amount of methylammonium is
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supplied in the growth of the higher-n value phases, the nanoparticle domains of MAPbI3

are on average larger in n= 4 films, explaining the lower-energy emission in comparison to

that of n = 3 films. Measurements of PDS and EQE differ in that the former is sensitive to

all absorbing species in a sample while the latter is dominated by the regions that generate

charge efficiently from photoexcitation. In the PDS spectra presented in Figure 5.7, there

is a low-intensity signal at 1.5 eV in both the n= 3 and 4 traces that corresponds to a small

amount of absorbing MAPbI3 moieties. The EQE measurements are therefore biased by the

presence of these MAPbI3 nanoparticles, resulting in a red-shifted absorption. Addition-

ally, because of the irregular distribution of these nanoparticle domains in the film, more

electronic disorder is expected and is captured in the shallower slopes of the Urbach tails

from the EQE. Although the stand-alone thin film (PDS) and device (EQE) behavior could

differ due to substrate effects, GIWAXS measurements of films spun on PEDOT:PSS (Figure

5.25) indicate that there is no appreciable structural variation between the neat thin films

and those cast for device measurements. Therefore, it appears that device performance is

highly dependent on the MAPbI3 inclusions present. Furthermore, it is evident from the

low Urbach energy values in PDS that the different perovskite phases present in the thin

films are relatively well-isolated from each other.

5.4 Conclusion

In conclusion, the thin film structure of n = 3 and 4 Ruddlesden–Popper phases buty-

lammonium methylammonium lead iodide, (C4H9NH3)2(CH3NH3)n−1PbnI3n+1, indicates

significant structural disorder. GIWAXS shows a significant number of missing in-plane

diffraction peaks, corresponding to disorder in the stacking of the lead iodide sheets. Ad-

ditionally, micrometer-scale spatial mapping of photoluminescence shows no large-scale

phase separation, with only small local deviations in emission energy. To understand the
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source of disorder in scattering, the local structure was probed by transmission electron

microscopy and shows the intergrowth of different Ruddlesden–Popper phases, as well

as methylammonium lead iodide. Finally, the electronic disorder was assessed by pho-

tothermal deflection spectroscopy, showing low Urbach energies of 33 and 32 meV in

(BA)2(MA)2Pb3I10 and (BA)2(MA)3Pb4I13, respectively. The large amount of structural dis-

order suggests that lead iodide domains are electronically isolated from each other. The

results suggest that studies of devices, such as solar cells and LEDs, of Ruddlesden–Popper

phases should account for the presence of multiple phases in the interpretation of their

optoelectronic properties. Direct control over phase purity is therefore an essential goal for

optimization of devices with layered perovskites.

5.5 Appendix

5.5.1 Experimental Methods

Perovskite and Ruddlesden–Popper Thin Film Preparation

Thin films of both the mixed methylammonium/butylammonium Ruddlesden–Popper

phases and methylammonium lead iodide were prepared according to a previous study36

and deposited on z-cut quartz substrates.

Specular X-Ray Diffraction

Specular X-ray diffraction (XRD) was measured on a Panalytical Empyrean powder

diffractometer in reflection mode with a Cu-Kα source, operating with an accelerating

voltage of 45 kV and a beam current of 40 mA. Due to fiber-textured nature of spin-coated

films, in which diffraction patterns are invariant to rotation, samples were rotated to

increase the signal-to-noise ratio of collected patterns. All simulated specular diffraction
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patterns were calculated using the General Structure Analysis System (GSAS), with a

calibration file specific to our instrument and structure factors from previously solved

crystal structures.43,61 For simulated patterns with preferred orientation, March–Dollase

correction factors were utilized during calculation.62

Grazing-Incidence Wide-Angle X-Ray Scattering

Grazing-incidence diffraction was measured at Stanford Synchrotron Radiation Lightsource

(SSRL), on Experimental Station 11-3. The beamline is a 12.7 keV wiggler side-station

equipped with a two-dimensional Rayonix MX225 CCD detector. Source-to-detector

distances were calibrated using a standard sample of lanthanum hexaboride (LaB6). All

raw images were geometrically corrected using GIXSGUI.63 Grazing-incidence angles were

chosen based on previously-measured X-ray critical angles.36

UV-Vis Spectroscopy

Films were deposited on z-cut quartz and absorption measurements were performed

using a Shimadzu UV-2600 ultraviolet-visible spectrophotometer at room temperature in

ambient conditions.

Photoluminescence Measurements

Films were deposited on z-cut quartz and photoluminescence measurements were carried

out on a Horiba FluoroMax 4 spectrometer calibrated using Milli-Q water. Films were

loaded into a thin film sample stage angled at 80◦ between the excitation and emission

port. All measurements were performed with an excitation wavelength of 450 nm. In

order to limit the effects of Rayleigh scattering at long wavelengths, a long-pass filter

slightly above the excitation wavelength (455 nm) was placed in front of the emission port.
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Spatial Photoluminescence Measurements

Spatially-resolved photoluminescence measurements were performed by focusing the

505 nm output of a fiber-coupled coherent white light source (NKT Photonics SuperK

EXTREME) to the image plane at the rear port of a Nikon Ti-U inverted microscope. The

excitation spot was optically coupled to the thin film samples through an oil-immersion

objective (Nikon, 100x, NA 1.3, Plan Fluor) at normalincidence, producing a focal spot

with a width of 2̃ µm. Various spots were excited by spatially translating the excitation

point across the image plane, and thus the sample. The incident light was filtered via

a 532 nm short-pass filter and reflected off a 532 nm dichroic to remove overlap with

the emission wavelengths. Photoluminescence was collected through the same objective

and transmitted through the same dichroic as well as a 532 nm long-pass filter. Total

illumination intensities were kept below 1 µW. Spectra were collected with an imaging

spectrometer (Princeton Instruments IsoPlane SCT 320) with a 1.5 second integration time.

Atomic Force Microscope Measurements

Atomic force microscope (AFM) micrographs of thin films were collected with an Asylum

Research MFP-3D Standard System in tapping mode. Films were deposited on z-cut quartz

as previously described, the surface was cleaned with a pressurized N2 gun, and measured

in ambient pressure air.

1H Nuclear Magnetic Resonance Measurements

The solution samples were prepared by collecting a 50 µL sample of precursor solution and

evaporating the N , N -dimethylformamide (DMF) solvent, first by heating in a glovebox

at 85◦C for 10 minutes, and then pumping down on the precipitate under vacuum for 10

minutes. The precipitate was then re-dissolved in 650 µL of deuterated dimethylsulfoxide

(DMSO-d6) and transferred to a 500 MHz NMR tube. To roughly compare the absolute
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concentrations of precursors between samples, 10 µL of tetramethylsilane (TMS) was

added to the sample solution. All 1H nuclear magnetic resonance (NMR) spectra were ob-

tained with a Bruker AVANCE500 spectrometer operating at 11.7 T (1H Larmor frequency

of 500.13 MHz). 1D 1H spectra were acquired with a 30◦ pulse, 20.7 ppm spectral width

and 5 second recycling time delay for a total acquisition time of about 20 minutes. Spectra

were processed using the TopSpin software.

Transmission Electron Microscope Measurements

Ruddlesden–Popper perovskite films were deposited on z-cut quartz substrates as described

above, and scraped onto TEM grids (Ted Pella No. 01824, ultrathin C film on holey carbon

support film, 400 mesh, Cu) using a razor blade. Transmission electron microscopy (TEM)

images were obtained using an FEI Tecnai G2 Sphera operating at 200keV.

Photothermal Deflection Spectroscopy Measurements

Photothermal deflection spectroscopy (PDS) measurements were performed on a

home-built set-up described by Vandewal et al.64,65 Measurements were taken using a

mechanically chopped (2Hz) monochromatic light source using both a 150 W Xenon

and 100 W halogen pump lamp with 5nm spectral resolution focused onto the sample.

Degassed and filtered perflourohexane (C6F14, 3M Flourinert FC-72) was used as the

deflection medium. Thin films were made in a glovebox prepared vida supra by spincoating

on quartz substrates in a nitrogen environment with sub-ppm levels of oxygen. The sample

was aligned with maximal overlap between the pump beam and thin film. Samples were

normalized for extinction above gap via procedure described previously.66

External Quantum Efficiency Measurements

The external quantum efficiencies (EQEs) were analyzed using a fully computerized mea-
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surement system consisting of a 300 W xenon lamp (Newport), a monochromator (Newport

CS130), a chopper controller (Newport), two current preamplifiers (SRS SR570), and two

lock-in amplifiers (SRS SR810).

5.5.2 Specular X-ray diffraction of thin films

Specular X-ray diffraction patterns were collected for the Ruddlesden–Popper thin films

as described in Section 5.5.1 and are shown in Figure 5.8. Simulated isotropic and textured

diffraction patterns were also produced as described in Section 5.5.1 and are shown for

comparison.

5.5.3 Simulations of GIWAXS patterns

Grazing-incidence wide angle X-ray scattering (GIWAXS) patterns were simulated from

previously solved crystal structures in literature.43 Structure factors and d-spacings were ex-

ported using VESTA67 and imported into a custom script written in Python. Peak positions

in the qx y–qz plane were calculated assuming a fiber-texture geometry; due to in-plane

rotational invariance in thin films, off-specular Bragg peaks become scattering cones, as

illustrated in Figure 5.9 below. This in-plane rotational symmetry allows peak positions

to be determined by calculating the angle between the normal (out-of-plane preferred ori-

entation direction) and the desired scattering peak. The out-of-plane direction has been

measured by specular diffraction in a previous study and was found to vary smoothly be-

tween [010] and [101] as the value of n increases.36 In n = 3, 76% of domains are along

[101] and 24% along [010], while for n= 4, 96% of domains are along [101] and 4% along

[010]. For these mixed-texture films, a linear combination of simulated GIWAXS images

along each preferred orientation direction was used for the final image.

To calculate peak positions, Equation 5.1 was used to find the angle between two lattice
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Figure 5.8: Specular X-ray diffraction of first four Ruddlesden–Popper thin films. Due to
geometry, scattering vectors are entirely along qz so data is complementary to GIWAXS
images shown in main text, as data lies inside of the missing wedge. Simulated isotropic
and textured diffraction patterns are also shown for comparison.

planes.68 By iterating through the list of Bragg reflections, all possible peak positions were
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Figure 5.9: Scattering cone formed due to fiber texturing of thin film. Rotational invari-
ance from spin-coating causes scattering vector ~q to trace out a cone in reciprocal space.

calculated and plotted.

cos(φ) =dhkl dh′k′ l ′[hh′a∗2 + kk′b∗2 + l l ′c∗2 + (kl ′ + lk′)b∗c∗cos(α∗)

+ (hl ′ + lh′)a∗c∗cos(β∗) + (hk′ + kh′)a∗b∗cos(γ∗)]
(5.1)

Plotting of simulated diffraction image was done by creating a meshgrid of points in

the qx y–qz plane and iterating through calculated peak positions. Diffraction peaks were

approximated as elliptical Gaussian functions centered at (x0, y0), with variance in both x

(σx) and y (σy), along with rotation (θ ). The general functional form used for the peaks is

shown in Equation 5.2, with the equation parameters shown in Equations 5.3 – 5.5 below.69

The angle θ corresponds to a clockwise rotation of the elliptical Gaussian, an approximation

for the arcing seen in actual diffraction spots in experiment. The height associated with

the peak was given by the square of the structure factor (Ihkl = |F2
hkl |) for a given Bragg

reflection, represented by the pre-factor A in Equation 5.2. After summing contributions
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from all Gaussian functions, the resultant image is the final simulated diffraction pattern.

f (x , y) = A · exp[−(a(x − x0)
2 + 2b(x − x0)(y − y0) + c(y − y0)

2)] (5.2)

a =
cos2(θ )

2σ2
x

+
sin2(θ )

2σ2
y

(5.3)

b = −
sin(2θ )

4σ2
x

+
sin(2θ )

4σ2
y

(5.4)

c =
sin2(θ )

2σ2
x

+
cos2(θ )

2σ2
y

(5.5)

Figure 5.10: Cross section of base of elliptical Gaussian function, illustrating the effect of
changing the parameters σx , σy , and θ on the shape of peaks.

5.5.4 Unbroadened simulated GIWAXS patterns

To determine peak broadening due to crystallite size, in-plane linecuts of measured

GIWAXS patterns were fit to find the full-width at half maximum (fwhm) of diffraction

peaks. However, since many peaks in the diffraction pattern overlap with each other, a

strategic choice of peak was made for fitting. Figure 5.11 presents simulated GIWAXS
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patterns of the n= 3 and 4 phases without any broadening due to misorientation or domain

size, along with their associated in-plane linecuts.

Figure 5.11: (a)-(b) Simulated GIWAXS patterns of (BA)2(MA)2Pb3I10 and
(BA)2(MA)3Pb4I13 with no line broadening and (c)-(d) associated in-plane inten-
sity linecuts.

5.5.5 GIWAXS simulation of (BA)2PbI4 (n= 1)

Figure 5.12 shows both the simulated and experimental GIWAXS pattern of the n = 1

Ruddlesden–Popper film, (BA)2PbI4, showing excellent agreement between the two images

and confirming the validity of the GIWAXS simulation code.
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Figure 5.12: Simulated and experimental GIWAXS patterns of (BA)2PbI4 (n= 1), showing
good agreement and phase purity

5.5.6 Fitting of in-plane diffraction peaks

To fit the peak widths of the measured diffraction patterns, due to the missing in-plane

scattering peaks, the region around 1.0 Å−1 was chosen for fitting. In the actual measured

pattern, the two peaks present at this location overlap, so the fitting was done assuming two

different peaks. The results of the fitting for both n = 3 and 4 are shown below in Table

5.1. Differences in the peak location are systematic and likely due to substrate effects.

Additionally, Table 5.2 lists the structure factors for all strong in-plane diffraction peaks in

both the n= 3 and 4 compounds.

Table 5.1: Results of multipeak fitting of diffraction peak at 1.0 Å−1 qx y for both n = 3
and n= 4 Ruddlesden–Popper thin films.

(BA)2(MA)2Pb3I10 (BA)2(MA)3Pb4I13

0 8 0 Peak 1̄ 1 1 Peak 0 10 0 Peak 1 1 1 Peak

Peak Location (Å−1) 1.00 1.02 1.00 1.02

FWHM (Å−1) 0.04 0.03 0.03 0.03
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Table 5.2: Structure factors and locations of in-plane diffraction peaks for both n= 3 and
n = 4 Ruddlesden–Popper thin films, with blue shaded rows indicating peaks used for
fitting.

(BA)2(MA)2Pb3I10 (BA)2(MA)3Pb4I13

Lattice Plane qxy (Å−1) |F|hkl qxy (Å−1) |F|hkl

0 4 0 0.48 645.26 0.39 638.44

0 6 0 0.73 585.32 0.59 637.15

0 8 0 0.97 1070.28 0.78 539.12

0 10 0 1.21 534.45 0.98 1446.92

1̄ 1 1 1.01 1010.15 1.00 1287.60

0 12 0 1.45 383.49 1.17 593.16

0 14 0 1.69 241.58 1.37 442.68

0 16 0 1.94 2016.94 1.56 331.65

0 18 0 2.18 937.50 1.76 73.43

0 20 0 2.42 403.36 1.95 2673.96

0 22 0 2.66 323.63 2.15 1175.95

2̄ 0 2 2.00 2164.08 2.00 2880.72

5.5.7 GIWAXS simulation of CH3NH3PbI3

Figure 5.13 shows a [110]-textured GIWAXS simulation of methylammonium lead io-

dide (I4/mcm crystal structure at room temperature) along with an associated simulated

in-plane linecut.

5.5.8 Comparison of bulk and spatially averaged emission

Spatial photoluminescence was measured by collecting emission from 72 tiled regions,

each with a size of 7 µm × 7 µm. Each of these localized spectra were first normalized and

used to find an average spectrum for the film. To confirm agreement between the averaged

spectra and those measured by steady-state photoluminescence, the difference between the
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Figure 5.13: Simulated GIWAXS pattern (left) and in-plane intensity linecut (right) for
I4/mcm (room temperature crystal structure) of methylammonium lead iodide.

two was taken and is shown in Figure 5.14. While there are some small peaks and valleys

seen in the plot, these differences are minimal and the peak emission energies are the same

in both cases.

5.5.9 Fitting of spatial photoluminescence spectra

The spatial photoluminescence spectra presented in Figures 5.3c and d in the main

text are fit to Gaussian functions in Figure 5.15 and the results of the peak positions and

full-width at half maximum (fwhm) are tabulated in Table 5.3.

Table 5.3: Tabulated values of the peak positions and FWHM values of Gaussian functions
based on fits shown in Figure 5.15.

(BA)2(MA)2Pb3I10 (BA)2(MA)3Pb4I13

Location (eV) fwhm (eV) Location (eV) fwhm (eV)

Peak 1 2.02 0.07 1.74 0.14

Peak 2 1.91 0.03 – –

Peak 3 1.79 0.15 – –

165



Chapter 5

Figure 5.14: Difference between the normalized bulk, steady-state emission and spatially
averaged photoluminescence measurements for n = 3 and 4 Ruddlesden–Popper thin
films.

Figure 5.15: Fits of Gaussian functions to the photoluminescence peaks of
(BA)2(MA)2Pb3I10 (n= 3) and (BA)2(MA)3Pb4I13 (n= 4).
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5.5.10 Emission peak energies of crystals and thin films

Table 5.4 lists the expected emission from thin films of (BA)2(MA)n−1PbnI3n+1 and ex-

foliated single-crystals was compiled from data previously published by Blancon et al.38

Table 5.4: Emission energies for Ruddlesden–Popper thin films and exfoliated single-crystals.

Exfoliated Crystals Thin Films

n value Wavelength (nm) Energy (eV) Wavelength (nm) Energy (eV)

1 528 2.35 534 2.32

2 585 2.12 608 2.04

3 617 2.01 729 1.70

4 653 1.90 729 1.70

5.5.11 1H NMR of precursor solutions and thin films

The effective stoichiometry of spincoated films and precursor solutions were measured

with 1H nuclear magnetic resonance (NMR) spectroscopy. The thin film samples were pre-

pared as described previously in Section 5.5.1; however, to obtain a sufficient amount of

sample for analysis, the films were prepared by spincoating onto a cleaned, glass substrate

at 1000 rpm instead of 4000 rpm. The spincoated films were then annealed at 100◦C

for 10 minutes in a glovebox. The resulting films were then scraped off and dissolved in

DMSO-d6, and transferred to a 500 MHz NMR tube.

The butylammonium (BA)/methylammonium (MA) stoichiometric ratio was calculated

by integrating the 1H NMR peaks. An average peak integral was calculated from the multi-

ple protons associated with each molecule, and the error in the resulting n value was taken

as the standard deviation in the calculated BA/MA ratio.
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Figure 5.16: Molecular structures of methylammonium and n-butylammonium with as-
sociated labeled protons.

Table 5.5: Chemical shifts for methylammonium (CH3NH3).

Methylammonium (MA)

Proton Label MA-1 MA-2

Chemical Shift (ppm) 2.39 7.53

Table 5.6: Chemical shifts for n-butylammonium (C4H9NH3).

Butylammonium (BA)

Proton Label BA-1 BA-2 BA-3 BA-4 BA-5

Chemical Shift (ppm) 0.90 1.33 1.51 2.79 7.53

Table 5.7: Integrations of NMR protons for n= 3 and n= 4 solutions and thin films.

MA-1/BA-1 MA-2 BA-2 BA-3 BA-4 BA-5

n = 3

Solution 0.68 0.34 0.32 0.34 0.35 0.34

Film 0.33 0.16 0.15 0.19 0.15 0.18

n = 4

Solution 0.80 0.47 0.31 0.31 0.31 0.31

Film 0.30 0.18 0.11 0.11 0.11 0.13

5.5.12 Diffraction fitting of SAED patterns

Single-crystal structures were used to calculate d spacings of intense Bragg reflections

in the n= 1−4 Ruddlesden–Popper phases and methylammonium lead iodide and overlaid
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Figure 5.17: 1H NMR spectrum of (BA)2(MA)2Pb3I10 precursor solution.

Figure 5.18: 1H NMR spectrum of (BA)2(MA)2Pb3I10 thin film.
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Figure 5.19: 1H NMR spectrum of (BA)2(MA)3Pb4I13 precursor solution.

Figure 5.20: 1H NMR spectrum of (BA)2(MA)3Pb4I13 thin film.
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Table 5.8: Calculated n values of Ruddlesden–Popper solutions and thin films.

MA/BA Ratio n

n = 3

Solution 1.01± 0.04 3.02± 0.08

Film 0.98± 0.11 2.95± 0.22

n = 4

Solution 1.55± 0.08 4.11± 0.15

Film 1.60± 0.19 4.20± 0.39

as rings on the selected area electron diffraction (SAED) patterns. Intersection of spots in

the SAED patterns with overlaid rings is indicative of presence of that particular phase in

the thin film. In both the cases of n = 3 and 4, there appear to be overlaid rings from all

of the compounds that intersect reflections in the electron diffraction pattern. A summary

of the reflections for each of the compounds is tabulated in Table 5.9. Reflections that are

superscripted with a symbol are indistinguishable in reciprocal space and appear as one

ring in the indexed patterns.

5.5.13 Fitting of Urbach energies for layered perovskites

Exponential fits to the Urbach tails of photothermal deflection data were done and

shown in Figure 5.23. The slope of these lines on a logarithmic scale gives the Urbach

energies of the layered phases, presented in Table 5.10.

5.5.14 External quantum efficiency measurements

Photovoltaic devices were fabricated with the n= 3 and 4 phases as active layers, using

poly(3,4-ethylenedioxythiophene) polystyrene sulfonate (PEDOT:PSS) as a hole transport

material and [6,6]-phenyl-C61-butyric acid methyl ester (PCBM) as the electron transport

171



Chapter 5

Figure 5.21: . Selected area electron diffraction (SAED) pattern of (BA)2(MA)2Pb3I10,
along with overlaid diffraction rings from crystal structures for (a) (BA)2PbI4, (b)
(BA)2MAPb2I7, (c) (BA)2(MA)2Pb3I10, (d) (BA)2(MA)3Pb4I13, and (e) MAPbI3, display-
ing phase impurities present in thin film.

layer. The EQE measurements were conducted as described in Section 5.5.1 above and the

results are shown in Figure 5.24 with a comparison to the absorption coefficient measure-

ments by PDS. The exponential tails were fit to extract Urbach energies and are tabulated

in Table 5.11.

5.5.15 GIWAXS images of thin films cast on PEDOT:PSS

GIWAXS images were collected for n = 3 and n = 4 thin films cast on PEDOT:PSS

in order to characterize structural differences that may be present in device fabrication

compared to those in the neat films on quartz. The images are presented in Figure 5.25

and show no appreciable difference between those shown in Figure 5.2.
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Figure 5.22: Selected area electron diffraction (SAED) pattern of (BA)2(MA)3Pb4I13,
along with overlaid diffraction rings from crystal structures for (a) (BA)2PbI4, (b)
(BA)2MAPb2I7, (c) (BA)2(MA)2Pb3I10, (d) (BA)2(MA)3Pb4I13, and (e) MAPbI3, display-
ing phase impurities present in thin film.

Figure 5.23: Exponential fitting of Urbach energies of MAPbI3, (BA)2(MA)2Pb3I10, and
(BA)2(MA)3Pb4I13, showing extremely sharp tails, despite structural disorder seen from
X-ray and electron diffraction.
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Table 5.9: List of reflections and d spacings, listed in order of increasing scattering vector ~q
(increasing ring radius). Superscripted reflections are too close to each other in reciprocal
space to distinguish.

(BA)2PbI4

Reflection (hkl) 0 4 0 1 1 1 0 6 0 0 8 0 0 10 0 –

d spacing (Å) 6.91 6.06 4.61 3.46 2.77 –

(BA)2MAPb2I7

Reflection (hkl) 1 1 1 0 8 0 0 0 2 0 12 0 2 0 2 0 14 0

d spacing (Å) 6.22 4.92 4.43 3.28 3.15 2.81

(BA)2MA2Pb3I10

Reflection (hkl) 1 1 1 0 10 0 0 0 2 0 16 0 2 0 2 0 18 0

d spacing (Å) 6.25 5.20 4.44 3.25 3.15 2.89

(BA)2MA3Pb4I13

Reflection (hkl) 0 10 0∗ 1 1 1∗ 0 12 0 0 0 2 0 20 0# 2 0 2#

d spacing (Å) 6.44 6.27 5.37 4.44 3.22 3.15

MAPbI3

Reflection (hkl) 0 0 2∗ 1 1 0∗ 0 0 4# 2 2 0# – –

d spacing (Å) 6.35 6.25 3.17 3.13 – –

Table 5.10: Urbach energies extracted from exponential fits of photothermal deflection
spectroscopy data.

Material Urbach Energy (meV)

MAPbI3 17

(BA)2(MA)2Pb3I10 33

(BA)2(MA)3Pb4I13 32

Table 5.11: Urbach energies extracted from exponential fits of external quantum efficiency data.

Material Urbach Energy (meV)

(BA)2(MA)2Pb3I10 46

(BA)2(MA)3Pb4I13 41
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Figure 5.24: Comparison of external quantum efficiency (open circles) and absorption
coefficients measured by photothermal deflection (solid lines) for n = 3 and n = 4 Rud-
dlesden–Popper thin films. Device EQE data were fit to exponential functions at the band
edge to extract Urbach energies, tabulated in Table 5.11.

Figure 5.25: GIWAXS images of (a) (BA)2(MA)2Pb3I10 and (b) (BA)2(MA)3Pb4I13 spun–
coat on PEDOT:PSS (hole transport layer in device), illustrating no structural differences
from the neat films spun on quartz presented in Figure 5.2.
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Enhanced Yield-Mobility Products in

Hybrid Halide Ruddlesden–Popper

Compounds with Aromatic Ammonium

Spacers

6.1 Abstract

Hybrid halide Ruddlesden–Popper compounds are related to three-dimensional hybrid

AMX3 perovskites (e.g. where A is a monovalent cation, M is a divalent metal cation,

and X is a halogen) with the general formula L2An−1MnX3n+1 where L is a monovalent

spacer cation. The crystal structure comprises perovskite-like layers separated by or-

ganic cation spacers. Here two Ruddlesden–Popper compounds with a conjugated cation,

2-(4-biphenyl)ethylammonium (BPEA) prepared by solvothermal and solvent evapora-

tion techniques are reported. The structures of the two compounds: (BPEA)2PbI4 and

(BPEA)2(CH3NH3)Pb2I7, were solved by X-ray crystallography. The aromatic rings of the
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BPEA groups are well-separated in the organic layers leading to optical properties com-

parable to n = 1 and 2 hybrid halide Ruddlesden–Popper compounds with simpler alky-

lammonium cations. The ambient stability of both compounds over time was also con-

firmed by powder X-ray diffraction. Finally, the transient photoconductance, measured

by time-resolved microwave conductivity, show that the compounds have maximum yield-

mobility products respectively of 0.07 cm2 V−1 s−1 and 1.11 cm2 V−1 s−1 for (BPEA)2PbI4

and (BPEA)2(CH3NH3)Pb2I7, both slightly enhanced over what has been measured for com-

pounds with n-butylammonium spacer cations.

6.2 Introduction

Hybrid organic-inorganic perovskites (HOIPs) are solution-processable semiconduc-

tors with a diversity of structures allowed by the combination of organic and inorganic

groups.1–7 The power conversion efficiency (PCE) of photovoltaic devices composed of hy-

brid perovskite alloys (based on CH3NH3PbI3 and HC(NH2)2PbI3) has increased to 23.7%

very quickly,8 competitive with other thin film technologies such as CIGS and CdTe.9,10 Addi-

tionally, HOIPs have shown great synthetic tunability, allowing control of emission energies,

making them promising for light emission applications.11–20 However, three-dimensional

hybrid perovskites have been shown to be susceptible to degradation from heat, light, and

moisture, hampering their long-term device stability.21–26

The class of two-dimensional layered perovskite compounds known as Ruddlesden–

Popper (R–P) compounds, have been synthesized using organic ammonium and main

group cations and halide anions. These compounds usually display enhanced stability

in ambient conditions.27–30 The R–P compounds have a general stochiometric formula of

L2(CH3NH3)n−1PbnI3n+1, where L represents a large organic cation that serves to break up

the three-dimensional connectivity of the perovskite crystal structure and n represents the
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number of lead iodide octahedra in the inorganic layer.31,32 The enhanced stability of R–P

perovskites has been attributed to the increased hydrophobicity from the organic layer by

the L cations.33–35 The addition of this organic layer, however, leads to highly anisotropic

charge transport, and devices based on two-dimensional perovskites have only achieved

PCE values close to 15%.28,36 The wider band gaps of two-dimensional perovskites rela-

tive to three-dimensional perovskites does provide the benefit of tuning the emission in

light emitting diodes.14,15,17 Recent efforts to embed two-dimensional perovskite moieties

into the overall three-dimensional perovskite matrix have also yielded efficiencies closer to

that of champion devices, with some increased stability.37–39 The majority of studies have fo-

cused on alkylammonium L cations, and these compounds have resulted in the highest pho-

tovoltaic efficiencies to date for two-dimensional perovskite compounds.28,33,40–42 Various

conjugated ions have also been incorporated into the Ruddlesden–Popper structure,12,43,44

including thiophenes,45,46 and the single phenyl analog of the structures reported here,

phenethylammonium.27,47 Finally, recent efforts have embraced other layered perovskite

motifs such as Dion–Jacobson compounds.48,49 Controlling the properties of lower dimen-

sional perovskites by varying the L cation is desirable for tuning the electronic properties

of the materials system either in pure systems or in composites.

We report here two Ruddlesden–Popper compounds using the aromatic organic cation

2-(4-biphenyl)ethylammonium (BPEA), resulting in the compounds (BPEA)2PbI4 (n = 1)

and (BPEA)2(CH3NH3)Pb2I7 (n= 2). These compounds were synthesized by solvothermal

and solvent evaporation techniques, and the resulting crystal structures were solved from

X-ray crystallography. Structural measurements after aging in ambient conditions show

that both compounds are stable without encapsulation. The optical absorbance was mea-

sured with ultraviolet-visible spectroscopy, and the charge transport was characterized by

time-resolved microwave conductivity (TRMC). By utilizing TRMC, carrier dynamics in the

synthesized powders could be measured without device formation.
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6.3 Results and Discussion

The structures of (BPEA)2PbI4 and (BPEA)2(CH3NH3)Pb2I7, solved from single-crystal

X-ray diffraction at 100 K, are shown in Figure 6.1, visualized along the [010] crystallo-

graphic direction for (BPEA)2PbI4 and [001] for (BPEA)2(CH3NH3)Pb2I7 using VESTA.50

The parameters of the structure solutions of each compound are shown in Table 6.1, and

single-crystal diffraction images are presented in Section 6.5.2. Both compounds have or-

thorhombic unit cells and the diffraction data were fit best by non-centrosymmetric space

groups. The organic BPEA moieties form symmetric bilayers in both compounds, while

the inorganic framework in the two perovskites consists of corner-sharing lead iodide oc-

tahedra. The organic bilayer formed between the lead iodide sheets is consistent with

previously reported hybrid halide Ruddlesden–Popper structures with other organic cation

spacers.28,45,47,51,52 The BPEA moieties from subsequent layers do not interdigitate, pre-

venting π-π interactions between L groups on each lead iodide layer. If we consider

that the n-butylammonium cation would fit into a cylinder with a diameter of ∼1.5 Å

and it forms a bilayer structure rather than interdigitating, it is unsurprising that 2-(4-

biphenyl)ethylammonium which packs with a closest C-C distance between phenyl rings

of ∼3.4 Å also forms separate layers. The widest region of the phenyl ring has a diameter

of ∼4 Å, so this aromatic packing distance is required when accounting for bond rota-

tions. The separation distance between the lead iodide layers is ∼15 Å in (BPEA)2PbI4 and

(BPEA)2(CH3NH3)Pb2I7, compared to∼10 Å in (PEA)2PbI4 and (PEA)2(CH3NH3)Pb2I7.44,52

There is a slight difference in the layer spacing between the BPEA n= 1 (15.0 Å) and n= 2

(14.7 Å) that may be due to slightly more efficient packing in the n= 2 compound; regard-

less, the organic layers appear to be consistent in size. Geometric details of both crystal

structures, including bond lengths and angles are tabulated in Table 6.2. The octahedra in

the lead iodide layers in both (BPEA)2PbI4 and (BPEA)2(CH3NH3)Pb2I7 are highly tilted in

186



Chapter 6

plane, with equatorial Pb-I-Pb bond angles of approximately 155◦ in both structures. The

measured bond lengths in both compounds are consistent (i.e. independent of L cation

used) with previous observations in other hybrid halide Ruddlesden–Popper compounds,

however the out of plane tilt between connected Pb-I octahedra (in the n = 2) are much

stiffer (179.2◦) compared to (BA)2(CH3NH3)Pb2I7 (165.6◦).

Figure 6.1: (a) Crystal structures of (BPEA)2PbI4 and (b) (BPEA)2(CH3NH3)Pb2I7 solved
by single-crystal X-ray diffraction, projected down the b and c crystallographic axes, re-
spectively. The BPEA cations pack diagonally, are eclipsed with each other, and do not
interdigitate.

Because bulk characterization measurements were carried out on powders consisting

of crushed single-crystals, solved crystal structures were used to simulate powder X-ray

diffraction (PXRD) patterns for comparison. Simulated diffraction patterns were gener-

ated as described in Section 6.5.1. Figure 6.2 shows PXRD measurements of crushed crys-

tals of (BPEA)2PbI4 and (BPEA)2(CH3NH3)Pb2I7 both immediately after preparation and
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Table 6.1: Crystallographic Data for (BPEA)2PbI4 and (BPEA)2(CH3NH3)Pb2I7 at 100 K.

Empirical Formula (BPEA)2PbI4 (BPEA)2(CH3NH3)Pb2I7

Crystal Habit and Color plate, orange plate, red

Crystal System orthorhombic orthorhombic

Space Group (#) Cmc21 (36) Aba2 (41)

Volume (Å3) 3250.8(8) 4199.5(6)

Temperature (K) 100(2) 100(2)

a (Å) 42.920(6) 8.7633(8)

b (Å) 8.7431(11) 55.030(5)

c (Å) 8.6629(14) 8.7081(7)

α (◦) 90 90

β (◦) 90 90

γ (◦) 90 90

Z 4 4

ρ (g mol−1) 1107.32 1731.30

Dens. (g cm−3) 2.263 2.738

Abs. (mm−1) 9.007 13.176

F000 2016 3072

Reflections 10433 (2500) 9269 (3551)

Rint 0.0927 0.0861

R1 0.0533 0.0653

wR2 0.0892 0.1471

∂ F (e Å−3) 2.612 & -1.446 4.473 & -5.449

GOF 1.436 1.095

after five weeks of aging in ambient conditions, along with their simulated diffraction pat-

terns. To capture the correct structural behavior in (BPEA)2(CH3NH3)Pb2I7, the simulated

diffraction pattern included texturing along the [010] crystallographic direction, which is

the lead iodide layer stacking direction (Figure 6.1). It is possible that due to the ten-

188



Chapter 6

dency of these n = 2 crystals to grow as anisotropic flakes, the resulting powder retains

some crystalline texture. If the slow growth direction during preparation was along this

stacking direction (due to the incorporation of the BPEA layer), it is consistent with the

flake-like crystals. This is evident when compared to a simulation of an isotropic sample

of (BPEA)2(CH3NH3)Pb2I7, in which the relative peak height intensities do not match well

with our measurement (Figure 6.7). In both the n= 1 and n= 2 compounds, the position

and intensities of peaks in the diffraction patterns show no change after five weeks of ag-

ing. This suggests that (BPEA)2(CH3NH3)n−1PbnI3n+1 possesses increased stability relative

to three-dimensionally connected perovskites, a property that has been widely observed

in layered perovskite compounds.27,28,53 The subtle differences in relative peak heights be-

tween the as-synthesized and aged samples is likely due to the slight variations in the overall

crystalline texturing from the loading of the powder samples for measurement. Ultimately,

the structural measurements on both comopounds show no formation of PbI2 (Figure 6.8)

and no other degradation upon aging in ambient conditions.

The optical absorbances of both layered perovskite compounds were measured and

are presented in Figure 6.3, showing expected behavior. Due to the large optical density

of both powder samples, absorbances were measured by taking diffuse reflectance data

and transforming them according to the Kubelka-Munk equations.54 In both cases, clear

excitonic features are visible at the optical absorbance onset, consistent with the quan-

tum confined structure of the Ruddlesden–Popper compounds. In (BPEA)2PbI4, the peak

attributed to excitonic absorption occurs at 2.4 eV, while in (BPEA)2(CH3NH3)Pb2I7, it ap-

pears at 2.2 eV. Both of these energies are equal to previously measured exciton energies

in Ruddlesden–Popper systems containing both butylammonium and phenethylammonium

spacer groups.47,55

The charge carrier dynamics of these two compounds were analyzed using time-

resolved microwave conductivity (TRMC).55–63 Excitation of the compounds with a pulse
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Figure 6.2: Powder X-ray diffraction (PXRD) spectra of (BPEA)2PbI4 (n = 1) and
(BPEA)2(CH3NH3)Pb2I7 (n = 2) both after preparation and after five weeks of aging in
ambient conditions, along with simulated PXRD patterns of solved structures shown in
Figure 6.1.

of light with energy above the band gap creates free carriers and excitons. Only the free

carriers then interact with the microwave electric field (frequency range of 8 – 9 GHz) and

the attenuation of this applied microwave signal, caused by carrier drift, can be then used
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Figure 6.3: Optical absorbance of (BPEA)2PbI4 (n = 1) and (BPEA)2(CH3NH3)Pb2I7
(n = 2) measured from diffuse reflectance of powder samples. Reflectance data were
converted into absorbance values using the Kubelka-Munk equations and show excitonic
features at 2.4 eV and 2.2 eV for n= 1 and 2, respectively.

to calculate the transient photoconductance in the sample. Using these photoconductance

measurements, a value of φΣµ can be determined, which is the figure-of-merit for TRMC

– φΣµ is the product of φ (the yield of free carriers per incident photon) and the sum of

the electron and hole mobilities, Σµ = µe + µh. The value of φΣµ at short times after the

excitation pulse typically exhibit strong laser fluence dependence due to recombination of

electron hole pairs.57,64 Fluence-dependent measurements ofφΣµwere therefore collected

for both (BPEA)2PbI4 and (BPEA)2(CH3NH3)Pb2I7 and are shown in Figure 6.4, along with

previously measured values for (BA)2PbI4 and (BA)2(CH3NH3)Pb2I7.55 The lowest measur-

able fluence for both compounds was set by the signal-to-noise of our instrument. The peak

yield-mobility products, φΣµmax, for the n = 1 and 2 compounds are 0.07 cm2 V−1 s−1 (at
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2.25×1013 photons cm−2) and 1.11 cm2 V−1 s−1 (at 5.93×1012 photons cm−2), respectively.

Figure 6.4: Maximum value of the TRMC figure-of-merit φΣµ over a wide range of exci-
tation laser fluences for (BPEA)2PbI4 (n= 1) and (BPEA)2(CH3NH3)Pb2I7 (n= 2), along
with TRMC data of (BA)2PbI4 and (BA)2(CH3NH3)Pb2I7 from reference 55. Monotonic
increases seen with decreasing fluence are characteristic of shorter carrier lifetimes and
larger recombination rate coefficients compared to MAPbI3.

To understand the TRMC data, we must consider the different charge recombination

pathways in both compounds. Charge recombination in semiconductors is governed by

the rate equation R = k1n(t) + k2n(t)2 + k3n(t)3, where n(t) is the instantaneous car-

rier concentration and k1, k2, and k3 are the rate constants of monomolecular, bimolecu-

lar, and trimolecular or Auger recombination, respectively.55,56,65 By changing the incident

laser fluence, we can change the initial carrier concentration and observe the effects of re-

combination at short times, i.e. if there is significant recombination during the excitation

pulse width (∼5 ns) and response time of the cavity (∼60 ns). Therefore, at low initial

carrier concentrations, it is expected that the recombination dynamics are dominated by
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monomolecular recombination – since the recombination rate is linear with n(t) in this

regime, we would expect the TRMC plot to have a very shallow slope on a logarithmic

scale because little recombination occurs at short times. Such behavior is observed in TRMC

data of methylammonium lead iodide at low laser fluences.55–57 As the laser fluence and

carrier concentration increases, both bimolecular and Auger recombination pathways be-

come more active and the dependence ofφΣµ becomes increasingly more negative. We see

an overall monotonic increase in φΣµ for both compounds with decreasing laser fluence

and do not see a plateau characteristic of monomolecular recombination. This dependence

has been observed in previous TRMC measurements of layered hybrid halides and has been

attributed to larger higher order recombination rate coefficients.55,56

The electronic properties of layered R–P phases are highly anisotropic and the details of

the physical properties of the samples must be considered to understand the TRMC results.

The carrier mobilities within the Pb–I sheets (in-plane) are much higher than between sub-

sequent Pb–I sheets (out-of-plane) because the electronic coupling between layers in R–P

compounds through the L cation is weak.28,66–68 It is therefore important to understand

the orientation of the crystals with respect to the microwave field to interpret the magni-

tude of the figure of merit. TRMC measurements on n = 1 and 2 were done on powders

whereas those of (BA)2PbI4 and (BA)2(CH3NH3)Pb2I7 were performed on thin films. How-

ever, these films were found to be highly textured – the phase fractions corresponding to

lead iodide layers being oriented in-plane (parallel to substrate surface) were f = 1.0 in

n = 1 and f = 0.75 in n = 2, respectively.55 Therefore, the thin film measurements should

also yield values that are highly biased towards the in-plane mobilities. In the (BPEA)2PbI4

compound, the laser excitation consists of photons with energy (2.33 eV) slightly below the

excitonic peak energy (2.4 eV) due to limitations in our experimental setup, but there is still

reasonable absorbance, as shown in Figure 6.3. This results in a small value of φ in both

(BPEA)2PbI4 and (BA)2PbI4 since the excitation is in a region where absorbance increases
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steeply with energy, the latter also having an onset of 2.4 eV, making a direct comparison

between the two compounds difficult. However, we do observe that the TRMC data for the

BPEA n= 1 compound are consistently higher than that of the corresponding BA compound

(Figure 6.4). The n= 2 (BPEA)2(CH3NH3)Pb2I7 compound on the other hand, has a much

larger value of φΣµmax (0.19 cm2 V−1 s−1 at 4.56× 1013 photons per cm2), than the cor-

responding (BA)2(CH3NH3)Pb2I7 at a comparable fluence (0.03 cm2 V−1 s−1 at 4.49×1013

photons per cm2). It is difficult to make a direct comparison without knowing the value of

φ, but we can speculate that the origin of the increased TRMC signal is due to decreased

dielectric confinement. The majority (75%) of Pb–I sheets in (BA)2(CH3NH3)Pb2I7 film

are oriented in-plane, so even a powder sample of (BPEA)2(CH3NH3)Pb2I7 with entirely

in-plane Pb–I sheets would not solely account for the order of magnitude difference in

φΣµmax, assuming similar carrier yields and mobilities. Factors that could therefore have

larger influence on this value are grain size, defect density, and the dielectric environment

induced by the spacer cation. Yield-mobility products measured from TRMC can be affected

by the grain size, which is ∼µm scale for the BPEA powders and was ∼100 nm in the BA

films, however, this effect has been shown to be minimal above 100 nm in CH3NH3PbI3.69

Slower solvothermal crystal growth could result in BPEA crystals with a lower defect con-

centration than faster growth during spin-coating of the BA thin films, but the monotonic

increase in φΣµmax with decreasing laser fluence suggests comparable recombination rate

constants.55 The increased TRMC signal in both BPEA compounds can be attributed to

increased charge screening effects due to a larger dielectric constant, allowing easier disso-

ciation of excitons into free carriers. This difference in the effective dielectric environment

could also influence carrier mobility within the lead iodide sheets, accounting for some

of the increase. Therefore, when considering all the factors affecting φΣµmax, it appears

that the use of aromatic ammonium cations improves carrier transport relative to that of

a straight alkyl chain. Our result suggests that using a higher dielectric constant group in

194



Chapter 6

the spacer molecule in Ruddlesden–Popper compounds can improve the overall transport

properties.

6.4 Conclusion

Two hybrid Ruddlesden–Popper compounds with a 2-(4-biphenyl)ethylammonium

cationic spacer were prepared using solvothermal and solvent evaporation techniques.

The two structures, (BPEA)2PbI4 and (BPEA)2(CH3NH3)Pb2I7, were solved by X-ray crys-

tallography and correspond to the n = 1 and 2 compounds of the general formula

(BPEA)2(MA)n−1PbnI3n+1. Both compounds form in the expected Ruddlesden–Popper struc-

tures with a bilayer of the larger organic cations separating the lead iodide inorganic layers.

Structural measurements from X-ray diffraction on the as-synthesized and aged powders

showed material stability in ambient conditions. Optical properties of both compounds

were measured by diffuse reflectance and show highly excitonic absorption and optical

bandgaps consistent with other n = 1 and n = 2 layered R–P compounds. Finally, time-

resolved microwave conductivity was used to measure the charge transport properties.

The contactless TRMC technique allowed us to directly measure carrier dynamics of the

perovskite powders without the need to cast films or prepare devices. The yield-mobility

products measured by TRMC were compared to those from the (BA)2(CH3NH3)n−1PbnI3n+1

R-P series and were found to possess comparable values in the n = 1 compounds but are

an order of magnitude higher in n= 2. It is unclear whether this increase is directly due to

the presence of the aromatic groups in the organic spacer cations, but it appears that the

use of a higher dielectric constant organic spacer can improve the transport properties of

Ruddlesden–Popper perovskite materials.

195



Chapter 6

6.5 Appendix

6.5.1 Experimental Methods

(BPEA)2PbI4 Preparation

Single crystals of (BPEA)2PbI4 were prepared through solvothermal methods. A stoichio-

metric ratio of lead (II) iodide (PbI2, 100 mg), 2-(4-biphenyl)ethylamine (BPEA, 85.6

mg), and aqueous (57 wt% in H2O) hydroiodic acid (HI, 1 mL) were added to a pressure

vessel (23 mL PTFE-lined stainless steel Parr autoclave). The temperature of the reaction

vessel was ramped to 150◦C over 2 hours, held for 8 hours, and then allowed to cool to

room temperature over 2 hours. Resulting crystals were then washed with diethyl ether

((C2H5)2O) and dried under vacuum for one day. Solvothermal synthesis of (BPEA)2PbI4

was required to produce single-crystals of sufficient size for X-ray crystallography.

(BPEA)2(CH3NH3)Pb2I7 Preparation

Single crystals of (BPEA)2(CH3NH3)Pb2I7 were prepared via solvent evaporation – a

stoichiometric ratio of previously synthesized (BPEA)2PbI4 (30 mg), PbI2 (24.9 mg),

and methylammonium iodide (CH3NH3I, 8.6 mg) were dissolved in a 2:1 mixture (vol-

ume/volume) of acetone and nitromethane (15 mL). The mixture was stirred and heated

at 90◦C to form a pale-yellow solution. The solvent was allowed to evaporate at room

temperature over six days, yielding bright, red crystals.

Single-Crystal X-Ray Diffraction

Single-crystal X-ray diffraction (SC-XRD) data was collected for each of the two

Ruddlesden–Popper compounds with a Bruker KAPPA APEX II diffractometer equipped

with an APEX II CCD detector utilizing a TRIUMPH monochromator and a Mo-Kα X-ray
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source (λ = 0.71073 Å). The crystals were mounted on a cryoloop with Paratone-N oil.

The multi-scan method, SADABS, was used for absorption correction of the data.70 Further

calculations were done using SHELXTL.71 The low bond precision in carbon bonds is due

to the disorder and poor contrast near to heavier elements. Structures were determined

using direct methods,72 and the graphical depictions of crystal structures shown were

created with VESTA.50

Powder X-Ray Diffraction

Powder X-ray diffraction (PXRD) was measured using a Panalytical Empyrean powder

diffractometer in reflection mode with a Cu-Kα source, operating with an accelerating

voltage of 45 kV and a beam current of 40 mA. Simulated diffraction patterns were

calculated using the General Structure Analysis System (GSAS).73 For simulated diffraction

patterns containing preferred orientation, March–Dollase orientational correction factors

were used.74

Ultraviolet-Visible Spectroscopy

Absorption spectra were determined by grinding crystals into powders and measuring dif-

fuse reflectance with a Shimadzu UV-2600 ultraviolet-visible spectrophotometer equipped

with an integrating sphere. Reflectance data were converted to absorbance using the

Kubelka-Munk equations.54

Time-Resolved Microwave Conductivity

TRMC measurements were conducted with an experimental setup described previ-

ously.55,56,65 A Sivers IMA VO4280X/00 voltage-controlled oscillator (VCO) (approximate

power of 16 dBm and a tunable frequency range of 8–15 GHz) was used to generate a mi-

crowave frequency signal. The signal was then directed into a Fairview Microwave SFC0712
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electronic circulator, a three-port device that rotates signals from port 1 to port 2 and sig-

nals from port 2 to port 3. The signal from port 2 was then fed into a Fairview Microwave

90AC206 SMA to X-band waveguide and is coupled to an X-band cavity with homebuilt cou-

pling iris and tuning screw. The cavity operates in TE103 mode, and a homemade copper

plate with slots along direction of microwave current allows optical access to the sample.

The microwaves form standing waves and the tuning screw allows for over coupling, criti-

cal coupling, and under coupling to the cavity – all experiments reported were performed

in the under coupled regime. The powder samples were mounted to the inside of the cav-

ity with double-sided tape and placed at the maximum of the microwave electric field.

Reflected microwaves are directed to a Fairview Microwave SMD0218 zero-bias Schottky

diode detector, operating in the linear regime. The rectified signal was amplified by a three

stage, DC-coupled wide-band amplifier consisting of Texas Instruments THS3091 opera-

tional amplifiers. For the reference signal, the microwave signal was split at the source to

normalize the reflected power from the cavity. The amplified signal and reference were

detected using a Textronix TDS 3032C digital oscilloscope. Free carriers are generated in

the powder samples through illumination with a Continuum Minilite pulsed Nd:YAG 532

nm laser (FWHM of ∼5 ns), which drift under the influence of the microwave signal with

a velocity proportional to their mobility (~v = µ~E). The change in reflected microwave in-

tensity is then used to determine the transient photoconductance which, in turn, is used to

calculate the TRMC figure-of-merit: φΣµ (yield-mobility product) at each fluence.75

6.5.2 Single-crystal X-ray diffraction patterns

Single-crystal X-ray diffraction data was collected using a Bruker KAPPA APEX II diffrac-

tometer equipped with an APEX II CCD detector utilizing a TRIUMPH monochromator and

a Mo-Kα X-ray source (λ = 0.71703 Å). Diffraction images are shown below in Figures 6.5
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and 6.6.

Figure 6.5: Sample X-ray diffraction image of (BPEA)2PbI4 obtained from grown single-crystals.

Figure 6.6: Sample X-ray diffraction image of (BPEA)2(MA)Pb2I7 obtained from grown
single-crystals.
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6.5.3 Observed bond angles and distances in (BPEA)2PbI4 and

(BPEA)2(CH3NH3)Pb2I7

Structural details of (BPEA)2PbI4 and (BPEA)2(CH3NH3)Pb2I7 are tabulated in Table

6.2. Bond distances for the four equatorial and two axial iodides, along with all I-Pb-I and

Pb-I-Pb (if applicable) bond angles are presented. For comparison, the bond lengths and

angles from (BA)2PbI4 and (BA)2(CH3NH3)Pb2I7 are listed in Table 6.3.

Table 6.2: Structural details of (BPEA)2PbI4 and (BPEA)2(CH3NH3)Pb2I7.

(BPEA)2PbI4 (BPEA)2(CH3NH3)Pb2I7

Bond Distances

Pb-Iaxial (1) (Å) 3.2073(14) 3.131(3)

Pb-Iaxial (2) (Å) 3.2073(14) 3.2617(12)

Pb-Iaxial (3) (Å) N/A 3.2617(12)

Pb-Iaxial (4) (Å) N/A 3.131(3)

Pb-Iequatorial (1) (Å) 3.108(5) 3.141(4)

Pb-Iequatorial (2) (Å) 3.174(5) 3.179(3)

Pb-Iequatorial (3) (Å) 3.222(5) 3.191(4)

Pb-Iequatorial (4) (Å) 3.154(5) 3.157(4)

Bond Angles

I-Pb-Iaxial (1) (◦) 176.4(3) 176.38(9)

I-Pb-Iaxial (2) (◦) N/A 176.38(9)

I-Pb-Iequatorial (1) (◦) 179.25(14) 176.31(8)

I-Pb-Iequatorial (2) (◦) 178.18(16) 176.28(9)

Pb-I-Pbaxial (◦) N/A 179.2(3)

Pb-I-Pbequatorial (◦) 152.49(15) 154.52(11)
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Table 6.3: Structural details of (BA)2PbI4 and (BA)2(CH3NH3)Pb2I7.

(BA)2PbI4 (BA)2(CH3NH3)Pb2I7

Bond Distances

Pb-Iaxial (1) (Å) 3.201(16) 3.08(3)

Pb-Iaxial (2) (Å) 3.213(13) 3.28(3)

Pb-Iaxial (3) (Å) N/A 3.25(3)

Pb-Iaxial (4) (Å) N/A 3.08(3)

Pb-Iequatorial (1) (Å) 3.164(7) 3.171(4)

Pb-Iequatorial (2) (Å) 3.212(8) 3.169(5)

Pb-Iequatorial (3) (Å) 3.191(6) 3.169(5)

Pb-Iequatorial (4) (Å) 3.160(7) 3.171(4)

Bond Angles

I-Pb-Iaxial (1) (◦) 178.6(3) 177.3(3)

I-Pb-Iaxial (2) (◦) N/A 177.3(3)

I-Pb-Iequatorial (1) (◦) 179.2(5) 175.5(9)

I-Pb-Iequatorial (2) (◦) 179.1(5) 175.5(9)

Pb-I-Pbaxial (◦) N/A 165.64(16)

Pb-I-Pbequatorial (◦) 155.1(3) 164.2(10)

6.5.4 Qualitative comparison of (BPEA2(CH3NH3)Pb2I7 with isotropic

and textured XRD simulations

The single-crystal structures of (BPEA)2PbI4 and (BPEA)2(CH3NH3)Pb2I7 were used to

simulate powder diffraction patterns and compared with actual measurements. Figure 6.7

shows the comparison of (BPEA)2(CH3NH3)Pb2I7 to a completely isotropic, untextured sim-

ulation of powder diffraction, showing poor agreement (isotropic (BPEA)2PbI4 is presented

as the simulation in Figure 6.2 of the main text). When texturing along the layer stacking

direction ([010]) is added, the agreement between simulation and experiment is clear.
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Figure 6.7: Powder X-ray diffraction of synthesized powder of (BPEA)2(CH3NH3)Pb2I7
compared to simulated diffraction patterns of an isotropic sample and a [010]-textured
sample, illustrating structural agreement with the latter.

6.5.5 PXRD of aged powders compared to PbI2

The aged (5 weeks in ambient) powders of (BPEA)2PbI4 and (BPEA)2(CH3NH3)Pb2I7

were compared to the expected diffraction pattern of PbI2 to show that there was no ma-

terial degradation after exposure to ambient conditions.
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Figure 6.8: Powder X-ray diffraction patterns of (BPEA)2PbI4 and (BPEA)2(MA)Pb2I7
powders aged for five weeks in ambient conditions, along with simulated diffraction pat-
tern of PbI2. Comparison with the simulated pattern illustrates no degradation of Rud-
dlesden–Popper phases into lead iodide.
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