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Magnetic fluctuations in the itinerant ferromagnet LaCrGe3 studied by 139La NMR
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3Department of Physics, University of California, Davis, CA 95616, USA

(Dated: June 4, 2019)

LaCrGe3 is an itinerant ferromagnet with a Curie temperature of Tc = 85 K and exhibits an
avoided ferromagnetic quantum critical point under pressure through a modulated antiferromag-
netic phase as well as tri-critical wing structure in its temperature-pressure-magnetic field (T -p-H)
phase diagram. In order to understand the static and dynamical magnetic properties of LaCrGe3,
we carried out 139La nuclear magnetic resonance (NMR) measurements. Based on the analysis
of NMR data, using the self-consistent-renomalization (SCR) theory, the spin fluctuations in the
paramagnetic state are revealed to be isotropic ferromagnetic and three dimensional (3D) in nature.
Moreover, the system is found to follow the generalized Rhodes-Wohfarth relation which is expected
in 3D itinerant ferromagnetic systems. As compared to other similar itinerant ferromagnets, the
Cr 3d electrons and their spin fluctuations are characterized to have a relatively high degree of
localization in real space.

PACS numbers:

I. INTRODUCTION

Recently much attention has been paid to itinerant fer-
romagnetic (FM) compounds because of the observations
of unconventional superconductivity (SC) as well as char-
acteristic magnetic properties related to FM quantum
criticality under application of pressure (p) and magnetic
field (H)[1–7]. Interestingly, in itinerant FM compounds,
the FM quantum critical point (QCP) under p is always
avoided, which has been of great interest in experimen-
tal and theoretical studies. Usually, when the second
order paramagnetic (PM)-FM phase transition temper-
ature (Tc) is suppressed by the application of p, the or-
der of the phase transition changes to the first order at
the trictrtical point (TCP) before Tc reaches 0 K at the
quantum phase transition (QPT). This is known as the
avoided QCP [8–10]. Here the QCP is a second order
quantum phase transition at T = 0 K. [11] When the
PM-FM transition becomes of the first order at the TCP
in the p-T plane, the application of magnetic field (H)
leads to a tricritical wing (TCW) structure in the T -p-H
three dimensional phase diagram [see, Fig. 1(a)] as found
in UGe2 [8, 9] and ZrZn2[10]. A PM-FM QCP can also
be avoided by the appearance of an antiferromagnetic
(AFM) ordered state under p near the putative QCP, as
actually observed in CeRuPO[12, 13] and MnP[14, 15].
In this case, no wing structure has been reported and the
AFM state is suppressed by the application of moderate
H , as schematically shown in Fig. 1(b).

Such interesting phase diagrams have been theoreti-
cally well studied, and PM-FM QCP in clean itinerant
FM systems is suggested to be always avoided following
the above two scenarios. It has also been suggested that
the coupling of quantum fluctuations of particle-hole ex-
citations with the order parameter in metallic systems
can generically render the prior second order phase tran-

FIG. 1: Generic temperature-pressure-magnetic field (T -p-
H) phase diagrams for clean itinerant ferromagnets. (a)
Schematic T -p-H phase diagram with a tricritical wing
(TCW) structure. The second order phase transition (solid
line) becomes first order (dashed line) at a tricritical point
(TCP). Under magnetic field, the TCW structure shown in
red emerge from the TCP. (b) Schematic T -p-H phase dia-
gram with an antiferromagnetic (AFM) phase in blue. The
AFM phase emerges from the Lifshitz point (LP) that is sup-
pressed under H .

sitions first order [16–20] or drive the system towards
incommensurate ordering states [17, 18]. In addition,
magnetic fluctuations may also play an important role
to avoid FM QCP as some systems exhibit phases such
as incommensurate magnetic ordered states [12–15] and
unconventional superconductivity [3–7]. Therefore, the
experimental characterization of the nature of quantum
fluctuations, including magnetic fluctuations, in these
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classes of materials is important to illuminate the un-
derlying mechanism that connects magnetism, quantum
critically and superconductivity.
Recently, the itinerant ferromagnet LaCrGe3 has been

discovered to be a new class of itinerant ferromagnets
exhibiting the remarkable T -p-H phase diagram where
both the TCW structure and AFM phase are observed
[21–23]. LaCrGe3 crystallizes in the hexagonal BaNiO3-
type structure [space group P63/mmc(194)] [24]. At am-
bient p, LaCrGe3 is FM below the Curie temperature Tc

= 85 K with an ordered magnetic moment at low tem-
peratures of 1.25 µB/Cr aligned along the c axis [21].
This small value of the magnetic moment compared with
the effective moment above Tc (µeff = 2.4 µB/Cr) [25] in
the PM state suggests some degree of delocalization of
the Cr 3d spins. Tc can be suppressed with p leading to
a weakly modulated AFM state around 1.5 GPa and T
close to 50 K [21]. Furthermore, it was also reported to
exhibit a TCP where the second order FM transition be-
comes of the first order at T of around 40 K and p close
to 1.8 GPa [22] yielding a TCW structure under H .
Motivated by the novel magnetic properties in

LaCrGe3, we carried out nuclear magnetic resonance
(NMR) measurement which is a powerful technique to
investigate the magnetic and electronic properties of ma-
terials from a microscopic point of view. It is known that
the temperature dependence of the nuclear spin-lattice
relaxation rate (1/T1) reflects the wave vector q-summed
dynamical susceptibility. On the other hand, NMR spec-
trum measurements, in particular the Knight shift K,
give us information on local static magnetic susceptibil-
ity χ. Thus from the temperature dependence of 1/T1T
and K, one can obtain valuable insights into spin fluctua-
tions in materials. In this paper, we report the results of
139La NMR measurements performed to investigate the
spin fluctuations in LaCrGe3. Our analysis, based on the
self-consistent renomalization (SCR) theory, reveals that
FM spin fluctuations due to Cr 3d spins are of 3D nature.
In addition, LaCrGe3 is well characterized by a relatively
high degree of localization of 3d spins although the sys-
tem is itinerant. Furthermore, the spin fluctuations are
also revealed to have a more localized nature in real space
compared to other similar itinerant FM materials.

II. EXPERIMENTAL DETAILS

Needle-like shaped single crystals of LaCrGe3 were
grown out of high temperature solutions, the details of
which are reported in Ref. [25]. Plural single crystals
used for NMR measurements were placed in parallel on
a glass plate (5×5×0.2 mm3) to align their directions.
The crystalline c axis and the ab plane are parallel and
perpendicular to the needle direction of the crystal, re-
spectively. An NMR coil was tightly wound around the
crystals including the glass plate to reduce a loss of the
filling factor that is estimated to be about 0.6. NMR
measurements of 139La (I = 7

2 ,
γN

2π = 6.0146 MHz/T,

Q = 0.21 barns) nuclei were conducted using a lab-built
phase-coherent spin-echo pulse spectrometer. The 139La
NMR spectra were obtained by sweeping H at fixed fre-
quencies or by sweeping frequency under constant H . H
was applied parallel to either the crystalline c axis or
the ab plane. The zero-shift position corresponding to
the Larmor field for each resonance frequency was deter-
mined by 31P NMR in H3PO4 solution or 63Cu NMR in
Cu metal.
The 139La nuclear spin-lattice relaxation rate (1/T1)

was measured with a saturation recovery method. 1/T1

at each temperature (T ) was determined by fitting the
nuclear magnetization M versus time t using the ex-
ponential function 1 − M(t)/M(∞) = 0.012e−t/T1 +
0.068e−6t/T1 +0.206e−15t/T1 +0.714e−28t/T1, where M(t)
and M(∞) are the nuclear magnetization at time t after
the saturation and the equilibrium nuclear magnetization
at t → ∞, respectively, for the case of magnetic relax-
ation [26]. The observed recovery data in the paramag-
netic state were well fitted by the function, indicating
that the nuclear relaxation is mainly induced by fluctu-
ations of the hyperfine field at the 139La site. For the
analysis of NMR data, we measured the magnetic sus-
ceptibility χ(T ) of the single crystal at H = 7 T applied
parallel to the c axis and to the ab plane in a commercial
Quantum Design superconducting quantum interference
device magnetometer.

III. RESULTS AND DISCUSSION

A. 139La NMR spectrum

Figure 2(a) shows the field-swept 139La-NMR spectra
of LaCrGe3 at T = 230 K for H parallel to the c axis
(H ||c) and to the ab plane (H ||ab). The typical NMR
spectrum for a nucleus with spin I = 7/2 with Zeeman
and quadrupolar interactions can be described by a nu-

clear spin Hamiltonian H = −γh̄I ·Heff+
hνQ
6 [3I2z − I2+

1
2η(I

2
+ + I2−)], where Heff is the effective field at the nu-

clear site, h is Planck’s constant, and η is the asymmetry
parameter of electric field gradient (EFG) at the nuclear
site. The nuclear quadrupole frequency for I = 7/2 nu-
clei is given by νQ = e2QVZZ/14h, where Q is the nu-
clear quadrupole moment and VZZ is the EFG at the La
site. When the Zeeman interaction is much greater than
the Quadrupole interaction, this Hamiltonian produces a
spectrum with a central transition line flanked by three
satellite peaks on either side. The observed spectra are
well reproduced by simulated spectra (red lines) from the
simple Hamiltonian with νQ = 0.66 MHz and η ∼ 0. The
tiny extra peaks around 6.80 T and 7.66 T for H ||c in
Fig. 1(a) could be due to mis-orientation of some of the
crystals while being attached on the glass plate and also
may be due to slightly different qualities of the crystals.
The values of νQ and η estimated from the main seven
peaks are found to be independent of temperature in the
PM state above TC = 85 K. From the spectrum analy-
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FIG. 2: (a) Typical field-swept 139La-NMR spectra of
LaCrGe3 in the PM state at f = 42.5 MHz and T = 230
K for H ||c and H ||ab. (b) Temperature dependence of 139La-
NMR spectrum for H ||c. (c) Field-swept 139La-NMR spectra
in the FM state (T = 1.65 K) for H ||c and H ||ab. Blue and
green curves represent spectra for H ||c and H ||ab, respec-
tively, and the red curves are the calculated spectra with νQ
= 0.66 MHz for the PM state and νQ ∼ 0.49 MHz for the FM
state. The vertical dashed black lines in (a) and (b) represent
the zero-shift position (K = 0).

sis where θs are found to be 0 and π/2 for H ‖ c and
H ‖ ab, respectively, it is clear that the principal axis
of the EFG at the La site is along the c axis. Since the
La site in LaGeCr3 does not have a local axial symmetry
(6̄m2), one may expect finite value of η. However, η is
found to be very close to zero within our experimental
uncertainty.

As shown in Fig. 2(b), with decreasing temperatures,
each line becomes broader due to inhomogeneous mag-
netic broadening and the spectra show less clear features
of the quadrupolar split lines below ∼ 155 K. At the
same time, nuclear spin-spin relaxation time T2 becomes
short at a wide range of temperatures close to TC. Those
make NMR spectrum measurements difficult below∼ 110
K. However, when the temperature is decreased down to
1.65 K, well below TC = 85 K, we were able to observe the
139La NMR spectrum in the FM state as shown at the
bottom of Fig. 2(b), where the spectrum largely shifted
to higher magnetic field by ∼ 4 T. The shift is due to
the internal magnetic induction (Bint) at the La site pro-
duced by the Cr spontaneous magnetic moments in the
FM state. The νQ ∼ 0.49 MHz estimated from the spec-
tra under two different magnetic field directions (H ||c
and H ||ab) shown in Fig. 2(c) is slightly smaller than
0.66 MHz observed in the PM state. From the spectrum,
the Bint is estimated to be −4 T and −4.2 T for H ||c and
H ||ab, respectively. Here we took the zero-shift position
(K = 0) as the origin of Bint. Unfortunately, the spec-
trum is measurable only around 1.6 K since its intensity
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FIG. 3: (a) 139La NMR spectra at various frequencies for H ||c
at T = 1.65 K. Inset: Resonance magnetic field (Hres) depen-
dence of Bint for H ||ab (green circles) and H ||c (blue squares).
The arrows show the positions of the central transition line
of the spectra measured at different frequencies

decreases rapidly by raising the temperature.
In order to check whether the Bint is induced by the

spontaneous Cr magnetic moments in the FM state and
not due to NMR shift produced by the application of
magnetic field, we determined the external magnetic field
dependence of Bint by measuring the spectra with differ-
ent frequencies as shown in Fig. 3. Although the signal
intensity decreases with decreasing resonance frequency,
we observed the spectrum down to f = 18.81 MHz and
found that Bint ∼ −4 T and −4.2 T for H ||c and H ||ab
are nearly independent of resonance frequency (i.e. ex-
ternal magnetic field), confirming that these Bint values
can be attributed to the hyperfine field at the La sites
produced by the magnetic field independent spontaneous
magnetic moment of the Cr ions in LaCrGe3 in the FM
state.
Figure 4 shows the T dependence of the 139La-NMR

shift in the PM state for H ‖ ab plane (Kab) and H ‖ c
axis (Kc) determined from the simulated spectra, where
both Kab and Kc are nearly the same and decrease on
lowering temperature. The NMR shift consists of tem-
perature dependent spin shift Ks(T ) and T independent
orbital shift K0: K(T ) =Ks(T ) + K0 where Ks(T ) is
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FIG. 4: Temperature dependence of 139La Knight shift for
both H ||ab (green) and H ||c (blue) directions measured at H
∼ 7 T. Inset: Kab vs. χab and Kc vs. χc plots. The solid
lines are linear fits as described in the text.

proportional to the spin part of magnetic susceptibil-
ity χs(T ) via hyperfine coupling constant A, Ks(T ) =
Aχs(T )

NA
. Here NA is Avogadro’s number. The hyperfine

coupling constants are estimated to be Aab = −32 ± 1
kOe/µB and Ac = −27± 1 kOe/µB for H ||ab and H ||c,
respectively, from the slopes in the so-called K-χ plots
shown in the inset of Figure 4. The intercepts for the fits
are almost zero for both the directions. This indicates
that the observed Knight shifts are mainly attributed to
Ks(T ). Bint is proportional to Ahf<µ> where Ahf is the
hyperfine coupling constant and <µ> is the ordered Cr
magnetic moment. Using Bint = −4.0 T and −4.2 T for
H ||c andH ||ab, respectively, and Aab = −32 kOe/µB and
Ac = −27 kOe/µB, <µ> are estimated to be 1.30 µB for
H ||ab and 1.50 µB for H ||c which are slightly higher but
in good agreement with 1.22 µB (along the c axis) re-
ported by the neutron diffraction measurements [27] and
1.25 µB (along the c axis) from magnetization measure-
ments [23, 25].

B. 139La spin lattice relaxation time

In order to investigate the magnetic fluctuations in
LaCrGe3, we measured the 139La spin-lattice relaxation
rate (1/T1) at the peak position of the spectra for both
the magnetic field directions. Figure 5 shows the temper-
ature dependence of 1/T1T where 1/T1T increases with
decreasing temperature from room temperature to 125 K
with no anisotropy in T1.
Based on the T1 and the spin part of the Knight shift

(Ks) data, we discuss the magnetic fluctuations in the
PM state of LaCrGe3. First we tentatively employ the
modified Korringa ratio analysis. In Fermi liquid picture,
1/T1T and Ks are determined by the density of states at
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FIG. 5: Temperature dependence of 139La 1/T1T for H ||ab
(green circles) and H ||c (blue squares). The inset shows the

semi- log plots of 1/(T1TKs) and 1/(T1TK
3/2
s ) for two differ-

ent magnetic fluctuation directions (in-plane and out-of-plane
directions).

the Fermi energy D(EF). The T1 has relation with Ks

that can be described as T1TK
2
s = (h̄/4πkB)(γe/γn)

2 ≡
S. Here γe is the electronic gyromagnetic ratio. The
Korringa ratio α (≡ S/T1TK

2
s ) between an experimen-

tal value of T1TK
2
s and the non-interacting electron sys-

tem S can reveal information about electron correlations
in materials [28, 29]. α ∼ 1 represents the situation
of uncorrelated electrons. However, enhancement of χs

(q 6= 0) increases 1/T1T but has little or no effect on
Ks which probes only the uniform χs (q = 0) where q

represents wave vector. Thus α > 1 indicates antifer-
romagnetic (AFM) spin correlations. In contrast, FM
spin correlations produce α < 1. Since 1/T1T probes
magnetic fluctuations perpendicular to the magnetic field
[28], in general, one should consider the Korringa ratio
1/(T1,⊥TK

2
s,ab), where 1/(T1,⊥T ) = 1/(T1T )H||c, when

examining the character of magnetic fluctuations in the
ab plane (in-plane direction). One also needs to con-
sider the Korringa ratio 1/(T1,||TK

2
s,c) for magnetic fluc-

tuations along the c axis (out-of-plane direction). Here,
1/(T1,‖T ) is estimated from 2/(T1T )H||ab − 1/(T1T )H||c.

[30]. However, since both 1/T1 and 139K are nearly
isotropic, 1/(T1,⊥TK

2
s,ab) and 1/(T1,||TK

2
s,c) are almost

the same, clearly indicating isotropic magnetic fluctua-
tions in LaCrGe3. α‖ and α⊥ decrease from ∼0.07 at
room temperature to less than ∼0.008 around 120 K, in-
dicating dominant FM spin correlations between Cr spins
in the compound.

It should be noted that, however, the Korringa analysis
usually applies for PM materials where electron-electron
interaction is weak. Since LaCrGe3 exhibits a FM or-
der, we also analyze NMR data based on self-consistent
renormalization (SCR) theory. As shown above, the mag-
netic fluctuations are governed by FM spin correlations.
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In this case, according to SCR theory for weak itiner-

ant ferromagnets, 1/(T1TKs) and 1/(T1TK
3/2
s ) are ex-

pected to be independent of T for three dimensional (3D)
or two-dimensional (2D) FM spin fluctuations, respec-
tively [31, 32]. The inset of Fig. 5 shows the T de-

pendence of 1/(T1TKs) and 1/(T1TK
3/2
s ) for the two

directions. Both the 1/(T1,‖TKs,c) and 1/(T1,⊥TKs,ab)

are nearly constant, while both the 1/(T1,‖TK
3/2
s,c ) and

1/(T1,⊥TK
3/2
s,ab) increase with increasing temperature.

This indicates that the FM spin fluctuations are char-
acterized as 3D in nature.

C. Spin fluctuations

The Curie Weiss behavior of 1/T1T in itinerant ferro-
magents is well described in the SCR theory in terms of
3D FM spin fluctuations [33–37], as described above. Ac-
cording to SCR theory, there are two important param-
eters to characterize spin fluctuation for itinerant ferro-
magnets: T0 and TA corresponding to the widths of the
spin fluctuations in frequency (ω) space at wave vector
(q) = 0 and the width of the distribution of static suscep-
tibility in q space at ω = 0, respectively [38]. The former
can be obtained from the following equation of 1/T1T as
derived by Corti et al. [39],

1

T1T
=

3h̄γ2
NHhf

16πµB

K

T0
(1)

Here Hhf is the hyperfine field experienced at the La site
per spin [39]. From the experimentally determined val-
ues, T0 is estimated to be 89 K and 75 K for the in-plane
and out-of-plane directions of spin fluctuations, respec-
tively. On the other hand, TA can be estimated using the
following equation given by Takahashi [38]:

TA = 20C4/3

[ Tc

p
3/2
s T

1/4
0

]4/3

(2)

where Tc = 85 K, ps is the saturated moment and
C4/3=1.006089 is a constant. Utilizing these values, TA

is estimated to be 998 K and 793 K for the in-plane and
out-of-plane directions of spin fluctuations, respectively.
The estimated values of TA seem to be comparable or
slightly greater than those in uranium based compounds
such as URhGe (TA = 568 K) [40] and UGe2 (TA = 442
K) [40], but are smaller than those in 3d electron itin-
erant ferromagnets such as ZrZn2 (TA = 7400 K) [38],
NiAl3 (TA = 3670 K) [38] and MnSi (TA = 1690 K) [39].
In order to compare LaCrGe3 with other clean itiner-

ant ferromagnets that avoid the FM QCP with the TCW
structure, we plotted their spin fluctuation parameters in
Fig. 6 along with those in LaCrGe3. The plot is known
as the Generalized Rhodes-Wohlfarth plot. The x axis
of this plot is the ratio of TC and T0 and the y axis the
ratio of the effective paramagnetic moment (peff) and ps.
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FIG. 6: Generalized Rhodes-Wohlfarth plot for the in-plane
(blue) and out-of-plane (green) directions for LaCrGe3 along
with other itinerant ferromagnets that avoid FM-PM QCP
through tricritical wings under pressure. The values of pa-
rameters are estimated from Ref. [38] for ZrZn2 and MnSi
and Ref. [40] for UGe2, URhGe and URhAl. The red line
represents the generalized Rhodes-Wohlfarth relation in the
3D system: peff/ps = 1.4 (TC/T0)

−2/3 [38].

According to SCR theory, in the case of itinerant ferro-
magnets, magnetic fluctuations contribute to peff in PM
state. Therefore, one can expect that the ratio of peff/ps
becomes large, when spin fluctuations are important in
these systems. As for T0, based on SCR theory, TC/T0 is
close to unity in the case of localized ferromagnets, while
the ratio becomes less than unity if itinerant character
becomes significant. These situations are predicted the-
oretically through the generalized Rhodes-Wolfarth rela-
tion of peff/ps = 1.4 (TC/T0)

−2/3 (red line), and the rela-
tion has shown great empirical agreement with materials
having 3D FM fluctuations [38]. As shown in the Fig. 6,
LaCrGe3 and other typical itinerant ferromagnets seem
to follow the relation. However, the values of LaCrGe3
for both the in-plane and out-of-plane directions of mag-
netic fluctuations are located close to unity, indicating a
relatively high degree of localization in Cr 3d electrons
even though the system is itinerant. In addition, the re-
sults also indicate that the spin fluctuations in LaCrGe3
show a more localized nature in real space than the other
similar itinerant FM materials compared.

IV. SUMMARY

In summary, we carried out 139La NMR in the itiner-
ant ferromagnet LaCrGe3 to characterize the magnetic
properties from a microscopic point of view. The prin-
cipal axis of the electric field gradient at the La site has
been shown to be along the c axis with νQ of 0.66 MHz in
the PM state and about 0.49 MHz in the FM state. 139La
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NMR spectra measurements in the FM state confirmed
the FM ordered state below TC = 85 K with a magnetic
moment of∼ 1.4 µB/Cr, consistent with previous reports.
Based on the Korringa ratio analysis and the SCR theory
using the results of 1/T1T and K, spin fluctuations in the
PM state are revealed to be isotropic FM and three di-
mensional in nature. In addition, the system is found to
follow the generalized Rhodes-Wohfarth relation which
is expected in 3D itinerant FM systems. TC/T0 is found
to be close to unity, indicating that there is a relatively
high degree of localization in the 3d Cr electrons even
though the system is itinerant. It would be interesting
if these uniqueness in magnetic fluctuations in LaCrGe3
is related to the appearance of both tricritcal wings and
AFM state under pressure and magnetic fields. Analysis
of spin fluctuations in those materials where FM QCP is
avoided by the appearance of AFM phase, and further
studies on LaCrGe3 under pressure are important to in-
vestigate this connection, which are now in progress.
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