
Lawrence Berkeley National Laboratory
Recent Work

Title
CRYOGENIC TOUGHNESS THROUGH MICROSTRUCTURE CONTROL IN A FERRETIC Fe-Ni-Ti 
ALLOY

Permalink
https://escholarship.org/uc/item/30v681td

Authors
Jin, Sungho
Whitaker, B.
Morris, J.W.
et al.

Publication Date
1974-05-01

eScholarship.org Powered by the California Digital Library
University of California

https://escholarship.org/uc/item/30v681td
https://escholarship.org/uc/item/30v681td#author
https://escholarship.org
http://www.cdlib.org/


Presented at the ASTMSymposium 
on Properties of Materials for 
LNG Tankage, Boston, MA, 
May 21-22, 1974. 

CR YOGENIC TOUGHNESS THROUGH 
MICROSTRUCTURE CONTROL IN A 

FERRITIC Fe-Ni-Ti ALLOY 

Sungho Jin, B. Whitake r, 
J. W. Morris, Jr. and V. F. Zackay 

May 1974 

Prepared for the U. S. AtoInic Energy COInmission 
under Contract W-7405-ENG-48 

and 

Contract No. NOOO 14- 69-A-0200-1062 
NR 031-762 

TWO-WEEK lOAN COpy 

LBL-2756 

This is a Library Circulating Copy 
which may be borrowed for two weeks. 
For a personal retention copy, call 

Tech. Info. Dioision, Ext. 5545 

r. 



DISCLAIMER 

This document was prepared as an account of work sponsored by the United States 
Government. While this document is believed to contain COlTect information, neither the 
United States Government nor any agency thereof, nor the Regents of the University of 
California, nor any of their employees, makes any walTanty, express or implied, or 
assumes any legal responsibility for the accuracy, completeness, or usefulness of any 
information, apparatus, product, or process disclosed, or represents that its use would not 
infringe privately owned rights. Reference herein to any specific commercial product, 
process, or service by its trade name, trademark, manufacturer, or otherwise, does not 
necessarily constitute or imply its endorsement, recommendation, or favoring by the 
United States Government or any agency thereof, or the Regents of the University of 
California. The views and opinions of aut40rs expressed herein do not necessarily state or 
reflect those of the United States Government or any agency thereof or the Regents of the 
University of California. 



CRYOGENIC TOUGHNESS THROUGH MICROSTRUCTURE CONTROL 

IN A FERRITIC Fe-Ni-Ti ALLOY 

by 

Sungho Jin, B. Whitaker, J. H. Morris, Jr. and V. F. Zackay 
Dep~rtment of·M~terials Science and Engineering 

University of California, ~erkeley and 
Center for the Design of Alloys 

Inorcanic Materials Research Division, 
Lawrence Berkeley Laboratory 

·ABSTRACT 

This. paper discusses the selection of c~mposition and processing 'of 

a ferritic Fe-Ni-Ti alloy having a favorable combination of strength and 

toughness at cryogenic temperature. Criteria on alloy compositon leed 

to the choice of low interstitial Fe-12Ni~O.25Ti. The alloy nat~rally 

has a favorable microstructure, but cryogenic toughness must be imparted 

throuzh grafn refinement. Several alternate procedures are identified. 

Four o~ these are discussed in detail, along with the resulting tensile 

properties at 77oK, Charry impact energies at 77°K. and S°K, and behavior 

. ° in fracturetough;)(:!ss tests at 77 K. Alloys ar-e obtained having yield 

strengths to 150 KSI with impact tough~1ess to SOK. 
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I. Introduction 

As is well knmVIl, materials having a body-centered cubic crystal 

( 

structure show an appreciable increase in strengt? when tested at low 

temperature. This "thermal component" of the yield strength of BCC alloys 

makes ferritic steels particularly attractive for cryogenic use; one may 

easily design alloys which become very strong at cryogenic service 

temperatures. However, as the strength of a ferritic alloy increases on 

cooling the alloy also tends to become brittle, often through a dramatic 

loss of toughness over a rather narrow temperature range which defines 

the "ductile-brittle transition temperature" eTB). Low temperature 

embrittlelilent then severely restricts the enginee;-ing use of the alloy 

. in cryogenic sys tems. 

If metallurgical techniques can be employed to overcome 10w-tempera-

ture embritt1ement in ferritic steels or to suppress TB to well below 

service temperatures, it becomes possible to design steels having excep-

tional combinations of cryogenic strength and toughness. This paper re-

ports how embritt1ement has been suppressed in a laboratory steel 

(nominally Fe":'12Ni-O.2STi) through metallurgical control of the alloy 

microstructure. The resulting mechanical properties at cryogenic tempera-

ture are superior to any which, to our knm"ledge, have previously been 

obtained. 

II. Alloy Selection 

Initial alloy design criteria were chosen to insure a beneficial 

. combination of strength and ductility at low temperature. These may be 

summarized as £ol101"S: 
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(1) To insure ductility the alloy must' be structured so that 

internal stress concentrations are relieved and internal flaws blunted 

befor-e they lead to failure. This requires deformation of individual 

grains and reasonable accomodatioll of deformation at grain boundaries. 

Free deformation of the individual grains requires that these grains be 

provided with potentially mo~ile dislocations. The dislocations may 

come from a dense initial dis10cstion distribution or from a dense 

distribution of active dislocations. To insure the mobility of these 

dislocations either the lattice concentration of free interstitials must 

be very low or the 10,\>1 temperature dislocation-interstitial interaction 

must be suppressed. The accomodation of deformation in adjacent grains 

is facilitated by fine grain size and requires that there be no signifi

cant brittle precipitation or film in the grain boundaries. Under 

appropriate conditions a ductile grain boundary phase may be beneficial. 

(2) To achieve high strength consistent with ductility available 

dislocations must be efficiently pinned until the applied stress becomes 

large, in a way which does not· sacrifice mobility once plastic deforma

tion begins. One may devise solution-'"hardened, dislocation-hardened, or 

precipitation-hardened microstructures which will, at least in rough 

theory, function in this way. If the composition of a ferritic steel is 

properly chosen, it naturally forms a dense dislocation network on 

quenching to martensite. ~recipitation hardening techniques may be used 

to supplement the hardening effect of this dislocation network. Since 

the nature and distribution of pl'ccipitate phases may be specified 

through a proper choice of composition and processing and since the pre

cipitate distribution remains. roughly constant during deformation, the 
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precipitation hardening mech?niSftl has an iIiherent controllability which 

makes it appe'aling in alloy destgn. The precipitates employed must, of 

course,.form in the interior of the grains and must act without poison

ing or embrittling the grain bOt11,daries. 

Given these criteria, a low interstitial alloy of nominal composition 

Fe-l2,Ni-O.2STi was chosen for this research. The advantages of' a com

position iI).this range are several. Lmv interstitial alloys of inter

mediate nickel content naturally form, on quenching, a highly dislocated 

ma~tensite (ferritic) of ~ood inherent ductility. Moreover, the phase 

diagram in this composition range contains a broad two-phase ferrite

austenite region at intermediate temperature (fig. 1), allowing use of 

a variety of processing and giain refining techniques. The nick~l

titanium couple in iron iskno~l to be a chemically effective agent for 

reducing the free interstitial content and suppressing the embritt1ing 

effect of free interstitials. An Ni3Ti precipitate may be formed in the 

ferrite phase to restore the alloy strength lost on elimination of 

interstitial solutes. 

III. Process Selection 

While an Fe-l2Ni-0.2S alloy is inherently strong at cryogenic tempera

ture (with a yield strength near 140 KSI at 77oK) it is not inherently 

tough. The alloy must be made tough through proper processing. The 

proces'sing sequences used in this research were designed to impart 

toughness through establishing fine-grained microstructure of non-aligned 

grains. 
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The grain-refinement techniques useful in alloys of intermediate 

nickel content may be roughly div ided into two types, dependLig on 

whether the grain refinement is accomplished at temperatures in the 

austenite (y)or two phase (a + y) range (figure 1). The microstructures 

one may achieve are· shown schematically in figure 2. 

If an Fe-12Ni-O.2STi alloy is heated continuously from the ferrite 

(a) to austenite (y) stability f ie.ld the a -+ y transformation occurs 

primarily through a shear transf":Jrmation mechanism (1) which initiates at 

a temperature near 660
0 e and is substantially complete at 7lS

oe. If the 

. . 
alloy is then quenched to room t'::mperature, the structure reverts to a 

through a martensite transformatLm. A single cycle of this sort leads 

to appreciable grain refinement of an annealed alloy; in a typical 

experiment alloy grain size was reduced from an initial 40flm (ASTM ft6) 

to 'VlSflm (ASTM fI9). The driving force for grain refinement is believed 

to be the strain accumulated during the a -+ y shear transformation. The 

morphology of the reaction is (a) -+ (b) in figure 2; the final micro-

structure is chemically homogeneous and consists of generally non-aligned 

grains having a blocky, lathe martensite substructure. 

If this simple Y-cycle is repeated, the grain structure is refined 

further.· Succeeding cycles are, however, less efficient in grain re-

finement, and the grain size appears to stabilize at ,\.lOflm (ASTM Ifll) 

after 3-4 cycles. 

The efficiency of the grain refinement may be increased by adding a 

moderate cold-work step between' thermal cycles. Moderate cold-work does 

not significantly reduce the ultlraate grain si.ze, whi.ch remains near lOflm. 



-6-

However with cold work this grain size is obtained after-only two thermal 

cycles, and the're may also be beneficial effects on the grain substructure. 

If the alloy is annealed withill the two-phase (CI. + y) region~ the 

transformation proceeds through a nucleatio,n and grmvth mechanism with 

nucleating preferentially in the grain boundaries and along the marten-

site lathe boundaries of the inil ia1 CI. struc'ture. The morphology of the 

reaction depends on ,temperature. 

If the annealing is carried (Jut' well inside the, tH'O-phase regio!!, 

at a temperature above 'V6000 C, both grain and lathe boundaries act as 

efficient nucleation sites. The structure decomposes into a layered 

structure similar to that shown schematically in figure 2(c), in which 

CY. and y platelets alternate. On subsequent quenching to room temperature 

the y platelets shear transform to CI., leaving a final microstructure 

like that shown in figure 2(c) in which alternate plates differ in 

chemical composition: those ,which were y during two-phase decomposition 

are relatively rich in Ni; those which were CI. are relatively depleted in 

Ni and may contain rod-like, Ni3Ti precipitates which coarsened during 

the anneal. 

From superficial appearance one might state that structure 2(c) has 

been grain refined with ,respect to 2(a). From the perspective of alloy 

toughness, however, no significant refinement has occured. The inter-

platelet boundaries in structure 2,Cc) form preferential paths for crack 
. 

propagation whose lineardimensioll is comparable \vith the grain size. of 

the initial structure. In fact, a 'structure like 2(c) invariably leads 

to a deteriorR~iort in toughness. 
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To utilize substantial two··phase decomposition in grain refinement, 

one must. add in a pL'ocess which breaks up the platelet orientation. 

Two successful techniques are knO'.iJ'Il. The first, due to Miller (2} , 

employs severe cold work prior to the two-phase anneal. If the prior 

deformation is sufficient to supply internal nucleation sites (severly 

deformed regions, nodes in the dIslocation netlvork, dislocation sub

structure boundaries) then a sho[!t~r of small y' grains may form on two

phase anneal and a highlyrefine.d structure (2 Cf) may result. The 

second technique was developed j n our mvn research and is described in 

ref. 1. In this process two-phfls2 anneals are alternated with anneals 

in the y field, as shmvn schematically in figure L A· four step thermal 

process suffices to give a well~refined structure in which platelet 

orientation is almost completely destroyed. The struc;::ture resembles thar 

shmvn in figure 2 (e) . 

These two-phase processing Lechniques achieve an extremely fine 

. grain size. On the other hand, they yield an alloy which is chemically 

heterogeneous on a fine scale, consisting of grains which, though all 

of the (Y.~phase, have differing Ni concentrations. This heterogeneity 

must, be kept in mind as it may lead to an increased susce,ptibility to 

corrosive environments. 

A rather different type of grain refinement occurs if the initial 

structure is annealed in the 10\\i-temperature portion of the two-phase 

region (below about 6000C). In this case austenite nucleation is 

largely confined to grain bounda:' ies. The new grains grow only slightly 

during anneal, and give the microstructure a final appearance like that 
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shown in figure 2 (d) in which the grain boundaries are Nbeaded" by fine 

gr'ains of diameter <lllm. If the alloy is rapidly quenched to room 

temperature, these fine grains may not reve.rt to ferrite, but may rather 

remain as a fine grain boundary distribution of retained austenite. ·This 

retained aus.tenite appears to have a benef~cial effect on the cryogenic 

impact toughness of Fe-Ni steels, including the commercial 9Ni(3) and 

6Ni(4) alloys as well as the Fe-12Ni-O.25Ti research alloy(5). 

There are hence several alu,rnategtain refinement processes which 

may be used to impart cryogenic toughness to an annealed and quenched 

Fe .... 12Ni-0:25Ti alloy. In the following we compare the effect of four of 

these treatments on the microstructure and cryogenic toughness. In this 

research we conGentrate on processes which lead to an alloy which is 

essentially fei-ritic; the effect of adding a retained austenite phase 

will be treated subsequently. (5) 

IV. Materials Preparation and Processing 

A low carbon alioy of nominal composition Fe~12Ni;....0.25Ti ~vas ob-

tairled from pure starting materials (99.9% purity) by induttion melting 

in an inert gas atmosphere. Twenty pound ingots of 2.75 in. (7.0 cm.) 

diameter were prepared by slow C8sting in a rotating copper chill mold. 

The composition of a typical ingot was determined to be (in weight per-

cerit) 12.07Ni,0.26Ti, O.OOIC, 0.Ol4N, 0.003P, 0.0045 S, with the 

balance Fe. The ingots were homogenized under vacuum at 10sOoe for 120 

hours, cross-forged at ~IIOOoC to thick plates, then air cooled to room 

o 
temperature. The plates were the.n annealed at 900 C for two hours to 

remove most of the prior deformation strain and air cooled to room 

temperature.. This final anneal '·.'as included to estalil:i:sn a standard 
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, 't' 1 t t f h pr;or work(6) has ~hown that the l.nl. l.a s·a e or researc . purposes; .L. '-' 

alloys have somewhat better cryogenic mechanical properties when grain 

refined directly from the as.,.forged condition. 

The microstructure of the annealed starting material is shown in 

figure 3. The apparent grain size is 40-60 )jm (ASTM 115-6J. 

To refine this grain size, I:Je selected four. alternate treatments, 

labelled A-D. Treatment A is a simpie Y'-cycle, involving a two hour 

anneal at 730
0 e .followed by a quench to room temperature. In treatment 

B this y -cycle is repeated four times. In tre~tment e the alloy is 

I 

given a y":cycle as in treatment A, then cold-worked ",30%, then given a 

second identical y -cycle. Treatment D is the alternate cycle refining, 

process described in reference (1) and diagramed in figure (1). It 

consists of theY/a. +y cycle: nooe (2 hI'S.), quench, 6S0
oe (2 hI'S.), 

quench, which is repeated two times .. 

The microstructures resulting from treatments A""D are shown in 

figure~. Treatment A refines the apparent grain size to "'lSPm 

(ASTM #9). Treatments Band C both lead to apparent grain size near 

lO\lm (ASTM #11). Treatment D yields a fine-grained microstructure of 

platelets ''''1-4\lm long and a fraction of a micron in the short dimension 

(ASTM /115-18) • 

V. Effect of Processing,on Mechanical Properties. 

Specimens for mechanical testing At cryogenic temperature were 

taken from the starting material prepared as described in section IV. 

The annealed plates were cut int:o pieces 2.75" (7.0 cm) long. Eacl} 

piece' \ .. as then individually treated according to one of the procedures 
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described'above. After processing, one fracture toughness specimen and 

two Charpy impact specimens were machined from each piece along the 

longitudinal direction of forging, ensuring the same treatment for both 

tests. Tensile specimens (transverse direction) were obtained 'from the 

far end of the broken fracture toughness specimens. 

(a) Cryogenic Tensile Properties 

Tensile tests were conducted at liquid nitrogen temperature using 

an Instron machine equipped with a cryostat.Subsize specimens of 0.5" 

(1.27 cm) guage length and 0.125" (0.32 cm) diameter \.,ere tested at a . . 
crosshead speed of 0.02 in~/minute (0.05 em/minute). The deviation in 

yield strength between tests on similarly treated samples was 'V5 KSI 

2 
(35 Newton/m ). 

The results of the tensile tests are shown in Table 1. The yield 

·0 
strength at 77 K is relatively insensitive to microstructure for the y 

treated samples (A-C) and is in the range 134-140 KSI ('V 9 .5 X 10
8 

2 Newton/m). The tensile ductiljty of these alloys is good, as reflected 

in their high tensile elongation and reduction in area before fracture. 

The two pha~e processed alloy (D) shows a slightly higher yield strength, 

, 8 2 
'V150 KSI (10.8 X 10 Newton/m) and a corresponding decrease in elonga-

tion and reduction in area. These changes may be due to the finer grain 

size of this alloy, or may (as ""e suspect) be principally due to coarsen-

ing of Ni3Ti precipitates during the two-phase anneal. 

(b) Cryogenic Impac·t Properties 

Charpy V-notch impact tests ,.,ere conducted at liquid nitrogen . 
temperature (77 oK) usjng ASTIf st.:mdard technique.s (7). Since it is well 
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known that the Charpy impact test tends to 'underestimate the effective 

transition temperature, impact tests, \..rere also conducted near liquid 

helium temperature (5-6°K) using a method 'recently developed in this 

laboratory(8) . 

The test results are shOHn in Table II. The annealed alloy (I) 

showed an impact energy below 15 ft; lbs. (20 Joules) at 77
o

K, and 

hence was ~resumed brittle at 5
0

K. The alloy processed through a single 

'0 0 
y':'cycle (A) shm.,ed excellent toughness at 77 K. However, at 5 K we 

.observed a striking variation in impact values from sample to sample. 

Our results scattered from about 25 ft. lbs. (34 Joules) to 148 ft. lbs. 

(201 Joules). The cause of this large scatter is uncertain. Possible 

sources include changes in the trace impurity content from ing?t to ingot, 

failure to obtain complete alloy homogenization, and slight variations 

in sample treatment. 

The frequent loss of toughlless at low temperature in samples having 

treatment A may be overcome through further research. However,the 

results obtained with treatments B-D show that this transition behavior 

can be eliminated through the U::;(2.· of grain refinement treatments; all of 

o 
these samples showed outstanding toughness·to 5 K. 

Comparing the shelf energies associated with the various heat 

treatments, the ranking of alloys is C>B>D. The two-phase processed 

alloy (D) had a shelf energy only 50% that of the cold-worked alloy (C). 
t 

A literal interpretation of the Charpy test results suggests the conclu-

sion that treatment C gives a ,.dec:ided advantage in cryogenic toughness. 

Such a conclusion i$, however, premature, as the results .of cryogenic 

fracture toughness tests show. 
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(c) Cryogenic Fracture Toughness 

Fracture toughness tests we:ce conducted at 77
0

K on an MTS machine 

equipped with a liquid nitrogen cry:)stat. Compact tension (NOL) speci-

mens were prepared and fatigue pre-cracked according to ASTM specifica

tions. (9)' The specimens for treatments A, B, and D ,-rere 0.7" (1.78 cm.)· 

in thickness; due to dimensional changes in cold-work, the specimens for 

treatment C were 0.625" (1.56 crn.). Two specimens of each treatment 

were tested. 

The results of the tests areshmm schematically in figure 5, along 

wfth photographs of the fracture surfaces obtained. A11 specimens ~·;rere 

well away from plane strain conditions. In lieu of K 
lc values, ~ 

values were computed from the loall-crack opening displacement (COD) 

curves. The. results were: KQ ~130' KSIhn for treatments A and B, and 

KQ ~140 KSI ~ for C and D. It is not clear whether the higher ~ 

value for treatment C is due to better ductility or to the smaller 

thickness of the test sample. 

Samples of A, B, and C all showed unstable crack propagation, as 

marked by the step in the curves of figure 5 and as is evident from the 

fractu~e surfates. The ductility prior to ~rack instability increased 

in the sequence A-C, though agaju the results for C are compromised by 

the smaller specimen thickness. Treatment A shmvs a scatter in fracture 

toughness behavior at 77
0 K similar to the 'scatter in Charpy energy at 

o . 5 K; the amount of deformation prior to crack instahility varies, from 

sample to sample, from very little to the Significant amount shown in 

the figure (This test employed an A sample having a high Charpy energy 

o . 
at 5 K). 
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The two-phase processed alloy CD), on the other hand, seemed immune 

to unstable crack propagation. The specimen was fully plastic, and the 

pre-induced crack grew slowly until· the test was stopped. The ductility 

of the specimen is visually apparent from the photograph included in 

figure 5. 

The fracture surfaces w'ere examined by ~canning electron microscopy. 

Figure 6 shows scanning electron fractographs taken slightly ahead of the 

pre-induced fatigue crack along the center line of the sample. The 

fractographs agree with the trend of the test data. Specimens A, B, and 

C fractured in a mixed ductile rupture, quasi-cleavage mode, with the 

fraction of ductile rupture in the fracture surface increasing in the 

sequence A-C. Specimen D fractured in a fully ductile mode. In contrast 

to the Charpy impact tests, the fracture toughness tests suggest that D 

is the superior treatment for impnrtingcryogenictoughness. 

VI. Conclusions. 

(1) A variety of grain refjnement processes may be used to impart 

cryogenic toughness to a ferritic, low-interstitial Fe-12Ni-O.25Ti alloy. 

Through grain refinement the ductile-brittle transition temperature for 

o 
Charpy impact· energy can be sUPPi"essed belm., 5 K. The grain refined 

o 
alloys 8ls6 show excellent toughness in fracture toughness tests at 77 K, 

at yield strengths to 150 KSI. 

(2) The Charpy impact and fracture toughness tests do not agree on 

t.he optimal heat treatment for cryogenic toughness. The Charpy test 

suggests treatment C (y cycle ~ cold work + y cycle), while the fracture 

toughness test suggests treatment D Cy cycle + two-phase cyc1e)C2X). 

The fracture toughness test seems the more meaningful of the two. 

'. 
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CHARPY lMP ACT RESULTS 

CRYOGENIC TESTING 

Heat Treat 77
0

K 6
0

K 
Series ft-lbs (Joules) ft-lbs (Joules) 

I < IS (21) 

A 168 (228) 25 (35) - 148 (201) 

B 188 (244) 147 (199) 

C 201 (272) 170 (230) 

D 115 (156) 99 (134) 
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TABLE II 

TENSILE PROPERTIES AT 77 0K 

Yield Strength Tensile Strenqth E10ng R.A. 
Treatment KSI (Newton/m2) KSI (Newton/mL.) % % 

I 133 (9.3 x 108) 

A - C 133 
8 (9.3 x 10 ) 142 (9.7 x 108) 31 74 

D 149 8 (10.3 x 10 ) 154 (10.6 x 10 8 27 72 



,18:-

FIGURE CAPTIONS 

(1) The Fe-Ni pha~e diagram 'vith heat treatment (D) shown schematically. 

(2) Characteristic microstructures of grain refined Fe-Ni alloys of 

intermediate Ni content. 

(3) Optical micrograph of annealed Fe-12Ni-O.25Ti, prepared as 

described in text (2% Nital etch). 

(4) Optical micrographs of Fe-12Ni-O.25Ti processed through treatments 

described in text (Etched with 5% picric acid solution saturated 

with sodium dodecyl benzene sulfonate). 

(5) 
a 

Results of fracture toughness tests at 77 K, with photographs of 

the fracture surfaces of the test specimens. Note that specimens 

A, B, and D have thickness (0.7. in.), while specimen C has thickness 

(0.625 in.). 

(6) Scanning electron micrographs of the fracture surfaces of the 

specimens shown in figure 5. The areas shown lie on the centerline 

of the fracture surface slightly ahead of the pre,-induced fatigue 

crack. 
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XBB 744-2958 

Fig. 4. 
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FRACTURE TOUGHNESS TEST RESULTS, 77°K 

• = TEST STOPPED 

~SPLACEMEN~ INCHES 

DISPLACEMEN~ INCHES 

DISPLACEMENT, INCHES 

DISPLACEMENT, INCHES XBB 744-2862 

Fig. 5. 
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XBB 744-2959 

Fig. 6 . 
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