
Lawrence Berkeley National Laboratory
Recent Work

Title
THE FEASIBILITY OF A LOW-FIELD SUPERCONDUCTING THIN-SEPTUM MAGNET

Permalink
https://escholarship.org/uc/item/4469g5qn

Author
Green, Michael A.

Publication Date
1965-08-16

eScholarship.org Powered by the California Digital Library
University of California

https://escholarship.org/uc/item/4469g5qn
https://escholarship.org
http://www.cdlib.org/


UCRL-16}16 

University of California 

Ernest 0. 
Radiation 

lawrence 
laboratory 

THE FEASIBILITY OF A LOW -FIELD SUPERCONDUCTING 
THIN-SEPTUM MAGNET 

\S~ 

TWO-WEEK lOAN COPY 

This is a Library Circulating Copy 
which may be borrowed for two weeks. 
For a personal retention copy, call 
Tech. Info. Division, Ext. 5545 

Berkeley, California 



DISCLAIMER 

This document was prepared as an account of work sponsored by the United States 
Government. While this document is believed to contain correct information, neither the 
United States Government nor any agency thereof, nor the Regents of the University of 
California, nor any of their employees, makes any warranty, express or implied, or 
assumes any legal responsibility for the accuracy, completeness, or usefulness of any 
information, apparatus, product, or process disclosed, or represents that its use would not 
infringe privately owned rights. Reference herein to any specific commercial product, 
process, or service by its trade name, trademark, manufacturer, or otherwise, does not 
necessarily constitute or imply its endorsement, recommendation, or favoring by the 
United States Government or any agency thereof, or the Regents of the University of 
California. The views and opinions of authors expressed herein do not necessarily state or 
reflect those of the United States Government or any agency thereof or the Regents of the 
University of California. 



Submitted to International Symposium on 
Magnet Technology, Stanford, Sept. 8-'10, 1965 

UNIVERSITY OF, CALIFORNIA 

Lawrence Radiation Laboratory 
Berkeley,· California 

AEC Contract No. W -7405-eng -48 

UCRL-16346 

THE FEASIBILITY OF A LOW -FIELD SUPERCONDUCTING 
'I'HIN -SEPTUM MAGNET 

Michael A. Green 

August 16, 1965 



.. 

,.., 
1 

-1-

THE FEASIBILITY OF A LOW -FIELD SUPERCONDUCTING 
THIN -SEPTUM MAGNET'~ 

Michael A. Green 
Lawrence Radiation Laboratory 

University of California 
Berkeley, California 

Most of the work done in recent years with 
superconducting magnets has been done with mag
nets with fielu~ strengths greater than 20 kilogauss. 
This paper discusses the use of superconductors 
on a thin-septum magnet with a field strength of 
less than 10 kG. 

The magnetic fi.eld outside a septum magnet 
must be zero. In order to achieve this condition 
a current sheet must be established across the 
vertical aperture of the magnet. If the septum is 
used for multiturn extraction, the intensity of the 
field inside the magnet is severely limited by the 
thickness of the septum thin conductor. 

Superconducting material developed in recent 
years allows current densities greater than 105 
A/cm2 to be achieved, particularly at low mag
netic fields. 3, 4 If the superconductor is bonded 
to a copper substrate with cooling tubes, there is 
no distortion of the current sheet, since current 
flows through the superconductor only. 

The iron core serves as a container for the 
magnetic field. If the core is not saturated, the 
iron insures the uniformity of the magnetic field. 
Saturation should not affect a properly designed 
septum magnet with field strengths less than 15 
kG. 

Niobium-zirconium wire operates in the 
superconductinf state at current densities greater 
than 105 A/em . (See Fig. 1.) If a 10-kG septum 
is wound with niobium-zirconium wire, the thick
ness of the thin conductor can be less than 1 mm. 
This is one order of magnitude less than with 
current water-cooled conductors. 5 

Stability Criteria - The Key to 
Magnet Conductor Design 

'The principle of stabilizing a superconductor 
was first published by Stekly and Zar. 9 The 
"stable superconductor" is one that returns to the 
superconducting state following a disturbance that 
causes the conductor to go normal. Normal zones 
are not propagated in a stabilized conductor. In 
general, the stabilized conductor can go normal 
and then return to the superconducting state with
out any decrease in the current flowing through 
the conductor. 

A superconductor can be stabilized by mount
ing the superconductor on a substrate cooled by 
liquid helium. If the superconductor -substrate 
combination is stable, there should be no degra
dation of the current-carrying capacity of the 
superconductor. It is useful to present the Stekly 

stability parameter9 

where 

Res 
he 
A 

. 2 J. 
1CH Res 

critical current at the bath tempera
ture, 
resistivity of the substrate, 
convective heat transfer to the helium, 
convective heat transfer area, 

Ac cross-sectional area of the substrate, 
TcH critical temperature at magnetic field 

that the wire is in 
Tb =bath temperature (usually 4.2°K), 

i = length of the conductor, 
a. = stability parameter. 

The above equation assumes that all the normal 
current flows through the substrate and that only 
the superconductor carries the superconducting 
current. The stability parameter must be less 
than unity in order to achieve completely stable 
operation. When the conductor is stable all the 
current flows in the superconductor until i = icH· 
If a. is greater than unity the conductor is stable 
only when i .,: icH/-Ja:; when icH-Ja: < i < icH the 

current either flows in the conductor or in the 
substrate. (The normal region will be propagated 
throughout the conductor, see F~g. 2. ) The sta
bility parameter, in general, is the ratio of the 
heat generatud in the conductor or added from an 
outside source to the heat removed in the helium 
bath. The generalized stability parameter is 

a. = 

where 

[
iCHA2 Res J. ] 
....;:..;::..:.....--- + Qc /hcA (TCH- Tb) • 

c 

Qc the heating rate from an external 
source. 

In a superconducting septum magnet used as 
an extraction magnet for an accelerator, one may 
expect outside heating to occur. The sources of 
this heating would be radiation from other sur
faces in the vacuum tank and interaction of the 
conductor with the accelerated beam. 

Since the superconductor has an external 
source of heat which must be transferred to the 
liquid helium bath, the conductor should be sta
bilized (a. ., 1) at a temperature higher than the 
bath temperature. This allows the outside heat 
to be transferred to the helium bath during super
conducting operation. If the superconductor is 
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stabilized at a temperature of 7 o K, the conductor 
should be stable if the heat transfer rate to the 
liquid helium is less than 1 W per cm2 of convec
tive-heat-transfer area. 2, 6 (The above statement 
assumes that the conductive heat transfer from 
the superconductor to the bath boundary is good. ) 

The properties of the substrate affect the 
operating characteristics of the magnet. A pure 
copper substrate has the following properties at 
4.2°K: 11 

density, 
electrical resistivity, 
thermal conductivity, 
specific heat, 

8. 9 J!./ gm 3, 
10-t> ohm em, 
70 W/cmoK, 
1.6X 10-4 J/g. 

The thermal conductivity and electrical re sis
tivity are affected by the purity of the metal; both 
values given above are for very pure (99.999% 
pure) annealed specimens. If 0.01% impurity is 
added to the specimen, the thermal conductivity 
is reduced by a factor of 10. Cold-worked speci
mens exhibit lower thermal conductivity and 
higher electrical resistivity than the annealed 
specimen. The heat storage of the conductor can 
be neglected because of the low specific heat at 
liquid helium temperatures. 

The thin septum for slow extraction requires 
that the conductor interact with the accelerated 
beam. The wedge-shaped design for the thin con
ductor shown in Fig. 3 permits maximum heat 
transfer from the thin conductor to the helium. 
The density of the current sheet across the aper
ture must be uniform. Hence, the position of the 
superconducting layer is along the inner surface 
of the conductor and this conductor thickness is 
uniform as it crosses the gap. The wedge-shaped 
substrate allows the cross-sectional area and 
convective heat transfer area to be large, to in
sure stability. 

The magnet acts as a septum magnet only 
when the conductor is fully superconducting. When 
some of the current flows in the substrate, the 
flux lines leak out of the conductor. Normalization 
of the conductor results in an outward motion of 
the flux lines as the coils' inductance increases. 
When the superconductor once more becomes 
superconducting, the inductance decreases as the 
flux lines are forced inward again. 

Basic Magnet Design Criteria for 
a 5 -kG Thin Septum 

The design requirements for a thin extraction 
septum are dependent on the energy of the particle 
to be extracted and the length allowed for extrac
tion. If the septum field is set at 5 kG, the mini
mum size of the thin conductor will be about 0.5 
mm. The lengths of 5-kG magnet required for 
various bending angles at various proton energies 
are given in Table I. 

The aperture of the magnet is determined 
from the beam dynamics of the accelerator and 
the deflection of the beam in the magnet. Both 

J 

the machines in the 200 BeV Accelerator Study 
Report10 would require extraction septum magnets 
with a vertical aperture of about 2 em. The hori
zontal or radial aperture would be about 6 em for 
the injector synchrotron and 4 em for the large 
machine. The 2-meter extraction septum for .the 
200 BeV machine could be replaced by a 50-cm 
5 -kG super conducting septum. 

If the basic magnet iron cross section (see 
Fig. 4) were 1 em wide by 14 em high, the iron 
pole should not saturate and should allow for 
cooling with liquid helium. The shape of the B -H 
curve for iron changes drastically at low tempera
ture. 1 The initial permeability is much lower at 
4° K than at room temperature. Experimental 
magnetization data at these temperatures must be 
considered before the design of the iron pole is 
set. 

The conductor shown in Fig. 3 should handle 
the required 8 000 ampere turns provided the ex
ternal heating is not excessive. The conductor 
would consist of a layer of niobium-zirconium 
0.4 mm thick and 2.0 em wide bonded to the copper 
substrate. The conductor could either be a drawn 
ribbon or a number of wires in parallel that are 
bonded securely to the substrate. In general, the 
maximum current density is greater for the wire 
than for the ribbon. A pure copper bond between 
the superconductor and the substrate would be 
desirable for heat-transfer reasons. The magnet 
shown in Fig. 4 is a two-turn magnet; there is a 
gap between the two turns. A current of 4 000 A 
would be carried by each turn. The use of inor
ganic insulation (such as anodized aluminum) is 
required for slow extraction. 

The vacuum tank that houses the magnet should 
be helium-cooled to eliminate heat transfer by 
radiation from the vacuum tank wall to the magnet. 
The vacuum tank could be housed in a liquid helium 
Dewar. The vacuum beam tube upstream and 
downstream from the magnet should be nitrogen
cooled to reduce heat transfer by radiation from 
these sources. 

The helium refrigeration requirement is de
pendent on several parameters. They include the 
heat leaks to the magnet from outside sources, 
joule heating in the conductor during normal oper
tion, and heating due to impingement of the accel
erated beam. The refrigeration requirement for 
the first two heat sources will be less than 25 
watts. The last source of heat is discussed in 
the next section. 

The Effect of Beam Impingement on 
Magnet Performance 

Beam impingement on the thin conductor will 
affect the operation of the thin septum. The first 
effect of beam collision is the heating of the thin 
conductor. This heat must be removed by the 
helium cooling system. The second effect of beam 
impingement is the change in the properties of the 
superconductor, substrate, and insulation due to 
radiation. 
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The septum magnet would be heated by the 
beam during slow extraction. This heating is a 
function of beam intensity, beam energy, and the 
material the septum is made of. If the energy of 
an incident proton beam is 200 GeV and its inten
sity is 3X 1013 particles per pulse, 10 the amount 
of energy released on an unshielded septum is 
about 2 000 joules per pulse during slow ext rae
tion. 7 

In order to maintain the septum in the super
conducting state, 98 to 99% of the heat load must 
be deposited on a shield ahead of the magnet. The 
shield ahead of the magnet should be divided into 
two parts. The first part, which handles most of 
the energy, should be made of copper, be 70 em 
long and 1 mm wide, and be water-cooled. The 
second section should also be made of copper. 
This section is 40 em long and 1 mm wide, and 
liquid-nitrogen-cooled. (See Fig. 5.) 

These shields should remove at least 95% of 
the beam interaction energy, but the removal of 
the remaining 3 to 4% may not occur. The align
ment of the shields with the septum magnet is 
very critical. 

Irradiation of the thin conductor will cause 
changes in its properties. The superconductor, 
the substrate, and insulation will be changed by 
irradiation. The change in material properties 
will affect the operation of the magnet. 

Fast-neutron bombardments of niobium-tin 
and niobium-zirconium by Macevoy and Decell8 
have shown that superconducting properties im
prove with neutron bombardment. The experi
ments have shown up to 50% improvement in crit
ical current. The effect of radiation on the ·an
nealed sample is similar to the effect of cold
working the metal. 

Irradiation of the substrate reduces the ther
mal conductivity and increases the resistivity of 
the metal at liquid helium temperatures. These 
properties are very sensitive to changes in purity 
and crystalline state. 11 · 

The effect of radiation on magnet insulation 
is well known. The use of organic insulation 
should be avoided. Inorganic insulations such as 
alumina and anodized aluminum should be investi
gated. 

Conclusion 

I feel that the magnet's feasibility will de
pend on how it is used. If the magnet has no 
interaction with an accelerated beam, I feel that 
the magnet can be built. If, however, the magnet 
is required to interact with the accelerated beam 
(even when it is shielded), its feasibility is in 
question. 

The engineering problems on this magnet 
would be formidable. The magnet cost would 
probably be an order of magnitude higher than 
present magnets of this type, particularly since 

cryogenic temperatures must be maintained 
throughout the system. I feel that further study 
is important, particularly since new advances are 
being made in cryogenics and superconductivity. 
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Table I. The length of 5-kG septum that is required to deflect protons 
of various energies through various angular deflections. 

Proton energy 

3 GeV 
Princeton-Penn AGS 

8 GeV 
Injector Synchrotron 
for 200 BeV Study 

30 GeV 
Brookhaven AGS 

200 GeV 
Advanced Accelerator 
Study 

Angle of proton deflection (milliradians) 

1 5 20 

2.55 em 12.8 em 51.5 m 

5.93 em 29.6 em 1.19 m 

20.6 em 1.03 m 4.12 m 

1.34 m 6.70 m 26.8 m 

~' 

\ 
\ 

' 
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LIST OF FIGURES 

Fig. 1. Critical current densities for niobium-zirconium wire at various 
fields. Bath temperature 4.2 o K. 
A. Performance limits for 0.025-mm wire (reference 4). 
B. Drawn 0.025-mm wire (reference 3). 
C. Upper and lower limits, heat-treated 0.025-mm wire (reference 9). 
D. Upper and lower limits, non-heat-treated 0.025-mm wire (reference \j}. 
E. Annealed specimen (reference 3). 

Fig. 2. Current fraction in the substrate for stabilized superconductors 
(reference 12). 

Fig. 3. The superconducting thin-septum conductor. 

Fig. 4. The basic superconducting thin-septum cross section. 

Fig. 5. The proton beam shield cross section . 
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this report. 
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mission, or employee of such contractor, to the extent that 
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of such contractor prepares, disseminates, or provides access 
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with the Commission, or his employment with such contractor • 
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