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The Cryogenic Mechanical Properties of 
Vintage III Al-Cu-Li-Zr Alloy 2090-T81 

David Chu and J.W. Morris, Jr. 

Center for Advanced Materials, Lawrence Berkeley Laboratory and 
Department of Materials Science and Mineral Engineering, University of California 

Berkeley, CA 94720 

The cryogenic mechanical properties of a 12.7 mm (0.5 in.) Vintage III 
2090-T81 (Al-3.05Cu-2.16Li-0.11Zr in weight percent) plate material are 
studied. The results indicate that the through-thickness and in-plane 
anisotropies in the yield strength of Vintage I 2090-T81 are reduced in the 
Vintage III material by utilizing a partial recrystallization step during the 
thermomechanical processing, but at some cost to the elongation and 
cryogenic fracture toughness. Sharp discontinuities in the microstructure 
resulting from this thermomechanical treatment give rise to distinct 
differences in the mechanical behavior between those regions that undergo 
recrystallization and those that do not. The reduced ductility observed in 
Vintage Ill 2090-T81 relative to Vintage I 2090-T81 is a result of an overall 
decrease in slip homogeneity and subsequent work hardening ability, while 
the reduced cryogenic toughness is due in part to the disruption of the 
monolithic unrecrystallized grain structure previously observed in Vintage I 
2090-T81. A comparative study between the microstructural and 
mechanical properties of the two vintages of 2090 indicates that a fully 
unrecrystallized structure is essential for excellent cryogenic toughness. 

Introduction 

Aluminum based alloys containing lithium are attractive structural materials due to 
their low density and high stiffness and strength relative to current high strength aluminum 
alloys. I ,2 Applications for these alloys were realized early in the aircraft industry where 
design studies have shown that reductions in weight density provide the most efficient 
means of increasing both weight savings and aircraft performance),4,5 In general, a 3% 
reduction in density and a 5 to 6% increase in the modulus are associated with each weight 
percent addition of lithium.6,7 As part of a continuing effort to develop these alloys, an 
aluminum-copper-lithium alloy designated 2090 was introduced by the Aluminum 
Company of America (Alcoa).8 More recent work has shown that 2090 has an excellent 
combination of strength and toughness at cryogenic temperatures.9-14 As a result, 2090-
T81 and alternative aluminum-lithium alloys are projected to replace the aluminum alloy 
2219-T87 that is currently used in cryogenic applications)O,l5 Several investigations are 
presently underway to assess the use of 2090 as a structural material for both aircraft and 
aerospace systems;6 in particular, for applications such as fuselage skins, stringers, 
frames, and welded cryogenic tankage.6,16 
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Despite its initial promise, studies on 2090-T81 have revealed a number of 
problems. The one which has received the most critical attention is yield strength 
anisotropy.l7-20 This problem is directly related to the particular thermomechanical 
treatment used to produce the final product. The process is a proprietary one that includes a 
thermomechanical reduction into plate form, a solution heat treatment, a subsequent 6 to 
8% stretch, and a final peak-age at 163°C for approximately 24 hours. IS Initially designed 
to produce a high strength, fully unrecrystallized microstructure, the process results in a 
material which is highly textured and contains highly elongated grains.8,9,12-15 

The yield strength of the first production 2090-T8112.7 mm (0.5 in.) plate material 
(Vintage I) follows a parabolic profile through the thickness of the sheet with a maximum 
value near mid-thickness.8,17,18,20,21 Differences of approximately 120 MPa (17 ksi) 
between tensile samples tested at mid-thickness and tenth-thickness have been reported.8 
In addition, drops of over 70 MPa (10 ksi) have been reported for off-axis tensile 
loadings.8,16,19-21 Both anisotropies have been linked to the hot-rolled texture induced by 
rolling during processing. Specifically, the distribution and presence of the strengthening 
phase T 1 (Al2CuLi) has been shown to play the dominant role in the through-thickness and 
in-plane yield strength variations.17,18,19 Other microstructural features including grain 
shape, lithium and copper in solid solution, and non-uniform quench rates are also cited as 
possible mechanisms. I? 

In response to these problems of anisotropy, Alcoa introduced a modification of the 
alloy 2090 that is referred to as Vintage III 2090-T81.20,21 This new vintage is projected 
to reduce the yield strength anisotropy associated with the earlier vintage. This paper 
concentrates on the microstructural and mechanical properties of Vintage III 2090-T81 and 
how they compare with those obtained from Vintage I 2090-T81. 

Experimental Procedure 

The material investigated in this study was a Vintage III 2090 plate that was 
provided by Alcoa in the form of a 12.7 mm (0.5 in.) plate in the -T81 condition, solution 
heat treated, stretched and peak-aged. This temper is also referred to as -T8E41 in earlier 
publications. The nominal composition ranges for 2090 in weight percent are tabulated in 
Table I. Actual compositions for both Vintage J9,12,15 and Vintage III materials were 
determined by atomic absorption spectroscopy and are also shown in Table I.· 

Mechanical tests were done at four different temperatures: 300K (room 
temperature), 200K (dry ice and alcohol), 77K (liquid nitrogen), and 4K (liquid helium). 
To characterize the through-thickness anisotropy of the material, tensile test specimens 
were cut parallel to the rolling direction (longitudinal) at five levels as illustrated in Figure 
1: mid-thickness (T/2), quarter-thickness, top and bottom (T/4 and 3T/4), and tenth
thickness, top and bottom (T/10 and 9T/10). Flat tensile specimens were opted for so that 
the various microstructures through the plate thickness could be isolated and tested 
individually. Characterization of the in-plane anisotropy was accomplished by extending 
the test matrix to include additional off-axis tensile test specimens: 45° from the rolling 
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Element 2090 Vintage III Vintage I 
(composition range) 2090-T81* 2090-T81* 

Al bal bal bal 

Cu 2.4-3.0 3.05 2.86 

u 1.9-2.6 2.16 2.05 

'h: 0.08-0.15 0.12 0.12 

Fe 0.12 0.08 <0.02 

Others <0.05 <0.01 <0.02 

* As received. 

Table 1: Compositions in Weight Percent of Aluminum-Copper-Lithium 
Alloy 2090-T81. 

direction at each of the five levels, and perpendicular to the rolling direction (long
transverse) at mid-thickness and both quarter-thickness positions. All sides of the tensile 
specimen gage were polished to 600 grit prior to testing to minimize any effect from notch 
sensitivity. 

Rolling Direction 

T/2 

Figure 1: Schematic illustration showing the position of the through-thickness 
tensile specimens relative to the original plate material. 

All tensile tests were conducted in displacement control. Displacement rates 
corresponded to strain rates of approximately 2.5x1Q-4 per second within the plastic range. 
Engineering stress and strain data were collected via computer and reduced prior to further 
computation. The data were then converted to true stress (a) and strain (e) values. The 
instantaneous strain hardening rate, d<J/de, was calculated by means of a sliding five-point 
fit to the parabolic relation a= Aen, where A is the stress at unit strain and n is the strain 
hardening exponent which varies with the amount of deformation.22,23 The analysis of the 
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tensile tests includes comparisons of the values of true stress, true strain, and strain 
hardening rate and their relationships to one another under the various test conditions. 
Strain hardening curves are presented in two forms: as a function of true stress and true 
strain. 

Overlay plots of the true stress, a, and strain hardening rate, aa/ae, as a function of 
the true strain, e, illustrate the stability of plastic deformation and the relative ductility at 
failure. Such plots were used by Glazer, et a1)2,15 to study the macroscopic tensile 
behavior of 2090 and 2091. Geometric instability in tension occurs when the strain 
hardening rate equals the true stress (oo/ae = a).24 Upon the satisfaction of this relation, 
the increase in stress due to the decrease in cross-sectional area exceeds that due to work 
hardening. Deformation is then no longer stable, and necking begins. The difference, 
aa/ae - a, is a measure of the instantaneous stability of plastic deformation. The value of 
the difference at failure can be used to distinguish between cases of premature or brittle 
fracture (oo/ae > a) and failure due to the macroscopic geometric instability (aa/ae ::;; a). 

Since strain is a not a thermodynamic variable and cannot be used to describe the 
state of a given material, it is common to plot the work hardening rate, aa/ae, versus the 
true stress, ·a, rather than the true strain, e. Basic theories relate the product a(oo/ae) to the 
inverse of the dislocation mean free path and the true stress, a, to the dislocation density.25 
Such plots are utilized to separate and identify the effect of temperature on the microscopic 
development of work hardening for tensile specimens under various testing conditions. 
Plots of this form, shown in Figure 2, exhibit a line of zero slope in the idealized case, 
where the increase in dislocation density is compensated by a corresponding decrease in the 
dislocation mean free path. In this study, the line of zero slope is referred to as the region 
of stable deformation and is defined by the two bordering inflections. Deviations from this 
plateau represent increased localization of slip within the material. 

The fracture toughness of the Vintage III 2090-T81 plate was measured by 
determining K1c values from measured Jrc values for standard 12.7 mm (0.5 in.) thick 
compact tension specimens with W = 50.8 mm (2.0 in.) according to the single specimen 
compliance technique in the 1987 ASTM Standard E813. Tests were conducted for three 
orientations (L-T, T-L, L-45°), each at three different test temperatures (300K, 77K, 4K). 
Fracture surfaces were examined by scanning electron microscopy. 

i'Jcr/df. 

Idealized 

Decreasing 
Slip Homogeneity 

4 

Figure 2: Schematic illustration of the 
idealized work hardening behavior as 
a function of true stress a for 
polycrystals shown in bold (After 
Mecking, ref. 25). Dotted line shows 
the conceptual deviation from zero 
slope of the region of stable 
deformation resulting from a decrease 
in deformation homogeneity. 

.... 
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Results & Discussion 

Microstructure 

Early optical work revealed a larger grain size associated with the more recent 
vintage. In addition, the grain size was found to vary considerably with through-thickness 
plate position. The grains in the earlier vintage are highly elongated with a mean grain size 
of approximately 2000 x 400 x 25 J..Lm throughout the materia!. IS In contrast, the grain size 
in Vintage III 2090-T81 ranges from approximately 3500 x 800 x 50 J..Lm at mid-thickness 
to as great as 10000 x 800 x 300 J..Lm at quarter-thickness.26 

Surface 

Center , 

0.00 mm 
(0.00 in.) 

1.27 mm 
(0.05 in.) 

2.54 mm 
(0.10 in.) 

3.81 mm 
(0.15 in.) 

5.08 mm 
(0.20 in.) · 

6.35 mm 
1 (0.25 in.) · 

Figure 3: · Optical micrograph showing the microstructure from the top surface 
to mid-thickness of Vintage III 2090-T81. (XBB 902-882) 

5 
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A through-thickness optical survey incorporating the top portion of the plate 
material (surface to mid-thickness), shown in Figure 3, reveals that the wide range of grain 
sizes is also accompanied by a wide range of grain morphologies. Relatively thin grains 
with a healthy distribution of subgrains are found at mid-thickness of the plate whereas a 
region consisting of much larger grains with very few subgrain features is observed near 
quarter-thickness. The transition between the two grain morphologies is abrupt as 
highlighted in Figure 4. The discrete change suggests that the material was partially 
recrystallized at some point during the thermomechanical processing where the thinner 
grains are those which remain unrecrystallized while the thicker grains are recrystallized 
grains which undergo further rolling. Bull and Lloyd27 have noted a similar struc.ture in 
aluminum-lithium alloys undergoing low overaging temperatures. Toward the surface, a 
slight decrease in grain size and a return of subgrain features are noted. In contrast to the 
elongated grains expected in a hot-rolled material, an approximately 500 J.lm thick layer of 
equiaxed grains with varying diameters of 500 to 1000 Jlm are found at the surface. The 
increased contrast obtained from these grains relative to the rest of the plate suggests that 
this equiaxed layer may be the result of surface recrystallization upon the final solution heat 
treatment. 28 

250 !lnl 

Figure 4: Optical micrograph showing the boundary between relatively thin grains 
near mid-thickness and thicker grains below. (XBB 906-5007) 

6 
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The dramatic microstructural variations observed, sue~ as the sharp boundary 
between the regions of fully unrecrystallized and pre-recrystallized microstructures (Figure 
4), suggest an equally strong variation in the subsequent mechanical properties. In general, 
the principal difference between unrecrystallized and recrystallized structures resides in the 
degree of grain boundary misorientation.29 Recrystallization softens the intense texture 
developed within rolled aluminum alloy products. Although an increase in isotropy in the 
plane is achieved, the subsequent side effect is the increase in grain boundary 
misorientation which leads to intergranular fracture and lower fracture toughness when the 
grain size is large. 30,31 This behavior becomes more notable at cryogenic temperatures, as 
evidenced by the low fracture toughness of recrystallized aluminum-lithium alloys,l5,16 
Unrecrystallized structures, such as Vintage I 2090-T81, alleviate this stress concentration 
by reducing the degree of grain misorientation and thus accommodating slip continuity 
across grain boundaries.29 These structures increase the probability of higher energy 
transgranular fracture and improve cryogenic toughness. However, the directionality 
associated with unrecrystallized structures results in improvement only in one orientation, 
namely parallel to the rolling direction. As will be shown below, these factors create a 
dependency of the mechanical behavior of Vintage III 2090-T81 on the through-thickness 
position. 

Despite the wide range of microstructures observed, earlier TEM work revealed no 
differences in the distribution of the strengthening precipitates, 0' and T 1 at various 
through-thickness positions.26 Additionally, no embrittling 0 precipitate phase was 
observed in the bright field images of selected samples. Thorne et al.32 have reported a 
lithium depletion zone induced by the surface recrystallization discussed above. However, 
TEM investigations at the surface revealed no significant decrease in the volume fraction of 
0' orT1.26 

Tensile Properties 

For the majority of Vintage III 2090-T81 tensile specimens, the reduction in the 
cross-sectional area was minimal. A few exceptions to this trend occurred for tensile 
specimens taken at 3T/4 and 9T/10 where the combination of intergranular delamination 
and partial fracture produced large area reductions within the material still intact and, 
subsequently, exaggerated total elongations. Uniform elongations were unperturbed by 
this behavior and remained valid parameters for comparison. A number of the more 
prominent results are highlighted and discussed below. 

Figure 5a shows that the longitudinal yield strength anisotropy through the 
thickness of Vintage I 2090-T81 12.7 mm (0.5 in.) plate is reduced in the Vintage III 
material. Unlike the monotonic drop in yield strength observed from mid-thickness to the 
surface in the earlier vintage, Vintage III 2090 exhibits a minimum near both quarter
thickness positions bordered by maxima at mid-thickness and the two surfaces. The result 
is a strength variation of no more than approximately 100 MPa (15 ksi) at room temperature 
in the longitudinal yield strength, a 15% reduction in the 120 MPa (17 ksi) difference of the 
earlier vintage. Corresponding plots for 45° and long-transverse specimens exhibit similar 
trends to that shown in Figure 5a although at lower levels and to lesser degrees. 

7 
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Figure 5: a) Variation of the yield strength as a function of the through
thickness position for Vintage I and Vintage III 2090-T81 
longitudinal tensile specimens tested at 300K. b) Variation of 
the uniform elongation with through-thickness position for 
Vintage ill 2090-T81longitudinal tensile specimens. 
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Room temperature uniform elongation values for longitudinal specimens exhibit 
similar trends as their corresponding yield strengths. However, this profile varies 
dramatically with decreasing temperature, as depicted in Figure 5b. Additionally, an 
asymmetry of mechanical properties can also be noted. T/4 specimens exhibit a large jump 
in uniform elongation between 300K and 200K, whereas a similar jump does not occur for 
3T/4 specimens until lower temperatures. 

900 20 
a) b) D Vintage I 2090-T81 

• Vintage III 2090-T81 c::: 
800 15 

:s 
.-. g; 
~ 3 
'-' tr1 
-5 700 10 0 

:s co (lQ c a 
~ s· 
tn :s 

600 5 .-. 
~ 
'-' 

500 0 
0 100 200 300 0 100 200 300 

Temperature (K) Temperature (K) 

Figure 6: Comparison of the a) yield and ultimate strengths, and b) uniform 
elongation as a function of temperature for Vintage I and Vintage III 
2090-T81 longitudinal tensile specimens taken at mid-thickness. 
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A plot of the data obtained from longitudinal tensile specimens at mid-thickness 
reveals an increase in strength and uniform elongation values with decreasing temperature. 
This trend is similar to what is observed for the earlier vintage, as shown in Figure 6. 
Although the level of the temperature induced strength increase is lower for the Vintage III 
material, the degree of the strength increase is similar. The improvement trend of the 
uniform elongation measured for Vintage III 2090-T81 at mid-thickness parallels that 
exhibited by its predecessor, except at 4K where Vintage I 2090 exhibits roughly twice the 
elongation of Vintage III 2090. The dual drop in both strength and elongation observed in 
the Vintage III material relative to the Vintage I material is unusual; an inverse relation 
between the two is more common. The increases in strength values with decreasing 
temperature are observed for all through-thickness positions and orientations similar to 
those shown in Figure 6a. However, only longitudinal uniform elongations taken at 

600~----------.----------. 
o 4K 0 200K 

e 77K • 300K 

T/4 

650r---------------------~ 
...-. T!l 

~ 600 

~ 
~ 
~ 

Cl) 

"0 
13 
>= 

450+---~--r---~--r-~--~ 

600----------------------~ 
3T/4 

400+---~--r---~--r-~--~ 

0 30 60 90 

Loading Angle Relative to Rolling Direction (0
) 

Figure 7: Variation of the yield strength 
with orientation for Vintage III 
2090-T81 tensile specimens 
taken at a) T/4, b) T/2, c) 3T/4. 
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quarter-thickness mimic this trend. Both 
T/10 and 9T/10 longitudinal specimens 
and all 45° specimens exhibit a drop in 
the uniform elongation between 200K 
and 77K. Fracture surface analysis has 
shown both of these anomalies to be a 
consequence of an intruding fracture 
mode change. 

In order to examine the issue of in
plane anisotropy, the yield strengths 
compiled in Table II can be replotted as a 
function of testing orientation, as 
illustrated in Figure 7. With few 
exceptions, the results show a consistent 
drop in strength at 45° at all levels of the 
material. The magnitude of this drop, 
however, varies with each through
thickness position. Mid-thickness tensile 
samples reveal the most dramatic drop, 
ranging from 35 MPa (5 ksi) to ·70 MPa 
(10 ksi) between longitudinal and 45° 
orientations, respectively. In contrast, 
quarter-thickness specimens do not drop 
by more than 25 MPa (3.5 ksi) for all 
test temperatures. Figure 8 replots the 
through-thickness position dependency of 
the in-plane anisotropy at room 
temperature. Compared to Vintage I 
2090-T81, quarter-thickness specimens 
exhibit a substantial reduction of the in
plane anisotropy. Mid-thickness 
specimens, however, reveal little change. 
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0 Vintage III (T/4) 

• Vintage III (Tfl) 

• Vintage III (3T/4) 

D Vintage I (Tfl) 

400+-------~------~--~--~ 

0 30 60 90 
Loading Angle Relative to Rolling Direction e) 

Fracture Properties 

Figure 8: Comparison of the yield 
strength as a function of 
the in-plane orientation 
for Vintage I 2090-T81 
tensile specimens taken 
at mid-thickness and 
Vintage III 2090-T81 
tensile specimens taken 
at mid-thickness and 
quarter-thickness. 

A plot summarizing the calculated K1c values obtained for Vintage III 2090-T81 is 
shown in Figure 9. The fracture toughness shows an improvement between 77K and 4K 
for L-T and T-L oriented specimens while L-45° K1c values exhibit a slight drop in 
toughness. The anomalous drop in the measured fracture toughness between 77K and 4K 
exhibited by the L-45° specimens is coincident with the equally anomalous drop in the 45° 
tensile elongation value at 77K; the maximum L-45° K1c value, which occurs at 77K, 
coincides with the minimum 45° uniform elongation value. As mentioned above, this drop 
is due to a change in the fracture mode occurring for off-axis tests. 

70 -
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~-------i 
• Vintage III (L-45°) 

Figure 9: Variation of the plane e 
~ 
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Values obtained for ~ :::l 40 -0 

Vintage I 2090-T81 L-T 
Q..f-< 

~ ... 

0 Vintage III (T-L) 

J1c specimens are shown :::l 30 -~ for comparison. t!: 
20 

0 100 200 300 

Temperature (K) 
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It is important to recall that establishing relationships between tensile and fracture 
properties are made increasingly difficult by the extent of the through-thickness anisotropy. 
Unlike the tensile properties, which can be measured for a given position in the thickness, 
fracture properties incorporate the entire thickness of the plate. As a result, measured 
toughness values are not only a result of the interplay between the intergranular and 
intragranular microstructures, but also of the state of stress throughout the material. 

A plot comparing the strength and toughness of Vintage III 2090-T81 along with 
7075-T6, Vintage I 2090-T81, 2219-T87,8,15,20,21 and the set of aerospace aluminum 
alloys at room temperature is shown in Figure 10. Although Vintage III 2090-T81 does 
not fare well compared to its predecessor at cryogenic temperatures, its toughness is still 
superior to 7075-T6, the alloy 2090 was originally designed to replace. 

Tensile Yield Strength (ksi) 

50 75 100 
70 

c 4K 60 

., .. 60 I» 
!l 
c 
iil 
~ 50 c 

10 
':S' 
:::J 
CD 
Ul 
Ul - 40 
3: 
"C 
I» z 
3 - 30 

• 2219-T87 ., 
• 7075-T6 ; 

n -c VIntage I 2090· T81 c .. 
C77K CD 

0 VIntage Ill 2090-T81 -1 
0 

• 4K c 
10 

o 4 K ':S' 
:::J 0 CD 

77K Ul 
Ul 

-;? 
Ul 

30 ~ 
:::J 

K -
• 77K 

20 
20~----._ ____ ._ ____ ~----~----~----_. ____ _. ____ ~ 

300 400 500 600 700 

Tensile Yield Strength (MPa) 

Figure 10: The strength-toughness-temperature relationship of the aluminum alloys 
7075-T6, 2219-T87, Vintage I 2090-T81, and Vintage III 2090-TSl. 
The strength-toughness trend line for advanced aerospace aluminum 
alloys at room temperature is also shown for comparison. 

Tensile Behavior 

Overlay plots of both dCJ/de and CJ versus e obtained from longitudinal tensile 
specimens taken at mid-thickness for all four test temperatures are shown in Figure 11. In 
all cases, failure occurs when the true stress is approximately equal to the instantaneous 
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b) 

8 10 

Figure 11: Comparison of the true stress and work hardening rate as a function of 
true strain for Vintage III 2090-T81 longitudinal tensile specimens taken 
at mid-thickness and tested at a) 300K, b) 200K, c) 77K, and d) 4K. 

work hardening rate. Despite the fact that the intersection of a and 'da/iJe are well 
delineated at 300K and 200K only, it is clear that failure in tension occurs near the point of 
geometric instability and is not due to a premature brittle fracture. A comparison of the 
work hardening curves shows an increase of the work hardening rate with decreasing 
temperature (Figure 12). This increase in the work hardening level retards the onset of 
geometric instability and results in improved measured uniform elongation values at lower 
temperatures. These trends are similar to those observed for Vintage I 2090-T81 and have 
been linked with increased stable deformation prior to fracture at low temperatures.12, 15 

Plots of oo/'de versus a shown in Figure 13a confirm the data above, indicating that 
both the stress and work hardening rate at the beginning of the region of stable deformation 
increase with decreasing temperature. These trends are consistent with studies on Vintage I 
2090-T81.15 Kocks30 has linked this increase in work hardening with the increasing stress 
required to produce deformation, since thermally activated slip processes, such as cross
slip and dislocation climb, are not operative at lower temperatures. The increase in work 

12 
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hardening with decreasing temperature is accompanied by an increase in slip homogeneity 
as eviclenced in Figure 13a by the approach to zero slope of the region of stable 
deformation. However, a comparison of the strain hardening behavior of the two vintages 
(Figure 13b) shows that the region of stable deformation for Vintage III 2090-T81 initiates 
at a higher value of the work hardening rate for all temperatures, differing by as much as 
1500 MPa at 4K. The region of stable deformation for Vintage III 2090-T81 also 
decreases at a more rapid pace than its predecessor. These two factors combined indicate 
that Vintage III 2090 exploits its work hardening ability earlier in the course of the tensile 
test relative to Vintage I 2090-T81. The rapid decrease in this work hardening may then be 
due to the inability of subsequent hardening to overcome the inherent softening 
mechanisms of the material. At 300K this effect is less obvious. 
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Similar to mid-thickness tensile specimens, failure of quarter-thickness tensile 
specimens occurs at approximately the instability point at all test temperatures. This 
behavior can be seen in Figure 14a where all four curves drop below 500 MPa before final 
failure. Unlike the steady increase in the work hardening rate observed at mid-thickness 
(Figure 12), the work hardening rate at quarter-thickness exhibits a stall between 200K and 
77K. A comparison between mid-thickness and quarter-thickness specimens shows that 
the work hardening rate for quarter-thickness specimens is notably lower at all test 
temperatures, as indicated in Figure 14b. A simultaneous decrease in the yield and ultimate 
strengths relative to mid-thickness strengths results in quarter-thickness uniform 
elongations similar in value to mid-thickness specimens at 200K and 77K. The 
disproportionate jump in the work hardening rate at 4K relative to the corresponding 
strength increase at quarter-thickness then results in a superior uniform elongation. At 
300K the low elongation values measured result from the absence of a region of stable 
deformation. 
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The difference in mechanical behavior between the mid-thickness and quarter
thickness positions is best highlighted by their relative response to in-plane testing. Figure 
15 illustrates the difference in the work hardening characteristic between longitudinal and 
45° tensile specimens. The curves plotted for quarter-thickness tests in both orientations 
for the most part, lie atop of one another. In contrast, curves plotted for mid-thickness, 
longitudinal tests deviate from those for mid-thickness, 45° tests. In general, the 
separation between the two mid-thickness curves increases with decreasing temperature. 
As a consequence, the difference between mid-thickness and quarter-thickness tests is most 
dramatic at 4K. A break in the trends discussed above can be seen to occur for both mid
thickness and quarter-thickness tensile tests at 77K (Figure 15c). Although the source of 
this anomaly for the longitudinal tests is unknown, the break in trend for quarter-thickness 
tests is believed to be due to the change in the fracture mode which occurs between 200 and 
77K. 

Fracture Behavior 

Current models for strain-controlled fracture predict proportional increases in the 
toughness with increases in other deformation properties, namely the yield strength, the 
elongation; and the work hardening rate in the absence of a fracture mode change.33-36 
Earlier work has revealed an absence of a primary fracture mode change for Vintage m L-T 
J1c specimens.26 The ductile fracture mode consists primarily of transgranular shearing 
connected by splitting along planar grain boundaries parallel to the load axis. Previous 
work on Vintage I 2090-T81 have yielded similar conclusions.I2-15 Where such a 
preservation of fracture mode is observed, the scaling between mechanical parameters is 
observed)5,37 In particular, the fracture toughness, strength, and elongation of 
longitudinal oriented specimens at mid-thickness and quarter-thickness all increase with 
decreasing temperature (Figures 6, 9, and 11). In contrast, 45° tensile tests exhibit a drop 
in the elongation at 77K, whereas the fracture toughness increases to a maximum. 
However, this break in trend is associated with a fracture mode change. When such a 
change in the primary fracture mode occurs in response to a change in the test temperature, 
it will dominate the fracture toughness response.I5,37 As such, the relation between the 
fracture toughness and tensile behavior based on strain-controlled fracture models are no 
longer stringent. The source of this fracture mode change is the subject of future work. 

Vinmge ill 2090-TSJ versus Vinmge I 2090-TSJ 

The substantial improvements in the in-plane and through-thickness anisotropies is 
a direct consequence of the significantly different microstructure observed for Vintage m 
2090-T81. The results discussed above, both microstructural and mechanical, strongly 
suggest that these improvements are a result of a partial recrystallization during the 
thermomechanical processing. Although this partial recrystallization is effective in reducing 
the anisotropies associated with Vintage I 2090-T81, it creates a strong through-thickness 
microstructural anisotropy that may be extremely detrimental. This microstructural 
anisotropy separates the Vintage III 2090-T81 plate into three distinct regions: a fully 
unrecrystallized region surrounded by two pre-recrystallized regions. It is evident that the 
various polygranular microstructures observed give rise to varying degrees of strength, 
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toughness, and ductility. Subsequently, the improvements are highly through-thickness 
position dependent. 

It is apparent that Vintage III 2090 attempts to mix the features of recrystallized and 
unrecrystallized structures. In this way, both the through-thickness and in-plane 
anisotropies may be lessened without loss to the cryogenic strength-toughness 
combination. Despite the non-ideal result, the strength-toughness combination is still 
superior to the current aerospace aluminum alloy 2219-T87 (Figure 10). The data 
accumulated in this study strongly imply that a fully and monotonic unrecrystallized grain 
structure as observed in Vintage I 2090-T81 is necessary to obtain excellent cryogenic 
fracture toughness. A similar conclusion is arrived at by Starke and Lin31 for aluminum 
alloy 2020, where the poor ductility and fracture toughness are associated with a partially 
recrystallized structure. 

The complex microstructure of Vintage III 2090-T81 can be compared to a 
laminated composite. As such, the mechanical properties as a whole are strongly 
influenced by the properties of the constituent materials, their distribution, and the 
interaction among them. Consequently, caution must be taken since the reduction in the 
thickness of the original alloy through machining will nullify the improvements in isotropy 
found in this vintage. 

Summary and Conclusion 

The mechanical properties and mechanical behavior of Vintage III 2090-T81 in the 
form of a 12.7 mm (0.5 in.) plate are strongly influenced by the layered laminate-like grain 
structure. This grain structure can be regarded on two levels: the elongated grains found 
throughout most of the material provides one mode of layering while the variation in the 
thickness of the elongated grains provide the other. The evidence summarized below 
indicates that this wide spectrum of microstructures is produced by a partial recrystallization 
during the thermomechanical processing prior to the final solution heat treatment and aging. 

The yield strength through-thickness profile exhibits minima near the quarter
thickness positions with maxima at the center and near both surfaces. This variation is an 
improvement over the par~bolic profile of the earlier vintage. Overall, the through
thickness anisotropy is reduced by 15% at room temperature. In a similar manner, 
improvement in the in-plane anisotropy is also observed but is restricted to certain locations 
in the plate thickness. This sensitivity to plate position also results from the partial 
recrystallization, where the in-plane anisotropy is essentially eliminated within the pre
recrystallized region at quarter-thickness. In contrast, the region of fully unrecrystallized 
grains at mid-thickness do not show any significant improvement over the Vintage I 
material in the in-plane anisotropy. 

The improvements observed in the Vintage III material comes at a great loss to the 
cryogenic fracture toughness. However, the lower values relative to Vintage I 2090-T81, 
are still superior to or at least comparable to both 7075-T6, the material originally to be 
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replaced by 2090, and 2219-T87, the alloy projected to be replaced by 2090 in aerospace 
systems. It is believed that the decreased cryogenic toughness is a direct consequence of 
the disruption of the monolithic, fully unrecrystallized structure originally observed in 
Vintage I 2090-T81 which demonstrates the necessity for a fully unrecrystallized structure 
in order to attain superior cryogenic toughness. 
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