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Abstract
Phase stability is one of the crucial requirements for any material that can be used

at elevated temperature applications such as thermal barrier coating (TBC). The

most traditional TBC material, partially stabilized zirconia, limits the operating

temperature due to its phase transformation. Conversely, the low thermal conduc-

tivity of fully stabilized zirconia (YSZ) may enable effective reduction in the sur-

face temperature on the coated component, while avoiding deleterious phase

transitions, although still being subjected to sintering and grain growth. It has

been reported that addition of rare-earths as dopants to YSZ can significantly

increase resistance to grain growth at high temperature. Keeping this under con-

sideration, this work investigates the role of rare-earths (lanthanum and gadolin-

ium) in increasing thermal stability of YSZ microspheres, the building blocks for

high-temperature photonics for reflective TBC. The spheres were produced by

ultrasonic spray pyrolysis, and the doping led to significant improvement of sta-

bility by significant inhibition of grain growth. While the individual dopants

showed significant growth and sintering inhibition up to 900°C, co-doping with

4% (in mol) of each (Gd and La) led to coarsening resistance up to 1000°C for

3 hours, when particles retained reasonable spherical features with nanometric

crystallite sizes.

KEYWORD S

coarsening, spray pyrolysis, zirconia: yttria stabilized

1 | INTRODUCTION

Among the widespread applications of zirconia ceramics,
its use as a thermal barrier coating (TBC) has been inten-
sively investigated in the past decades. TBCs are gener-
ally applied on metallic surfaces of gas turbine or
aeroengine parts, operating at elevated temperatures, as a
form of exhaust heat management. Several developments
of ceramic TBC have been made for turbine parts due to
the limited temperature stability of traditional turbine
materials.1,2 The purpose of TBC is to provide a low
thermal conductivity barrier to heat transfer, from the hot

gas in the engine to the surface of the coated alloy com-
ponent, whether in the combustor or the turbine.3,4 The
TBC allows to increase the gas temperature of the tur-
bine, and thereby the engine efficiency, without increasing
the surface temperature of the alloy. Moreover, it also
protects from rapid thermal transients to occur due to
flame out and simplifies the turbine blade design by mini-
mizing thermal distortions of the blade.1,2 The choice of
proper materials as a TBC for turbine engine can extend
its life by decreasing the surface temperature of that com-
ponent. Two of the most important characteristics of an
effective TBC are low thermal diffusivity and phase
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stability during thermal cycling between room temperature
and operation temperature.5,6

According to Miller et al., the first use of TBCs in
manned flight was in 1960s.5 As a TBC, calcia-stabilized
zirconia was used on the exhaust nozzle of the X-15
manned rocket plane.5 Later, several ceramic coatings such
as Al2O3,

7,8 mullite,6,9 CaO/MgO+ZrO2,
5 YSZ,10-13

CeO2+YSZ,
14 La2Zr2O7,

15,16 etc. have been tested as TBC
materials. However, their limitations as a coating material
under extreme operating conditions which subjects to sev-
ere mechanical, chemical, and thermal stresses continue to
lead researchers to look for better solutions. For instance,
partially stabilized YSZ has limited operational temperature
(<1200°C) for long-term application. Over 1200°C, phase
transformations from tetragonal to tetragonal and cubic
(t+c) and then during cooling again to monoclinic (m)
occur, giving rise to the formation of cracks in the coat-
ing.15 In case of mullite, above 1000°C, the thermal
cycling life of coating is much shorter than that of partially
stabilized YSZ.15 Moreover, mullite coating crystallizes at
750°C-1000°C, accompanied by a volume contraction,
causing cracking, and de-bonding.17 The addition of CeO2

in YSZ can affect the coating hardness and stoichiometry
due to the vaporization of CeO2, reduction of CeO2 into
Ce2O3 and accelerated sintering rate of the coating.18 Even
La2Zr2O7 has shorter thermal cycling life than partially sta-
bilized YSZ coating which might be explained by its rela-
tively low thermal expansion coefficient and toughness.19

Recent developments in high-temperature photonic struc-
tures (HTPS) have allowed the increased radiation reflec-
tance by means of nanolayered coatings (without significant
sintering). This can decrease the surface temperature of gas
turbine blades by up to 180°C, which could lead to a signifi-
cant improvement of blade lifetime.20 Addition of rare earth
(RE) dopant in YSZ can enhance the thermal stability and
reduce thermal conductivity of TBC by 50%, as reported by
Zhuand Miller,21 from 1.85 to 1.90 W m�1 K�1 (4.6 mol%
YSZ) to 0.85 W m�1 K�1after 20 hours high-temperature
testing (for ZrO2-(4-6 mol%) (Y. Nd. Yb)2O3 oxide cluster
coatings). The reduction in thermal conductivity is because
of the presence of 5-100 nm defect clusters distributed
throughout the coating matrix, which limit the mean free
path of both phonons and photons.

Ideally, a perfect TBC material with photonic structure
must have spherical and highly monodispersed particles,
with sizes of 3 lm (so that it can reflect incoming IR) and
have thermal stability at elevated operating tempera-
ture.22,23Several synthesis techniques have been developed
for spherical YSZ or zirconia based ceramic oxides such as
polymer induced colloid aggregation,24-27 sol gel,22,28-32 and
spray pyrolysis.33-37 Ultrasonic spray pyrolysis (USP) was
used in the present work because it is a continuous, low
cost, and single-step method for the preparation of fine,

spherical particles, with a narrow size distribution, highly
crystalline, and good stoichiometry, chemically homoge-
neous, and is suitable for multicomponent powders (allow-
ing proper doping for coarsening control, for instance).33,38

The USP technique is based on the assumption that one dro-
plet forms one product particle (sphere),39 i.e., the precursor
solution is atomized into liquid droplets that are carried by
gas into a hot zone where they are rapidly heated and
decomposed to form spherical oxide particles.39,40

The purpose of this work is to study the applicability of
USP for the synthesis of spherical particles suitable for
TBC. Considering the requirements for this application, this
work focuses on fully stabilized 12% (in mol) YSZ spheri-
cal particles to avoid phase transformations since, at this
composition, YSZ remains in cubic phase until its melting
temperature.41 Moreover, since YSZ may suffer grain
growth at high temperatures, the suitability of the USP to
dope YSZ with RE was also examined.42 RE elements are
expected to segregate to the grain boundary of ceramics,
lowering interface energies, hypothetically allowing robust
resistance to coarsening even at extremely high tempera-
tures.42,43 To understand effect of dopant cation radius on
growth resistance in YSZ, two different dopants, lanthanum
(La, ionic radius 103 pm) and gadolinium (Gd, ionic radius
94 pm), were selected and used under different concentra-
tions. Given the initial positive results with the individual
dopants on the thermal stability, co-doping was also tested
and revealed a further increase in thermal stability, with the
spheres holding shape and crystallite sizes in the nanoscale
up to 1000°C for at least 3 hours.

2 | EXPERIMENTAL PROCEDURE

USP was used to synthesize YSZ based sphere-like parti-
cles. As precursors, zirconium oxynitrate hydrate [ZrO
(NO3)3.xH2O] (Aldrich, 99%, St. Louis, MO), yttrium
nitrate hexahydrate [Y(NO3)3.6H2O] (Aldrich, 99.999%, St.
Louis, MO) were dissolved in water (0.1 mol L�1 solution)
and sprayed through the reactor tube (GSL-1700X, MTI
Corporation, KJ Group, California, USA) using two
atomizers (1.7 MHz each) with a carrier airflow of 9 l
min�1. For the RE doping, Gadolinium nitrate hexahydrate
[Gd(NO3)3.6H2O] (Aldrich, 99.999%, St. Louis, MO) and
Lanthanum nitrate hexahydrate [La(NO3)3.6H2O] (Aldrich,
99.999%, St. Louis, MO) were also added into the salt
solution. The liquid droplets created by the atomizers were
transformed into oxide particles after passing through the
hot zone of a tube furnace. Synthesis temperatures were
1100°C or 1300°C. Temperatures were enough to cause
complete decomposition of the precursors, as tested using
thermogravimetry (see Figure S1). Obtained oxide particles
were passed through an electrostatic precipitator (1.5 kV)
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for collection. The powders were then separated by wash-
ing the electrostatic precipitator with ethanol and evaporat-
ing the solvent. Generally, oxides synthesized by USP
process do not need any further calcination, but for the
calorimetric measurement, powders were calcined at 500°C
for 2 hours to remove any residual carbon contaminants.

Chemical compositions were confirmed by X-ray Fluo-
rescence (XRF) spectroscopy (Rigaku, Supermini200
Sequential WD-XRF, Pd Target, 50 kV, 4 mA, Tokyo,
Japan). The phase purity was ensured using X-ray diffrac-
tion (XRD) technique (Bruker AXS Inc., Madison, WI,
model D8 Advance; CuKa Radiation k=1.5418 �A under
40 kV and 40 mA) and crystallite size of those calcined
particles determined by whole profile fitting of the XRD
patterns by using JADE 6.1(MDI) software.

In order to understand the effect of individual dopants
in the coarsening behavior of the spherical particles, differ-
ential scanning calorimeter (DSC, Setsys 1750 Evolution,
Setaram, France) was used to heat up the powders up to
1100°C in an Ar atmosphere at a rate of 20°C min�1 and
held at that temperature for 30 minutes. This caused coars-
ening of the grains which had their respective heat evolu-
tion monitored by the calorimeter for further correlation
with the microstructure.44,45

The direct effect of dopants in stabilizing spherical par-
ticles was evaluated by annealing them in air at several dif-
ferent temperatures (700-1200°C) for 3 hours in a reactor
furnace (GSL 1700X, MTI Corporation, KJ Group,

California, USA). As co-doped YSZ spheres were synthe-
sized at higher temperature, the annealing temperatures
were stretched to 1200°C. Microstructures of all the YSZ
samples were characterized by Scanning Electron Micro-
scopy (SEM; FEI Company, FEI 430NanoSEM, Hillsboro,
Oregon) and the grain sizes were measured by ImageJ soft-
ware by linear intersecting method. Transmission electron
microscopy, (TEM) JEOL 2100 with STEM Annular Dark
Field (ADF) detector (Voltage 200 kV, emission current
137 lA), was also used to see the particle morphology.

3 | RESULTS AND DISCUSSION

USP was performed at 1100°C to obtain YSZ and YSZ
doped with 1 or 2% (in mol) La and doped with 2% Gd. Fig-
ure 1 shows SEM images of the highly isotropic spheres
obtained from the method, independent on the composition.
While individual particles could be found, small aggregates
are commonly observed. However, the aggregation seems to
be a result of the sample preparation for the SEM rather than
sintering since one can also observe the apparent “necking”
features in some particles with the SEM stub itself, suggest-
ing it is not a sintering related neck, but probably due to the
gold coating that was deposited prior to SEM imaging. XRD
patterns for all samples shown in Figure 2 confirm that all
reflection peaks match the characteristic ones for cubic zirco-
nia. No second phases were observed even for the RE-doped

FIGURE 1 SEM micrographs of YSZ and RE-doped YSZ spheres prepared by USP and further calcined at 500°C for 2 hours

NAFSIN ET AL. | 3



samples. From the peak positions, one cannot observe signif-
icant changes in lattice parameters, indicating that the RE
dopants (Gd/La) are likely not forming solid solution (which
would lead to significant lattice expansion given the radius
mismatch with the ions from the YSZ crystal). This suggests
the RE dopants are segregated to the grain boundaries, as
previously reported to occur in La- and Gd-doped YSZ pre-
pared by other methods.42,46 The XRD peaks are, however,
significantly broad, suggesting nanocrystalline grain sizes.
Crystallite sizes calculated with whole profile fitting show
that the RE-free YSZ has 13.4 nm grains, while the RE-
doped YSZ show systematically smaller crystallites (see
Table 1). This fact is again consistent with the segregation
of RE to the interfaces, that is expected to lower interfa-
cial energies and hinder coarsening, as reported previ-
ously.42,43 Interestingly, one observes that not only the
crystallite size is decreased, but also the size of the
spheres themselves. Table 1 lists the sizes measured from
multiple SEM images (size distributions can be found in
the Supplemental Information, Figure S2).

The RE dopants are not expected to affect the size of
the liquid droplets, and because of their small concentration
and compatible chemistry (as compared to Y and Zr pre-
cursors), the surface tension of the liquid should not be sig-
nificantly affected. This suggests that RE dopants are
affecting the crystallization of the spheres during USP. We
speculate the RE dopants are segregating to the grain
boundaries, energetically stabilizing them and promoting
their formation. This would result in more shrank particles
as schematically shown in Figure 3.

STEM dark field image in Figure 3 reveals the mor-
phology of RE-free and 2% La YSZ calcined particle (rep-
resentative). The particles are highly porous, as confirmed

by the contrasts which suggest a sponge-like form. The
pores are very small although, with less than 10 nm. Por-
ous spheres produced by USP have been predicted in the
literature35,47 but rarely demonstrated. This feature is quite
beneficial for application in TBC, given that the presence
of pores will further decrease thermal conductivity due to
the low thermal conductivity of air.48

The grain stabilization demonstrated in Table 1 for the
as-synthesized particles suggest an increased thermal stabil-
ity. To assess this, direct calorimetric experiments in DSC
were performed. Figure 4 shows the DSC curves for all
compositions resulting from a constant heating rate up to
1100°C. Clear exothermic peaks are observed for all sam-
ples and attributed to coarsening (and possible collapsing)
of the spherical structures. There is postponement of the
exothermic peak onset as a function of RE doping. From
YSZ, the peak starts at about 650°C, which is postponed to
700°C for 1% La (and 2% Gd) and to 800°C for 2 mol%
La. This means increased but still limited thermal stability
of the spheres.

After DSC, all samples were analyzed in terms of XRD
and SEM to quantify the effect of heating (1100°C) on
phase purity, crystallite size and particle size. The XRD
patterns are presented in Figure S3. The samples remained
in the fluorite structure, without the presence of second
phases. It was found that after 1100°C the crystallites have
grown to an extent that is beyond the measurement limit
(>100 nm) of XRD. So SEM was performed to measure
the grain size of the samples after DSC. For RE-doped
YSZ, decrease in crystallite size was found as compared to
YSZ and depends on the type and concentration of dopant,
as listed in Table 2. However, it is important to note that
these are grain sizes instead of particle size, because at

FIGURE 2 XRD patterns of RE-doped and RE-free YSZ
spheres after calcination at 500°C. YSZ pattern is the bottom one,
followed by 1% La, 2% La and finally 2% Gd at the top

TABLE 1 Crystallite size and sphere size of RE-free and RE-
doped YSZ prepared by USP at 1100°C or 1300°C and after
calcination

Sample
Crystallite size
(XRD)/nm

Particle size
(SEM)/nm

USP at 1100°C

12YSZ 13.4�0.7 443�207

1% La YSZ 9.0�0.4 347�184

2% La YSZ 7.3�0.3 330�176

2% Gd YSZ 9.9�0.4 370�193

USP at 1300°C

8% Gd YSZ 15.6�1.4 502�289 (nonspherical)

8% La YSZ 9.1�1.1 462�180 (second phase)

1%Gd-1%La YSZ 17.4�0.9 298�275

2%Gd-2%La YSZ 12.6�0.5 236�166

4%Gd-4%La YSZ 8.0�0.4 296�176
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1100°C the particles grow too much so that the spherical
shapes are compromised, as exemplified in Figure S4.

The integral of the heat signals are shown in Table 2.
The exothermic heat related to the grain growth was

significantly influenced by the dopant ionic radius as well
as their concentration. The heat signal reduced from
30.45 J g�1 (for YSZ) to 20.06 J g�1 (for 2% La YSZ).
Since the ionic radius of Gd (94 pm) is smaller than La
(103 pm), for the same concentration of dopant, the heat
effect for grain growth by 2% La addition is much smaller
than that of 2% Gd YSZ (29.62 J g�1). Similarly, for the
same dopant (La), their concentration at the boundaries also
significantly affects the grain growth energy (from 28.51 J
g�1 for 1% La to 20.06 J g�1 for 2% La). The apparent
dependency of the growth heat on the ionic radius of the
dopant can be related to the amount of dopant segregated
to the interfaces. That is, the grain-boundary energy is a
function of the excess of dopants at the grain boundaries
(as will be discussed later), and the larger the difference
between the ionic radius of the host material and the
dopant, the stronger the tendency to segregate.23,24 The
reduction in the energy of coarsening is consistent with
previous studies appointing that RE segregates to the grain
boundaries and reduce local energies.42,43 For instance, 2%
La was observed to decrease the grain-boundary energy of
YSZ from 1.01 J m�2 to 0.54 J m�2.42 Similarly, 2% Gd
has been shown to decrease the grain-boundary energy to
0.75 J m�2.43 The decrease in grain-boundary energy
caused by the RE doping thus decreases the excess ener-
gies, which are the main driving forces for the growth and
eventual collapsing of the YSZ spheres.

In order to evaluate the microstructure evolution and
thermal stability of the as-synthesized spheres, the calcined
RE-free and RE-doped YSZ were annealed in air at 700°C,
800°C, 900°C, and 1000°C for 3 hours and their phase sta-
bility, crystallite size, and shape were analyzed using XRD
and SEM. Figure 5 shows the XRD patterns of YSZ spheres
after annealing. The patterns show no trace of second phase
formation during annealing. The peaks match with the cubic

(A) (B) (C)

FIGURE 3 A, Schematics of YSZ spheres where grain boundaries (GBs) are responsible for structural strength. RE dopants stabilize GBs
by lowering their energies. B and C, STEM micrograph of YSZ and 2% La-doped YSZ spheres after calcination at 500°C. The particle (sphere)
sizes are 553 nm and 300 nm, respectively

FIGURE 4 Differential scanning calorimetry heat signals of YSZ
and RE-doped YSZ. Peaks are exothermic. YSZ curve is the peak at the
most left, followed by 1% La and 2% Gd (second from left high and
low peak, respectively) and the smallest peak to the right is for 2% La

TABLE 2 Grain size and enthalpy change of RE-free and RE-
doped YSZ after DSC

Sample
Enthalpy change
(Exo.)/J.g�1

Grain size
(SEM)/nm

12YSZ 30.45�0.56 3634�1416

1% La YSZ 28.51�0.25 2466�1334

2% La YSZ 20.06�0.16 1094�517

2% Gd YSZ 29.62�0.46 1802�668

NAFSIN ET AL. | 5



YSZ. Although crystallite growth takes place with annealing
temperature as indicated by peak sharpening, no peak shift
was observed. The effect of annealing temperature on

crystallite size is shown in Figure 6. The dopants were able
to stabilize the crystallite size up to 800°C. However, at 900
(and 1000°C, which is not shown as is no longer in the
nanometer range, see Figure 7), all the samples showed sig-
nificant growth, although their final sizes still depended on
the dopant type and concentration.

The particle shapes were revealed from the SEM micro-
graphs (Figure 7), where very smooth spherical shapes were
observed up to 800°C. Upon further heating, albeit still
spherical, the surface of the particles looks slightly porous
and rough, with noticeable grains, after 900°C annealing for
3 hours. At 1000°C, the particles resemble the original
spheres, but the overall microstructure shows very large
grains. The spherical particle sizes from SEM after annealing
at different temperatures are plotted in Figure S5 and Fig-
ure S2 with the respective size distributions. The particles
before calcination show plenty of pores in a vermicular
structure. As grains grow, one may suggest that pore coales-
cence occurs, with pore diameters increasing while keeping
the overall volume. This is likely taking place by surface dif-
fusion which is the lowest energy mass transport mechanism
and leads to coarsening without densification.

The data in Figure 6 suggest growth continues for all
samples regardless of dopant. However, the growth ten-
dency is different for each. For instance, 1% La YSZ
shows a slower ramp as compared to 2% La. Still at
900°C, high concentration of La has better growth resis-
tance than 1% La. Interestingly, in the case of 2% Gd YSZ,
at 900°C the particles grow more than the La-doped ones.
We assume that the re-dissolution of dopant might be
responsible for that and cause an increase in grain-boundary
energy and result in growth, as suggested in the literature.43

FIGURE 5 XRD patterns of doped and undoped YSZ after
annealing. Respective calcination temperatures are indicated in the
figure. For all plots, YSZ pattern is the bottom one, followed by 1%
La, 2% La and finally 2% Gd at the top

FIGURE 6 Crystallite size of undoped and doped YSZ spheres
after annealing. The crystallite size was measured from XRD patterns
using Scherer’s formula
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That is, the change in grain-boundary energy as a function
of doping can be described by the following equation:

cgb ¼ c0 � CB RT lnXbulk
B � DHseg

� �
(1)

Here, c0 represents the grain-boundary energy of the
solvent (host material), ΓB is the solute excess in the grain-
boundary, DHseg is the enthalpy of segregation, and Xbulk

B

is the solute content in the bulk. The equation shows that
solute segregation decreases grain-boundary energy and
consequently should decrease grain growth by affecting
driving force. It has been shown that for Gd-doped YSZ,
grain growth can be stopped once a full monolayer of Gd
is formed at the grain boundaries.43 The fraction of mono-
layer is related to the ΓB term, which is defined as the
solute content per available grain-boundary area. This term
is temperature dependent, because the solubility of dopants
in the host’s structure generally increases with temperature.
Therefore, full monolayer coverage is a temperature-depen-
dent function of concentration. For instance, in the system
being studied, a geometrical calculation shows that for a
grain size at 15 nm, full monolayer coverage of Gd on
YSZ requires 8% of Gd when assuming all Gd segregates
to the grain boundaries (no solid solution). However, previ-
ous work by Nafsin and Castro43 showed that the solubility
of Gd in YSZ increases significantly from 1100°C to
1300°C. It can be calculated from their data that the solu-
bility of Gd in YSZ at 1300°C is around 1.1%. Considering

this solubility increase, a total 8% of dopant should only
allow full monolayer of Gd if the grain size increases to
40 nm – representing smaller grain-boundary area.

The tested samples so far had only 2% of dopants. This
corresponds to about 22% of a monolayer at grain sizes of
15 nm (assuming zero solubility). If a solubility of 1.1 mol
% is considered, a grain size of 150 nm is needed to fulfill
a monolayer. This is fairly consistent with the observations
in Figure 7 that indicates significant grain growth at high
temperatures. To further improve stability by targeting a
monolayer condition, it is rational to increase the dopant
content up to 8%, allowing grain sizes below 40 nm even
at high temperatures. However, as will be seen, there were
some technical limitations to this approach.

Table 1 shows the results for grain size and particle size
for 8% Gd or 8% La YSZ. The data show that the grain
size of the USP as-synthesized samples is 15 nm and 9 nm
for Gd and La doping, respectively. However, SEM images
of the Gd-doped YSZ spheres in Figure 8A reveal very
distorted spheres. It is unclear why this happened, but we
speculate this is attributed to a change in rheological
behavior of the liquid droplets formed during USP due to
the high concentrations of Gd ions used in USP, with pos-
sible formation of complexes with nitric acid. At the same
time, the La-doped samples showed perfect spheres, but a
nonnegligible amount of second phase of La2O3, as shown
in the XRD pattern in Figure S4.

FIGURE 7 SEM micrographs of YSZ and RE-doped YSZ after annealing. The scale bars correspond to 1 micron. The images can be read
as in a table, with column and row corresponding to specific composition and temperature. All annealing times are 3 hours
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The fact that a high concentration of dopant could not
provide the anticipated stability benefits without compro-
mising phase or spherical shape invites an alternative
approach. To that end, co-doping of the system with Gd
and La was explored. The goal was to achieve 8 mol% of
dopant while avoiding the shortcoming from having only
one component at high concentrations. A 4% La shall not
lead to the formation of a second phase, while 4% Gd may
have a diluted enough initial solution to avoid rheologial
disturbances in the droplets.

USP of YSZ with concentrations 1, 2, and 4% of each
doping element (representing a total of 2, 4, and 8% of RE
dopants in the system) was performed at 1300°C and the
products systematically studied. The produced spheres were
highly isotropic and with average particle size of ~300 nm
(see Figure S6). From the XRD analyses of all samples, no
second phases were observed even for the system with 4%
Gd-4% La 10YSZ (Figure S7). Crystallite sizes were
measured using whole profile fitting as listed in Table 1,
showing a systematic decrease in size as the dopant con-
centration increased (reaching 8 nm for the 4% Gd- 4%
La-YSZ). When compared to the samples with 8 mol% of
a single dopant prepared under the same condition (USP at
1300°C), co-doping shows an apparent synergistic effect,
not only solving the problems related to the sphere shape
and crystallography, but also enabling smaller grain sizes,
but the origin of this synergism is still unclear. (Note that
one cannot make a direct comparison between the co-doped
samples and the single doped ones prepared using USP at
1100°C. Those samples did show smaller grain sizes for
the 2 mol% La, but the process is intrinsically different.)

If the mechanisms of stabilization promoted by the sin-
gle doping are extendable to higher dopant contents,
improved thermal stability is attainable for the co-doped
systems. To test this hypothesis, the calcined spheres were
annealed at 1000°C, 1100°C, and 1200°C for 3 hours and
after annealing the samples were analyzed by XRD for

phase stability (Figure S8). From the XRD patterns, there
was no sign of second phase formation for any of those
compositions. Figure 8B,C show the SEM micrographs of
4% Gd-4% La YSZ samples after annealing at different
temperatures. Co-dopant clearly retained the spherical
shapes of YSZ at higher annealing temperature as com-
pared to single doping. Among the studied compositions,
4 mol% Gd-4 mol% La-YSZ showed best performance,
maintaining the spherical shapes after 1100°C annealing.
The surface of the particles still looks fairly smooth at
1000°C, signifying less coarsening. Particles after 1000°C
annealing retained their spherical shapes without any neck
formation. On the other hand, annealing to 1100°C leads
to neck formation and grain growth. However, the sphere
size remains the same as those from 1000°C heating
(~340 nm). The SEM micrographs for higher annealing
samples are available in Figure S9.

While maintaining shape and small grain size, rele-
vant for TBC applications, it is important to check the
residual porosity after the thermal treatments. In order to
know the extent of porosity present in the co-doped
YSZ after 1000°C annealing, surface areas were mea-
sured using Brunauer-Emmett-Teller (BET) theory. The
surface areas are listed in Table 3. The highest surface
area was measured for 4%Gd-4%La 10YSZ (~38 m2/g)

(A) (B) (C)

FIGURE 8 A, SEM micrograph of 8%Gd-10YSZ as-synthesized showing nonspherical shapes. B and C, are SEM micrographs of 4%Gd-4%
La 10YSZ after annealing. The scale bars correspond to 1 micron. The average particle sizes after 1000°C and 1100°C heating are 336 nm and
344 nm, respectively. Annealing time is 3 hours

TABLE 3 Grain size and sphere size of RE-doped YSZ after
calcination at 1000°C/3 hours

Sample
BET surface area
at 1000°C, m2/g

1%Gd-1%La YSZ 6.01�0.5

2%Gd-2%La YSZ 13.49�0.7

4%Gd-4%La YSZ 37.76�2.4

8%Gd YSZ 2.87�1.5

8%La YSZ* 3.97�0.4
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which indicates significant amount of porosity inside the
spheres. STEM was also performed on 4%Gd-4%La
10YSZ calcined at 1000°C for 3 hours (Figure 9) and
revealed the porous structure. This evidences the role of
RE on decreasing grain growth and increasing stability
of the spheres.

4 | CONCLUSION

This work demonstrated the possibility of fabricating por-
ous YSZ spherical particles doped with RE using ultra-
sonic spray pyrolysis. The samples were highly isotropic
independent on the composition. RE doping increased
thermal stability of the YSZ spherical particles with higher
resistance to growth at elevated temperatures as compared
to RE-free YSZ. This was likely a result of increased ther-
modynamic stability (lowering interface energies) as indi-
cated by the DSC results. Although the RE doping
increased the stability of YSZ spheres only up to 900°C
for 3 hours, co-doping with high concentrations (8%)
improved stability up to 1000°C for 3 hours, while at
1100°C the spheres started necking but still retained the
spherical shape. These temperatures are, however, still rel-
atively modest if considering turbine applications, but the
results shall inspire studies to increase stability using RE.
The co-doping seems to be an effective direction to
increase stability due to synergistic effects, but further
studies are necessary.
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