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ABSTRACT OF THE THESIS 

Controlling magnetization and strain at the micron-scale and below in strain-mediated 

composite multiferroic systems 

by 

Zhuyun Xiao 

Master of Science in Electrical Engineering 

University of California, Los Angeles, 2017 

Professor Robert N. Candler, Chair 

Strain-coupled multiferroic heterostructures provide a path to energy-efficient, voltage-

controlled magnetic nanoscale devices, a region where current-based methods of magnetic 

control suffer from Ohmic dissipation. Magnetoelectric coupling behavior in such composite 

heterostructures has thus been of substantial interest for scientific research and applications. 

As the dimension of the devices scale down, novel physical phenomenon emerges and thus 

also requires further understanding of both the magnetization and strain behavior at micro- 

and nanoscale.  

When it comes to the magnetization behavior, there has been a growing interest in highly 

magnetoelastic materials, such as Terfenol-D, prompting a more accurate understanding of 

their magnetization behavior. To address this need, we simulate the strain-induced 

magnetization change with two modeling methods: the commonly used unidirectional model 

and the recently developed bidirectional model. Unidirectional models account for 

magnetoelastic effects only, while bidirectional models account for both magnetoelastic and 

magnetostrictive effects. We found unidirectional models are on par with bidirectional 

models when describing the magnetic behavior in weakly magnetoelastic materials (e.g., 

Nickel), but the two models deviate when highly magnetoelastic materials (e.g., Terfenol-D) 
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are introduced. These results suggest that magnetostrictive feedback is critical for modeling 

highly magnetoelastic materials, as opposed to weaker magnetoelastic materials, where we 

observe only minor differences between the two methods’ outputs. To our best knowledge, 

this work represents the first comparison of unidirectional and bidirectional modeling in 

composite multiferroic systems, demonstrating that back-coupling of magnetization to strain 

can inhibit formation and rotation of magnetic states, highlighting the need to revisit the 

assumption that unidirectional modeling always captures the necessary physics in strain-

mediated multiferroics.  

In terms of the strain behavior, there hasn’t been a system-level work that quantifies the 

strain distribution as a function of the electric field at these so-called mesocales level (100 

nm- 10 um), in the range of the constitutive grain size, etc. To obtain mechanical properties at 

such length scale, including strain information, we used synchrotron polychromatic scanning 

x-ray diffraction (micro-diffraction) on beamline 12.3.2 at the Advanced Light Source of the 

Lawrence Berkeley National Lab.  

With given ferromagnetic and ferroelectric components, it is the magnetoelectric coupling 

between the two that governs the interaction. In this work, we also demonstrate a method to 

enhance the coupling behavior between two existing components by interposing a polymer 

layer. 
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Chapter 1  Introduction 

1.1 Multiferroic and Magnetoelectric Materials 

“Multiferroics” stands for materials that possess two or more primary ferroic properties in 

the same phase: including ferroelectricity, ferromagnetism, ferroelasticity and ferrotoroidicity 

[2, 3]. Since the term multiferroics was coined by Schmid in 1994 [2], the concept has 

attracted substantial interest not only because of the unique physical properties but also 

because its potential technological applications. In multiferroic materials, the coexistence of 

multiple ferroic orders leads to mutual coupling, either direct or indirect, as illustrated in 

Figure 1.1a [4]. For example, a magnetic field H can control the electric polarization P, and 

an electric field E can control the magnetization M in magnetoelectric multiferroics. Use of 

multifunctional multiferroic materials as a single device component thus becomes 

increasingly appealing as the community moves toward miniaturizing devices for information 

storage, including memory [5], logic devices [6, 7] and nanoscale sensors [8]/actuators [9]. In 

particular, the coupling between ferromagnetic and ferroelectric order is capable of producing 

magnetoelectric effect as well as converse magnetoelectric effect, which is at the basis of 

energy-efficient non-volatile memory and microfluidic devices [10]. 

 

Figure 1.1. (a) Additional interactions due to coexistence of at least two ferroic orders in 

multiferroics. (Ref.[1], © AAAS.) (b) Venn diagram illustrating the relationship between 

(a) (b)
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multiferroic and magnetoelectric materials. (Ref.[2], © Macmilan Publishers Ltd.: Nature 

2006) 

1.2 Composite Multiferroics Heterostructures and Electric-field control of 
Magnetization 

Multiferroics that exhibit both ferromagnetic (FM) and ferroelectric (FE) properties have 

attracted substantial interest owing to the strong magnetoelectric (ME) coupling behavior 

between these two ferroic orders.  

Single-phase multiferroics have relatively low magnetoelectric coupling coefficients due 

to the reciprocity relations that limit magnetoelectric susceptibilities [10, 11]. Compared to 

single-phase multiferroics, composite multiferroic heterostructures are particularly important 

for their larger ME coupling effect, where coupling has been demonstrated via several 

methods, including elastic strain, exchange bias effect, and charge carrier density - all 

controllable by electric field [6, 12]. Among these, the use of electrical field to actuate strain-

coupled multiferroic heterostructures has been widely demonstrated in the past few years as 

an energy-efficient pathway for controlling magnetization in the FM layer [13-15]. Figure 1.2 

demonstrates an example of a composite multiferroic structure with FM Ni microstructures 

on FE [Pb(Mg1/3Nb2/3)O3]0.66–[PbTiO3]0.34 (PMN-PT) substrate, controlled by an 

applied electric field which generates in-plane strain. The anisotropic strain subsequently 

drives domain wall motion in Ni rings.   

 

0	MV/m

Initialized

H.Sohn et al. ACS Nano 9 (5),	4814-4826	(2014) 

0.60	MV/m

Nickel

PMN-PT
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Figure 1.2. Strain-mediated multiferroic heterostructures with magnetic domain rotation 

in Ni rings. (Ref. [3], © ACS Nano) 

In previous works, the behavior of these complex coupled systems was predicted and 

interpreted mostly by using a unidirectional model, which primarily describes the influence 

of strain on the system's magnetic ground state by the inverse magnetostrictive effect. This 

works well for describing the behavior of systems with small magnetostrictive coefficients. 

However, growing interest in using highly magnetostrictive materials in composite 

multiferroic systems prompts the need for a more accurate representation of the systems 

behavior where the influence of the magnetic state on the strain configuration is crucial. This 

work represents the first comparison of unidirectional and bidirectional modeling of a 

multiferroic hetero-structure, indicating the need and importance of using models that 

accounts for bidirectional magneto-elastic coupling. This work not only points out the 

shortcomings of commonly used unidirectional models, but also stresses the need to consider 

bidirectional coupling, especially for the highly magnetostrictive materials that are 

increasingly used in experimental research. The comparison of modeling results for both 

highly and weakly magnetostrictive materials disproves the prevalent thought that the use of 

higher magnetostrictive material can always simply result in proportional larger changes in 

magnetization. In fact, we found that back coupling of magnetization to strain can actually 

inhibit formation and rotation of magnetic states in some cases, highlighting the need to undo 

the assumption that unidirectional modeling always captures the necessary physics in 

multiferroics. 

Moreover, enhancing the magnetoelectric coupling in a strain-mediated multiferroic 

composite structure plays a vital role in controlling magnetism by electric fields. An 

enhancement of magnetoelastic coupling between ferroelectric single crystal (011)-cut 

[Pb(Mg1/3Nb2/3)O3](1-x)-[PbTiO3]x (PMN-PT, x≈ 0.30) and ferromagnetic polycrystalline Ni 
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thin film through an interposed benzocyclobutene polymer thin film is reported. A nearly 

twofold increase in sensitivity of remanent magnetization in the Ni thin film to an applied 

electric field is observed. This observation suggests a viable method of improving the 

magnetoelectric response in these composite multiferroic systems.  

1.3 General Topics and Brief Content of the Thesis 

This thesis is composed of the following five chapters: Chapter 1 introduces the concept 

and fundamental physical phenomenon of multiferroic materials with a focus on strain-

mediated composite multiferroics and magetoelectric couling effects. Chapter 2 focuses on 

magnetostrictive microstructures and two modeling approaches to highlight the need to 

include bi-directional coupling model to describe the magnetization behavior in highly 

magnetostrictive materials. Chapter 3 examines the strain distribution with a resolution on par 

with the microstructure dimension to explains the non-uniform response of microstructure to 

electrically-induced strain. Chapter 4 investigates the enhanced magnetoelectric coupling as a 

result of interposing a polymer layer between ferromagnetic and ferroelectric layers.  Chapter 

5 is the summary and outlook. 
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Chapter 2  Magnetostrictive micro structures Nickel and Terfenol-D 

2.1 Introduction 

Controlled magnetization motion, including domain-wall (DW) and domain state rotation, 

in miniaturized multiferroic heterostructures creates the possibility of new types of devices in 

a range of applications, including memory [4], logic devices [5, 6] and nanoscale sensors 

[7]/actuators [8]. Previous micro/nanoscale DW-based devices used either external magnetic 

field or current-based methods to manipulate DWs [9]. However, the external magnetic field 

approach fails to realize localized magnetic state switching, and current-based approach 

suffers from power consumption and thermal management issues due to Joule heating [10]. 

Alternative approaches to control DW and magnetization motion at micro/nanoscale are thus 

required to address these issues. 

 

Figure 2.1. Schematic illustrations of (a) setup for the electrical-field controlled strain-

mediated rotation of magnetic domain states in a ferromagnetic ring on top of piezoelectric 

substrate PMN-PT with a 500 µm thickness. (b) Top view and cross section view of the 

magnetoelastic rings (Terfenol-D and Ni) with outer diameter (OD) of 1 µm, width (w) of 



 

    6 

150 nm and thickness (t) of 15 nm. Illustration of the initialization field 𝐻𝑖𝑛𝑖𝑡𝑖𝑎𝑙

	

with respect 

to the crystal orientations in PMN-PT for both Terfenol-D and Ni rings, and the tensile and 

compressive response along corresponding directions. Substrate width is 1600 nm. E.A. 

indicates the strain-induced magnetic easy-axis due to magneto-elastic coupling. (c) 

Description of the two simulation approaches: the unidirectional model only tracks inverse 

magnetostrictive effect; while the bidirectional model considers both the magnetostrictive and 

inverse magnetostrictive effects.  

 The use of electric fields to control magnetization through multiferroic coupling 

subsequently emerged as an alternative due to the favorable scaling of electric fields as 

compared to currents [3, 11-17]. Strain-coupled multiferroic heterostructures, which consist 

of a non-magnetic\ferromagnetic bilayer, have been investigated as an alternative pathway to 

achieve energy efficient magnetization control at room temperature [2, 5, 8, 18]. In particular, 

strain-coupled multiferroics have a ferromagnetic (FM) layer and ferroelectric/piezoelectric 

substrate (strain-mediated approach) where the strain in the piezoelectric layer alters the 

magnetic anisotropy in the FM layer (Figure 2.1a and 2.1b) [19].  

Manipulation of magnetization via the strain-based approach has already been 

demonstrated experimentally in Ni [3, 20, 21], CoFeB [22], FeGa [23] , Fe and CoFe [11] on 

piezoelectric substrates. Increasing interest in highly magnetoelastic materials, such as 

Terfenol-D (TbxDy1-xFe2, x = 0.3) with magnetostriction saturation 𝜆3 = 1200	×	1078 [24], 

creates the need for thorough understanding of the magnetization behavior inside these 

materials owing to their potential for enhanced strain-mediated DW rotation [25-28]. Much 

of the prior work that uses unidirectional (UD) model has produced comparable results to the 

experimental observations, even though strain induced by the change in magnetization is 

generally ignored [29-32]. A UD model only tracks magnetoelastic coupling in one direction, 

i.e. a static electric-field produces a strain which changes the magnetic anisotropy but does 

not feedback to the initial equilibrium strain state. However, these results usually focus on 
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weakly magnetoelastic materials, including pure transition metal ferromagnets such as Ni (𝜆3 

= −33	×	1078)  [31]. For materials such as Terfenol-D, with a much larger saturation 

magnetostriction, previous UD models may no longer be adequate for describing the system, 

and thus require a more rigorous approach. In the aforementioned multiferroic 

heterostructures (Figure 1a), not only will the strain in the piezoelectric substrate influence 

the magnetic anisotropy in the magnetic film owing to the inverse magnetostrictive effect 

(Villari effect) [33], but also the change in magnetization in the film will in turn feedback to 

the piezoelectric material via the magnetostrictive effect. A bidirectional (BD) model can 

fully account for such an interaction. To understand the differences between the two 

approaches, we compare the simulated magnetic domain and DW rotations in both Ni and 

Terfenol-D disks and rings for different voltage-induced strains.  

In this chapter, we first investigate the initialized DW states in magnetic structures at 

equilibrium using both the UD and BD modeling approaches. We consider two common 

elements in multiferroics, rings and disks [34, 35], due to their radial symmetry and smooth 

sidewalls. We then apply strain to the structures and study the strain-induced domain motion 

predicted by the two approaches, with the resulting magnetic states compared and contrasted. 

The simulation results show that for weakly magnetoelastic materials (e.g. Ni, Co and 

CoFeB)[3, 32, 34],[36] with applied strain, the influence of magnetostriction is likely 

negligible, and UD models are sufficient. However, the transition to highly magnetoelastic 

materials (e.g. Terfenol-D) requires a more accurate accounting of the coupling, and BD 

models should therefore be considered. We also report classifications of initialized 

magnetization configurations in Terfenol-D rings with different dimensions and present a 

phase diagram of equilibrium magnetic domain states (see Appendix A. Initial Magnetization 

Classification), which lays the groundwork for properly designing Terfenol-D ring systems.  

The focus of this study is the behavior of the nucleated magnetic DWs (see Appendix A) or 
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magnetic domains in response to such strain. This is due to the fact that the localized 

magnetic stray field from the DWs and domains can be utilized in actual technological 

applications, such as nanoparticle manipulation in microfluidic environments [37, 38].  

2.2 Modeling setup 

The schematic of the modeling setup for electric-field controlled, strain-mediated DW 

rotation in a ring is illustrated in Figure 2.1a. A piezoelectric substrate, 

[Pb(Mg1/3Nb2/3)O3]0.66–[PbTiO3]0.34 (PMN–PT), with a size of 1600 nm × 1600 nm × 500 

nm (thickness) is placed underneath a magnetoelastic ring or disk. The bottom surface of the 

PMN-PT is clamped with no displacement, and the four sides of the PMN-PT substrate are 

also clamped (see Appendix B) [39]. Simulations of varying substrate sizes verified that the 

chosen substrate is sufficiently large to accurately model the strain in the magnetic structures. 

The ring dimension (Figure 2.1b) is chosen as 1000 nm outer diameter (OD) with 150 nm 

width (w) and 15 nm thickness (t) so that the initialized stable state before strain application 

is an onion state with transverse DWs [20], with a large total energy density (see Appendix A 

for a list of geometry-dependent initial states). The disk dimension is chosen with 1000 nm in 

diameter and 15 nm in thickness. The choice of the 15 nm thickness for the magnetic 

structures ensures that the strain is effectively transferred across the entire magnetic layer 

thickness [40].  

The magnetic states of the ring and disk are initially set in equilibrium states, representing 

the remanent state after removal of an external magnetic field that initially saturated the state 

in the +x direction. Once the field is removed, the magnetization falls into a magnetically-

relaxed state due to minimization of the total energy [20, 35], including demagnetization 

energy (shape anisotropy energy) and exchange energy. For a ring, this step generates the 

nucleation of two DWs in diametrically opposite position.  
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After the initialization process, an electric field is applied through the thickness of the 

PMN-PT [011] substrate, which is in a pre-poled ferroelectric state, with polarization 

pointing up (or down). In such strain-mediated multiferroic approach, a voltage applied to the 

PMN-PT substrate induces anisotropic strain in the magnetoelastic structures. This results in 

a mechanical compressive strain along the [100] direction, and tensile strain along the [011] 

direction of the piezoelectric substrate (see Appendix B). The electrically-induced strain is 

then transferred into the ring and the disk. Magnetostrictive materials usually exhibit 

complicated domain structures to minimize total free energy, which is determined by the 

competition among exchange energy, demagnetization energy and magneto-elastic energy 

[39, 41]. With the presence of applied strain, reorientation of the domain states take place 

because of such competition. 

In a Terfenol-D ring, as shown in Figure 2.1b, the transferred mechanical strain tends to 

orient the DWstoward the tensile strain axis direction [011] in PMN-PT (45o from the +x axis) 

due to a positive magnetostriction effect [42, 43]. On the other hand, for a Ni ring on PMN-

PT (see Figure 1b), DWs tend to rotate toward the compressive strain direction [100] due to 

the negative saturation magnetostriction of Ni. Therefore, different from the Terfenol-D ring 

system setup, for the piezoelectric substrate underneath Ni ring, compressive strain is induced 

along 45o from the +x axis (also [100] direction), and tensile strain along -45o to the +x axis 

(also [011] direction) to produce DW rotation in the same counter clockwise direction as that 

in Terfenol-D rings to make clear comparisons (see Figure 2.1b for more details). 

In actual ring devices, the strain is not uniformly transferred from the piezoelectric to the 

ferromagnetic layer, resulting in a non-uniform magneto-elastic energy density through the 

ring width and thickness. Non-uniformity of the strain arises from different mechanisms, such 

as shear lag effects of the strain and anisotropy in the piezoelectric substrate [39]. Due to the 
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non-uniform strain distribution in the system, mapping of the time-dependent inhomogeneous 

strain states is required in the modeling.  

2.3 Computational Details 

We simulated the strain-induced magnetization change using both the BD and UD models. 

For both models, the micromagnetic and elastodynamic partial differential equations (PDEs) 

are implemented in the weak form and are solved using the finite element method. However, 

the two models differ because the BD model, differently from the UD model, incorporates 

stress induced via magnetostriction, iterating between stress-induced changes in 

magnetization, and magnetization-induced stress until a solution is found. 

From the magnetic point of view, the time evolution of the normalized magnetization 𝒎 

( 𝒎 = 1) is determined by the micromagnetic relation that satisfies the Landau-Lifshitz-

Gilbert equation (LLG). LLG describes the precessional dynamics and relaxation of the 

magnetization vector: =𝒎
=>
= −𝜇?𝛾 𝒎×𝑯𝒆𝒇𝒇 + 𝛼 𝒎×=𝒎

=>
, where 𝜇?  is the vacuum 

permeability, 𝛾	is the gyromagnetic ratio and 𝛼	is the Gilbert damping constant. For Ni, the 

experimentally measured 𝛼 is 0.038 [44, 45], and for Terfenol-D it is 0.06±0.02 [46]. In our 

simulations, the major goal is to compare the final static state after strain is applied, so α is 

set to 0.5 to achieve equilibrium in a reasonable calculation time. The damping factor is 

expected to affect the magnetization dynamics, including the speed with which the 

DW/domain will move and the time that will take for the magnetization to reach its stable 

state. However, it is not expected to affect the final state itself, which is determined by the 

minimization of total free energy [39]. In our study, we induce a uniaxial magnetic anisotropy 

which will induce the magnetization to realign. This reorientation is expected to be fully 

deterministic if a magnetization rotation of an angle smaller than 90o is induced, which is the 

case in this study. Accordingly, we do not expect the larger damping factor to influence at all 
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the final magnetic state induced by the applied strain via magneto-elastic coupling. The 

effective magnetic field 𝑯𝒆𝒇𝒇	is defined as 𝑯𝒆𝒇𝒇 = − F
GH𝑴𝒔

=KLML
=N

, where 𝐸>P>	is the total energy 

density and 𝑴𝒔  is the saturation magnetization.[47] In our model, 𝑯𝒆𝒇𝒇	is expressed as the 

summation of the external field (𝑯𝒆𝒙𝒕) , exchange field (𝑯𝒆𝒙),  demagnetization field 

(𝑯𝒅)	and magnetoelastic field (𝑯𝒎𝒆) [39, 48]. Among these fields, the magnetoelastic field 

𝑯𝒎𝒆(𝒎, 𝜺𝒕𝒐𝒕) depends on both 𝒎 and the total strain 𝜺𝒕𝒐𝒕. Solving these equations using the 

finite element method allows us to determine the final magnetization of the magnetic 

structure. 

From the mechanical point of view, the displacement field 𝒖 obeys the elastodynamic 

equation 𝜌 =Z𝒖
=>Z

= ∇ ∙ 𝝈, where ρ and 𝝈 denote the volumetric density and the stress tensor, 

respectively.[6, 39] Thus, the constitutive relation between the stress tensor 𝝈 and the elastic 

strain tensor 𝜺𝒆𝒍  can be expressed as 𝝈 = 𝑪𝜺𝒆𝒍 , where 𝑪 is the elastic stiffness tensor. In 

magnetoelastic materials that are also cubic crystals, the magnetoelastic strain tensor 𝜺N is 

induced by 𝒎 : εbbN = c
d
𝜆F??(𝑚b

d − F
c
)  and 𝜀bfN = c

d
𝜆FFF𝑚b𝑚f(𝑖 ≠ 𝑗) , where 𝜆F??  and 𝜆FFF 

represent the magnetostriction constants in <100> and <111> directions, respectively. 𝜺N 

also contributes to 𝜺>P>, namely 𝜺>P> = 𝜺ij + 𝜺N.  

The major difference between the BD and UD models originates from the way in which 

the strain is being treated. In the conventional UD model, elastic stain 𝜺𝒆𝒍 is assumed to be 

the only strain contributing to the magnetoelastic effects, and is thus equivalent to the total 

strain 𝜺𝒕𝒐𝒕 (see Figure 2.1c, left). Therefore, elastodynamics and micromagnetics are not fully 

coupled, as the magnetization is calculated in the following steps: a) 𝜺𝒕𝒐𝒕, which equates to 

𝜺𝒆𝒍  in UD models, is calculated first by solving the elastodynamic equation, b) 	𝜺𝒕𝒐𝒕  is 

incorporated into the LLG equation via 𝑯Ni  to calculate 𝒎 in the magnetoelastic structure. 
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On the other hand, in the BD model, the total strain 𝜺𝒕𝒐𝒕 takes into account contributions 

from both the linear elastic strain and the magnetic strain. It solves the intrinsically coupled 

PDEs simultaneously: a) 𝜺𝒕𝒐𝒕, which equates to 𝜺𝒆𝒍+𝜺N, is calculated from the elastodynamic 

equation, b)	𝜺𝒕𝒐𝒕	is	incorporated	into	the	LLG	equation	via	𝑯Ni		 to calculate 𝒎 as well as 

𝜺N, and c) the generated magnetic state is fed back into the elastodynamic equation and the 

above steps are repeated until reaching convergence. As shown in Figure 1c (right), 

magnetization change causes change in strain by affecting 𝜺𝒎(𝒎) , and hence 𝑯Ni . 

Consequently, the time-dependent distribution of magnetization vectors 𝒎	(𝜺N(𝒎), 𝑢, 𝑡) in 

the magnetoelastic structure, which responds to both displacement field u and recurring 

changes in effective strain imposed by 𝜺N 𝒎 , continue to modify 𝜺𝒎(𝒎) and thus 𝑯Ni (as 

illustrated by the green arrow in Figure 2.1c, right). This bidirectional model captures the 

bilateral communication/interaction between strain and magnetization via both Villari effect 

and magnetostrictive effect (see Figure 2.1c).  

By comparison, the BD model more fully captures the physics in the coupled 

magnetoelastic system. The decoupling in the UD model assumes that the magnetostriction 

coefficient is very small. Hence, the elastic strain is approximately equal to the total strain 

(𝜺>P> ≈ 𝜺ij). However, when dealing with materials with high magnetostriction constants, the 

BD and UD models lead to drastically different results. 

2.4 Results and Discussions 

A finite element simulation using micromagnetic/elastodynamic model was developed 

using COMSOL [42]. The simulation reproduces the initialized “onion” domain state in the 

Terfenol-D ring as shown in Figure 2.2a from unidirectional simulations (left), and from 

bidirectional simulations (right). Similarly, the initialized magnetization states in Ni rings 

with the same dimensions can be seen in Figure 2.3a.  
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For a Terfenol-D ring, even though both modeling methods yield an “onion state”, the 

initial states formed in the simulations based on the UD and BD models are different. The 

reason for such difference lies in the fact that the FM layer is mechanically-coupled strongly 

to the FE substrate. For BD modeling, the saturated state initiated to +x direction gives more 

hindrance to the subsequent relaxation due to the strong clamping, thus showing “ripple-like” 

magnetization distribution when stable. The magnetization direction oscillates periodically 

along the circumferential direction of the top and bottom side of the ring surface for the 

bidirectional model. However, no oscillations in the magnetic state are observed from the 

unidirectional model (see Figure 2.2a for comparison). On the contrary, in the less 

magnetostrictive Ni ring, the two modeling approaches predict almost identical initial states: 

the magnetization direction exhibits a smoother distribution along the circumferential 

direction of the ring (see Figure 2.3a).  

 

Figure 2.2. (a) Results of finite element simulations for the initialized magnetization state 

in Terfenol-D ring (OD of 1 µm, w of 150 nm, t of 15 nm) at equilibrium, using 

unidirectional model (left panel) and bidirectional model (right panel). (b) Domain rotation 

angle is defined as the ratio between the volume average of magnetization along +x axis and 

that along +y axis. (c) Magnetization distribution and domain rotation state resulting from 
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both models under applied strain of 1000 ppm, 750 ppm and 500 ppm. Solid arrow (in red) 

defines the final position (after rotation) of the two DWs, while the dashed arrow (in gray) 

indicates the orientation of the tensile strain. The color gradient bar represents magnetization 

component along +x axis. ○1 - ○6  are the surface view of stabilized magnetization states after 

strain is applied. (d)-(e) DW rotation angle as a function of time when tensile strain is 

generated along the direction 45o to the +x axis, for UD and BD models, respectively. 

Simulation time scale is based on damping factor 𝛼  = 0.5 (time scales are for relative 

comparison between simulations). The numbers adjacent to the domain rotation angles at 

equilibrium correspond to the domain state configurations shown in (c).  

When an electric field is applied to the piezoelectric material, a strain is generated and 

transmitted to the magnetoelastic material. This strain alters the magnetoelastic energy, 

causing the onion state to re-orient toward its new energy minimum configuration and driving 

the DWs towards the direction of the principal strain axes (i.e., compressive directions for Ni 

and tensile direction for Terfenol-D, respectively). Time-dependent DW rotations are tracked 

and compared for both UD and BD models. In the case of Terfenol-D rings, we observe in 

the BD models that feedback from magnetostriction prevents rotation of the DW at lower 

strain values. The domain rotation angle, 𝜃, is estimated by calculating the ratio of volume 

averages of the x-direction and y-direction component of magnetization, as reported in Figure 

2.2b. As shown in Figure 2.2c, the unidirectional model yields full rotation for strain of 1000 

ppm (c-1), 750 ppm (c-3), and 500 ppm (c-5). However, the bidirectional model produces a 

more complex result, where applying a 1000 ppm strain fully rotates the “onion state” to the 

magnetic easy axis (𝜃 =45o, c-2); a 750 ppm strain only partially rotates the domain state to 

33o (c-4) and a 500 ppm strain results in minimal rotation of the domain state of 5o (c-6). This 

is due to the significant influence of the magnetostriction feedback from Terfenol-D rings to 

the piezoelectric substrate. The time-dependent domain rotation as predicted by both models 

is shown in Figure 2.2d and Figure 2.2e.  
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Figure 2.3. (a) Results of finite element simulations of initialized magnetization state of a 

15 nm thick, 150 nm wide, 1	µm outer diameter Ni ring at equilibrium. Left panel, result from 

unidirectional model. Right panel, result from bidirectional model. (b) DW rotation state in 

Ni rings at 16 ns after strain application predicted by two models when subjected to 2000 

ppm, 500 ppm and 100 ppm strains. (c) DW rotation angle as a function of time as the strain 

is applied to the piezoelectric substrate at 45o to the +x axis (damping factor 𝛼 = 0.5 used in 

simulation), with results from both UD and BD models.  

In contrast, for the Ni ring, both modeling approaches give rise to similar DW rotation. 

due to the small magnetostriction feedback present in Nickel, as shown in Figure 2.3b. For Ni, 

it appears that regardless of the strain magnitude, the DWs fully rotate as long as enough time 

is given. One explanation is that the low magnetostriction coefficient generates a negligible 

magnetostrictive effect, which would reduce the initially applied strain.  
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Figure 2.4. (a) Non-uniform strain distribution across the xz-plane in the Terfenol-D ring 

at steady state after applying a strain of 500 ppm using the bidirectional model (top panel) 

and corresponding strain value as a function of position x at three different heights z (bottom 

panel). (b) Top view of strain distributions at equilibriums in the ring before and after 
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applying strain (top panel) and difference between total strain and elastic strain as a function 

of time predicted by two modeling approaches (bottom panel). 

To further investigate the difference between these two modeling approaches, we study the 

size effects in the present microrings. Indeed, we simulate the strain distributions in the ring 

before and after a strain of 500 ppm is applied to the substrate and transferred to the ring. The 

non-uniform strain profile in the ring calculated by the bidirectional model is explicitly 

shown in Figure 2.4a. In addition, total strain distributions at different thickness (z values) as 

a function of x are plotted to demonstrate the variation of the strain through the thickness of 

the micro-ring. The difference between total and elastic strain (Figure 2.4b), which is zero for 

UD models and non-zero for BD models, confirms the non-negligible effect of 

magnetostriction in Terfenol-D. Comparison between the patterns of surface strain mapping 

plots in the bidirectional model (Figure 2.4b) and their corresponding magnetization states 

(Figure 2.2a and Figure 2.2c) also indicates the strong coupling between strain and 

magnetization. 

In order to demonstrate that the importance of the bidirectional modeling approach is not 

limited only to ring structures, we applied the model to a faster response system, nanometer 

scale disks, to confirm that the advantage of such model will also be applicable to a wide 

range of geometries. For a Terfenol-D disk of 200 nm in diameter and 15 nm thick, the 

equilibrium states at initialization are found to be different. The UD model predicts a single 

domain state pointing along the initializing magnetic field (+x axis, 0o), while the BD model 

shows an “S” shape domain with average magnetization pointing along 22o (Figure 2.5a). The 

equilibrium magnetic state for Terfenol-D is captured by the BD model, making evident the 

role of magnetization-induced magnetoelastic strain, ε}. After applying strain with the BD 

model, the level of domain rotation in Terfernol-D disk is determined by the magnitude of the 

applied strain.  On the contrary, for a Ni disk of the same dimension, both UD and BD model 
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coincides well with each other, with both yielding a single domain pointing along 0o. When 

driven by applied strain, the obtained domain state (average magnetization) rotations in the 

UD and the BD models are equivalent. (Figure 2.6) 

 

Figure 2.5. (a) Results of finite element simulations of initialized magnetization state of a 

15 nm thick, 200 nm diameter Terfenol-D ring at initialization state and at equilibrium after 

application of strain, predicted by UD and BD models when subjected to 100 ppm, 500 ppm, 

750 ppm and 1300 ppm strain. (b) and (c) Domain state rotation angle as a function of time 

(damping factor 𝛼 = 0.5), obtained by the UD and the BD models, respectively. 
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Figure 2.6. (a) Results of finite element simulations of initialized magnetization state of a 

15 nm thick, 200 nm diameter Ni ring at initialization state and equilibrium after strain 

application, predicted by two models when subjected to 10 ppm, 50 ppm, 100 ppm, and 750 

ppm strain. b) Domain state rotation angle as a function of time as the strain is applied to the 

piezoelectric substrate at 45o to the +x axis (damping factor 𝛼 = 0.5), with results from both 

UD and BD models.  

The use of BD modeling is most important in cases with highly magnetostrictive materials 

with low to moderate strain.  For weakly magnetoelastic materials, UD and BD models 

provide similar predictions for strains in the typical range of interest. Whereas for strongly 

magnetoelastic materials, UD models over predict the rotation of magnetic domains/DWs 

compared to the more comprehensive BD models.  As the strain approaches magnetization 

saturation 𝜆 ≈ 𝜆3 , the predictions of UD and BD models converge. The applied strain is 

typically smaller than the saturation magnetization ( 𝜆3 = 1200×	1078  for Terfenol-D), 

which implies that BD models should generally be used for highly magnetostricive materials. 

Furthermore, even though the modeling results do not reflect the actual timescale due to 

selection of 𝛼, comparison of time-dependent strain rotation plots at different strain levels 

indicate that the speed of the movement of domains is strain-dependent. With larger applied 

strain, the domain moves more rapidly.  
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Finally, it should be noted that the comprehensive bidirectional computational approach 

here discussed fully captures the magnetic behavior of strain-based multiferroic 

heterostructures. The unidirectional approach may be helpful for simplifying computation, 

but does not accurately reflect the behavior of systems in cases where the feedback from 

magnetization to the strain is comparable to the inverse magnetostrictive effect. This work 

explains the nuance in coupling between strain and magnetism for the two modeling 

approaches. The most relevant result is that the two modeling approaches arrive at drastically 

different predictions in both the equilibrium state and the degree of strain-induced domain 

rotation. Instead of only leading to a binary result of either full rotation or no rotation as in 

the case of a unidirectional model, the bidirectional model can produce partial rotation for an 

intermediate range of applied strains. For the Terfenol-D ring in the bidirectional scenario, 

strain of 750 ppm does not fully rotate the onion states to 45o, and strain of 500 ppm only 

minimally rotates the magnetic DWs. The final angle of rotation at equilibrium falls between 

0 and 45o depending on the competition between inverse magnetostrictive effect and 

magnetostrictive effect. Similarly, for the Terfenol-D disk in the bidirectional cases, strains of 

750 ppm and below do not fully rotate the domain state due to the additional strain term 

𝜺N 𝒎 . For 1000 ppm strain, UD result is on a par with that of BD because the strain value 

is close to Terfenol-D’s magnetostriction coefficient. Therefore, simply by using highly 

magnetostrictive materials it does not necessarily lead to an enhanced control of magnetism 

by strain as compared to weakly magnetostrictive materials. 

2.5 Concluding remarks 

In summary, we have studied strain-induced domain wall rotation in multiferroic 

heterostructures using finite element simulations that use both unidirectional and bidirectional 

coupling approaches. Results from these two types of modeling are compared for strain-
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induced magnetic-domain rotation in Ni and Terfenol-D rings and disks. The unidirectional 

approach, while being commonly used by the micromagnetics modeling community, has 

limitations when evaluating the behavior of highly magnetoelastic materials (e.g. Terfenol-D). 

The bidirectional model provides a more accurate description of the coupled systems, 

implying that the effect of magnetostriction feedback from highly magnetoelastic materials to 

the piezoelectric substrate is non-negligible. The need for bidirectional modeling is 

highlighted by the fact that the unidirectional model consistently under-predicts the strain 

necessary to rotate the magnetization in the Terfenol-D rings. Also, the lack of 

magnetostriction in unidirectional models leads it to predict different initial equilibrium states 

(before strain is applied) in some cases. Therefore, utilizing bidirectional modeling is key to 

the understanding of highly efficient multiferroic devices. In addition to the ring and disk 

shape geometries and Terfenol-D alloy used for demonstration, the fundamental principles in 

this work are also pertinent to other highly magnetoelastic materials with various in-plane 

geometries. In combination with experimental investigations, such a bidirectional model may 

allow for a better assessment of coupling behaviors within multiferroic devices. 
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Chapter 3  Strain Distribution in Single Crystal PMN-PT  

3.1  Introduction 

So far, we have focused on the magnetic properties of the ferromagnetic component in the 

composite multiferroic heterostructures while assuming that all magnetic microstructures 

experience a macroscopically uniform strain from the ferroelectric single crystal (e.g., (011)-

cut [Pb(Mg1/3Nb2/3)O3](1-x)-[PbTiO3]x (PMN-PT, x≈ 0.30)). Previous x-ray magnetic circular 

dichroism-photoemission electron microscopy (XMCD-PEEM) [49] measurement by Buzzi 

[50] have shown inhomogeneous magnetic behavior of identical Ni nanostructures, and was 

explained by the presence of multidomain structure in the FE single crystal. Further XMCD-

PEEM work by Sohn [35] on Ni microstructure ring arrays also showed dissimilar behaviors 

of “onion state” from rings located even as close as a few microns apart. In those scenarios, 

the dimension of the ferromagnetic domain was mainly assumed to be on par with the 

dimension of the structure size. To the best of our knowledge, there hasn’t been a system-

level work that quantifies the non-uniform strain as a function of the electric field at these so-

called mesocales (100 nm- 10 um), which is in the range of the constitutive grain size, etc. 

[51] To obtain mechanical properties at such length scale, including strain information, we 

conducted synchrotron polychromatic scanning x-ray diffraction (micro-diffraction) on 

beamline 12.3.2 at the advanced light source of the Lawrence Berkeley National Lab.  

3.2 Sample Preparation and Characterization 
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Figure 3.1. (a) Pattern layout of the magnetic square arrays. (b) High-resolution x-ray 

microfluorescence scan by monochromatic x-ray beam at the Ni L3 edge of the magnetic 

microstructures, corresponding to the layout in (a). Areas highlighted by red and black are 

square arrays of 1 𝜇𝑚 and 2 𝜇𝑚, respectively. 

We examine both the magnetization and strain distribution of the multiferroic 

heterostructure composed of Nickel and PMN-PT as electric field is applied to induce strain 

in the coupled system. The 500 𝜇𝑚 thick ferroelectric single crystal [011] PMN-PT substrate 

is polished on both sides (TRS Technologies, Inc.; State College, PA, USA) and has 50 nm 

thick Pt electrodes on both sides to form a parallel plate. Before depositing ferromagnetic Ni 

microstructures on top of it, the substrate is pre-poled in [011] direction. Isolated magnetic 

square arrays of 1 𝜇𝑚  and 2 𝜇𝑚  are patterned by electron-beam lithography and are 

composed of polycrystalline Ni (15 nm)/Ti (5 nm), deposited by e-beam evaporation on the 

surface of top Pt electrode, followed by lift-off. Figure 3.1a shows the pattern layout of the Ni 

square arrays and the two arrays in the highlighted inner rectangles are imaged by the 

XMCD-PEEM. The strain distribution with a resolution of 2	𝜇𝑚 of the PMN-PT substrate 

within the area marked by the two rectangles is examined by X-ray microdiffraction (Figure 

3.1b). 
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Figure 3.2 (a) Schematic of XMCD-PEEM experiment (not to scale). (b) X-ray 

microdiffraction experiment setup. The angle between the normal to the sample surface and 

the incoming x-ray direction is 50o. (Courtesy of Roberto Lo Conte, UC Berkeley) 

XMCD-PEEM is used to image the magnetization configurations at different applied 

electric field, ranging from 0 to 0.66 MV/m. After locating the region of interest (Figure 3.1b) 

based on fluorescence emission signal of Ni, we focuses on synchrotron polychromatic 

scanning x-ray technique [51] to raster scan the substrate with a focused white x-ray beam. 

The step size of the scan is set to be 2 𝜇𝑚 (diameter of the beam) which becomes the spatial 

resolution of the generated strain distribution map. A 2-D Laue diffraction pattern is taken at 

each step. By comparing with the expected diffraction pattern in unstrained PMN-PT single 

crystal, the quantitative local strain at the corresponding location can be extracted. Then, a 

series of analyses and reconstruction of the diffraction pattern yield strain/stress map. The 

sample is scanned in-plane along both [100] and [01-1] directions of the PMN-PT substrate, 

which correspond to the compressive and tensile strain directions, respectively.  Schematics 

of both measurements are illustrated in Figure 3.2. 

3.3 XMCD-PEEM study of the magnetic squares 

XMCD-PEEM characterizes the in-plane magnetization contrast from the square arrays. 

As the voltage is ramped up with an increment of 30 V from 0 V to 330 V through the 500-
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um thickness of the PMN-PT substrate, the electrically-induced magnetic domain formation 

can be observed across the arrays. Before the imaging, the Ni squares are initialized by a 

uniform external magnetic field of 0.28 T parallel to the Ni square horizontal edge direction 

(Figure 3.3).  Landau flux-closure state (magnetic vortex state) is observed with subsequent 

XMCD-PEEM imaging in multiple squares. Not all squares are in the magnetic global 

minimum energy state (vortex state) partly due to them being in a local minimum single 

domain state [52]. While the DC electric field is applied across the substrate, in-plane strain 

is generated in the ferroelectric and subsequently reorients the magnetic moments via Villari 

effect (inverse magnetostrictive effect) [50]. The reorientation of the magnetic moments in 

the Ni squares favors [100] direction of the PMN-PT substrate. Therefore, once with 

adequate strain transferred to the squares, the vortex state evolves to a two-domain state, with 

magnetization anti-parallel to each other while being both oriented along [100] direction. We 

note that the electric field required for transforming the initial vortex to two-domain state 

varies, ranging from 0.18 MV/m to 0.66 MV/m (Figure 3.3).  According to the activation 

statistics for both square arrays, shown in the bottom row of Figure 3.3, the average electric-

field required for reorientation in the 2 um squares is lower than that in the 1 um squares. 

This is because as the magnetic structure increases proportionally in size, the 

demagnetization energy density decreases and thus smaller strain is required. In addition, 

comparing the activation electric-field on a row-by-row basis (see black dotted plots of <E> 

in Figure 3.3 shows a clear spatially-varying factor that contributes to the inhomogeneous 

response of the magnetic microstructures. Section 3.4 discusses such factor by presenting the 

inhomogeneous strain-distribution of the substrate underneath these square arrays. 
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Figure 3.3. XMCD-PEEM images showing the magnetic contrast in 1 𝜇𝑚  and 2 𝜇𝑚 

square arrays before and applying an increasing electric field through the PMN-PT thickness 

([011] direction). XMCD-PEEM images taken at 0 MV/m is acquired following the removal 

of an external magnetic field 𝐻~�  of 0.28 T. The white frames surrounding the squares 

highlight those with an initial magnetic vortex state (i.e., Landau states). XMCD-PEEM 

images taken at 0.66 MV/m shows squares with two-domain states in colored frames, 

suggesting successful electrically-driven transformations. The bottom row presents the 

statistics of squares that undergo such transformation and at what electric field. The black 

dotted line plots on both side of the XMCD-PEEM images record the average activation 

electric-field for each row of the square arrays, with the activation voltage higher towards the 

bottom rows. 

3.4 X-ray microdiffraction analysis of the strain distribution 
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The induced-strain distribution across the substrate underneath the microstructures is 

acquired after reconstructing the arrays of Laue diffraction pattern. The reconstructed strain 

maps with a step size of 2 µm taken at a higher electric field is subtracted by that taken at 

zero electric field to yield the electrically-induced strain at that given finite electric field. The 

resulting strain maps of electrically-induced strain 𝜀	along [100], [01-1], [011] are shown in 

Figure 3.4. The induced total strain 𝜀>P>�j = 𝜀[F??] − 𝜀[?FF]  determines the magnetoelastic 

uniaxial anisotropy factor 𝐾N.i.	 ( 𝐾N.i. = 	
c
d
𝜆3𝜀>P>�j𝑌 ) [53]. Since 𝐾N.i.  drives the 

reorientation of magnetic moments and domains shown in Figure 3.3, the variations in total 

strain versus the applied electric field are also plotted in Figure 3.4 (rightmost column).  
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Figure 3.4. Reconstructed strain maps of the strain variation with respect to that at zero 

electric field along three main crystallographic orientations, [100], [01-1] and [100]. The 

pixel size of the images is 2x2 µm2. The scanning area of 100x100 µm2 (same as the region 

covered by Figure 3.1b) also includes the square arrays imaged by XMCD-PEEM. Missing 

pixels occurred during raster scan are marked in green.  

 

 

Figure 3.5. (a) Average strain in-plane along two crystallographic directions [100] and 

[01-1] as a function of the applied electric field. The error bar reflects the standard deviation 

of the strain values at all pixels, measured by x-ray microdiffraction. (b) In-plane strain along 

two crystallographic directions [100] and [01-1], measured by a bi-axial strain gauge. All 

strain values are reported in parts per million (p.p.m.). 

We note that the distribution of the electrically-induced strains is spatially non-uniform at 

different locations in this surveyed area of 100x100 µm2, with the strain increasing 

diagonally from top right to bottom left. Such strain distribution in the region of interest also 

explains why the activation field is in general larger for squares on the bottom rows, as 

shown in Figure 3.3. The resolution of the images is limited by the x-ray beam spot size and 

step size used during the diffraction data collection [51]. Since the resolution of the strain 

map is on par with the size of the magnetic microstructure (i.e., both on µm scale), we 

conclude that the inhomogeneous response of the initial vortex state to the electric field is 

affected by the non-uniform localized strain.  

(a) (b)
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Even though the strain mapping with high resolution shows non-uniform electrically-

induced strain across the surface, we note that the average strain values at each electric field 

agrees with the macroscopic strain values measured by a bi-axial strain gauge, as shown in 

Figure 3.5.  

3.5 Concluding Remarks 

In summary, we correlate the inhomogeneous magnetic behavior in microstructures to the 

non-uniform electrically-induced strain distribution at the surface of a ferroelectric substrate, 

based on XMCD-PEEM and x-ray microdiffraction studies. The information above is 

valuable for further understanding and manipulation of such miniaturized composite 

multiferroic systems.  
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Chapter 4  Magnetoelectric coupling in Composite Multiferroics 

4.1 Introduction 

The Villari effect (a.k.a., magnetoelastic effect) describes the behavior where applied 

mechanical stress	𝜎 produces change in the magnetization in a material [33]. Optimizing the 

transfer of strain and magnetic response in strain-coupled multiferroic heterostructures is key 

to maximizing the Villari effect, which is at the core of applications such as magnetic random 

access memory (MRAM), field sensors, and actuators [54, 55]. One of the main problems 

with laminate composites consisting of FM thin film and FE single crystal is the large 

“clamping” effect of the FE onto the FM film which prevents the strain effect of the FE from 

being exploited fully [56, 57] [58, 59].  

Furthermore, as mentioned in the previous chapters, strain-mediated manipulation of 

magnetic behavior of Ni structures above PMN-PT have been successfully demonstrated 

experimentally. However, since Ni is not strongly magnetostrictive, it becomes appealing to 

enhance the magnetoelectric coupling in Ni/PMN-PT composite systems.  

In this chapter, we report that by inserting a thin dielectric polymer layer between the FM 

polycrystalline Ni thin film and FE single crystal (011)-cut [Pb(Mg1/3Nb2/3)O3](1-x)-[PbTiO3]x 

(PMN-PT, x≈ 0.30) single crystal, a nearly twofold increase in the electric field-induced FM 

film’s variation of remanent magnetization is observed, when compared with a sample 

without any polymer layer. The interposed polymer not only serves as a planarization layer 

that smoothens the surface, but also alters the strain-mediated magnetization response of the 

magnetic layer in the heterostructure.   

4.2 Experimental Procedure 
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In this study, the two FE specimens used are cut from a polished and unpoled 20 × 10 × 

0.5 mm3 single crystal, (011)-oriented [Pb(Mg1/3Nb2/3)O3](1-x)-[PbTiO3]x (x≈ 0.30), grown by 

TRS Ceramics, Inc. (PA, US) following the modified Bridgman method [60]. A 5 nm Ti/50 

nm Pt layer, deposited on both sides of the PMN-PT substrate, served as an adhesion layer 

and surface electrode, respectively [61]. For one of the specimens, adhesion promotor 

AP3000 and dielectric benzocyclobutene (BCB) monomer of 10 µm thick were spun onto the 

top electrode, followed by thermal curing in N2 chamber at 250oC. After poling the PMN-PT 

substrate, 5 nm Ti/15 nm Ni films were deposited by e-beam evaporation. The purpose of 

poling prior to the deposition of FM layer is to reorient spontaneous polarizations, thereby 

reducing the ferroelastic energy [62] and prepare the substrate to work in its linear 

piezoelectric regime. Configurations of the two specimens are illustrated in Figure 4.1, where 

the crystal orientations and piezo-response of the single-crystal PMN-PT substrate, upon 

application of an electric field, are highlighted. The electric field applied along the [011] 

direction induces a large uniaxial compressive strain along the [100] direction and a 

reasonably small tensile strain along the [01-1] direction in the substrate. 
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Figure 4.1 Schematics of fabricated Ni layer on (011)-oriented PMN-PT heterostructures 

(a) without polymer and (b) with polymer. Dashed lines outline the piezoresponse of the 

substrate when an electric-field is applied to the parallel plate electrode structure. 

To characterize the FM layers, atomic force microscopy (AFM) images of the surfaces of 

Ni thin films on both specimens were collected using a Bruker Dimension icon scanning 

probe microscope. Bruker D8 x-ray diffraction (XRD) and high-intensity synchrotron XRD 

measurements of FE and FM heterostructures were obtained to confirm the crystal orientation 

and the structural property of Ni. In-plane piezoelectric responses were measured by 

attaching a biaxial strain gauge to the top surface of each of the two samples and applying an 

out-of-plane electric field. To compare the magnetization response of Ni thin film to the 

varying electric field, a longitudinal mode magneto-optical Kerr effect (MOKE) 

magnetometer was used. To ensure the accuracy of measurement, a Kerr hysteresis 

measurement was performed twice on two sets of such specimens, prepared from two 20 × 

10 × 0.5 mm3 PMN-PT substrates cut from the same crystal. 

4.3 Experimental Results 
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Figure 4.2. GIWAS (taken at beamline 11-3 at SSRL) patterns of two heterostructures 

with and without polymer layer, showing that each Ni thin film is polycrystalline in both 

specimens. Inset shows the powder diffraction spectra (taken on Bruker D8) of both samples, 

confirming the crystal orientation in PMN-PT substrate. (b) AFM topography images of Ni 

thin films on both samples.   

With sufficient penetration depth to reach the FE substrate in both samples, XRD 

measurement contains information of the FE layer, as shown in the inset of Figure 4.2a. The 

XRD spectra indicate a strong x-ray peak corresponding to (110) orientation, confirming the 

crystal orientation of the PMN-PT substrate. Due to limited thickness of Ni layers and thus 

low intensity signals, Ni peaks are not identified in the XRD spectra shown in the inset. 

Therefore, synchrotron XRD with higher x-ray flux was then used. Surface XRD analysis 

(see Figure 4.2a) suggests that 15 nm thick Ni thin film is polycrystalline in both samples and 

that the BCB polymer is amorphous, as shown by the broad peak (red) between 10 and 30 

degrees. Atomic force microscopy micrographs (see Figure 4.2b) of the Ni surface in both 

samples show that the presence of the polymer decreases the surface roughness of Ni from 

~2.8 nm (without polymer) to ~0.8 nm.  
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Figure 4.3. In-plane piezoelectric strain along [01-1] and [100] directions for sample (a) 

without polymer and (b) with polymer vs applied electric field. Inset in (a) shows a biaxial 

strain gauge mounted on the sample without polymer.  

Figure 4.3 shows the electric-field induced strain from the poled PMN-PT substrates 

characterized with a biaxial strain gauge. Both unipolar strain curves, measured along [100] 

and [01-1] directions, are shown for both samples, indicating a linear anisotropic response 

that can be used to drive anisotropic magnetoelectric response in Ni layer of both samples. 

According to the strain response measured from both samples, we note that the transition of 

the strain as a function of electric field on the sample with polymer is, macroscopically 

speaking, of the same magnitude as that on the one without. Since the strain gauge probes the 

macroscopic strain response, the anisotropic strain generated by both samples are comparable, 

as shown in Figure 4.3(a) and (b), implying that a complete strain transfer can be achieved 

even with the addition of the 10 µm thick polymer. 
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Figure 4.4. Normalized magnetic Kerr rotation M-H curves measured at different electric 

fields with magnetic field parallel to	𝜃 = 0o, 𝜃 = 45o and 𝜃 = 90o directions, where 𝜃 is the 

angle between in plane magnetic field H and [100] direction of PMN-PT. (a)(c)(e) Without 

polymer. (b)(d)(f) With polymer.  

In the specimen with interposed polymer, the electric-field-induced strain in the PMN-PT 

was first transferred to the polymer and then to the top FM Ni thin film, as opposed to the 

direct strain transfer usually found in a PMN-PT/Ni composite system [35, 61]. To 

understand the difference in ME response between these two systems, in-plane magneto-
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optical Kerr (MOKE) magnetometry with in-situ electric fields was employed to study M-H 

hysteresis loop variation for both samples. The two MOKE specimens were oriented in three 

directions during the experiment such that the external magnetic field was applied in the 

direction at an angle 𝜃 of 0o, 90 o and 45 o with respect to the [100] direction of PMN-PT (see 

Figure 4.1(a)).  

Figure 4.4 shows the normalized Kerr rotation hysteresis curves taken along the three 

directions mentioned above. Before applying an electric field, negative magnetostrictive Ni 

on the pre-poled substrate is found to have a magnetic easy direction along [01-1] direction 

and a hard direction along [100] direction, as shown in Figure 4.4(a)-(d). Comparing Figure 

4.4(a) and (b) showing MOKE M vs H curve for samples without and with polymer, 

respectively, we note that the presence of the planarization polymer increases the hard-axis 

anisotropy and thus reduces the remanence-saturation ratio 𝑀�/𝑀3 (normalized remanence). 

The 𝑀�/𝑀3  measured at an electric field of 0 MV/m in the specimen without polymer is 

greater than 0.85, while in the specimen with polymer it is below 0.45.  

As the electric field increases from 0 MV/m to 0.8 MV/m, the increasingly large 

anisotropic strain generates a new magneto-elastic uni-axial anisotropy term along the [100] 

direction. As a result, the magnetic easy-axis rotates from 90° to 0o. i.e., the [100] direction 

switches from being the hard to the easy axis, and [01-1] from the easy to the hard. M-H 

curves taken along [100] for both samples show a clear inverse ME effect (Villari effect) with 

significant strain transfer to the FM. However, in the composite system with a smooth 

polymer layer, the variation of Mr/Ms as a function of the electric field is more prominent 

compared to the one without polymer, as shown in Figure 4.5, for cases where magnetic field 

is applied along 𝜃 of 0o and 90o. Hence, the ME coupling between magnetic thin film and 

PMN-PT grows stronger due to the presence of the interposed polymer layer, as shown by the 

almost two-fold increase in 𝑀�/𝑀3 (𝜃 of 0o) before and after applying the electric field of 0.8 
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MV/m. The presence of the polymer layer smoothes the strain profile and planarizes the Ni 

layer, indicating an increased magnetoelastic effect. 

 

Figure 4.5. Mr/Ms, as a function of the applied electric field, for both samples. The 

magnetic field direction is parallel to 𝜃 = 0o and 𝜃 = 90o. A larger change in Mr/Ms vs electric 

field is observed in both directions for the sample with polymer than the one without.  

Additionally, for magnetic field applied along 45o, bisecting the alternating easy and hard 

axes, the shape of hysteresis loops remains consistent as the electric field varies. Magnetic 

moments pointing along this direction are unlikely to change direction as the electric field 

changes.  

When the electric field is ramped down from 0.8 MV/m to 0 MV/m, the magnetization 

state of Ni film is reversible in both specimens, where the M-H loop overlaps with the one 

measured at the same electric field while ramping up the voltage. Figure 4.6 demonstrates the 

reversibility of the magnetic behavior in Ni thin film on the polymer layer, with magnetic 

hysteresis loops measured along [100] direction. Repeatable magnetization states can be 

switched by electric fields, as shown in Figure 4.6 at 0 MV/m, 0.4 MV/m and 0.8 MV/m. For 

both samples, overlapping of M-H loops, taken when the same electric fields were applied, 

also verifies the accuracy of the MOKE measurements.  
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Such enhanced magnetoelectric coupling are believed to originate from several sources. 

First, the presence of polymer modifies the magnetic property of the Ni thin film deposited on 

the pre-poled substrates such that along 𝜃 of 0o direction, the anisotropy field is larger in the 

sample compared to the one without polymer. With increased electric field, the thin film in 

the sample with polymer experiences a stronger change in 𝑀�/𝑀3, in other words, a larger 

variation in Δ(Mr/Ms)/ΔE. Second, the planarization layer smoothens the interface between 

Ni and substrate. Compared to the sample without polymer where the Ni and Pt interface has 

grain boundaries, the sample with polymer reduces pinning effect due to lower surface 

roughness. As a result, the magnetic property of Ni can be largely affected, thus contributing 

to difference in the magnetoelectric properties of the two specimens. The addition of such 

polymer layer introduces a new degree of freedom of magnetization control in strain-

mediated multiferroic systems. 

 

Figure 4.6. Reversible magnetic behavior of the Ni thin film in the specimen with 

interposed polymer layer, measured along [100] direction. Where “R” denotes the M-H loop 

taken as the electric field was ramped down from 0.8 MV/m to 0 MV/m.  

4.4 Concluding remarks  
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In summary, we have shown that by interposing a polymer layer in strain-mediated 

multiferroic structures, enhancement of the magnetoelectric coupling can be achieved. 

Switching electric-field to operate the (011)-oriented PMN-PT (PT% ≈ 0.30) in the linear 

regime drives magnetization response in Ni thin films. The Ni thin film above the polymer 

exhibits an improved sensitivity of remanence to anisotropic strain originating from PMN-PT. 

Such interposed polymer layer provides an additional pathway to control and enhance the 

magnetoelectric coupling in composite multiferroic devices. 
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Chapter 5  Summary and Outlook 

5.1  Research Summary 

In the last decade, composite multiferroic systems have been attracting an increasing 

interest due to their potential applications in energy-efficient multi-functional devices. 

Electric-field control of magnetism subsequently emerges as a promising method to be used 

in future technological applications, such as memory, nanoscale actuators, and microfluidics 

manipulation, etc. In this thesis, we have focused on the two main components of one type of 

such multiferroic heterostructure, including the coupling behaviour between magnetic 

moments and electrically-induced strain from both modelling and experimental perspectives, 

and a method of enhancing the coupling behaviour between the two components.  

5.2 Outlook and Prospect 

Although the working principles and physics of energy-efficient strain-mediated 

multiferroic heterostructures have been studied, more work needs to be done. For example, 

we need to improve the uniformity of the microstructure performance across the device, and 

lower the electric-field required for actuating the change in magnetization, either in the form 

of domain rotation or magnetization direction switching. Materials with high 

magnetostriction such as Terfenol-D and Galfenol (Fe81Ga19 alloys) could potentially be a 

good replacement of Nickel. Furthermore, we can look into suitable application of our 

miniaturized device in domains such as automated cell sorting with individual cell 

addressability in lieu of current cell sorting method (e.g., MACS (magnetic-activated cell 

sorting), etc.).  



 

    41 

APPENDICES 

Appendix A. Initial Magnetization Classification  

For nanoscale magnetic structures, it is mainly the competition between magnetic 

anisotropies and the geometry of the structures that determines the initialization state at the 

equilibrium, which relaxes from the saturated initial state, where all individual magnetic 

moments throughout the ring point towards +x-direction (Figure 2.1b) [63]. During relaxation 

from the saturated initial state, the competition between exchange energy and magnetostatic 

energy (i.e., demagnetization energy) plays a pivotal role for total energy minimization in the 

magnetic structure. The micromagnetic simulation model can be simplified for characterizing 

the dependence of the initial mapping of domain states on the ring dimensions. For obtaining 

initial mapping of domain states, we only consider the dominant energy terms, i.e., exchange 

energy and magnetostatic energy, from the Landau-Lifshitz-Gilbert (LLG) equation [64]. In 

this way, such initial remanent states for various ring geometries can be approximated using 

micromagnetics alone.  

To find the magnetic ground state in the magnetoelastic rings, we use OOMMF 

micromagnetic simulator to identify domain states attainable in rings with outer diameter 

(OD) on micron scale, width (w) and thickness (t) on submicron scale. According to previous 

investigation on Ni rings, at relaxation states after initialization, these submicron size scales 

rings are capable of achieving an “onion state” with either transverse DWs or vortex DWs on 

opposite sides of the ring, and a vortex state with flux closure domains around the ring [3]. 

DW states at equilibrium in Terfenol-D rings with different dimensions have been modeled 

using the OOMMF micromagnetic simulation with an initial magnetization all aligned in +x 

direction [65]. 
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In this work, we simulated nanoscale rings with a variety of dimensions, including rings 

with OD of 1 µm, w of 50 nm, 150 nm, 300 nm, and 400 nm, and t of 15 nm, 30 nm and 45 

nm, along with rings with OD of 2 µm, w of 150 nm, 300 nm, 400 nm, 600 nm, and t of 15 

nm, 30 nm and 45 nm. Correlation between energy density and magnetic configurations in 

those ring structures is further examined to produce phase diagrams with design 

specifications for rings with geometries that are energetically favorable for the desired onion 

states [64, 66].  

The relevant length scales for the ring structure are the OD, w, t and the magnetostatic 

exchange length 𝑙i�	expressed as 𝑙i� =
d�

GH��Z
, where A is the exchange stiffness, and 𝑀3 is 

the saturation magnetization.[66] For Terfenol-D, the calculation is performed based on the 

following parameters, A = 1.0 ×10-11 J/m and 𝑀3	= 8.0 × 105 A/m, giving 𝑙i� = 5.0 nm [67]. 

For the micromagnetic model, the maximum dm/dt is set as 0.02 for a more precise 

simulation of domain states in Terfenol-D ring structures with OD of 1 µm and 2 µm. Due to 

the competition between demagnetization and exchange energies, the magnetic ring states 

vary from onion states to vortex state with a flux closure configuration when the ring’s width 

is increased. Onion states with transverse DWs are of interest due to their large energy 

density and stray field. The energy flux out of the ring can have practical applications in 

trapping and/or interacting with nano- and micro-scale particles in the surroundings of the 

ring via localized magnetostatic interaction [68]. Depending on the ring dimension and w/OD 

ratio, the magnetic energy density of rings with the same OD versus thickness of the ring are 

plotted in Figure A1a-b. Magnetic domain states associated with some of the representative 

data points are also shown in the plot. Figure S1a shows the magnetic energy density and 

equilibrium magnetic states after initialization for rings with OD of 1 µm and Figure S1b 

shows these for rings with OD of 2 µm. For rings with fixed OD of 1 µm and t of 45 nm, the 
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increase in ring width leads to DW configuration changing from vortex domain onion state to 

vortex onion state for magnetic energy minimization of the rings. In the cases with fixed OD 

of 1 µm and w of 300 nm, as t increases from 15 nm to 30 nm, and 45 nm, domain 

configuration changes from transverse domain onion state to vortex state, as shown in Figure 

S1a. Similarly, as shown by the domain configurations in Figure A1b, increase in t from 15 

nm to 45 nm shows domain state transitioning from transverse domain onion state to vortex 

domain onion state for Terfenol-D rings with 2 µm in diameter. Calculation of ring energy 

density and categorization of domain states result in partial phase diagrams for Terfenol-D 

rings, as shown in Figure A1c-d [64]. The phase diagram which suggests various forms of 

domain states at equilibrium following initialization, depending on the ring dimensions, is 

particularly useful for the experimental design of Terfenol-D rings. 

 

Figure A1. Magnetic energy density (as determined by micromagnetic modeling) vs. 

Terfenol-D ring’s thickness. Each ring structure shows its final magnetic domain state (with 

spin structure) at equilibrium after initializing all magnetic moments in the +x direction and 
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allowing them to relax to equilibrium. (a) Rings with OD of 1 µm. (b) Rings with OD of 2 

µm. (c)-(d) Calculation of the DW energies gives rise to a proposed phase diagram for DW 

transition with respect to the ring dimensions (ring width w versus thickness t) for both (c) 

OD of 1 µm rings, and (d) OD of 2 µm rings.  

Appendix B. Equivalent coupled model setup  

To reduce simulation time while maintaining accurate results, the multiphysics finite 

element model can also be set up with a Terfenol-D or Ni ring on top of a SiO2 substrate, as 

shown in Figure B1. This separates the computation required for piezoelectric strain to a 

separate modeling step. Tensile strain is then induced along 45o in the counter clockwise 

direction away from the +x axis, and compressive strain along -45o to the +x axis. Therefore, 

for Terfenol-D with positive magnetostriction, magnetization and DWs tend to orient along 

45o away from the +x axis (i.e., along tensile strain direction), same DW behavior as on 

PMN-PT substrate.  

The purpose of choosing a thickness of 500 nm for the substrate rather than a few hundred 

of microns to match PMN-PT substrate thickness is to make the computations feasible while 

not affecting the results.  

 

Figure B1. Geometry of the setup in COMSOL Multiphysics, where strain is applied to SiO2 

substrate to achieve similar effect as applying voltage to the piezoelectric substrate.  

Appendix C. Bi-directional coupled model with varied parameters 

Note C1 Influence of ramping speed on the domain wall dynamics 
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The speed of ramping electric field/ strain can affect the domain wall rotation dynamics. 

Strain of different amplitudes are applied to the substrate with the following ramping slopes k 

= 1010 s-1, 109 s-1, and 108 s-1, and the corresponding time for ramping t is 0.1 ns, 1 ns and 10 

ns. Here, we show the average magnetization angle rotation dynamics predicted by 

bidirectional model for Terfenol-D ring with an applied strain of 500 ppm (as shown in 

Figure C1). By comparison, we conclude that the ramping slope of the electric field/strain 

affects the dynamics of the system, but can lead to similar magnetization states in the ring at 

equilibrium following the application of strain for this case. 

 

Figure C1. Domain wall angle as a function of strain application time in Terfenol-D rings 

calculated by bidirectional models, with a strain of 500 ppm generated in the substrate. 

Note C2 Influence of mesh size and time step on convergence  

To compare the effect of mesh size and time step on convergence, we used the BD model 

to predict magnetization variation in the Terfenol-D ring when a 1000 ppm strain is applied. 

The model setup that produces the result in the main text adopts a mesh size of 10 nm for the 

ring, and 40 nm for the substrate. A model with much finer mesh element setup has a mesh 

size of 5 nm (close to the exchange length in Terfenol-D) for the ring, and 10 nm for the 

substrate. The time step is taken as 5 ps for the first model, and 1ps for the second model. As 
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shown in Figure C2, magnetization rotation predicted by the BD model with larger mesh size 

(Figure C2, left) predicts the same tendency as modeled by the BD model with smaller mesh 

size (Figure C2, right). With a dramatically increased number of mesh elements, the latter 

model obtains better convergence during simulation (convergence error below 107F), while 

still following the same domain rotation trend as predicted by the one adopted in the letter. In 

addition, Figure C3 shows the magnetization configurations in Terfenol-D ring predicted by 

both models at equilibrium. We thus conclude that the finest mesh size used here is not 

necessary as it is much more time-consuming and differs little from the ones using larger 

mesh size. The model used for the letter is sufficient to describe the overall magnetization 

dynamics in the systems. 

  

Figure C2. Comparison of domain rotation dynamics predicted by BD model when 1000 

ppm strain is applied to the piezoelectric substrate. The plot on the left, shown in the main 

text of the paper, uses a larger mesh size (10 nm for Terfenol-D, 40 nm for substrate) and a 

time step of 5 ps. The plot on the right uses a finer mesh size (5 nm for Terfenol-D, 10 nm for 

substrate) and a time step of 1 ps.  
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Figure C3. Comparison of the magnetization states in Terfenol-D ring modeled with 

different mesh sizes at 18 ns. (a) Domain wall rotation angle at 42o, considered as full 

rotation, predicted by the BD model setup used in the main text of the letter. (b) Domain 

rotation angle at 42o, considered as full rotation, predicted by the BD model with smaller 

mesh size, corresponding to Figure S4 (right) 

Appendix D. Effect of polymer on lowering the electric-field activation threshold 

Here, we show the effect of the polymer layer on lowering the electric field which triggers 

magnetic domain wall motion in lithographically fabricated Ni micro-rings. To visualize the 

influence of the interposed polymer layer, lithographically patterned Ni rings, which have an 

outer diameter of 2 µm and thickness of 15 nm (5 nm Ti/ 15nm Ni), rather than Ni thin films, 

are grown directly onto the polymer via e-beam evaporation and lift-off.  

X-ray magnetic circular dichroism photoemission electron microscopy (XMCD-PEEM) 

was performed at the Advanced Light Source at Lawrence Berkeley National Laboratory. 

XMCD-PEEM with in-situ electric field applied across the substrate probed the electrically-

driven domain wall rotation in the Ni rings.  

The XMCD-PEEM images of a Ni ring on polymer are to be compared and contrasted 

with a Ni ring, with an outer diameter of 2 µm and thickness of 30 nm (5 nm Ti/ 30 nm Ni), 

grown directly on the top surface electrode, which was previously reported by Sohn et al. 

[35]Moreover, the variation of magnetic states in the Ni ring structures of comparable 
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dimensions on PMN-PT substrates with and without polymer can be obtained and compared 

using XMCD-PEEM imaging.  

 

Figure D1. XMCD-PEEM images of electric-field driven domain wall motion in Ni ring 

structures. Onion state domain movement in multiferroic heterostructures (a)-(f) without 

polymer, (g)-(l) with polymer. (a) and (f) are adapted in part with permission from Sohn et al. 

[35] Copyright (2015) American Chemical Society. 

First, the selected ring dimensions formed onion states after initializing with a 3 kOe 

external magnetic field applied at 𝜃 = 45o, which is similar to the initial onion state of Ni 

rings in heterostructures without polymer layer, as reported in Sohn et al[35]. Supplementary 

Figure D1 shows the PEEM images for both Ni rings on PMN-PT without polymer (see 

Figure D1(a)-(f)) and with polymer (see Figure D1(g)-(l)).  
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The Ni rings are both 2 µm in outer diameter (OD) and can both form onion states after 

removing the magnetic field. Compared to the onion state domain rotation in Figure D1(a)-(f), 

the domain wall movement becomes initiated at a lower electric field Figure D1(g)-(l). In 

addition to what have been shown in the MOKE magnetometry measurements for Ni thin 

film layers, the Ni thin rings with localized magnetization variation also suggest that the 

interposed polymer layer alters the local strain profile as seen by the FM layer, and its 

presence alters the magnetoelastic coupling behavior between the FE PMN-PT to FM Ni 

structures. 

It is noted that the outer diameters of the rings with and without polymer are the same, but 

the inner diameter and thickness are not. While these differences prevent an exact comparison 

of the case with and without polymer, the early onset of domain broadening of the rings with 

polymer is a further point supporting the idea that the polymer layer enhances 

magnetoelectric coupling in the nanoscale rings. 
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