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Abstract 

 

High-Pressure Catalytic Reactions of C6 Hydrocarbons on Platinum Single-Crystals and 

Nanoparticles: A Sum Frequency Generation Vibrational Spectroscopic and Kinetic 

Study 

by 

Kaitlin Bratlie 

Doctor of Philosophy in Chemistry 

University of California, Berkeley 

Professor Gabor A. Somorjai, Chair 

 

Catalytic reactions of cyclohexene, benzene, n-hexane, 2-methylpentane, 3-

methylpentane, and 1-hexene on platinum catalysts were monitored in situ via sum 

frequency generation (SFG) vibrational spectroscopy and gas chromatography (GC).  

SFG is a surface specific vibrational spectroscopic tool capable of monitoring sub-

monolayer coverages under reaction conditions without gas-phase interference.   

SFG was used to identify the surface intermediates present during catalytic 

processes on Pt(111) and Pt(100) single-crystals and on cubic and cuboctahedra Pt 

nanoparticles in the Torr pressure regime and at high temperatures (300K – 450K).  At 

low pressures (<10-6 Torr), cyclohexene hydrogenated and dehydrogenates to form 

cyclohexyl (C6H11) and π-allyl C6H9, respectively, on Pt(100).  Increasing pressures to 

1.5 Torr form cyclohexyl, π-allyl C6H9, and 1,4-cyclohexadiene, illustrating the necessity 

to investigate catalytic reactions at high-pressures.  Simultaneously, GC was used to 
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acquire turnover rates that were correlated to reactive intermediates observed 

spectroscopically. 

Benzene hydrogenation on Pt(111) and Pt(100) illustrated structure sensitivity via 

both vibrational spectroscopy and kinetics.  Both cyclohexane and cyclohexene were 

produced on Pt(111), while only cyclohexane was formed on Pt(100).  Additionally, 

π-allyl c-C6H9 was found only on Pt(100), indicating that cyclohexene rapidly 

dehydrogenates on the (100) surface.  The structure insensitive production of 

cyclohexane was found to exhibit a compensation effect and was analyzed using the 

selective energy transfer (SET) model.  The SET model suggests that the Pt-H system 

donates energy to the E2u mode of free benzene, which leads to catalysis. 

Linear C6 (n-hexane, 2-methylpentane, 3-methylpentane, and 1-hexene) 

hydrocarbons were also investigated in the presence and absence of excess hydrogen on 

Pt(100).  Based on spectroscopic signatures, mechanisms for catalytic isomerization and 

dehydrocyclization of n-hexane were identified. 

The structure sensitivity of benzene hydrogenation on shape controlled platinum 

nanoparticles was also studied.  The nanoparticles showed similar selectivities to those 

found for Pt(111) and Pt(100) single-crystals.  Additionally, the nanoparticles have lower 

activation energies than their single-crystal counterparts. 

 

  

    __________________________________________ 
    Professor Gabor A. Somorjai 
    Dissertation Committee Chair 
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Chapter 1 

Introduction 

  

Model catalysts have largely been used to reduce the complexities of real catalyst 

systems.  Many ultra-high vacuum (UHV) techniques have been employed to investigate 

these model systems, such as low-energy electron diffraction (LEED), Auger electron 

spectroscopy (AES), X-ray photoelectron spectroscopy (XPS), high-resolution electron 

energy loss spectroscopy (HREELS), and other techniques.1-6  The major drawback to 

these studies lies in the limitation of the techniques to low pressure environments due to 

the large mean free path required for the electrons to reach the sample or detector.  

Extrapolation of these low-pressure experiments to industrially relevant conditions is not 

possible since the surface compositions can be significantly different under high-pressure 

conditions.  Photon based techniques are not limited by a mean free path and can be 

performed at high-pressures.  Additionally, vibrational spectroscopies such as Fourier 

transform infrared (FTIR) and Raman provide molecular information on the surface 

adsorbates.6-8  Complications arise in using these techniques as both the bulk material and 

the gas-phase reactants can contribute to the signal.  A relatively new vibrational 

spectroscopic tool referred to as sum frequency generation (SFG) vibrational 

spectroscopy has been shown to be surface specific. 9-14  Additionally, the signal is 

unaffected by gas-phase molecules.9-14  SFG is a non-linear optical process in which two 

beams, typically one infrared and one visible, are overlapped temporally and spatially on 

a surface whereupon a third beam is generated at the sum frequency of the incoming two 

beams.  Tuning the infrared frequency while monitoring the intensity of the sum 
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frequency results in a vibrational spectrum.  The vibrational mode must be both infrared 

and Raman active.  This requirement is only met in matter with no inversion symmetry, 

which excludes most bulk materials and isotropic phases.  This symmetry is necessarily 

broken at interfaces resulting in a surface sensitive signal. 

Gaining molecular information of catalytic reactions in situ has been the aim of 

the studies presented in this thesis.  Ideally, a better understanding of catalytic reactions 

will translate to improvements in industrial processes.  Several reactions and specific 

problems have been investigated.  Simultaneous SFG spectroscopic and gas 

chromatographic measurements are obtained so kinetics can be calculated and correlated 

to surface intermediates. 

 Several reactions were studied to determine the effect of structure on reactions 

and surface adsorbates.  The first case is cyclohexene hydrogenation and 

dehydrogenation on Pt(100).  This reaction is known to be structure sensitive and the 

effects were studied under both UHV and high-pressure conditions.  Pressure studies 

show that the surface adsorbates are different in UHV and high-pressure regimes, 

illustrating the need to investigate reactions at high-pressures. 

 The next reaction studied is benzene hydrogenation on both Pt(111) and Pt(100).  

The hydrogenation of benzene to cyclohexane is found to be structure insensitive while 

the hydrogenation to cyclohexene is structure sensitive.  Spectroscopic studies are able to 

correlate these differences with surface intermediates formed during reaction.  A 

Langmuir-Hinshelwood mechanism is employed to model the kinetics of cyclohexane 

production based on a rate-determining step of the addition of the first hydrogen.  This 

assumption is verified by spectroscopic studies that find adsorbed benzene to be the most 
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abundant surface intermediate.  A compensation effect between the pre-exponential and 

the activation energy for cyclohexane production is also observed and is analyzed using 

the selective energy transfer model.  This model suggests that the Pt-H system donates 

energy to the E2u mode of free benzene, which leads to catalysis. 

 The adsorption geometries and surface reactions of various C6 hydrocarbons (n-

hexane, 2-methylpentane, 3-methylpentane, and 1-hexene) on Pt(100) are also examined. 

Different conformations of these various hydrocarbons are explored in the presence and 

absence of excess hydrogen.  The mechanisms for catalytic isomerization and 

dehydrocyclization of n-hexane are elucidated on the basis of these results. 

 Benzene hydrogenation is also examined on shape controlled platinum 

nanoparticles.  Cubic particles produced only cyclohexane, while cuboctahedral particles 

produced both cyclohexene and cyclohexane.  This result was inline with the single 

crystal studies.  Furthermore, the activation energies on the platinum nanoparticles are 

lower and corresponding turnover rates are three times higher than those obtained with 

single-crystal Pt surfaces.   
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Chapter 2 

Experimental Methods 

 

Two catalytic systems were studied throughout this dissertation: platinum single-

crystals and nanoparticles.  Both of these systems require characterization techniques and 

unique reaction cells.  Through detailed studies of single-crystals and nanoparticles, a 

more comprehensive understanding of catalytic processes can be achieved. 

2.1. Introduction 

In order to conduct a detailed study of atomically clean surfaces, we must work 

under ultra high vacuum (UHV) conditions.  A rough estimate using the following 

equation illustrates the importance of maintaining a UHV environment. 

 
MRT

PNF A

2
  (2.1) 

or 

 
TmolegM

TorrPscmmoleculesF
)/(

)(1051.3)( 2212    (2.2) 

where F  is the flux of molecules striking the surface of unit area, P  is the pressure of 

the gas in Torr, AN  is Avogadro’s number, R  is the gas constant, M  is the average 

molar weight of the gas, and T  is the temperature.  Substituting the molecular weight of 

carbon monoxide for M , room temperature for T , and assuming a pressure of 3 × 10-6 

Torr yields a flux of ~1015 molecules · cm-2 · s-1.  Since 1 cm2 of the surface has 

approximately 1015 atoms, the amount of time necessary to cover the surface with 1 

monolayer (ML) of CO is about 1 s at these pressures.  From this basis, the Langmuir (1L 
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= 1 × 10-6 Torr · s) unit is defined as the exposure corresponding to one monolayer of 

coverage assuming a sticking coefficient of unity.  Pressures on the order of 10-9 Torr will 

result in a monolayer in 103 s.  Current surface analytical techniques are capable of 

detecting 1% of a monolayer of contamination on a surface meaning that at UHV 

conditions (~10-9 Torr) a clean surface may be maintained for approximately one hour. 

 

2.2. Sample Preparation 

The single-crystals used were Pt(100) and Pt(111) cut within 0.3° of accuracy 

from Matek Corporation.  The crystal was mounted in Koldmount epoxy and polished 

using Metadi diamond paste polishing compound on Buehler Microcloth polishing cloths.  

Starting with a grit size of 15 micron, the grit size was deduced to 6 microns, then 1 

micron, and finally 0.25 microns.  After satisfactorily polishing the crystal, the epoxy was 

removed by sonication in acetone.   Once the crystal was removed from the epoxy, it was 

etched in room temperature aqua regia to remove surface defects caused by the polishing 

process.  The crystal was then sonicated in deionized water to remove residual acid. 

The Pt(100) and Pt(111) crystals were cleaned by sputtering with Ar+ ions (1 

keV) for 20 minutes, heating to 1123 K in the presence of 5  10-7 Torr O2 for 2 minutes, 

and then annealing at 1123 K for 2 minutes.  Auger electron spectrosocpy was used to 

verify the cleanliness of the Pt(100) or Pt(111) surface after several cleaning cycles.   

 

2.3. Auger Electron Spectroscopy (AES) 

Auger electron spectroscopy (AES) is an electron-in-electron-out process 

employed to monitor the cleanliness of a surface.  The surface sensitivity of this 



7  

technique results from the limited depth penetration of electrons.  The mean free path of 

electrons is the average distance a particle travels between collisions with other particles 

that can be calculated from the following equation: 

 1)(   n  (2.3) 

where  is the mean free path, n is the number of particles per unit volume, and   is the 

effective cross sectional area for collision. 

 

Figure 2.1. Diagram of the four step Auger process: (a) high energy electrons bombard 

the surface atoms, (b) atomic ionization results from the removal of a core electron, (c) a 

higher shell electron collapses to fill a core vacancy, and (d) energy released from 

collapse results in the emission of an outer shell electron known as the Auger electron. 

 

AES uses the Auger process, illustrated in figure 2.1, to detect atomic species 

present on the surface.  To accomplish this, high energy electrons (3 keV) impact the 

surface and eject a core electron.  An outer shell electron then decays to fill the inner core 

hole allowing an Auger electron to be ejected.  The Auger process is nonradiative and 

depends on electrostatic forces between a hole and the surrounding electron cloud.  The 

ejected Auger electron has a characteristic kinetic energy (KE) that can be calculated 

from the following equation: 

(a) (b) (c) (d) 
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 cba EEEKE   (2.4) 

where aE is the energy of the core electron that was removed, cbE is the energy of the 

electron that fills the empty orbital, and cE is the energy of the outer shell electron 

ejected. 

Auger electron spectroscopy can also be used as a quantitative technique for 

chemical analysis and has a sensitivity of about 1% of a monolayer.1  A method2 

consisting of plotting the Auger peak-to-peak signal intensity from the substrate against 

the similar signal from the adsorbate yields the following equation: 

 
1

0
1

1

11
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SA

AS

II
II

  (2.5) 

where 0
1  is the coverage as the first layer forms, SI and AI  are the Auger peak 

intensities corresponding to this coverage, 
S

SA
S I

I
1 is the coefficient of attenuation of 

the substrate Auger peak due to the presence of a monolayer or adsorbate, and 
1SI is the 

peak-to-peak intensity of the Auger signal due to the substrate covered with a monolayer, 

and 
1AI is the Auger peak intensity due to a monolayer of adsorbate.  After 

determining A
S , 

1SI , and 
1AI , equation 2.5 becomes: 
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C

Pt

I
I

 . (2.6) 

Where 
237PtI and 

272CI are the intensities of the Pt peak at a kinetic energy of 237 eV and 

of the C peak at a kinetic energy of 272 eV, respectively.  Using equation 2.4, the surface 

coverage of carbon on platinum single crystals can be determined. 
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A representative Auger spectrum is shown in figure 2.2.  The bottom spectrum 

shows the Pt(100) surface before the previously discussed sputtering and annealing 

cleaning procedure.  Using equation 2.6, a carbon surface coverage of 13% is found.  

After three cycles of the cleaning procedure this peak has been largely removed (carbon 

surface coverage <1%) and only the signature platinum peaks remain. 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 2.2. Sample Auger spectra of Pt(100).  The carbon peak is clearly visible in the 

bottom spectrum and yields a surface coverage of 13%.  After three cleaning cycles, the 

top spectrum shows the carbon is removed from the surface with a surface coverage of 

<1%. 
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2.4. Scanning Electron Microscopy 

Scanning electron microscopy (SEM) is a powerful imaging technique that is 

capable of producing high resolution images of surfaces.  Characterizing nanoparticle 

surfaces before and after reaction is important to ensure the particles have not aggregated 

and also for determining surface coverages to normalize kinetic results for sample-to-

sample deviations.  In SEM, a stream of electrons are emitted from an electron gun and 

accelerated at a surface of interest.  The electrons pass through several metal apertures 

and magnetic lenses to produce a tightly focused high energy electron beam.  The 

electron beam is raster scanned across the surface via electromagnetic deflection coils.  

The backscattered and secondary electrons emitted from the surface are collected and 

converted into an image of the surface.3-5  The set-up of an SEM is shown in figure 2.3. 

Two different types of interactions result from exposure of the surface to the 

electron beam: elastic and inelastic.  Backscattered electrons result from elastic processes 

while inelastic processes generate secondary electrons, Auger electrons, characteristic 

and bremsstrahlung x-rays, and cathodoluminescence.  While backscattered electrons are 

the dominant feature, at lower energies (<50 eV) the number of electrons emitted sharply 

increases to levels far above the expected contribution from backscattered electrons; this 

rise is attributed to the secondary electrons.  Secondary electrons result from interactions 

between energetic electrons and the loosely bound conduction band electrons in metal or 

outer-shell valence electrons in semi-conductors and insulators.  The energy transfer of 

this process is not efficient due to the energy difference between the incident electrons 

and the sample electrons.  Both secondary and backscattered electrons are collected and 

processed to produce and image with SEM.  Both surface topography and chemical 
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composition influence the intensities of the backscattered and secondary electrons.  Since 

most secondary electrons have low kinetic energies (~10 eV), these electrons typically 

originate within a few nanometers from the surface and are very sensitive to 

topographical variations allowing for higher resolution images.  The more energetic 

backscattered electrons are more chemically sensitive resulting from the Z2 (Z = atomic 

number) dependence of the event. 

 

 

 
 
 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 2.3.  Schematic of scanning electron microscope. 
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The SEM images presented in this thesis were taken with a Zeiss Gemini Ultra-55 

field emission SEM.  The typical experimental parameters used were 5 – 10 keV 

acceleration voltage, 12 μA emission current, and a working distance of 3 – 4 mm. 

 

2.5. High Pressure Reaction Cell 

The 600-mL stainless steel high pressure (HP) cell for single-crystal catalysis has 

several ports and is electroplated with gold to reduce catalytic reactivity.  A leak valve 

connects the gas line to the UHV chamber/quadrupole mass spectrometer and can be used 

to sample the gas products during reaction.  Two CaF2 conflat windows on the HP cell 

are mounted 120° with respect to one another allowing transmission of infrared (IR), 

visible (VIS), and sum frequency beams during experiments.  The HP cell is equipped 

with a re-circulation loop that includes a diaphragm pump and inlet for gas 

chromatographic (GC) (Hewlett Packard 6890) analysis.  In GC analysis, a gaseous 

mobile phase flows under pressure through a heated packed column.  Once on the column 

separation of a mixture occurs according to the relative lengths of time spent by its 

components in the stationary phase.  The reactant and product gases were constantly 

mixed via the recirculation pump while kinetics were determined by periodically 

sampling the reaction mixture and measuring mole% gas phase composition using flame 

ionization detection and a packed column (0.1% AT-1000 on Graphpac GC 80/100 

Alltech). The operating pressure in the HP cell is measured with two capacitance 

manometers (MKS, 722A), for pressure ranges between 0.1 and 1000 mTorr and between 

0.1 and 1000 Torr.  The high pressure cell is illustrated in figure 2.4. 
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Figure 2.4. (a) Schematic and (b) photograph of the in situ SFG high pressure reaction 

cell.   

 

2.6. Nanoparticle Reaction Cell 

Nanoparticle catalytic studies were carried out in a custom-made reaction cell 

under continuous batch reactor conditions, shown in figure 2.5. A silicon wafer or quartz 

prism coated with a nanoparticle monolayer was pressed against a rubber O-ring by 

tightening a teflon block with two set screws. The temperature at the wafer surface was 

measured with a thermocouple placed directly onto the sample. Heating was applied at 

the top of the wafer by a Kapton resistive element (Omega Engineering). Temperature 

variations across the 20 × 20 mm2 wafer area were insignificant. The reaction cell was 

connected to a stainless steel tubing gas manifold of diameter equal to 0.3175 cm. A 

vacuum pressure of less than 1 mTorr was maintained in the reaction cell by mechanical 

and turbomolecular pumps.   

(a) 
(b) 
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Figure 2.5. Schematic of the in situ SFG reaction cell with a monolayer of Pt 

nanoparticles.   

 

The reaction cell is equipped with a recirculation loop that includes a diaphragm 

pump and a septum for GC analysis. The reactant and product gases were constantly 

mixed by the recirculation pump, while kinetic data were acquired periodically by 

sampling the reaction mixture and measuring the relative gas phase composition. Kinetic 

measurements were obtained with GC system (Hewlett Packard 6890) using flame 

ionization detection and a 0.1% AT-1000 on Graphpac GC 80/100 packed column of 180 

m length and 0.3175 cm outside diameter (Alltech). Helium was used as carrier gas and 

the oven temperature was maintained at 413 K. 
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Chapter 3 

Sum Frequency Generation 

 

Sum frequency generation is a powerful surface-specific vibrational spectroscopy 

with sub-monolayer sensitivity.  Isotropic materials, such as the gas phase, do not 

produce sum frequency signal, allowing only adsorbates present on the surface to 

contribute to the spectrum.  This allows SFG to be an extremely useful tool for 

vibrational studies of catalytic reactions performed at high pressures.  

 

3.1. Sum Frequency Generation Theory 

Sum frequency generation vibrational spectroscopy (SFG) was first observed1 and 

described2 in the 1960s.  However, the technique was not developed and shown to be 

surface-specific until the 1980s by Y.R. Shen.3  Since then, SFG as a technique for 

vibrational spectroscopy has been extensively described.4-12  The principle of SFG is 

regulated by second-order nonlinear optics, and the technique itself is permitted by high-

energy electric fields, in this case pulsed lasers.  Under weak electric fields, the 

polarization P


 expansion has two terms as shown in equation 3.1, where )0(P


 is the 

static polarization, )1(P


 is the first-order linear polarization, 0 is the permittivity of free 

space, )1(
  is the linear susceptibility, t is time, and )cos()( trE 


 describes the electric 

field. 

 )cos()()1(
0

)0()1()0( trEPPPP 


  (3.1) 
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For linear optics, this equation shows that the frequency of the light is invariant as it 

passes through a medium.   

Under strong electric fields, the polarization can be further expanded to include 

higher-order terms. 

 ...)3()2()1()0(  PPPPP


 (3.2) 

The second-order polarization, )2(
iP , where )2(

ijk  is the second-order nonlinear 

susceptibility and )cos()( 1trE j 


 and )cos()( 2trEk 


 are the two input fields at different 

frequencies is given by equation 3.3 

 )cos()()cos()( 21
,

)2(
0

)2( trEtrEP kj
kj

ijki 


  (3.3) 

Which can be rearranged to form 

  ttrErEP kj
kj

ijki )cos()cos()()( 2121
,

)2(
02

1)2(   


. (1.4) 

Equation 3.4 illustrates how the frequency of light can change after passing through a 

medium, resulting in a SFG and difference frequency generation (DFG).  In SFG 

vibrational spectroscopy, 1  is typically chosen to be in the visible region of the 

spectrum while 2  is in the infrared. 

The sum frequency radiation is strongly peaked in one direction determined by 

phase matching conditions.  Efficient energy transfer from the vis  and IR  to the sum 

frequency SF  occurs when both energy and momentum are conserved.  Energy 

conservation requires that IRvisSF   , while momentum conservation requires 

 IRvisSF kkk


 . (3.5) 
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Equation 3.5 can be rewritten for the angles of incidence for the visible and infrared 

beams. 

 IRIRvisvisSFSF kkk  sinsinsin   (3.6) 

where SFk , visk , and IRk  are the three wavenumbers (2π/λ), vis  and IR  are the angles of 

incidence compared to the surface normal of the visible and IR laser beams, and SF  is 

the angle of the sum frequency radiation.  From this equation, it can be noted that the 

angle of emission changes as IR is scanned over the spectrum. 

The magnitude of the SFG signal is proportional to the absolute square of )2(
eff  

shown in equation 3.7. 

 
2)2()2(2)2()( RNReffSFI    (3.7) 

)2(
eff  is comprised of both a non-resonant susceptibility term, )2(

NR , and a resonant 

susceptibility term, )2(
R .  The non-resonant susceptibility term arises from the substrate 

surface and is typically invariant as the IR beam is scanned over the spectrum. 

The surface specificity in SFG arises from the fact that )2(  is a third rank tensor 

whose element values depend on the properties of the medium under investigation.  For 

centrosymmetric media, )2(  should be invariant under inversion symmetry, however, 

the electric field and the polarization must change signs as vectors.  From equation 3.3, 

one can see that the inversion operator will result in )2()2(    or 0)2(  , thus 

yielding no SFG signal from media with inversion symmetry.  For centrosymmetric 

media to generate SFG signal, the inversion symmetry must be broken, which is only 

necessarily true at an interface or surface. 



19  

The resonant susceptibility, which originates from vibrational modes on the 

surface, can be described by equation 3.8. 

 gq
qqIR

q

kji
ijkR i

A
nkmjliN 


 


 

,,

)2()2( )ˆˆ)(ˆˆ)(ˆˆ(  (3.8) 

where qA  is the strength of the qth vibrational mode, N is the number density of 

molecules on the surface, IR  is the frequency of the infrared laser beam, q  is the 

frequency of the qth vibrational mode, q  is the damping constant of the qth vibrational 

mode, and gq  is the population difference between the ground and first excited states.  

The subscripts l, m, and n refer to the axes for the molecular coordinate system and so the 

average,  )ˆˆ)(ˆˆ)(ˆˆ( nkmjli , is the coordination transformation from molecular fixed 

coordinates to laboratory fixed coordinates averaged over molecular orientations.  Since 

this average is over all of the molecular orientations, the adsorbates must have some 

ordering to produce a sum frequency signal.  Additionally, isotropic media are also SFG 

forbidden.  From equation 1.8, one can see that )2(
R  reaches a maximum when qIR   , 

and hence a vibrational spectrum is acquired by scanning the IR frequency.   

Selection rules for the SFG process can be inferred from equation 3.9. 

 
qq

A lmn

q
q 






)1(

2
1 


 (3.9) 

where n  is the dipole moment and )1(
lm  is the polarizability.  Hence, in order for )2(

R to 

be non-zero, the vibrational mode of interest must be both IR and Raman active. 
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3.2. Sum Frequency Generation from a Surface 

In general, the surface susceptibility )2(  is a 27-element tensor, however, it can 

often be reduced to several non-vanishing elements by symmetry constraints.  Interfaces 

are isotropic in the plane of the surface.  The symmetry constraints for an in-plane 

isotropic surface reduces )2(  to the following four independent non-zero elements 

 )2()2()2()2()2()2()2( ;;; zyyzxxyzyxzxyyzxxzzzz    (3.10) 

Where z is defined to be the direction normal to the surface.  These four independent 

elements contribute to the SFG signal under four different polarization conditions: ppp, 

ssp, sps, and pss, where the polarizations are listed in order of decreasing frequency (SF, 

vis, IR).  P polarization occurs when the electrical field vector is parallel to the plane of 

incidence, which contains the surface normal and the incident beam.  The vector is 

perpendicular to the plane of incidence in s polarization. 

Information about molecular orientation of the adsorbate on the surface may be 

determined using different polarization combinations of IR, vis, and SF radiation on non-

metal surfaces.13  Different susceptibility components are measured for each polarization 

combination used during an SFG experiment.  These polarization combinations 

determine the ratios of the different tensor elements, which provides molecular 

orientation information.  The orientation of adsorbates can be extracted through modeling 

of the susceptibility components.  However, this characterization technique is not 

possible on single-crystals due to the metal-surface-selection-rule (MSSR).  Due to the 

freedom of the conduction electrons to respond to electric fields, the charge above the 

surface of a metal produces lines of force as if there was a negative charge at an equal 

distance below the surface, known as an image charge.  Ergo, dipoles parallel to the 
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surface will become invisible while dipole perpendicular to the surface will become 

enhanced, as seen in figure 3.1. 

 

 

 

 

 

 

 

 

Figure 3.1.  The electrical image resulting during the vibration of a dipole parallel and 

perpendicular to the surface of the metal. 

 

3.3. Sum Frequency Generation Experimental Setup 

All SFG spectra were obtained using a mode-locked Nd:YAG laser (Leopard 

D20, Continuum) (1064 nm fundamental having a 20 ps long pulse with a 20 Hz 

repetition rate).  The 1064 nm beam was frequency doubled to 532 nm in a -BaB2O4 

(BBO) crystal.  The tunable IR beam was generated in a LiNbO3 or a AgGaS2 by 

difference frequency mixing of the 1064 nm beam with the output of a KTiOPO4 (KTP) 

optical parametric generator/amplifier (OPA/OPG) pumped by the 532 nm beam.  A 

schematic of the OPA/OPG is illustrated in figure 3.2.  The VIS beam (200 J) and the 

IR (200 J) beams were spatially and temporally overlapped on the Pt(100) surface with 

incident angles of 55º and 60º, respectively, with respect to the surface normal.  All 
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single-crystal spectra were taken using a ppp polarization combination (SFG, VIS, and IR 

beams were all p-polarized) while the nanoparticle spectra were taken in ppp and ssp 

polarizations.  The generated SFG beam was sent through a monochromator and the 

signal intensity was detected with a photomultiplier tube (Hamamatsu) and a gated 

integrator (Stanford Research) as the IR beam was scanned over the range of interest.   

 

Figure 3.2.  Schematic of OPG/OPA system to generate laser beams used for SFG 

experiments.  Tuning range is between 1700 – 2400 cm-1 and 2600 - 3600 cm-1. 
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Chapter 4 

 Hydrogenation and Dehydrogenation of Cyclohexene on 

Pt(100): A Sum Frequency Generation Vibrational 

Spectroscopic and Kinetic Study 

 

This chapter illustrates the use of sum frequency generation (SFG) vibrational 

spectroscopy to study the hydrogenation/dehydrogenation of cyclohexene on Pt(111).  

SFG vibrational spectroscopy and kinetic measurements were performed during 

cyclohexene hydrogenation/dehydrogenation over a range of pressures (10-8-5 Torr) and 

temperatures (300-500 K) on the Pt(100) surface.  Upon adsorption at pressures below 

1.5 Torr and at 300 K, cyclohexene dehydrogenates to form -allyl c-C6H9 and 

hydrogenates to form cyclohexyl (C6H11) surface intermediates.  Increasing the pressure 

to 1.5 Torr produces adsorbed 1,4-cyclohexadiene, -allyl c-C6H9, and cyclohexyl 

species.  These adsorbed molecules are found both in the absence and presence of excess 

hydrogen on the Pt(100) surface at high pressures and up to 380 K and 360 K, 

respectively.  -Allyl c-C6H9 and cyclohexyl are adsorbed on the surface up to 440 K in 

the absence of excess hydrogen and 460 K in the presence of excess hydrogen, at which 

point they are no longer detectable by SFG.  Kinetic studies in the absence of excess 

hydrogen show that the apparent activation energy for the dehydrogenation pathway 

(14.3 ± 1.2. kcal/mol) is similar to that of the hydrogenation pathway (12.9 ± 0.6 

kcal/mol).  Different apparent activation energies are observed for the dehydrogenation 
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pathway (22.4 ± 1.6 kcal/mol) and the hydrogenation pathway (18.8 ± 0.9 kcal/mol) in 

the presence of excess hydrogen.  

 

4.1. Introduction 

          (a) -allyl c-C6H9   (b) quadra- 1,4-cyclohexadiene (C6H8) 

                               

 

 

 

(c) cyclohexyl (C6H11) 

 

 

 

 

 

 

Scheme 4.1 Schematic diagram of (a) -allyl c-C6H9, (b) quadra- 1,4-cyclohexadiene 

(C6H8), and (c) cyclohexyl (C6H11) intermediates. 

 

Cyclohexene surface chemistry on single crystal platinum has received significant 

attention since it is considered prototypical of cyclic hydrocarbon conversion processes 

during naphtha reforming.1 Cyclohexene is not only one of the possible reaction 

intermediates when cyclohexane (C6H10) is dehydrogenated to benzene (C6H6), but also a 
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reactant molecule that can be either hydrogenated to cyclohexane or dehydrogenated to 

benzene.  Cyclohexene hydrogenation/dehydrogenation on the platinum surface is found 

to be structure sensitive2, 2 since its turnover rates are sensitive to surface structure.   

Cyclohexene adsorption on Pt(100) at low pressures (≤  10-6 Torr) has been 

studied using thermal desorption spectroscopy (TDS),3-5 RAIRS,3 and EEL 

spectroscopy.3 Briefly, cyclohexene exists in a di- form on Pt(100) at 100 K.  As the 

surface temperature is increased to 200 K, di- cyclohexene is converted to -allyl c-

C6H9.  Further increasing the surface temperature leads to dehydrogenation and benzene 

desorption.3 The surface species present at low pressures/temperatures under UHV may 

not necessarily be the same as those species that are adsorbed under catalytically relevant 

conditions found at high pressures/temperatures or under an excess of hydrogen.  The 

observed surface species at various temperatures  at low pressures are summarized in 

scheme 4.2(e) 

Cyclohexene adsorption on the Pt(111) surface has been studied using various 

techniques such as TDS,5 bismuth post dosing TDS (BPTDS),5,6 laser-induced thermal 

desorption (LITD),4 high-resolution electron energy loss spectroscopy (HREELS),3,4  

RAIRS,7 and SFG8-13 under a broad range of pressure (10-8-5 Torr).  Briefly, at low 

pressures ( 10-6 Torr) on Pt(111) cyclohexene adsorbs molecularly in a di- form at 100 

K and is dehydrogenated to -allyl c-C6H9 as the surface temperature is increased to 200 

K.6,7 -Allyl c-C6H9 further dehydrogenates to benzene as the surface temperature is 

increased up to 300 K and desorption and decomposition of benzene at temperatures 

300 K.4,6,7 Increasing the cyclohexene pressure to 1.5 Torr at 298 K interestingly results 

in the dehydrogenation of -allyl c-C6H9 to 1,4-cyclohexadiene.  Increasing the surface 
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temperature in the absence of excess hydrogen results in hydrogenation of 1,4-

cyclohexadiene to -allyl c-C6H9 at 323 K.  Similarly, -Allyl c-C6H9 dehydrogenates to 

benzene as the temperatures increase s to 453 K.8  The observed surface species at 

various temperatures and pressures on Pt(111) are summarized in scheme 4.2(b), (d), 

and(f). 

In the presence of excess hydrogen (15 Torr), it was found that 1,4-

cyclohexadiene and 1,3-cyclohexadiene co-exist on Pt(111) at 303 K and subsequently 

hydrogenate to -allyl c-C6H9 at 323 K.  As the surface temperature is increased to 400 

K, -allyl c-C6H9 dehydrogenates to 1,3-cyclohexadiene.8 Kinetic measurements of 

cyclohexene hydrogenation/dehydrogenation have also be investigated on the Pt(111) 

surface.  Yang et al.11 have reported that cyclohexene hydrogenation occurs through two 

reaction pathways: disproportionation (R4.1) or reductive hydrogen addition (R4.3) by 

adsorbed hydrogen.  The dehydrogenation of cyclohexene was reported to occur through 

stepwise dehydrogenation (R4.2) or disproportionation (R4.1). 

   3C6H10    2 C6H12  +  C6H6     (R4.1) 

   C6H10    C6H6  +  4H     (R4.2) 

   C6H10  +  2H    C6H12     (R4.3) 

In this chapter, I investigate catalytic reactions of cyclohexene on the Pt(100) 

single crystal surface with SFG vibrational spectroscopy and gas chromatography (GC) 

in a range of pressures (10-6 – 5 Torr cyclohexene) and temperatures (298-500 K) in the 

presence and absence of excess hydrogen (15 Torr).   SFG measurements show the 

existence of three distinct surface intermediates on Pt(100):  -allyl c-C6H9, 1,4-

cyclohexadiene (C6H8), and cyclohexyl (C6H11) (see scheme 4.1).  I find that cyclohexene 
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forms both hydrogenated and dehydrogenated products in the presence and absence of 

excess hydrogen.  Differences between the Pt(100) and Pt(111) surfaces exist as the 

pressure of cyclohexene and surface temperature in the presence and absence of excess 

hydrogen are varied.  On the Pt(100) surface, -allyl c-C6H9 and cyclohexyl exist on the 

surface until the pressure of cyclohexene is increased to 1.5 Torr at which point 1,4-

cyclohexadiene is co-adsorbed with -allyl c-C6H9 and cyclohexyl.  -Allyl c-C6H9 is the 

dominant surface species until the cyclohexene pressure is increased to 1.5 Torr upon 

which -allyl c-C6H9 is dehydrogenated to 1,4-cyclohexadiene.  The major difference 

between the Pt(100) and Pt(111) surface as the temperature is increased in the absence of 

hydrogen is the lack of benzene on the Pt(100) surface.  In the presence of excess 

hydrogen, 1,3-cyclohexadiene is co-adsorbed with 1,4-cyclohexadiene on Pt(111).  1,4-

Cylcohexadiene is co-adsorbed with -allyl c-C6H9 and cyclohexyl on Pt(100).  Herein, I 

discuss the temperature, pressure, and excess hydrogen dependent surface chemistry of 

cyclohexene.     

 
 
4.2. Experimental 

4.2.1.  High-Pressure/Ultrahigh-Vacuum (HP/UHV) System 

 All experiments were carried out on a Pt(100) single-crystal surface in a high-

pressure/ultrahigh-vacuum (HP/UHV) system.  The HP/UHV system is composed of a 

UHV chamber with a base pressure of 2 x 10-9 Torr and a HP cell isolated from the UHV 

chamber by a gate valve.  The UHV chamber is equipped with an Auger electron 

spectrometer (AES), quadrupole mass spectrometer (QMS) and Ar+ ion sputter gun .  The 

sample is transferred along a horizontal linear path between the UHV chamber and the 
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HP cell using a magnetically coupled transfer arm.  The 600-mL stainless steel HP cell 

has several ports and is electroplated with gold to reduce catalytic reactivity.  A leak 

valve connects the gas line to the UHV chamber/ QMS and can be used to sample the gas 

products during reaction.  Two CaF2 conflat windows on the HP cell are mounted 120o 

with respect to one another allowing transmission of infrared (IR), visible (VIS), and sum 

frequency beams during experiments.  The HP cell is equipped with a re-circulation loop 

that includes a diaphragm pump and inlet for gas chromatographic analysis.  In GC 

analysis, a gaseous mobile phase flows under pressure through a heated packed column.  

Once on the column separation of a mixture occurs according to the relative lengths of 

time spent by its components in the stationary phase. The reactant and product gases were 

constantly mixed via the recirculation pump while kinetics were determined by 

periodically sampling the reaction mixture and measuring mol% gas phase composition 

using flame ionization detection and a packed column (0.1% AT-1000 on Graphpac GC 

80/100 Alltech).  The operating pressure in the HP cell is measured with two capacitance 

manometers, for pressure ranges between 0.1 and 1000 mTorr and between 0.1 and 1000 

Torr.   

The Pt(100) crystal was cleaned by sputtering with Ar+ ions (1 keV) for 20 

minutes, heating to 1123 K in the presence of 5 x 10-7 Torr O2 for 2 minutes, and then 

annealing at 1123 K for 2 minutes.  Surface cleanliness of the Pt(100) sample was 

verified by AES and low energy electron diffraction (LEED).  The Pt(100) sample was 

transferred to the HP cell for SFG and GC experiments after several cleaning cycles and 

was routinely monitored for cleanliness by AES.  Cyclohexene (> 99.5 %, Aldrich) was 

purified by several freeze-pump-thaw cycles before introduction to the HP cell.  
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Cyclohexene impurities were routinely checked using GC.  The impurities were below 

0.5 % and all of the impurities were light alkanes below C6.   

 

4.2.2. Sum Frequency Generation Vibrational Spectroscopy 

 A Nd:YAG laser (1064 nm fundamental having a 20 ps long pulse with a 20 Hz 

repetition rate) was used to perform the SFG experiments.  The 1064 nm beam was 

frequency doubled to 532 nm in a KTiOPO4 (KTP) crystal.  The tunable IR beam was 

generated in a LiNbO3 by difference frequency mixing of the 1064 nm beam with the 

output of a -BaB2O4 (BBO) optical parametric generator/amplifier (OPA/OPG) pumped 

by the 532 nm beam.  The VIS beam (200 J) and the IR (200 J) beams were spatially 

and temporally overlapped on the Pt(100) surface with incident angles of 55º and 60º, 

respectively, with respect to the surface normal.  All spectra were taken using a ppp 

polarization combination (SFG, VIS, and IR beams were all p-polarized).  The generated 

SFG beam was sent through a monochromator and the signal intensity was detected with 

a photomultiplier tube and a gated integrator as the IR beam was scanned over the range 

of interest. 

SFG technique and theory have been described in detail previously.14-16  Briefly, 

SFG is a second-order nonlinear optical process in which an IR beam at IR is spatially 

and temporally overlapped with a VIS beam at VIS to generate a sum frequency beam at 

SF = IR + VIS.  In this study, the IR beam was tuned while the VIS beam remained at 

532 nm.  When the IR energy matches the vibrational energy of an interfacial molecule, 

the SFG signal is resonantly enhanced.  Isotropic gases in the HP cell do not generate 

SFG.  Under the electric dipole approximation, media with centrosymmetry are not 
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susceptible to SFG.  Platinum bulk has a center of inversion and its contribution to the 

SFG signal will usually be negligable.  This center of inversion is broken at the surface, 

giving rise to a surface specific signal.  The SFG signal, ISF, is related to the incident 

visible (IVIS) and infrared (IIR) beam intensities, and second-order susceptibility of the 

media ((2)) as 

   IRVISSF III
2)2( .     (4.1) 

To analyze our SFG spectra, the SFG signal was normalized to the IR intensity 

(IIR) incident on the surface by the following expression 

  
afterIRbeforeIR

SFG
normSFG II

II
,,

,       (4.2) 

where ISFG,norm is the normalized SFG signal, ISFG is the measured SFG signal, IIR,before is 

the IR signal measured before the HP cell, and IIR,after is the IR signal measured after the 

HP cell.  This was necessary because gas molecules in the HP cell absorb some of the 

incoming radiation.  Detailed descriptions on the HP/UHV system and SFG measurement 

can be found elsewhere.17,18 

 

4.3. Results 

4.3.1. Pressure dependence (<10-6 – 5 Torr) of major surface species upon 

cyclohexene adsorption on Pt(100)at 298 K: SFG results and peak assignments 

Figure 4.1 shows the SFG spectra of the major surface species on the Pt(100) 

surface at 298K at various pressures.  The vibrational spectrum at a 10 L (Langmuir, 1 L 

= 10-6 Torr · s) exposure shows three major bands centered at 2935, 2870, and 2830 cm-1.  

The position of the three major bands shifts to 2940, 2865, and 2805 cm-1 and a shoulder 
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at 2780 cm-1 appears as the cyclohexene pressure is increased to 10 mTorr.  The peak at 

2780 cm-1 is assigned to the CH2 stretch of 1,4-cyclohexadiene.  1,4-Cyclohexadiene has 

been shown to adsorb in a boat conformation by SFG,12,13 RAIRS,7 and density 

functional studies19 (see scheme 4.1(b)).  The C=C-H bonds (C1, C3, C4, and C6 in 

scheme 4.1(b)) are in the molecular plane and parallel to the surface, therefore, giving no 

SFG signal under the MSSR.20,21 The observed mode is assigned to the symmetric-

symmetric C-H stretch of the CH2 group.  This assignment is in accordance with RAIRS 

and SFG results of 1,4-cyclohexadiene adsorption on Pt(111) in UHV and high pressure 

environments.13,22,23  The red shift from the typical CH2 stretching range (2840-2940 

cm-1) is due in part to the strong electron withdrawal effect from the surface platinum 

atoms.19  Consequently, the electron density in the two C-H bonds is reduced resulting in 

a less energetic vibrational mode.   

It should be noted from figure 4.1 that the SFG spectrum at pressures about 10 

mTorr is clearly different from the SFG and RAIR spectra of di--type cyclohexene 

(C6H10) and cyclohexadienes (C6H8).  Literature addressing cyclic C6 hydrocarbon 

chemistry on the Pt(111) surface will be used for comparison of the surface species 

formed on the Pt(100) surface.  The RAIR7 (SFG13) spectrum of di--type cyclohexene 

on Pt(111) is distinguished by three bands at v(CH2,distal) = 2938 (2958), vasym(CH2) = 

2902 (2918), and vsym(CH2) = 2864 (2875) cm-1 and the relative intensities of the bands 

are found to be equivalent.  The RAIR7 (SFG13) of 1,3-cyclohexadiene exhibits modes at 

vsym(CH2) = 2816, vsym(CH2) = 2825 (2830), vsym(CH2) = 2859 (2875), and vasym(CH2) = 

2881 (2900) cm-1 and the relative intensities of the bands are also comparable.  
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Figure 4.1 SFG spectra of surface species on Pt(100) at 298K at various pressures of 

cyclohexene:  10 L, 10 mTorr, 100 mTorr, 500 mTorr, 1.5 Torr, and 5 Torr, from the 

bottom.  For an exposure of 10 L (Langmuir, 1 L = 10-6 Torr · s), cyclohexene was dosed 

for 100 seconds at 1 x 10-7 Torr.  Symmetric (s), asymmetric (a), and symmetric-

symmetric (s,s) bands are identified.  Lines were drawn for visual aides. 

CH2(a) CH2(s) 
CH2(s) 

CH2(s,s) 
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The following assignments were given to the three bands observed in figure 4.1: 

vasym(CH2) = 2940, vsym(CH2) = 2865, and vsym(CH2) = 2805 cm-1.  The RAIRS3 spectrum 

of cyclohexene on Pt(100) is distinguished by three bands at vasym(CH2) = 2944, 

vsym(CH2) = 2872, and vsym(CH2) = 2811 cm-1.  The geometry of the dehydrogenated 

cyclohexene surface species was found to be the -allyl c-C6H9 species shown in scheme 

4.1(a).  The SFG10 spectrum of -allyl c-C6H9 has transitions at vsym(CH2) = 2845 and 

vasym(CH2) = 2920 cm-1 with the vasym(CH2) peak much larger than the vsym(CH2) peak 

(~5:1, respectively).  The SFG9 spectrum of cyclohexyl on Pt(111) shows peaks at 

vsym(CH2) = 2850 and vasym(CH2) = 2915 cm-1 with similar intensities.  The close 

proximity of the vasym(CH2), vsym(CH2) = 2872 cm-1, and vsym(CH2) = 2811 cm-1 peak 

positions and their relative intensities (~4.5:2:1, respectively), suggests that the surface 

may have co-adsorbed cyclohexyl and -allyl c-C6H9 species.  The observed surface 

species at various pressures are summarized in scheme 4.2(e). 

 

4.3.2. Temperature dependence of major surface species under 1.5 Torr cyclohexene 

on Pt(100) in the absence of excess H2: SFG results and peak assignments 

Figure 4.2 shows the temperature dependent SFG spectra of the surface species on 

Pt(100) under 1.5 Torr cyclohexene in the absence of H2.  At 300 K, the four modes at 

vsym, sym(CH2) = 2780, vsym(CH2) = 2815, vsym(CH2) = 2854, and vasym(CH2) = 2940 cm-1 

were assigned to -allyl c-C6H9 and 1,4-cyclohexadiene co-adsorbed on the Pt(100) 

surface.  It should be noted that the SFG spectrum at 300 K is quite different from the 

SFG and RAIR spectra of di--type cyclohexene (C6H10) and cyclohexadienes (C6H8) on 

Pt(111) (table 4.1b).  As noted in a previous section, the close proximity in peak positions 
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and their relative intensities suggests co-adsorbed -allyl c-C6H9 and cyclohexyl.  Upon 

heating to 360 K, the band at vsym, sym(CH2) = 2780 cm-1 completely disappears while the 

bands at vsym(CH2) = 2815, vsym(CH2) = 2865, and vasym(CH2) = 2940 cm-1 reach a 

maximum intensity.  As the surface temperature is further increased, the bands at 

vsym(CH2) = 2815, vsym(CH2) = 2865, and vasym(CH2) = 2940 cm-1 decrease in intensity 

until they completely disappear at 440 K.  Upon subsequent cooling to 300 K, three 

modes at vsym(CH2) = 2815, vsym(CH2) = 2865, and vasym(CH2) = 2940 cm-1 reappear.  The 

intensities of these three modes vsym(CH2) = 2815, vsym(CH2) = 2865, and vasym(CH2) = 

2940 cm-1 now appear noticeably decreased if one compares the spectra before and after 

increasing the surface temperature.  The absence of a stretch at 2780 cm-1 indicates that 

1,4-cyclohexadiene is not present on the surface after cooling the sample from 440 K to 

300 K.  The observed surface species and modes at various temperatures are summarized 

in scheme 4.2(a) and table 4.1, respectively. 
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Figure 4.2 Temperature dependent SFG spectra of surface species on Pt (100) under 1.5 

Torr cyclohexene in the range of 300-440 K.  The top SFG spectrum was taken after the 

metal surface was cooled from 440 K to 300 K.  Symmetric (s), asymmetric (a), and 

symmetric-symmetric (s,s) bands are identified.  Lines were drawn for visual aides. 
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 (a) 

Assignments Temperature  

 300 K 320 K 360 K 380 K 400 K 440 K Cooled  
to 300 K 

vsym, sym(CH2) † 2780 2780      

vsym(CH2)‡/* 2815 2815 2815 2815 2815  2815 

vsym(CH2)‡/*  2854‡ 2854 2865 2865* 2865  2865 

vasym(CH2)‡/* 2940 2940 2940 2940 2940  2940 

 

(b) 

Assignments Temperature 

 303 K 323 K 333 K 363 K 423 K 453 K 

vsym, sym(CH2)† 2760      

vsym(CH2)‡  2840 2840 2840 2840 2840 

vsym(CH2)§      2865 

vasym(CH2) ‡  2920 2920 2920 2920 2910 

vasym(CH2)§      2895 

varomatic(CH)     2990 2990 

 

Table 4.1.  Frequencies (in cm-1) and mode assignments for SFG spectra of 1.5 Torr 

cyclohexene on (a) Pt(100) and (b) Pt(111)8   ‡ = -allyl c-C6H9, † =1,4-cyclohexadiene, § 

= 1,3-cyclohexadiene, * = C6H11cyclohexyl 
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(a) At high pressures without H2 on Pt(100) 

Cyclohexene (1.5 torr)
       (C6H10)

300 K

Pt(100)
1,4-cyclohexadiene
          (C6H8)

360 K -allyl c-C6H9
-allyl c-C6H9

 

(b) At high pressures without H2 on Pt(111)  

Cyclohexene (1.5 torr)
        (C6H10)

303 K

Pt(111)
1,4-cyclohexadiene
          (C6H8)

323 K Benzene
 (C6H6)

400 K-allyl c-C6H9

  

(c) At high pressures with 15 Torr H2 on Pt(100)  

Cyclohexene (1.5 torr)
     +  H2 (15 torr)

300 K

Pt(100)
380 K -allyl c-C6H91,4-cyclohexadiene

          (C6H8)

-allyl c-C6H9

 

(d) At high pressures with 15 Torr H2 on Pt(111) 

Cyclohexene (1.5 torr)
      + H2 (15 torr)

303 K

Pt(111)
1,4-cyclohexadiene
1,3-cyclohexadiene
          (C6H8)

323 K Benzene
 (C6H6)

400 K-allyl c-C6H9

 

(e) Under UHV conditions (≤10-6 Torr cyclohexene) on Pt(100) 

Cyclohexene 100 K

Pt(100)
di- cyclohexene 200 K Benzene

 (C6H6)
300 K-allyl c-C6H9

 

 (f) Under UHV conditions (≤10-6 Torr cyclohexene) on Pt(111) 

Cyclohexene 100 K

Pt(111)
di- cyclohexene 200 K Benzene

 (C6H6)
300 K-allyl c-C6H9

 

Scheme 4.2 Schematic diagram of observed surface species under 1.5 Torr cyclohexene 

(a) without H2 on Pt(100), (b) without H2 on Pt(111)8, (c) with 15 Torr H2 on Pt(100), and 

(d) with 15 Torr H2 on Pt(111)8 and under UHV conditions (≤10-6 Torr cyclohexene) on 

(e) Pt(100)4 and (f) Pt(111)7. 
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4.3.3. Temperature dependence of major surface species under 1.5 Torr cyclohexene 

on Pt(100) in the presence of 15 Torr H2: SFG results and peak assignments 

The temperature dependent SFG spectra of the surface species on Pt(100) under 

1.5 Torr cyclohexene and 15 Torr H2 are shown in figure 4.3 and summarized in table 

4.2(a).  At 300 K, four modes at vsym, sym(CH2) = 2780, vsym(CH2) = 2815, vsym(CH2) = 

2865, and vasym(CH2) = 2940 cm-1 are observed.  These peaks were assigned to -allyl 

c-C6H9 and 1,4-cyclohexadiene co-adsorbed on the Pt(100) surface.  It should be noted 

that the SFG spectrum at 300 K is quite different from the SFG and RAIR spectra of di-

-type cyclohexene (C6H10) and cyclohexadienes (C6H8) on Pt(111) as described in the 

previous section.   The relative intensity of the peak at vsym, sym(CH2) = 2780 cm-1 in the 

presence of 15 Torr H2 is much larger than the relative intensity in the absence of H2.   

As the temperature is increased to 380 K, the intensity of the band at 2780 cm-1 

completely disappears while the bands at vsym(CH2) = 2815, vsym(CH2) = 2865, and 

vasym(CH2) = 2940 cm-1 reach a maximum.  This transition temperature is 20 K higher in 

the presence of 15 Torr H2 than in the absence of H2.  As the surface temperature is 

further increased, the bands at vsym(CH2) = 2815, vsym(CH2) = 2865, and vasym(CH2) = 

2940 cm-1 decrease in intensity until they completely disappear at 460 K.  The intensities 

of the three bands are very similar to the bands observed before the surface temperature 

was increased.  Upon cooling to 300 K, three bands at vsym(CH2) = 2815, vsym(CH2) = 

2865, and vasym(CH2) = 2940 cm-1 appear.  The absence of a mode at vsym, sym(CH2) = 

2780 cm-1 indicates that 1,4-cyclohexadiene is not present on the surface after cooling the 

sample from 460 K to 300 K.  The observed surface species and modes at various 

temperatures are summarized in scheme 4.2(b) and table 4.2, respectively.  
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Figure 4.3 Temperature dependent SFG spectra of surface species on Pt(100) under 1.5 

Torr cyclohexene and 15 Torr H2 in the range of 300-460 K.  The top SFG spectrum was 

taken after the metal surface was cooled from 460 K to 300 K.  Symmetric (s), 

asymmetric (a), and symmetric-symmetric (s,s) bands are identified.  Lines were drawn 

for visual aides. 
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(a) 

Assignments Temperature 

 300 K 320 K 360 K 380 K 400 K 460 K Cooled  
to 300 K 

vsym, sym(CH2)† 2780 2780 2780     

vsym(CH2)‡/* 2815 2815 2815 2815 2815  2815 

vsym(CH2)‡/* 2854 2854 2865 2865 2865  2865 

vasym(CH2)‡/* 2940 2940 2940 2940 2940  2940 

 

(b) 

Assignments Temperature 

 303 K 323 K 343 K 373 K 403 K 453 K 483 K 

vsym, sym(CH2) † 2760       

vsym(CH2)‡ 2855 2840 2840 2840 2840 2840 2840 

vsym(CH2)§ 2880    2870 2870 2870 

vasym(CH2)‡  2920 2920 2920 2920 2920 2920 

vasym(CH2)§ 2900    2900 2900 2900 

 

Table 4.2 Frequencies (in cm-1) and mode assignments for SFG spectra of 1.5 Torr 

cyclohexene in the presence of 15 Torr H2 on (a) Pt(100) and (b) Pt(111)8  ‡ = -allyl c-

C6H9 species, † =1,4-cyclohexadiene, § = 1,3-cyclohexadiene 
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4.3.4. Turnover rates and activation energies to form the products (cyclohexane and 

benzene) under 1.5 Torr cyclohexene on Pt(100) in the absence and presence of 15 

Torr H2 

In figure 4.4 are the kinetic studies carried out in the absence of excess hydrogen 

using gas chromatography detection over the 320-500 K temperature range using 1.5 Torr 

cyclohexene as reactant.  Estimated turnover rates (TORs), in molecules per Pt atom per 

second, are shown in Figure 4.4(a) giving the production of cyclohexane and benzene as 

a function of temperature.  Arrhenius plots of the kinetics are given in figure 4.4(b).  The 

production of cyclohexane and benzene reaches a maximum at 375 K and then decreases 

with increasing temperature.  The apparent activation energy of the hydrogenation 

pathway was 12.9 ± 0.6 kcal/mol over the temperature range 320-350 K while the 

apparent activation energy for the dehydrogenation pathway was 14.3 ± 1.2 kcal/mol over 

the 320-370 K temperature range.   

The non-Arrhenius behavior at temperatures above 375 K can be explained in 

terms of a change in the surface coverage of adsorbed species.  Surface coverage,  (in 

molecules · cm-2), is defined as the product of the incident flux, F (in molecules · cm-2 · 

s-1), and the residence time,  (in sec-1). 

 F         (4.3) 

Flux, F, can further be defined as  

   
MRT

PNF A

2
       (4.4) 

where NA is Avogadro’s number, P is the pressure, M is the average molar weight of the 

gaseous species, T is the temperature, and R is the gas constant.  Residence time, , is 

given by 
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RT
H adsexp0       (4.5) 

where 0 is correlated to the surface atom vibration times (typically 10-12 s), Hads is the 

heat of adsorption, T is the temperature, and R is the gas constant.  Using equations 3.4 

and 3.5 we can rewrite surface coverage (equation 4.3) as 

   





 

RT
H

MRT
PN adsA exp

2 0
     (4.6) 

The surface coverage decreases as the temperature increases causing the turnover to 

decrease as seen in figure 4.4. 

The kinetic results given in figure 4.5 were performed with 1.5 Torr cyclohexene 

in the presence of 15 Torr H2 over the 300-500 K temperature range.  Figure 4.5(a) shows 

the initial TORs for the production of cyclohexane and benzene as a function of 

temperature.  The cyclohexane and benzene products both reach maxima at 375 K and 

425 K, respectively.  The non-Arrhenius behavior at temperatures above 375 K and 425 

K for cyclohexane and benzene production, respectively, can be explained in terms of a 

change in the surface coverage of adsorbed species as discussed previously.  The 

Arrhenius plots for the TORs are shown in figure 4.5(b).  The apparent activation energy 

obtained for the hydrogenation pathway in the temperature range 310-350 K was 18.8 ± 

0.9 kcal/mol.  For the dehydrogenation pathway, the apparent activation energy obtained 

for the temperature range 340-400 K was 22.4 ± 1.6 kcal/mol.   
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Figure 4.4 (a) Turnover rates (TORs), in molecules per Pt atom per second, for 

cyclohexene (at 1.5 Torr) hydrogenation to cyclohexane and dehydrogenation to benzene, 

and (b) Arrhenius plots of the TORs.  Apparent activation energies are 12.9 ± 0.6 

kcal/mol for the hydrogenation pathway and 14.3 ± 1.2 kcal/mol for the dehydrogenation 

pathway.  The apparent activation energies on the Pt(111) surface are 14.0 ± 0.4 kcal/mol 

for the production of cyclohexane and 13.5 ± 0.8 kcal/mol for the production of benzene.8  

The non-Arrhenius behavior above 375 K is explained in terms of changes in the surface 

coverage of the adsorbates.  Dotted lines were drawn for visual aides. 
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Figure 4.5 (a) Turnover rates (TORs) for the hydrogenation to cyclohexane and 

dehydrogenation to benzene under 1.5 Torr cyclohexene and 15 Torr H2 and (b) 

Arrhenius plots for the TORs.  Apparent activation energies are 18.8 ± 0.9 kcal/mol for 

the hydrogenation pathway and 22.4 ± 1.6 kcal/mol for the dehydrogenation pathway.  

The apparent activation energies on the Pt(111) surface are 8.6 ± 0.1 kcal/mol for the 

production of cyclohexane and 17.9 ± 0.2 kcal/mol for the production of benzene.8  The 

non-Arrhenius behavior above 375 K for hydrogenation and 425 K for dehydrogenation 

is explained in terms of changes in the surface coverage of the adsorbates.  Dotted lines 

were drawn for visual aides. 
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4.4. Discussion 

4.4.1. The effects of temperature and pressure on the surface chemistry of 

cyclohexene on Pt(100) as monitored by SFG 

In figure 4.1, -allyl c-C6H9 is a major surface species upon cyclohexene 

adsorption on Pt(100) at low cyclohexene pressure ( ≤ 0.5 Torr) and low surface 

temperature (298 K).  As the pressure is increased to 1.5 Torr at 298 K, -allyl c-C6H9 

and 1,4-cyclohexadiene are co-adsorbed on the surface.  At low pressures ( ≤ 10-6 Torr) 

cyclohexene exists in a di- form on Pt(100) at 100K.  When the surface temperature is 

increased to 200K, the di- cyclohexene is converted to -allyl c-C6H9.4  This result is 

similar to our spectra at low pressures and increased temperatures.  However, the di- 

cyclohexene species that is observed at low temperatures and pressures is not seen at 

increased temperature and pressure.  Increasing the temperature of the metal surface 

causes the 1,4-cyclohexadiene to disappear and -allyl c-C6H9 becomes the dominant 

surface species.  -Allyl c-C6H9 may occur through the formation of di- C6H10 and its 

dehydrogenation. 

C6H10    C6H9  +  H      (R4.4) 

As seen in figure 4.1, -allyl c-C6H9 and 1,4-cyclohexadiene are co-adsorbed 

species at 298 K as the pressure was increased to 1.5 Torr.  Cyclohexene and -allyl c-

C6H9 undergo hydrogen transfer and give rise to the formation of 1,4-cyclohexadiene and 

cyclohexyl radical (C6H11). 

C6H9  +  C6H10 (excess)    C6H8 + C6H11   (R4.5) 

The cyclohexyl radical dehydrogenates in the absence of hydrogen.  Unsaturated cyclic 

hydrocarbons have distinctive capacities as hydrogen donor/acceptors on a Pt surface, 
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which allows for the proposal of a bi-molecular reaction between -allyl c-C6H9 and 

excess cyclohexene.  As the temperature is increased, the 1,4-cyclohexadiene, co-

adsorbed with -allyl c-C6H9, converts to -allyl c-C6H9.  Using a bimolecular reaction 

scheme, cyclohexene and 1,4-cyclohexadiene undergo hydrogen transfer to produce -

allyl c-C6H9. 

C6H8  +  C6H10 (excess)    2C6H9    (R4.6) 

On Pt(111) and Pt(100), other than the C6H8 species no other intermediates with 

stoichiometries between C6H9 and benzene have been observed.3,4,6,7,24  

 

4.4.2. Comparison of the surface chemistry on Pt(100) and Pt(111) as monitored by 

SFG:  Pressure and temperature dependence 

As discussed in a previous section, -allyl c-C6H9 is the major surface species on 

Pt(100) at low pressures of cyclohexene (≤  0.5 Torr) and low surface temperatures.  As 

the pressure is increased to 1.5 Torr, 1,4-cyclohexadiene appears to be co-adsorbed with 

-allyl c-C6H9.  Increasing the pressure to 1.5 Torr led to the conversion of 1,4-

cyclohexadiene to -allyl c-C6H9 and co-adsorbed cyclohexyl (table 4.1a). 

Yang et al.11 reported that -allyl c-C6H9 is the major surface species upon 

cyclohexene adsorption on Pt(111) at low pressures ( 0.1 Torr) and low surface 

temperature (298 K).  As the pressure is increased to 1.5 Torr, -allyl c-C6H9 is converted 

into 1,4-cyclohexadiene at 298 K.  In the presence of excess hydrogen and under 1.5 Torr 

cyclohexene, 1,3-cyclohexadiene is co-adsorbed with 1,4-cyclohexadiene (table 4.1b).  

Increasing the surface temperature led to the conversion of 1,4-cyclohexadiene to -allyl 

c-C6H9 in the presence and absence of excess hydrogen (table 4.1b and table 4.2b).  
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Similarly, 1,3-cyclohexadiene appears on the Pt(111) surface when the metal surface 

temperature is increased to 400 K with and without hydrogen.  The observed surface 

species at various temperatures in the absence and presence of excess hydrogen are 

summarized in scheme 4.2(c) and 2(b), respectively. 

 

4.4.3. Kinetics and suggested reaction pathways of cyclohexene in the absence and 

presence of excess hydrogen:  Step-wise dehydrogenation/hydrogenation vs. 

disproportionation 

Kinetic measurements in the absence of excess hydrogen gave similar apparent 

activation energies for dehydrogenation (14.3 ± 1.2 kcal/mol) and hydrogenation (12.9 ± 

0.6 kcal/mol) on Pt(100).  Moreover, in the 333-373 K temperature range the apparent 

activation energies for dehydrogenation/hydrogenation on Pt(111) are 13.5  ± 0.8 

kcal/mol and 14.0 ± 0.4 kcal/mol, respectively.10 This result is supportive of 

dehydrogenation and hydrogenation sharing analogous reaction pathways on both the 

Pt(100) and Pt(111) surfaces.  In the presence of excess hydrogen on Pt(100), similar 

apparent activation energies (22.4 ± 1.6 kcal/mol for dehydrogenation and 18.8 ± 0.9 

kcal/mol for hydrogenation) suggest two distinctive reaction pathways. 

Yang et.al.11 have suggested that the cyclohexane production can be accessed 

through two different reactions.  One reaction is the step-wise hydrogenation, whereby 

adsorbed cyclohexene reacts with adsorbed hydrogen to form cyclohexyl and 

subsequently cyclohexane evolves (R4.3).  Boudart and Djega-Mariadassou25 have 

reported that the reaction order varies between 0.5 and 1 with respect to hydrogen 
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pressure. The other possible reaction pathway suggested by Yang et al.11 is 

disproportionation (R4.1), which is normally independent of hydrogen pressure.   

In figure 4.4, the reactions were conducted in the absence of excess hydrogen, 

which implies that the production of cyclohexane occurred primarily through 

disproportionation.  Given that the cyclohexane and benzene productions took place 

through the same reaction pathway, we conclude disproportionation is the main reaction 

responsible for the cyclohexane and benzene productions in the temperature range 320-

370 K and 320-350 K for dehydrogenation and hydrogenation, respectively.   

 

4.4.4. Comparison of the dehydrogenation/hydrogenation pathways on Pt(100) and 

Pt(111) 

Similar apparent activation energies for dehydrogenation/hydrogenation reactions 

on Pt(111)10 and Pt(100) suggest that the disproportionation reaction is not structure 

sensitive over these surfaces.  However, in the presence of added hydrogen there is 

notable structure sensitivity during cyclohexene hydrogenation/dehydrogenation for the 

Pt(100) and Pt(111) surfaces.  Similarly, Yang et al.10 reported apparent activation 

energies of 17.9 ± 0.2 kcal/mol for the dehydrogenation pathway and 8.6 ± 0.1 kcal/mol 

for the hydrogenation pathway on Pt(111).  Activation energies for the Pt(100) surface 

(22.4 ± 1.6 kcal/mol for dehydrogenation and 18.8 ± 0.9 kcal/mol for hydrogenation), the 

Pt(111) apparent activation energies are quite different.   

A possible explanation for the structure insensitivity in the absence of H2 and the 

structure sensitivity under excess H2 for the Pt(100) and Pt(111) surfaces is that the 

surface intermediates responsible for the hydrogenation and dehydrogenation pathways 
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under excess H2 are not present without H2.  This effect may be due to a lack of hydrogen 

adsorbed on the platinum surfaces.  Furthermore, the TORs in the presence of H2 are 

about forty times greater than that without H2; this may indicate that the reactive surface 

intermediates in the presence of H2 react very quickly, which explains the similarity in 

the SFG spectra with and without H2. 

An understanding of the activation energies measured for catalytic 

dehydrogenation/hydrogenation on platinum is obtainable through the semiempirical 

thermodynamic analysis of Koel et al.26 Calculations show that C-H cleavage from -

allyl c-C6H9 is a slow step with an activation energy of 22 kcal/mol to benzene formation 

on the surface, which agrees our measured activation energy for the dehydrogenation 

pathway on Pt(100).  1,3-Cyclohexadiene has been observed on the Pt(111) surface and 

has a calculated activation energy of only 7 kcal/mol.  If 1,3-cyclohexadiene and -allyl 

c-C6H9 are co-adsorbed on the Pt(111) surface, we would expect the apparent activation 

energy for dehydrogenation to be a weighted average of the activation energies of both -

allyl c-C6H9 and 1,3-cyclohexadiene.  The absence of 1,3-cyclohexadiene on the Pt(100) 

surface may explain the increased apparent activation energy for dehydrogenation.   

Koel et al.26 shows that hydrogenation of the cyclohexyl radical has an activation 

energy of 17 kcal/mol, which is in agreement with the apparent activation energy for 

hydrogenation on Pt(100) (18.8 ± 0.9 kcal/mol).  The SFG spectra on Pt(111) show that 

-ally c-C6H9 is found on the surface.8 In section 3.1, we give evidence that -ally c-C6H9 

is co-adsorbed with the cyclohexyl C6H11on Pt(100).  The difference in the SFG spectra 

on Pt(100) and Pt(111) may explain the discrepancy between the apparent activation 

energies and implies that different binding sites are favored in the hydrogenation 
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pathway.  The activation energy of dehydrogenating adsorbed cyclohexene to -ally c-

C6H9 is 9 kcal/mol, which agrees with the measured activation energy on Pt(111) (8.6 ± 

0.1 kcal/mol).  This step may be important in the hydrogenation pathway since an 

adsorbed hydrogen atom will be left on the metal surface.   

 

4. 5. Conclusions 

Kinetic measurements and SFG vibrational spectroscopy have allowed 

clarification of the reaction pathways during cyclohexene 

hydrogenation/dehydrogenation at various temperatures and pressures on Pt(100).  

Cyclohexene adsorption under ≤ 1.5 Torr at 300 K gives -allyl c-C6H9 and cyclohexyl 

on the surface.  As the pressure of cyclohexene is increased to 1.5 Torr, -allyl c-C6H9 

and cyclohexyl become adsorbed with 1,4-cyclohexadiene.  Raising the surface 

temperature changes in the surface spectra until complete molecular desorption.  In the 

absence of excess hydrogen, 1,4-cyclohexadiene is no longer visible on the surface at 360 

K while the other species have reduced intensities.  No spectral features are observed past 

a temperature of 440 K.  In the presence of hydrogen, 1,4-cyclohexadiene disappears at 

380 K leaving -allyl c-C6H9 and cyclohexyl as the dominant surface species up to 460 

K.  Kinetic measurements show that in the absence of hydrogen, the apparent activation 

energies for hydrogenation (12.9 ± 0.6 kcal/mol) and dehydrogenation (14.3 ± 1.2. 

kcal/mol) are very similar suggesting a disproportionation mechanism.  However, in the 

presence of hydrogen, the apparent activation energies yield unique values (18.8 ± 0.9 

kcal/mol for hydrogenation and for 22.4 ± 1.6 kcal/mol dehydrogenation) suggesting 

different reaction pathways. 
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Difference between the Pt(100) and Pt(111) surfaces arise as the pressures of 

cyclohexene and the surface temperatures in the absence and presence of excess 

hydrogen are varied.  Briefly, cyclohexyl is found to be co-adsorbed with -allyl c-C6H9 

on Pt(100) and is not seen on Pt(111).8  1,4-Cyclohexadiene is found to be the dominant 

surface species at pressures greater than 1.5 Torr on Pt(111)8 whereas 1,4-cyclohexadiene 

is co-adsorbed with -allyl c-C6H9 and cyclohexyl on Pt(100).  When excess hydrogen is 

presence, 1,4-cyclohexadiene and 1,3-cyclohexadiene are co-adsorbed on Pt(111) 

whereas on Pt(100), 1,4-cyclohexadiene is co-adsorbed with -allyl c-C6H9 and 

cyclohexyl. 
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Chapter 5 

In-Situ Sum Frequency Generation Vibrational Spectroscopy 

Observation of a Reactive Surface Intermediate During High-

Pressure Benzene Hydrogenation   

 

 Sum frequency generation (SFG) surface vibrational spectroscopy and kinetic 

measurements using gas chromatography (GC) have been used to identify a reactive 

surface intermediate in-situ during hydrogenation of benzene (C6H6) on a Pt(111) single 

crystal surface at Torr pressures.  Upon adsorption at 310 K, both chemisorbed and 

physisorbed benzene coexist on the surface; a result which has not previously been 

observed.  Kinetic measurements show a linear compensation effect for both the 

production of cyclohexane and cyclohexene.  From this data the isokinetic temperature 

was identified and correlated to the chemisorbed benzene species, which were probed by 

means of vibrational spectroscopy.  Additionally, chemisorbed benzene was determined 

to be a reactive intermediate, which is critical for hydrogenation.   

 

5.1. Introduction 

 Catalytic reactions involving aromatic molecules are important in the chemical 

industry for both fuel reforming and environmental concerns.1  In order to better 

understand industrial catalytic processes, we carry out model studies using platinum 

single crystal surfaces at pressures and temperatures used in the chemical technologies.  

In the case of benzene hydrogenation, earlier studies have shed light on the adsorption 
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and reaction mechanism: 1,3- as well as 1,4- cyclohexadiene, cyclohexane, and 

cyclohexene have been postulated as possible surface species2-17. The large number of 

possible reaction pathways (based on the surface species given above), has led to 

numerous studies probing adsorption and isolated reactions (hydrogenation / 

dehydrogenation) of these species. Despite the vast quantity of data published on these 

cyclic hydrocarbons, very little is known regarding the surface chemistry at ambient 

pressures and the nature of reactive surface intermediates.  This results from a paucity of 

techniques that are capable of probing surface intermediates at ambient pressures. 

 

 

    

Scheme 5.1.  Schematic diagram of dienyl chemisorbed benzene (C6H6) intermediate. 

 

Various surface analytical techniques have led to the characterization of thermally 

stable adsorbates during exposure of Pt(111) to benzene at low pressure (<10-6 Torr) and 

low temperatures (<300K).  Among the most prominent techniques used are: low energy 

electron diffraction (LEED),18 near edge X-ray absorption spectroscopy (NEXAFS),10 

calorimetry,6 thermal desorption spectroscopy (TDS),7,12 electron energy loss 

spectroscopy (EELS),9,19 and reflection-absorption infrared spectroscopy (RAIRS).5,8  

Density functional theory (DFT)2-4   provides possible adsorption energies for different 

sites and chemical species.  Taken together, the various techniques show benzene 

preferentially adsorbs to bridge sites in the low coverages limit whereas for high 

coverages adsorption onto three-fold hollow sites is observed.3  EELS studies display two 
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distinct vibrational signatures in the cases of both low and high coverages, chemisorbed 

and physisorbed benzene.3,19  The chemisorbed species is thought of as the dienyl 

benzene illustrated in scheme 5.1, while physisorbed benzene is thought of as flat 

lying.3,20  

 In this study, sum frequency generation (SFG) vibrational spectroscopy is 

employed to identify the surface intermediates during high-pressure (7.5, 10, 12.5, and 15 

Torr) benzene reactions in the presence of hydrogen on Pt(111) at high temperatures (310 

– 440 K).  Under the electric dipole approximation, media with centrosymmetry and 

isotropic gases do not appear in the SFG spectrum.  Bulk platinum has a center of 

inversion and its contribution to the SFG signal can therefore be neglected.  At the 

surface, the symmetry is broken, giving rise to the surface specific signal.  This explains 

why SFG is a more sensitive tool to study interfaces via vibrational spectroscopies in 

comparison to infrared absorption and Raman spectroscopies.  Typically, electron 

spectroscopies cannot be employed under ambient pressure conditions necessary to 

perform catalytic reactions.   

Here, I report evidence for chemisorbed dienyl benzene (C6H6) as the reactive 

surface intermediate for benzene hydrogenation on Pt(111) at high pressures (100 Torr H2 

with 7.5, 10, 12.5, and 15 Torr benzene and 10 Torr benzene with 10, 50, and 150 Torr 

H2) and at high temperatures (310 – 440 K).  At low temperatures we find that 

chemisorbed and physisorbed benzene coexist on the surface.  This is the first study to 

show both chemisorbed and physisorbed benzene on Pt(111) simultaneously.  At low 

pressures and temperatures, EELS studies of submonolayer coverages of benzene on 
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Pt(111) produced chemisorbed dienyl benzene whereas saturation doses (1L) led to 

physisorption of the benzene.21  Herein, I discuss the temperature and pressure dependent 

surface chemistry of benzene on Pt(111) in the presence of hydrogen.     

 

5.2. Experimental 

 All experiments were carried out in a high-pressure/ultrahigh-vacuum (HP/UHV) 

system on a prepared Pt(111) single-crystal surface.  The HP/UHV system consists of a 

UHV chamber operating at a base pressure of 2  10-9 Torr and a high-pressure (HP) cell 

isolated from the UHV chamber by a gate valve.  The UHV chamber is equipped with an 

Auger electron spectrometer (AES), quadrupole mass spectrometer (QMS) and Ar+ ion 

sputter gun. Two CaF2 conflat windows on the HP cell allow transmission of infrared 

(IR), visible (VIS), and sum frequency radiation for SFG experiments.  The HP cell is 

equipped with a re-circulation loop that includes a diaphragm pump and a septum for gas 

chromatographic analysis.  The reactant and product gases are constantly mixed via a 

recirculation pump while kinetics data is acquired by periodically sampling the reaction 

mixture and measuring the relative gas phase composition (FID detection and 0.1% AT-

1000 on Graphpac GC 80/100 packed column (Alltech)).   

The Pt(111) crystal was cleaned by sputtering with Ar+ ions (1 keV) for 20 

minutes, heating to 1123 K in the presence of 5  10-7 Torr O2 for 2 minutes, and then 

annealing at 1123 K for 2 minutes.  AES and LEED were used to verify the cleanliness of 

the Pt(111) surface after several cleaning cycles.  The Pt(111) sample was then 

transferred into the HP cell for SFG reaction studies.  Benzene (> 99.0 %, EM Science) 
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was purified by several freeze-pump-thaw cycles before introduction into the HP cell.  

Prior to the experiment, benzene was checked for impurities by means of GC.  Such 

impurities were below 0.5 % and consisted of mostly light alkanes below C6.   

 A Nd:YAG laser (1064 nm fundamental having a 20 ps pulse width operating at a 

20 Hz repetition rate) was used to create a tunable IR (1800-4000 cm-1) and a second 

harmonic VIS (532 nm) beam.    The VIS beam (200 J) and the IR (200 J) beams were 

spatially and temporally overlapped on the Pt(111) surface with incident angles of 55º 

and 60º, with respect to the surface normal.  All spectra were taken using a ppp 

polarization combination (SFG, VIS, and IR beams were all p-polarized).  The generated 

SFG beam was sent through a monochromator and the signal intensity was detected with 

a photomultiplier tube and a gated integrator as the IR beam was scanned over the range 

of interest.  Spectra were curve fit using a previously reported procedure20,22 to a form of 

the equation 
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where )2(
NR is the nonresonant nonlinear susceptibility, NRie  is the phase associated with 

the nonresonant background, qA is the strength of the qth vibrational mode, IR is the 

frequency of the incident infrared laser beam, q  is the frequency of the qth vibrational 

mode, q is the natural line width of the qth vibrational transition, and qie  is the phase 

associated with the qth vibrational transition.  Detailed descriptions on the HP/UHV 

system and SFG measurement can be found elsewhere.11,13,23-26  
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5.3. Results 

5.3.1. Turnover rates, reaction orders, and activation energies to form the products 

(cyclohexane and cyclohexene) under varied pressures of benzene and hydrogen on 

Pt(111)  

Figure 5.1 shows the kinetic data for 100 Torr hydrogen and 7.5, 10, 12.5, and 15 

Torr benzene pressures, respectively, over a temperature range from 310K to 440 K.  

Estimated turnover rates (TORs) [molecules · Pt site-1 · s-1] are shown in figure 5.1(a) 

illustrating the production of cyclohexane at different temperatures.  The TORs are 

calculated assuming that every platinum surface atom is an active site.  Errors associated 

with these measurements are given as error bars.  Arrhenius plots of the TORs are given 

in figure 5.1(b).  This reaction also produces cyclohexene at higher temperatures.  The 

TORs for cyclohexene formation are shown in figure 5.2(a) along with the corresponding 

Arrhenius plots in figure 5.2(b).  In a second experiment, the benzene pressure was held 

constant at 10 Torr and the H2 pressure was adjusted to 10, 50, 100, and 150 Torr.  The 

corresponding cyclohexane and cyclohexene TORs are shown in figures 5.3(a) and 5.4(a) 

with the matching Arrhenius plots being displayed in figures 5.3(b) and 5.4(b), 

respectively.  Above 370 K and 420 K, the observed turnover rates for cyclohexane and 

cyclohexene deviate from the linear Arrhenius regression line. This is due to a change in 

the surface coverage of adsorbed species as previously discussed.11  Apparent activation 

energies and pre-exponentials for cyclohexane and cyclohexene are listed in tables 5.1 

and 5.2.  The apparent activation energies depend upon the pressure of each reactant.  In 

many hydrogenation reactions (e.g. ethylene, propylene, n-hexene, cyclohexene etc.), H2 
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is more strongly adsorbed than the hydrocarbon reactant and has a dominant effect on the 

apparent activation energies.27 Benzene, in contrast, binds very strongly to the Pt(111) 

surface and large changes in the apparent activation energies are expected upon varying 

its partial pressure. This change in activation energy is more noticeable in cyclohexene 

producing hydrogenation pathway as illustrated in tables 5.1 and 5.2.    

The rate law for benzene hydrogenation can be described by a standard empirical 

power  law  

 b
H

a
Bz PkPr

2
  (5.2) 

where r is the rate of reaction, BzP   and 
2HP  are the pressures of the reactant gases 

(benzene and H2, respectively), a and b are the reaction order with respect to the reactant 

species, and k is the rate constant.  The rate constant can be expressed as  

 RTEaAek /  (5.3) 

where A is the pre-exponential factor, Ea is the activation energy, R is the gas constant, 

and T is temperature.  The exponents a and b are determined over a range of reaction 

temperatures (310 – 360 K for cyclohexane and 370 – 400 K for cyclohexene) using  
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The benzene and H2 reaction orders for both cyclohexane and cyclohexene production are 

listed in tables 5.1 and 5.2. 
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Figure 5.1.  (a) Turnover rates (TORs), in molecules per Pt atom per second, for benzene 

(at 7.5, 10, 12.5, and 15 Torr) hydrogenation to cyclohexane in the presence of H2 (100 

Torr), and (b) Arrhenius plots of the TORs.  Apparent activation energies and pre-

exponentials are listed in table 5.1.  The decrease in TOR at 380 K followed by a sharp 

increase at 390 K is attributed to the onset of cyclohexene production (See figure 5.2(a)).  

Cyclohexene has a higher sticking probability on platinum resulting in further 

hydrogenation to cyclohexane.  The non-Arrhenius behavior above 370 K is explained in 

terms of changes in the surface coverage of the adsorbates.  Dotted lines were drawn for 

visual aides. 
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Figure 5.2. (a) Turnover rates (TORs), in molecules per Pt atom per second, for benzene 

(7.5, 10, 12.5, and 15 Torr) hydrogenation to cyclohexene in the presence of H2(100 

Torr), and (b) Arrhenius plots of the TORs.  Apparent activation energies and pre-

exponentials are listed in table 5.2.  The non-Arrhenius behavior above 420 K is 

explained in terms of changes in the surface coverage of the adsorbates.  Dotted lines 

were drawn for visual aides. 
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Figure 5.3.  (a) Turnover rates (TORs), in molecules per Pt atom per second, for benzene 

(10 Torr) hydrogenation to cyclohexane in the presence of H2 (at 10, 50, 100, and 150 

Torr), and (b) Arrhenius plots of the TORs.  Apparent activation energies and pre-

exponentials are listed in table 5.1.  The decrease in TOR at 380 K followed by a sharp 

increase at 390 K is attributed to the onset of cyclohexene production (see figure 5.4(a)).  

Cyclohexene has a higher sticking probability on platinum resulting in further 

hydrogenation to cyclohexane.  The non-Arrhenius behavior above 370 K is explained in 

terms of changes in the surface coverage of the adsorbates.  Dotted lines were drawn for 

visual aides. 
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Figure 5.4.  (a) Turnover rates (TORs), in molecules per Pt atom per second, for benzene 

(10 Torr) hydrogenation to cyclohexene in the presence of H2 (at 50, 100, and 150 Torr), 

and (b) Arrhenius plots of the TORs.  Apparent activation energies and pre-exponentials 

are listed in table 5.2.  The non-Arrhenius behavior above 420 K is explained in terms of 

changes in the surface coverage of the adsorbates.  Dotted lines were drawn for visual 

aides. 
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  order 
Benzene -1.1 ± 0.1 
H2 0.6 ± 0.01 

 

Table 5.1.  Pre-exponentials (in molecules per Pt atom per second), apparent activation 

energies (in kcal/mol), orders for both H2 and benzene, isokinetic temperature (in K), and 

the critical vibration (in cm-1) for cyclohexane production under a constant pressure of 10 

Torr benzene varying H2 and under constant pressure of 100 Torr H2 while varying 

benzene. 

 

 

  ln (A) Ea 

10.5 Torr Benzene 

11.2 Torr H2 3.93 ± 0.33 6.95 ± 0.22 

52 Torr H2 5.62 ± 0.49 7.95 ± 0.33 

105 Torr H2 8.17 ± 0.18 9.79 ± 0.12 

158 Torr H2 9.43 ± 0.65 10.6 ± 0.4 

105 Torr H2 

7.9 Torr Bz 6.97 ± 0.33 9.31 ± 0.22 

10.5 Torr Bz 8.17 ± 0.18 9.79 ± 0.12 

13.3 Torr Bz 7.10 ± 0.18 9.06 ± 0.05 

16.5 Torr Bz 9.07 ± 0.65 10.5 ± 0.2 

   

  Ti/(K) /(cm-1) 

CHA 317 ± 16 443 ± 22 
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  order 
Benzene -0.7 ± 0.1 
H2 0.6 ± 0.1 

 

Table 5.2.  Pre-exponentials (in molecules per Pt atom per second), apparent activation 

energies (in kcal/mol), orders for both H2 and benzene, isokinetic temperature (in K), and 

the critical vibration (in cm-1) for cyclohexene production under a constant pressure of 10 

Torr benzene varying H2 and under constant pressure of 100 Torr H2 while varying 

benzene. 

 

  ln (A) Ea 

10.5 Torr Benzene 

52 Torr H2 13.0 ± 0.6 10.7 ± 0.4 
105 Torr H2 22.3 ± 1.1 18.3 ± 0.8 
158 Torr H2 17.0 ± 1.4 14.1 ± 1.1 

105 Torr H2 

7.9 Torr Bz 24.4 ± 1.5 19.7 ± 1.2 
10.5 Torr Bz 22.3 ± 1.1 18.3 ± 0.8 
13.3 Torr Bz 12.1 ± 1.1 10.6 ± 0.8 
16.5 Torr Bz 26.3 ± 0.9 21.2 ± 0.7 
   

  Ti/(K) /(cm-1) 
CHE 317 ± 16 443 ± 22 
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In figures 5.1(a) and 5.3(a) one observes a sharp dip in the reaction rate plot for 

cyclohexane formation at approximately 380K.  We assign this feature to the onset of 

cyclohexene formation. Cyclohexene formation is observed at 370 K but increases 

significantly above 390 K.  Because of its larger sticking coefficient compared to 

cyclohexane (<0.16), we expect cyclohexene (0.228), once formed, to be an intermediate 

on the surface, which remains adsorbed until it is further hydrogenated to cyclohexane. 

 

5.3.2. Temperature dependence of the major surface species under varied pressures 

of benzene and hydrogen on Pt(111): SFG vibrational spectroscopy results and peak 

assignments 

SFG spectra of the surface species on Pt(111) at 15 Torr benzene and 100 Torr H2 

at various temperatures are shown in figure 5.5.  At 300 K, peaks are observed at 2945, 

3030, and 3060 cm-1.  As the temperature is increased to 360 K the peak intensity at 3060 

cm-1 drops until it completely disappears at 400 K.  The peaks at 2945 and 3030 cm-1, on 

the other hand, increase over the temperature range from 310 – 420 K.  Cooling the 

surface from 440 K to 300 K reveals reversible behavior of the surface composition.  The 

peak at 3060 cm-1 is assigned to physisorbed benzene.19  Benzene has been shown to 

adsorb parallel to the Pt(111) surface by EELS,19,21 NEXAFS,10 RAIRS,5 and DFT.3,4  

The molecule is still intact since it is physisorbed and the six carbons and hydrogens are 

assumed to be roughly equivalent giving rise to only one peak in the region the spectra 

were taken as observed by EELS.19,21  Furthermore, gas phase benzene exhibits an 

aromatic C-H stretch at 3068 cm-1 which corresponds quite well to the surface vibrational 

spectra,19 justifying the assignment of physisorbed benzene. 
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Figure 5.5.  Temperature dependent SFG spectra of surface species on Pt(111) under 15 

Torr benzene and 100 Torr H2 in the range of 300-440 K.  The top SFG spectrum was 

taken after the metal surface was cooled from 440 K to 300 K.  H-C-C-, vinylic (H-C=C-

), and physisorbed benzene (phys. Bz) bands are identified.  Markers represent 

experimental data and solid lines represent the curve fits to equation 5.1. 
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It becomes clear by comparison that the SFG spectra in figure 5.5 are different 

from the SFG and RAIRS data of di--type cyclohexene (C6H10), π-allyl c-C6H9, 

cyclohexyl (C6H11), and cyclohexadienes (C6H8).  Literature on cyclic C6 hydrocarbon 

chemistry on the Pt(111) surface will be used for comparing surface species found on the 

Pt(111) surface.  The RAIRS29 (SFG30) spectrum of di--type cyclohexene on Pt(111) is 

distinguished by three bands at v(CH2,distal) = 2938 (2958), vasym(CH2) = 2902 (2918), and 

vsym(CH2) = 2864 (2875) cm-1 of equal intensity.  The RAIRS29 (SFG14) spectrum of π-

allyl c-C6H9 shows vsym(CH2) = 2846 (2845) and  vasym(CH2) = 2930 (2925) cm-1.  The 

cyclohexyl SFG15 spectrum exhibits two equally intense vibrational signatures at 

vsym(CH2) = 2850 and  vasym(CH2) = 2915 cm-1.  The RAIRS29 (SFG30) of 1,3-

cyclohexadiene reveals modes at vsym(CH2) = 2816, vsym(CH2) = 2825 (2830), vsym(CH2) 

= 2859 (2875), and vasym(CH2) = 2881 (2900) cm-1 and the relative intensities of the 

bands are again similar.  Finally, the RAIRS29 (SFG30) spectrum of 1,4-cyclohexadiene 

has only one mode at vsym, sym(CH2) = 2763 (2770) cm-1.  Presumably, the absence of a 

symmetric CH2 stretch in figure 5.5 indicates that the adsorbate is some C6H6 or more 

dehydrogenated species (e.g. polyaromatics). 

Previous infrared/high resolution electron energy loss spectroscopy 

(IR/HREELS)21,31  studies on benzene adsorption at low coverages (0.2 L, Langmuir, 1 L 

= 10-6 Torr · s) have revealed two peaks centered around 2960 and 3020 cm-1. The 2960 

cm-1 peak suggests the presence of some sp3 hybridized carbon.  Moreover, Thomas et 

al.21 did not detect the presence of the 1815 and 1960 cm-1 peaks indicating that the 

adsorbed benzene is of a dienyl chemisorbed nature (see scheme 5.1).  Grassian and 

Muetterties31 have also presented a similar chemisorbed structure.  According to those 
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two groups, the adsorbate has six carbon-carbon bonds, two double and four single.  The 

two singly bonded carbons are also bonded to the platinum surface, explaining the sp3 

hybridization character in the spectral signature.  These results are further corroborated in 

figure 5.5 by the apparent simultaneous growth and decay variation of the temperature.  

Hence, the modes in figure 5.5 have been assigned as follows: v(H-C-C-) = 2945 cm-1, 

v(C-H)(vinylic) = 3030 cm-1, and v(C-H)(aromatic) = 3060 cm-1. 

Figure 5.6 shows the SFG spectra of 7.5 Torr benzene and 100 Torr H2 on Pt(111) 

as the temperature is varied. The results are strikingly similar to the previously discussed 

15 Torr benzene case (figure 5.5).  Both chemisorbed and physisorbed benzene are 

observed at 300 K.  The physisorbed benzene slowly desorbs as the surface temperature 

is increased to 360 K and vanishes completely at 400 K.  Both peaks responsible for the 

chemisorbed benzene increase in intensity as the surface temperature is raised to 420 K.  

Upon cooling the surface, the physisorbed benzene, once again, becomes the dominant 

surface species displaying that the reaction is reversible. 

Experiments on other pressure combinations (10 Torr benzene under 10, 50, 100, 

and 150 Torr H2 and 12.5 Torr benzene under 100 Torr H2) exhibited the same pattern of 

chemisorbed and physisorbed benzene co-existing on the platinum surface until the 

temperature was increased to 360 K, at which point only chemisorbed benzene is present.  

The chemisorbed dienyl has a maximum intensity at 420 K.  Cooling the surface reverses 

the reaction resulting in physisorbed benzene being the dominant surface species. 
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Figure 5.6.  Temperature dependent SFG spectra of surface species on Pt(111) under 7.5 

Torr benzene and 100 Torr H2 in the range of 300-440 K.  The top SFG spectrum was 

taken after the metal surface was cooled from 440 K to 300 K.  H-C-C-, vinylic (H-C=C-

), and physisorbed benzene (phys. Bz) bands are identified.  Markers represent 

experimental data and solid lines represent the curve fits to equation 5.1. 
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5.4. Discussion 

5.4.1. Compensation effect and isokinetic temperature 

The Arrhenius plots for both cyclohexane and cyclohexene production (figures 

5.1(b), 5.2(b), 5.3(b), and 5.4(b)) have yielded apparent activation energies and pre-

exponential factors for all pressure variations.  The resulting Arrhenius plot parameter 

pairs form a straight line, as presented in figure 5.7, and exhibit compensation behavior.  

The isokinetic temperature is derived from the natural logarithm of equation 5.3 

 k
RT
EA a lnln   (5.5) 

and is related to the slope of the compensation effect.  The isokinetic temperature ( isoT ) is 

317 ± 15 K for both cyclohexane and cyclohexene formation.  This temperature seems to 

agree with the point at which the Arrhenius plots intersect.  A possible explanation of the 

isokinetic temperature, as explained by Molinari,32 is the existence of an equilibrium 

between adsorption and desorption at isoT .  An alternative model proposed by Larsson33 is 

based on “selective energy transfer at the active site” which he further explains as a 

particular transfer of  “energy into the vibrational mode of the reactant that most 

effectively takes the system to the activated state.”  Larsson34 has treated the system as a 

“coupled, damped, oscillation system of classical physics” and derives the following 

equation 

      11221221 5.0
2
1  



  vvarctgvNhcRTiso  (5.6) 
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where v is the vibrational mode leading toward reaction, ω is the frequency of the heat 

bath, N is Avogadro’s number, h is Planck’s constant, and c is the speed of light.  For 

maximum efficacy of resonance energy transfer, ω = v, equation 5.6 becomes 

 v
Rv

NhcTiso 719.0
2

 . (5.7) 

Based on the above equation, a critical frequency of vibration for cyclohexane and 

cyclohexene production is found to be 443 ± 22 cm-1.  This corresponds to a metal-carbon 

stretching vibrational mode,19,21 which facilitates the sp2  sp3 reaction. 
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Figure 5.7.  Constable plot for the hydrogenation of benzene to cyclohexane and 

cyclohexene.  Open symbols represent cyclohexene and closed denote cyclohexane. 
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5.4.2. Kinetics and suggested reaction pathways of benzene hydrogenation 

Kinetic results have shown the formation of two products during the 

hydrogenation of benzene: cyclohexane and cyclohexene.  The onset of cyclohexane 

production occurs at a lower temperature compared to that of cyclohexene.  The surface 

concentration of cyclohexene, increases with temperature and is an endothermic process.  

However, both cyclohexane and cyclohexene production appear to be intimately tied with 

the dienyl chemisorbed benzene species since its peaks follow the rise and fall of the 

turnover rate (of both products) as the surface temperature is varied.  This implies that 

there are at least two reaction mechanisms 

According to Koel et al.,35 the most favorable pathway for benzene hydrogenation 

to cyclohexane occurs in a Horiuti-Polanyi mechanism36 involving cyclohexene as an 

intermediate.  The likely observable intermediates for this pathway would be η5-

cyclohexadienyl, π-allyl c-C6H9, and di-σ cyclohexene.  As stated previously, these 

species are unlikely to be on the platinum surface at high pressures since the absence of 

symmetric CH2 modes indicates that the molecule does not have any CH2 groups.  

Furthermore, chemisorbed benzene is not likely to be an abundant surface intermediate 

for this pathway since adsorbed benzene immediately hydrogenates to η5-

cyclohexadienyl. 

Saeys et al.3 have developed another possible reaction pathway via DFT.  Instead 

of using chemical intuition to determine a rate determining step and pathway, 14 possible 

reaction paths were proposed for the six sequential hydrogenation steps.  The dominant 

pathway does not proceed through cyclohexene, as Koel et al.35 have proposed, favoring 

this as the most probable mechanism for benzene hydrogenation to cyclohexane at low 
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temperatures.  Saeys et al.3 also conclude that “the thermodynamic sink of the energy 

profile is clearly the adsorbed benzene and hydrogen.  They are likely to be the most-

abundant reaction intermediates.”  Adsorbed benzene in the “thermodynamic sink” may 

be attributed to dienyl chemisorbed benzene, as proposed based on the SFG results in 

figures 5.5 and 5.6, a finding which is consistent with the mechanism proposed by Saeys 

et al.3. However, there is no spectroscopic evidence of any hydrogenated benzene species 

confirming the plausibility of this pathway, probably due to the short lifetime and small 

coverages of such species.  In the DFT study presented by Saeys et al.3, it was assumed 

that benzene adsorbs on the three-fold hollow site; this seems preferable at low 

temperatures and coverages.4  Higher temperatures favor the bridge site,37 which,  in this 

work, we assumed to correspond to the dienyl-type chemisorbed benzene.  Bonding type 

effects (bridge versus three-fold hollow) are not explored in the mechanism proposed by 

Saeys et al.3 

The previously mentioned compensation effect indicates that the critical 

vibrational frequencies at 443 ± 22 cm-1 for cyclohexane and cyclohexene production 

could be attributed to a metal-carbon stretch, thus facilitating the sp2  sp3 reaction. In 

addition, Thomas et al.21 have reported a vibrational mode for chemisorbed benzene at 

475 cm-1, which was assigned to metal-carbon stretches.  The metal-carbon stretching 

frequency for physisorbed benzene was reported at 550 cm-1, excluding the physisorbed 

species as the reactive intermediate by this model.  The suggested structure for the dienyl 

species is clearly the product of the sp2  sp3 reaction and is likely to be the reactive 

surface intermediate in the benzene hydrogenation for both cyclohexane and 

cyclohexene.   
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5.5. Conclusions 

Surface intermediates at various temperatures during high-pressure catalytic 

reactions of benzene on Pt(111) using SFG surface vibrational spectroscopy have been 

identified.  Chemisorbed and physisorbed benzene were found to coadsorb at 310 K.  

Heating to 360 K made the physisorbed species disappear and resulted in only 

chemisorbed benzene on the surface. At 400K the coverage of chemisorbed benzene 

reaches a maximum and decays as the temperatures is further raised to 440K. When the 

surface was subsequently cooled from 440 K to 310 K, the observed SFG spectrum was 

identical to that obtained before reaction indicating complete reversibility of the surface 

composition.  Kinetic studies identified chemisorbed dienyl benzene as a possible critical 

vibration intermediate to form cyclohexane and cyclohexene. Resonance vibrational 

frequencies were extracted from the isokinetic temperature and agreed reasonably well 

with ones expected from a dienyl benzene – type surface species.  To conclude, 

chemisorbed dienyl benzene is a reactive surface intermediate during benzene 

hydrogenation.   
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Chapter 6 

Sum Frequency Generation Vibrational Spectroscopic and 

High-Pressure Scanning Tunneling Microscopic Studies of 

Benzene Hydrogenation on Pt(111)   

 

Sum frequency generation (SFG) vibrational spectroscopy and high-pressure 

scanning tunneling microscopy (HP-STM) have been used in combination for the first 

time to study a catalytic reaction.  These techniques have been able to identify surface 

intermediates in situ during benzene hydrogenation on a Pt(111) single crystal surface at 

Torr pressures.  In a background of 10 Torr benzene STM is able to image small ordered 

regions corresponding to the c(2√3 x 3)rect structure in which each molecule is 

chemisorbed at a bridge site.  In addition, individual benzene molecules are also observed 

between the ordered regions.  These individual molecules are assumed to be physisorbed 

benzene based on the SFG results showing both chemisorbed and physisorbed molecules.  

The surface becomes too mobile to image upon addition of hydrogen but is determined to 

have physisorbed and chemisorbed benzene present by SFG.  It was spectroscopically 

determined that heating the platinum surface after poisoning with CO displaces benzene 

molecules.  The high-coverage pure CO structure of (√19 x √19) R23.4˚ imaged with 

STM is a verification of spectroscopic measurements.  
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6.1. Introduction 

High-pressure scanning tunneling microscopy (HP-STM) and sum frequency 

generation (SFG) vibrational spectroscopy have been widely used to study high-pressure 

reactions by means of atomically resolved images of surfaces and chemical information 

of adsorbates.1-7 However, these techniques have never been combined to investigate 

catalytic reactions.  Using these techniques to study benzene hydrogenation leads to 

better understanding of surface adsorbate chemical composition, bonding, and structure 

during reaction. 

Traditionally, benzene has been studied at low pressure (<10-6 Torr) and low 

temperatures (<300K), which are far removed from catalytically relevant conditions.  

Briefly, benzene has been shown to preferentially adsorb to bridge sites at low coverages 

and to three-fold hollow sites at high coverages by STM8 and density functional theory 

(DFT).9 Electron energy loss spectroscopy (EELS)10-12 studies have shown two distinct 

vibrational signatures for low and high coverages, chemisorbed and physisorbed benzene.  

Taken together, the various techniques show benzene preferentially adsorbs to bridge 

sites in the low coverages limit whereas for high coverages adsorption onto three-fold 

hollow sites is observed.13  Scheme 6.1 depicts the chemisorbed species, which is thought 

to be dienyl in nature.  Physisorbed benzene is thought to be flat-lying by EELS12,14 and 

near edge X-ray absorption spectroscopy (NEXAFS).15  

    

 

 

Scheme 6.1.  Schematic diagram of dienyl chemisorbed benzene (C6H6) intermediate. 
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In this study, SFG vibrational spectroscopy, high-pressure STM, and reaction 

turnover studies are used for the first time to investigate and identify the surface species 

present during benzene hydrogenation (10 Torr benzene) in the presence of excess 

hydrogen (100 Torr) and in a range of temperatures (300 – 440 K).  This reaction is also 

studied by poisoning the platinum surface with 5 Torr CO.  The electric dipole 

approximation forbids centrosymmetric media and isotropic gases from appearing in the 

SFG spectrum.  Since bulk platinum has a center of inversion, its contribution to the SFG 

signal is negligible.  This symmetry is broken at the surface allowing for a surface 

specific signal.  For these reasons SFG is an ideal tool to probe single-crystal surfaces for 

chemical functionalities at high-pressures.  High-pressure STM has the ability to monitor 

adsorbates and metal atoms provided their mobility occurs at speeds comparable to or 

less than the scan rate of approximately 10 µm/sec.  The unique ability to detect surface 

dynamics complements the time-averaged spectroscopic information obtained from SFG.  

High-pressure STM is also capable of accessing structure and bonding information. 

My findings show that both physisorbed and chemisorbed benzene are present on 

the surface in a background of 10 Torr benzene by SFG.  Small ordered regions are 

observed by STM and identified as the c(2√3 x 3)rect structure in which each molecule is 

chemisorbed at a bridge site.  Individual benzene molecules are also observed between 

the ordered regions that likely correspond to the physisorbed benzene identified by SFG.  

Adding hydrogen to the system mobilizes the surface by STM.  SFG is able to detect 

physisorbed and chemisorbed benzene.  Heating the platinum surface after poisoning 

with CO displaces benzene molecules evidenced by SFG.  STM is able to verify this after 
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imaging the (√19 x √19) R23.4˚ structure after cooling to room temperature, 

corresponding to the high-coverage pure CO structure. 

 

6.2. Experimental 

6.2.1 Sum Frequency Generation Vibrational Spectroscopy 

 All sum frequency generation experiments were carried out in a high-

pressure/ultrahigh-vacuum (HP/UHV) system on a prepared Pt(111) single-crystal 

surface.  The HP/UHV system consists of a UHV chamber operating at a base pressure of 

2  10-9 Torr and a high-pressure (HP) cell isolated from the UHV chamber by a gate 

valve.  The UHV chamber is equipped with an Auger electron spectrometer (AES), 

quadrupole mass spectrometer (QMS), and Ar+ ion sputter gun.  Two CaF2 conflat 

windows on the HP cell allow transmission of infrared (IR), visible (VIS), and sum 

frequency radiation for SFG experiments.  The HP cell is equipped with a re-circulation 

loop that includes a diaphragm pump and a septum for gas chromatographic analysis.  

The reactant and product gases are constantly mixed via a recirculation pump while 

kinetics data is acquired by periodically sampling the reaction mixture and measuring the 

relative gas phase composition with gas chromatography (GC) (flame ionization 

detection and 0.1% AT-1000 on Graphpac GC 80/100 packed column (Alltech)).   

The Pt(111) crystal was cleaned by sputtering with Ar+ ions (1 keV) for 20 

minutes, heating to 1123 K in the presence of 5  10-7 Torr O2 for 2 minutes, and then 

annealing at 1123 K for 2 minutes.  AES and LEED were used to verify the cleanliness of 

the Pt(111) surface after several cleaning cycles.  The Pt(111) sample was then 

transferred into the HP cell for SFG reaction studies.  Benzene (> 99.0 %, EM Science) 
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was purified by several freeze-pump-thaw cycles before introduction into the HP cell.  

Prior to the experiment, benzene was checked for impurities by means of GC.  Such 

impurities were below 0.5 % and consisted of mostly light alkanes below C6.  During 

poisoning experiments, CO was introduced after the Pt(111) single crystal was exposed 

to benzene and hydrogen. 

 A Nd: YAG laser (1064 nm fundamental having a 20 ps pulse width operating at 

a 20 Hz repetition rate) was used to create a tunable IR (1800-4000 cm-1) and a second 

harmonic VIS (532 nm) beam.    The VIS beam (200 J) and the IR (200 J) beams were 

spatially and temporally overlapped on the Pt(111) surface with incident angles of 55º 

and 60º, with respect to the surface normal.  All spectra were taken using a ppp 

polarization combination (SFG, VIS, and IR beams were all p-polarized).  The generated 

SFG beam was sent through a monochromator and the signal intensity was detected with 

a photomultiplier tube and a gated integrator as the IR beam was scanned over the 

spectral range of interest.  Spectra were curve fit using a previously reported 

procedure16,17 to a form of the equation 
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where )2(
NR is the nonresonant nonlinear susceptibility, NRie  is the phase associated with 

the nonresonant background, qA  is the strength of the qth vibrational mode, IR  is the 

frequency of the incident infrared laser beam, q  is the frequency of the qth vibrational 

mode, q  is the natural line width of the qth vibrational transition, and qie   is the phase 
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associated with the qth vibrational transition.  Detailed descriptions on the HP/UHV 

system and SFG measurement can be found elsewhere.1,5,18-21  

 

6.2.2 High Pressure Scanning Tunneling Microscopy 

Scanning tunneling microscopy experiments were performed in a high-pressure, 

high-temperature STM that has been described in detail elsewhere.22  The system 

combines a UHV surface analysis/preparation chamber with a variable temperature 

(298K - 675K) and pressure (10-10 - 103 Torr) scanning tunneling microscope from RHK 

(model VT-UHV 300).  The base pressure of the system was 1 x 10-10 Torr with a 

background mostly made up of H2, CO and H2O.  Using three gate valves, the STM 

chamber can be isolated from the rest of the system and filled with any gas mixture up to 

a total pressure of 1 atm. 

The sample was a platinum single crystal of (111) orientation from Matek 

Corporation with a miscut angle of < 0.3˚.  Before each experiment the sample was 

sputtered in 5 x 10-6 Torr Ar+ for 15 minutes at an ion energy of 500 eV and current of 4 

μA.  After sputtering the sample was heated with an electron beam to 1073 K for 10 min.  

The sample was then sputtered again and annealed at 1073 K for 4 min before being 

transferred to the STM chamber.  Sample composition was monitored using AES and its 

cleanliness / flatness checked with STM prior to gas introduction.   

During experiments, the STM chamber was isolated from the rest of the system 

while combinations of benzene, hydrogen, argon, and carbon monoxide were introduced.  

The hydrogen, argon, and CO were of ultrahigh purity grade, while the benzene (>99.5%, 

Aldrich) was further purified by freeze-pump-thaw cycles prior to use.  If the experiment 
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involved CO it was introduced after the sample had reached experimental temperature.  A 

150 W quartz projector bulb positioned just below the sample without making 

mechanical contact accomplished sample heating.  A type K thermocouple spot-welded 

to the side of the crystal monitored sample temperature.  The sample was always allowed 

to equilibrate at least 5 min prior to imaging.  Images were taken with electrochemically 

etched tungsten tips, following the technique described by Klein et al.23  STM settings 

during image acquisition were I = 0.05 - 0.2 nA and V = 50 - 100 mV.  An MKS 

Instrument Baratron model 122A was used for 0.1mTorr - 10 Torr and model 722A for 

experiments exceeding 10 Torr.   

 

6.3. Results and Discussion 

6.3.1 In-situ SFG vibrational spectroscopy and HP- STM of surface species present 

on Pt(111) at 300 K under 10 Torr benzene 

The SFG spectrum of the surface species adsorbed on Pt(111) at 10 Torr benzene 

at 300 K is presented in figure 6.1.  Three peaks are observed at 2945, 3030, and 3060 

cm-1.  The peak at 3060 cm-1 has been assigned to physisorbed benzene.2,11  Previous 

studies using EELS11,12, NEXAFS15, RAIRS24, and DFT13,25 have shown that benzene 

adsorbs parallel to the surface on platinum.  Since the molecule physisorbs intact, the six 

carbons and hydrogens are assumed to be roughly equivalent resulting in only one peak 

in the C-H stretching region as observed by EELS.11,12  This assignment can be further 

substantiated by referencing the aromatic C-H stretch at 3068 cm-1 present in the gas 

phase IR spectrum.11   
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Figure 6.1.  SFG spectra of surface species on Pt(111) under 10 Torr benzene at 300K.  

H-C-C-, vinylic (H-C=C-), and physisorbed benzene (phys. Bz) bands are identified.  

Markers represent experimental data and solid lines represent the curve fits to equation 

6.1. 

 

Two peaks centered around 2960 and 3020 cm-1 have been reported by 

infrared/high resolution electron energy loss spectroscopy (IR/HREELS)12,14 for low 

coverages (0.2 L, Langmuir, 1 L = 10-6 Torr · s) of benzene.  Thomas et al.12 have 

suggested that the peak at 2960 cm-1 arises from an sp3-hybridized carbon.  The absence 

of modes at 1815 and 1960 cm-1 led Thomas et al.12 to propose a structure of a dienyl 

nature for chemisorbed benzene (see scheme 6.1).  Grassian and Muetterties have also 

proposed a similar chemisorption structure.14  The proposed structure has two double and 

four single carbon-carbon bonds.  The singly bonded carbons are bound to the platinum 

surface resulting in the sp3-hybridized character of the vibrational signature.  The 
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apparent simultaneous growth and decay of both the 2945 and 3030 cm-1 peaks with 

variation of temperature observed by SFG2 corroborates this assignment.  Hence, the 

modes in figure 6.1 have been assigned as follows: v(H-C-C-) = 2945 cm-1, v(C-

H)(vinylic) = 3030 cm-1, and v(C-H)(aromatic) = 3060 cm-1.  The absence of a symmetric 

CH2 stretch in figure 6.1 indicated that the adsorbate is some C6H6 or more 

dehydrogenated species (e.g. polyaromatics). 

Imaging the surface with HP-STM reveals a surface covered with immobile 

adsorbed benzene, as shown in figure 6.2.  The surface is largely disordered with patches 

of short-range order composed of 15-30 adsorbed molecules.  Previous studies of Pt(111) 

electrodes in a benzene solution by Yau et al.26 yields very similar results with small 

ordered regions separated by disordered areas.  These small patches appear to be the 

c(2√3 x 3)rect structure reported by Yau et al.,26 in which each molecule is chemisorbed 

at a bridge site.  Between the patches of order, easily resolved individual benzene 

molecules are also bound, which are likely bound to the 3-fold hollow site and are 

responsible for the physisorbed species observed in the SFG spectrum (see figure 6.1).  In 

addition, several six member hexagonal rings (see figure 6.2(a)) form, in which all 

benzene molecules are adsorbed at 2-fold bridge sites.26  Yau et al.26 concluded that the 

“chemisorbed benzene at 2-fold sites is greatly distorted toward the boat-like structure” 

and that these structures appear to be (√21 x √21)R10.9.  These hexagonal rings have an 

apparently hollow center that most likely contains a weakly bound physisorbed species 

that is difficult to image due to its shorter residence time, as concluded by Yau et al.26 

who found that “an additional benzene molecule can be squeezed into the unit cell.”  

Furthermore, Saeys et al.13 found that the tilted geometry is energetically feasible through 
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DFT studies.  Zebisch et al.27 were able to observe the tilted adsorption of benzene on 

Pt(110) 1  2 with angle-resolved UV photoemission (ARUPS) and NEXAFS.   

 

 

 

 

 

 

 

 

 

Figure 6.2.  STM images of Pt(111) in the presence of 10 Torr benzene at 298K with a 

scan area of (a) 300Å × 300Å and (b) 95Å × 95Å.  Hexagons represent six benzene 

molecules forming a hexagonal ring with an apparently hollow center, most likely 

containing a weakly bound physisorbed species. 

 

6.3.2. Temperature dependence of the major surface species under 10 Torr benzene 

and 100 Torr H2 as studied by HP-STM and SFG vibrational spectroscopy  

Upon the addition of 100 Torr H2 and 630 Torr Ar the surface changes 

dramatically, as evidenced by STM (see figure 6.3(a)).  The patches of ordered benzene 

disappear and only a few isolated benzene molecules are visible on the largely mobile 

adsorbate layer.  A few of the benzene molecules that can still be imaged are highlighted 

in figure 6.3(a).  This is not entirely surprising as excess hydrogen is known to weaken 

(b) (a) 



91  

the surface bonding of adsorbed organic species and increase their mobility.4 When the 

surface is heated to 353 K, all surface ordering of the resolved adsorbed molecules is lost 

as the adsorbed monolayer becomes too mobile to be imaged by our STM, as seen in 

figure 6.3(b). 

 

 

 

 

 

 

 

 

Figure 6.3.  200Å × 200Å STM images of Pt(111) in the presence of 10 Torr benzene, 

100 Torr H2, and 650 Torr Ar at (a) 298 K and (b) heated to 353 K.  Rings represent 

adsorbed benzene. 

 

The surface chemistry of adsorbed benzene in the presence of excess H2 at 

elevated temperatures not visible by STM can be studied by SFG vibrational 

spectroscopy.  Figure 6.4 shows the SFG spectra of 10 Torr benzene and 100 Torr H2 on 

Pt(111) as the surface temperature is varied from 300 K to 440 K.  Like the spectrum of 

10 Torr benzene, these spectra exhibit three bands at 2945, 3030, and 3060 cm-1.  These 

bands are attributed to the chemisorbed and physisorbed species as discussed in the 

(a) (b) 
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previous section.  Increasing the temperature to 320 K desorbs the physisorbed benzene, 

leaving the chemisorbed species as the dominant surface species.  Chemisorbed benzene 

reaches a maximum surface coverage at 400 K based on the SFG signal intensity 

reaching a maximum at that temperature.  Cooling the surface to 300 K allows 

physisorbed benzene to readsorb and shows that a carbonaceous layer does not poison the 

surface. 
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Figure 6.4.  Temperature dependent SFG spectra of surface species on Pt(111) under 10 

Torr benzene and 100 Torr H2 in the range of 300-440 K.  The top SFG spectrum was 

taken after the metal surface was cooled from 440 K to 300 K.  H-C-C-, vinylic (H-C=C-

), and physisorbed benzene (phys. Bz) bands are identified.  Markers represent 

experimental data and solid lines represent the curve fits to equation 6.1. 
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6.3.3. Turnover rates and activation energies to form cyclohexane and cyclohexene 

under 10 Torr benzene on Pt(111) in the presence of 100 Torr H2 

Figure 6.5 displays the kinetic studies carried out in the presence of 10 Torr 

benzene and 100 Torr H2 using gas chromatography detection over the 310 – 440 K 

temperature range.  Estimated turnover rates (TORs) [molecules · Pt site-1 · s-1] are shown 

in figure 6.5(a) giving production of cyclohexane and cyclohexene as a function of 

temperature.  The corresponding Arrhenius plots of the TORs are given in figure 6.5(b).  

Above 370 K, the observed turnover frequencies for cyclohexane deviate from the linear 

Arrhenius regression line.  This is explained by a change in the surface coverage of the 

adsorbed species as previously discussed.1  The apparent activation energies for the 

hydrogenation to cyclohexane is 9.8 ± 0.1 kcal/mol.  A maximum of cyclohexane 

turnover is observed at 400 K, corresponding to the maximum surface coverage of 

chemisorbed benzene as seen with SFG vibrational spectroscopy.  In a previous study, 

Bratlie et al.2 concluded that chemisorbed benzene is a reactive surface intermediate 

critical to benzene hydrogenation.  This conclusion is further supported by our kinetic 

and vibrational studies. 

Perhaps the most noticeable feature observed in figure 6.5(a) is the dip in 

cyclohexane formation at 380 K.  This feature has been attributed to the onset of 

cyclohexene formation, which is initially observed at 370 K but significantly increases 

with surface temperature.  Previous studies2 have ascribed this to the larger sticking 

coefficient of cyclohexene (0.228) as compared to cyclohexane (<0.129).  This larger 

sticking coefficient allows for further hydrogenation of cyclohexene. 
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Figure 6.5.  (a) Turnover rates (TORs) for the hydrogenation to cyclohexane and 

cyclohexene under 10 Torr benzene and 100 Torr H2 and (b) Arrhenius plots for the 

TORs of cyclohexane.  Apparent activation energies are 9.8 ± 0.1 kcal/mol for 

cyclohexane formation.  The non-Arrhenius behavior above 370 K is explained in terms 

of changes in the surface coverage of the adsorbates.  The dotted line was drawn for 

visual aide. 

 

6.3.4. Major surface species present under 10 Torr benzene and 100 Torr H2 after 

poisoning with 5 Torr CO as studied by HP- STM and SFG vibrational 

spectroscopy: Temperature effects 

Previous studies by Ogletree et al.30 show that adsorbing CO molecules first 

creates a very large work function for the hydrocarbon to overcome in order to adsorb on 

the surface.  For this reason, CO was introduced after benzene and H2 addition.  The 

presence of CO has no effect on the surface structure of the system as observed by STM 

at 353 K.  Again, this is attributed to the fact that although CO is now present on the 
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surface its high mobility makes imaging with STM difficult.  This is also observed 

previously under lower pressure conditions.4,8 When the mobile CO dominated surface is 

cooled to 298K, the increase in CO surface coverage forms an immobile surface structure 

as can be seen in figure 6.6.  This high-coverage pure CO structure was first reported by 

the Besenbacher group31 and observed in our laboratory as well.3  The structure 

corresponds to the (√19 x √19) R23.4˚ structure with a total coverage of ~0.7 monolayers.  

As observed with STM that benzene no longer remains on the surface, as all physisorbed 

and chemisorbed species are displaced by the stronger bound and closer packed CO 

molecules. 

 

 

 

 

 

 

 

 

 

Figure 6.6.  200Å × 200Å STM image of Pt(111) in the presence of 10 Torr benzene, 

100 Torr H2, and 630 Torr Ar heated to 353 K, 5 Torr CO added, and cooled to 298 K.  

The high-coverage pure CO structure corresponds to the (√19 x √19) R23.4˚ structure.  

All benzene adsorbates have been displaced by the strongly bound and closely packed 

CO molecules. 
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Figure 6.7.  Temperature dependent SFG spectra of surface species on Pt(111) under 10 

Torr benzene, 100 Torr H2, and 5 Torr CO in the range of 300-440 K.  The top SFG 

spectrum was taken after the metal surface was cooled from 440 K to 300 K.  The band 

for the C-O stretch adsorbed on clean Pt(111) is identified.  Markers represent 

experimental data and solid lines represent the curve fits to equation 6.1. 
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In order to understand how CO affects adsorbates at elevated temperatures, SFG 

is used to monitor the system under identical conditions.  McCrea et al.32 have reported 

that CO adsorbed on clean Pt(111) has a C-O stretch at 2094 cm-1.  Upon CO co-

adsorption with benzene and H2, the C-O stretch appears at 2090 cm-1, as given figure 

6.7.  The red shifting of the C-O stretch results from a weakening of the C-O bond, which 

may be due to an interaction with the adsorbed benzene.  According to Jasen et al.,33 the 

red shift results from a “charge transfer from benzene via the substrate to CO,” which 

strengthens the CO-Pt bond.  Increasing the surface temperature to 440 K blue shifts the 

C-O band to 2094 cm-1 (illustrated in figure 6.8), which remains on the surface as it is 

cooled to 300 K displaying the irreversibility of the system.  Presumably, the blue shift of 

the C-O band results from displacement of the benzene molecules, as observed with 

STM. 

 

 

 

 

 

 

 

 

Figure 6.8.  CO vibrational resonance frequency, CO , plotted against the metal surface 

temperature.  Solid line drawn as a visual aide. 
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Figure 6.9.  Temperature dependent SFG spectra of surface species on Pt(111) under 10 

Torr benzene, 100 Torr H2, and 5 Torr CO in the range of 300-440 K.  The top SFG 

spectrum was taken after the metal surface was cooled from 440 K to 300 K.  H-C-C-, 

vinylic (H-C=C-), and physisorbed benzene (phys. Bz) bands are identified.  Markers 

represent experimental data and solid lines represent the curve fits to equation 6.1. 

0.9

1.4

1.9

2.4

2.9

3.4

3.9

4.4

4.9

2750 2850 2950 3050 3150 3250

IR Wavenumber (cm-1)

N
or

m
al

iz
ed

 In
te

ns
ity

 (a
.u

.)

300K

320K

340K

380K

400K

440K

cooled to 
300K

-C-C-H 
-C=C-H 

phys. Bz 



100  

SFG vibrational spectroscopy is also used to probe this system in the C-H 

stretching region, as shown in figure 6.9.  Co-adsorption of CO with benzene and H2 

reveals a similar spectrum with and without H2 at 300 K (see figures 6.1 and 6.4).  

Heating the surface led to the eventual desorption of physisorbed and chemisorbed 

benzene.  Neither of these surface species readsorb after cooling the surface to 300 K.   

Based on the results from STM and the SFG spectra of the C-O stretching region we 

conclude that CO displaces any hydrocarbon previously on the surface.  Furthermore, 

since the C-O vibration after cooling from 440 K to 300 K is so similar to CO on clean 

platinum, we assert that benzene desorbs intact and does not dehydrogenate to form a 

carbonaceous layer.  

 

6.4. Conclusions 

The chemical composition and adsorption structures of the surface species are 

measured during benzene hydrogenation on Pt(111) by SFG vibrational spectroscopy and 

high-pressure STM.  Small ordered regions corresponding to the c(2√3 x 3)rect structure, 

in which each molecule is chemisorbed at a bridge site, are imaged in a 10 Torr 

background of benzene.  Individual physisorbed benzene molecules are observed 

between these ordered regions.  Several six member hexagonal rings with a seemingly 

hollow center are imaged.  The hollow center most likely contains a physisorbed species.  

Upon the addition of hydrogen, SFG is necessary to characterize the surface as it has 

become too mobile to image.  Both physisorbed and chemisorbed benzene are present 

under 100 Torr hydrogen.  Raising the temperature desorbs physisorbed benzene and 

leaves the chemisorbed species on the surface.  Spectroscopic evidence shows that 
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poisoning the reaction with CO displaces the adsorbed benzene molecules.  This assertion 

is validated by the (√19 x √19) R23.4˚ structure imaged after cooling the surface, which 

corresponds to pure CO at high-coverages. 
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Chapter 7 

Structure Effects of Benzene Hydrogenation Studied with Sum 

Frequency Generation Vibrational Spectroscopy and Kinetics 

on Pt(111) and Pt(100) Single Crystal Surfaces 

 

 Sum frequency generation (SFG) surface vibrational spectroscopy and kinetic 

measurements using gas chromatography (GC) have identified at least two reaction 

pathways for benzene hydrogenation on the Pt(100) and Pt(111) single crystal surfaces at 

Torr pressures.  Kinetic studies at low temperatures (310 – 370 K) show that benzene 

hydrogenation does not proceed through cyclohexene.  A Langmuir-Hinshelwood type 

rate law for the low temperature reaction pathway is identified.  The rate-determining 

step for this pathway is the addition of the first hydrogen atom to adsorbed benzene for 

both surfaces, which is verified by the spectroscopic observation of adsorbed benzene at 

low temperatures on both the Pt(100) and Pt(111) crystal faces.  Low temperature SFG 

studies reveal chemisorbed and physisorbed benzene on both surfaces.  At higher 

temperatures (370 – 440 K), hydrogenation of benzene to π-allyl c-C6H9 is observed only 

on the Pt(100) surface.  Previous single crystal studies have identified π-allyl c-C6H9 as 

the rate-determining step for cyclohexene hydrogenation to cyclohexane. 

   

7.1. Introduction 

Benzene hydrogenation is an industrially relevant reaction for several essential 

steps in petroleum refining and downstream chemical processing.1 Identifying reactive 



105  

surface intermediates and rate laws is a key issue in understanding the mechanism of 

benzene hydrogenation.  Furthermore, understanding how these surface intermediates and 

rate laws are affected by surface structure is of importance to extend our knowledge of 

single-crystals to industrial catalysts. 

Benzene adsorption on platinum at low pressures (< 10-6 Torr) has been studied 

using various surface-analytical techniques, including low energy electron diffraction 

(LEED),2 near edge X-ray absorption fine structure spectroscopy (NEXAFS),3 

calorimetry,4 thermal desorption spectroscopy (TDS),5,6 electron energy loss 

spectroscopy (EELS),7-9 scanning tunneling microscopy (STM),10 and reflection-

absorption infrared spectroscopy (RAIRS).11,12 In addition, possible adsorption energies 

for different adsorption sites and surface species have been studied by density function 

theory (DFT).13-15 STM10 and DFT15 studies show that benzene preferentially adsorbs to 

bridge sites in the low coverage limit and to the three-fold hollow at high coverages on 

the Pt(111) crystal face.  The low and high coverage species have two distinct vibrational 

signatures, as studied by EELS,8,9 which correspond to chemisorbed and physisorbed 

benzene.  Thomas et al.9 proposed the chemisorbed species is a dienyl benzene, 

illustrated in scheme 7.1(a).  Physisorbed benzene, on the other hand, is thought of as flat 

lying based on NEXAFS studies.3 

High-pressure reactions of benzene on Pt(111) have been investigated using sum 

frequency generation (SFG) vibrational spectroscopy16,17 and high-pressure STM.16 

These studies observe both chemisorbed and physisorbed benzene under high-pressure 

conditions.  STM observed small ordered regions corresponding to the c(2√3  3)rect 

structure in a background of 10 Torr benzene.16  Between the ordered regions, individual 
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benzene molecules were observed by STM.16 Based on the SFG results, the individual 

molecules were assumed to be physisorbed benzene, while the ordered regions 

correspond to the chemisorbed benzene.  Conducting these experiments on Pt(100) will 

further our knowledge of this reaction, in particular how structure affects the reaction 

pathway. 

          (a) dienyl chemisorbed benzene   (b) -allyl c-C6H9 

 

 

 

 

Scheme 7.1.  Schematic diagram of (a) dienyl chemisorbed benzene (C6H6) and (b) π-

allyl c-C6H9 intermediates. 

 

In this study, sum frequency generation (SFG) vibrational spectroscopy and gas 

chromatography (GC) are used to investigate benzene hydrogenation at high temperatures 

(310 – 440 K) to elicit structure effect information.  Media with centrosymmetry and 

isotropic gases do not appear in the SFG spectrum under the electric dipole 

approximation.  Since bulk platinum has a center of inversion, its contribution to the SFG 

signal is negligible.  The symmetry at the surface of the platinum crystal is broken, giving 

rise to a surface specific signal.  Because the SFG signal arises solely from the 

adsorbates, SFG is a more sensitive tool to study interfaces than infrared absorption and 

Raman spectroscopies.  Electron spectroscopies typically cannot be employed under 

ambient pressure conditions necessary to perform catalytic reactions. 
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Here, I report evidence for chemisorbed dienyl benzene (C6H6) as the reactive 

surface intermediate for benzene hydrogenation on both the Pt(100) and Pt(111) surfaces 

at high pressures (7.5, 10, 12.5, and 15 Torr benzene and 10, 50, 100, and 150 Torr H2) 

and at high temperatures (310 – 440 K).  Both surfaces exhibit co-adsorbed chemisorbed 

and physisorbed benzene at low temperatures.  Differences arise as the temperature is 

increased: π-allyl c-C6H9 (see scheme 7.1(b))is observed on the Pt(100) surface at high 

temperatures and not on the Pt(111) surface.  Previous studies show that π-allyl c-C6H9 is 

the most abundant surface intermediate during cyclohexene hydrogenation.18,19 These 

studies also suggest that the hydrogenation of π-allyl c-C6H9 is the rate determining step 

(RDS) in forming cyclohexane.  Kinetic studies on benzene hydrogenation to 

cyclohexane at low temperatures have identified a rate law where the RDS is the addition 

of the first hydrogen to benzene.  Herein, we discuss the temperature, pressure, and 

structure dependent surface chemistry of benzene hydrogenation on Pt(100) and Pt(111). 

 

7.2. Experimental 

 All experiments were carried out in a high-pressure/ultrahigh-vacuum (HP/UHV) 

system on a prepared Pt(100) or Pt(111) single-crystal surface.  The HP/UHV system 

consists of a UHV chamber operating at a base pressure of 2  10-9 Torr and a high-

pressure (HP) cell isolated from the UHV chamber by a gate valve.  The UHV chamber is 

equipped with an Auger electron spectrometer (AES), quadrupole mass spectrometer 

(QMS) and Ar+ ion sputter gun. Two CaF2 conflat windows on the HP cell allow 

transmission of infrared (IR), visible (VIS), and sum frequency radiation for SFG 

experiments.  The HP cell is equipped with a re-circulation loop that includes a 
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diaphragm pump and a septum for gas chromatographic analysis.  The reactant and 

product gases are constantly mixed via a recirculation pump while kinetic data is 

acquired by periodically sampling the reaction mixture and measuring the relative gas 

phase composition (flame ionization detection and 0.1% AT-1000 on Graphpac GC 

80/100 packed column (Alltech)).   

The Pt(100) and Pt(111) crystals were cleaned by sputtering with Ar+ ions (1 

keV) for 20 minutes, heating to 1123 K in the presence of 5  10-7 Torr O2 for 2 minutes, 

and then annealing at 1123 K for 2 minutes.  AES and LEED were used to verify the 

cleanliness of the Pt(100) or Pt(111) surface after several cleaning cycles.  The Pt(100) or 

Pt(111) sample was then transferred into the HP cell for SFG reaction studies.  Benzene 

(> 99.0 %, EM Science) was purified by several freeze-pump-thaw cycles before 

introduction into the HP cell.  Prior to the experiment, benzene was checked for 

impurities by means of GC.  Such impurities were below 0.5 % and consisted of mostly 

light alkanes below C6.   

 SFG measurements were performed using a mode locked Nd:YAG laser (1064 

nm fundamental having a 20 ps pulse width operating at a 20 Hz repetition rate) to create 

a tunable IR (1800-4000 cm-1) and a second harmonic VIS (532 nm) beam.    The VIS 

beam (200 J) and the IR (200 J) beams were spatially and temporally overlapped on 

the Pt(111) surface with incident angles of 55º and 60º, with respect to the surface 

normal.  All spectra were taken using a ppp polarization combination (SFG, VIS, and IR 

beams were all p-polarized).  The generated SFG beam was sent through a 

monochromator and the signal intensity was detected with a photomultiplier tube and a 

gated integrator as the IR beam was scanned over the frequency range of interest.  The 
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sum frequency output was normalized by the intensity of the incident infrared beam at the 

surface.  This is necessary because gas molecules absorb some of the incoming radiation.  

Spectra were curve fit using a previously reported procedure20,21 to a form of the equation 
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where )2(
NR  is the nonresonant nonlinear susceptibility, NRie   is the phase associated 

with the nonresonant background, qA  is the strength of the qth vibrational mode, IR  is 

the frequency of the incident infrared laser beam, q  is the frequency of the qth 

vibrational mode, q  is the natural line width of the qth vibrational transition, and qie   is 

the phase associated with the qth vibrational transition.  Detailed descriptions on the 

HP/UHV system and SFG measurement can be found elsewhere.19,22-26  

 

7.3. Results 

7.3.1.  Turnover rates, reaction orders, and Arrhenius parameters for benzene 

hydrogenation to cyclohexane under varied pressures of benzene and hydrogen on 

Pt(100) and Pt(111) 

Figure 7.1 shows the kinetic data obtained for 100 Torr H2 and 7.5, 10, 12.5, and 

15 Torr benzene over a range of temperatures (310-440 K).  The production of 

cyclohexane is displayed at different temperatures by the turnover rates (TORs) 

[molecules · Pt site-1 · s-1] shown in figure 7.1(a).  The TORs are calculated based on the 

assumption that every platinum atom is an active site.  The errors associated with the 

measurements are shown as error bars in figure 7.1(a).  The corresponding Arrhenius 
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plots of the TORs are given in figure 7.1(b).  TORs were also collected for a constant 

benzene pressure (10 Torr) with a varied H2 pressure (10, 50, 100, and 150 Torr).  The 

TORs for cyclohexane formation are shown in figure 7.2(a) with the resultant Arrhenius 

plots in figure 7.2(b).  Above 370 K, the observed TORs for cyclohexane deviate from 

the linear Arrhenius line; this results from a change in the surface coverage of the 

adsorbed species, as previously discussed.19 Apparent activation energies and pre-

exponentials for hydrogenation to cyclohexane are listed in table 7.1.  These experiments 

have been carried out on the Pt(111) surface previously17 and are summarized in table 

7.1. 
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Table 7.1.  Pre-exponentials (in molecules per Pt atom per second), apparent activation 

energies (in kcal/mol), orders for both H2 and benzene, isokinetic temperature (in K), and 

the critical vibration (in cm-1) for C6H12 production under a constant pressure of 10 Torr 

benzene varying H2 and under constant pressure of 100 Torr H2 while varying benzene. 

 Pt(111) Pt(100) 

  ln(A) Ea ln(A) Ea 

10.5 Torr Benzene 

11.2 Torr H2 3.0 ± 0.3 7.0 ± 0.2 5.4 ± 0.8 8.7 ± 0.5 

52 Torr H2 4.7 ± 0.5 8.0 ± 0.3  6.3 ± 0.3 9.4 ± 0.2 

105 Torr H2 7.3 ± 0.1 9.8 ± 0.1 14.9 ± 0.2 15.7 ± 0.1 

158 Torr H2 8.5 ± 0.7 10.6 ± 0.4 11.2 ± 0.1 12.5 ± 0.1 

105 Torr H2 

7.9 Torr Bz 6.0 ± 0.3 9.3 ± 0.3 20.0 ± 0.2 18.9 ± 0.1 

10.5 Torr Bz 7.3 ± 0.1 9.8 ± 0.1 17.1 ± 1.2 16.8 ± 0.8 

13.3 Torr Bz 5.9 ± 0.1 8.9 ± 0.1 14.9 ± 0.2 15.7 ± 0.1 

16.5 Torr Bz 8.1 ± 0.7 10.5 ± 0.2 12.4 ± 0.2 13.6 ± 0.1 

  order Pt(111) order Pt(100) 

Benzene -1.1 ± 0.1 -1.1 ± 0.3 

H2 0.6 ± 0.01 0.6 ± 0.02 

  Ti/(K) /(cm-1) 

C6H12 358 ± 5 501 ± 7 
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Figure 7.1.  (a) Turnover rates (TORs), in molecules per Pt atom per second, for benzene 

(7.5, 10, 12.5, and 15 Torr) in the presence of H2 (100 Torr) on Pt(100) to form CHA.  (b)  

Arrhenius plots of the corresponding TORs.  The decrease in the TOR for cyclohexane 

production at 380 K followed by a sharp increase at 390 K is attributed to the onset of 

cyclohexene production.  Cyclohexene has a higher sticking probability on platinum 

resulting in further hydrogenation to cyclohexane.  The non-Arrhenius behavior above 

370 K is explained in terms of changes in the surface coverage of the adsorbates.  

Apparent activation energies and pre-exponentials are listed in table 7.1.  Dotted lines 

were drawn for visual aides. 
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Figure 7.2.  (a) Turnover rates (TORs), in molecules per Pt atom per second, for benzene 

(10 Torr) in the presence of H2 (10, 50, 100, and 150 Torr) on Pt(100) to form CHA.  (b)  

Arrhenius plots of the corresponding TORs.  The decrease in the TOR for cyclohexane 

production at 380 K followed by a sharp increase at 390 K is attributed to the onset of 

cyclohexene production.  Cyclohexene has a higher sticking probability on platinum 

resulting in further hydrogenation to cyclohexane.  The non-Arrhenius behavior above 

370 K is explained in terms of changes in the surface coverage of the adsorbates.  

Apparent activation energies and pre-exponentials are listed in table 7.1.  Dotted lines 

were drawn for visual aides. 
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where r is the rate of reaction, 
66 HCp   and 

2Hp  are the pressures of the reactant gases 

(benzene and H2, respectively), a and b are the reaction order with respect to the reactant 

species, and k is the rate constant.  The rate constant can be expressed as  

 RTEaAek /  (7.3) 

where A is the pre-exponential factor, Ea is the activation energy, R is the gas constant, 

and T is temperature.  The exponents a and b are determined over a range of reaction 

temperatures (310 – 370 K using  

 
2

66
ln

ln

HpHCp
ra
















 . (7.4) 

The benzene and H2 reaction orders for cyclohexane production on both the Pt(111) and 

Pt(100) surfaces are listed in table 7.1. 

The most noticeable feature visible in figures 7.1(a) and 7.2(a) is the sharp dip in 

the turnover plot at approximately 390 K.  This is attributed to the onset of cyclohexene 

formation on the surface resulting from a competing pathway.  Cyclohexene production 

is observed at 370 K for benzene hydrogenation on Pt(111).17 Cyclohexene has a larger 

sticking coefficient (0.227) than cyclohexane (<0.14) on Pt(111) which allows the gas 

phase precursor to remain on the surface and further hydrogenate.17 We presume that 

adsorbed cyclohexene is formed on Pt(100) during the reaction at high temperatures 

based on these results.   

 

7.3.2. Temperature dependence of the major surface species under varied pressures 

of benzene and hydrogen on Pt(100) and Pt(111): SFG vibrational spectroscopy 

results and peak assignments 
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Figure 7.3 shows the SFG spectra of the surface species present on Pt(100) at 15 

Torr benzene and 100 Torr H2 at various temperatures.  At 300 K, three peaks are 

observed at 2945, 3030, and 3060 cm-1.  The mode at 3060 cm-1 decreases in intensity as 

the temperature is increased and disappears completely at 380 K.  This peak has been 

previously identified by SFG17 and EELS9 as the aromatic C-H stretch of the physisorbed 

benzene. The intensity of the peak at 3030 cm-1 neither increases nor decreases as the 

temperature is increased.  This mode is also present on the Pt(111) surface and is 

assigned by SFG17 to the vinylic stretch of a dienyl chemisorbed benzene (see scheme 

7.1(a)).  The mode at 2945 cm-1 is also observed on the Pt(111) surface and assigned to 

the sp3 hybridized C-H stretch of the dienyl chemisorbed benzene.  Dienyl chemisorbed 

benzene is composed of four single and two double carbon-carbon bonds.  The two singly 

bound carbon atoms are also bound to the platinum surface, giving rise to the sp3 

hybridization character in the spectral signature.  Unlike the Pt(111) surface, the peaks at 

2945 and 3030 cm-1 do not simultaneously grow and decay with temperature variations.  

Furthermore, the peak at 2945 cm-1 red shifts to 2940 cm-1 as the temperature is increased 

and a new peak appears at 2865 cm-1.  It becomes clear by comparison that the SFG 

spectra in figure 3 are similar to previous SFG data of π-allyl c-C6H9 on Pt(100)19.  The 

SFG19 spectrum of π-allyl c-C6H9 on Pt(100) is characterized by two peaks at vsym(CH2,) 

= 2865 and vasym(CH2) = 2940 cm-1 with the vasym(CH2) peak approximately twice as 

intense as the vsym(CH2,) peak.  Hence, the modes in figure 3 are assigned as follows: 

vsym(CH2,) = 2865 cm-1, vasym(CH2) = 2940 cm-1, v(H-C-C-) = 2945 cm-1, v(C-H)(vinylic) 

= 3030 cm-1, and v(C-H)(aromatic) = 3060 cm-1.  Cooling the platinum surface 
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temperature from 440 K to 300 K reveals the reversible behavior of the surface 

composition. 

The same surface species are present at other pressure combination (7.5 and 12.5 

Torr benzene under 100 Torr H2 and 10 Torr benzene under 10, 50, 100, and 150 Torr 

H2) on the Pt(100) surface.  Both chemisorbed and physisorbed benzene are co-adsorbed 

at 300 K.  Heating the crystal surface to 340 K forms π-allyl c-C6H9 on the surface, which 

is co-adsorbed with physisorbed and chemisorbed benzene.  Further increasing the 

temperature to 380 K desorbs the physisorbed benzene, leaving π-allyl c-C6H9 and 

chemisorbed benzene on the surface.  Cooling the surface reverses the reaction, resulting 

in physisorbed benzene being the dominant surface species. 

Figure 7.4 shows the SFG spectra of the surface species present on Pt(111) under 

10 Torr benzene and 10 Torr H2 at varied temperatures.  Much like the benzene 

hydrogenation on Pt(100) the spectrum at 300 K exhibits three peaks at 2945, 3030, and 

3060 cm-1.   These three peaks represent physisorbed and dienyl chemisorbed benzene.  

As the surface temperature is increased to 380 K the physisorbed benzene desorbs.  The 

two peaks that are assigned to the dienyl chemisorbed benzene simultaneously increase in 

intensity as the surface temperature is increased to 420 K.  Based on these peaks growing 

and decaying in unison as the temperature is varied coupled with the notable absence of a 

vsym(CH2) peak, we conclude that π-allyl c-C6H9 is not present on the Pt(111) surface.  

Cooling the surface reveals that, like that on Pt(100), the benzene hydrogenation reaction 

is reversible on Pt(111). 
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Figure 7.3.  Temperature dependent SFG spectra of surface species on Pt(100) under 15 

Torr benzene and 100 Torr H2 in the range of 300-440 K.  The top SFG spectrum was 

taken after the metal surface was cooled from 440 K to 300 K.  CH2(s), CH2(a), vinylic 

(H-C=C-), and physisorbed benzene (phys. Bz) bands are identified.  Markers represent 

experimental data and solid lines represent the curve fits to equation 7.1.  
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Figure 7.4.  Temperature dependent SFG spectra of surface species on Pt(111) under 10 

Torr benzene and 10 Torr H2 in the range of 300-440 K.  The top SFG spectrum was 

taken after the metal surface was cooled from 440 K to 300 K.  H-C-C-, vinylic (H-C=C-

), and physisorbed benzene (phys. Bz) bands are identified.  Markers represent 

experimental data and solid lines represent the curve fits to equation 7.1. 
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7.4. Discussion 

7.4.1.  Langmuir-Hinshelwood mechanism and suggested reaction pathways for 

benzene hydrogenation to cyclohexane on Pt(111) and Pt(100) 

The reaction orders found in table 7.1 for hydrogenation of benzene on both 

Pt(111) and Pt(100) corresponds to a Langmuir-Hinshelwood type mechanism where the 

RDS is the surface reaction between an adsorbed benzene molecule and one adsorbed 

hydrogen atom.  The proposed mechanism for benzene hydrogenation to cyclohexane 

involves the following elementary reaction steps:  

 
H2  +   2 *2H*

KH 2

 (R7.1) 

 
C6H6  +   *C6H6*

K1

 (R7.2) 

 C6H6*   +   H *C6H7*  +  *
k2

 (R7.3) 

According to Saeys et al.,14 C6H6* is the most stable adsorbed C6 species in the 

conversion of benzene to cyclohexane.  This choice of RDS is in agreement with the 

spectroscopic evidence that shows only adsorbed benzene present on both the Pt(111) and 

Pt(100) crystal surfaces at low temperatures.  The rate of benzene hydrogenation to 

cyclohexane can be written as 

 **2 6666 HHCHC kr   (7.5) 

where the coverage of adsorbed hydrogen, *H , is determined from the equilibrium of 

gas phase H2 and adsorbed hydrogen, 

 ** 22
 HHH pK  (7.6) 
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where 
2Hp is the pressure of the gas phase H2.  The coverage of benzene, *66 HC , is also 

determined by the equilibrium of  gas phase benzene and adsorbed benzene 

 *1* 6666
 HCHC pK  (7.7) 

where 
66 HCp is the pressure of gas phase benzene.  Inserting equations 7.6 and 7.7 into 

equation 7.5 becomes 

 2
*12 266266
HHCHHC ppKKkr   (7.8) 

The site balance for the system is given by 

 *** 66
1 HHC    (7.9) 

which leads to a Langmuir-Hinshelwood type rate expression for benzene hydrogenation 

to cyclohexane 

  21 2266

266

66

1 HHHC

HHCapp
HC

pKpK

ppk
r


  (7.10) 

where 
221 Happ KkKk  .  The rate expression allows the order of benzene to vary 

from –1 to first order and the order of H2 from -½ to half-order. Since benzene adsorption 

at low temperatures (300 K  T  400 K) is favorable and there is a high gas phase 

pressure of benzene, 
661 HCpK is much larger than 

22
1 HH pK and the rate 

expression becomes 

 
66

2

66 2
1 HC

Happ
HC pK

pk
r  . (7.11) 
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This low temperature rate expression shows the dependence on benzene is –1 and for 

hydrogen it is half-order, which are strikingly similar to the experimentally obtained 

reaction orders listed in table 7.1 for both Pt(111) and Pt(100).  The theoretical rate 

expression in eqns. 6.10 and 6.11 were verified by fitting to the experimentally obtained 

rates.   

Previous reaction studies of benzene hydrogenation on Pt(111) concluded that at 

least two reaction pathways exist since gas phase cyclohexene evolves only at high 

temperatures.17 Furthermore, a decrease and sudden increase in turnover at 370K 

coincides with the onset of cyclohexene formation and, hence, another reaction pathway.  

A similar trend is presumed to also occur on the Pt(100) surface since the turnover plots 

display similar features as Pt(111).  Sayes et al.14 have developed a possible reaction 

pathway by DFT that does not proceed through cyclohexene, as the experimental data 

implies.  The proposed reaction pathway occurs in a Horiuti-Polanyi scheme28 that adds 

hydrogens to benzene adsorbed to the platinum surface in an ortho fashion.  Saeys et al.14 

also find that “the thermodynamic sink of the energy profile is clearly the adsorbed 

benzene and hydrogen.  They are likely to be the most-abundant reaction intermediates.”  

Again, this pathway is consistent with the spectral evidence showing only adsorbed 

benzene at low temperatures and the rate expression that arises from the addition of the 

first hydrogen. 

One of the reaction pathways at higher temperatures is the hydrogenation of 

cyclohexene to cyclohexane.  Previous investigations into this reaction by Bratlie et al.19 

on the Pt(100) surface and by by Yang et al.18 on the Pt(111) surface identified π-allyl 

c-C6H9 as the most abundant reactive intermediate  and its hydrogenation a likely RDS 
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for cyclohexene hydrogenation.  The spectrum in figure 7.3 clearly shows π-allyl c-C6H9 

on the Pt(100) surface in the presence of benzene, however, π-allyl c-C6H9 is not visible 

on the Pt(111) surface.  This indicates that adsorbed cyclohexene more readily 

dehydrogenates to form π-allyl c-C6H9 on the Pt(100) surface than on the Pt(111) surface. 

 

7.4.2.  Compensation effect and isokinetic temperature 

Apparent activation energies and pre-exponential factors for all pressure 

combinations on both the Pt(100) and Pt(111) surfaces are listed in table 7.1.  Plotting 

these Arrhenius parameter pairs forms a straight line, presented in figure 7.5, which is 

attributed to the compensation effect.  Taking the natural logarithm of equation 7.3 yields 

 k
RT
EA a lnln  . (7.12) 

Based on equation 7.12, the slope of figure 7.5 is related to the isokinetic temperature 

( isoT ).  For cyclohexane formation on both Pt(100) and Pt(111), isoT  is 358 ± 5 K, which 

corresponds reasonably well with the temperature that the Arrhenius plots intersect.  

Possible explanations for the compensation effect have been explored extensively and are 

reviewed by Bond et al.29 One of the interpretations of the isokinetic temperature cited by 

Bond et al.29 is a model proposed by Larsson30 which assumes there is a transfer of 

“energy into the vibrational mode of the reactant that most effectively takes the system to 

the activated site” from the active site.  Based on this model, Larsson30 derives the 

following equation 

 v
R

NhcvTiso 719.0
2

  (7.13) 
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where v is the vibrational mode leading toward reaction, N is Avogadro’s number, h is 

Planck’s constant, and c is the speed of light.  Using equation 7.13 to interpret isoT  in 

terms of wave numbers, the critical frequency of vibration is 501 ± 7 cm-1.  Difficulties 

arise in assigning this critical vibration to an adsorbed surface species.  Thomas et al.9 

find that physisorbed and chemisorbed benzene both exhibit Pt-C stretches at 550 and 

475 cm-1, respectively.  Lamont et al.31 report a ring deformation for cyclohexene at 539 

cm-1 and a CCC deformation for cyclohexane at 515 cm-1.  These are just three of the 

possible adsorbed molecules that may be present on the platinum surface illustrating how 

the critical vibration could belong to any number of adsorbed C6 surface species. 

 

 

 

 
 
 
 
 
 

 

 

 

 

Figure 7.5.  Constable plot for the hydrogenation of benzene to cyclohexane on Pt(111) 

and Pt(100). 
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7.5. Conclusions 

The low temperature reaction pathway for benzene hydrogenation has been 

clarified through kinetic measurements, SFG vibrational spectroscopy, and parameters 

obtained from fits to the experimentally determined turnover rates on both the Pt(100) 

and Pt(111) single crystal surfaces.  A Langmuir-Hinshelwood type rate expression for 

the low temperature reaction pathway was identified and its rate-determining step is the 

addition of the first hydrogen to adsorbed benzene.  The rate expression was 

experimentally verified by the reaction orders for benzene and hydrogen obtained from 

kinetic measurements and by SFG measurements.  At 300 K, physisorbed and 

chemisorbed benzene were observed on both single crystal surfaces.  Increasing the 

temperature desorbed the physisorbed benzene from both surfaces and produced π-allyl 

c-C6H9 on the Pt(100) surface only.  Heating the single crystal surfaces to 440 K and 

subsequently cooling to 300 K resulted in SFG spectra that were identical to those 

obtained before reaction, indicating complete reversibility of the surface composition for 

both Pt(100) and Pt(111).  Chemisorbed benzene was determined to be the reactive 

surface intermediate responsible for the rate-determining step in the Langmuir-

Hinshelwood type rate expression.  Based on previous studies, π-allyl c-C6H9 was 

concluded as the rate-determining step in cyclohexene hydrogenation on both platinum 

crystal surfaces, a reaction that occurs at higher temperatures.  
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Chapter 8 

Compensation Effect of Benzene Hydrogenation on Pt(111) 

and Pt(100) Analyzed by the Selective Energy Transfer Model 

 

  Kinetic measurements at low temperatures (310 – 360 K) using gas 

chromatography (GC) for benzene hydrogenation on Pt(100) and Pt(111) single crystal 

surfaces have been carried out at Torr pressures.  These kinetic measurements 

demonstrated a linear compensation effect for the production of cyclohexane.  A detailed 

application of the model of selective energy transfer to the experimentally obtained 

results yields the vibrational frequency of the adsorbate leading to reaction. This 

frequency is attributed to ring distortion modes.  The vibrational frequency of the heat 

bath, or catalyst, is ascribed to a Pt-H mode.  An approximate heat of adsorption of the 

reacting molecule is also calculated from the model. 

 

8.1. Introduction 

 Benzene hydrogenation is an industrially relevant reaction for several essential 

steps in petroleum refining and downstream chemical processing.1 Understanding how 

energy is transferred to facilitate reactions and identifying the reactive surface 

intermediates are central issues in understanding the mechanism of benzene 

hydrogenation and heterogeneous catalysis.   

The rate law for benzene hydrogenation (and nearly all simple, thermally 

activated processes) can be described by a standard empirical power law  
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 b
H

a
Bz PkPr

2
  (8.1) 

where r is the rate of reaction, BzP   and 
2HP  are the pressures of the reactant gases 

(benzene and H2, respectively, in this case), a and b are the reaction order with respect to 

the reactant species, and k is the rate constant.  The rate constant can be expressed as  

 RTEaAek /  (8.2) 

where A is the pre-exponential factor, Ea is the activation energy, R is the gas constant, 

and T is temperature.  For some classes of systems with varying activation energies, a 

compensation effect exists such that as the apparent activation energy changes, so does 

the pre-exponential factor as demonstrated in the following equation: 

 cbEA a ln  (8.3) 

where 
isoRT

b 1
   (8.3a)  

and  isokc ln   (8.3b) 

The compensation effect was first observed by Constable2 in heterogeneous 

catalysis and has been found to hold true for a whole host of chemical reactions.3-6 An 

isokinetic temperature (Tiso) is defined by the slope of the relation (8.3), at which all the 

considered reactions have the same rate constant. Possible explanations for the 

compensation effect have been explored extensively and are reviewed by Bond et al.7 

One of the interpretations of the compensation effect cited by Bond et al.7 is a model 

proposed by Larsson8 which assumes there is a transfer of energy into the vibrational 

mode of the reactant that “most effectively distorts the molecule towards the structure it 

has in the ‘activated complex’ of the reaction.”   In another interpretation, Norskov and 

co-workers9 suggest the compensation effect arises from “a switching of kinetic 
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regimes,” meaning that there is a monotonic relationship between “the activation energy 

of the rate-limiting step and the stability of the reaction intermediates on the surface.” 

Here, we consider the compensation effect of benzene hydrogenation to 

cyclohexane on Pt(111) and Pt(100) using the selective energy transfer (SET) model 

proposed by Larsson.10,11  Kinetic measurements of benzene hydrogenation to 

cyclohexane on Pt(111) and Pt(100) at low temperatures (310 – 360 K) and Torr 

pressures show a linear compensation effect between activation energy and the pre-

exponential factor.  Employing the SET model to the experimentally obtained Arrhenius 

parameters generates vibrational frequencies of the adsorbate leading to reaction along 

with the vibrational frequencies of the heat bath, or catalyst.  The heat of adsorption of 

the reacting adsorbate is also determined from the SET model.   

 

8.2. Experimental 

 All experiments were carried out in a high-pressure/ultrahigh-vacuum (HP/UHV) 

system on prepared Pt(111) and Pt(100) single-crystal surfaces.  The HP/UHV system 

consists of a UHV chamber operating at a base pressure of 2  10-9 Torr and a high-

pressure (HP) cell isolated from the UHV chamber by a gate valve.  The UHV chamber is 

equipped with an Auger electron spectrometer (AES), quadrupole mass spectrometer 

(QMS) and Ar+ ion sputter gun. The HP cell is equipped with a re-circulation loop that 

includes a diaphragm pump and a septum for gas chromatographic (GC) analysis.  The 

reactant and product gases are constantly mixed via a recirculation pump while kinetic 

data is acquired by periodically sampling the reaction mixture and measuring the relative 
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gas phase composition (flame ionization detection and 0.1% AT-1000 on Graphpac GC 

80/100 packed column (Alltech)).   

The Pt(111) and Pt(100) crystals were cleaned by sputtering with Ar+ ions (1 

keV) for 20 minutes, heating to 1123 K in the presence of 5  10-7 Torr O2 for 2 minutes, 

and then annealing at 1123 K for 2 minutes.  AES and LEED were used to verify the 

cleanliness of the Pt(111) and Pt(100) surfaces after several cleaning cycles.  The Pt(111) 

or Pt(100) crystal was then transferred into the HP cell for reaction studies.  Benzene (> 

99.0 wt-%, EM Science) was purified by several freeze-pump-thaw cycles before 

introduction into the HP cell.  Prior to the experiment, benzene was checked for 

impurities by means of GC.  Such impurities were below 0.5 % and consisted of mostly 

light alkanes below C6.    

 

8.3. Results and Discussion 

8.3.1. Apparent activation energies and compensation effect to form cyclohexane 

under varied pressures of benzene and hydrogen on Pt(111) and Pt(100) 

 Figure 8.1 shows the Arrhenius plot for 11 Torr benzene and 11, 52, and 158 Torr 

hydrogen, respectively, and 105 Torr hydrogen and 8, 11, 13, and 17 Torr benzene 

pressures, respectively, over a temperature range from 310K to 360 K on Pt(111) and 

Pt(100).  The rate constants (k) [molecules · site-1 · s-1 · P(benzene)-a · P(H2)-b]  are 

calculated from the turnover rates using the empirical equation 8.1, with the reaction 

orders listed in table 8.1, assuming that every platinum surface atom is an active site.  

Apparent activation energies and pre-exponentials for cyclohexane formation are listed in 

table 8.2.   
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Table 8.1.  Orders for both H2 and benzene on Pt(111) and Pt(100). 

 

The apparent activation energies depend upon the pressure of each reactant.  In 

many hydrogenation reactions (e.g. ethylene, propylene, n-hexene, cyclohexene etc.), H2 

is more strongly adsorbed than the hydrocarbon reactant and has a dominant effect on the 

apparent activation energies.7 Benzene, in contrast, binds very strongly to the Pt(111) 

surface and large changes in the apparent activation energies are expected upon varying 

its partial pressure. The exponents a and b in equation 8.1 are determined over a range of 

reaction temperatures (310 – 360 K) using  

 
2
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ln

ln

HpHCp
ra
















 . (4) 

The benzene and H2 reaction orders for cyclohexane production on both the Pt(111) and 

Pt(100) surfaces are – as said above - listed in table 8.1. 

  order Pt(111) order Pt(100) 

Benzene -1.1 ± 0.1 -1.1 ± 0.3 

H2 0.6 ± 0.01 0.6 ± 0.02 
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Figure 8.1.  Arrhenius plots of rate constants (k) (in molecules · Pt site-1 · s-1 · 

P(benzene)-a · P(H2)-b) on Pt(111) and Pt(100) for benzene (7.5, 10, 12.5, and 15 Torr) 

hydrogenation to cyclohexane in the presence of H2 (10, 50, 100, and 150 Torr).  

Apparent activation energies and pre-exponentials are listed in table 8.2.   
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Table 8.2.  Pre-exponentials (in molecules · site-1 · s-1 ·P(benzene)-a · P(H2)-b); 

1


ii aaa EEE ; n’ is the number of a least common factor in the absolute values of the 

preceding column; apparent activation energies (in kcal · mol-1); activation energies 

corrected for temperature, Ea – RT; and Ea – RT divided by the self-consistent least 

common factor giving the corresponding vibrational quantum numbers. 

 

System 

P(C6H6)/P(H2) 
ln( )A  aE  aE  n' aE RT  n 

Pt(111) 

11/11 2.9 ± 0.3 6.7 ± 0.2   6.0 ± 0.2 5 

11/52 5.0 ± 0.5 8.0 ± 0.3  1.3 ± 0.4  1 7.3 ± 0.3  6 

11/105 7.5 ± 0.2 9.8 ± 0.1 1.8 ± 0.3 2 9.1 ± 0.1 8 

11/158 7.7 ± 0.8 10.0 ± 0.5 0.2 ± 0.5 0 9.3 ± 0.4 8 

8/105 6.3 ± 0.3 9.3 ± 0.2 -0.7 ± 0.5 1 8.6 ± 0.3 8 

13/105 6.4 ± 0.1 9.1 ± 0.1 -0.2 ± 0.2 0 8.4 ± 0.1 7 

17/105 8.4 ± 0.3 10.5 ± 0.2 1.4 ± 0.2 1 9.8 ± 0.2 9 

Pt(100) 

11/11 5.4 ± 0.7 8.7 ± 0.5  -1.8 ± 0.5  2 8.0 ± 0.5 7 

11/52 6.5 ± 0.3 9.5 ± 0.2 0.8 ± 0.5 1 8.7 ± 0.2 8 

11/105 15.8 ± 1.1 16.0 ± 0.7 6.5 ± 0.7 6 15.0 ± 0.2 14 

11/158 11.2 ± 0.2 12.5 ± 0.1 -3.5 ± 0.7 3 11.8 ± 0.1 10 

8/105 18.0 ± 1.1 17.7 ± 0.8 5.2 ± 0.8 5 18.2 ± 0.1 15 

13/105 14.8 ± 0.2 15.7 ± 0.8 -2.0 ± 0.8 2 16.1 ± 0.8 13 

17/105 12.4 ± 0.2 13.6 ± 0.1 -2.1 ± 0.2 2 12.9 ± 0.8 11 

   -6.9 ± 0.2 7   



 135 

8.3.2. Selective Energy Transfer Model 

One notes that the Arrhenius lines in Figure 8.1 intersect in a temperature region 

of about 1000/T = 2.6 – 2.8  K-1. This means that the isokinetic temperature is Tiso = 

1000/(2.7± 0.1 ) = 370 ± 14 K.  This relatively good agreement between the experimental 

data for Pt(111) and Pt(100) makes it reasonable to use all the data in one and the same 

“compensation plot”; i.e. ln(A) versus Ea . 

Plotting the Arrhenius parameter pairs listed in table 8.2 forms a straight line, 

presented in figure 8.2.  Based on equation 8.3, the slope of the line in figure 8. 2 is 

related to the isokinetic temperature ( isoT ).  For cyclohexane formation on both Pt(100) 

and Pt(111), isoT  is 370 ± 6 K, which corresponds well with the temperature at which the 

Arrhenius plots intersect, 370 ± 14 K.  
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Figure 8.2.  Constable plot for the hydrogenation of benzene to cyclohexane on Pt(111) 

and Pt(100).   

 

The general idea of the SET model is that a molecule reacting in the condensed 

phase must have a continuous supply of energy.  This supply of energy is thought to 

proceed via vibrational resonance11 in the sense that a vibrator of the catalyst, , transfers 

its energy to a vibrator in the reacting molecule, , that has a frequency close to .  Based 

on this model, the relation between the isokinetic temperature, the vibration frequency of 

the heat bath, and that of the reacting molecule is described by equation 8.5, as derived 

by Larsson,8 

     11221221 5.0arctan
2
1  



  vvvNhcRTiso             (5) 

where N is Avogadro’s number, h is Planck’s constant, and c is the speed of light.   
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The basic tenet of the SET model is that values of Ea, or rather the enthalpy of 

activation H‡, can be quantitized in that a specific number of vibrational quanta must be 

transferred from the catalyst to the adsorbed reactant in order to access the transition 

state.10,12  One must, however, consider that vibrational modes in a molecule are 

anharmonic, resulting in an unequal spacing of the energy levels.  The vibrational energy 

of a molecule, measured relative to the zero energy of the vibrational mode, is described 

(excluding higher order terms) by Herzberg13 as 

 2
0000 )( nxnnG    (6) 

where 0G  is the vibrational energy of the vibrator in excess of the zero energy vibrational 

level, n  is the vibrational quantum number, 0x  is the anharmonicity constant (with 

negative sign) and 0 , for small values of 0x , is twice the vibrational energy of the zero 

state.  If the rest of the reacting molecule and all the non-reacting molecules are assumed 

to be in thermal equilibrium, then, following Benson,14 the activation energy can be 

defined as the difference between the “average energy of the reacting molecules and the 

average energy of the molecules in the system.”  This excess energy, )(0 nG , is then equal 

to the activation enthalpy of the reaction 

 )(0 nG = H‡. (7) 

Laidler15 found that the following relation between activation energy and enthalpy of 

activation is approximately valid for reactions in the condensed phase 

 H‡ = Ea – RT. (8) 
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Any energy term representing a possible pre-equilibrium, Q, must also be taken into 

consideration7 

 H‡ = Ea – RT + Q. (9) 

Combining equations 8.6 – 9 leads to 

 2
000 nxnQRTEa   . (10) 

The values of H‡ = Ea – RT are reported in table 8.2, using the mean of the experimental 

temperatures, 335 K.  In table 8.2, we further report the consecutive differences between 

the Ea values.  In the fifth column we estimate how many times a certain common factor 

(E0) is appearing in the absolute values of those consecutive differences.  By summing 

the absolute values of Ea and dividing by the sum of n’, a relatively good value of E0 is 

obtained (1.04 kcal/mol).  It is our proposal that E0 is related to the vibrational energy of 

the adsorbate leading to reaction.  To determine appropriate values of the vibrational 

quantum number, n is set equal to the integer value of (Ea – RT)/E0 by neglecting Q and 

the anharmonic term in equation 8.10. If Q is relatively large, it may have to be included.    

With these approximate values of n, a second-order polynomial is fitted to the data to 

give approximate values of M0, M1, and M2 

 2
210 nMnMMRTEa  . (11) 

This procedure has been successfully used for a hydrodechlorination reaction of 

chlorobenzene over a series of nickel catalysts.16 

  In order to get a more precise, self-consistent value of M1, however, one must use 

an iterative procedure, the aim of which is to obtain E0=M1.  For this purpose, it turned 

out best to use the differences of Ea.  Using equation 8.10 one can then write 

     2
2

2
102121

nnxnnEEE aaa    (12) 
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    01 /
1

ERTEroundn a   (13) 

    02 /
2

ERTEroundn a   (14) 

For a set of activation differences, Ea, given in table 8.2, the fitting problem is to find 

the best fitting parameters  and x0, and to make sure the parameters are self-consistent 

by E0=.  This means that for a specified value of E0, equations 8.10 and 11 will have the 

same coefficient for the first and second order terms in n; thus, M1=.  By a suitable 

iteration, one finds that E0 = 1.13 kcal/mol is the value that gives a set of converged M1 

and M2, as shown in table 8.3 and in figure 8.3. 

 

Table 8.3.  Fitting parameters M0, M1, and M2 for the self-consistent iterative procedure 

and the vibrational energy (in cm-1) and anharmonicity constant (in cm-1) derived from 

the fitting parameters. 

 

Comparison of equation 8.11 to equation 8.10 shows that the fitting parameter M1 

should correspond to the vibrational frequency of the adsorbate leading to reaction and 

M2 should correspond to the anharmonicity term.  From this comparison of equations 

8.10 and 11, the self-consistent fit yields a value of 393 ± 77 cm-1 for the vibrational 

frequency of the adsorbate and an anharmonicity of -1.53 ± 3.59 cm-1.  This value of the 

Q  

(kcal/mol) 

1M  

 (kcal/mol) 

2M  

(× 10-3 kcal/mol) 

   

(cm-1) 

0x   

(cm-1) 

-0.55 ± 0.39 1.13 ± 0.22 -4.4 ± 10.3  393 ± 77 -1.53 ± 3.59 
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n 

Ea

-RT (kcal/mol)

 

anharmonicity is quite reasonable for single bonded, low frequency vibrations.  The 

vibrational frequency at 393 cm-1 is most likely related to the E2u mode for free benzene, 

404 cm-1, described by Painter and Koenig,17 implying a ring distortion and a C-H out of 

plane bending mode.  This C-C distortion is expected to cause an anharmonicity of 1 – 2 

cm-1.  It may be of interest to not that the out-of-plane C-H bending of benzene at 740 

cm-1 has an anharmonicity of -0.7 cm-1.18,19  

 

 

 

 

 

 

 

 

 

Figure 8.3.  Plot of experimentally determined Ea – RT against the vibrational quantum 

number, n,( cf Table 8.2 ) for Pt(111) and Pt(100)..  The solid line is second order 

polynomial fit of the data. 

 

In addition to yielding information regarding the vibration of the adsorbate 

leading to reaction, the SET model can also indicate the strength of adsorption of the 

reacting molecule, M0 = -Q, from equations 8.10 and 11. The corresponding M0 value for 
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the fit is -0.55 ± 0.39  kcal/mol, thus indicating that the heat of adsorption, Q,  is 0.55 ± 

0.39 kcal/mol.  

 

   

 

 

 

 

 

 

 

 

 

Figure 8.4.  Isokinetic temperature, Tiso, calculated for  = 393 ± 77 cm-1 using the full 

resonance formula.  A line at Tiso = 370 K is drawn to obtain the vibration of the heat 

bath, . 

 

After obtaining the vibrational frequency of the adsorbate leading to reaction, 

determining the frequency of the energy donating bath is necessary.  To this end, the full 

resonance formula (equation 8.5) for   = 393 ± 77 cm-1 is plotted in figure 4 along with 

the error limits.  The value of Tiso obtained from figure 8.2 is 370 K and is drawn on the 

plot in figure 8.4  The point of intersection indicates an abscissa of 513 ± 33 cm-1.  

Frequencies values of this magnitude have been reported for the Pt-H system.  On 
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Pt(111), a mode at 470 cm-1 has been assigned to a Pt-H bend of an atop adsorbed 

hydrogen.20  Baro et al.21 have attributed a mode at 550 cm-1 on Pt(111) to the A1 mode 

of hydrogen adsorbed to a three-fold hollow site.  However, Zemlyanov et al.22 observed 

a mode at 555 cm-1 on Pt(100)-(5 × 20) which was assigned to bridge bound hydrogen, 

displaying the ambiguity of the assignments.  It is important to note that these 

measurements have a resolution of 60 – 90 cm-1, indicating that the calculated frequency 

of the heat bath may correspond to any of these Pt-H modes. 

The most striking result from employing the SET model is that the reacting 

molecules are not strongly adsorbed to the catalyst surface.  Upon analysis of the step-

wise change of the activation energies, the heat of adsorption is found to be quite low; not 

at all corresponding to what one instinctively considers the strength of adsorption of a 

molecule, severely disturbed by the adsorption and catalysis process.  Nevertheless, the 

molecules have been assumed to be in thermal equilibrium.  This must imply that most of 

the molecules are strongly adsorbed, as evidenced by previous vibrational spectroscopy 

studies.23-25  In a mobile equilibrium, however, there must be at any given time a certain 

number of molecules that are far from being strongly adsorbed to the surface.17  It may be 

possible that these weakly adsorbed molecules have the possibility to present an easy 

route for an approaching reactant than strongly adsorbed molecules have. 

 

8.4. Conclusions 

Benzene hydrogenation on Pt(100) and Pt(111) single crystal surfaces was carried 

out at low temperatures (310 – 360 K) and Torr pressures using gas chromatography.  

Indications of a compensation effect between activation energy and the pre-exponential 
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factor for cyclohexane production led to a detailed application of the SET model.  A 

possible vibrational frequency of the adsorbate leading to reaction was attributed to the 

E2u mode of free benzene.  Further application of the SET model assigned the vibrational 

frequency of the catalyst to a Pt-H mode.  The heat of adsorption of the reactant molecule 

was approximated as very small. 
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 Chapter 9 

A Sum Frequency Generation Vibrational Spectroscopic Study 

of the Adsorption and Reactions of C6 Hydrocarbons at High 

Pressures on Pt(100) 

 

  Sum frequency generation (SFG) vibrational spectroscopy was used to 

investigate the adsorption geometries and surface reactions of various C6 hydrocarbons 

(n-hexane, 2-methylpentane, 3-methylpentane, and 1-hexene) on Pt(100).  At 300K and 

in the presence of excess hydrogen, n-hexane, 3-methylpentane, and 2-methylpentane 

adsorb molecularly on Pt(100) mostly in “flat-lying” conformations.  Upon heating the 

metal surface to 450K, the molecules underwent dehydrogenation to form new surface 

species in “standing-up” conformations, such as hexylidyne and metallacyclic species.  

1-Hexene, however, dehydrogenated to form metallocycle Pt3≡C-(CH2)5-Pt at 300K in 

the presence of excess hydrogen and remained unreacted on the surface upon heating the 

metal surface to 450K.  Dehydrogenation was enhanced in the absence of excess 

hydrogen in the cases of n-hexane, 2-methylpentane, and 3-methylpentane to form 

metallocycle Pt3≡C-(CH2)5-Pt; 2-methyl-1-pentene and 4-methyl-1-pentene; and 

metallacyclohexane, respectively, at 300K.  These surface species remained unreacted 

after increasing the surface temperature to 450K.  The mechanisms for catalytic 

isomerization and dehydrocyclization of n-hexane were discussed on the basis of these 

results. 
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9.1. Introduction 

The surface chemistry of alkanes on platinum surfaces is a central issue in 

understanding reforming reactions that produce high-octane gasoline.1-3  Identifying 

reactive surface intermediates is key for understanding the mechanisms of isomerization 

and dehydrocyclization of n-hexane to benzene.  Furthermore, understanding how surface 

reaction intermediates are affected by metal surface structure can extend our knowledge 

of chemical bonding on single crystals to industrial catalysts. 

Various surface analytical techniques have been employed to probe surface 

species upon adsorption of alkane molecules on metal surfaces at low pressures (< 10-6 

Torr).4-8  Among these are low energy electron diffraction (LEED), thermal desorption 

spectroscopy (TDS), high resolution electron energy loss spectroscopy (HREELS), and 

reflection absorption infrared spectroscopy (RAIRS).4-8 However, at low pressures, only 

strongly bound adsorbates will exist on the surface, while weakly bound species desorb 

quickly.  These weakly bound species may be key intermediates in high pressure 

reactions. 

High pressure studies of C6 alkane hydrocarbons on Pt(111) have been 

investigated using sum frequency generation (SFG) vibrational spectroscopy.9  These 

studies have found that n-hexane and 3-methylpentane are inactive on Pt(111) at 296K in 

the presence of excess hydrogen.  2-Methylpentane and 1-hexene, however, readily 

dehydrogenate to form metallacyclobutane and hexylidyne.  Heating the metal surface to 

453K partially dehydrogenated n-hexane and 3-methylpentane to hexylidyne and 

metallacyclohexane.  In the absence of excess hydrogen, n-hexane and 3-methylpentane 

dehydrogenate to form π-allyl c-C6H9 and metallacyclohexane at 296K.  Heating the 
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metal surface to 453K caused π-allyl c-C6H9 to undergo irreversible dehydrogenation to 

benzene, whereas the hexylidyne and metallacyclic species remained unreacted.  Since 

previous studies have been limited to Pt(111) single crystals, conducting these 

experiments on the Pt(100) single crystal will further our knowledge of this reaction, in 

particular how structure affects the reaction pathway. 

In this study, sum frequency generation (SFG) vibrational spectroscopy is used to 

investigate adsorption geometries and surface reactions of C6 alkane and alkene 

hydrocarbons on Pt(100) under 1.5 Torr  hydrocarbon in the absence and presence of 

excess hydrogen at high temperatures (300 – 450 K).  The C6 hydrocarbons of interest in 

the study are n-hexane (C6H14), 2-methylpentane (C6H14), 3-methylpentane (C6H14), and 

1-hexene (C6H12).  n-Hexane is the simplest alkane molecule to undergo the full spectrum 

of skeletal rearrangement reactions involved in reforming: isomerization, 

dehydrogenation, cyclization, and dehydrocyclization.10,11  Under the electric dipole 

approximation media with centrosymmetry and isotropic gases do not appear in the SFG 

spectrum.  Since bulk platinum has a center of inversion, its contribution to the SFG 

signal is negligible.  The symmetry at the surface of the platinum crystal is broken, giving 

rise to a surface specific signal.  SFG is a more sensitive tool to study interfaces than 

infrared absorption and Raman spectroscopies since the SFG signal arises solely from the 

adsorbates.  Electron spectroscopies typically cannot be employed under ambient 

pressure conditions necessary to perform catalytic reactions. 

Here it will be shown that the surface species and their adsorption geometries 

change radically with temperature and the presence of excess hydrogen.  At 300K and in 

the presence of excess hydrogen, n-hexane, 3-methylpentane, and 2-methylpentane are 
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inactive on Pt(100) while 1-hexene readily dehydrogenates to form metallocycle 

Pt3≡C-(CH2)5-Pt.  Upon heating, both n-hexane and 2-methylpentane dehydrogenate to 

form hexylidyne while 3-methylpentane forms metallacyclohexane.  At 300K in the 

absence of excess hydrogen, all of the hydrocarbons readily dehydrogenate.  n-Hexane, 

1-hexene, and 3-methylpentane form metallacyclic species on Pt(100): both n-hexane and 

1-hexene form metallocycle Pt3≡C-(CH2)5-Pt while 3-methylpentane forms 

metallacyclohexane.  2-Methylpentane is suggested to form 2-methyl-1-pentene and 

4-methyl-1-pentene in the absence of excess hydrogen.  

On the basis of the SFG results, I discuss the mechanisms of n-hexane catalytic 

reactions to form isomers and benzene on Pt(100) and we compare these mechanisms to 

those proposed for Pt(111).  Our SFG results provide spectroscopic evidence that 

metallocycle Pt3≡C-(CH2)5-Pt is a reactive surface intermediate during 

dehydrocyclization of n-hexane on Pt(100), giving credence to previous studies9 that 

suggest benzene formation does not occur through a five-member cyclic intermediate, as 

does isomerization, but through direct 1, 6-ring closure. 

 

9.2. Experimental 

 All experiments were carried out in a high-pressure/ultrahigh-vacuum (HP/UHV) 

system on a prepared Pt(100) single-crystal surface.  The HP/UHV system consists of a 

UHV chamber operating at a base pressure of 2  10-9 Torr and a high-pressure (HP) cell 

isolated from the UHV chamber by a gate valve.  The UHV chamber is equipped with an 

Auger electron spectrometer (AES), quadrupole mass spectrometer (QMS) and Ar+ ion 

sputter gun. Two CaF2 conflat windows on the HP cell allow transmission of infrared 
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(IR), visible (VIS), and sum frequency radiation for SFG experiments.  The reactant and 

product gases are constantly mixed via a recirculation pump.   

The Pt(100) crystal was cleaned by sputtering with Ar+ ions (1 keV) for 20 

minutes, heating to 1123 K in the presence of 5  10-7 Torr O2 for 2 minutes, and then 

annealing at 1123 K for 2 minutes.  AES and LEED were used to verify the cleanliness of 

the Pt(100) surface after several cleaning cycles.  The Pt(100) sample was then 

transferred into the HP cell for SFG reaction studies.  1-Hexene (> 99.8 %, Fluka), 

n-hexane (> 99.7 %, Fluka), 2-methylpentane (> 97 %, Fluka), and 3-methylpentane (> 

99 %, Fluka) were purified by several freeze-pump-thaw cycles before introduction into 

the HP cell.  Prior to the experiment, the hydrocarbons were checked for impurities by 

means of QMS.  Such impurities were below 0.5 % and consisted of mostly light alkanes 

below C6.   

 A Nd:YAG laser (1064 nm fundamental having a 20 ps pulse width operating at a 

20 Hz repetition rate) was used to create a tunable IR (1800-4000 cm-1, 5 cm-1 resolution) 

and a second harmonic VIS (532 nm) beam.    The VIS beam (200 J) and the IR (200 

J) beams were spatially and temporally overlapped on the Pt(100) surface with incident 

angles of 55º and 60º, with respect to the surface normal.  All spectra were taken using a 

ppp polarization combination (SFG, VIS, and IR beams were all p-polarized).  The 

generated SFG beam was sent through a monochromator and the signal intensity was 

detected with a photomultiplier tube and a gated integrator as the IR beam was scanned 

over the range of interest.  Spectra were curve fit using a previously reported 

procedure12,13 to a form of the equation 
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where )2(
NR  is the nonresonant nonlinear susceptibility, NRie   is the phase associated 

with the nonresonant background, qA  is the strength of the qth vibrational mode, IR  is 

the frequency of the incident infrared laser beam, q  is the frequency of the qth 

vibrational mode, q  is the natural line width of the qth vibrational transition, and qie   is 

the phase associated with the qth vibrational transition.  Detailed descriptions on the 

HP/UHV system and SFG measurement can be found elsewhere.14-19  

 

9.3. Results 

9.3.1. SFG Spectra of Surface Species on Pt(100) at 300K in 1.5 Torr  C6 

Hydrocarbons and 15 Torr  Hydrogen. 

The SFG spectra of surface species on Pt(100) at 300K in 1.5 Torr  C6 

hydrocarbons and 15 Torr  H2 are shown in Figure 9.1.  In order from the top in Figure 

9.1 are n-hexane, 3-methylpentane, 2-methylpentane, and 1-hexene.  The solid lines in 

Figure 9.1 correspond to fits using equation 9.1. 

Hexane.  There are two major bands at 2860 and 2915 cm-1.  The band at 2860 

cm-1 is assigned to a mixture of unperturbed symmetric CH2 and CH3 stretches (CH2(s) 

and CH3(s)).  The CH2(s) and CH3(s) stretches are typically located at ~2850 and ~2870 

cm-1 making the assignment of the spectral feature located at 2860 cm-1 to either a CH2 or 

CH3 group difficult.  Furthermore, the peak width of the observed mode is ~60 cm-1, 

implying that multiple resonances are responsible for the spectral feature.  The band at 

2915 cm-1 is also assigned to a mixture of stretches: perturbed asymmetric CH2 and CH3 
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(CH2(a, p) and CH3(a, p)).  Perturbed asymmetric CH2 and CH3 are generally centered at 

~2900 and ~2920 cm-1.  Akin to the symmetric stretch discussed above, assignment of 

this mode to one functional group is not possible chiefly since the peak width is ~45 cm-1.   

Previous studies of n-hexane on Pt(111)9 have been able to distinguish the peaks 

responsible for the CH2 and CH3 functional groups for both the symmetric and perturbed 

asymmetric cases.  Based on the strong CH3(a, p) peak, Yang and Somorjai9 determined 

that the CH3 groups align with their 3-fold rotational symmetry axis parallel to the 

surface, thus interacting with the metal surface.  The CH2 groups were also predicted to 

align with their 2-fold rotational symmetry axis parallel to the surface based on the strong 

CH2(a, p) peak.  The asymmetric perturbed CH2 and CH3 groups are characteristic of the 

“flat-lying” n-hexane in the trans-trans-trans (TTT) conformation (see scheme 9.1).20,21  

However, the presence of the symmetric CH2 and CH3 groups is not in line with this 

assessment.  The metal surface selection rule (MSSR) forbids IR modes that are parallel 

to the metal surface.  As seen in scheme 9.1, the dipole moment for the symmetric CH2 

and CH3 stretches for an n- hexane molecule adsorbed on a metal surface will not be 

allowed.  Based on the observation of symmetric CH2 and CH3 stretches in the sum 

frequency spectrum, the adsorbate must exist in different conformations on the surface.   

 

 

 

 

 

Scheme 9.1.  Schematic diagram of n-hexane (C6H14) adsorbed on Pt(100) and Pt(111). 

n-hexane (C6H14) 
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Conformational changes of n-alkanes on Pt(111) have been studied by RAIRS,22 

temperature programmed desorption (TPD),23 laser induced thermal desorption (LITD),24 

and molecular dynamics (MD).25-28  Theoretical calculations on the dynamics and 

equilibrium of n-alkanes on Pt(111) have stated that n-hexane adsorbs in the TTT 

conformation greater than 99% of the time at temperatures below 200K.26 The fraction of 

conformational isomers in gauche states increases above 200K since torsional motions 

around the C-C bonds are thermally activated.  Previous spectroscopic and theoretical 

studies on n-hexane conformers in the liquid and gas phases report the enthalpy change 

between the TTT conformer and the next stable conformers (TTG, TGT, TGG, and GTG) 

to be in the range of 0.4-2.0 kcal/mol.29,30  At room temperature there will be sufficient 

energy to overcome this barrier and form conformational isomers of n-hexane.  Based on 

the above information, the adsorbate present at 300K is suggested to be conformational 

isomers of “flat-lying” n-hexane. 
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Figure 9.1.  SFG spectra of surface species on Pt(100) at 300K in 1.5 Torr  C6 

hydrocarbon and 15 Torr  H2.  In order from the top are n-hexane, 3-methylpentane, 2-

methylpentane, and 1-hexene, respectively.  Markers represent experimental data and 

solid lines represent the curve fits using equation 9.1.   
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3-methylpentane (C6H14) 

 

 

 

 

 

 

Scheme 9.2.  Schematic diagram of 3-methylpentane (C6H14) adsorbed on Pt(100). 

 

3-Methylpentane.  The SFG spectrum of 3-methylpentane is strikingly similar to 

that of n-hexane: two major bands appear at 2860 and 2915 cm-1.  As is the case of 

n-hexane, the mode at 2860 cm-1 is assigned to a mixture of CH2(s) and CH3(s) while the 

mode at 2915 cm-1 is assigned to a mixture of CH2(a, p) and CH3(a, p).  Difference 

between the n-hexane and 3-methylpentane spectra can be observed when examining the 

relative intensities of the symmetric and perturbed asymmetric stretches.  The asymmetric 

stretches in the n-hexane spectrum are less intense than the symmetric stretches as 

compared to the 3-methylpentane, which has comparable stretches for the symmetric and 

asymmetric stretches.  This difference lends to the interpretation that two different 

adsorbates are being observed.  Previous work by Yang and Somorjai9 on the Pt(111) 

surface asseverated that physisorbed C6 alkanes adsorb in a manner that will maximize 

the number of carbon chains bonding to the metal surface on Pt(111).  Based on the 

presence of an unperturbed asymmetric CH3 stretch, Yang and Somorjai9 proposed an 

adsorption geometry which is illustrated in scheme 9.2.  The proposed geometry involves 

the CH2 and terminal CH3 groups interacting with the metal surface while the central CH3 
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group tilts away from the surface.  The similarities between the spectra for Pt(111) and 

Pt(100) in the presence of 1.5 Torr 3-methylpentane and 15 Torr H2 have led to the 

conclusion that similar surface species are present on both metal surfaces.  

2-Methylpentane.  The SFG spectrum of the surface species present in 1.5 Torr 

2-methylpentane and 15 Torr H2 is somewhat similar to n-hexane and 3-methylpentane.  

One noticeable difference from the 2-methylpentane spectrum and those of n-hexane and 

3-methylpentane is that there appears to be a much weaker interaction between the 

nonresonant nonlinear susceptibility and the resonance at 2915 cm-1.  This may be 

explained by a weaker interaction between the adsorbate and the metal surface and 

implies that the surface species present upon adsorption of 2-methylpentane is different 

from those present when n-hexane and 3-methylpentane adsorbed. 

 

 

 

 

 

 

 

Scheme 9.3.  Schematic diagram of (a) 2-methylpentane (C6H14) adsorbed on Pt(100) and 

(b) metallacyclobutane (C6H12) adsorbed on Pt(111). 

 

Two major peaks are present at 2870 and 2915 cm-1.  As in the n-hexane and 

3-methylpentane cases, the feature at 2870 cm-1 is assigned to a mixture of symmetric 

(a) 2-methylpentane (C6H14) (b) metallacyclobutane (C6H12) 
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CH2 and CH3 stretches while the feature at 2915 cm-1 is assigned to perturbed asymmetric 

CH2 and CH3 stretches.  To determine the adsorption geometry of 2-methylpentane, we 

apply criterion proposed by Yang and Somorjai:9 C6 alkanes physisorb in such a way as 

to maximize the number of carbon chains bonding to the metal surface.  This information 

coupled with the knowledge that the spectrum for 3-methylpentane is very similar to 

2-methylpentane leads to the conclusion that 2-methylpentane adsorbs in a similar 

fashion as 3-methylpentane.  As seen in scheme 9.3(a), the proposed adsorption geometry 

involves the two CH2 and two of the terminal CH3 groups interacting with the metal 

surface while the third terminal CH3 group is tilted away from the surface.   

This proposed adsorption geometry is quite different from the molecular geometry 

on Pt(111).  A much stronger symmetric stretch is observed on Pt(111).  Based on the 

strong symmetric stretch, the adsorbate is determined to be in a “standing-up” 

conformation on Pt(111) with two carbon atoms interacting with the surface to form a 

metallacyclobutane (see scheme 9.3(b)). 

1-Hexene.  The SFG spectrum in the case of 1-hexene is dissimilar to the cases of 

n-hexane, 3-methylpentane, and 2-methylpentane.  Three strong bands are present in the 

SFG spectrum at 2860, 2915, and 2950 cm-1.  Previous RAIRS31 studies on 1-hexene 

adsorption under UHV conditions on Pt(111) have shown three peaks at 2880, 2911, and 

2938 cm-1, which have been assigned as CH2(s), CH2(s) (bound to surface), and CH2(a), 

respectively.  Based on these assignments, Ilharco et al.31 have proposed that the 

adsorbate present on the surface is metallocycle Pt3≡C-(CH2)5-Pt, as illustrated in scheme 

9.4.  The similarity between the RAIRS and SFG spectra leads us to conclude that the 
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adsorbate present under 1.5 Torr  1-hexene and 15 Torr  H2 is metallocycle 

Pt3≡C-(CH2)5-Pt. 

 

 

 

 

 

 

Scheme 9.4.  Schematic diagram of metallocycle Pt3≡C-(CH2)5-Pt adsorbed on Pt(100). 

 

 

 

 

 

 

 

 

 

 

Scheme 9.5.  Schematic diagram of hexylidyne (C6H11) in the (a) TTT and (b) GTT 

conformations adsorbed on Pt(100) and Pt(111). 

9.3.2. Temperature Dependent SFG Spectra of Surface Species in 1.5 Torr C6 

Hydrocarbons and 15 Torr  Hydrogen. 

metallocycle Pt3≡C-(CH2)5-Pt  

hexylidyne (C6H11) 

(a) TTT (a) GTT 
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The temperature dependent SFG spectra of the surface species on Pt(100) under 

1.5 Torr  C6 hydrocarbon and 15 Torr  H2 are shown in figures 9.2-5.  The crystal was 

initially held at 300K and sequentially heated for each SFG measurement.  After reaching 

450K, the crystal was cooled to 300K to examine the reversibility of the reaction and the 

surface chemistry during the heating/cooling cycle. 

As described in the previous section, n-hexane adsorbs in a “flat-lying” geometry 

at 300K on Pt(100) with two major peaks at 2860 and 2915 cm-1, which were assigned as 

CH2(s)/CH3(s) and CH2(a, p)/CH3(a, p).  Upon heating the surface, the bands in the SFG 

spectra broaden.  This is most likely the result of the thermal activation of the 

translational/rotational motions of the adsorbates giving rise to many adsorption 

structures, ultimately giving rise to inhomogeneous broadening of the observable SFG 

bands.  At 375K a new band at 3000 cm-1 appears in the spectrum, most likely arising 

from a vinylic stretch.31,32  This vinylic stretch has been assigned to the partial 

dehydrogenation of n-hexane.  Further heating the surface increases the relative intensity 

of the peak at 2860 cm-1 and decreased the relative intensity of the peak at 2915 cm-1.  A 

shoulder is also observed at 2825 cm-1.  Previous studies on the Pt(111) surface9 have 

shown a similar SFG spectrum, which was ascribed to hexylidyne (see scheme 9.5).  

RAIRS studies31 have shown that hexylidyne exists in the TTT and GTT conformations.  

We have assigned the peaks as follows: 2825 cm-1 corresponds to CH2(s) (GTT), 2860 

cm-1 corresponds to CH3(s) (TTT), and 2915 cm-1 corresponds to CH2(a) (GTT/TTT).  

Heating the crystal to 450K and cooling to 300K reveals a similar spectrum to the initial 

spectrum at 300K; indicating that “flat-lying” n-hexane is present on the surface and 

indicates that hexylidyne was formed through a reversible pathway.   



 159 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 9.2.  Temperature dependent SFG spectra of surface species on Pt(100) under 1.5 

Torr  n-hexane and 15 Torr  H2 in the temperature range of 300-450K.  The top SFG 

spectrum was taken after the metal surface was cooled from 450 K to 300 K.  Symmetric 

CH2 and CH3, perturbed asymmetric CH2 and CH3, and vinylic (-C=C-H) bands are 

identified.  Markers represent experimental data and solid lines represent the curve fits 

using equation 9.1.   
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Figure 9.3.  Temperature dependent SFG spectra of surface species on Pt(100) under 1.5 

Torr  3-methylpentane and 15 Torr  H2 in the temperature range of 300-450K.  The top 

SFG spectrum was taken after the metal surface was cooled from 450 K to 300 K.  

Symmetric CH2 and CH3 and perturbed asymmetric CH2 and CH3 bands are identified.  

Markers represent experimental data and solid lines represent the curve fits using 

equation 9.1.   
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Figure 9.4.  Temperature dependent SFG spectra of surface species on Pt(100) under 1.5 

Torr  2-methylpentane and 15 Torr  H2 in the temperature range of 300-450K.  The top 

SFG spectrum was taken after the metal surface was cooled from 450 K to 300 K.  

Symmetric CH2 and CH3; perturbed asymmetric CH2 and CH3; and vinylic CH bands are 

identified.  Markers represent experimental data and solid lines represent the curve fits 

using equation 9.1.   
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Figure 9.5.  Temperature dependent SFG spectra of surface species on Pt(100) under 1.5 

Torr  1-hexene and 15 Torr  H2 in the temperature range of 300-450K.  The top SFG 

spectrum was taken after the metal surface was cooled from 450 K to 300 K.  Symmetric 

CH2 and CH3 and asymmetric CH2 and CH3 bands are identified.  Markers represent 

experimental data and solid lines represent the curve fits using equation 9.1.   
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The SFG spectra in the case of 3-methylpentane is remarkably similar to that of 

n-hexane.  Increasing the surface temperature to 375K shows little change in the 

vibrational signature of the surface adsorbate, much like in the case of n-hexane.  Upon 

heating to 425K, the relative intensities of the symmetric and asymmetric stretches 

change.  This may be due to dehydrogenation of the adsorbed 3-methylpentane to 

metallacyclohexane since the CH3 group is now aligned with the surface normal, thus 

increasing its relative intensity in the SFG spectrum as compared to the “flat-lying” 

3-methylpentane whose methyl group is tilted toward the metal surface.  Another 

alternative explanation for the spectra is that 3-methylpentane isomerizes to form 

n-hexane upon adsorption.  This rearrangement is less likely since the relative intensities 

of the adsorbate observed during 3-methylpentane adsorption at 425K are not consistent 

with the relative intensities observed during n-hexane adsorption at the same surface 

temperature.  Furthermore, in the case of n-hexane a vinylic stretch is observed at 3000 

cm-1 after heating the crystal to 375K.  No such stretch was observed in the case of 

3-methylpentane, indicating that the adsorbate present under 1.5 Torr  3-methylpentane 

and 15 Torr  H2 is different that in the presence of 1.5 Torr  n-hexane and 15 Torr  H2.  

Cooling the surface from 450K to 300K reveals that the temperature dependent changes 

in the adsorption of 3-methylpentane are reversible.  

The SFG spectra in the case of 2-methylpentane show temperature dependences 

different from those in the cases of n-hexane and 3-methylpentane, as seen in figure 9.4.  

Increasing the surface temperature to 375K results in the increase of the CH2(a, p)/CH3(a, 

p) peak and the appearance of a stretch at 3000 cm-1.  The stretch at 3000 cm-1 has been 

attributed to a vinylic stretch.32  Further heating the crystal surface to 425K results in the 
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disappearance of the vinylic stretch along with the CH2(a, p)/CH3(a, p).  The vibrational 

spectrum observed at 425K bears striking resemblance to the case of 1.5 Torr  n-hexane 

and 15 Torr  H2 at 425K.  Therefore, the surface species present at 425K is determined to 

be hexylidyne.  Upon cooling the surface to 300K, a spectrum similar to “flat-lying” 

n-hexane is observed.  It should be noted that the peak positions of the cooled to 300K 

spectrum are very similar to the initial spectrum at 300K, however, the relative peak 

intensities are not similar.  Based on the relative intensities of the CH2(s)/CH3(s) and 

CH2(a, p)/CH3(a, p), the adsorbate present after cooling to 300K is assigned as “flat-

lying” n-hexane.  Identifying the adsorbate responsible for the vibrational signature at 

375K is difficult since there is a paucity of vibrational spectroscopic studies of 

2-methylpentane.  What can be said about the intermediate is that it is some intermediate 

in the rearrangement of 2-methylpentane to hexylidyne.  

Contrary to the cases of n-hexane, 3-methylpentane, and 2-methylpentane, very 

little change is observed in the SFG spectra for 1-hexene during the heating/cooling 

treatment, as seen in figure 9.5.  These results indicate that metallocycle Pt3≡C-(CH2)5-Pt 

is a thermally stable species on Pt(100) in the temperature range 300-450K.  The 

proposed adsorption geometries and thermal chemistry of the C6 hydrocarbons in the 

presence of excess hydrogen are summarized in Schemes 9.6-9.   
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Scheme 9.6.  Schematic diagram of observed surface species under 1.5 Torr  n-hexane in 

the presence and absence of excess H2 on (a) Pt(100) and (b) Pt(111)9. 
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Scheme 9.7.  Schematic diagram of observed surface species under 1.5 Torr 

3-methylpentane in the presence and absence of excess H2 on (a) Pt(100) and (b) 

Pt(111)9. 
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Scheme 9.8.  Schematic diagram of observed surface species under 1.5 Torr 

2-methylpentane in the presence and absence of excess H2 on (a) Pt(100) and (b) 

Pt(111)9. 
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1-hexene 
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Scheme 9.9.  Schematic diagram of observed surface species under 1.5 Torr  1-hexene in 

the presence and absence of excess H2 on (a) Pt(100) and (b) Pt(111)9. 

 

9.3.3 SFG Spectra of Surface Species on Pt(100) at 300K under 1.5 Torr  C6 

Hydrocarbons in the Absence of Excess Hydrogen. 

The SFG spectra of the surface species on Pt(100) at 300K under 1.5 Torr  C6 

hydrocarbons in the absence of excess hydrogen are shown in figure 9.6.  The SFG 

spectrum for n-hexane features three bands at 2860, 2920, and 2955 cm-1.  The peak 

positions, relative intensities, and widths are very similar to the case of 1.5 Torr 1-hexene 

and 15 Torr  H2 (see figure 9.5).  We propose that the surface species present in this case 

is also metallocycle Pt3≡C-(CH2)5-Pt (see scheme 9.4).   
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Figure 9.6.  SFG spectra of surface species on Pt(100) at 300K under 1.5 Torr  C6 

hydrocarbons in the absence of excess hydrogen.  In order from the top are n-hexane, 

3-methylpentane, 2-methylpentane, and 1-hexene.  Markers represent experimental data 

and solid lines represent the curve fits using equation 9.1.   
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Figure 9.7.   Temperature dependent SFG spectra of surface species on Pt(100) under 1.5 

Torr  n-hexane in the temperature range of 300-450K.  The top SFG spectrum was taken 

after the metal surface was cooled from 450 K to 300 K.  Symmetric CH2 and CH3 and 

asymmetric CH2 and CH3 bands are identified.  Markers represent experimental data and 

solid lines represent the curve fits using equation 9.1.   
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Figure 9.8.  Temperature dependent SFG spectra of surface species on Pt(100) under 1.5 

Torr  3-methylpentane in the temperature range of 300-450K.  The top SFG spectrum 

was taken after the metal surface was cooled from 450 K to 300 K.  Symmetric CH2 and 

CH3 and asymmetric CH2 and CH3 bands are identified.  Markers represent experimental 

data and solid lines represent the curve fits using equation 9.1.   

0.3

0.8

1.3

1.8

2.3

2.8

2675 2775 2875 2975 3075 3175

Wave Number (cm-1)

N
or

m
al

iz
ed

 In
te

ns
ity

 (a
.u

.)

300K

325K

375K

425K

450K

cooled to 
300K

CH2(s)/ 
CH3(s) 
 

CH2(a,p)/ 
CH3(a,p) 

0.5

1.5

2.5

3.5

4.5

2675 2775 2875 2975 3075 3175

IR Wavenumber (cm-1)

N
or

m
al

iz
ed

 In
te

ns
ity

 (a
.u

.)

300K

325K

375K

425K

450K

cooled to 
300K

 



 172 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 9.9.  Temperature dependent SFG spectra of surface species on Pt(100) under 1.5 

Torr  2-methylpentane in the temperature range of 300-450K.  The top SFG spectrum 

was taken after the metal surface was cooled from 450 K to 300 K.  Symmetric CH2 and 

CH3 and asymmetric CH2 and CH3 bands are identified.  Markers represent experimental 

data and solid lines represent the curve fits using equation 9.1.   
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Figure 9.10.  Temperature dependent SFG spectra of surface species on Pt(100) under 

1.5 Torr  1-hexene in the temperature range of 300-450K.  The top SFG spectrum was 

taken after the metal surface was cooled from 450 K to 300 K.  Symmetric CH2 and CH3 

and asymmetric CH2 and CH3 bands are identified.  Markers represent experimental data 

and solid lines represent the curve fits using equation 9.1.   
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The SFG spectrum for 3-methylpentane features three bands at 2860, 2915, and 

2955 cm-1, which are assigned as CH2(s)/CH3(s), CH2(a), and CH3(a), respectively.  

Previous studies on Pt(111)9 have observed similar features of similar intensities to the 

spectrum shown in figure 9.6.  Yang and Somorjai attributed the vibrational signature to 

metallacyclohexane (see scheme 9.10).  Metallacyclohexane is believed to be a surface 

intermediate in the isomerization of 3-methylpentane to n-hexane and vice versa.2  

Another possible interpretation is that the adsorbate present under 1.5 Torr 

3-methylpentane is metallocycle Pt3≡C-(CH2)5-Pt based on the peak positions.  However, 

we believe that metallacyclohexane is the more likely surface adsorbate based on the 

relative intensities of the observed modes in the case of 3-methylpentane. 

 

 

 

 

 

 

 

 

 

Scheme 9.10.  Schematic diagram of metallacyclohexane (C6H8) adsorbed on Pt(100) 

and Pt(111)9. 

 

metallacyclohexane (C6H8) 
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The SFG spectrum in the case of 2-methylpenatane exhibits four peaks at 2860, 

2905, 2955 and 3030 cm-1 that are assigned as CH2(s)/CH3(s), CH2(a, p), and vinylic 

-C=C-H stretches.  The vinylic stretch indicates that 2-methylpentane has 

dehydrogenated on the surface.  The identification of this intermediate is difficult since 

there is a dearth of spectroscopic studies examining the surface intermediates present 

during 2-methylpentane adsorption.  However, two possible candidates for the surface 

species are 2-methyl-1-pentene and 4-methyl-2-pentene based on infrared spectroscopy.33  

Both of these molecules have modes present at 2870, 2925, 2960, and 3070 cm-1.  In the 

case of 1-hexene, there is very little differences between the SFG spectra in the presence 

and absence of excess hydrogen (figures 9.1 and 9.6).  Cooling the surface temperature 

from 450K to 300K shows that all of the reactive surface intermediates observed in the 

absence of excess hydrogen are reversible, indicating that they are thermally stable 

intermediates (see figures 9.7-10).  

 

9.4. Discussion 

The most important reactions in naphtha reforming processes are isomerization 

and dehydrocyclization because they produce the largest increase in octane number.  

Catalytic reactions of n-hexane on platinum based catalysts have been used as a model 

system to elucidate the reaction mechanisms.1,2,4,34  Four classes of reactions occur during 

reforming of n-hexane on platinum based catalysts in the presence of excess hydrogen: 

(1) dehydrocyclization to form benzene, (2) cyclization to form methylcyclopentane, (3) 

isomerization to form 2- and 3- methylpentane, and (4) hydrogenolysis to form smaller 

hydrocarbons.2,9,34  Extensive studies have investigated macroscopic information such as 
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reaction kinetics through the functionality of active sites and surface structure.2,10  

However, to have a detailed understanding of elementary reaction steps, the reactive 

surface intermediates must be identified.  Yang and Somorjai9 have made considerable 

progress in this arena by using SFG to investigate adsorbates present on the Pt(111) 

surface during n-hexane isomerization and dehydrocyclization.  To further understand the 

catalytic reactions of  n-hexane on platinum based catalysts, a molecular level 

understanding of the adsorbates present during reaction on other surface structures is 

necessary. 

  n-Hexane adsorption on Pt(111) and Pt(100) yields quite similar adsorbates in 

the presence of excess hydrogen, as summarized in scheme 9.7.  Initially, n-hexane 

adsorbs in a “flat-lying” conformation.  Increasing the surface temperature 

dehydrogenates the “flat-lying” species to form hexylidyne.  In the absence of hydrogen, 

different adsorbates exist on the platinum surfaces: metallocycle Pt3≡C-(CH2)5-Pt on 

Pt(100) and π-allyl c-C6H9 on Pt(111). 

Similar surface species are observed on Pt(100) and Pt(111) in the case of 

3-methylpentane (see scheme 9.8).  In the presence of excess hydrogen, “flat-lying” 

3-methylpentane is observed which dehydrogenates to metallacyclohexane as the surface 

temperature is increased.  Metallacyclohexane is also observed in the absence of 

hydrogen on both surfaces and is believed to be a surface intermediate when n-hexane 

isomerizes to 3-methylpentane and vice versa.2  Furthermore, the rate of isomerization 

from n-hexane to 3-methylpentane has shown little dependence on surface structure,10 

which supports this theory. 
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Metallacyclobutane is believed to be an intermediate in the isomerization of 

n-hexane to 2-methylpentane2 and is only observed on the Pt(111) surface.  In the case of 

2-methylpentane on Pt(100), “flat-lying” 2-methylpentane forms hexylidyne without 

forming metallacyclobutane.  This may indicate that the isomerization of 

metallacyclobutane occurs so rapidly on Pt(100) that it can not be observed in the SFG 

spectrum.  Without hydrogen, 2-methylpentane undergoes another different reaction 

pathway: through a dehydrogenated species speculated to be 2-methyl-1-pentene or 

4-methyl-1-pentene (see scheme 9.9).   

In the case of 1-hexene, the dehydrogenated products are observed on both 

Pt(111) and Pt(100) in the presence and absence of hydrogen: hexylidyne is formed on 

the Pt(111) surface while metallocycle Pt3≡C-(CH2)5-Pt is formed on Pt(100).  Previous 

work35 has suggested that the intermediate for dehydrocyclization of 1-hexene is a hexa-

σ-bonded triene.  This species is clearly not present on either surface since there is no 

vinylic mode observed.  This may indicate that under the experimental conditions, 

benzene is not produced.  Alternatively, the observation of metallocycle Pt3≡C-(CH2)5-Pt 

may indicate that cyclization occurs prior to dehydrogenation in the formation of 

benzene.  Yang and Somorjai9 found in the case of n-hexane, production of benzene 

occurs primarily through the formation of π-allyl c-C6H9 and proposed that direct 1, 6-

ring closure occurs via formation of cyclohexane followed by consecutive 

dehydrogenation rather than consecutive dehydrogenation of n-hexane followed by 

cyclization.  We have expanded upon the 1, 6-ring closure mechanism by purporting that 

metallocycle Pt3≡C-(CH2)5-Pt is the reactive intermediate in forming π-allyl c-C6H9, 

which in turn forms benzene.  Furthermore, we suggest that the cyclization of 
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metallocycle Pt3≡C-(CH2)5-Pt to form π-allyl c-C6H9 is the rate determining step in 

n-hexane dehydrocyclization to benzene.  This assertion is based on studies by Davis et 

al.10 that investigated structure sensitivity of aromatization of n-hexane and found that the 

reaction is markedly maximized on Pt(111) surfaces.  Combining the gas phase 

production data with the molecular level information provided by SFG leads us to the 

conclusion that the 1, 6-ring closure is faster on Pt(111) leading to a larger production of 

benzene. 

 

9.5. Conclusions 

Through the use of SFG I was able to probe reactive surface intermediates and 

elucidate reaction pathways in hydrocarbon reforming processes.  n-Hexane, 

3-methylpentane, and 2-methylpentane were inactive on Pt(100) at 300K in the presence 

of excess hydrogen.  However, 1-hexene readily dehydrogenated to form metallocycle 

Pt3≡C-(CH2)5-Pt, regardless of the presence of excess hydrogen.  At high surface 

temperature, n-hexane and 2-methylpentane dehydrogenated to form hexylidyne in the 

presence of excess hydrogen.  3-Methylpentane also underwent dehydrogenation at 

elevated temperature to form metallacyclohexane.  In the absence of excess hydrogen, 

dehydrogenation of each hydrocarbon was enhanced: n-hexane formed metallocycle 

Pt3≡C-(CH2)5-Pt, 2-methylpentane formed 2-methyl-1-pentene and 4-methyl-1-pentene, 

and 3-methylpentane formed metallacyclohexane.  These results support previous claims9 

that metallacyclohexane is a reactive surface intermediate in the isomerization of 

3-methylpentane to n-hexane and vice versa.  Additionally, metallocycle Pt3≡C-(CH2)5-Pt 
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is suggested to be a reactive surface intermediate in the direct 1, 6-ring closure of 

n-hexane in the formation of benzene. 
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Chapter 10 

Platinum Nanoparticle Shape Effects on Benzene 

Hydrogenation Selectivity  

 

Benzene hydrogenation was investigated in the presence of a surface monolayer 

consisting of Pt nanoparticles of different shapes (cubic and cuboctahedral) and 

tetradecyltrimethylammonium bromide (TTAB). Infrared spectroscopy indicated that 

TTAB binds to the Pt surface through a weak C-H···Pt bond of the alkyl chain. The 

catalytic selectivity was found to be strongly affected by the nanoparticle shape. Both 

cyclohexane and cyclohexene product molecules were formed on cuboctahedral 

nanoparticles whereas only cyclohexane was produced on cubic nanoparticles. These 

results are the same as the product selectivities obtained on Pt(111) and Pt(100) single 

crystals in earlier studies. The apparent activation energy for cyclohexane production on 

cubic nanoparticles is 10.9 ± 0.4 kcal/mol, while for cuboctahedral nanoparticles, the 

apparent activation energies for cyclohexane and cyclohexene production are 8.3 ± 0.2 

and 12.2 ± 0.4 kcal/mol, respectively. These activation energies are lower and 

corresponding turnover rates are three times higher than those obtained with single-

crystal Pt surfaces.   

 

10.1. Introduction 

Structure insensitive reactions on Pt nanoparticles, such as ethylene 

hydrogenation, has been the main objective of numerous invstigations.1-4 Extending 
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reaction studies to structure-sensitive reactions for which turnover rates and product 

selectivities change with both nanoparticle size and shape is essential for obtaining a 

molecular understanding of catalytic processes. Benzene hydrogenation is an ideal 

reaction for such studies because it has been investigated extensively on single-crystalline 

Pt surfaces.5-7 Since this reaction has been shown to produce only cyclohexane on Pt(100) 

and both cyclohexene and cyclohexane on Pt(111),6 it is suitable for probing nanoparticle 

dependent reaction selectivity in catalysis. The objective of this investigation was to 

examine the catalytic activity of benzene hydrogenation on surface monolayers consisting 

of cubic or cuboctahedral Pt nanoparticles and tetradecyltrimethylammonium bromide 

(TTAB) capping agent. Kinetic results for TTAB-stabilized Pt nanoparticles are 

contrasted with those of single-crystal Pt surfaces to elucidate nanoparticle shape effects 

on catalysis. 

The stabilizing agent used to prevent nanoparticle aggregation can also have 

consequential effects on the catalytic activity. Strongly bound stabilizing agents may 

hinder or even prevent catalysis by blocking active surface sites and inducing steric 

effects. For example, previous work8 has shown that certain stabilizers that strongly 

encapsulate Pd nanoparticles prevent catalysis. TTAB has recently been used as a 

stabilizing agent in Pt nanoparticle synthesis and was found to produce much higher 

catalytic activity for ethylene hydrogenation than polymeric stabilizing agent.9 However, 

the interaction of TTAB with the Pt surface has not been studied yet. Infrared (IR) spectra 

provide insight into this interaction in a dry condition that is conducive to gas-phase 

reaction. 
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10.2. Experimental Procedures 

10.2.1 Synthesis and Assembly of Platinum Nanoparticles   

Nanoparticles stabilized with TTAB were prepared by mixing aqueous solutions 

of K2PtCl4 (99.9% pure, Alfa Aesar) and TTAB (99% pure, Aldrich) in a 20 mL vial at 

room temperature.9 The mixture was heated at 323 K for ~5 min until the solution 

became clear. After the addition of ice-cold NaBH4 (98% pure, Strem Chemicals), the 

vial was capped with a rubber septum and the H2 gas pressure inside the vial was released 

through a needle in the septum for 10 min. After the removal of the needle, the solution 

was kept at 323 K for 6 h. For cuboctahedral nanoparticle synthesis, a solution of 150 

mM TTAB and 1.5 mM K2PtCl4 was reduced with 7.5 mM NaBH4 in mild H2 flow. The 

cubic nanoparticles were prepared from a solution consisting of 100 mM TTAB and 1 

mM K2PtCl4 reduced with 30 mM NaBH4. The nanoparticles were centrifuged at 3 krpm 

for 30 min. The precipitates were discarded. The solution was centrifuged again at 14 

krpm for 10min. The supernatant was discarded and the precipitates were re-dispersed in 

DI water by sonication. The solution was centrifuged at 14 krpm for 10 min once more, 

and the precipitates were collected and re-dispersed in DI water. The washed 

nanoparticles were used for transmission electron microscope (TEM) analysis and 

reaction studies. The nanoparticle shape and size distributions were studied in a TEM 

(JEOL 200CX) operated at 200 kV. 

Nanoparticles were assembled and deposited on a silicon wafer by the Langmuir-

Blodgett (LB) technique. Colloidal Pt solutions were dispersed on the surface of 

deionized water (18 MΩ·cm) sub-phase on a LB trough (type 611, NIMA Technology) at 

room temperature. The surface pressure was monitored with a Wilhelmy plate and 
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adjusted to zero before spreading the nanoparticles. The resulting surface layer was 

compressed by a mobile barrier at a rate of 20 cm2/min. The nanoparticles were deposited 

by lifting up the silicon substrates, which had been immersed in water subphase before 

the nanoparticles were dispersed, at the surface pressure of ~15 mN/m. The surface 

coverage of the silicon wafer by the nanoparticles was observed in a scanning electron 

microscope (SEM) (Ultra-55, Zeiss Gemini).  

 

10.2.2. Reaction Cell  

Benzene hydrogenation studies were carried out in a custom-made reaction cell 

under continuous batch reactor conditions. A silicon wafer coated with a nanoparticle 

monolayer was pressed against a rubber O-ring by tightening a teflon block with two set 

screws. The temperature at the wafer surface was measured with a thermocouple placed 

directly onto the sample. Heating was applied at the top of the wafer by a Kapton 

resistive element (Omega Engineering). Temperature variations across the 20 × 20 mm2 

wafer area were insignificant. The reaction cell was connected to a stainless steel tubing 

gas manifold of diameter equal to 0.3175 cm. Benzene (>99.0 wt%, EM Science) was 

purified by several freeze-pump-thaw cycles before being introduced into the reaction 

cell. Prior to each experiment, benzene was checked for impurities using gas 

chromatography (GC). Impurity levels were found to be less than 0.5 wt% and consisted 

of mostly light alkanes below C6. A vacuum pressure of less than 1 mTorr was 

maintained in the reaction cell by mechanical and turbomolecular pumps.   

The reaction cell is equipped with a recirculation loop that includes a diaphragm 

pump and a septum for GC analysis. The reactant and product gases were constantly 
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mixed by the recirculation pump, while kinetic data were acquired periodically by 

sampling the reaction mixture and measuring the relative gas phase composition. Kinetic 

measurements were obtained with GC system (HP 6890) using flame ionization detection 

and a 0.1% AT-1000 on Graphpac GC 80/100 packed column of 180 m length and 

0.3175 cm outside diameter (Alltech). Helium was used as carrier gas and the oven 

temperature was maintained at 413 K. The reactant pressure was 10 Torr benzene, 100 

Torr hydrogen, and 650 Torr argon. Prior to the collection of the kinetic data, the 

nanoparticles were treated in 100 Torr H2 for 1 h to optimize cyclohexane formation at 

310 K.  

 

10.2.3. Single-crystal Pt surfaces 

All single-crystal Pt experiments were carried out in a high-pressure/ultrahigh-

vacuum (HP/UHV) system on prepared single-crystal Pt(100) or Pt(111) surfaces. This 

vacuum system consists of a UHV chamber operating at a base pressure of 2  10–9 Torr 

and a HP cell isolated from the UHV chamber by a gate valve. The UHV chamber is 

equipped with Auger electron spectrometer (AES), quadrupole mass spectrometer, and 

Ar+ ion sputter gun. The HP cell is equipped with a re-circulation loop that includes a 

diaphragm pump and a septum for gas chromatographic analysis. The reactant and 

product gases are constantly mixed via a recirculation pump, while kinetic data are 

acquired by periodically sampling the reaction mixture and measuring the relative gas 

phase composition (FID detection and 0.1% AT-1000 on Graphpac GC 80/100 packed 

column (Alltech)).   
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The single-crystal Pt(100) and Pt(111) surfaces were cleaned by sputtering with 

Ar+ ions (1 keV) for 20 min, heating to 1123 K in the presence of 5  10–7 Torr O2 for 2 

min, and then annealing at 1123 K for 2 min. AES and loss energy electron spectroscopy 

were used to verify the cleanliness of the Pt(100) and Pt(111) surfaces after several 

cleaning cycles. The Pt(100) or Pt(111) sample was then transferred into the HP cell for 

reaction studies. Cyclohexene (99.97%, EM Science) was purified by several freeze-

pump-thaw cycles before introduction into the HP cell. Prior to the experiment, 

cyclohexene was checked for impurities by means of GC. The impurities were below 

0.5% and consisted of mostly light alkanes below C6. Detailed descriptions on the 

HP/UHV system can be found elsewhere.10-12  

 

10.2.4. Infrared Spectroscopy. Diffuse reflectance IR Fourier transformed (DRIFT) 

spectra were obtained with a spectrophotometer (Nicolet Nexus-670) equipped with 

integrated diffuse reflectance optics (Spectra-Tech Collector II). Thin layers evaporated 

from TTAB-stabilized nanoparticles in H2O on Al foils were used to obtain the IR 

spectra. The layer thickness was adjusted to render the samples partially IR transparent. 

This method has been described as a hybrid method of DRIFT and reflection absorption 

IR spectroscopy.13 
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Figure 10.1.  (a) TEM image and (b) size distribution of TTAB-stabilized cubic 

particles.  (The average size: 12.3 ± 1.4 nm, 79% cubes, 3% triangles, and 18% irregular 

shapes). (c) TEM image  and (d) size distribution of TTAB-stabilized cuboctahedral 

particles.  (The average size: 13.5 ± 1.5 nm, 90% cuboctahedra and 10% irregular 

shapes). 

 

10.3. Results and Discussion 

The Pt nanoparticles used in the present reaction studies are shown in Figure 10.1. 

The synthesis of these particles has been reported in a previous study.9 The cubic 

particles have a size of 12.3 ± 1.4 nm (diagonal, 79% cubes, 3% triangles, and 18% 

irregular shapes) and consist of only Pt(100), whereas the cuboctahedral particles have a 
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size of 13.5 ± 1.5 nm (vertex to vertex, 90% cuboctahedra and 10% irregular shapes) and 

consist of both Pt(100) and Pt(111). Unlike cubic nanoparticles, the (111) surface in 

cuboctahedral nanoparticles would promote the production of cyclohexene. Monolayers 

of these nanoparticles were prepared on Si wafers for reaction studies by the Langmuir-

Blodgett technique, as illustrated in detail in the supporting information of this article. 

Figure 10.2 shows a comparison between kinetic data of TTAB-stabilized cubic and 

cuboctahedral Pt nanoparticles in the temperature range of 310–400 K for 10 Torr C6H6, 

100 Torr H2, and 650 Torr Ar. It is noted that only cyclohexane formed on cubic 

nanoparticles, as opposed to both cyclohexane and cyclohexene on cuboctahedral 

nanoparticles. The calculation of the turnover rates shown in Figure 10.2(a) was based on 

the nanoparticle coverage of the Si wafer surface determined from SEM images, 

assuming that each Pt atom at the monolayer surface is an active site. The error bars 

indicate the image-to-image scatter in the measurements. Figure 10.2(b) shows Arrhenius 

plots of cyclohexane and cyclohexene turnover rates in the 310–400 K temperature range. 

The deviation of both cyclohexane and cyclohexene turnover rates from the Arrhenius 

relationship above ~340 and ~360 K, respectively, is attributed to changes in the Pt 

surface coverage caused by gas-phase adsorbed species, as discussed previously.10 The 

apparent activation energies for cyclohexane and cyclohexene formation on 

cuboctahedral nanoparticles in the temperature ranges of 310–340 and 330–360 K are 

respectively equal to 8.3 ± 0.2 and 12.2 ± 0.4 kcal/mol. For cubic nanoparticles, the 

apparent activation energy for cyclohexane formation in the temperature range of 330–

370 K is equal to 10.9 ± 0.4 kcal/mol. The SEM images (Figure 10.3) obtained before 

and after reaction at 400 K reveal that nanoparticle aggregation did not occur under the 
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present reaction conditions.  In addition, transmission electron microscopy (TEM) did not 

reveal any discernible changes in nanoparticle shape after reaction. Figure 10.4 shows 

representative TEM images of cubic and cuboctahedral Pt nanoparticles obtained after 

reaction at 400 K which confirm that the observed chemistry was a result of differences 

in the original nanoparticle shape, not a consequence of nanoparticle shape changes 

induced during the reaction. 

 

  

 

Figure 10.2.  (a) Turnover rates of cyclohexane and cyclohexene formation on TTAB-

stabilized cubic and octahedral Pt nanoparticles (NPs) for 10 Torr C6H6, 100 Torr H2, and 

650 Torr Ar, and (b) corresponding Arrhenius plots. The deviation from the Arrhenius 

behavior above 340 K for cyclohexane and above 370 K for cyclohexene formation is 

attributed to changes in the nanoparticle surface coverage caused by gas-phase 

adsorbates. The dotted lines are drawn as visual aides. 

 

50 nm 
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Figure 10.3.  SEM images of TTAB-stabilized cube nanoparticles (a) before and (b) after 

reaction at 400 K and TTAB-stabilized cuboctahedra nanoparticles (c) before and (d) 

after reaction at 400 K for 10 Torr C6H6, 100 Torr H2, and 650 Torr Ar. 
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Figure 10.4.  TEM images of TTAB-stabilized (a) cubic and (b) cuboctahedral Pt 

nanoparticles after reaction at 400 K for 10 Torr C6H6, 100 Torr H2, and 650 Torr Ar. 

 

Previous studies5,6 of benzene hydrogenation on single-crystal Pt surfaces have 

demonstrated that, unlike cyclohexene, low-temperature production of cyclohexane is not 

structure sensitive, as evidenced by the formation of both cyclohexene and cyclohexane 

on Pt(111) and only cyclohexane on Pt(100). The formation of these products on TTAB-

stabilized nanoparticles is in agreement with the former findings.  
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Figure 10.5.  (a) Turnover rates of cyclohexane (C6H12) and cyclohexene (C6H10) 

formation on Pt(100) and Pt(111) single-crystals for 10 Torr C6H6, 100 Torr H2, and 650 

Torr Ar and (b) corresponding Arrhenius plots.  The dotted lines are drawn as visual 

aides. 
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 a. measured in the temperature range of 310-400K.  

b. measured at 380K for Pt NPs, and measured at 420K for Pt single crystals. 

Table 10.1. Apparent activation energies (in kcal · mol-1) and maximum turnover rates 

(in molecules · Pt site-1 · s-1) for TTAB-stabilized Pt nanoparticles (NPs) and Pt single-

crystals in the temperature range of 310–340 K. 

 

Table 10.1 shows the effect of the nanoparticle shape on the apparent activation 

energy and maximum turnover rate of cyclohexane and cyclohexene. For comparison, 

similar data for single-crystal Pt(100) and Pt(111) surfaces reported previously5,6 are also 

included in Table 10.1. The apparent activation energy for cyclohexane formation on the 

cubic nanoparticles comprising only {100} facets is less than that of Pt(100). Similarly 

the apparent activation energies for cyclohexane and cyclohexene formation on the 

cuboctahedral nanoparticles are less than that of Pt(111). A three-fold increase in the 

turnover rate was also observed for benzene hydrogenation on nanoparticles compared to 

single-crystal Pt surfaces. This can be seen by comparing the kinetic data and Arrhenius 

TTAB-stabilized Pt NPs Pt single crystals5,6 
   

cube cuboctahedra Pt(100) Pt(111) 

C6H12 10.9 ± 0.4 8.3 ± 0.2 15.7 ± 0.1 9.8 ± 0.1 Activation 
Energya 

 C6H10 na 12.2 ± 0.4 na 18.3 ± 0.8 

C6H12 0.93 ± 0.06 0.90 ± 0.12 0.27 ± 0.01 0.30 ± 0.01 Maximum 
turnover ratesb 

 C6H10 na 0.08 ± 0.01 na 0.015 ± 0.002 
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plots for benzene hydrogenation on single-crystal Pt(100) and Pt(111) surfaces shown in 

Figure 10.5. The lower apparent activation energies and higher turnover rates obtained 

with nanoparticles than single crystals may be attributed to an increase in corner and edge 

sites. The ratio of corner and edge atoms to terrace atoms increases with the decrease of 

crystal domains.14-17 Edge and corner atoms exhibit open coordination sites that may 

result in significantly different bond enthalpies, desorption energies, and adsorption 

geometries compared to adsorption on terrace sites. Another possible explanation is the 

change in the electronic structure with decreasing size. Electronic changes due to Pd 

nanoparticle size changes have been reported for formic acid oxidation.18 The smallest 

particles were found to be the most active, which was attributed to an enhancement of the 

d-band hybridization that weakened the bond strength of the COOH intermediate with the 

surface of the Pd nanoparticles. Compared to single crystals, a three-fold increase in the 

turnover rate for benzene hydrogenation was also observed in the presence of 

nanoparticles. This increase is also attributed to an increase of the ratio of corner and 

edge atoms to terrace atoms or a change in electronic structure with decreasing crystal 

size. Benzene hydrogenation may be augmented at edge and corner sites, thus increasing 

the catalytic activity of the nanoparticles. 
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Figure 10.6.  IR spectra of pure TTAB and TTAB-stabilized cube Pt nanoparticles (NPs) 

in the (a) C-H stretching, (b) C-H bending, (c) C-N+ stretching, and (d) C-H rocking 

regions. Mode assignments for each range (based on information from the literature) are 

given in Table 10.2. 
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IR mode stretches (cm-1) 

TTAB TTAB/Pt NPs 
IR assignment 

3032 3032  as(CH3-N+) 

3017 3016  as(CH3-N+) 

2944   as(CH3) 

 2945  CH3, (C-Hdistal) 

 2924  CH3, (C-Hdistal) 

2915   as(CH2), s(CH3-N+) 

 2896  CH2, (C-Hdistal) 

2848 2852  s(CH3), s(CH2) 

 2783  (C-Hproximal) 

1486 1488  as(CH3-N+) 

1479 1480  as(CH3) 

1473 1474 

1462 1464 } (CH2), scissor doublet 

1432 1432  (CH3-N+) 

1407 1408  (CH3-N+) 

1395 1395  (CH3-N+) 

1384 1382  s(CH3) 

974 974  (C-N+) 

965 964  (C-N+) 

951 952  (C-N+) 

919 919  (C-N+) 

910 912  (C-N+) 

730 730  (CH2) 

719 719  (CH2) 
 

Table 10.2.  Mode assignments in IR spectra of pure TTAB and TTAB-stabilized cube Pt 

nanoparticles (NPs).1-5 
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IR spectra of pure TTAB and TTAB-stabilized cubic Pt nanoparticles revealed 

insignificant differences in the C-H rocking (700–740 cm–1), C-H bending (1350–1550 

cm–1), and C-N+ stretching (880–1000 cm–1) regions. These spectra windows along with 

their peak assignments can be found in the supporting information (Figure 10.6 and Table 

10.2).  However, the IR spectra in the C-H stretching region shown in Figure 10.6 show 

significant differences in the spectra of pure TTAB and TTAB-stabilized nanoparticles. 

The IR spectrum of the TTAB-stabilized nanoparticles contains an additional mode at 

2783 cm-1, which is attributed to direct C-H···M (M = metal) interactions between Pt 

atoms on the nanoparticle surfaces and proximal C-H bonds [(C-Hproximal)]19 and is 

usually referred to as “softened” mode. This mode generally indicates a direct interaction 

of the alkyl chain with the metal surface.19 The assignment of each peak in the spectra of 

Figure 10.6 can also be found in the supporting information (Table 10.2). Since the IR 

spectra of pure TTAB and TTAB-stabilized cubic Pt nanoparticles differ only in the C-H 

stretching region, it may be presumed that TTAB does not interact with the Pt surface 

through the trimethylammonium head group, but rather through the alkyl chain as 

indicated by the “softened” C-H mode in a dry condition. The different interaction of 

alkylammonium ions on Pt surfaces compared to Au surfaces20 may be related to the 

catalytic activity of Pt toward alkanes, which allows Pt to more readily dehydrogenate 

alkanes than Au.  

 

10.4. Conclusions 

In this investigation, nanoparticle surface effects on benzene hydrogenation were 

studied by comparing kinetic results for cubic and cuboctahedral Pt nanoparticles. It was 
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found that the capping agent (TTAB) interacts with the Pt atoms through the alkyl chain 

forming C-H···Pt weak bonds. Benzene hydrogenation studies demonstrated that both 

cyclohexene and cyclohexane formed on cuboctahedral nanoparticles and only 

cyclohexane on cubic nanoparticles, consistent with previous results for single-crystal Pt 

surfaces. The significantly lower apparent activation energies and higher turnover rates 

obtained with Pt nanoparticles than Pt single crystals may be attributed to an increase of 

the corner and edge sites on the nanoparticles available for catalysis or changes in the 

electronic structure of the nanoparticles compared to the Pt single crystals.  
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Chapter 11 

Regeneration of Platinum Nanoparticles during Benzene 

Hydrogenation: A Kinetic and Sum Frequency Generation 

Spectroscopic Study 

 

The regeneration of the catalytic activity of a monolayer consisting of cubic Pt 

nanoparticles and tetradecyltrimethylammonium bromide (TTAB) stabilizing agent for 

benzene hydrogenation was investigated using gas chromatography (GC) and surface-

specific sum frequency generation (SFG) vibrational spectroscopy performed in total 

internal reflection (TIR) geometry. Kinetic studies demonstrated reproducible turnover 

rates after multiple oxidation/reduction cycles of the monolayer. Activation energies 

before and after oxidation were found to be 9.2 ± 0.1 and 9.5 ± 0.2 kcal/mol, respectively. 

TIR-SFG spectra revealed negligibly small changes in the TTAB layer before and after 

reduction, during benzene hydrogenation, and after oxidation. The obtained GC and TIR-

SFG results suggest that combustion of benzene during the oxidation cycle removes the 

hydrocarbon species adsorbed on the nanoparticle surfaces, hence regenerating the 

catalytic activity of the nanoparticle monolayer. 

 

11.1. Introduction 

Since volatile organic compounds, such as benzene, have long been a major 

source of air pollution, catalytic reactions leading to their removal are of paramount 
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importance in both fuel reform and environment protection.1-6 Regenerating catalysts that 

remove aromatics is an important aspect in reducing costs and energy consumption. 

Benzene is the simplest aromatic hydrocarbon and a volatile organic compound. 

Therefore, it is an ideal candidate for catalysis studies on Pt nanoparticle monolayers. 

Benzene hydrogenation has been extensively studied on Pt single crystals,7-9 and recently 

on monolayers of Pt nanoparticles stabilized by a polymer binding agent.10   

Low-coordination surface atoms, such as those at step and kink sites, are more 

reactive than terrace atoms on single crystals.11-13 Edge and corner sites, which are mostly 

absent in single crystals, play a significant role in adsorption and reaction on 

nanoparticles. It has been reported13 that the barrier for CO dissociation on the stepped 

Rh(211) surface is 28 kcal/mol less than that on the Rh(111) surface and, as a result, the 

dissociation is 9 orders of magnitude faster on Rh(211) than on Rh(111). However, single 

crystals are not representative of industrially relevant heterogeneous catalysts, which 

typically involve small metal particles (1-10 nm) on high-surface-area oxides. Therefore, 

fundamental studies of catalytic reactions and intermediates forming on nanoparticle 

surface assemblies are of high scientific and industrial importance. 

Sum frequency generation (SFG) vibrational spectroscopy and gas 

chromatography (GC) were used in this study to investigate benzene hydrogenation at 

high temperatures (310–340 K). Media exhibiting centrosymmetry and isotropic gases do 

not appear in the SFG spectrum under the electric dipole approximation. Since bulk Pt 

has a center of inversion, its contribution to the SFG signal is negligible. However, a 

surface-specific SFG signal can be obtained because the symmetry at the surface of the Pt 

crystal is broken. Since the SFG signal is produced solely from the adsorbates, SFG is a 
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more sensitive tool to study interfaces than infrared absorption and Raman 

spectroscopies. Electron spectroscopy typically cannot be used under the ambient 

pressure conditions needed for catalytic reactions. SFG vibrational spectroscopy has been 

mainly used to study surface reactions on flat samples due to the relative ease of 

collection and analysis. However, in recent investigations SFG has been used to study Au 

nanoparticles,14,15 Pd nanoparticles deposited on alumina,16 and solutions containing 

submicrometer particles.17 

The objective of the present study was to examine the regeneration of the catalytic 

activity of monolayers consisting of cubic Pt nanoparticles stabilized by a very thin layer 

of tetradecyltrimethylammonium bromide (TTAB) after benzene (C6H6) hydrogenation at 

10 Torr C6H6, 100 Torr H2, and 650 Torr Ar in the temperature range of 310–340 K. The 

effects of oxidation/reduction cycles on the kinetics of benzene hydrogenation were 

investigated in the light of GC measurements. SFG vibrational spectroscopy 

demonstrated that the effects of the oxidation/reduction and benzene hydrogenation 

reaction conditions on the TTAB capping agent were negligibly small.   

11.2. Experimental Procedures 

11.2.1. Synthesis and Assembly of Platinum Nanoparticles.   

Nanoparticles stabilized with TTAB were prepared by mixing aqueous solutions 

of K2PtCl4 (99.9% pure, Alfa Aesar) and TTAB (99% pure, Aldrich) in a 20 mL vial at 

room temperature.18 The mixture was heated at 323 K for ~5 min until the solution 

became clear. After the addition of ice-cold NaBH4 (98% pure, Strem Chemicals), the 

vial was capped with a rubber septum and the H2 gas pressure inside the vial was released 

through a needle in the septum for 10 min. After the removal of the needle, the solution 
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was kept at 323 K for 6 h. Cubic Pt(100) nanoparticles (79% cubes, 3% triangles, and 

18% irregular shapes with an average size of 12.3 ± 1.4 nm (face diagonal)) were 

prepared from a solution consisting of 100 mM TTAB and 1 mM K2PtCl4 reduced with 

30 mM NaBH4. The nanoparticles were centrifuged at 3 krpm for 30 min, the precipitates 

were discarded, and the solution was centrifuged again at 14 krpm for 30 min. Then, the 

supernatant was discarded, the precipitates were redispersed in deionized (DI) water by 

sonication, the solution was again centrifuged at 14 krpm for 30 min, and the precipitates 

were collected and redispersed in DI water. The washed nanoparticles were used for 

transmission electron microscope (TEM) analysis and reaction studies. The nanoparticle 

shape and size distributions were studied in a TEM (JEOL 200CX) operated at 200 kV. 

Details of the Pt nanoparticles used in the present reaction studies and their synthesis can 

be found elsewhere.10,18  

Nanoparticles were assembled and deposited on a Si wafer (for kinetic 

measurements) or a fused quartz prism (for spectroscopic measurements) by the 

Langmuir-Blodgett (LB) technique. Colloidal Pt solutions were dispersed on the surface 

of a DI water (18 MΩ·cm) sub-phase on a LB trough (type 611, NIMA Technology) at 

room temperature. The surface pressure was monitored with a Wilhelmy plate and 

adjusted to zero before spreading the nanoparticles. The resulting surface layer was 

compressed by a mobile barrier at a rate of 20 cm2/min. The nanoparticles were deposited 

by lifting up the silicon substrate (immersed in water subphase before the nanoparticles 

were dispersed) when the surface pressure reached ~15 mN/m. The surface coverage of 

the silicon wafer by the nanoparticles was observed in a scanning electron microscope 

(SEM) (Ultra-55, Zeiss Gemini).  
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11.2.2. Reaction-Spectroscopy Cell   

A special cell was used for in-situ SFG spectroscopy in total internal reflection 

(TIR) geometry under batch gas circulation.19 A Si wafer or a fused quartz prism coated 

with a nanoparticle monolayer was pressed against a rubber O-ring by tightening a teflon 

block with two set screws. The temperature at the wafer or prism surface was measured 

with a thermocouple placed directly onto the sample. Heating was applied at the top of 

the wafer by a Kapton resistive element (Omega Engineering) and to the prism by 

wrapping the reactor cell with a heat tape and applying a variable voltage (McMaster-

Carr). Temperature variations across the 20 × 20 mm2 wafer or prism area were found to 

be insignificant. The reaction cell was connected to a 0.3175-cm-diameter stainless steel 

tubing gas manifold. Benzene (≥99.0 wt%, EM Science) was purified by several freeze-

pump-thaw cycles before being introduced into the reaction cell. Prior to each 

experiment, benzene was checked for impurities using GC. Impurity levels were found to 

be less than 0.5 wt% and consisted of mostly light alkanes below C6. A vacuum pressure 

of <1 mTorr was maintained in the reaction cell by mechanical and turbomolecular 

pumps.   

The reaction cell is equipped with a recirculation loop that includes a diaphragm 

pump and a septum for GC analysis. The reactant and product gases were constantly 

mixed by the recirculation pump, while kinetic data were acquired periodically by 

sampling the reaction mixture and measuring the relative gas phase composition. Kinetic 

measurements were obtained with GC system (HP 6890) using flame ionization detection 

and a 0.1% AT-1000 on Graphpac GC 80/100 packed column of 180 m length and 
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0.3175 cm outside diameter (Alltech). Helium was used as carrier gas and the oven 

temperature was maintained at 413 K. The reactant pressure was 10 Torr C6H6, 100 Torr 

H2, and 650 Torr Ar. Before collecting kinetic data, the nanoparticles were treated in 100 

Torr H2 for 1 h to optimize cyclohexane formation at 310 K.  

11.2.3. Sum Frequency Generation Vibrational Spectroscopy 

 SFG measurements were performed using a mode-locked Nd:YAG laser (1064 

nm fundamental wavelength, 20 ps pulses, 20 Hz repetition rate) to generate a tunable 

infrared (IR) beam (1800–4000 cm–1) and a 532 nm second-harmonic visible (VIS) beam. 

The IR and VIS beams, both of energy equal to 200 J, were spatially and temporally 

overlapped on the fused quartz surface with incident angles of 55º and 60º with respect to 

the surface normal. Spectra were taken using ssp or ppp polarization combinations. The 

generated SFG beam was passed through a monochromator, and the signal intensity was 

detected with a photomultiplier tube and a gated integrator while the IR beam was 

scanned over the frequency range of interest. The sum frequency output was normalized 

by the intensity of the incident IR beam at the surface. This is necessary because gas 

molecules absorb some of the incoming radiation. Using a previously reported 

procedure,20,21 the SFG spectra were curve fit according to the following equation: 
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where )2(
NR  is the nonresonant nonlinear susceptibility, NR  is the phase associated with 

the nonresonant background, qA is the strength of the qth vibrational mode, IR is the 

frequency of the incident IR laser beam, q  is the frequency of the qth vibrational mode, 
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q is the natural line width of the qth vibrational transition, and q  is the phase associated 

with the qth vibrational transition. Detailed descriptions of the SFG theory can be found 

elsewhere.22-27  

11.3. Results and Discussion 

11.3.1. Turnover Rates and Activation Energies for Cyclohexane Formation on 

Clean Platinum Nanoparticle Monolayers   

Figure 11.1 shows turnover rates (expressed in units of molecules per Pt site per 

second) for a monolayer consisting of TTAB-stabilized cubic Pt nanoparticles exposed to 

10 Torr C6H6, 100 Torr H2, and 650 Torr Ar obtained at 310 and 340 K after cleaning. 

The calculation of the turnover rates was based on the surface coverage of the Si wafer by 

nanoparticles deduced from SEM images, assuming that each Pt atom at the monolayer 

surface is an active adsorption site. The error bars indicate the image-to-image scatter in 

the measurements. The nanoparticle monolayer was initially cleaned by flowing 100 Torr 

H2 and 660 Torr Ar at 393 K for 1 h. All subsequent cleaning cycles involved monolayer 

exposure first to 100 Torr O2 and 660 Torr Ar at 393 K for 20 min and then to 100 Torr 

H2 and 660 Torr Ar at 393 K for 20 min. The turnover rate at 310 K was found equal to 

0.08 ± 0.01 molecules · Pt site-1 · s-1, which is very close to the value obtained after the 

first cleaning cycle. The turnover rate at 340 K was equal to 0.45 ± 0.07 molecules · Pt 

site-1 · s-1, and differences after each oxidation/reduction cycle were within the 

experimental error. Hence, the increase of the temperature from 310 to 340 K resulted in 

a fivefold increase of the turnover rate and the effect of the cleaning process was 

secondary. 
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Figure 11.1. Turnover rates of cyclohexane formation on a monolayer consisting of 

TTAB-stabilized cubic Pt nanoparticles under reaction conditions of 10 Torr C6H6, 100 

Torr H2, and 650 Torr Ar obtained at 310 and 340 K after cleaning. In the first cleaning 

cycle the monolayer was treated in 100 Torr H2 and 660 Torr Ar at 393 K for 1 h, 

whereas in all subsequent cleaning cycles the monolayer was treated first in 100 Torr O2 

and 660 Torr Ar at 393 K for 20 min and then in 100 Torr H2 and 660 Torr Ar at 393 K 

for 20 min.   
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Figure 11.2. (a) Turnover rates of cyclohexane formation on a monolayer consisting of 

TTAB-stabilized cubic Pt nanoparticles under reaction conditions of 10 Torr C6H6, 100 

Torr H2, and 650 Torr Ar, and (b) corresponding Arrhenius plots. Turnover rates were 

obtained after cleaning the monolayer in 100 Torr H2 and 660 Torr Ar at 393 K for 1 h 

(□), after cooling from 340 K under the reaction conditions (∆), and after cleaning 

sequentially in 100 Torr O2 and 660 Torr Ar at 393 K for 20 min and 100 Torr H2 and 

660 Torr Ar at 393 K for 20 min (○). All turnover rates were obtained with the same 

monolayer. 
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 Figure 11.2 shows kinetic data for reaction conditions of 10 Torr C6H6, 100 Torr 

H2, and 650 Torr Ar in the temperature range of 310–340 K. Estimated turnover rates of 

cyclohexane formation at different temperatures and corresponding Arrhenius plots are 

shown in Figures 11.2(a) and 2(b), respectively. Prior to benzene hydrogenation, the 

monolayer was cleaned by flowing 100 Torr H2 and 660 Torr Ar at 393 K for 1 h. After 

benzene hydrogenation at 340 K, the sample was first cooled down to 310 K and then 

exposed again to the same reaction conditions. The turnover rate obtained at 310 K was 

approximately one-half of that obtained at the same temperature immediately after the 

first cleaning. However, subsequent cleaning of the monolayer by flowing first 100 Torr 

O2 and 660 Torr Ar at 393 K for 20 min and then 100 Torr H2 and 660 Torr Ar at 393 K 

for 20 min regenerated the catalytic activity of the monolayer over the entire 310–340 K 

temperature range. The activation energies obtained after the initial cleaning and after the 

oxidation/reduction treatment were found equal to 9.2 ± 0.1 and 9.5 ± 0.2 kcal/mol, 

respectively (Figure 11.2(b)). Previous studies10 have shown that C6H6 hydrogenation on 

Pt nanoparticle monolayers exposed to 100 Torr H2 and 660 Torr Ar at 393 K for 1 h 

does not change the shape of the nanoparticles. Since the turnover rates after the 

oxidation/reduction treatment were comparable to the initial rates, it may be inferred that 

the nanoparticle shape was not affected by the cleaning procedure used to regenerate the 

catalytic activity of the monolayer.  

11.3.2. SFG Vibrational Spectroscopy of Platinum Nanoparticle Monolayers   

 Figure 11.3 shows IR and SFG (ssp and ppp polarization combinations) spectra of 

a monolayer consisting of TTAB-stabilized cubic Pt nanoparticles. Corresponding peak 

assignments are given in Table 11.1. Significant differences between the ssp and ppp 
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SFG spectra exist for the symmetric CH2 stretching [CH2(s)], asymmetric CH2 stretching 

[CH2(a)], and asymmetric CH3 stretching [CH3(a)] modes. The appearance of the CH2(s) 

and CH2(a) modes in the SFG spectra are a clear indication of gauche conformational 

defects of the TTAB ligand. This arises from a local centrosymmetry of the alkane chain 

in an all-trans conformation. The CH2 transitions will effectively cancel with one another 

due to local inversion symmetry.28,29 Gauche defects in the alkyl chain result in an SFG 

signal of these modes.28-31 The CH2 modes are typically less than 10% of the CH3 modes 

for well-ordered self-assembled monolayers on planar Au, in which the alkyl chain is 

predominantly in an all-trans conformation.28,30 These gauche defects may prevent TTAB 

from adsorbing to all possible sites on the Pt nanoparticles, leaving sites available for 

catalysis. 

 
IR SFG ssp SFG ppp assignment 

3032   as(CH3-N+) 

3016   as(CH3-N+) 

2945 2955  CH3, (C-Hdistal) 

2924 2930  CH3, (C-Hdistal) 

2896 2900 2905 CH2, (C-Hdistal) 

2852 2870 2870 s(CH2) 

2852 2845 2850 s(CH3) 

 

Table 11.1.  Mode assignments in IR32-35 and SFG spectra of a monolayer consisting of 

TTAB-stabilized cubic Pt nanoparticles. 
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Figure 11.3. Spectra of a monolayer consisting of TTAB-stabilized cubic Pt 

nanoparticles obtained  with (a) IR spectroscopy10 and SFG spectroscopy in (b) ssp and 

(c) ppp polarizations. 

 Figure 11.4 shows SFG (ppp polarization combination) spectra of the TTAB 
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393 K for 1 h, during C6H6 hydrogenation, and after cleaning in 100 Torr O2 and 660 

Torr Ar at 393 K for 20 min.  The very similar spectral signatures observed in all four 

treatments indicate that chemical and molecular orientation changes in the stabilizing 

agent did not occur under any of these conditions. The SFG spectra shown in Figure 11.3 
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consisting of TTAB-stabilized cubic Pt nanoparticles remain intact after several reactions 

and cleaning cycles.   

 

 

 

 

 

 

 

 

 

 

 

 

Figure 11.4.  SFG spectra (ppp polarization) of the TTAB-stabilizing agent obtained (a) 

before and (b) after cleaning by flowing 100 Torr H2 and 660 Torr Ar at 393 K for 1 h, 

(c) during C6H6 hydrogenation (10 Torr C6H6, 100 Torr H2, and 650 Torr Ar at 300 K), 

and (d) after cleaning by flowing 100 Torr O2 and 660 Torr Ar at 393 K for 20 min. 

Discrete points represent experimental data, whereas solid lines are curve fits based on 

equation 11.1. A different sample was used to obtain each spectrum. 
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active sites. In the case of a high surface coverage, benzene has been shown to adsorb 

transiently in a weakly bound state.36 In the presence of excess hydrogen this weakly 

bound benzene may be desorbed intact. The ignition temperature of benzene on Pt 

powders has been found to be 423 K,37 implying that benzene may be removed by 

combustion after reaction. The reproducible turnover data obtained before and after the 

oxidation/reduction treatment of the Pt nanoparticle monolayer suggest that the 

developed cleaning procedure is effective in regenerating the catalytic activity of the 

cubic Pt nanoparticles. This is corroborated by the SFG spectra obtained before and after 

reduction, under conditions of benzene hydrogenation, and after oxidation. These results 

also indicate that the removal of the TTAB stabilizing agent may require more aggressive 

protocols that those used in this study. 

11.4. Conclusions 

 The regeneration of the catalytic activity of cubic Pt nanoparticles (~12 nm in 

average size) was investigated by GC and SFG vibrational spectroscopy. Oxidation and 

reduction of the Pt nanoparticles after benzene hydrogenation was effective in 

reproducing turnover rates and activation energies with scatter within experimental 

errors. Surface-specific SFG vibrational spectroscopy performed in TIR geometry 

enabled probing of the TTAB-stabilizing agent on the Pt nanoparticles before and after 

reduction, during benzene hydrogenation, and after oxidation. The very small differences 

in the SFG spectra of different treatment conditions indicated that the stabilizing agent 

remained intact. The regeneration of the catalytic activity of the Pt nanoparticle 

monolayer is attributed to both weakly bound benzene adsorbed to the nanoparticle 

surface and the combustion of benzene in oxygen. 
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