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Study of phonon modes in germanium nanowires
Xi Wanga� and Ali Shakourib�

Baskin School of Engineering, University of California, Santa Cruz, California 95064

Bin Yu, Xuhui Sun, and Meyya Meyyappan
Center for Nanotechnology, NASA Ames Research Center Moffett Field, California 94035

�Received 26 December 2006; accepted 24 May 2007; published online 6 July 2007�

The observation of pure phonon confinement effect in germanium nanowires is limited due to the
illumination sensitivity of Raman spectra. In this paper we measured Raman spectra for different
size germanium nanowires with different excitation laser powers and wavelengths. By eliminating
the local heating effect, the phonon confinement effect for small size nanowires was clearly
identified. We have also fitted the Raman feature changes to estimate the size distribution of
nanowires. © 2007 American Institute of Physics. �DOI: 10.1063/1.2752134�

INTRODUCTION

One-dimensional �1D� crystalline structures such as
nanowires and nanotubes have been studied extensively dur-
ing the past several years. Semiconducting nanowires prom-
ise applications in future generation electronic and optoelec-
tronic devices. Raman microscopy is a useful tool in the
study of quasi-1D materials; it provides information about
the surface and volume phonon modes and lattice vibrations,
including how those vibrations are affected by extremely
small dimensions. Recently, several papers1–3 have analyzed
the Raman peak shifts and the shape of the Raman spectrum
for Si nanowires. However, the reported shifts and asymmet-
ric broadenings vary depending on the experimental condi-
tions. Studies show that the optical phonon peaks of silicon
nanowires are dependent on the excitation laser power and
independent of wavelength. Thus, low laser power is essen-
tial in order to examine the phonon spectrum of different size
nanowires.1

SAMPLE AND EXPERIMENT

Self-assembled single crystalline Germanium �Ge� nano-
wires allow researchers to observe relatively strong one-
dimensional confinement effects for both carriers and
phonons. Compared to Si, Ge has smaller electron and hole
effective masses and a lower dielectric constant; therefore,
nanowires made of Ge should have stronger confinement
characteristics than Si nanowires �SiNWs� with the same di-
ameters. The Ge nanowire �GeNW� samples measured in this
paper were synthesized through the vapor-liquid-solid4

�VLS� method on lithographically patterned Au catalyst ar-
rays. The diameters of the synthesized nanowires are 5, 10,
and 20 nm, respectively, defined by the catalyst sizes. As a
reference, a piece of bulk Ge wafer was also measured in this
study. Figure 1 shows scanning electron microscopy �SEM�
images of the as-synthesized GeNWs.

During experiment, the ambient temperature was kept at
room temperature �22 °C�. Experiment was conducted in a

clean room to minimize the contaminations. Computer con-
trolled cooling systems were utilized to keep the operation
temperature of laser sources and detector stable, and thus to
guarantee a stable emission wavelength and detection sensi-
tivity.

RESULTS AND DISCUSSION

We focused a 500 �W Ar+ laser beam �514.5 nm wave-
length� onto the sample surface and collected the scattered
light through a monochromater and a charge coupled device
�CCD� detector. Results are shown in Fig. 2�a�. As one could
see, results show the evolution of Raman spectra as a func-
tion of diameter D. Significant Stokes peak shift downs,
broadenings, and dissymmetries were observed from nano-
wire Raman spectra in comparing the spectrum from bulk
Ge. These changes increase as the nanowire size decreases.
Earlier papers5–7 had reported these phenomena as entirely a
contribution of scaling-induced phonon confinement effect.
However, when we decreased the excitation laser power, we
observed much weaker spectrum changes as a function of
nanowire diameter. Figure 2�b� shows the results. In this
case, laser power was reduced to 50 �W. Since we kept all
other experiment parameters �photon accumulation time, ob-
jective magnification, filter setup, etc.� the same, incident
laser power difference could become an important factor af-
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ali@soe.ucsc.edu FIG. 1. A SEM image of the as-synthesized GeNW sample.
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fecting the measured spectra. In other words, pure confine-
ment effect should be looked at only after carefully calibrat-
ing and removing this contribution.

Two different excitation lasers, a 514.523 nm Ar+ laser
and a 633.817 nm Kr+ laser, were used on the four samples
to examine their wavelength independency. Figures 3�a� and
3�b� show the results from GeNW sample 3 �D=5 nm�,
which has the smallest dimension and thus is most sensitive
to excitation condition changes. The initial attempt involved
exciting the sample with a laser having the same power level
�500 �W� but different excitation wavelengths �514.523 and
633.817 nm�. The results of this experiment do show an ob-
vious Raman spectrum change. However, it was hard to tell
whether this change resulted from a difference in wavelength
or a difference in the amount of heat absorbed at different
wavelengths. Considering the fact that absorption coeffi-
cients of Ge are 600 cm−1 for the 514.523 nm Ar+ laser and
150 cm−1 for the 633.817 nm Kr+ laser, we simply assume
that, when applying the same excitation laser power, heat
absorbed by Ge samples using a 633.817 nm Kr+ laser is
about 1

4 that of the same sample using a 514.523 nm Ar+

laser. Figure 3�b� shows the Raman spectra of GeNW sample

3 �D=5 nm� measured at 125 �W with 514.532 nm excita-
tion wavelength and 500 �W with 633.817 nm excitation
wavelength. The remarkable similarities of the Raman
features—position, full width at half maximum �FWHM�,
and asymmetry level—imply that the spectrum changes
brought about by differing wavelengths are not due to reso-
nant Raman selection of different size wires, but rather are
the results of the absorbed power difference.

To further understand how the incident laser power in-
teracts with the nanowire Raman spectrum, each GeNW
sample was excited by a focused laser beam at three different
power levels. Measured spectra are shown in Figs. 4�a�–4�c�.
To achieve a quantized control over the incident laser power,
we utilized neutral density filters �NDFs�. More specifically,
0, 0.3, and 0.6 density NDFs were inserted between the
sample and laser source to indicate 500, 250, and 125 �W
pass-through laser powers, respectively, with the original
output power equal to 500 �W. As one could see in all three
graphs in Fig. 4, incident laser power increase caused the
shift downs, broadenings, and dissymmetries in GeNW Ra-
man Stokes peaks, while no significant change can be ob-
served from the bulk Ge Raman spectrum. This is consistent

FIG. 2. �Color online� �a� Raman spectra of three GeNW samples �D=5, 10,
20 nm� and bulk Ge measured at 500 uW laser power with 514.523 nm
wavelength. �b� Raman spectra of three GeNW samples �D=5, 10, 20 nm�
and bulk Ge measured at 50 uW laser power with 514.523 nm wavelength.

FIG. 3. �Color online� �a� Comparison of Raman spectra of GeNW sample
3 �D=5 nm� measured at 500 �W with 514.532 and 633.817 nm excitation
wavelengths. �b� Comparison of Raman spectra of GeNW sample 3 �D
=5 nm� measured at 125 �W with 514.532 nm excitation wavelength and
500 �W with 633.817 nm excitation wavelength.
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with what has been found in Fig. 1. However, the spectrum
obtained from different GeNW samples changes at different
rates. Nanowires with smaller diameter respond to incident
laser power level change more than the larger diameter nano-
wires do. This indicates that the incident laser power effect

of the nanowire Raman spectrum is sample size sensitive. To
explain this phenomenon, one physical mechanism is local-
ized heating at the sample surface caused by the incident
laser. The thermal conductivity of semiconductor nanostruc-
tures dramatically decreases with size due to the strongly
enhanced boundary phonon scattering. Heat would be more
easily accumulated in the area that contains smaller size
nanostructures, while it would be dissipated faster in the area
that contains larger size nanostructures. In bulk material, this
amount of heat can be efficiently dissipated to the environ-
ment, and therefore causes no effect on the measured Raman
spectrum.

In Fig. 5 we show the extracted Raman spectrum
changes for the 5 and 10 nm GeNW samples as a function of
excitation laser power. With first order fitting, we can get the
approximate Raman Stokes peak features �position, peak
width� that were contributed by a pure phonon confinement
effect. The larger Raman feature changes from smaller diam-
eter nanowires revealed the occurrence of stronger phonon
confinement effect.

An estimation of sample local temperature can be ob-
tained by monitoring the Stokes/anti-Stokes intensity ratio,

FIG. 4. �Color online� �a� Raman Stokes peak of bulk Ge with different
excitation powers; �b� Raman Stokes peak of 10 nm GeNWs with different
excitation powers; �c� Raman Stokes peak of 5 nm GeNWs with different
excitation powers.

FIG. 5. �Color online� �a� Raman peak shift of GeNW samples with differ-
ent excitation powers; �b� Raman peak FWHM of GeNW samples with
different excitation powers.
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IAS

IS
= � exp� kBT

h�
� , �1�

where T is the local temperature on the sample surface, h� is
the energy gap between excitation and ground phonon en-
ergy states, and � is a coefficient relating to peak position
and FWHM. Figure 6 shows the calculated Raman peak ra-
tios as a function of incident laser power for the 5, 10, and
20 nm diameter GeNW samples and bulk Ge. As one could
see, localized heating was built up by the highly focused
laser beam at the measurement point. Furthermore, local
temperature gets higher as the nanowire diameter gets
smaller, which coincides with the assumption that more heat
would be accumulated in those samples.

Since the density of GeNW was controlled by the den-
sity of the lithographically patterned catalyst, it is approxi-
mately the same for all samples we used in this study. There-
fore the different local heating effect shall come from the
size dependent thermal conductivity of nanowires,

� =
LQcond

A�T
. �2�

Equation �2� is the expression for thermal conductivity,
where L represents the thickness of the GeNW layer, Qcond is
the amount of heat being conducted, A is the cross-section
area through which the heat flows �laser spot size in our
case�, and �T is the local temperature change due to heat
flow. From the relationship between Stokes/anti-Stokes in-
tensity ratio and local temperature, we obtained

T � ln� IAS

IS
� . �3�

Combining Eqs. �2� and �3�, we derive that

� �
LQcond

A�ln�IAS/IS�1 − ln�IAS/IS�2�
= qr;

q =
L

A
,

r =
Qcond

�ln �IAS/IS�1 − ln �IAS/IS�2�
. �4�

Here q is the dimension ratio of the heat path and r is the
absolute slope of each line in Fig. 6. Since we know that
�b=59.9 W/m−K for intrinsic bulk Ge, we can estimate the
GeNW layer thermal conductivity for each sample by using

� =
�br

rb
. �5�

The calculated results are 22.8 W/m−K, 12.1 W/m
−K, and 9.1 W/m−K for the 20, 10, and 5 nm diameter
GeNW samples, respectively, and they indicate different heat
conduction capabilities. Since the absorption coefficient of
Ge in the measurement wavelength range
�514.532–633.817 nm� is significant �0.4–0.25 cm−1�, the
main part of the incident light is absorbed �1/e penetration
depth is 0.025–0.04 �m�8 far before it reaches the interface
between the nanowire layer and substrate, which is about
tens of microns beneath the sample surface. The actual small
differences among the surface layer thicknesses of each
sample do not affect the heat conduction capability estima-
tion. However, they should not be considered as actual ther-
mal conductivities of GeNWs. It is unfortunately difficult to
precisely decouple the heat absorbed by wires and the air in
between.

To simulate the ideal Raman spectrum for a certain di-
ameter GeNW, we utilized the phonon confinement model of
Richter et al. and Campbell and Fauchet �RCF�,5,9 in which
the Raman intensity is given by

I��� =� �C�0,q��2

�� − ��q��2 + ��0/2�2d3q , �6�

where C�0,q� is a Fourier coefficient of the confinement
function, ��q� is the phonon dispersion, q is the phonon
momentum, and �0 is the width �FWHM� of the reference
Ge. Considering the basic shape and material of our nano-
wire samples, we used

�C�0,q�2� = e�−q2D2/16	2� �7�

and

��q� = 	
X + Y cos�q�a/2��� + Z , �8�

with X=0.69
105 cm−2 and Y =0.195
105 cm−2. Z is an
adjustment parameter for reference samples measured by the
same experimental setting in this study, a represents the lat-
tice constant, and D is the diameter of interest of GeNWs.
Figure 7 shows the comparison between measurement results
and simulation based on the RCF model. Good agreements
were obtained for the 20 and 100 nm �bulk� diameter nano-
wires. However, discrepancy between measurement and
simulation differences were found for the 5 and 10 nm diam-
eter nanowires.

Although the diameter of the synthesized nanowire is
mainly controlled by the size of the catalysts, a variance still
exists due to the nature of self-assembling growth. Therefore,
it is good to confirm the actual diameter of the nanowires.
Although scanning microscopies, such as atomic force mi-

FIG. 6. �Color online� Raman peak ratio as a function of excitation laser
power for three GeNW samples �D=5, 10, 20 nm� and bulk Ge measured at
514.532 nm wavelength.
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croscopy �AFM� and SEM, are capable of providing precise
dimension information on single nanowires, they could not
give size distribution information over a larger amount of
similar nanowires.10–16 Therefore, we fitted the measured Ra-
man spectrum as an integrated result of ideal spectra of nano-
wires with a range of diameters. If the fitting error is reduced
below a certain level, the nanowire size distribution can be
approximated. Figures 8�a� and 8�b� show the fitting results.
A least-square rule was applied as the fitting criterion. The
as-extracted nanowire diameter distributions are 18–19 nm
�for D=20 nm sample�, 7–9 nm �for D=10 nm sample�, and
4–5 nm �for D=5 nm sample�. The differences between
catalyst sizes and actual nanowire diameters could explain
the differences between simulated and measured Raman fea-
tures in Fig. 8.

CONCLUSION

In conclusion, we have shown the Raman spectra for
different size GeNWs by measuring with differing laser pow-
ers and wavelengths. The study shows the excitation power
dependency and wavelength independency of Raman spec-

trum evolution. By eliminating the heating of the sample
under illumination, we can identify the pure phonon confine-
ment effect for small size nanowires. The fitting of Raman
spectra was used to estimate the size distribution of nano-
wires. The results of GeNW layer conductivity calculation
indicated the different heat conduction capabilities of differ-
ent size GeNWs.
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