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1. Introduction:.·. 

Over the pasf 100 years, engineer13, metallurgists and ceramists 

have expressed ever increasing technical interest in the high-temperature 

plastic behavior of materials. Most of this period was characterized by 

extensive creep testing of numerous alloys and some ceramic materials 

leading to empirical descriptions of the dependency of the creep rate on 

stress and temperature, as well as qualitative concepts concerning the 

various metallurgical and structural factors that provide creep Tesistance. 

In spite of the substantial effort expended on this problem, no simple 

unique rationale developed,over the first 90% of this period, either to 

permit predictions of creep behavior, or to provide the basis for the 

scientific design of creep resistant alloys. 

Slightly more than ten years ago, however, based principally on 

the marriage of dislocation theory with the theory for kinetics of reactions, 

a new atomisitic approach to unraveling the complicated nature of creep 

was initiated. Although much yet remains to be done before a satisfactorily 

complete picture of creep matures, and despite the continued need for 

semi -empiricism in the development of creep resistant materials, it is, 

nevertheless, now rather clearly established that the continued persuit of 

this new method of attack on the problem will eventually lead to the desired 

knowledge. It is the major purpose of this report to indicate those areas 

where sorrie progress has been made in the theory of creep and to identify 

those issues that need additional clarification. 

Since creep is the result of thermally activated flow mechanisms, 

the shear-strain rate, Y., arising exclusively as a result of.the operation 
1 
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Whereas l-, T , and k have the usual meanings of the applied shear stress, 

the absolute temperature, and Boltzmann's constant, the remaining terms 

deserve at least a brief description. The quantity h: is the enthalpy of 
1 

activation for the reaction in the forward direction. With rare exceptions, 

the pressure under consideration is so low that the enthalpy of activation 

very nearly equals the activation energy. It does depend,. however, on the 

applied shear stress, which assists the forward reaction (+) and hinders·,.,, 

the revers~ reaction (-), thus giving magnitude and directionality to the 

strain rate. Since the dependence of the enthalpy of activation on the stress 

arises as a result of the force acting on the dislocations and thus assisting 

the reaction, it also depends on the substructure, st, that is present. Although 

in certain cases, e.g.', those mechanisms that are diffusion controlled, the 

enthalpy of activation is practically insensitive to the temperature, in other 

cases it might depend on the temperature in harmony with the effect of temper-

ature on the shear modulus of elasticity. 
+ 

The frequency term, fl. , into which 

we have incorporated the activation entropy, ca~ also depend on ?;: T, and st 

The influence of temperature on this term, however, is always small in 

contrast to its effect in the exponential Boltzmann term. As in all kinetics 

of reaction problems, the net forward rate is determined by the total contribu-

tion to the forward rate munus the total contribution to the reversed rate, which 

gives rise to the two terms of Eq. 1.1 that contribute to the net creep rate due to 

the l
.th 

process. 

When processes ·are sequential, such that j follows k which 

follows f2, etc., the creep rate for the sequence is dictated by the slowest 
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process, which we designate here as the ith process. But when the 

total creep rate arises from a series of parallel, and independently 
0 -0 

operative mech~misms, the total creep rate, Y =2. V. , is given by the 
(. 

'v' sum of the contributions over all such independent processes. When 

more than one process determines the creep rate, the difficulties of 

identifying these mechanisms become almost insurmountable. Consequently, 

most of the existing information about creep has been deduced for those 

conditions of experimentation at which one mechanism predominates. Only 

those mechanisms for which h.<:. 50 kT can be stimulated by thermal flue-l . 

tuations. Consequently only the easier (lower enthalpy) mechanism can 

take place at low temperatures. As the temperature is increased, such 

easier mechanisms occur so rapidly that they permit almost instantaneous 

straining. Continued creep at these intermediate temperatures thus occurs 

as a result of the operation of more difficult processes having higher values 

+ 
of hi . At the highest temperatures only the most difficult processes 

determine the creep rate, and the easier processes account for the almost 

instantaneous initial strain. Dislocation theory, however, is not yet 

sufficiently sophisticated to be able to predict unambiguously which of the 

various individual rate controlling mechanisms might be the operative one. 

Nevertheless it is occasionally possible to identify, from experimental 

evidence in specific examples, several temperature regions over each of 

which different dislocation mechanisms of creep predominate. 

It is the objective of creep theory to determine the functional 

dependency of f: and h. on the pertinent mechanical and structural 
l l 

variables for each of the series of permissible thermally activatable dislo-

cation reactions. Our analyses here will be limited to discussion of such 
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high-temperature creep phenomena that are controlled by diffusion mech-

anisms. Such diffusion controlled processes assume significance at 

temperatures above about one-half of the melting temperature. 

In this range of temperatures the creep rate is almost always determined 

by one or more of several diffusion controlled mechanisms. The only 

known exceptions to this generalization concern the high-temperature creep 

of single crystals of Al, (1) Mg, (2) and Zn. (3) No light has yet been shed 

on why these materials gave exceptions to the general rule. Perhaps in 

the single crystal tests of Al and Mg the types of barriers that are. essential 

for blocking dislocations, and thereby necessitating the operation of the 

climb processes to provide additional creep, were not formed, whereas 

they are fqrn:ned in polycrystals which are subjected to polyslip. The 

possible validity of this explanation is supported by the fact· that the high

temperature creep of polycrystalline Al is diffusion controlled. 'Prismatic 

slip in Zn may be controlled by the Peierl s mechanism. 

The various diffusion controlled mechanisms for high-temperature 

creep include: 

L Stress-Directed Diffusion of Vacancies in Polycrystals 

2. Thermally Activated Motion of Jogged Screw Dislocations· 

3. Climb of Edge Dislocations 

4. Solute Atom Diffusi.onal Processes and Viscous Drag 

5. Structural Instability of Dispersed Phases 

The importance of high-temperature creep is well ;documented in 

a number of outstanding reviews, symposia, and monographs on this sub-'-

. t ( 4 - 9) It ld . d d b . . bl . f . h l' . . f Jec . wou 1n ee e 1mposs1 e, 1n terms o t. :e ··1m1tahons o 

time and space, to review everything that has been done and said about 

creep here. Rather we plan to concentrate our attention on the mechanisms 
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for creep; we will briefly review some of the significant evidence and .. , -·· 

illustrate known mechanisms with some of the more recent data; we 

will also: point outwhere .creep theory is weak andj in some instances, 

'•' how it might be impro~ed. 

i. 

··: ... 

,_ 
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2. Nabarro Creep 

Creep by the stress -directed diffusion of vacancies, formulated 

. . ll b N b ( 11 ) · , d d h . 11 or1gma y y a arrO', 1s one of the best un erstoo , t eoretlca y, 

of the various mechanisms for high-temperature creep. Although Herring(l 2) 

subsequently presented a more sophisticated and detailed analysis of this 

process, we shall review the original Nabarro approach here, because it 

provides a more vivid physical picture of the mechanism. 

This creep mechanism applies only to polycrystalline aggregates at 

very high temperatures and differs from the other high temperature creep 

processes that crystalline materials might undertake insofar as it does 

not depend on the motion of dislocations. Consequently it can occur in 

polycrystals when the grains contain no dislocations or where all dislocation 

motion is blocked either by high Peierls stresses or by some other very 

effective locking mechanism. If a polycrystalline aggregate cannot creep 

by any other mechanism, it will, under appropriate conditions of stress 

and temperature, creep by means of stress-directed diffusion of vacancies. 

In reviewing Nabarro creep, we will first consider a polycrystalline 

aggregate of one phase and one component. The grain boundaries of the 

aggregate are regions of discontinuity in the structure and are therefore 

excellent regions which serve as sources and sinks for vacancies. When 

a tensile stress, p , is applied normal to a boundary, it can assist in the 

formation of a vacancy since it will do work plLv per vacancy produced, 

whereD v , the volume of a vacancy, is about equal to the atomic volume. 

In the absence of a stress, the probability of finding a vacancy at a given 

site is 

hv 
n.s e (2. 1) -



\.,l 

-7- UCRL-10598 

where nv is the number qf vacancies among ns lattice sites and gf is 

the free energy of formation Of a vacancy. Consequen,tly, assuming equil-

ibrium can be established, the probability of finding a vacancy in the lattice 

just below a grain boundary subjected to a tensile stress, p , is 

~ _ e 'a-~Jm- 'P.D..v/hT 
h - . e (2. 2) 
S; 

a quantity whtch is somewhat greater than· the equilibrium value in the 
. . . . 

absence of a stress. 

Consider now a cubiC grain of demensions d, .,as shown in Fig. 2. 1, 

so stressed to give a shear stress, p. at 45° to the specimen axis .. Where-
,- ,. • "' '-· ~ : • • ' ~ J, • . • • ' 

as the probability of finding a vacapcy along AB and· CD is proportional _o_ . . . . . 
to ~ P kT f , that of find.ing a vacancy along AD and· BD is proportional 

-pilf . . . 
to e kT Due to the cohcentrationg'radient, vacancies are presumed 

. . 

to flow as shown by the arrows in .. the figur·e. This 'flow of vacancies will 

be matched by an equal anp opposite flow of atoms resulting in a longitudinal 

extension and lateral contraction of the grain with tifue under stress. 

It is not immediately apparent however. that the vacancies should 

enter the volume of the grain and undertake voluhi~ diffusion in the grain 

as was postulated by both Nabarro and Herring. This question is ~mphasized 

by the fact that both the free en~rgy of formation and the free energy of 

activation of motion of a vacancy in the grain boundary is appreciably less 

·~ than that in the grain itself. Obviously the total· creep rate will depend on 

the sums of the contributions from the volume and l::i6undary diffusion 

processes. For the present. however, we will assume that the volume 

diffusion mechanism predominates and we will describe in some detail later 

the thus far neglected mechanism involving grain boundary diffusion. 
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1,.} 
p . 

c D 

p 

MU-29095 

Fig. 2. l. Vacancy flow in a grain. 
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Three steps are in:vo:ived in the original ·s~ress -directed diffusion 
. ' ..... ,. ' ' 

'/ • •, ........ ! ....... ,, • .__,,..,,, ,, ••o• ~ R 

model for creep, namely, the formation of a vacancy in the grain volume 
. . . 

near the grain boundary und~r a positive stress, its migration to the 

boundary that is under· a negative stress and its annihilation at that boundary. 

Both Nabarro and Herring assumed that the generation and annihilation 

steps were so rapid in contrast to the diffusional step that the rate of creep 

was dictated by the diffusional flux. In view of the disorder in the grain 
. ' I I 

boundary, this assumption appears to be quite good and it will be accepted 

here, particularly because it enjoys some experimental verification. 

Under these assumptions, the difference in concentration of vacancies 

between the grain sides AB and AC becomes about 
~ ,:J~ . 

= _~;;_-· e'gf/kTfeP-frv/JT_e-P_fl/;rl ·. 
·. Lc . )(2. 3) 

where .fL is the ;atomic volu~e ~nd o( is. to be taken as slightly ie~s than 

unity. The value o( thus corrects somewhat for the fact that under diffu~·ional 

conditions the concentrat_ion of the vacancies at the grain boundaries differs 

slightly from the equiFbrium·value. Eq. 2. 3, however, can only represent 

an approximation to the facfs since vacancies will have.a shorter diffusion 

path near the corners of the grain thaq. in the centers of the edges. Thus, 

under steady state conditions, the stress is somewhat relaxed near the 
, .. 

corners and increases as :the center of the boundary is approached. Conse-

quently, p ,varies over the surface of the grain and has its maximun value 

' 
·-.. at the center of the boundary. At d/4 from the corner of a grain, we 

assume that p =f t whe~e tis the macroscopi~-c~hea~ stress and jJ has 
. -: ., .· : .'· ' ' ~. . . ' ~ . . ~ _. ' . . . . ' : . ; .· , 

a value of near unity. For this point the diffusion path is apporximately 

1T/2 (d /4) and therefore the co~~~~t;ation gradient for this path is about 
. -~ ·'J 's:Lf I / · ': .: · 
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c-+ - c-
Tr d/8 

or, since PJ~ < 1 for the usual values of the applied stress, 

c 1 - c-
7Td/a (2. 4) 

If h is taken as the height of an atom, the area of an atom is Jl. /h. 

The flux of atoms across an atomic area at d/4 from the corner along 

AC and at d I 4 from the corner along .AB is 

(2. 5) 

where D is the diffusivity of a vacancy. Each such atomic transfer 
v 

results in increasing AC by h and decreasing AB by h. The shear 

strain is therefore '( = 2h/d per atom transferred Consequently the creep 

rate approximates 

'? = 32 o</3 S2y n e- '3--t:/JT-?-_._ s:<:.o<.f3_12_vD?-
71 cJ:<. -#T :Vv u - lT cl~ 4T <

2
. 

6
> 

where D , the self diffusivity, is equal to D e- CJ-t4T . The more 
v .· 

sophisticated analysis of Herring gives approximately the same answer. 

Herring also discussed the effect of various grain shapes on the creep rate. 

The significant characteristics of creep by means of the stress-

directed diffusion of vacancies are as follows: 

1. Absence of a primary stage or any pronounced transients 

2. An activation energy that equals that for volume self-diffusion 

3. A creep rate that increases linearly with the stress 

4. A creep rate that varies inversely with the square of the grain diameter 
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5. A creep rate that'c:i'n be approximated by Eq. 2. 6 allowing for 

small'va'tiations of <d.! ) from unity because of variations in 

grain size and irregularities in grain shape. 

The Nabarro approach assumes that a vacancy has a high probability 

" of moving out of the boundary so that diffusion occurs primarily through the 

volume _of the grain. We will now explore this assumption. If diffusion takes 

place along the boundary, say over an average distance d /2, the time, t, 

for this migration will be given by approximately 

(2. 7) 

where Dvb is the vacancy diffusivi.ty in the boundary. We wish now to 

determine what the probability might be for a vacancy to remain in the 

boundary for a time as long as t. The probability that a boundary vacancy 

will leave the boundary in any one vibration is 

g+-- di=b 
~T e . (2. 8) 

The one-sixth term arist;:s from the fact that the vacancy can leave the 

boundary only in the +z ,direction, the x and y directions being selected 

to be the boundary. In order to escape from the boundary, the vacancy must 

acquire the additional energy gf - gfb where gf is the free energy of 

formation of a vacancy in the g_rain and gfb , which is smaller than gf • 

is the free energy of formation of a vacancy in the grain boundary. Further

more, to move the vacancy it must also acquire the free energy for ·activation 

of motion of a vacancy across the boundary. namely gm . Vacancies can 

also enter the boundary from the gra,i'[l. For the purpose of the present 

calculation, we assume that there are ample sources and sinks in the form 



-12- UCRL-10598 

of jogs on the dislocations to maintain the equilibrium number of vacancies 
) .. . 

in the grain. Consequently the probability that a vacancy will enter the 

boundary is 

e 
(2. 9) 

and the net probability that a vacancy will leave the boundary is then given 

by 

J~b 

-?= J e ~T ,{ -y (2. 10) 

The probability that a vacancy will not move out of the boundary in 

one vibration is (1 - p), and therefore the probability it will remain in 

the boundary for n shakes is 

P ( 1\ n -z.i t = I-f; = ( 1- fl) 
(2 .11) 

where~ is the frequency of vibration of an atom in the boundary. There-

fore the probability that grain boundary diffusion will predominate is about .r . -r <}t= - 'd£b+ '}~ ) ?i d2 
P~L I- f e \ .-kT 10Dvb 

(2 .12) 

To estimate this probability we let 

b2~ 
]),== ~e 

Vh ~ 
(2 .13) 

and write Eq. 2.12 as 

(2 ,14) 
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We note that the larger d is and the larger gmb is, the less probable is 

grain boundary diffusion. But the larger gf + gm - gfb is, the more 

probable grain boundary diffusion becomes. In order to illustrate this 

"e! problem, we take the following sets of values 

I II III 

d = 1000b d = 1000b d = 100b 

gmb = 20 gmb ·· · gmb = 20 
kT kT = 40 kT 

and arrive at the values of P given in Fig. 2.2. These data reveal that 

the principal variable that discriminates between volume and grain boundary 
gf + gm- gfb. 

cre~p is kT . -For the lower melting temperature metals, where 

this is less than about 30, volume diffusion will predominate. But where 
gf + gm - gfb . . 

kT · :lS more than about 30, which might apply to the refractory 

metals and some ceramic materials, the process should occur predominately 

by grain boundary ·diffusion. 

The derivation of t~he equation for stress -directed diffusion of vacan

cies exclusively by means of grain boundary diffusion follows the same 

principles already established by Nabarro for volume diffusion. The result 

is easily shown to be approximately 

?Jo<fdSl.v Dv~o ~ 
d2 J?-r 
! 

(2 0 15) 

The only significant difference between the creep rate by grain boundary 

>..) diffusion, Eq. 2.15, as contrasted to that for volume diffusion, Eq. 2.6. con

cerns the diffusivity: Therefore the activation energy for the grain boundary 

diffusion mechanism is somewhat less than that for the volume diffusion 

mechanism. 
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GRAIN BOUNDARY DIFFUSION 

I 
I 
I -1 d = IOOOb; 9mblkT = 20 

~ 0.5 I - - 1I d = 1000 b ; 9mb/kT=40 f.- I 
I I - - - m d = 100 b, 9mb/kT=20 0: 
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40 50 60 . 70 80 90 100 

(gf + 9m- 9tb)/k T 

MU -29096 

Fig. 2. 2. Probability that a vacancy will remain in the grain 
boundary during diffusion. . 
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Whereas Eq. 2~6 and 2~15 represent the two extremes that might be 

encountered, in many cases both mechanisms might contribute simultaneously. 

The creep rate in such cases is not given by a linear average of the two alter-

nate mechanisms. The theory for this general case must yet be developed. 

At high temperatures and low values of the stress, polycrystalline 

(13) (14) (15) . 
Cu, Ag and Au have been shown to creep at rates that mcrease 

linearly with the applied stress. The following Table permits a comparison 

of the activation energies obtained from the creep tests with those for self-

diffusion. 

Table 2.1 

Activation Energies (cal /mole) 

Metal For Creep For Volume Self-Diffusion 

Cu 56,800 46,500 

. Ag (not determined) 46,000 

Au 51,000 53,000 

The agreement between the activation energies for creep and volume 

self-diffusion in Au are excellent. It is not evident, however, why the 

activation energy for creep of Cu is higher than that for self-diffusion. 

In either event, however, volume diffusion and not grain boundary diffusion 

appears to be the preferred mechanism. 

For providing a basis of comparing theory with experiment, we write 

Eq. 2.6 as 

'!=AD f- (2 .16) 
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Using the data recorded in Table 202, we arrive at the recorded values of A 0 

Table 202 

Nabarro Creep 

Metal T D d A A 

OK cm2/sec em calc observed 

Cu 1324 40A X 10-lO 19 X 10 
-3 

000034 0.0052 

Au 1315 2o3x10- 10 6.6x10 
-3 

0.04 OA 

These data reveal that the Nabarro equation gives the correct order cf 

magnitude for the creep rate. 

It is necessary to emphasize, however, that other mechanisms of 

creep can also give a linear dependence of creep rate of stress and an 

activation energy for volume self-diffusiono Harper and Dorn (1 6 ) have 

clearly demonstrated that although these conditions are fulfilled for the 

high temperature low stress creep rate of polycrystalline aluminum, the 

Nabarro mechanism cannot apply. Markers on the specimen reveal that 

creep was not due to increase of atoms in the horizontal grain boundaries but 

that ti:E interior of tre grains strainedo Single crystals gave about the same 

creep rate of polycrystalso And the creep rate was about 1300 times 

greater than that suggested by the Nabarro equation. It will be shown later 

in this report that the creep observed by Harper and Dorn can be attributed 

to the motion of jogged screw dislocations. 

Considerable interest has developed recently in ascertaining the 

basic mechanisms for high temperature creep of ceramic materialso We 

will review here those data that appear to be pertin~nt to the Nabarro 

mechanism. A number of ceramic materials give creep rates at high 
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tempe~ratures that increase linearly with the applied stress. The activation 

energies for creep of these materials are compared with those for sintering 

and volume diffusion in Table 2.3 . 

.. 
Table 2.3 

Activation Energies For Ceramic Materials 

Temperature Grain Size Activation Energies in Cal /Mole 
Ref Material Range OK Microns Creep ~Smtering VoL Diffusion 

Anion Cation 

17 Al20 3 
Single Xl 152,000 

18 A120 3 
1773-2073 7-34 130,000 

19 Al20 3 
150,000 

20 Al2o 3 
1873-2073 3-13 130,000 

20 Al
2

o 3 
1873-2073 50-100 200,000 

21 Al2o 3 1773 coarse 200,000 grain 

21 BeO 1923-2018 25 120,000 

22 BeO 1873-2273 80-100 
116,000 
±10,000 

23 BeO 1644-1811 7.4-10.5 95,800 

24 uo2 
1073-1273 95,000 

24 uo2.o6 
If 72,000 

24 uo2.16 
If 65,000 

~· 2 9' 700 
25 uo2 -:!" 2300 

26 U0
2

( ?) 68,000 
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Although these data exhibit considerable scatter and must be deemed 

somewhat preliminary, several interesting correlations nevertheless 

emerge. The best data for creep of Al2o 3 give activation energies 

for creep that are slightly below those for sintering and anion volume 

diffusion. It is therefore..possible that the high temperature creep 

of Al2o
3 

might be controlled principally by means of volume anion 

diffusion although some grain boundary diffusion may also take place. 

It is expected that vacancy diffusion in Al2o3 is principally controlled 

by anion diffusion since the activation energy for cation diffusion is 

expected to be much lower than that for anion diffusion. The agree

ment between the activation energy for creep of BeO and the cation 

volume diffusion seems to be somewhat fortuitous since anion diffusion 

is expected to have a higher activation energy and therefore is the 

slower diffusing species that would control the rate of vacance diffusion. 

It is possible here that the high temperature creep of BeO occurs 

primarily as a result of grain boundary diffusion in which event the 

observed activation energy of 95, 800 cal. /mole for creep might 

refer to the activation energy for grain boundary diffusion of the anion. 

T,he activation energies for creep in defect lattices of uo2 are 

sensitive to composition as would be expected. 

The data of Folweiler18 on the high temperature creep of 

polycrystalline Al20 3 , shown in Figs.:2. 3 and 2.4, reveal that 

both the effects of stress and grain size on the creep rate agree 

with the expectations of the Nabarro mechanism. Similar results 

have been given by Warshaw and Norton. 20 

,. 
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Fig. 2. 3. Effect of stress on the strain rate of A1
2
o

3
. 

(After Folweiler) 
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Fig. 2. 4. Effect of grain size on the strain rate. 
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Assuming 

D Al2o 3 = L5 x e 

-21-

130 ~000 
RT 

d = 7 x 10-4 em 

we calculate, for volume diffusion, that 

The experimentally determined value is 

UCRL-10598 

2 
A of Eq. 2.6 is 0.825 x 10- 12 d em 

. yne sec .. 

2.4 X 10- 12 cm
2 

wlrfch 
dyne sec. 

constitutes good verification of the Nabarro mechanism. 

The most complete data in support of the Nabarro mechanism of 

. 23 
creep was reported recently by Vandervoort and Barmore. Their data for 

high temperature creep of BeO covered ranges of temperature, stress 

and grain size. If we assume that for grain bcundary diffusion in BeO that 

D = 1.5 e 

92,000 
"'RT 

we can plot their data as showp in Fig. 2.5, as 

(2 .17) 

-23 3 The experimental slope of this curve is K = 9.0 x 10 em • whereas 
exp 

the theoretical value deduced from Eq. 2.15 is 2 x 10- 23cm3. Thus, good 

confirmation of the theory has been achieved with experiment. 

Additional critical experiments, however, are needed to provide 

information on the activation energies for creep and for diffusion of the anions 

and cations in the volume and along the grain boundary. Such experiments 

should explore the effects of all of the significant variables. Further theoret-

ical work is needed to establish the creep equation under conditions where 

grain boundary and volume diffusion can occur simultaneously. 
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KEY 

T, = 1644 °K; d, = 8.8•10-4cm 
T2 = 1700 °K; d2 = 9.4 • I0-4cm 
T3 = 1755 °K; · d3 = 9.7•10-4 cm 
T4 = 1811'°K; d4 = 10.1 • 10-4 em 
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Fig. 2. 5. y k T/D VS 

Barmore). 

2 
T/d (data of Vandervoort and 
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3. High Temperature Creep of Pure Metals 

Predictions based on theoretical considerations of the climb of 

edge dislocations agree more closely with the known experimental facts 

on the high-temperature steady-state creep of pure polycrystalline metals, 

some dilute alpha solid solutions, and some rather stable dispersion 

strengthened alloys, than predictions based on any other single mechanism. 

Unfortunately, however, none of the several different versions of the climb 

theory formulated so far, provide predictions that agree precisely with all 
I 

of the known facts. Therefore a critical reanalysis will be made of this 

theory, leading to a better appreciation of primary creep and consequently, 

to a more realistic version of steady state creep that is in better harmony 

with current knowledge. Preliminary to such theoretical discussion however, 

we will restate here some of the major experimental observations for which 

any good theory of high-temperature creep must account: 

L During constant elevated-temperature creep at high stress levels, 

creep curves of polycrystalline pure metals exhibit, as shown by the example 

in Fig. 3. 1, (27) an initial plastic strain on loading, a primary stage of 

decreasing creep rates, a secondary stage of constant creep rate, and a 

tertiary stage of accelerating creep rates leading to rupture. We shall not 

be concerned here with this terminal stage of creep in spite of its importance, 

because it involves the auxiliary factor of microfracturing, and we wish to 

confine our attention to the simple case of creep per se. 

2. The initial straining is due to the motion of dislocations. Because 

of the high temperatures, such low activation energy mechanisms as the 

Peierls process, intersection of dislocatioq.s and cross-slip, especially 

in high stacking fault metals, occur almost without delay. But as the 

dislocations move they interact with each other and produce barriers to 

further motion. ~· 
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HIGH PURITY POLYCRYSTALLif~E /\I_UMII\JUM UI\JDER A 
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Fig. 3. l. Typical creep curve at elevated temperature. 
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3. Once a pattern of barriers is established, further motion of 

dislocation can only occur as a result of thermal activation over these 

barriers. Only those processes that have activation energies of less than 

-~ about 50 kT can be operative. 

\ 

4. During primary creep, dislocations are being thermally activated 

principally over the lower energy barriers. But since the creep rate is 

continuously decreasing over this range, more barriers are being intro-

duced as a r~sult of such creep. Since more dislocations are being held 

up at barriers, this means that the reduction in the creep rate over the 

primary stage 'is due to the fact that the density of moving dislocations is 

decreasing. 

5. If the barriers are. removable by recovery, a balance is 

eventually achieved between the rate of recovery of the barriers arid the 

rate at which they are reintroduced as a result of creep straining" This 

happens at the secondary stage of creep. 

6. The strain over the primary stage of creep increases with increasing 
(28) 

stress as shown in Fig. 3.~. ':Phis arises because the higher strain rate 

due to the higher stress causes a more rapid introduction of barriers. There-

fore higher strains must be reached, in higher stress tests, before a balance 

can be achieved between the rate of recovery and the rate of reintroducti.on 

of barriers is reached. 

7. During high-temperature creep of high stacking fault energy metals, 
I 

' 
subgrains are produced as a result of the formation of both twist and tilt 

boundaries. Low energy twist boundaries are produced by patterns of screw 

dislocations. The formation of the tilt boundaries is due to polygonization 

arising from the introduction of edge dislocations into the tilt wall and the 

subsequent climb of such edge dislocations. 
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8. McLean (29 } has shown. in a case where grain boundary shearing 

was small, that about one-half of the moving dislocations that account for 

the creep rate enter the subgrain boundaries .. Evidently the remainder 

"' disappear as a result of mutual annihilation. 

9. The angle between adjacent subgrains continues to increase 

uniformly throughout both the primary and secondary stages of creep. 

Consequently the disorientation of the subgrains does not affect the secondary 

creep rate. The subgrain boundaries therefore appear to act merely as good 

sinks for excess dislocations. This concept is in harmony with the knowledge 

that low (;lngle boundaries exhibit only very local stress fields. 

10. The subgrain sizes during the primary and secondary stages of 

creep are independent of the temperature of test and the strain. They decrease, 

however, with increasing stresses, as shown in Fig. 3.3.<30 ) 

11. These observations suggest that the subgrain sizes are due to 

the nonhomogeneous straining in any one grain as a result of the dissimilarly 

oriented neighboring grains. More severe bending and twisting and finer 

subgrain sizes are therefore expected for the higher stress tests. 

12. Assuming that the degree of disorientation of the subgrains does 

not affect the creep· rate, and that the subgrains merely act as suitable sinks 

for excess dislocations, the barriers that build up during the initial straining 

and primary creep must be found within the subgrains. 

13. Transmission electron micrography clearly reveals that most of 

the dislocations in crept metals that have high stacking fault energies lie in 

the subgrain boundaries. Garafalo, Zwell, Keh and Weissman (34) have shown 

that throughout primary creep of Fe, the subgrain size remains substantially 

constant but that the disorientation of the subgrains increases and the density 

of the dislocations within the subgrains decreases throughout primary creep. 
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14. No piled-up arrays of dislocations have been seen in crept 

specimens of high stacking fault metals. The dislocation arrangements 

within the subgrains of crept metals are characte'Hzed by (a} isolated 

.;. dislocations, (b) dipoles and (c) entanglements. Electron transmission 

micrographs, shown in Figs. 3.4 to 3.8, that illustrate typical arrangements 

of dislocations in crept metals, were kindly furnished by Dr. Gareth Thomas. 

15. More barriers are produced following creep at a higher stress 

to the same strain. This fact is illustrated in Fig. 3. 9~35 ) When following 

creep ·to -point A under a high stress at 4000 psi, the stress is changed 

to 2000 psi, the resulting creep rate immediately following the change in 

stress is lower than that obtained at the same strain when crept exclusively 

at the lower stress level. 

16. All of the barriers, however, are recoverable. Regardless of 

differences in the original creep stress history, as shown in Fig. 3. 9, (35) 

the same final se~oridciry creep rate is reached as is obtained by testing 

exclusively at the final stress level. Incidently, the subgrain size is also 

recoverable and it is dictated only by the final stress level. 

17. The creep curves for a given stress agree well with the empirical 

't==f'(t 
e- 'tlirT) (t= co11st.) 

relationship 

An example of this is given in Fig. 3.10. (27 ) The value of the apparent 

activation energy, q, so obtained, at least within somewhat limited ranges 

of the creep rate for high stacking fault metals, appears to be independent 
' 

of the stress and strain. 

18. The creep rate therefore can be approximated by 

'¥'= {[te- CJ-1-h~ e- ~hT ( 2:= CMst) 
and consequently the substructural changes during primary creep are a 
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ZN-3496 

Fig. 3. 4. Regions showing entanglements and dipole s. 
{Al-l o/o Mg crept under 2.2.00 psi to :.= 0.078 a t 330°C ) 
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ZN-3494 

Fig. 3. 5. Twist boundary and isolated dislocations. (Mo 
straine d 0. 05 and recove red at 12QOOC for 3 hours. ) 
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ZN-3493 

Fig. 3. 6. Region of severe entanglement leading to large 
density of loops and edge dipoles. 
(Al-l o/n Mg crept to ;: = 0.037 at 300°C under 3745 psi.) 



-3 3- UCRL-10598 

ZN-3495 

Fig. 3 . 7. Region showing more or l e ss free dislocations. 
{Al -l o/o crept to [ = 0.026 a t 303°C under 2200 ps i.) 
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ZN-3497 

Fig. 3. 8. Mor e or less free disloc a tions and some dipoles . 
(A l - l o/n M g c r ept to ~-= 0.0 26 at 303°C under 2200 psi.) 
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Fig. 3. 9. Effect of change in stress on creep rate of aluminum. 
(After Sherby, Trozera and Dorn.) 
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function of teq/kT and have about the same apparent ac~ivation energy as 

creep itself. 

19. When we define the apparent activation energy for creep by, q', 

where 

we again find that q' is a. constant that is insensitive to the stress level 

and the strain. 

20. The values of q and q' obtained by the techniques described 

above agree very well with each other. 

21. Additional confirmation of the significance of diffusion to the 

creep rate was illustrated by the interesting correlation shown by Sherby. <36 ) 

The self-diffusivity of Fe in austen,ite is known to increase with carbon content. 

As shown in Fig. 3.11 ~ 36 ) an analogous increase in the secondary creep rate 

also is obtained. 

22. Furthermore, as shown in Fig. 3.12,{40) the values of q and q' • 
' 

for many pure metals, agree quite well with the activation energies for self-

diffusion. 

23. For low and moderate stresses, as shown in Fig. 3.13,<27 • 41 ) the 

secondary creep rate is related to the stress by 

where 2.5 ~ n ..f 5.5, dependent on the metal under test. 

24. Introducing an empirical activation energy suggest~ that 

){ = A1 e-' 't/Jr-r-t; ~ · . 
The nominal validity of this equation for a number of metals was recently 

reviewed by McLean and Hale, as shown in Fig. 3.14.<42 ) The agreement 

is good at the lower stress levels but the creep rate appears to increase 
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Fig. 3. 14. Correlation of creep data according to equation 
. of paragraph 24. (After McLean and Hale. ) 
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slightly more rapidly than with a fixed power of the stress at the higher 

stress levels. 

25. Decrease in stress tests, for creep at the 9igher stress levels, 

as shown in Fig. 3.15, (27 , 52 ) reveal that 

Y. a::. e ~t . 
where p appears to be insensitive to the temperature and substructure. 

26. When, in the course of a high temperature creep test, the stress 

is removed, the elastic strain recovers immediately, following which some 

time-dependent negative creep takes place as shown by Bayce, Ludemann, 

Shepard, and Dorn. (53 ) We necessarily conclude that some dislocations. 
. . 

are restrained in moving forward by barriers that provide back stresses. 

2 7. Butcher (54) has shown that the creep rate fqr a constant shear 

stress test decreases when the hydrostatic pressure, p, is increased 

according to ~k't 
2J-f 

where.f2 
' ·· .. 0 

i.s. tlae atomic volume. 

f\_D_o 
~T 

In the cross slip region K ~1.4, but at 

higher temperatures where the activation energy approximates that for 

self--diffusion K~0.80. This is in good agreement with the value expected 

when the activation enthalpy for creep is equal to that for self-diffusion and 

hf = hd = ud + P.O.d· 
The above mentioned experimental observations constitute the major 

factors for which any reasonable theory of high-temperature creep must 

account. Although other issues of less'er importance might be added to this 

summary, they do not appear to be as critical for the formulation of a 

theory as those recorded above. 
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4. .Qualitative Description of 

A Theory for Creep of Pure Polycrystalline 

Metals at High Temperatures 

UCRL-10598 

We will now formulate the theory for creep of pure polycrystalline 

metals at high temperatures based on the motion of jogged screw disloca-

tions and the climb of edge dislocations. In doing so we will borrow 

extensively from previous theoretical deductions. But we will so adjust 

the assumptions to agree more acc1:1rately with the known facts, which 

were described in Sec. 3 of this report, than was done in previous formula-

tions of this problem. Although the end result will provide a better apprecia-

tion of creep than was available heretofore, particula-rly the primary stage, 

a complete solution of the problem in all of its generalities cannot yet be 
. ' 

given. This arises because several significant issues are not yet under-

stood in sufficient detail to provide the desired analytical formulation; and 

also because high Peierls energy materials and very low stacking fault 

energy metals, might creep by different mechanisms than those formulated 

here. 

We will confine our attention to pure polycrystalline high stacking 

fault energy metals that are creeping at temperatures above one-half 

of their melting temperature. Under these conditions we will assume that 

the activation energies for the Peierls mechanism, intersection and cross-

slip are so much less than 50 kT, that these processes take place almost 

instantaneously~. 

As creep takes place dislocations move to the subgrain boundaries. 

But since the creep rate is not affected by the disorientation of adjacent 

subgrains, the subgrain boundaries merely serve as sinks for the dis~oca

tions. As shown by Li, 55 stress fields due to subboundaries are short 
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range and, therefore, tll~y do not introduce any appreciable long-range 

back stresses on the moving dislocations. Subgrains are formed in high 

stacking fault energy metals by the non-homogeneous stressing at the 

grain boundary due'to the different orientations of the adjacent grains. 

The local bending moments and torques to which each grain is subjected 

also increase:::· with the applied stress. Consequently, finer subgrain sizes 

are produced by the· higher stresses. On this basis we assume that the 

significant creep-rate controlling mechanism is determined by the motion 

of dislocations within each subgrain and we here dissociate our' analysis 

from the subgrain-size considerations 'that played a role in some of the 

previous' theories of hj.gh temperature creep . 

. Although most of the disloca~ions in creep specimen reside in the 

subgrain boundary,, transmission electron microscopy reveals that there 

are also d{slocations in the subgrain volume. Some of these dislocations 

are responsible for continued creeping; but the question arises as to how 

free dislocations are formed. They might arise as a result of escape from 

the subgrain boundaries and grain boundaries, or they maybe produced at 

grain boundaries from permanent Frank-Read sources in the subgrain, 

from generation of dislocations at points of high stress concentration in 

the volume or on the boundary of the subgrains, by multiplication due to 

cross :_slip, or by climb over barriers' and from entanglements. Since 

the subg:tain boundaries a~e presumed to be sinks, it is unlikely that they 

permit escap& of dislocations ·when the stress is held constant. There is 

no evide~ce of multiplication of 'dis~ocations in high-temperature creep 

by either primary Frarik-Read sources or at points of stress concentration. 

Cross -slip and climb,' however,· can: provide the necessary generation 

of free dislocations. As a result of cross-slip and climb, each subgrain 
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continues to contain in its volume a number of moving dislocations. 

Subgrain volume, dislocations are never completely exhausted as a result 

of migration to the subgrain boundaries because of facile cross-slip and 

because of climb from entanglements. Therefore there is no need to 

postulate the existence of special Frank-Read sources, as was done in 

some of the previous theories on high temperature creep, which neglected 

the role of screw dislocations, facile cross-slip,and climb from entangle

ments in their formulation. 

Dislocations produced by cross-slip migrate under the applied stress. 

As the cross-slipped segment bows out, edge components are formed. 

Such edge components, although jogged, can move very rapidly until they 

are arrested at some barrier, because the jogs on edge dislocations can 

move conservatively. But the forward motion of the jogs on screw segments 

of dislocations s restrain the motion of these segments because they move 

nonconservatively and therefore require the formation, diffusion and 

annihilation of either vacancies or interstitials. Since the energy of 

formation of an interstitial is extremely high, however, the motion of 

jogged screw dislocations must be almost exclusively attributed to the 

vacancy mechanism. 

Screw dislocations can undertake several different processes, 

dependent on the local geometry: (1) Screw dislocations of opposite signs 

on the same slip plane will annihilate each other; (2) screw dislocations 

of the opposite sign on nearby slip planes can cross-slip and annihilate 

each other; (3) some can leave the subgrain and enter twist boundaries; 

(4) and others will cross-slip to provide additional dislocations. 

As shown by Friedel, 
56 

the length, lj , between unit high jogs on a 

straight screw dislocation will be given by, 
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(4.1) 

under equilibrium conditions where b is the Burgers vector. and g. is the 
J 

free energy of formation of a jog. When, however; a screw dislocation 

is moving, additional jogs having heights of p atomic planes, where p 

can be more than unity, are formed. Therefore moving screw dislocations 

can have many more jogs than the static equilibrium number dependent 

on the frequency of double cross-slip.c There are several consequences 

of cross -slip: (1) When the superjog length on the cross -slip plane is 

longer than 2 r I b(t- t*> 3 the jog itself will act like a Frank-Read 

source and so can provide a supply of dislocations on the cross -slip plane. 

Here r is the line energy per unit length, tis the applied stress and 

t
.~ 

is the back stress due to other dislocations. Other possibilities are 

shown in Fig. 4. 1, (2) when l} is longer than 2r . <t:,t'*) and the JOg HI 

is sufficiently high so that the positive and negative screw edge segments 

of the dislocations can pass each other. the section IJ permits continued 

multiplication of dislocations like a Frank-Read source; (3) When L 1 is 

longer than 2 r I b( t- ~) 3 but FG is sufficiently short so that 

. G-b 
FG <i 8 1f (1- fJ, ) ( ~- ~) ( G = the shear modulus of elasticity. ':lJ.d ))- is 

. . 

Poissons: ratio). a dipole FF' and GG' of positive and negative edge 

dislocations is formed; (4) But when L is shorter than 2 r/b( t- ~. 
the situation over ABCD prevails. Here the continued motion of the 

dislocation results in either the formation or adsorption of vacancies at 

the jog,· dependent upon whether the jog at BC is a vacancy forming or 

an interstitial forming jog respectively. 

Dipoles also form when positive and negative edge segments of 

dislocations on two nearby slip planes cannot pass each other. Because 
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MU -29109 

Fig. 4. 1. Classes of jogs. 
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piled-up arrays of dislocations are not seen in transmission electron 

micrographs of crept metals, long-range back stresses cannot arise from 

this source. But there are other sources of back stress fields that provirle 

barriers that cannot be surmounted by thermai fluctuations. We have 

already mentioned the formation of positive and negative edge dislocation 

dipoles, which constitutes one example of stress field interactions. Such 

dipoles. although they have no long-range stress fields. can nevertheless 

interact with other dislocations in their immediate vicinity. Other stress 

field barrie.rs that cannot be surmounted by thermal fluCtuations can arise 

from screw dislocations under certain conditions. When screw dislocations 

are severely jogged, they move slowly and introduce back stresses on 

other nearby screw dislocations. Entanglements are undoubtedly excellent 

sources of interacting stress fields. The recovery of some of the plastic 

strain where the stress is removed following high temperature creep 

attests to the presence of such back stresses. 

· The preceding deductions then suggest the following summary of 

our model for hlgh-temperature creep: (I) Dislocations in high stacking 
I 

fault energy crystals cross-slip with ease at high temperatures; (2) Edge 

components move rapidly but become arrested near dislocations of the 

opposite sign on nearby slip planes forming dipoles; (3) Other dipoles are 

formed by cross-slip of the screw segments of dislocations; (4) Entangle-

ments are produced in the subgrain volumes perhaps due to interactions 

between dipoles and glissile dislocations and as a result of facile cross-

slip; (5) Continued creep however depends on the motion of jogged screw 

dislocations; (6) As we shall see. both vacancy forming and interstitial 

forming jogs can move with about the same velocity at high temperatures; 

(7) But the presence of tj:le dipoles and entanglements limits the length of 
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the glissile screw segments of dislocations; (8) And back stresses restrain 

their motion; (9) If the dipoles did not recover, the subgrains would become 

cluttered up with dipoles and the creep rate would become vanishingly 

small; (10) The positive and negative dislocations of the dipoles annihilate 

each oth~r. by the climb mechanism; (11) The creep rate, however, as 

seen by this model depends on the motion of jogged screw dislocations; 

(12) The substructure in the volume of the subgrain provides more substan

tial barriers and the length of the glissile screw dislocations decreases 

over the primary stage of creep, thus accounting for the decreasi:ng creep 

rate; (13) But the secondary creep rate is reached when the rate of annihila

tion of the dipoles and entanglements by climb equals their rate of formation; 

(14) The subgra·in boundaries play only a rather passive role in this process 

so long as the stress is constant. 
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5. Quantitative Formulation of a Theory 

for Creep.: of Pure Polycrystalline Metals at High Temperatures 

The quantitative theory for high temperature creep that will be 

presented here,. is formulated in terms of the concepts .<:l~scussed qualita

tively in Sec-. 4 ., Although some of the details of each issue that is 

involved have been stated previously in the literature. they will be briefly 

reviewed here again for the sake of completeness. The only new issue 

concerns thr viewpoint that will be taken and how the individual items will 
\ 

be specialized and introduced into this reformulation to provide a .more 

complete and more realistic theory of high temperature creep than tpose · 
, .. , 

that were presented previously. We shall particularly emp,hasize the 

primary stage of creep since this has been largely neglected in the past. 

High-temperature creep will be considered to be controlled by the 

thermally activated motion of jogged screw dislocations. This subject has 

already been discussed by Mott, 57 Seeger
58 

and FriedeL 
59 

The approach 

we will use here is based essentially on the discussion by Hirsch and 

Warrington. 
60 

The strain rate due to the motion cf jogged screw disloca-

tions is simply 

s 
where the superscripts refer only to the screw components, f being the 

s 
total length per unit volume and r1.f is the mean velocity of the active screw 

s 
dislocations. We emphasize the point that r is the total length of the 

moving screw dislocations. It does not include screw dislocations held up 

at barriers or incorporated in the entanglements. The reason for this 

definition of f will become clear later. 

The mean velocity of a screw dislocation depends on the details of 

the mechanism that takes place at the jog. As shown in Fig. 5.1. the 
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Fig. 5. 1. Force on a jog due to a stress. 
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motion of the dislocation is restrained at the jogs P 2 , P 1 , and P 
3

, etc. 

But as a result of the local stress t- ~the screw dislocation will bow out 

and acquire a radius of curvature given by 

r 
(5.1) 

Thus a force 

acts to move the jog forward. But since 

(5. 3) 

and I 

%=02-(2~)}~ f~((f-1~~/]z ~ 
~ (5.4) 

cos 

the angle 8/2 depends only on .-fj and ( {: -lf If the most difficult process 

occurs at P 
1 

, the point P 1 will lag behind P 2 and P 3 causingo( to 

decrease and therefore the force on P
1 

to increase. Thus local adjust

ments of this type give· a rather uniform forward motion of all of the jogs) 

As a statistical average. therefore, the mean force per:-atom plane height 

is 

(5.5) 

But since long-range back stresses vary periodically over the volume of a 

lattice such thatj ~d(l).- 0 , the mean force acting on a unit height of a 
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jog on a moving dislocation is simply about 

Fx 2:Lb 
-

-? r (5.6) 

As described by Friedel, 56 thermal fluctuations assist the mean force 

acting on each atomic plane height of the jog to either produce or absorb 

vacancies respectively, dependent on whether the jog is a vacancy forming 

or an interstitial forming jog. For example, the net frequency of the 

absorption of a vacancy at an interstitial forming jog is liven by 

--z-i·= z)( ;-) (z-;) e- ~~T e, -c-:~~ 
~ - @r/JT - ~mJk T 

-v(z-;) e e <s.7> 
where 

-zJ = the Debye frequency 

n.. = the probability of a vacancy being adjacent to the jog 
ns 
n.:) = the number of lattice sites per unit volume 

n = the number of vacancies per unit volume of the jog 

l3 = the coordination number 

e j; = the probability of a thermal fluctuation needed to move the vacancy 

to the jog 

0 /'111. = the free energy of activation for the motion of a vacancy 

t:~'b2 _:j_ = the average work done by the applied stress per vacancy absorbed. 
~ ' 
gf = the free energy for the formation of a vacancy. 

Whereas the first term following the equality gives the frequency of 

absorption of a vacancy, the second term refers to the frequency with 

which a vacancy can be produced at this jog'; Diffusion of vacancies is 

known to occur so rapidly at, temperatures above one-half of the melting 

temperature that n ~ n 0 , the equilibrium concentration of vacancies. 
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Therefore n -Ins~ no /ns' . Since the super jog of the screw dislocation 

moves forward one Burgers vector per p vacanc.ies that are produced 

Y= Pi/ (z-) J)e- ~fkT {e 1:1JJ%-IIT ;} 
-r . (5.8) 

where g~tl = g1 + gm .is the free energy for activation of diffusion. A 

similar expression is readily obtained for the forward motion of a vacancy 

forming super jog. · No special consideration need be given the interstitial 

forming jogs. since they can move with about the same velocity as vacancy 

forming jogs. Very likely. however. some of the interstitial forming jogs 

will slide conservatively along the screw dislocation and thus be annihilated 

as suggested by Hirsch. 61 

Although the qualitative bases for the formulation if Eq. 5.8 for high 

temperature creep are rather sound. it is yet necessary to show that it is 

in good quantitative agreement with the experimental facts. The major 

issues concern whether it predicts reasonably accurately both the effect 

of temperature and the effect of stress on the creep rate. Unfortunately 

a simple direct comparison is not obtainable inasmuch as the substructural 

changes taking place over the primary stages of creep are dependent on 

the stress. Thus the substructural parameters ~ and ~ appearing 

in Eq. 5.8 might depend implicitly on the stress as well as the substructure. 

The apparent activation energy. obtained by the effect of an abrupt 

change in temperature on the creep rate is given by 

. 1:f·b2 

dftn Y- - dJ... -p + 
:J= d(-,YJ?T)- J(-~) e .P/#1 -· 1 (5.9). 

' '. 
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where hd is the enthalph for diffusion, and is obtained from the well-

known thermodynamic relations hip 

cl (~d/kT) 
~ (_YkT) (5.10) 

The presence of the term involving the change in the density of screw 

dislocations with temperature arises from the fact that the interaction 

stress fields of dislocations decrease as the temperature increases. 

Consequently some dislocations that are just at rest near a peak inter-

action stress will be released when the temperature is increased. It is 

expected, however, that this contributes only a small positive term to q. 

Since the observed activation energy for high temperature creep is known 

to be about equal to that for self diffusion, it necessarily follows also that 
2 'l: .. {j /:) < pkT for the cases studied. Under these conditions, the apparent 

activation energy for creep is independent of the stress~ and differs only 

slightly from that for self diffusion. 

A further justification of the smallness of~ /p is obtained when we 

consider the known effects of abrupt decreases in stress on the creep rate. 

We suggest here that 

(5 .11) 

The major difference, therefore, between previous formulations of the 

theory for the motion of jogged screw dislocations and the present one 

concerns retention of the first term' following the second equality sign. 
:~::_;,~·· 

. It arises from the fact that dislocations within the subgrain interact with 
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each other. As shown schematically in Fig. 5.2, the interaction stresses 

~vary over the slip plane. When a stress t"-2 is applied.- alL the 

dislocations excepting 'f will be moving through the crystal. But when the 

stress is changed to t'
1 

dislocations c and d w.ill no longer contribute 
s 

to the total length of moving dislocations. Thus f? decreases for a given 

substructure as tis decreased. It has been shown in Sec. 3,of this report 

thatj3 is insensitive to the temperature, an experimental fact which 

requires that ~. i.J ~ / 
;J '/-tJhT < dksP 

d't 
This suggests that most of the effect of changes in stress on the creep rate 

must arise from, the change in the density of moving disloc;:ttions with stress. 

According to :'this interpretation, the creep data for Al require ·that l. 
' ,' - J 

cannot be mJich greater than about 40bo Therefore the distance between 

the jogs ofm:oving dislocations is less than the equilibrium distance 

where g. is the free energy of formation of a jogo But s.ince we have 
l 

confined out attention to high stacking fault metals in which cross -slip 

can occu~ easily. the small value suggested for lj is quite reasonableo 

J>artial confirmation of the validity of Eq. 5.8 was obtained by the 

low stress tests on creep of Al which were reported some time ago 

16 . 
by Harper and Dorno . For low stresses Eqo 5o8 reduces to the linear 

(5.13) 

The creep curves at the lower stress levels gave practically zero initial 

straining and gave the secondary creep rate almost immediately, indicative 
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Fig. 5. 2. Schematic of variation of interaction stresses T,.~ 
over the slip plane. 
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of the concept that only negligible.changes in substructure took place. The 

apparent activation energy for creep was found to be 35, 500 cal. /mole. and 

the steady state creep rate shown in Fig. 5. 3 as a function of stress was 

obtqined. Using the values of 

Do= ... J}6zJ e Ad/.!f _..,_.., s--
z = 12 

b = 2.86 x 10-8cm 

~~· 
we deduce that L has the value of about 1.6.x 10-5cm- 1. In view 

\ fJ:?-
of the low stresses employed here. the density of moving dislocations 

as low as is suggested by the small value of p 1 is qui~-e possible. 
. 6 fJ 2 -

When stresses above about 1.2 x 10 dynes/em are applied, the 

usual initial creep strain followed by primary creep is obtained. the creep 

rate no longer being linear with the stress. Under these ci.rcumstances 

Eq. 5.8 should apply. Since lj is not expected to vary much with stress or 

temperature. we must assume that~ is the major pertinent structural 

variable. The initial straining upon loading increases the number of 

dislocations present. During the course of primary creep. however. }::;; 

must decrease as dislocations enter either the subgrain boundaries or 

entanglements and as more effective barriers to the motion of dislocations 

are established. The decreasing creep rate over the primary stage of 

creep is therefore directly related to the decreasing density of the mobile 

dislocations. 

Inasmuch as no:direct measure of l. /p has yet been established. 
J s . 

it is not possible to accurately determine the value of ,P. The trends, 

however. can be illustrated by arbitrarily selecting lj /p to equal, for 

s 
example, the not unreasonable value of 20b . The values of p obtained 

for this rather· ar,bitr'airy iil{ust\raf,iJon are shown in Fig. 5.4. 
62 

These values 
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Fig. 5. 3. Effect of low stresses on the secondary creep rate 
of high purity aluminum at 92.0°K. (After Harper and 
Dorn. ) 
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..s 
of f are not unreasonable, particularly in view of the fact that selection 

s 
of somewhat higher values of lj would result in lower estimates of f , 
It therefore appears that this theory is consistent with all of the experimental 

facts. 

The concept that ~ is the major substructural variable in the high

temperature creep of many metals is further confirmed by the study of 

the effect of cold work on the creep resistance. During cold work many 

dipoles and extensive entanglements are produced. We therefore expect 

that the creep rate of a cold-worked metal would therefore be much less 

than that for an annealed specimen and that recovery during creep, which 

would release extra dislocations for flow would result in an increasing 

creep rate until the secondary stage is reached. The validity of this 

suggestion is shown in Fig. 5.5 for severely cold-worked Al. The activation 

ene~gy for creep was determined to be 36, 000 cal/mole. Using the same 

assumed values of lj /p= 20b, as in the example of the high temperature 

creep of annealed Al, the calculated value of p increases with creep of 
.s 

cold-worked Alas shown in Fig. 5.6. Again lower values of "fare possible 

by selecting higher values of lj . 

The secondary stage of creep occurs when the rate of generation of 

substructure due to creep itself is balanced by the rate of disappearance 

of the substructure by recovery. Therefore additional information concerning 

creep can be obtained from recovery investigations. As we have seen, how-

ever, the substructure is quite complex, consisting of liberated dislocations, 

dipoles and entanglements in addition to subgrains. It is for this reason that 

no wholly satisfactory theory has yet been developed for the secondary creep 

rate. 
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Fig. 5. 5. Plot illustrating the increasing creep rate of pure 
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The entanglements that are observed, appear to be the most significant 

substructural details seen in crept specimens of high stacking fault energy 

materials. And therefore a complete understanding of high temperature 

creep must depend on more detailed knowledge of how and why they form 

and how they might recover. Lacking sufficient information on this issue, 

we might nevertheless attempt some crude alternate analyses: For example. 

the existence of a steady state during the secondary stage of creep demands 

complete microscopic balance between the rate of formation and the rate 

of annihilation of any one of the numerous significant substructural details. 

Thus. although we cannot yet treat entanglements satisfactorily, we might 

first approach the easier problem of studying the formation and disappear-

ance of dipoles. The analysis to be given here differs only slightly in content, 

by:t nevertheless significantly in concept from that suggested by Chang. 48 

We will let nfi}. be the number of dipoles per unit volume where the 

positive and negative edge dislocations are a distance y apart. We will 

assume that such dipoles are e~iminated by climb induced by the stress 

C\y as shown in Fig. 5.7. Therefore the net rate of formation of dipoles 

of height y is given by 

~tn.f ~] = ( n 7-{ tr a. - ( Vl -z_u 'I -t -k [ ~] f()J 
L-1 ct a (5.14) 

where -z{ is the frequency for a unit climb. Therefore ( n~) y+a is the 

number of dipoles that are gained as a result of climb from a separation 

(y +a) to a separation y. (n-z{ )y are those of height y that are lost 

due to climb, 7{ is the frequency of a unit climb and k [ J. the number 

of dipoles of height y that are formed as a result of slip of screw disloca-

tions per unit area, can (to a good first approximation) be taken as a 

small constant. If L is the mean free path of cross-slip. elementary 
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Fig. 5. 7. Elimination of dipoles by stress induced climb. 
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statistics demands that k[y} = k
0

e -y/L and therefore at the secondary 

stage of creep where dn/dt = 0 we have d (Yls =z{) a.. + k e ~ys/L 
• • ~ 0 

xf;fV = 0 . This equation is readily integrated to g~e ns: ns(y) . 

The maximum value of y above which dipoles cannot form is 
G.b 63 

Y = B ..,.... . ...., 1 -1t... • For steady state conditions of n at y we have. 
m '// (!- v) 0 m 

. from Eq. 5.14 th)at ~,.. e - ~""/L Sps 111 

(ns -zJc d Y"\ ~ -1t'o J s 'u 

or 

s - rlsgm. --4:_, ram fs (2F- h e-- ~miL · 
Thus the secondary creep r.i'te can be expressed either by 

(5 .15) 

in terms of the motion of jogged screw dislocations or by 

fJ s a_t tt !H.. 7{('1 t- 'd-1'1'1-0 

Y:= ..s 
(5 .17) 

. t f 1·· b U . F . d 11 56 . f 1· b h 1n erms o e:. 1m • s1ng r1e e s , express1ot1, or c .1m we ave 

- ~4!J, T ;-_ G);" J2 
t· 7(2--;)e 1e ~T_ 17 
d .· . . J (5.18) 

where pi is the probability of finding a jog on the climbin,g edge dislocations, 

{l is about the atomic volume and 

Gi:J ZA-
~= 8/1 (!-~) &-~ 

Consequently. expanding the term In the brackets of Eq. 5.16 into a· 

Taylors series . _ if~T Gf:> 
"~ //) . _J) z)'. J I jl ) e C f2 e==-tr.....,......,.L (1--.M--) 'C-' 
~.s = ns ~ ~m';f · .o lz-'/ " Ira /;Te (5.19) 
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Although this expression gives the experimentally observed activation 

energy for secondary creep, it is yet incomplete since n at y depends s m 

on the stress. The same criticism can be leveled at all previous theories 

purporting to determine the stress laws for the secondary creep rate. 

All previous theories for creep by climb developed the stress laws by 

introducing questionable assumptions. The eventual solution of the 

problem of steady state creep will depend on a more intimate under-

standing of the formation, nature, and recovery of the substructure, 

particularly entanglements, and the introduction of these concepts into 

a simple theoretical structure. 

In order to obtain the empirical relationship that the secondary creep 

. 64 65 rate increases with the stress to the fifth~_power, Chr1sty and Weertman -,_ 
'; 

had assumed that climb was induced by piled-up arrays of dislocations. 

But such arrays are not seen and therefore the details of their approach 

are highly suspect. On the other hand it is possible that the stress fields 

induced by entanglements lead to stress concentrations that are found 

necessary to give a creep rate that varies with about the fifth power of the 

stress. 

From the viewpoint of understanding the variation of substructure 

during creep on the creep rate, the most important observation is contained 

in the empirical expression discussed in Sec. 3, that 

y- == f ($) 

q 
kT where e = te Therefore 

when t = constant 

(5.20) 

(5. 21) 
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Consequently, 1 i~ ,the tqeory for creep based on the motion of jogged screw 

dislocations is to be acceptable, we must associate f' [ 9] with 
5f such 

(5. 22) 

for a given stress, assuming that. q is to be associated with approximately 

Aithough a completely satisfactory proOf of the nominal validity of 

Eq. 5.22 is not yet available, it is possible to crudely set forth the fact 

that the theory for the motion .of jogged screw dislocations, supplemented 

with recovery by climb, gives, at least very closely, the relatio'nship 

demanded' by experiment. 

The rate Of change of the density of screw dislocations depends on the 

rate at which they are born as a result of climb from entanglements. etc., 

minus the rate at which they enter the stibgrain boundary or are otherwise 

arrested at entanglements or other points in the subgrfiin volume. We 

crudely let this be 

- /1/fJ* 
l - A:, fi?T (5.23) 

. c ~ 
where N is ·the number of regions for climb per unit volume, f is the 

length ~f screw produced per released -dislocation and tc.. is the mean time 

of release of a dislocation due to climb. The first term beyond the equality 
; ' 

therefore refers to the rate of formation of dislocations by climb whereas 
. ' 

the se-cond term states that their rate of disappearance dependson)'t'lr. 

When the pre~iousl;y discuss~d v~lues for ic.. andft'Fare introduced, we 

immediately see that -~tp .-depends on the temperature principally through 
U.t~ . 

;-: fiT· . The major virtue of the proposed theory, therefore, resides in 
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the fact that, at least to a first approximation, ·it does account for the 

observe-d relationship of Eq. 5.20. 

It is not proposed that all materials creep at high temperatures as a 

result of the motion of jogged screw dislocations. The Peierl's mechanism, 

cross slip,. or some other process might be strain-rate controlling for 

pdsmatic slip in hexagonal metals and in some intermediate phases. Even 

when the nntion of jogged screw dislocations determines the creep rate, some 

minor vart9-nts of the proposed theory might apply. FQJi',,_~xample, lilt temper-

atur~s near_or slightly below one.-halfof the melting tempe:r:ature, two varia-

tions of the pr;oposed theory become possible, 1) Vacancies produced at 

jogs miglJ.t not be able to diffuse away .suffi9ieutly r;apidly and in,this. case 

hd must be replaced by the smaller quantity hf where hf is the enthalpy 

for t_he formation of a vacancy in a supersaturation of vacancies .. Here 

also the reverse reaction must be formulated to take such excess vacancies 

into account,. 2} Alternately diffusion may take place along the cores of the 

dislocai:ions. Here hd in the theory must be replaced by the smaller value 

of h' d which equals the sums of the enthalpies for formation and motion of 

vacancies along the dislocations. 

Metals having low stacking fault energies might form piled-up disloca-

tion arrays which would necessitate retaining the long-range back stress 

t
¥ . 

term,~· , in the formulation of the theory and perhaps modify the role of 

climb of dislocations in the recovery mechanism. Low stacking fault energy 

metals are expected to cross -slip less frequently and thu.s should exhibit 

higher values o~ lj . From the practical viewpoint this suggests that the 

jogged screw dislocations. in, such metals will have higher velocities, but 

they will not climb as rapidly. The latter suggests that such metals should 

reach the secondary stage ?! creep earlier and that their secondary creep 
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rate should be lower than that for thehigher stacking fault metals. From 

this basic viewpoint, lower stacking·fault metals should give apparent 

activation energies, q , that decrease linearly with the applied stress. 

Furthermore, the strain rate sensitivity~ • should be slightlytemperature 

sensitive. These two effects should also be noted.:in the higher stacking 

fault m·etals that are deformed at higher stress levels. 

· · · In the previous discussion it was assumed that p .• the .:Probability 
. J 

of finding a jog,. was always high, there being an ample supply of jogsto 

perrriit rapid climb. If this is not the case, pj. might be given by the 

equi.librium number of jogs, e -gi /kT, where gi is the free energy of 

formation of a jog. ·In th1s event the enthalpy term, hd" in the equation for 

clirrib must be replaced by ~ + hj where hj is the enthalpy for the. forma

tion of a jog. It is also possible under forced climb that the jogs are b~ing 

used up more rapidly than new ones are created. In this event the term hd 

in the climb equation must be replaced with . hd + hj 1 . where hj v approaches 

the activation enthalpy for the formation of a jog and is therefore greater 

tqan h .. 
J 

Although these variations in the theory need to be considered, the 

current evidence suggests that Eq. 5.22, is nevertheless, in good ~greement 

with the known facts. The missing information concerns the theoretical 

.s 
determination of how jOchanges during .the course of creep. and how; in 

1 

detail, it depends on· stress;· structure and time .. ··This formulation. of ·· 

course:. must be based on more complete evidence from electron microscopy 

relative to the types of substructure that are signi.ficant to creep. 
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6. Polyphase Alloys 

All highly creep resistant alloys contain at least two phases and at 

least one of these is hard and strong. Three separate types of creep 

resistant polyphase structures, shown schematically in Fig. 6. 1, exist,, 

And all three types of structures can coexist at one time in a single· 

polyphase alloy. Each type of structure is significantly different from 

the others, and each provides its own unique mechanism of creep strength

ening. Such structures can change during the course of creep by more 

precipitation, averaging, and spheroidization; furthermore, dislocations 

in the matrix can interact with the solute atoms that are present. We will 

postpone consideration of such complications for the present and also confine 

our attention to cases where the polyphase structure remains reasonably 

stable during the course of creep. 

Each· structure has its own unique effect on the creep resistance 

of a polyphase alloy. The alloy that has a continuous hard phase about 

the ductile matrix can only creep as the hard phase itself either creeps 

or fractures. When the continuous phase is tenacious, strong and stable, 

highly creep resistant alloys are obtained, but they will be brittle at low 

temperatures. 

Creep in each soft matrix grain of the aggregated alloy must take 

place in a fashion analogous to that of an alpha solid-solution alloy. But, 

dislocations will pile-up at the boundary of the hard phase resulting in 

back stresses on other dislocations in the soft grains and thereby arresting 

their motion. Such back stresses can be relieved by recovery in the soft 

matrix grain, deformation of the hard phase as a result of high stress 

concentrations, and also fracturing of the hard brittle phase. The 

aggregated structure has lower creep resistance than the two remaining 

types. 
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Fig. 6. 1. Schematic diagram of creep resistant polyphase 
structures. 
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The most commonly practiced method of improving the creep 

resistance consists in forming a rather stable dispersion strengthened 

alloy by precipitation hardening. Dispersed particles in the boundaries 

of the matrix grains serve to prevent grain boundary shearing. This not 

only reduces the creep rate by the amount of grain boundary shearing, 

but it also results in the presence of higher back stresses on dislocations 

by the amount the back stresses would have been relaxed by grain boundary 

shearing. Moving dislocations in the grain of a dispersion strengthened 

alloy can interact in various ways with the dispersed particles; they might 

cross -slip, climb, cause deformation in the particles, or fracture of the 

particles. It is not surprising that, in view of the complexity of this 

problem, very little quantitative experimental work or theoretical analyses 

have been made to foster a better understanding of the creep of po'.lyphase 

alloys. 

As discussed by Grant and Preston 
66 

in their 1956 review of the 

subject and as presented more recently by Guard67 in the 1960 A. S.M. 

Symposium on Strengthening Mechanisms in Solids, current theories of 

68 
dispersion strengthening are based on Fisher, Hart and Pry's extension 

f 0 1 69 . . 1 t o rowans or1g1na concep . Orowan suggested that as slip takes place, 

dislocation loops can extrude between adjacent particles on the slip plane. 

as shown in Fig. 6.2. Consequently the yield strength~ depends on the 

particle spacing 'A according to the Frank-Read equation 

r 
'* t -t'''= b )\/2 (6.1) 

where t is the back stress acting on the moving dislocations. Fisher, 

Hart and Pry further suggest that the loops of dislocations left about the 
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Fig.·· 6. 2. Schematic of dislocations extruding between 
particles as suggest by Orowan. 
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particles result in a back stress 

t*== 
where 

3/2 
3#Gbf 

/L 
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(6. 2) 

N = the average number of loops about the particle and depends on 

the strain 

r = the mean particle radius and 

.p = the volume fraction of dispersed phases 

which causes very rapid strain hardening. Therefore the flow stress for 

plastic deformation depends on the particle spacing A and the mean 

particle radius, r . The finer the dipersion, the greater is the strengthening. 

At low temperatures they assumed that the hardening increased with strain 

as a result of the increasing number of loops about the particles. The 

maximum hardness that can be achieved is either that which causes plastic 

deformation or fracture of the particle under the stress concentrations due 

to piled-up dislocations. Under a constant stress, a fixed strain results 

when the back-stress fields due to arrested dislocations and loops equals 

the applied stress. 

70 71 . 
Weertman, and Ansel and Weertman have shown that deformatwn 

of a dispersion hardened alloy under constant stress can continue to take 

place at high temperatures as a result of climb of dislocations. They 

assumed that dislocations originated at fixed Frank-Read sources, of 

which there are M distributed at random per unit volume. Under the 

action of an applied stress, dislocations move out from these sources 

producing a series of concentric rings about the sources to a maximum 

radius L , until they interact with each other and thus stop the sources. 

When the dislocations in the outermost rings from the series of sources 



.. 
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climb and annihilate each other, an area 11 L 2 is swept out per source. 

Consequently, the steady state creep rate should be given by 

(6.3) 

where t is the average time for complete climb of a dislocation. If 
c 

however the near sources reside on slip planes about a distance h apart 

and, therefore 

b 
(6.4) 

where the height of climb, h , is now associated with the mean height of 

the particle. 

Weertman 
70 

suggested that two types of creep laws were operative 

dependent on the stress. When 2 rjbL < t-< 2 rx ;\ dislocations can

not form loops about the particles, but Weertman suggests that they never-

theless climb. From the frequency of a unit climb given by Eq. 5.18, we 

obtain 

_/ = ......._CL_V_(~Z_-____::1 )~ 
t A. 

. 

- ~~1f:~.C2 J 
e Le .+T -l_j 

suggesting that, since CJ;)( is small here, 

./) e- g'Ykr ~n 

(6. 5) 

(6.6) 
Y:- ba..zJ{z-1) 
.s- ,A-<. ~· JrT . 

Cf;y, is. taken to equal/:. This coincides with Weertman's equation when 

It is, however, difficult to justify this equality since the major stress 

field that is acting in this instance arises from the image field of the 

blocked dislocation which gives CI';,)l = 0 at the core of the dislocation: 
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At higher stress levels We;ertman 70 suggests that piled -up dislocations 

give 

(6. 7) 

and, loops do form about the particles. The distance a loop must climb 

before another can form is 

A= (6.8) 

But it is difficult to visualizE( the details of climb if all loops start out 

on the same slip plane because here again ([ = 0. 
;...~ 

For the higher 

stresses Weertman gets, the equivalent of 

for the secondary creep rate. 

Unfortunately there is practically no good data available to check 

Weertman's theory. ·The most pertinent appears to be that obtained by 

Giedt, Sherby and Dorn 
72 

a number of years ago on the creep of dispersions 

of CuAl2 in an Al solid solution matrix. An activation energy for creep of 

37,000 cal. /mole was obtained, a value only 1, 500 calories per mole 

above that estimated for self diffusion of Al and therefore in crude agree-

ment with the theory in this respect. The secondary creep rate could be 

approximated in most cases by 
.37; t17Jt) 

-k.T. 

where the average constants shown in Table 6.1 were obtained. 

(6 .1 0) 
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Table 6.1 
·-··--·· ··-

.A Alloy Temperature h A n 
%Cu OK em em 

3.05 422 9. 7 X 10 
-3 

1.57 X 10 
-4 

1.5 

3.05 422 9.6x10 
-4 

.15x10 
-4 

8.85x1o
10 

0.88 
-3 -4 

20 X 10
10 

3.05 41"7 9. 7 X 10 1.57 X 10 .81 

3.05 477 9.6 X 10 
-4 

.15 X 10 
-4 

64 X 10
10 

.81 

3.05 530 9. 7 X 10 
-3 

1.57 X 10 
-4 

13x1011 ,_. 63 

3.05 530 9.6 X 10 
-4 

.15x10 
-4 

9.64 X 10 
2 

1.56 

3.05 578 
. -3 

9. 7 X 10 1.57 X 10 
-4 

20.2x10
11 .49 

3.05 578 9.6 X 1(') -
4 

.15x10 
-4 

30.6 X 10 1.6 
--

As noted in Table 6.1, the value of n was always greater than that 
? 

suggested by theory (namely, 4 as expansion of Eq. 6. ~ into a Taylors 

series .. reveals). ·.Furthermore A was not proportional to A/A . 
Consequently. the theory does not agree well with the limited, somewhat 

scattered_, data currently available. 

In their creep studies on a SAP alloy, Ansel and Weertman obtained 

an activation energy of about 150,000 cal. /mole. ·Since climb in a disper

sion hardened Al alloy should give a value of about 35. 500 cal. /mole. 

that estimated for diffusion, the creep of SAP. as we will describe more 

fully later. must undertake some other mechanism than that post~lated 

for the usual dispersion strengthened alloys. 

Our un<Erstarrlirg.ci high-creep resistance of dispersio~_strengthened alloys 

could be advanced appreciably by more critical experimental investigations. 

covering determination of the activation energy and the ·.stress law as well 

as the nature of the primary stage of creep in terms .of particle size and 

distribution. Additional work is required on the nature of the substructures 

I 
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and dislocation patterns that are obtained during creep of dispersion 

strengthened alloys. And finally, perhaps, better theories for the high 

temperature creep of dispersion strengthened alloys can be developed in 

extending Weertman's critical and most si.gnificant concept that the second-

ary creep rate at high temperatures is controlled by the dislocation climb 

mechanism. 

A more realistic approach to the problem of dispersion strengthening 

is based on the concept that the Orowan model gives a gross idealization 

of the true state of affairs. Recent electron microscopic investigations 

by Thomas 
73 

have shown that in the initial dislocation pattern, dislocations 

go from one to another particle. Frequently upon stressing, new dislocations 

are formed not at Frank-Read sources, but at the boundary of the dispersed 

particles and they loop out into the matrix. Thomas, Nutting and Hirsch 
7
\ave 

observed that the presence of hard dispersed particles induces cross-slip. 

And Mitchell, Mitra and Dorn 75 have shown that most of the low temperature 

strain hardening of dispersion strengthened alloys does not arise from the 

Fisher- Hart- Pry mechanism of back stresses from concentric planar loops 

but rather, is due to the extremely dense dislocation population in the 

entanglements. Although these observations were based on the low temper-

ature behavior of dispersion strengthened alloys. it is nevertheless reason

able to believe that most of these features with only minor modifications 

also apply to the creep behavior. 

A tentative concept of the issues involved in the high-temperature 

creep of a dispersion -strengthened alloy might now be suggested. In this 

discussion we will consider only the case of a stable dispersion embedded 

in a matrix wherein no interactions take place between the dislocations and 
I 

solute atoms. Under these conditions, we believe that the primary stage of 
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creep can be described by Eq. 5.16 for the motion of jogged screw dislo'ca-

tions. -This creep should differ from that in the dispersion free alpha 

solid solution due to the extensive cross -slip induced by the dispersed 

particles. Poly-slip and cross-slip in the neighborhood of the dispersed 

particles should result in a greater number of centers for entanglements 

and should therefore reduce the number of freely moving screw dislocations 

more rapidly than in a similar alpha solid solution. Due to the particles 

and their associated entanglements, the density of moving screw disloca

tions will be less at the same stress level and temperature than in an alpha 

solid solution. When the dislocations are highly jogged, the activation 

energy for creep at the lower stress levels should approximate that for 

self diffusion. But at- higher stress levels and particularly -for low stacking 

fault metals the activation energy for creep should decrease linearly with .. · 

the applied stress. Because ? , as well as the activation energy depends 

on the stress. it is not possible to make any reasonable predictions of the 

stress law for high-temperature creep of dispersion strengthened alloys 

at this time. The secondary creep rate should be given either by Eq. 5.16 

for the motion of jogged screw dislocations or by the rate of release of 

arrested and entangled dislocations as a result of recovery by climb. In 

this model the value of a; y to be used in calculating the fre·quency for 

climb. will be given by the steady state conditions of the nature and density 

of the dislocations in the entanglement. Such steady state conditions of 

course will depend on the applied shear stress. It is suggested therefore 

that the high creep resistance of dispersion strengthened alloys is due to 

the low rate at which dislocations issue by climb from the entanglements 

and particularly the short distances they move before they again become 

entrapped. 
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A qualitative discussion on the creep behavior of SAP in terms of 

dispersion strengthening was presented by Grant and Preston. 
66 

However, 

the data obtained by Ansel and! Weertman 71 that the activation energy for 

creep of SAP is about 150. 000 caL /mole. disqualifies the thought that 

its creep resistance follows the dispersion strengthened model. More 
76 78 

recently. Meyers and Sherby and Meyers. Shyne and Sherby investigated 

the creep of SAP and obtained very high activation energies, much above 

those for the activation enthalpy for diffusion in Al and in much better agree

ment with that for volume diffusion of the anions in Al2o3. Specimens also 

remained rigid and were crept at temperatures aboye the melting temper

ature of pure Al. The creep behavior of SAP was therefore attributed' to 

follow what is expected from the presence of a thin film d Al2o3 
adhering more 

or less continuously to the fine grained AL 
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7. Overaging and Spheroidization 

during High -Temperature Creep 

It is well known that the creep resistance of two-phase alloy systems 

decreases during the course of high-temperature creep as a result of 

spheroidization and particle growth. The driving force for this reaction 

is the decrease in free surface energy; and the rate at which it takes 
: 

place depends on diffusion. The continuous hard film type of two-phase 

alloy spheroidizes, as shown schematically in Fig. 6.1, and assumes the 

~ow creep resistant characteristics of a two-phase agglomeration. The 
{ . 

dispersion strengthened alloy develops a more widely spaced configuration 

of larger dispersed particles. As a: result of such coarsening there are 

fewer points per unit volume at which cross-slip is induced and therefore 

there is less jogging and fewer points where entanglements might be 

induced to form. This also result's in a decrease in creep resistance. 

Since the design of high temperature alloys for long-term high-

temperature creep resistance depends on the stability of the structure, we 

will analyze the factors that are involved, following an earlier discussion 

. 78 
by Schoeck. The problem will be simplified by considering the coarsening 

rate of a spherical dispersion of an incoherent precipitate. We will not 

concern ourselves here with the nucleation of the precipitate, coherency 

stresses, precipitate shape and other auxiliary problems such as changes 

in composition of· the precipitate. 

The free energy of a system consisting of a spherical particle of 

hB atoms embedded in a matrix solid solution of B ato:ns in A. 

assumed to be ideal, involves the free energies of the particle, the solution 

and the free surface energy. At equilibrium the change in free ~nengy. 



-84- UCRL-10598 

when one B atom is removed from the surface of the particle and deposited 

in solution, is zero. The free surface energy of the system is 

(7 .1) 

where 'f is the free surface energy per unit area. And the number of 

B atoms in the particle is 

(7. 2) 

where fl. is the atomic volume. Therefore, the change in free surface 

energy upon adding one atom to the particle is 

d 'If d/t 
d 'Ph 8 JJt d -Pn13 

(7. 3) 

The free energy per atom of the particle is 

ci'PF P ~ ~ 
--= /)_8 -f f :J2.n- T ;J8 J-Pn o 

1' B 
where {)_ is the energy per atom in the particle phase, 

...pr\ 13 "' ~LB is the atomic volume, and ~8 is the entropy per 

(7 .4) 

p is the pressure, 

B atom in the 

particle phase. Assuming an ideal solid solution w.ith random mixing of 

h A atoms and n B atoms, the free energy of the solution is 

Therefore the chemical potential of each B atom in solution is 
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The total change in free energy: upon transfer of one atom of B to the solution 

is. at equilibrium 

(7. 7) 

Letting f1 a/( JJ f /). \=. C~' the composition of the solution, and noting that 
,IJ. v I !3 .· 'Ill '' A- -p 

at ('I ~'PC\ and the thermal entropy at high temperature. A ::='A, , 
~L8 ~~8 . B ~ 

we obtain (~13 -~L/_8) 2 ~:a_ 

c~e 
/trT 

.4 .p . . 'l. 

where U
8

- U
8 

is the heat of solution per B ·atom. 

(7.8) 

Therefore, the 

cone entration, 

(/L = co) is 

C0 of B atoms in equilibrium with a flat surface 
4.u -~''J 

- e ""-.e 

Co= e ~T (7. 9) 

and 

(7 .10) 

where 

(7. 11) 

Consequently, the equilibrium concentration of solute atoms about a small 

particle is somewhat greater than that around a large particle. Therefore, 

the smallest particles will dissolve and the solute will precipitate out on 

the largest particles until a uniform distribution of particle sizes is obtained. 

Final equilibrium will be ach.ieyed only when a single large spherical particle 

is formed in the matrix. ", 

We now wish to estimate how long it will take for a small particle 

of radius r to dissolve. An exact solution to. this problem is very difficult 
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because as the smallest particles dissolve, those of intermediate size 

first get larger. When all of the smallest sized particles have dissolved 

those that originally had intermediate sizes and therefore grew at first, 

now being the smallest, begin to dissolve. Fortunately an exact solution 

is not necessary to illustrate the principles and to identify the major 

factors involved. 

For simplicity we consider the two particles shown in Fig. 7.1 

having initial radii r0 and r where r 
0
> r . We assume that steady state 

diffusion is established and that the concentration gradi.ent is linear 

between the two particles. Very little error is introduced if we assume 

? to be small relative to r , Therefore the concentration gradient 

between particles a distance A apart is .crudely estimated to be 

Co(e+!K_ e+/Oto) 

1\ 
dC.. (_}_ - _L) 

J2 /lll (7.12} 
--
~1\. 

The diffusing flux is 

ct { ¥' £__!] 
d:t 

); - _!_} 
!A Ao (7.13} 

where the term to the left of the equality gives the number of atoms leaving 

the smaller particle per second, D is the diffusivity, and 'flJt.?is the area 

of the larger particle through which the flux moves. When Eq. 7.13 is 

integrated for r > r we obtain 
0 

(7.14) 

In spite of the gross approximations that were made, Eq. 7.14 suggests how 

the various variables enter the problem. Because t a:/(.'/- small particles 

dissolve in a short time. As the particles become larger the time for their 

dissolution increases substantially, not only because r is increased, but 

also because A is increased. 
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Whereas 'f- and .Il.. usually change only mildly with the system in 

question, D plays a much more important role, since it can be quite 

different for different systems and temperatures. But the major factor 

in determining the time for dissolution of the smaller pa,rticles is c
0 

. 

It is essential to point out, however, that the coarsening of a disper-

sion strengthened alloy during creep might proceeq somewhat more rapidly 

than it would in the absence of creep. A small increase in the diffusivity 

is to be expected as a result of the excess vacancies generated at moving 

jogs on screw dislocations and as a result of climb of edge dislocation. 

More significant, however, is the fact that moving dislocations can consider-

ably increase the average diffusivity because of rapid pipe diffusion along 

the dislocation core. 

To illustrate the great importance of C0 , Schoeckl~onsidered a 

Ni-Al alloy which might have either Ni 3Al or Al20 3 precipitates and 

calculatedthetime t forthecase r
0

=10- 6cm, r=l0- 7cm,A =/f' 
0 and 700 C, as shown below 

Precipitate Diffusing D c t Element 0 

Ni 3Al Al 10-10 -2 
,......, 5x1 0 ___, 

Al2o3 0 10- 7 ~ 10-14 
r-J 

sec. 

10 2 

1011 

whereas the small Ni 3Al particle would have dissolved in 100 seconds, the 

Al20 3 particle under similar conditions, and in spite of the higher diffusivity 

of 0 that was assumed, would take about 1000 years to dissolve. 

This example illustrates clearly that the compounds having the greatest 

heats of formation should provide the greatest structural stability. From the 

viewpoint of stability, oxide dispersion strengthened alloys appear to be most 
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promising although some slightly less'13table systems might have other 

advantages. Adherence between the matrix and the precipitate is also 

significant. 

. ·":,' 

•.: 

:.; "' 

'-'J•' 
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High Temperature Creep 
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Several excellent reviews 79 - 81 have been written on the influence 

of solute atoms on the mechanical behavior of alloys. Although most of 

what has been said pertains to the behavior of alpha solid solutions at low 

temperatures, some of the same principles also apply under conditions of 

high-temperature creep. On the other hand, the relative importance of the 

various strengthening mechanisms changes as the temperature is increased 

and new factors enter into the analyses at high temperatures. Therefore, 

the factors that provide great solid solution strengthening at low temperatures 

are not necessarily the best for developing creep resistance at high tempera

tures. For this reason it is appropriate to consider the special factors of 

solid solution effects that are particularly significant for high-temperature 

creep. 

The high creep resistance of some complex ceramic materials is due 

to a high Peierls activation energy, solute atom pinning of dislocations, and 

high activation energies for diffusion. Among the more ductile materials, 

however, the highest creep resistance is achieved, as we have already dis

cussed in Sec. 6, by the introduction of hard and stable phases in a ductile 

rna trix of refractory body-centered cubic solid solutions. The creep resist

ance of such alloys is determined not only by the nature and distribution of 

the second phase but also on the creep resistance of the softer matrix in 

which the hard phase is embedded. Additional creep resistance can be 

achieved in a dispersion hardened alloy by further strengthening the ductile 

rna trix. We will consider here, however, only single phase alpha solid 

solutions to illustrate What factors are involved. 
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There are a number of different effects of solid solution alloying on 

the creep resistance and these effects do not all vary linearly with the atomic 

percentage of the alloying element. Consequently the effects of two or more 

elements are not simply additive. Furthermore. the greatest benefits are 

achieved by using a series of solute elements (not just one) so selected as to 

provide optimum coverage of all factors involved. Although a quantitative 

approach to the design of alloys for creep resistance from this viewpoint has 

not yet been developed. qualitatively at least. these concepts are employed 

and the significance of this complexity effect has been recognized. There

fore. many of the highest strength high temperature alloys now in use have 

compositions that appear to represent a roll-call of almost aH of the metallic 

and many of the non -metallic elements in the periodic table. 

The following issues are significant in solid solution alloying for high 

temperature creep resistance: 

A. Diffusion Effects 

B. Stacking Fault Energy Modification 

C. Peierls Stress Modification 

D. Mott-Nabarro Hardening 

E. Guinier-Preston Hardening 

F. Suzuki Locking 

G. Cottrell Locking 

H. Fisher Short-Range Order Hardening. 

We will discuss each in turn. 

A. Diffusion Effects ~ 

Although we shall emphasize here the factors that lead to high tem

perature strengthening. it is necessary to point out that some alloying ele

ments actually decrease the high temperature strength of alpha solid solutions. 
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A. typical example Is the alloy of C in 'f_ Fe. Whereas C in solution in 

eX- Fe causes appreciable low temperature strengthening. when dissolved 

in sufficient quantity in ·'{- Fe it increases significantly the creep rate 

under a given stress. Sherby, 
36 

as noted in Sec, 3, has shown that this 

arises from the fact that C increases the rate of self--diffu,i!:i:an of Fe in 

'f- Fe. In general, therefore. an important effect of alloying elements on 

creep arises from their effect on the diffusivity. This factor, of course. 

has special significance to the high temperature plastic behavior of materials 

because diffusion li.s not involved in the low temperature plastic behavior. and 

because the high temperature plastic behavior is usually diffusion controlled. 

The same trend is noted in defect lattices of intermediate phases; those com-

positions that have a greater equilibrium number of either vacancies or inter-

stitials exhibit lower strengths at high temperatures because of their higher 

diffusivities. Vacancy-solute atom binding will increase the activation energy 

for diffusion and improve the creep resistance. 

B. Stacking Fault Energies 

Dislocations lying in the (111) plane of FC~ metals dissociate with 

a decrease in energy into pairs of Shockley partials forming between the 

particles two layers of atoms packed according to the HCP arrangement. A 

twin boundary consists of a single layer of atoms packed according to the 

HCP basis. Thus a stacking fault boundary has roughly about twice the twin 

boundary energy, The energy '{ of a unit area of a stacking fault is almost 

equal to 

(8. 1) 

where h is the spacing in the [111] direction, V is the molar volume, and 

hF and cF are the molar free energies of the hexagonal and cubic phases. 
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The separation of the partial dislocations .. is determined by ·/-and is esti-

82' rna ted to be about· · 

(8. 2) 

. t. 
where a is the lattice constant. Since alloying elements influence '0 a they 

change the spacing between the partials. For example, .as Co is added to. 

Ni the composition approaches that for the tran.sition fromthe FCC to the 

HCP phase. Therefore hF - cF decreases as the ~o conten,t is increased. 

causing 'f to decrease and thereby increasipg the ,separation. of the partial 

d. At high temperatures the separation of the. partials becomes yet greater 

because solute atoms distributed themselves between the two phases in such 

a way as to further decrease the free e11ergy of the system. Theoretical 

deductions by Seeger~83 suggest that i~creasing electron/atom_ratio as a 

result of adding solute elements to Cu. Ag. or Au, causes a decrease in the 

stacking fault energy. This is consistent with the increased ease of twinning 

in the higher electron/atom ratio solutions of these metals. Howie and 

Swann :s4 have also measured the change in stacking fault energy upon 

alloying in a number of cases. In general the stacking fault energy may 

either increase or decrease upon alloying. dependent on the system. The 

stacking fault energy can also vary slightly with temperature,. 

Relative to FCC metals that creep by the motion of jogged screw dis-. ' .. .. ':.. . . 

locations and by the climb of edge dislocations. those alloying e.lements that 

lower the stacking fault energy shou~d have greater values of l. because of 
. ' . -. ' . ~\. :. . .. . -. ·, ,_ '. J . 

their higher constriction energies and the lowered probability for cross,-
. ~ . -

slip. Equally the rate of climb should be lower because p. is smaller. 
- . . . - . : ' . ' : . :< :J --, : 

:j' 
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C. Peierls Stress Modification 

The Peierls stress for pure FCC metals is so small that it never 

plays a role in the plastic deformation of these metals even at low tempera-

tures. Although the Peierls stress is greater for BCC metals. the Peierls 

mechanism is so easily activated that it is never significant above room 

temperature. Alloying may modify the Peierls stress in BCC metals. but 

it appears that such modification would not be large enough to play a role in 

high temperature creep. 
(85 Recent data, , however, suggest that the Peierls 

stress for prismatic slip in Mg is reduced considerably by alloying with Li. 

The Peierls mechanism, however, may be important in the creep of inter-

mediate phases and ceramic materials. 

D. Mott-Nabarro Hardening 

Periodic volumetric hydrostatic tension stresses are introduced in 

the lattice by substitutional solid solution alloying. The motion of the screw 

components of dislocations will not be resisted by such stress fields but 

such local stresses will restrain the motion of edge components. Although 

the dislocations are somewhat flexible their line tension tends to keep them 

more or less straight. Consequently. when the stress centers are close 

together, as they are in the usual case of solid solution alloying, the dis-

locations move more or less as rigid units, through the average stress of 

the periodically varying field. Consequently these stress fields have almost 

zero effect on the flow stress. 

The stress fields of interstitial solute elements interact with both 

edge and screw dislocations. Generally the concentration of interstitial 

elements is comparatively low so that dislocations can bow out between the 

high stress centers. In this case the applied stress must force the disloca-

tions over the peaks of stress. Consequently somewhat higher solid solution 
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strengthening is obtained from interstitial alloying. So long as the alloying 

remains random, however, neither of these mechanisms aid much in im-

proving high temperature creep resistance because they are easily thermally 

activated. 

E. Guinier-Preston Zone Hardening 

During the early stages of precipitation in some systems. like atoms 

cluster to form Guinier-Preston zones and finally s_table phase precipitates. 

Such clusters of atoms and Guinier-Preston zones also restrain the motion 

of dislocations but usually much less effectively than critical dispersions of 

stable phase incoherent preCipitates. The presence of such clusters and 

Guinier-Preston zones have only very short lives at high temperatures and 

therefore are not usually significant to high temperature creep. 

F. Suzuki Locking 

Suzuki locking 86 constitutes a potential mechanism for improving 

the high temperature creep resistance of FCC alloys and therefore deserves 

more detailed attention. The stacking fault between the Shockley partials 

of the FCC system consists of two atomic layers of HCP packing of a toms. 

At high temperatures, where diffusion can occur, solute atoms will dis-

tribute themselves between the fault and the FCC crystal.~ in a manner 

analogous to the distribution of solute atoms between two phases. Although 

a complete and accurate analytical description of such a distribution is 

available, ·• 8 7 
it will be convenient here. in emphasizing the physical aspects 

of the problem. to treat the stacking fault as· a separate phase rather than 

a surface. 

The geometry of the problem is illustrated in Fig. 8. 1. At equili

brium the stacking fault between the partials A and B. shown as the cross

hatched region, has a composition cf whereas the composition of the crystal 
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MU-29119 

Fig. 8. 1. Stacking fault in Suzuki locked alloy. 

' ' ' ~. 
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remains about the average value of the alloy, namely c. Ifthen, a unit length 

of the dislocation is moved a- distance 8, assumed to be identical for both 

partials in this approximation, the work done is ( z-_z-)b S. This work must 

equal the increase in chemical free energy. In moving the partial disloca

tions an amount 8 . the volumes of the phases changed 2h6 ; for the first 

dislocation this volume of the matrix phase was produced at a composition cf 

res~lting in the disappearance of the same stacking fault volume of the same 

composition; and at the second dislocation this volume of the stacking fault 

was produced resulting in the disappearance of the same volume of the matrix 

phase at the composition c. Consequently 

{1'-t~bS= 2t6 {CF-F0c -+{F~Fj) <s.3> 
where Vis the molar volume, assumed id~ntical regardless of stacking. F 

~s the free energy per mole of the matrix. Ff is the free energy per mole of 

the faulted region, and the subscripts cf and c refer to the compositions at 

which the free energies must be evaluated. Therefore 

(t-[*J= t~ {fF[__F)~ -{r F)cp]<a.4l 
In gener~l both (Ff- F) and (Ff- F) .· are positive as, e.g .• in the case of c . c 

f 
Ni-Cu alloys where the stable phase is always FCC. the faulted region having 

f f 
the higher free energy regardless of composition. But (F -F) ~ (F -F) 

cf c 
since the composition cf was obtained as a result of equilibrium. Consequently 

the total term in the braces of Eq. 8.4 is always positive. 

An additional relationship between the variables of Eq. 8.4 is obtained 

by invoking quasi-equilibrium c~onditions between the matrix phase and the 

faulted region. Complete equilibrium, of course, is never achieved inas..., 

much as this would demand the disappearance of the faulted regions. We 

consider, therefore, open matrix and faulted phases for which, at equil

ibrium, the virtual change in free energy b F 't for the total system is 
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where F 1 refers now to the free energy of the matrix containing na "a" 

atoms and nb 11 b 01 atoms, etc. The partial derivatives are, therefore, the 

chemical potentials. At equilibrium. ~ Ft' for the total system is zero. 
' - .f_ ~ f 

To arrive at the equilibrium condition we let ~n = d ~a.-- dYlb- Qr)b- 1'\a. • 

This is merely the expression for conservation of mass which yet permits 

atom species transfer of 6h atoms of type "a" from the fault to the matrix 

and! b () atoms of type evbn from the matrix to the fault, For equilibrium, 

therefore. 

I I d '.P . t df clf f + d Fl =o -.... ~~ (8. 5) 

dna. dnb c) nf d nf 
b 

In general, the thermodynamic data that are needed to achieve a 

simultaneous solution of Eqs. 8. 4 and 8. 5 are not available. Furthermore, 

theories on the thermodynamics of solid solutions have not yet been wen 

enough developed to provide reliable analyses of the thermodynamics of un-

stable solid solutbns (eg. ,hexagonal Cu-Ni alloys}. But in order to obtain an 

initial concept of possible trends, the regular solution laws might be invoked. 

To simplify the analysis this will be done not only for the matrix but equally 

for the faulted! volume, in spite of the fact that the stacking fault region 

should be treated as a surface. 

The free energy of an open regular solution consisting of n 11 a 11 

a 

atoms and nb 11 b11 atoms can be written as 

(8. 6) 
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where N is Avogadro's number. Fa and F b are the free energies.per mole 

of pure 11 a 11 and "b" atoms and the last term refers to the contribution of 

the entropy for random mixing. A similar expressi<;>n applies to the faulted 

region. When C is defined as 

(8. 7) 

Equation 8. 6 written for one mole of the alloy reduces to 

with similar expressions. for the -remaining free energies in Eq. 8. 4. Then 

where the entropy terms vanish. Also 

( 8. 1 0) 

Introducing Eqs. 8. 9 and 8. 10 into 8. 4 gives 

(t-t*J= f;/(c-c;c/(Ff-;:){l;r:-!i!J 
+(LJH!-LJK)c-(!j/-/¥h+~iJHh:) · 

c.p 

(8. 11) 

For equilibrium conditions. we apply Eqs 8. 6. etc. to the condition 

given by Eq. 8. 5. For example 
I 

dF = F;_ + LJ Hm + 
dn(L N N 

d4H~~ de._+ JT h _n_a. +_n~'.h <8 • 12a> 
<:Jc.. cll\ .. 

and 

(8. 12b) 
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recalling that 

ancl de I ---
diJb ha_ f 16 

and similarly for the faulted region 

Consequently the equilibrium condition obtained by introducing Eqs. 8. 12 

and 8. 13 into 8. 5 is given by 

Eqs. 8. 11 and 8. 15 therefore constitute the solution to the problem. An 

explicit expression for cf is not obtainable from Eq. 8. 15 since c)~+' L\ H~ 
also depends on cf. But the quantities in the braces of the exponential term 

will be positive and therefore cf will be somewhat smaller than c. This 

difference will be greatest at the absolute zero and as the temperature in-

creases cf will increase very slowly to approach c. 

When the solution is ideal the ~H 1s are zero and the Eqs. 8. 11 and 
m 

8. 15 reduce to the simple expressions. respectively, of 

(t-t~== ;.jcc-c+)6F (8. 16) 

t1 r:-hT c e (8. 1 7) 
1-C; 1-C 

where 

(8. 18) 
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and 

(8 0 19) 

\.\·and ·fa_ being the stacking fault energies in pure b and a. Therefore 

( [- !'*) can vary mildly with temperature depending on the variation in 
j 

stacking fault energies of pure a and pure b with temperature. 

We now wish to illustratethat substantial high temperature strength-

ening can be achieved by the Suzuki mechanism. For this purpose we will 

consider reasonable values for the pertinent thermodynamic quantities. For 

example. let 

2 

{ 

50 ergs I cm 2 
"' 100 ergs I cm 2 150 ergs/em 

V = 10 cm 3 

h = 2.5 X 10-8 em 
. -14 

3_ ( yb- '}A..) {1.66 X 10 14 
Then .b.F ::: = 3. 32 x 1Q.~ 4 ergs/atom 2h 4. 98 X 10 

Introducing this into Eq. 8. 17 we find that the results given for c - cf shown 

in Fig. 8. 2 are obtained. Thus according to Eq. 8. 16" we obtain the /:- t* 
versus T data shown in Fig. 8. 3; 

These estimates reveal that substantial strengthening can be obtained 
/ 

as a result of Suzuki locking. In general the strength of Suzuki locked alloys 

decrease only slightly with an increase in temperature. This trend, however. 

might be slightly modified by the addition-al effect of temperature on '{i- Ya.. 
which was neglected in this estimate. 

When the stacking fault is only a few Burgers vectors wide, it may 

be possible to have thermal fluctuations ... a.id iin unlocking the dislocations. 
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At high temperatures, however, such released dislocations would relock 

very rapidly as a result of diffusion of solute atoms, This would result in 

relatively few moving dislocations and thus give low creep rates. Such 

locking would also take place with all freshly generated dislocations, 

When the stacking fault is more than a few Burgers vectors wide, 

the activation energy for unlocking the dislocations should be so great that 

the frequency of unlocking becomes negligibly small. Consequently. 

practically no creep will take place unless the stress itself is large enough 

to unlock the dislocations. 

In spite of the rather good theory for Suzuki locking, no unique 

examples of high temperature strengthening by this mechanism have yet 

been announced. 

G. Cottrell Interaction Effects 

88\ 
Cottrell~ ' interactions also play an important role in creep, 

particularly near the lower temperature limit of the high temperature creep 

range.,Substitutional atoms that have atomic radii which differ from the soL-

vent species introduce local strain centers in the lattice. Such strain 

centers can react elastically with the hydrostatic tension stress fields 

:881 . ; 89· 
around edge dislocations. As shown by Cottrell. and Cottrell and B1lby. 

the interaction energy between an edge dislocation lying along the z axis of 

a cylindrical coordinate system and a solute atom at r and o( is given by 

V== A 
A 

5!11o( (8. 20) 

where A = 4 R 
3£ Gb, R being the atomic radius of the solvent and R(l +E. ) 

being the atomic radius of the solute atom. 

Interstitial atoms interact with both edge and screw components of 

dislocations as described by Cochardt, Schoeck, and Wiedersich. ' 90 ! The 



:-:105- UCRL-10598 

interaction energy in this case differs in detail from that given for substitu-

tional solid solutions but nevertheless. is reasonably well approximated in 

its essential features b::>:" Eq. 8. 20. We will therefore develop our analysis 

exclusively in terms of substitutional solutions sine~ analogous descriptions 

apply to interstitial solid solutions. 

In Fig. 8. 4 are shown the circles of constant interaction energy. 

Taking E. to be positive. an atom at r and o( will be acted upon by a 

force equal to the potential energy gradient and directed along the conjugate 

circle shown broken in the graph. Consequently at sufficiently high tempera-

tures where diffusion can take place the solute atoms will migrate along the 

orthogonal set of conjugate circles to concentrate just below the core of the 

dislocation. Simultaneously the region just above the core of the dislocation 

will become depleted in solute atoms. 

We wiH now attempt to ascertain the situation that will prevail at 

equilbirium. For this purpose we will assume that we are always dealing 

' 
with a solid solution. Such complications as arise from precipitation will 

b d "b d l A h b . .. (Bl: .d 1 h ·921 h e escr1 e ater. s s own y 1Luck:e· ' .• ran a soT omson. t e 

interaction energy between a dislocation and a solute atom is independent 

of other sources of strain energy. This arises from the fact that the stresses 

in the elementary theory of elasticity are linear functioris of the strains. 
' 

Consequently the principle of superposition applies. Therefore regardless 

of the presence of other sources of strain the interaction energy between a 

dislocation and solute atom is always given by Eq. 8. 20. This statement 

is correct even when a precipitate forms at the dislocation core. Therefore 

a dislocation does not saturate. as was suggested in sbrrie of the earlier 

. literature on this subject. as a result of satisfying the strain at the disloca-

tion core. Due to their strain fields solute atoms. of course. interact with 
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Fig. 8. 4. Circles of constant interaction energy. 
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93 each other. As shown by Crussard. · _ · however. th~s- int~rq.ction d~creases 

with the sixth power of the distance between the atoms ;:tnd therefore i:n-
--. -

volves only local. almost only nearest neighbor. interactions. Solut~ atom 

migration occurs as a result of the gradient in the strain energy until the 

reversed diffusion due to the composition gradient balances the forward 

diffusion. Solute atom interactions can be incorporated into the analyses 

by assuming the regular solution laws. In large measure this procedure 

accounts for the interaction stress fields between solute atoms. 

We will first estimate the equilibrium distribution o{ substitutional 

solute atoms about an edge dislocation. For this purpbse we consider 

solute atoms distributed between two potential energy revels. v and v . as 
0 

follows: 

Energies 

v 

No. Sites 

n 

n 
0 

No. Sol'L1te Atoms 

p 

No. Solvent Atoms 

n- p 

n - p 
0 0 

We will assume that the alloy forms a regular solution. so that the bond 

energy for random mixing of the atoms at a pot'ential energy V is 

(8. 21) 

where z is the coordination number. and EAA" £-. BB" and [ AB are the 

energies of an A-A. B-B. and A-B bond. respec-tively.- A similar result 

applies for the atoms at the potential energy v . · Therefore.: the free energy 
0 

of the system at the potential energy v-i~- . '- ~ 

(8. 22) 
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and the chemical potential of the solute atoms is 

A similar chemical potential applies to the system at V . At equilibirum 
0 

the chemical potentials for each system are identical and 

Y- v. _zr_-~' __ tt.)z£ -JT fo_itJ-fO J/ ~).:::::- o 
0 (I? IJt>j~ ~- --f; ~~ (8. 24) 

- ' £~4 £ 
where E= f"_4

8
- y- .J(j is the increase in energy upon breaking an 

A-B bond and making one half an A-A and B-B bond. We now let the com-

't' b Po h V · C tl pos1 1on e c = - w ere · 1s zero. onsequen y 
o n 0 o I// 

+22/)r(C-Co)E - v//fT 
c6e e 

I -CQ -1- Coe +22/kr(C~-C.)c e -J-7'#T 
c (8. 25) 

This constitutes a slightly more accurate and detailed description of the 

equilibrium concentration of solute atoms around an edge dislocation than 

(941 
that previously suggested by Louat. · 

The concentrationmf atoms c in the regions around a dislocation 

where V is negative is greater than average composition c of the alloy. 
0 

The concent:bation of atoms. however. also depends on E " and since the 

interaction energy. (; • can be positive or negative. the concentration of 

atoms about the dislocation can be smaller or greater than that which would 

be obtained if the solution were ideal. Since the product (c - c 
0

) £ is usually 

small, however. the effect of non-ideality of the solution is small particularly 

at high temperatures. 

To illustrate the effect of dislocations on the distribution of solute 

atoms, we will consider the special case of Mg in Ala assuming that E is 

negligibly small. We will calculate the concentration of Mg atoms at a point 
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2. 5b below the core of the dislocation. There 

\j = _ /11!' I?~G .b (B. 26) 

2.,6/:; 
for which we take the following reasonable values 

R "" 2. 86 X 10-8 

E = o. 12 

G = 2. 5 x 10
11 

dynes/cm
2 

The results are recorded in Fig. 8. 5 on which the solubility limit of Mg in 

Al is also shown. 

Neglecting the effect of local stress fields on the usual phase diagram 

as well as the problems involved in nucleation of new phases. a precipitate 

should form on the dislocation for all concentrations above the solubility 

limit. As seen in Fig. 8. 5, precipitates might form near the cores of dis-

locations even in extremely pure metals. The rate at which such precipitates 

form will depend on the diffusion rate of the impurity atom and the kinetics 

of nucleation and growth. The feed-in potential of the dislocation. however. 

will remain substantially unmodified in spite of the formation of a precipitate. 

Nevertheless. the local strains resulting from the formation of the precipi-

tate will interact with the solute atoms. In general. however. this effect is 

small. During this process the precipitate, originally strung out along the 

edge dislocations. will begin to spheroidize. Experience reveals that dis-

locations decorated in this way are strongly locked and will not ordinarily 

participate in slip. Such locking. since it takes place in a region where 

localized stressing has caused dislocation to tnove. is very effective in 

restraining the motion of other dislocations. Furthermore. the presence 

of the precipitate does not materially alter the stress field of the dislocation 

and therefore such locked dislocations yet react to restrain the motion of 

newly generated free dislocations. As shown in Fig. 8. 5, at high temperatures 
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Fig. 8. 5. Concentration of Mg 2., 5b below an edge dislocation 
in aluminum vs 1/T. 
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at the left of the solubility curve. p:eecipitation will not take place and an 

atmosphere of solute atoms w:lll form about the dislocation. As the tern-
-~·· 

. 'i ., . 

perature is increased the atmosphere becomes, less dense:· The most dense 

atmospheres are obtained where fjle concentration of the solute atom approxi-

mately equals its solubility limit at the tempE?rat~re iri question.· 

A similar analysis applies for interstitial solid solutions.· In this 

case. however. the free energy of the solution in the region where the poten-

tial energy is V is better approximated by 

F ~J/-;-!:J61~?-J~ h! . <8.27) 
(/;"J f?,l(fl-P)/ 

where c.·f%] is the increase in energy o(the solution per interstitial 

atom. a quantity. of course, that is some f'linction of the occupancy of the 

sites,( t J , and is also dependent on th~ temperature. Conseque~tly the 

chemical potential of the solute atom iri an interstiti<il solid solution is 

(8. 28) 

A similar expression is obtained for the region where the potential energy 
. . - . 

is V 
0

• Gonsequently. equating the cgemical potentiais of the two regions 

for equilibr~m. we :tain .-p. d[ -~ dE · 
V-~f[{;/}-c(;tf+-;r 1(-"P;)-- 11--_H'~o~ 

" OJ In 6 .,J ~~ n 6 
. . ,, 

(8. 29) 

We let the lattice be one which has q equivalent interstitial sites ·per solvent 

atom. Then 

-P 
C=------

··--P + '1/ Z. or 

and letting c = c at V = o. we obtain 
0 0 

; :·· 

(8. 30) 

. ··= 
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-A/leT_ 11/fT 
c Coe e 

ff- (I- Co) - C6 
(8. 31) 

j(I-C)- C. 

where 

(8. 32) 

The locking trends of interstitial solid sobutions are quite similar to those 

already described fcrsubstitutiomll ~.solid solutions. Screw as well as edge 

dislocations. however. will attract interstitial atoms. 

Dislocations surrounded by atmospheres are also pinned into position. 

but the pinning is much weaker than that which is obtained when the disloca-

tions become decorated with a precipitate. Such solute-atom atmosphere 

pinning • ..:.:however. loses its significante at elevated temperatures. since 

the unpinning can be thermally activated. as described by CottrelL In con-

trast the binding of a dislocation that is completely decorated with a pre-

cipitate is very strong, and current evidence indicates that in general the 

release of such decorated dislocations cannot be thermally activated. 

In their classical paper on interactions between solute atoms and 

dislocations, Cottrell and Bilby(Sg) presented a beautiful analysis of the 

viscous drag of atmospheres on moving dislocations. At high temperatures. 

the atmosphere of solute atoms moves along with a very slowly moving dis-

location by diffusion. Since the center of the atmosphere is located at the 

core of the dislocation in this case, it does not perturb the slow motion of 

the dislocation. Furthermore, an atmosphere cannot form about a very 

rapidly moving dislocation because the dislocation does not remain sufficiently 

long in any one place to permit diffusion of the solute atoms. When a disloca-

tion is moving at some intermediate velocity. however. a partial atmosphere 
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lags slightly behind the core of the moving dislocation. The back force due 

to the atmosphere. in this case. decreases the velocity of the dislocation. 

As shown by Cottrell and Bilby. the greatest drag on the dislocation will take 
), 

place at the critical velocity. {)fc_ • as determined from Einstein 1s mobility 

relationship. when . 

where D is the diffusivity of the solute atom. s 

(8. 33) 

High temperature creep appears to be controlled by the motion of 

jogged screw dislocations. Such dislocations. which only interact strongly 

with interstitial alloying elements. have been shown to have an average 

velocity -
b-zJ . - Jd}kTf z-~-t/· 

f/F = p e 1__ e -~"-1/F- _ !} (8. 34) 

where gd now refers to the average free energy of activation for diffusion 

of all substitutional elements in the solid solution. Consequently the most 

effective alloying element for providing additional drag on the moving dis-

location due to Cottrell interactions are interstitial solute elements for 

(8. 35) 

Consequently, that interstitial alloying element which is most effective for 

increasing the creep resistance of an alloy at one temperature and one 

stress. will not be effective at either higher or lower temperatures or 

stresses. It" therefore follows that the highest creep resistant alloys. from 

the viewpoint of solute atom drag on moving dislocations. should contain a 

series of judiciously selected interstitial alloying elements in order to 
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provide solute atom atmosphere drag over the significant ranges of tern-

peratures and stresses to be used. Since the moving dislocations are never 

in pure screw orientation, some effects due to viscous drag of substitutional 

alloying elements can also occur. 

Solute atoms not only can affect the high temperature creep rate as 

a result of viscous drag on the moving dislocations but also as a result of 

their effect on the rate of climb of arrested edge dislocations. Those ele-

ments that reduce the rate of recovery by decreasing the rate of climb will 

result in a more rapid decrease in the creep rate over the primary stage 

and a lower secondary creep rate. The effect of alloying on recovery has 

b . d b p ,95 een rev1ewe y erryman. · Whereas alloying elements frequently in-

crease significantly the temperature for recrystallization. their effect on 

recovery is usually much less. Furthermore, as shown by Perryman. the 

recovery rate can either be increased or decreased as a function of alloying. 

For example, Mg in solid solution increases the rate of recovery of Al. 

Perryman has shown that this is principally due to the fact that Mg increases 

the vacancy concentration in Al. 

When the solute atom concentration is high enough to decorate the 

edge dislocations with a precipitate. climb is restrained. But it appears 

unlikely that a solute atom atmosphere per se can materially influence 

climb. Consequently the frequency of climb in an alloy might be approxi-

- {ctJhTF (J><Y-o/AT I) 
e (_ e -(} 

mated by Eq. 5. 18. namely 

where the two significant variables are the probability of finding a jog, p .• 
J 

and gd. which here refers to the average activation energy for diffusion of 

the substitutional alloying elements. Therefore those alloying elements that 
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decrease pj and increase ~d should be most effective in decreasing the 

creep rate. The probability of finding a jog can be decreased in FCC metals 

by decreasing the stacking fault energy. Other factors such as the rate of 

nucleation of additional jogs and the possible effect of solute atoms on the 

climb has not yet been explored deeply enough to provide additional judg

ment of this subject. 

Short-Range Order Strengthening· 

Several years ago Fisher(96: demonstrated that appreciable solid-

solution strengthening is obtained as a result of short-range ordering. Our 

analysis will follow somewhat the more recent discussions by Flinn., QT on 

the details of this mechanism. Whereas each atom in a crystal is bound to 

all other atoms, the bond interaction is rather local and exists principally 

as interactions between nearest neighbors. the second nearest neighbor 

reactions being small. and third nearest neighb-or reaction being almost 

zero. In our discussion we will consider ·only nearest neighbor in~eractions. 

It has proven convenient to classify solid solution alloys into one of 

three idealized categories, namely ideal solid solutions. regular, solid 

solutions. and short-range ordered solutions. This classification is easily 

described in terms of the bond energies of nearest neighbors. Consider. 

for example. the bond equation 

(8. 36) 

for which the energy change is 

(8 0 37) 

per 1/2 A-A and 1/2 B-B bond that is broken to form an A-B bond. When 

E is zero the alloy is ideal and the atoms are distributed among the lattice 
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sites in a purely random manner. Although some solid solutions of metals 

begin to approach ideality no truly ideal solutions have yet been found. 

Generally, the energy £ differs from zero. When £ does not differ too 

much from zero. the atoms may yet be distributed over the lattice :ln almost 

a random way and the thermodynamic behavior can be approximated by the 

regular solution laws. In most alloys. however,£ is rather large. due 

either to)electroBic or strain energy effects. and short-range ordering is 

significant. 

-When £ is negative. the energy of the system is lowered by making 

as many A-B bonds as possible. Consequently. under equilibrium conditions 

alloys for which~· is negative will have a greater number of A-B bonds and 

fewer A-A and B-B bonds than a random solid solution. A atoms will pre-

fer B atoms as neighbors, thus leading to local or short-range ordering" 

When 6 is positive. the opposite takes place and A atoms prefer A atoms 

as neighbors. and B atoms prefer B atoms as neighbors. This results in 

clustering. This clustering. however. is merely the negative of ordering 

and is quite distinct from the agglomeration of similar atoms over a wide 

region during the early stages of formation of Guinier-Preston zones; 

essentially only nearest neighbors participate in true clustering. 

Since the grand partition function for a short-range ordered alloy 

has not yet been formulated approximations to the exact statistical mechani-

cal formulation of the problem must be employed. 98 We will use Cowleyvs 

approach to short-range order here. and we will limit our discussion only 

to nearest neighbor interactions. Le! 0( be the degree of order, and pAB 

the probability that an A atom is next to a B atom. By definition of o( 
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where rnA is the mole fraction of A~~ atoms. When the solution is random, 

pAB must be equal to ~A' When d.. is positive there are fewer than the 

av~rage number of A ato~s about a B and the alloy exhibits ·clustering; 

when .J-:\ is negative there are more than the average number of A atoms 

about a B atom and the alloy exhibits short-range ordering .. Thus for an 

ordered alloy both £ and 0( are negative whereas for a clustered alloy 

both are positive. The product. '8~0<. is always posit1.ve or, in a random 

solid solution. zero. The range of o( is limited. When pAB= o. o( has 

its maximum value of 1 

value of o{ = 1 - -
1
-

mA 

· • 'and when p AB 

= rnA -1 = _ mB 

rnA rnA 

is 1 ; o( has its minimum 

'The probabilities for the re-

maining arrangements, shown below. follow directly from the definition 

given in Eq. 8. 38a, namely • 

.. J) ::::::: I-- .-iJ - I ·-/)J 111 ··f I ))I' :..:,'{ ·~ ... 1',1(5 -... /I'T ., ' 
86 ' . . .· (8. 38b} 

(I---:/() (8. 38c} 

/b == (1- ·?J ) .::::::- llJ. -L /r/ o( 
/IJ/1 fT{3A . . 'A I '/J 

(8. 38d} 

We now consider an alloy containing N atoms in a structure that has 
• . . NZ 

a coordination number Z. In this alloy there are a total of - bonds and 
2 

we plan to express the total energy of the alloy in terms of the degree of 

order ?( as 

(8. 39) 

where E {eX} is the average .energy per bond in an alloy that has order 
., 

The total energy of the alloy is the sums 'of the energies of the A -A. the 

B-B. and the A-B bonds; which is 
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E(t{j=(lnA ¥) tj11£-1-4 -+h ~N) ~t! EtJ<J 

-f (In;; ~~£) ~A £6'A + ( frl,g '5/')IJstE/;e (8. 40) 

When Eqs 8. 38 are introduced and Eq. 8. 39 is solved, 

(8. 41) 

where £ is given by Eq. 8. 37. Since o< and~ always have the same 

sign. c[ol.] is always less than the average energy of a bond in the randomly 

arranged alloy where o( = 0. 

When a dislocation moves through the lattice it displacecS its nearest 

neighbors across the slip plane and replace\8 them by next nearest neighbors. 

But next nearest neighbors are almost random. Consequently if two or more 

dis locations pass. the alloy becomes almost completely disordered across 

the slip plane. The average increase in energy per bond that is broken is 

(8. 42) 

In order to illustrate the determination of the flow stress. we will 

consider as shown in Fig. 8. 6 slip on the (110) plane in the [11 D of a BCC 

crystal. The dislocation line of length CD moves one b breaking the former 

bonds of A with B and C and making new bonds with B 1 and C 1• Therefore. 

the work done 

(1: "'J\..-+1) V3 w 2 ,.·-: ;;:= 
-r., 2 a.. yCL ..::: /- ~ 2:- (8. 43) 

Therefore. 

t-t* = (8. 44) 

This can indeed be quite a large quantity. 
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Fig. 8. 6. Change in neighbor arrangement during deformation 
of a short range ordered alloy. 
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It has been shown that the equilibrium degree of order o( 0 is given 

by'99 

(8. 45) 

Therefore. at sufficiently high temperatures, where diffusion is possible. 

the absolute value of the degree of order do decreases slowly with in

creasing temperature. Below somewhat less that 1 I 2 the melting tempera

ture. however. the flow stress ( t- t*> is dependent on the nfrozen -in~~ 
degree of ordercX and therefore is insensitive to the temperature., 

When a long segment of a dislocation moves forward in a short-

range ordered alloy. the activation energy needed to overcome the short-

range ordered bonding energy is extremely high. For this reason it has 

been suggested that the motion of a dislocation through a short-range 

ordered alloy cannot be thermally activated. Therefore at low tempera

tures where the degree of order o( is frozen -in. the flow stress. as shown 

by Eq. 8. 44, should be independent of the temperature. And correspond

ingly above about 1/2 the melting temperature where diffusion takes place 

to maintain the equilibrium degree of order. the flow stress should decrease 

only mildly with an increase in temperature in accord with the rather mild 

decrease of the degree of order with increasing temperature. As we shall 

see. however, there now appears to be examples of high temperature creep 

of short-range ordered alloys which demand that dislocation motion in short-

range ordered alloys becomes thermally activated and diffusion controlled 

at high temperatures. We therefore suggest that the high temperature 

creep of short-range ordered alloys is not yet fully understood. Perhaps 

the motion of small dislocation segments must become possible in ordered 

alloys at high temperatures. 
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~ 

The flow stress at a strain rate of ~~10- 2 min- 1 for prismatic 

slip of Ag (67 ato/o) Al (33 ato/o) is shown in Fig. 8. 7 ilOO; as a function of 

temperature. Current evidence suggests that the thermally activated 

Peierls mechanism is .operative over Region I. Flow in Region II, over 

which the yield strength is insensitive to the temperature, must arise from 

some athermal mechanism. Since the dislocations on the prismatic plane 

are not dissociated, the athermal mechanism cannot be due to Suzuki 

locking. The only known mechanism that can account simultaneously for 

the a thermal behavior and the high flow strength is the Fisher mechanism 

of short-range order strengthening. The equivalent of Eq. 8. 44 for slip 

on the prismatic plane of the hexagonal system is 

t _~ ~ trJA Me £; o(10 
/J- /6/ a.s 

(8. 46) 

We might assume that diffusion is so slow below about 475°K, which is 

about one-half of the melting temperature, that the existing short-range 

order is that which is frozen-in at 475°K. for w:hich 1: = 15 x 10
8
dynes/cm

2
. 

Solving Eq. 8. 45 and 8. 46 simultaneously at 475°K suggests that 

E = -760 cal/mole and o( = 0. 30. a reasonable value for short-range 

order. Using these values in: Eqs. 8. 45 and 8. 46, we determine that flow 

stress should be given by the broken curve of Fig. 8. 8 in the absence of 

thermally aided flow mechanisms. Above 475°K. the experimentally deter-

mined flow stress decreases precipitomsly with an increase in temperature 

and lies below the curve predicted in terms of short-range order flow 

stress. Obviously some thermally activated dislocation mechanism is 

operative above 475°K. 

Thorough investigations on the creep behavior of this alloy above 

475°K have shown that a thermally activated slip mechanism is operative .. lOl) 
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Following a brief inverted primary stage of creep.~ over which the creep 

rate increases slightly. a steady state creep rate is obtained which obeys 

the relationship 

,ofl. ( )f 3,t:,:ta; - ~IRT 
0 :=: /. 'f +tJ.3 e ?.e r S@C (8. 47) 

4 4 
The activation energy. Q = 3. 3 x 10 ± 0, 1 x 10 cal/mole, is insensitive 

to the stress and is in reasonable agreement with the estimated activation 

energy for diffusion, Although Eq. 8. 47 suggests that this creep might be 

controlled by the climb mechanism. the creep curve, which does not exhibit 

the usual decreasing creep rate with strain. reveals that edge dislocations 

are not being piled -up against barriers. Therefore. some other diffusion 

controlled mechanism of creep must apply; Since the stress is much below 

the value that was calculated necessary to overcome short-range order as 

long lengths of dislocations move athermally through the lattice, it appears 

necessary to conclude that the applied stress can be aided by thermal 

fluctutation in moving short segments of the dislocations in short-range 

ordered alloys. . 

Lawley. Call. and Cahn (10 2) observed similar creep behavior in Fe 

alloys containing 22. 0 to 25. 5 at% Al over a range of temperatures where 

short-range order is known to prevail. These authors attributed the accel

eration of :creep over the initial stages to a Shoeck(10S) reordering effect 

under stress. Such an explanation. however. cannot apply to the Ag (67 at%) 

Al (33 at%) alloy since Aland Ag have almost identical atomic radii. They 

observed that the creep rate for their Fe-Al alloy~ was given' by , 

(8. 48) 
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where 4. 6 ~ n ~ 6. 0 and where the activation energy closely approximates 

that for diffusion of Al in Fe. Although the power of the stress term in 

Eq. 8. 48 was extremely high, these authors nevertheless correlated their 

results with Weertman_tff;. 104 ' theory for viscous drag of a sol~te at~osphere 

on the dislocations. But again. such a viscous drag cannot be operative in 

the Ag-Al alloys just described because the dislocation to solute atom inter-

action is practically zero. 

The data on the c~eep of the two above-mentioned short-range 

ordered alloys clearly reveal that the high strengthening that can be achieved 

by short-range ordering at low temperatures is not maintained at tempera-

tures where diffusion is facile. an experimental fact that contradicts pre-

vious concepts on short-range order strengthening. Although the high tern-

perature creep of short-range ordered alloys appears to be diffusion con-

trolled. the dislocation mechanism for this process is not yet completely 

understood. 
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9. Summary 

Substantial strides have been made over the past 15 years in uncovering 

the role of many of the important factors that determine the physical mech

anisms of high temperature creep. In certain special materials, high 

temperature creep might occasionally occur as a result of thermal activation 

of special non-diffusional dislocation processes. More frequently, however, 

creep at high temperatures is determined by diffusional processes, principally 

the stress directed diffusion of vacancies, motion of jogged screw dislocati.ons 

and the climb of edge di~locations. 

Whereas some of the proposed atomistic mechanisms for high t~mper

ature creep, such as the stress -directed diffusion of vacancies, are based 

on sound, well-understood, detailed theories, others, such as the motion 

of jogged screw dislocations and? especially, recovery as a result of climb of 

edge dislocations, yet require additional attention. The major problems in 

these areas concern not so much the formalities of the theories, which are 

now well-conceived, but rather the effect of the dletails of dislocation patterns 

and arrangements on these mechanisms. In view ofthe current interest in 

this subject, it can be expected that considerable light will be shed on these 

issues as a result of observation of dislocation patterns in crept metals by 

means of electron-transmission microscopy. .On the other hand the prin

ciple judgement of the validity of any theory will remain the actual experi

mentally determined creep behavior of materials. This is neces~arily so 

because most of the significant details of creep mechanisms are on atomic 

scale so as to remain below the resolution of the electron-microscope. 

Consequently the electron microscope will provide the essential preliminary 

data needed to cull the unrealistic theories from those that have some basis 

in fact. Theory must yet be extended to provide more detailed information 

• 
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on subgrain formation, all of the details on dipoles, entanglements, and 

all other signif~cant structural features that might be revealed by the 

electron microscope. Additional theoretical advances coupled with exper

imental vedfiC_ati6n are r-equired on the problems of diffusion in multi

component systems including investigations on grain boundary diffusion 

and pipe diffusion along dislocations. 

Up to the present, ¥lost of the effort to understand the physical basis 

for high temperature creep has been based on the results of carefully 

controlled experiments on rather pure metals. Furthermore, some progress 

has already been made in uncovering some of the basic issues related to 

the effects of dispersions and alpha solid solution alloying on the creep 

behavior of metals. Many of these issues, however, require more detailed 

study before a comprehensive coherent theory for high temperature creep 

can be formulated, 

Today niany of the concepts outlined above are being employed, at 

least qualitatively, in the design of creep resistant alloys; and some 

fundamental research has already been undertaken to unravel the basic 

processes that contribute to the creep resistance of complex high temper

ature engineering alloys. It was not the purpose of this review to cover this 

most important and interesting area. A voluminous literature now exists on 

various aspects of this subject. At the risk of serious omission of other 

important investigations we should like, at least, to mention the outstanding 

contributions that are being made by Glen
105 

on this difficult subject. 
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