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Heavy Electrons. Magnetic and Transport Properties Herbert A. Mook, Chairperson 

Observation of high-temperature spin fluctuations in UBe13 

by nuclear-spin relaxation 
W. G. Ciark, W. H. Wong, W. A. Hines,a> and M. D. Lan 
Department of Physics and Solid Scate Science Cenrer, University of California. Los Angeles, 
California 90024 

D. E. Maclaughlin 
Depanment of Physics, U11ir;ersity of California, Riverside, Califomia 92521 

Z. Fisk and J. L. Smith 
Los Alamos National Laboratory, Los Alamos, New Mexico 87545 

H. R. Ott 
ET!I-Hönggerberg, C/l-8093 Zurich. Switzerla1zd 

We report the extension ofmeasurements ofthe 9Be spin-lattice relaxation rate in UBe13 from 
300 up to 1000 K. They refiect the fiuctuating local magnetic field at the site of the 9Be nuclei. 
Above about 100 K, there appears a new contribution in addition to the rate observed at lower 
temperatures. The high temperature contribution is modeled in terms of the thermal excitation 
ofiow-lying states ofthe lJ3+ ion along lines used by Felton et al. to explain their 
measurements of the specific heat. Our results indicate a splitting of 200 ± 20 K between the 
ground a.'1d excited states of the system, and a lifetime of 8 X 10-- 14 s for the excited states 
(width = 95 K). 

1. INTAODUCT!ON 

The attempt to understand the mechanism that pro
duces "heavy ferrnions" in actinide and rare-earth interme
tallic compounds and alloys has been one of the most active
ly pursued chaUenges in condensed-matter physics over the 
past few years. An important key to this understanding is 
their magnetic properties. One useful probe of the magnetic 
behavior is nuclear magnetic resonance (NMR), as it con
stitutes a microscopic probe ofboth the static and the dynam
ic behavior of the local magnetic field. In particutar, it is 
known from its large heavy fermion enhancementi.2 an<l its 
behavior in the superconducting state3 that the 9Be reso
nance is sensitive measure of the ma.gnetic properties of the 
heavy fermions in UBe 13. 

In this paper we describe measurements of the 11Be nu
clear spin lattice relaxation rate 1/7'1 in UBe13 at high tem
peratures and analyze them in terms of a simple phenomeno
logical modei. The major resuit is that a new contribution to 
l!T1 appears above 100 K. From the magnitude and tem
perature dependence of VT1, we infer the existence of low
lying excited states of the system, which are split from the 
ground state by an energy llE ::::::200( ± 20) K and have a 
lifetime r::::::8X10- 14 s (i.e„ a width ::::::95 K) . These results 
are in substantial agreement witb related observations based 
upon specific-beat measurements,.i and show in addition the 
rapidly fluctuating magnetic moment associated with the 
states. 

U. EXPERIMENTAL DETAILS AND RESUL TS 

The sample was taken from a nomina!ly pure arc-melted 
polycrystalline fagot, which was ground to a particle size 

•>Permanent address: Physics Departrnent, University of Co1mecticut, 
Storrs, CT 06268. 

:::::0.2 mm and sealed under He gas in a quartz tube. Stan· 
dard pulsed NMR methods and apparatus were used for the 
measurements. The fumace used to obtain the elevated tem
peratures follows designs described elsewhere.5 Tempera
ture errors were on the order of 10 K, and uncertainties in 
the value of T1 at high temperature approximated ± 10%. 

A graph of l!T, as a function of T over the range 1-1000 
K is shown in Fig. 1. The crosses and X 's refer to measure
ments made at 9.0 and 18.5 MHz, respectively. Some of the 
low-temperature data have been published earlier. 6 The sol
id line is a fit to the data ofthe model tobe discussed below, 
and the dashed line is a continuation of the trend established 
by the lower temperature data. From Fig. 1 it can be seen 
that the data below 40 K foilow the solid cur.'e, and that if it 
were tobe e.xtended to higher temperatures without knowl· 
edge of the higher-T data, the dashed line would be fo!lowed. 
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FIG. l. 9Be rdaxation rate in UBe13 as a function oftemperature. The solid 
line is the rnodel developed in the text and the dashed line is a continuation 
of the low temperature behavior. The dilference between the solid line and 
the dashed line at high temperature is attributed to thennal excitation of 
smtes 200 K above the ground state and whose spin oorrelation time is 
sx 10·· 1• s. 
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Theinterpretation presented below identifies the low-Tsolid 
Iine and its dashed continuation as relaxation of tbe 9Be nu
clei by itinerant electrons, and treats the high-T rise of the 
solid line as an additional process ( called the "additional 
relaxation") tbat is thermally excited above 100 K. 

m. DISCUSSION 

In order to discuss our result, we use a formulation of 
nuclear reiaxation that can be applied to both itinerant and 
localized electrons. When nuclear magnetic moments are 
relaxed in a metal by electrons, l!T1 can be written as7·8 

1 
y~r! (ÖH 2}ndfJ(@) ~~ (öH 2}nen7, ( 1) 

l 

wherer„ isthenucleargyromagneticratio, (6H 2) isaverage 
of the square of the amplitude of the ftuctuating magnetic 
fieid at the nucleus associated with one electron, "•« is the 
( effective) number of electrons ( normalized to the unit celI} 
that contribute to (6H 2

), J((J)) -::::;r is the spectral density of 
the ftuctuations at the NMR transition frequency <V, and r is 
the correlation time for the fiuctuations. In Eq. ( 1 ), we as
sume the short correlation time !imit wr< l, as discussed 
below. When dealing with itinerant conduction electrons, 
n~tr=zkaT 16. and rzf:/A (k8 is Boltzmann'sconstant; liis 
Planck's constant), and the usual Korringa relaxation rate is 
obtained.1•

11 For direct relaxation by ioca!ized electrons n 
• ' t:Ü 
1s the local moment concentration and r is the lifetime for the 
z component ofthe electron spin. The solid Jine below 40 K 
and the dashed line extension is the temperature dependence 
that one calculates using tbe model of Korringa relaxation 
but in a narrow, Lorentzian-shaped band with a balfwidth a~ 
half maximum A = 7.5 K. The implications of this result 
will be discussed in a different publication; it is introduced 
here only to establish the extra relaxation that appears above 
IOOK. 

We use the following phenomenological model for the 
additional relaxation. For the sake of concreteness, the same 
microscopic picture used to explain the specific heat4 is 
adopted: The ground state ofthe UH ion, which would oth
erwise be degenerate, is split by the crystal field into a 
ground-state doublet ( r 6 ) and a l.ow-lying excited quartet 
(rg). At low T only the r 6 states are occupied. As T is 
increased, there is a thermal population of the r 8 states. 
They have a different (8H 2

} (and perhaps r) from the 
ground state, so that as they become populated, l/T

1 

changes according!y. This model is put on a quantitative 
basis by assuming that there is a Splitting AE between the 
ground and first excited states of the system and that the 
states obey Boltzmann statistics. Then the relaxation rate is a 
linear combination of the rate R, associated with the group 
of ground states and the rate R, associated with the group of 
excited states: 

{2) 
where P, and Pe are the probability tbat rhe system occupies 
the ground or the excited states respectively. These probabi
lities are 
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P,= -----
l + 2e -- AE/k8T ' 

2e ·- AE / k8T 

P«=------l + 2e -- AE!k11T • 
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(3) 

The solid line on Fig. 1 is then obtained with the assignments 
Rs =0.15( ±0.05) s- 1

, R8 =1.88( ±0.18) s- 1, and 
6.E lk8 = 200( ± 20) K. 

The model just described provides a good fit to the data 
and yields a value aE lk8 that is quite close to the one ( 180 
K) obtained from the specific heat.4 In addition, from the 
va!ue of R , we can estimate r for the excited states. By using 
the theory of direct relaxation of a nucleus by a localized 
electron spin via dipolar coupling9 we estimate 

11T1 ~ co.s1r6)rnµ;r, < 4 > 

wbere µ~ is the fiuctuating moment associated with the ex
cited states, r is the typical distance from a localized excited 
state to the Be nucleus, and we have inciuded the fact that 
each Be nucleus has two near-neighbor U ions. Ifwe use the 
values r = 2.8 A (a typical U-Be spacing) and µ. = 3.4 
Bohr magnetons (from the lügh-Tsusceptibility1°), Eq. ( 4) 
gives-. = 8.0 X w-· 14 s, or filk8 -r = 95 K. The picture that 
then emerges from this interpretation is that there is a set of 4 
excited states (such as a u3+r 8 ) 200 K above a doublet 
ground state (such as a U3 + r 6) and the excited state system 
has a lifetime of 8 X 10- 14 s, which corresponds to a width of 
95 K. The smallness of r justifies the use of the short correla
tion time limit in Eqs. ( 1 ) and ( 4) . 

Tbc picture obtained from this experiment agrees close
ly with what was inferred from the specific-heat measure
ments of Felton et al. 4 The main ditference compared to their 
work is that they introduced an additional crystal field split
ting { two levels 115 K above the ground state and two levels 
270 K above it for an excited state Splitting of 155 K) ofthe 
excited states to fit the observed width of their Schottky 
anomaly. On the basis of out work, we identify that width as 
a lifetime broadening of the !evels. Tue energy scale for the 
excited state observed in our experiment is also the same as 
tliat of a feature seen (but not identified) in the inelastic 
scattering of neutrons by lJBe13 .

11 Fora further discussion 
ofthe neutron results, see Felton et al.4 

There are several aspects of the model we have used that 
require comment. Implicit in the treatment is the notion that 
the additional relaxation at high T is due to orientational 
re~axation of a !ocaI moment. The microscopic physica1 situ
atton could as well be dominated by transitions between the 
electronic levels, or a combination ofthe two. At the present 
level of understanding, we cannot distinguish among these 
cases on the basis of the nuclear relaxation rate; an of them 
would generate a fiuctuating magnetic field that woulci relax 
the nuclei, and it is reasonable to expect that similar values of 
A.E and r would be obtained. More detailed microscopic cal
c.ulations are needed to improve this aspect of the interpreta
tton. 

A second point is related to the choice of the r 6 doublet 
and r 8 quartet suggested by Felton et a/.4 The temperature 
dependence obtained with our nuclear reiaxation model is 
not sensitive to the total number of degenerate states, but 
rather to the ratio of the degeneracy of the excited state to 
that ofthe ground state. We have used a ratio of 2. A similar 
model in which the ratio is l fits the data almost as well and 
gives similar parameters ( we did not try other ratios). From 
this observation we conclude that the model used is consis-
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tent with our experimental results, but that it is not uniquely 
so. 

The final point to be made is that the picture of a purely 
Iocalized set of spins being responsible for the relaxation is 
probably too simplified to apply to the real physical situation 
in UBe13• We expect, instead, that AE represents the differ
ence in energy between a many-body ground state and a 
many-body excited state (or states) for which localized 
states of the U ion S/ electrons play a major role, but that the 
states responsible for the physical properties cannot be de
scribed simply in terms of fully localized ionic states. 

IV. CONCLUSIONS 

We have reported high-temperature measurements of 
the 9Be relaxation rate in the heavy fermion intermetallic 
compound UBe13• An additional rela.xation component is 
observed above 100 K. It is interpreted in terms of dipolar 
coupling to a localized U3 

·t- moment with a doublet ground 
state and a quartet first excited state. The deduced splitting 
between the ground and excited states is 200( ± 20) K. The 
correlation time for the excited states is 8 X l o-- 14 s ( width 
= 95 K). 

ACKNOWLEDGMENTS 

We thank F. Steglich and K . Baberschke for helpful 
discussions. This report is based upon work supported by 
NSF Grant No. DMR-8409390 (UCLA) and NSF Grant 

3892 J. Appl. Phys., Vol. 63, No. 8, i 5 April 1988 

No. DMR-8413730 (UC Riverside), the U. S. DoE (Los 
Alamos), and the SNFWF (Zurich). 

'M. D. Lan, W. G. Clark, C. Ticn, D. E . MacLaughlin, Z. Fisk, J. L. Smith, 
and H. Ott (unpublished) havemeasured l/T, of 9Bein tl1eisostructural, 
nonheavy femlion material ThBc,3 in the range l.5-4.2 K. They lind 11 
T1 T = 2 X 10'"4s · ·1 K · · 1, which is three ordern of magnitude less than the 
!ow-T va!ue seen for UBe,3 in Fig. !. This di!ference demonstrates the 
importance of the heavy-fennion enhancement for the nuclear relaxat.ion 
rate. 

2W. G. Clark, M. D. Lan, G. van Kalkercn, W. H. Wong, C. Tien, D. E. 
MacLaughiin, J. L. Smith, z. Fisk, and H. R. Ott • J. Magn. Mag.Tl. Mater. 
63·64, 396 (1987). 

JD. E. MacLaughlin, C. Tien, W. G. Clark, M. D. Lan, z. Fisk, J. L. Smith, 
and H. R. Ott, Phys. Rev. Lett. 53, 1833 (1984}. 

4 R. Feiten, F. Steglich, G. Weber, H. Reitschel, F. Gompf, B. Rer:ker, and 
J. Deurs, Europhys. Lett. 2, 323 ( 1986). 

5W. W. Warren, Jr. and W. G. Clark, J. Phys. E 1, 1019 ( 1968); A. L. 
Kerlin, Ph.D. Thesis (Uuiversity ofCaliforniaat Los Angeles, 1972) (un
pub!ished). 

6W. G. Clark, Z . Fisk, K. Glover, M. D. Lau, D . E . MacLaughlin, J. L. 
Smith, and C. Tien, L1~17 (Contributed Papers}, edited by U. Eckern, W. 
Weber, and H. Wühl (Elsevier, Amsterdam, 1984), p. 227. 

7A. Abragam, The Prir.ciples of Nuclear Magnerism (Oxford University 
Press,Oxford, 1961). 

RD. Pines and C. P. Slichter, Phys. Rev. 100, 1014 ( 1955). 
9A. Abragam, The Principies of Nuclear Magnelism (Oxford University 
Press, Oxford, t96!), p. 380; also D. L. Cox, Phys. Rev. B 35, 6504 
(1987). 

'°See the discussion of the susceptibility in Ref. 4. 
11 A. I. Goldrnan, S. M. Shapiro, G. Shirane, J. L. Smith, and Z. Fisk, Phys. 

Rev. B 33, 1627 ( 1986). 

Clark etal. 3892 




