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Degassing Behavior of Nanostructured Al and Its Composites

ZHIHUI ZHANG, STEVEN DALLEK, RUSTIN VOGT, YING LI, TROY D. TOPPING,
YIZHANG ZHOU, JULIE M. SCHOENUNG, and ENRIQUE J. LAVERNIA

The synthesis of bulk ultrafine-grained (UFG) and nanostructured Al via cryomilling can
frequently require a degassing step prior to consolidation, partly due to the large surface area of
the as-milled powders. The objective of this study is to investigate the effects associated with
cryomilling with stearic acid additions (as a process-control agent) on the degassing behavior of
Al powders. This objective was accomplished by completing select experiments with Al-7.5Mg,
Al-6.4 wt pct Al85Ni10La5, and Al-14.3 wt pct B4C. The interaction between Al and stearic acid
was determined using thermal analysis combined with Fourier transform infrared spectroscopy
(FTIR). The degassing experiments were carried out under high vacuum (10�4 to ~10�6 torr) in
a range from room temperature to 400 �C, with the pressure of the released gases monitored
using a digital vacuum gage. The results showed that the liberation of chemisorbed water was
suppressed in cryomilled Al powders and both the chemisorbed water and stearic acid were
primarily released in the form of hydrogen. It was also demonstrated that under certain con-
ditions, a nanostructure (grain size ~100 nm) can be retained following the hot vacuum
degassing of cryomilled Al.

DOI: 10.1007/s11661-009-0089-6
� The Author(s) 2009. This article is published with open access at Springerlink.com

I. INTRODUCTION

ULTRAFINE-GRAINED (UFG) and nanostruc-
tured Al alloys (e.g., grain size 100 to ~1000 nm)
produced via cryomilling have attracted considerable
interest in the past decade due to their reported high
room-temperature strength, high specific strength, and
enhanced high-strain-rate properties.[1,2] The observed
improvements in mechanical response over those of
conventional materials are in general attributed to
various mechanisms, including: microstructural refine-
ment (i.e., Hall–Petch strengthening), extended solid
solubility, the presence of nonequilibrium structures
(e.g., twins), and Orowan strengthening due to the
presence of nanoscale secondary dispersoids. Cryomilled
powders typically require a degassing procedure prior to
consolidation into bulk form, in order to minimize the
presence of hydrogen and hydrated compounds (e.g.,
Al2O3Æ3H2O) that are adsorbed on the powder. More-
over, the degassing conditions (e.g., temperature, time,
and vacuum level) must be selected so as to retain the
original microstructure to the extent possible.

It is well established that the presence of entrapped
gases in powder metallurgy (PM) Al alloys can lead to
cracking of the compact during thermomechanical

processing or can result in the formation of blisters that
severely degrade ductility. Reduction of the gas content
in Al alloy powders prior to compaction is, therefore,
critically important.[3–6] Thermodynamic calculations
reveal that it is practically impossible to produce
oxide-free powder because in the Al-O system, the
partial pressure of O2 in equilibrium with Al2O3 is far
below the range attainable under protective gases or in
vacuum systems (Al oxide requires an oxygen partial
pressure of 10�144 atm at 100 �C and 10�64 atm at
500 �C[7]). Consequently, oxidation always takes place
on the fresh surface of Al powders. Furthermore, oxide
formation is associated with a fast kinetic process[8] and
the oxide layer exhibits a strong tendency for hydration
reactions when exposed to humid environments.[9]

Accordingly, Al alloy powder is in general covered with
an oxide layer bonded with chemisorbed water (Al2O3Æ
3H2O) and physisorbed water (H2O).[3,9] For gas-atom-
ized powders, high-temperature degassing has been
investigated in Al alloys such as Al-Zn-Mg-Cu-Co (Al
7091),[3,10,11] Al-Si-Cu-Mg-Fe,[12,13] Al-Fe-Mo-Zr,[12]

and Al-Fe-Mg alloys.[14] Although there is wide varia-
tion in alloy composition and production conditions, the
reaction that occurs as the degassing temperature
increases shows two typical peaks: at temperatures up
to ~350 �C, decomposed water vapor is the predomi-
nant species outgassed, whereas hydrogen generation
becomes dominant at higher temperatures (~350 �C to
450 �C), as illustrated schematically in Figure 1. The
evaporation of the physisorbed water is regarded as
occurring at temperatures less than 175 �C.[9]
A review of the published literature shows that

systematic study of the degassing behavior of cryomilled
powder has heretofore never been reported, despite
the fact that it is almost always used prior to the
consolidation of nanostructured and other types of
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powders. To that end, it is important to consider several
factors. First, stearic acid (e.g., octadecanoic acid
CH3(CH2)16COOH) is generally added as a processing-
control agent to prevent extensive cold welding between
Al powders as well as between the Al powders and
milling media (balls, impeller, and vessel) during the
cryomilling process; it is important to remove the
incorporated hydrogen during degassing, because it will
adversely affect the ductility of the consolidated
material.[10] Second, although an initial Al hydroxide
layer (Al2O3Æ3H2O) that forms on the surface of the
feedstock powder fractures and becomes embedded in
the particle interior during cryomilling, a new oxide layer
may reform on the fresh surface during powder transport
and storage following cryomilling. This often leads to an
increase in the hydroxide content in cryomilled Al
powder. For example, the oxygen in cryomilled Al alloys
has been reported to be in the range of 0.3 to
~1.5 wt pct,[1] which is equivalent to 0.4 to ~2 vol pct
oxides, whereas the surface oxide accounts for less than
~0.6 vol pct in the product of PM Al alloys produced
directly from atomized powders.[14] Third, for PM Al
composites produced via cryomilling, the introduction of
a dissimilar phase can greatly alter the repeated defor-
mation, cold-welding, and fracture process during
mechanical milling, resulting in different powder-specific
surfaces.[15] Thus, unlike the direct mixing of the
conventional Al and reinforcement powder, the degas-
sing behavior of the cryomilled nanocomposite powder
needs to be addressed separately. In view of these
arguments, in this work, the degassing behavior of the
following cryomilled powders was investigated in detail:
(1) Al-7.5Mg alloy, (2) Al-6.4 wt pct Al85Ni10La5, and
(3) Al-14.3 wt pct B4C nanocomposite powder.

II. EXPERIMENTAL

A. Materials

Gas-atomized Al (99.7 pct purity) and Al-7.5Mg
powders produced by Valimet, Inc. (Stockton, CA)

were the primary feedstock material used in this study.
The particle size of the Al powder was less than ~90 lm
and that of the Al-7.5Mg powder less than 45 lm. Two
types of reinforcement particles with different initial
sizes were selected in the study, i.e., B4C (1 to 7 lm) and
amorphous Al85Ni10La5 (<25 lm), owing to the fact
that the specific area of composite powders produced by
mechanical milling depends on the tendency for frag-
mentation in the reinforcement particles.[15] The B4C
powder was supplied by TETRABOR* Boron Carbide.

The Al85Ni10La5 powder was produced with in-house
equipment via argon atomization. Powder particles in
the range of<25 lm, determined to be fully amorphous
by X-ray diffraction (XRD), were mechanically sieved
for blending with the feedstock Al powder.
To study degassing behavior and provide insight into

possible interactions between stearic acid and the oxide
phases of Al powder, experiments were completed with
Al2O3 (99.99 pct purity, ~5-lm particle size) and MgO
(99.95 pct purity, ~10-lm particle size), which were
supplied by Cerac, Inc. (Milwaukee, WI).

B. Cryomilling

Cryomilling was carried out in a liquid nitrogen slurry
in a modified Union Process 1-S Szegvari attritor
(Union Process Inc., Akron, OH) with a stainless steel
vessel and balls (~6.4 mm in diameter). The attritor was
operated at a rotation rate of 180 rpm at a temperature
of approximately –185 �C. A ball-to-powder ratio of
32:1, with 0.2 wt pct stearic acid, was added as a
process-control agent to control the cold-welding pro-
cess. For the Al-7.5Mg alloy, 1 kg of powder was
charged into the vessel and cryomilled for 8 hours;
previous studies have shown that the grain size after
8 hours of cryomilling approached the minimum grain
size achievable (~25 nm).[16] For the Al-14.3 wt pct B4C
and Al-6.4 wt pct Al85Ni10La5 composites, 1 kg of Al
and the reinforcement powder with the appropriate
weight ratio were blended in a V-type blender for
4 hours prior to cryomilling. For either of the composite
powders, the milling time was selected to be 12 hours to
ensure a completely homogeneous distribution of the
reinforcement phase in the Al matrix phase. Following
cryomilling, the cryomilled powder was transferred and
stored in a nitrogen glove box.

C. Degassing

An Al 6061 can (33 mm in diameter by 70 mm in
length) was filled with powder (~90 g), and then placed
into a tube furnace and connected to a vacuum system
equipped with a Varian Turbo-V70 turbopump (Varian,
Inc., Lexington, MA), which was backed by a roughing
rotary pump. Prior to filling the can, the can was helium
leak checked to ensure against contamination during
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Fig. 1—Degassed species in Al alloys as a function of temperature.

*TETRABOR is a registered trademark of ESK Ceramics GmbH &
Co. KG, Kempten, Germany.
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degassing. The degassing apparatus is illustrated in
Figure 2. To prevent air contact, the powder handling
was conducted in the nitrogen glove box in which the
cryomilled powder was stored. The oxygen and moisture
level were kept at less than 1 ppm in the glove box.
A vacuum valve (valve 1) was attached to the can and
closed before removing the filled can from the glove box.

Prior to heating, the can was pumped for approxi-
mately 2 hours until a pressure of <5 9 10�6 torr was
reached. With the objective of studying the pressure
changes that occur during the evolution of the various
species (i.e., physisorbed water, chemisorbed water, and
hydrogen), samples were degassed at 135 �C, 285 �C,
and 400 �C, as depicted in Figure 3 by stages (a), (b),
and (c). The holding time at stage (a) (1 hour) and stage
(b) (3 hours) was determined by the appearance of a
maximum, while the holding time at stage (c)
(~14 hours) was determined when the vacuum reading
returned to 10�6 torr. The samples, still maintained
under high-vacuum conditions, were then cooled to
room temperature for chemical and microstructural
characterization studies.

D. Thermal Analysis

Differential scanning calorimetry (DSC), thermo-
gravimetric analysis (TGA), and Fourier transform
infrared spectroscopy (FTIR) were used to study the
interactions between the process-control agent (stearic
acid) and the Al alloy powders. The DSC experiments
were carried out in a TA Instruments 2920 (TA
Instruments, New Castle, DE) DSC module, using
nitrogen as the purging gas. The TGA experiments were
conducted using a TA Instruments 951 TGA module.
Samples were heated in a platinum boat in a flowing
atmosphere of nitrogen. In the TGA/FTIR experiments,
the TGA was interfaced to a Nicolet 510P FTIR
(Nicolet Instruments, Madison, WI). The TGA and
FTIR instruments were first purged with nitrogen to
remove air and to obtain the FTIR background spec-
trum. The nitrogen purge was maintained until the
temperature reached 100 �C (well below the initial
weight-loss temperature) to keep air out of the system
and was then turned off while the stearic acid sample
vaporized. When the sample was completely vaporized,
the purge gas was then turned on to transfer all of the
evolved gas to the FTIR instrument.

E. Microstructure and Chemistry Characterization

The atomized and cryomilled powders were charac-
terized using XRD and scanning electron microscopy
(SEM). The XRD was carried out in a Scintag XDS
2000 (Scintag Inc., Cupertino, CA) X-ray diffractometer
using Cu Ka radiation. The SEM was performed in an
FEI XL-30 FEG (FEI Company, Hillsboro, OR)
scanning electron microscope. Chemical analysis was
conducted by LECO** using the combustion-infrared

detection method for C (CS600), the inert gas fusion-
thermal conductivity detection for H (RHEN 602), and
the inert gas fusion-infrared detection method for O
(TCH600).

III. RESULTS

A. Stearic Acid Desorption from Mixtures
with Al and Its Oxides

The desorption of stearic acid at elevated tempera-
tures, which was in contact with Al powder, was studied
by DSC, TGA, and FTIR. First, it is necessary to
determine whether the stearic acid decomposes at
elevated temperatures. Figure 4 shows the DSC contin-
uous tracing curve of stearic acid. Approximately
1.5 mg of stearic acid was encapsulated in a hermetically
sealed DSC pan with a pinhole in the lid and heated
from 20 �C to 480 �C at a rate of 10 �C/min. The small
endotherm at approximately 60 �C is attributed to the
melting of an impurity, possibly present in the pan or in
the compound, but is not thought to be relevant to the
current results. The large endotherm, with an onset
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Fig. 2—Schematic of the degassing apparatus.
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Fig. 3—Time-temperature degassing profile. **LECO is a trademark of LECO Corporation, St. Joseph, MI.
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temperature of 69 �C, is attributed to the melting of
stearic acid (Merck Index: melting point 69 �C to
70 �C). Note that there are no further thermal events
from 70 �C to ~380 �C. The small endotherm at
approximately 380 �C is in good agreement with the
literature values for the boiling point of stearic acid
(Merck Index: 383 �C). The erratic thermal behavior
above 380 �C is caused by vapor exiting the pan through
the pinhole. The evolved gaseous phase from stearic acid
was determined by simultaneous TGA/FTIR measure-
ments. Figure 5(a) shows the TGA curve of stearic acid
at a heating rate of 30 �C/min. The sample begins to
volatilize above approximately 150 �C, and the process
is complete by ~280 �C. Note that the slow vaporization
of stearic acid from approximately 150 �C to 280 �C in
the TGA experiment is suppressed in the DSC experi-
ment by encapsulating the sample in a sealed DSC cup
with a pinhole in the lid. The FTIR spectrum of the
evolved gas is shown in Figure 6(a). The FTIR detected
seven predominant bands that are found in stearic

acid.[17–19] For example, the 2932 and 2863 cm�1 bands
are assigned to the asymmetric and symmetric stretching
vibrations, respectively, of the methylene groups (CH2)
of the aliphatic chain, and band 1777 cm�1 is assigned
to the carbonyl stretching. Band 1462 cm�1 is attributed
to the deformation of methylene groups and 1367 cm�1

to the symmetric deformation of the methyl group
(CH3). Band 1113 cm�1 closely matches the wag and
twist modes of the methylene group. As a comparison,
the spectrum in Figure 6(a) is also in excellent agree-
ment with the stearic acid library spectrum (Nicolet
Vapor Phase Library (Figure 6(f)).
Next, the desorption of stearic acid from commer-

cially pure Al powder was investigated. The TGA/FTIR
experiments were carried out with a similar procedure,
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except that sample pellets were blended from stearic
acid/Al powder to achieve intimate contact. The TGA
curve of a stearic acid/Al mixture is shown in
Figure 5(b). The theoretical and experimental weight
losses are virtually identical. The FTIR spectrum of the
evolved gas (Figure 6(b)) is identical to that of stearic
acid. As mentioned previously, Al powder is usually
coated with a thin oxide layer. Hence, the desorption of
stearic acid from Al2O3 powder was also analyzed. The
TGA curve of a stearic acid/Al2O3 mixture is shown in
Figure 5(c). Again, the theoretical and experimental
weight losses are in excellent agreement and the FTIR
spectrum (Figure 6(c)) shows that the only evolved gas
is stearic acid. These results show that there is no
reaction between stearic acid and either pure Al or
Al2O3 under the present TGA experimental conditions.

Third, the desorption of stearic acid from MgO was
considered, because Mg is a common alloying element in
Al alloys and the affinity ofMg to O is higher than that of
Al to O.[7] Accordingly, MgO is also encountered in the
surface oxides.[3,14] The TGA curve of a stearic acid/
MgO mixture is shown in Figure 5(d). There is clear
evidence of a reaction between stearic acid and MgO,
based on the appearance of a new, low-temperature
weight-loss plateau in the temperature range 200 �C to
250 �C. The corresponding FTIR spectrum (Figure 6(d))
shows the presence of water, which may evolve according
to the following reaction, to form magnesium stearate:

2CH3 CH2ð Þ16COOHþMgO

! 2 CH3 CH2ð Þ16COO
� �

MgþH2O " ½1�

Note that the TGA weight plateau and the weight loss
predicted by this equation do not agree, and the FTIR
spectrum clearly shows the evolution of stearic acid gas
in addition to water, suggesting that this reaction might
proceed partially under the given conditions. At higher
temperatures (350 �C to 450 �C), the FTIR spectrum
(Figure 6(e)) shows the presence of evolved carbon
dioxide, an expected decomposition product of the
stearate.

B. Adsorption of Stearic Acid during Cryomilling

The introduction of stearic acid represents a signifi-
cant source of hydrogen in cryomilled Al alloy powders.
However, a TGA scan of cryomilled Al with the normal
addition of 0.2 wt pct stearic acid was not able to detect
any weight loss. To determine whether stearic acid is
chemically or physically adsorbed during cryomilling,
2 wt pct stearic acid was added to the starting powder
and then cryomilled for a short time (2 hours). The
cryomilled powders were then heated in a platinum boat
at a rate of 10 �C/min. The TGA results are shown in
Figure 7. Weight losses of 1.12 and 1.27 pct, respec-
tively, are recorded in two different samples. The
different TGA weight losses as a function of tempera-
ture in different samples suggest that these materials
may contain chemisorbed as well as physisorbed species.
Furthermore, some weight losses may also be attributed
to the decomposition of stearic acid. Because the TGA
sample boat could accommodate only approximately

10 mg of the low-density cryomilled powder, however,
the concentration of evolved gases was insufficient for
FTIR analysis.

C. Degassing of Cryomilled Powder

An initial vacuum level of <5 9 10�6 torr was
achieved at room temperature before starting the
degassing procedure. The heating program is depicted
in Figure 3. In stage (a), the sample was heated to
135 �C at a heating rate of 1 �C/min and evacuated for
1 hour at this temperature; still under high vacuum, the
sample was then heated at a heating rate of 1.5 �C/min
to 285 �C and held for 3 hours (stage (b)); in stage (c),
the sample was heated to 400 �C at a heating rate of
1 �C/min and held at this temperature until the vacuum
level again reached the 10�6-torr range (i.e., 14 hours).
The change in pressure as a function of time is shown in
Figure 8(a). In the case of the cryomilled Al-7.5Mg
sample, a peak was clearly resolved in stage (a),
suggesting that the physisorbed water was not fully
released by evacuating at room temperature. The peak
in stage (b) agreed well with the temperature range
provided in the literature for the release of chemisorbed
water.[3,13,20] For comparison, the pressure-vs-time
curve for the atomized Al-7.5Mg was also plotted in
Figure 8(a). Note that the atomized Al-7.5Mg powder
showed a much stronger release of both physisorbed and
chemisorbed water when compared to the cryomilled
Al-7.5Mg powder. However, in stage (c), in which
hydrogen was the dominant outgassing species, the peak
intensity for cryomilled powder became much stronger
than that for the atomized powder. The reverse of the
intensities for the low- and high-temperature peaks in
the cryomilled sample suggest that the major outgassing
event is shifted to higher temperatures and the major
outgassing species is evolved in the form of hydrogen, as
a result of cryomilling.
Figure 8(b) shows the change in pressure as a function

of time for the cryomilled Al-6.4 wt pct Al85Ni10La5 and
Al-14.3 wt pct B4C nanocomposite powders, which
were degassed with the same temperature profile, as
depicted in Figure 3. As a reference, the pressure-vs-time
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Fig. 7—TGA curves for cryomilled Al powders with addition of
2 wt pct stearic acid.
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curve of the atomized Al (i.e., the matrix powder) is also
plotted in Figure 8(b). Again, the cryomilled powder
showed lower peak intensities for the release of physi-
sorbed and chemisorbed water but a stronger peak for
hydrogen release. It is worth noting that the pressure
profile of the cryomilled Al-14.3 wt pct B4C sample is
higher than that of the Al-6.4 wt pct Al85Ni10La5
sample. This behavior is a result of the different powder
particle sizes and morphologies for the two composite
powders after cryomilling. As shown in Figure 9, the
cryomilled Al-14.3 wt pct B4C powder has a higher
specific surface area than the cryomilled Al-6.4 wt pct
Al85Ni10La5 powder.

D. Chemical Analysis of Degassed Powder

The reduction of impurity species C, H, and O after
degassing was studied by chemical analysis. The chemical

analysis results are listed in Table I. In the as-received
atomized pure-Al powder, the O, H and C contents were
0.374, 0.0193, and 0.0031 wt pct, respectively; in the
as-received atomized Al-7.5Mg powder, the O, H, and C
contents were 0.107, 0.0142, and 0.0172 wt pct, respec-
tively. The O and H contents in the as-received atomized
Al powder were higher than those of the as-received
atomized Al-7.5Mg powder, suggesting that the
as-received atomized Al powder contained a higher
volume of surface hydroxides; this may account for the
different profile of water evolution during stage (b) for
the as-received atomized Al and Al-7.5Mg powder, as
shown in Figures 8(a) and (b). Following cryomilling,
the O, H, and C contents were increased. It is worth
noting that the reinforcement phase addition itself was
not a significant source of the O and H pickup. For
example, the O and H content in the atomized
Al85Ni10La5 powder is less than that in the as-received
atomized pure Al powder. Therefore the O, H, and C
pickup was ascribed to a characteristic of the handling
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Fig. 9—SEM images of cryomilled (a) Al-6.4 wt pct Al85Ni10La5 and
(b) Al-14.3 wt pct B4C.
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and cryomilling of the composite powder. Following
degassing, the H content was reduced to 0.0098 wt pct
in the cryomilled Al-7.5Mg alloy and 0.0123 wt pct in
the cryomilled Al-6.4 pct Al85Ni10La5 composite; the O
content was, however, not decreased due to degassing
and was measured to be 0.328 wt pct in the cryomilled
Al-7.5Mg alloy and 0.571 wt pct in the cryomilled
Al-6.4 pct Al85Ni10La5 composite. The C content was
also not reduced during the degassing process. As
discussed later in this article, the changes in C, H, and
O content during the cryomilling and degassing pro-
cesses are in good agreement with the thermal analysis
data on the evolution of the stearic acid and hydroxide
during cryomilling.

E. Grain Growth during Degassing

While it is important to remove the gaseous content in
the cryomilled powder, it is equally important to
maintain the initial nanocrystalline structure after
degassing. To study the grain growth during degassing,
the average grain size of the cryomilled and degassed
samples were determined using the XRD line-broaden-
ing technique. Following subtraction of the Ka2 com-
ponent and instrumental broadening, separation of the
size- and strain-broadening components was performed
via approximating the size-broadening profile by a
Cauchy function and the strain-broadening profile by
a Gaussian function. Under these assumptions, the grain
size was calculated using the following equation:

ðd2hÞ2

tan 2h0
¼ Kk

d

d2h
tan h0 sin h0

� �
þ 25he2i ½2�

where d2h is the integral breadth in radians, h0 is the
position of the peak maximum, and he2i1=2 is the root-
mean-square lattice strain. The term d is the volume-
averaged grain size and K is a constant taken as 1.
Table II lists the average grain sizes of the different Al
materials after cryomilling and degassing. In the case of
the Al-6.4 pct Al85Ni10La5 sample, the degassed can
subsequently underwent hot isostatic pressing (HIP) at
400 �C for ~4 hours. Figure 10 shows the grain size
distribution in the Al-6.4 pct Al85Ni10La5 composite that
underwent HIP measured using transmission electron

microscopy (TEM). One can see that the TEM result
confirms the XRD measurement and the observation
that the nanocrystalline structure was maintained after
degassing. A detailed study of the microstructural
stability is beyond the scope of this article; however,
previous studies have shown that the documented
thermal stability can be attributed to the grain boundary
segregation of the solute or impurity elements[21,22] and
the second-phase pinning (nanoscale Al oxide, nitride,
carbide, or precipitates)[23,24] that were introduced into
the Al alloy during the cryomilling processing.

Table I. C, H, and O Content in Atomized and Cryomilled Al Powders

Condition Process Material Designation C H O

As-received atomized Al-7.5Mg M1 0.0172 0.0142 0.107
Al A1 0.0031 0.0193 0.374
Al85Ni10La5 — — 0.0071 0.194

cryomilled Al-7.5Mg M2 0.17 0.0485 0.304
Al-6.4 pct Al85Ni10La5 A2 0.162 0.0432 0.57

Degassed atomized Al-7.5Mg DM1 0.02 0.0109 0.102
cryomilled Al-7.5Mg DM2 0.169 0.0098 0.328

Al-6.4 pct Al85Ni10La5 DA2* 0.158 0.0123 0.571
Al-14.3 pct B4C DA3 — 0.0212 0.743

*Data from billet that underwent HIP.

Table II. Average Grain Sizes for Cryomilled and Degassed
Powder, as Determined by XRD

Material Cryomilled (nm) Degassed (nm)

Al-7.5Mg 30 110
Al-6.4 wt pct Al85Ni10La5 28 108*
Al-14.3 wt pct B4C 25 78

*Data from billet that underwent HIP.
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Fig. 10—Grain size distribution and TEM image of as-hot-isostatic-
pressed cryomilled Al-6.4 wt pct Al85Ni10La5 composite.
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IV. DISCUSSION

A. Effect of Cryomilling

During cryomilling, the powder particles underwent
repeated fracture and cold welding, and the newly created
fresh surface was protected from exposure to the atmo-
sphere; therefore, cryomilling is expected to redistribute
the original surface hydroxides on the atomized powder.
This is shown in the low-temperature degassing profile
(stage (a)) in the inset of Figure 8(b). According to
Litvintsev and Arbuzova,[9] the liberation of physically
bonded water occurs in the temperature range up to 140
to ~150 �C. The pressure rise in stage (a) was therefore
mainly attributed to the liberation of physisorbed water.
The evolution of physisorbed water is apparent in the
atomized powder; by contrast, the cryomilled powders
showed essentially a flat curve. Note that the starting
vacuum level for the Al-14.3 pct B4C powder (10�7 torr)
is one magnitude less than that for the Al-6.4 pct
Al85Ni10La5 powder (10�6 torr), but the two samples
showed a similar plateau throughout the low-temperature
range, suggesting that the physisorbed water was greatly
reduced on the surface of the cryomilled powder. Cryo-
milling also affects the evolution of the chemisorbed water
and hydrogen, as shown in Figure 8. The gas evolution
peak in stage (b), due to the liberation of the chemisorbed
water, is significantly lower than that for the atomized
powder. In contrast, the gas evolution peak in stage (c),
due to the liberation of hydrogen, is significantly higher
than that for atomized powder. It should be noted that
although the surface hydroxide is reduced in cryomilled
powder, the volume hydroxide or oxide is increased
(Table I), because the initial hydroxide layer is broken up
and fresh surfaces are exposed. Dispersion of hydroxides
into the Al matrix led to changes in the outgassing process
for the chemisorbed water. The chemical reactions
involved in the outgassing process are[3]

1

2
Al2O3�3H2O!

1

2
Al2O3�H2OþH2O ½3�

Al2O3�H2O! Al2O3 þH2O ½4�

2

3
AlþH2O!

1

3
Al2O3 þH2 ½5�

MgþH2O!MgOþH2 ½6�

Figure 11 shows the Gibbs free energy for Eqs. [3]
through [6] as a function of temperature and pressure.
The standard state free energy data are from Reference
7. Reactions [3] and [4] are likely to occur at elevated
temperatures or under vacuum. When the hydroxide is
embedded in the matrix, Reactions [5] and [6] are
kinetically favored. Therefore, one sees a significant
decrease in chemisorbed water and a concurrent increase
in hydrogen.

B. Effect of Stearic Acid

The introduction of stearic acid is a second source for
the evolution of hydrogen at elevated temperatures

(stage (c)). As mentioned earlier, the TGA results
suggest that the stearic acid may react with Al during
cryomilling; this is supported by the chemical analysis
data in Table I. Figure 12 is a plot of the changes in C,
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Fig. 11—Free energies of degassing reactions for Al at different
temperatures.
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H, and O as a consequence of cryomilling and degas-
sing. The dotted line in Figure 12 indicates the accumu-
lation of C, H, and O due to the addition of 0.2 wt pct
stearic acid. By using the initial C, H, and O content for
the starting powder as a reference (i.e., sample M1 is the
reference point for samples DM1, M2, and DM2, and
sample A1 for samples A2, DA2, and DA3), it is evident
that the stearic acid is the primary source of the C and H
increase in cryomilled powders. Cryomilling caused
approximately 0.15 pct C increment buildup in all
cryomilled samples (M2, DM2, A2, and DA2; the C
content is not measured in sample DA3 due to the
presence of B4C), which is in good agreement with the
0.2 pct stearic acid addition (calculations give a theo-
retical value of 0.152 pct C increment). Studies[25,26] of
Al-C reactions during mechanical alloying indicate that
C atoms form a solid solution and that suitable
subsequent annealing (‡400 �C[27]) is required to form
Al4C3. In mechanically milled Al with organic wax
addition (C2H2-2(C18H36ON)), Singer et al.[27] observed
the formation of nanaocrystalline Al4C3 (~10 nm) fol-
lowing 500 �C annealing, but could not find the Al4C3

compound after annealing at 300 �C. These results
suggest that if the hydrogen in the organic process-
control agent is properly outgassed, the remaining C
atoms can form nanocrystalline dispersoids Al4C3,
which will strengthen the mechanically milled Al alloy.
The measured hydrogen increment in samples cryo-
milled using commercially pure Al follows the theoret-
ical calculations but is slightly higher in samples
cryomilled using the Al-7.5Mg alloy. This is probably
due to a slight pickup of moisture in the glove box. As
shown in Figure 11, the partial pressure for the adsorp-
tion of water to the Al surface is approximately
10�6 atm; this approximately corresponds to the mar-
ginal moisture reading of ~1 ppm in our glove box. The
addition of Mg may lead to a decrease in the required
partial pressure, due to its higher activity relative to that

of Al. Following degassing, the H content is lower than
that in the atomized powder, suggesting that the H
introduced due to stearic acid addition was essentially
removed during degassing. Cryomilling also caused the
accumulation of ~0.2 pct O. This incremental value is
comparable to the initial O content in the atomized
powder (Table I), suggesting that the O buildup may be
caused by reformation of the oxide layer on the
cryomilled powder surface. However, the O buildup
caused by cryomilling is much higher in the B4C
composite powder, as evidenced by its larger specific
area (Figure 9).

V. CONCLUSIONS

1. The organic process-control agent (i.e., 0.2 wt pct
stearic acid) was the primary source for introducing
H and C into cryomilled Al. During degassing, the
C was retained in the cryomilled powder and the
stearic acid was not outgassed in molecular form.
The H introduced from stearic acid was essentially
removed at a temperature of approximately 400 �C.

2. In comparison to the behavior for gas atomized Al,
the evacuation of chemisorbed water in cryomilled
Al was impeded and, instead, the cryomilled Al
showed a strong hydrogen release peak.

3. The cryomilled Al powder showed good thermal
stability during degassing, and bulk nanostructured
Al (average grain size ~100 nm) was consolidated
using conventional PM techniques.
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