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Incommensurate Magnetic Fluctuations in La2 — Sr„Cu04
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We use inelastic neutron scattering to establish the modulation vectors 8 and correlation lengths for
the incommensurate magnetic fluctuations in metallic samples of La2-, Sr,-Cu04 with x =0.075 and
0.14. In notation appropriate for a square lattice where the magnetic instability in the undoped case
occurs at (tt, tt), the vectors 6 are along (tt, O) and (O, tt). The correlation length ( is larger than the dis-
tance between carriers, is weakly dependent on x, and changes significantly between 12 and 100 K for
both compositions.

PACS numbers: 75.50.Ee, 74.70.Hk, 74.70.3m, 75.40.Cx

In spite of considerable eAort, the nature of the mag-
netic correlations in the metallic cuprates remains un-
clear. Theoretical work [1-3] suggests that for small car-
rier concentrations, there should be antiferromagnetic
correlations with a period incommensurate with that
of the lattice. Neutron-scattering experiments on YBa2-
CU306+s [4] and Laq —,(Ba,Sr),Cu04 [5,6] show that
for small doping, the antiferromagnetic long-range order
is replaced by commensurate fluctuations with a correla-
tion length of order of the interimpurity spacing. At
higher doping levels, incommensurate fluctuations have
been reported [6] for La2 —„Sr„Cu04but not for
YBa2Cu306+~. However, because of experimental limi-
tations, the incommensurate wave vector 8 and antiferro-
magnetic correlation length ( have remained undeter-
mined. To establish h and g, we have used neutron
scattering to measure the magnetic response function
g"(Q, co) as a function of both basal-plane components of
the momentum transfer Q for two metallic samples of
La~ —,Sr„Cu04. The present paper describes the results,
the most notable being that b is parallel to (tr, O) and
(O, tr) [in the notation where (tr, tr) characterizes the or-
der in a square-lattice antiferromagnet] and that ( is rel-
atively long and weakly dependent on x.

The crystal samples were grown using the CuO flux
method (x =0.075) and the traveling-solvent Aoating-
zone technique (x =0.14). We deduced the alloy compo-
sitions from comparison of structural parameters (c/a ra-
tios) established by neutron diffraction on the samples
used in our magnetic scattering experiments to those of
earlier ceramic samples of known composition [7]. The
Sr concentrations so obtained are identical to those es-
timated from comparing the tetragonal-orthorhombic
transition temperatures of the crystals and sintered
powders [7].

Samples grown in the manner of our x =0.075 crystals
have been extensively characterized and shown to exhibit
reproducible bulk properties [8]. For 150~ T~300 K,
the basal-plane resistivity p=AT with 4 =2.7 p D cm/K,

while for 30~ T ~ 100 K, p-=pa[1+ (T/To) ], where
pa=250 p Acm and TO=175 K. Magnetic susceptibility
measurements suggest that the sample is not a bulk su-
perconductor.

The rarity of large single crystals of La] &6Sro]4Cu04
precluded cutting smaller specimens from our sample for
characterizations as extensive as those for our x =0.075
sample. Nevertheless, dc magnetic susceptibility data [9]
for the entire sample used in our neutron-scattering ex-
periment indicate a single sharp onset of superconductivi-
ty at T, =33 K. Above T, , an increasing (with T) contri-
bution similar to that for superconducting ceramics [7]
with x=-0.15 dominates the susceptibility. In addition,
there is a small Curie term, with an amplitude corre-
sponding to a population of impurity spins with S=

2

and g =2 of 8 x 10 per formula unit, and an even
smaller contribution from a ferromagnetic contaminant,
with an ordered moment below 10 ptt/Cu.

We performed neutron-scattering measurements at the
Ris6 DR-3 and Institut Laue-Langevin (ILL) reactors,
using the TAS6 (Risttl), IN14 (ILL), and IN12 (ILL)
cold-source instruments in double- and triple-axis modes.
The experiments are inelastic, meaning that only magnet-
ic fluctuations, and not frozen spin correlations, associat-
ed with ordered magnets and spin glasses, are measured.
We collected most of our data for 12 K, which is well
above the magnetic freezing temperatures reported for
La2 —„(Sr,Ba)„Cu04 with x ~ 0.05 [5,10]. Thus, our
measurements at T=12 characterize states without static
magnetic order.

Figure 1 shows reciprocal space for a two-dimensional
square lattice. Open circles indicate the reciprocal-lattice
points, with coordinates (n2tr, m2tr). The circled cross
represents the additional reciprocal-lattice point (tr, tr)
which appears when antiferromagnetic order doubles the
unit cell along the (1,1) direction in real space, as is the
case for the Cu02 planes in LaqCu04 [11]. Because our
goal is to establish the nature of the short-range magnetic
order in La2, Sr,CuO4, we concentrate on constant-
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FIG. l. (a) Reciprocal space for Cu02 planes. Open circles
represent reciprocal-lattice points for the underlying square lat-
tice, the open circle with cross denotes the additional point
(ir, x) which appears when antiferromagnetic order doubles the
unit cell along (I, I) in real space, and solid circles denote the
location of peaks in the magnetic response function for metallic
La.—,Sr, CuO4. Solid, dashed, dotted, and dash-dotted lines
correspond to diAerent constant-Ace scans in neutron-scattering
experiments. Previous experiments were confined to the solid
line, along (x, 7r). The arrow is the incommensurate vector
b=6(O,Fr) (b) Th.e dependence of the incommensurability 6
and inverse correlation length ~ on x, both in notation where
(zc, 0) corresponds to unity. Values I'or x=0.075 are obtained
from the weighted (by the squared inverse errors) averages of
all T ~ I 2 K data (with 0.65 ~ intro ~ 5 meV) described in text.
Dashed line represents 8=2x. Solid line represents Jx/x, the
mean inverse spacing between carriers (ideally) donated by the
Sr atoms to the CuO2 planes.
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energy-transfer (Aro) surveys of reciprocal space near
(n, x). Most of the data were collected for itt co = I

meV=0. 25&10' Hz=11.6 K«J, where J=0.13 eV is
the exchange constant for La2cu04 [12]. Individual
scans through reciprocal space generally follow trajec-
tories similar to those indicated by the dash-dotted, solid,
dashed, and dotted lines near (x,x) in Fig. 1. Ail previ-
ous neutron-scattering experiments [6] on La2 —,-
SrCuO4 for x~0 have been confined to the solid line,
along (rr, x). Figure 2(a) shows a typical scan (open cir-
cles) of the dash-dotted type, where the momentum
transfer q, along (z, zs) is varied with the momentum
transfer q- along (rr, Z) held fixed at 0.075. The solid cir-
cles represent the background, determined in an analo-
gous scan with q- =0.3. The data clearly show two peaks
at q, =0.93 and 1.07, separated by a minimum at
q, =1.0. Thus, the observed incommensurabiIity along
(ir, rr) is comparable to the (fixed) offset q along (rr, x),
which suggests that the incommensurate wave vector 8
has a substantial component parallel to (7r, rr) That th. is
is indeed the case is more apparent from Fig. 3, which is
a contour plot of the background-corrected data collected
on a two-dimensional grid in reciprocal space, labeled by
the basal-plane coordinates q, and q.-. The important
features of the data are (i) the overall square symmetry
of the scattering with the sides of the square parallel to
(x,x) and (x, Z), and (ii) the accumulation of intensity
near the corners of the square. The data also have two
more puzzling features, namely, the high intensity at

FIG. 2. Scans as a function of q, where the other basal-
plane coordinate q- =0.075 [frame (a)] and q- =0.14 [frame
(b)l. Data in frame (a) are for an x=0.075 sample and were
collected in triple-axis mode with Am fixed at 1 meV, E~ =8.09
me V, and collimations 133'-50'-110'-150', ~here the listing
proceeds from reactor to detector. Open and solid circles repre-
sent uncorrected signal and backgrounds, respectively. Frame
(b) shows background-corrected data for x=0. I4 taken in

double-axis mode with F; =18.5 meV and collimations 30'-56'-
52'. Solid lines in both (a) and (b) are best fits to data of the
function described in text; the dashed line represents instrumen-
tal response to 6-function peaks located at (z, x) + 6(O, zr) and
-+ ~(~,0).

q, =1, q-=0. 1, and the slight asymmetry of the pattern
around the q. =0 axis. The former is due to a spurious
process which disappears on changing the spectrometer
configuration (see below), while the latter is due to the
instrumental resolution. A theoretical cross section which
gives a good description of the data is the sum of four
resolution-corrected Gaussians centered at the corners of
the square. The corners are displaced by the vectors
~i5(0, rr) and ~6(x,0) from (n, z). The best fit to the

data is obtained for a wave number 6=0.14~0.02 and
an antiferromagnetic correlation length g =2(FWHM)
=18+ I A =(4.7 ~ 0.3)ago where an =3.8 A is the
nearest-neighbor Cu-Cu separation. Figure 3, right
panel, shows the corresponding calculated cross section.

To determine whether S(g, ro) depends significantly on
Am, we have accumulated data on a somewhat coarser
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FIG. 3. Contour plots of background-corrected scattering (left) collected at fixed pro =1 meV for x =0.075 with spectrometer
configuration specified in the caption of Fig. 2(a), and the resolution-corrected theoretical cross section (right) which best describes
the data.

grid for Ace =5 meV. The four-Gaussian form which de-
scribes the Am =1 meV data also gives a good account of
the hru =5 meV results. In particular, the fitted values of
6 and ( are indistinguishable from those found for Irido =1
meV. Thus, there is no noticeable dispersion in the mag-
netic excitations near (n, x) between h. ru =1 and 5 meV.

We have also performed higher-resolution measure-
ments of S(g, co) to gain confidence in the magnetic cross
section suggested by Fig. 2. Because of prohibitively
large counting times, a complete survey as in Fig. 3 was
not possible. However, we have collected two important
scans along (x, 77), namely, through the middle and along
the edge of the square with vertices (x, rr) ~8(0,rr) and
+ 6(rr, O) for hco= 1 and 0.65 meV. The dashed and
dotted lines in Fig. 1 represent these scans. Figure 4
shows the results for Am =1 meV, along with the model
functions, of the four-Gaussian type described above,
which best fit the data. The signal is generally higher on
the side (q„=0.9) of the square than through the middle
(q„—= 1.0). In addition, there are clear intensity dips at
the middle (q, =0) of the edge scans. It is thus obvious
again that the incommensurate wave vector characteriz-
ing the magnetic fluctuations in La~ 9q5Sr007qCu04 has
equal components parallel and perpendicular to the or-
dering vector for pure LaqCu04. The values for ( and 6
obtained from fitting the lower-T and higher-resolution
data at hro=l meV (Fig. 4) and 0.65 meV are indistin-
guishable from those obtained from the data of Fig. 3.

In addition to showing low-T data, Fig. 4 displays
scans at 100 K. Clearly, the well-resolved double-peak
structure becomes a broad maximum centered at (m, x).
Beyond showing that the incommensurate @co=1 meV
Auctuations are largely destroyed by heating to 100 K,
the data demonstrate the absence of spurious (i.e., non-
magnetic) contributions, apart from a I]at background, to
the spectra. The solid lines through the data points are
the outcome of a fit to the sum of four Gaussians cen-

(b) La) 9~sSro o7sCuO~ h~ = 1 meV

200- ~ T = 50 mK
T = 100 K
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FIG. 4. Constant Ace =1 meV scans collected at two temper-
atures for fixed q, =0.9 [frame (a)] and q, =1 [frame (b)].
The incident energy was fixed at 8.09 meV and the collimations
from reactor to detector were 40'-60'-60'-120'. Solid lines rep-
resent theoretical cross sections described in text.

tered at the wave vectors (rr, x) ~6(x,O) and ~8(0,x),
with 6 fixed at its low-temperature value, 0.14. The fitted
widths correspond to (=12.7+ 1.7 A = (3.3 ~ 0.4)ao
implying that correlated regions (with areas g ) of spins
are half as large at 100 K as at T ~ 12 K. Obviously, a
single broad Gaussian, centered at (x, x) and correspond-
ing to even smaller correlated regions, could describe the
data just as well.

All of the data discussed so far were collected for
@co~ 5 meV and x =0.075. For reasons of sample size
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and signal level, it is more convenient to use two-axis
spectroscopy [6] to measure the magnetic fluctuations in
our x =0.14 crystal. There, the energy transfer Ace & F;
(fixed incident energy 18.5 meV) is unspecified and, ow-

ing to the two-dimensional nature of the magnetic fluc-
tuations in La2 —,Sr,CuO4, the scattering cross section
dtT/10 is a rough measure of the equal-time correlation
function when the CuO2 planes are perpendicular to the
outgoing wave vector kf. Figure 2(b) shows data taken
as a function of q, with this condition satisfied. At
q„=-0.88 and 1.14, there are well-resolved peaks above
background. Because the in-plane momentum transfers
in Fig. 2(b) are ofl'set along (tr, tr) by approximately
q.- =0.14, the data show that as for x =0.075, the incom-
mensurate peaks occur at wave vectors of the form
(tr, tr) ~ 6'(tr, O) and + 6'(0, tr). Indeed, we are able to de-
scribe the x=0.14 data using the four-Gaussian form
successfully applied to the x =0.075 data. The solid line
in Fig. 1(b) represents the resolution and background
corrected cross section which best describes the data.
The corresponding incommensurability 6 =0.24+ 0.01,
while the correlation length (=17+'4 A=(4.5 ~ I)ao.
Just as for the x =0.075 sample, warming to 100 K
makes the incommensurate peaks for x =0.14 unresolv-
able. Assuming 8 to be fixed at its 12-K value, the fitted
correlation length g drops to 8.4+ 1.4 = (2.2+ 0.4)ao.

Figure 1 summarizes the overall outcome of this exper-
iment, frame (a) showing the locations (solid circles) of
the incommensurate wave vectors characterizing the
magnetic fluctuations and (b) giving the wave numbers 6
and inverse correlation lengths K=K ' for the in[com-
mensurability. The vectors b are along (O, tr) and (tr, 0),
as for the spin-density waves obtained in Fermi surface
nesting and domain-wall scenarios for the Hubbard mod-
el with U/t S4 [I]. Because 6=2x [Fig. 1(b)], the
wavelength for the instability is approximately ao/x,
which is shorter than the predicted wavelengths [I] by at
least a factor of 2. Larger U/t (&4) does not improve
the agreement between theory [I] and experiment be-
cause the prediction here is that bll(~ tr, + tr). There are
other proposals, notably for spiral states [2] and stag-
gered flux phases [3], which give b along (tr, O) and (O, tr),
but might simultaneously yield 8& x. It is worth em-
phasizing, however, that Monte Carlo calculations [13]
on the single-band Hubbard model give no evidence for
6's larger than those obtained from the analytic spin-
density-wave theories [I]. Another approach to the prob-
lem is to neglect many-body effects and consider the
magnetic susceptibility associated with the full one-
electron band structure of La2 Sr CuO4. From existing
literature [14],g (Q, to) obtained in this way peaks along
the (+ tr, +' tr) directions. We conclude that given
present theoretical results, neither the one-band Hubbard
model nor first-principles one-electron band structure for
metallic La2 —,Sr CuO4 acconnt satisfactorily for our
data [15].

We have performed the first determination of the wave

vectors [Figs. 1(a) and 1(b)] and correlation lengths [Fig.
1 (b)] for the incommensurate magnetic fluctuations in

metallic Laq-, Sr,Cu04. The correlation length g does
not depend strongly on x, and for x =0.14 is considerably
longer than the spacing between holes in the Cu02
planes. It is also of the same order as the pair coherence
length for superconducting La] $5SrQ [5Cu04. At 100 K,
g is reduced to such an extent that the incommensurate
peaks are replaced by a broad maximum centered at
(tr, tt).
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