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Gold-Nanocluster-Mediated Delivery of siRNA to Intact Plant 
Cells for Efficient Gene Knockdown
Huan Zhang, Yuhong Cao, Dawei Xu, Natalie S. Goh, Gozde S. Demirer, Stefano 
Cestellos-Blanco, Yuan Chen, Markita P. Landry,* and Peidong Yang*

ABSTRACT: RNA interference, which involves the delivery of small interfering RNA (siRNA), has been used to validate target
genes, to understand and control cellular metabolic pathways, and to use as a “green” alternative to confer pest tolerance in crops.
Conventional siRNA delivery methods such as viruses and Agrobacterium-mediated
delivery exhibit plant species range limitations and uncontrolled DNA integration into the plant genome. Here, we synthesize
polyethylenimine-functionalized gold nanoclusters (PEI-AuNCs) to mediate siRNA delivery into intact plants and show that
these  nanoclusters  enable  efficient  gene  knockdown.  We further  demonstrate  that  PEI-AuNCs protect  siRNA from RNase
degradation while the complex is small enough to bypass the plant cell wall.
Consequently,  AuNCs enable gene knockdown with efficiencies of  up 76.5 ± 5.9% and 76.1 ± 9.5% for  GFP and ROQ1,
respectively,  with no observable toxicity.  Our data suggest that AuNCs can deliver siRNA into intact plant cells for broad
applications in plant biotechnology.

INTRODUCTION
The emergence of RNA interference (RNAi) technologies has enabled rapid and cost-effective genetic manipulation in plant
research at the level of the transcriptome for understanding cellular metabolism,1 analyzing gene functions,2 producing improved
crop varieties,3 and protecting crops against pests.4 The main strategy employed in RNAi technologies is to deliver an exogenous
small  interfering  RNA  (siRNA)  into  the  cytoplasm,  which  represents  a  significant  challenge  in  plantrelated  studies.5  In
comparison with mammalian cells, mature plant cells have a thick multilayer cellulosic cell wall surrounding the cell membrane.
The plant cell  wall not only provides structural support and protection to plant cells but also serves as a barrier that limits
biomolecule  delivery and has limited the translation of  other  abiotic  delivery methods commonly employed in mammalian
systems (i.e., electroporation,
heat shock, cationic lipids, positively charged polymers) to plants.6,7 Currently, viral vectors are commonly used for the delivery
of siRNA into intact plants, as they allow for strong siRNA expression without relying on plant transformation.8 However, this
method requires the construction of cDNA into the viral vectors, and most viruses are
host-specific. Similarly, Agrobacterium-mediated transformation, the other common method for RNAi in plants, is also limited to
certain  plant  species9  and  suffers  from  the  additional  potential  drawback  that  random  DNA  integration  can  occurduring
Agrobacterium  transformation,  resulting  In  endogenous  gene  disruption  and  constitutive  expression  of  the  transgene.
Nanomaterial-mediated  nonviral  intracellular  delivery  has  enabled  numerous  advances  in  animal  research  and  for  diverse
biomedical applications.10,11 However, due to the significant structural differences between mammalian cells and mature plant
cells, these nanodelivery systems are not often directly translatable to plants. Recent work has shown that certain nanomaterials
can serve as carriers to deliver plasmid DNA and RNA into intact plant cells and protoplasts.12−19 Mitter et al. applied clay
nanosheets to deliver pathogen-specific doublestranded RNA to intact leaves for crop protection against plant viruses with great
success.20  Other studies have shown that single-walled carbon nanotubes can mediate plasmid DNA delivery and transient
protein expression in mature plant leaves and have also enabled highly efficient siRNA delivery and gene silencing in intact
plants.16,17  Moreover, DNA nanostructures with certain mechanical properties were able to enter cells for efficacious siRNA
delivery in mature plants.18,19 Conversely, other nanomaterials that are ubiquitously used for delivery in animal systems such as
gold nanoparticles and lipid vesicles have not yet been reported to enable biomolecule delivery in plants, which could be due in
part to the plant cell wall excluding the entry of abiotic particles above the small plant cell wall size exclusion limit of ∼ 5− 20
nm.21,22  Gold nanoclusters (AuNCs) have recently shown numerous successful applications in animal research. Due to their
ultrasmall  sizes  (∼ 2  nm),  high  biocompatibility,  and  strong  photoluminescence,  AuNCs  have  shown  great  potential  in
intracellular delivery and diagnosis,23−26   imaging, and energy transfer.27,28   Previously, AuNCs were shown to be small
enough  to  pass  the  bacterial  cell  wall  and  are  able  to  interact  with  bacteria  intracellularly  to  enable  photosynthesis  with
nonphotosynthetic bacteria.27  However, to the best of our knowledge, AuNCs have not been reported to serve as siRNA carriers
in plants. In addition, AuNC synthesis is easier and faster than that of prior siRNA nanocarriers used in plant gene silencing
applications. In this work, we assess whether AuNCs can serve as effi cient siRNA delivery vehicles in mature plants.  To this
end, we synthesized polyethylenimine-functionalized AuNCs (PEI-AuNCs) with three diff erent PEI polymer molecular weights
to  enable  siRNA  loading  onto  AuNCs  for  subsequent  siRNA  delivery  to  plant  leaf  tissues.  We  further  quantifi  ed  the
polynucleotide loading capacity of various PEIAuNCs, tested the DNA-loaded ability of PEI-AuNC conjugates to internalize into
the cytosol of mature plant leaf cells, and quantifi ed the resulting siRNA-mediated gene silencing effi ciencies at the mRNA and
protein levels. Our results below suggest that AuNCs can serve as biocompatible, easily synthesized, and effi cient carriers for
siRNA delivery and transient gene-silencing applications in mature plants.



RESULTS AND DISCUSSION
In this work, we first synthesized and characterized PEIAuNCs and then validated PEI-AuNCs as an effective siRNA delivery
and gene silencing platform in mature plants. siRNA was coincubated and electrostatically adsorbed onto PEIAuNCs and then
delivered via  abaxial  leaf  infiltration to  silence green fluorescent  protein (GFP) transgene expression in  transgenic mGFP5
Nicotiana benthamiana (Nb) plants (Figure 1a) and ROQ1 gene in wild type Nb plants.  Synthesis and Characterization of PEI-
Functionalized Gold Nanoclusters (PEI-AuNCs). We synthesized the PEIAuNCs with a one-step reduction of the gold precursor
in  the  presence  of  three  types  of  lipoic  acid-PEI  (∼2.5K g/mol  linear  PEI,  and  ∼800 g/mol  and  ∼25K g/mol  branched
PEI).29,30 Lipoic acids are utilized because they can strongly coordinate onto the inorganic surfaces of gold nanocrystals and can
be easily combined with tunable length polymers.31  The 800, 2.5K, and 25K PEI-AuNCs had average positive ζ  potentials of
+33.63, +54.20, and +36.37 mV, respectively (Table S1 ), attributed to the PEI ligands that carry amine-derived positive charges.
Transmission electron microscopy (TEM) images and the corresponding size distribution histograms of the PEIAuNCs revealed
that the 800, 2.5K, and 25K PEI-AuNCs were well dispersed, with sharp core structures of 1− 2 nm diameter
in size (Figure 1 b).  PEI-AuNCs Protect Loaded siRNA against RNase Degradation. We next assessed the stability, siRNA
loading efficiency, and siRNA protection capability of the three types of PEI-AuNCs. Specifically, we analyzed the UV−vis
spectra of the PEI-AuNCs before and after loading siRNA to confirm the colloidal stability and incubated different amounts of
siRNA with the PEI-AuNCs prior to assessing if the siRNA and PEIAuNC
complex could protect the loaded siRNA against RNase degradation. The UV−vis spectra of the three types of PEI-AuNCs
before and after loading siRNA showed the same characteristic absorption peaks at 522, 371, and 368 nm for 800, 2.5K, and 25K
PEI-AuNCs,30  respectively, indicating that PEI-AuNCs retain their chemical features and colloidal stability after siRNA loading
(Figure 2 a). A native PAGE electrophoresis analysis using normalized 120 ng of siRNA as a control showed that, to load 120 ng
of siRNA, at least 4800 ng of 800-PEI AuNCs was required, while 80 ng of 2.5K-PEI AuNCs and 120 ng of 25KPEI AuNCs
were required, respectively (Figure 2 b− d). We
attribute the diff erences in siRNA loading capacity among the AuNCs to the inherent diff erences in size and charge of the
constituent PEIs, which may aff ect the mechanism of interaction between the siRNA cargos and the PEI-AuNC carriers. Prior
work showed that 100 nM siRNA is optimal for GFP transgene silencing in mGFP5 Nb .17  Thus, we loaded 100 nM siRNA on
PEI-AuNCs for our downstream studies. Dynamic light scattering (DLS) measurements revealed that the average hydrodynamic
size of the PEI-AuNCs increased from 5− 7 nm to 20− 27 nm after siRNA loading (Table S1 ), suggesting the adsorption of
siRNA to the PEI-AuNCs and the formation of a supramolecular complex. The 2.5K PEI-AuNCs loaded with siRNA were also
characterized by TEM, displaying
a size between 15 and 40 nm (Figure S1 ). Moreover, we found that siRNA loading on PEI-AuNCs contributes to an increased
homogeneity of the complexes, as indicated by the lower polydispersity index (PDI) values, and does not aff ect the complex
colloidal  stability  despite  a  lower  ζ   potential  following  siRNA  addition  (Table  S1 ).  As  RNA  is  highly  susceptible  to
degradation, we next investigated if the three PEI-AuNCs could stabilize siRNA in
the presence of RNase. We incubated either 106 ng of free siRNA or siRNA-loaded on various amounts of the three types of PEI-
AuNCs with RNase H to a fi nal concentration of 10 μg/mL at 37 °C for 30 min. The reaction products were then run on a 20%
native page gel to quantify the relative amounts of intact versus degraded siRNA. While free siRNA was completely digested, as
seen from the absence of  an siRNA band in lane 2 (Figure 2e),  the siRNA-loaded onto the three PEI-AuNCs was greatly
protected from degradation, as shown by the persistence of an siRNA band across each lane, for a range of PEI-AuNCs:RNA
loading ratios varying from 1:10 through 1:100 (lanes 3−14, Figure 2e). 

Internalization of Cy3-DNA-Labeled PEI-AuNCs into Mature Plant Cells. We next tested the ability for PEIAuNCs
to internalize into the cytosol of mature mGFP Nb plant leaf cells. Downstream internalization experiments were
performed with 2.5K-PEI AuNCs, since this nanocluster was found to have the highest loading capacity (Figure 2c). To do so, we
loaded 2.5K-PEI AuNCs with a Cy3-tagged ssDNAoligo.  Briefly,  100 ng of Cy3-DNA loaded onto 2.5K-PEI AuNCs was
introduced into intact mGFP5 Nb plant leaves byinfiltrating the abaxial surface of the leaf lamina with a needleless syringe
(Figure 3a). Following a range of incubation times between 20 min and 24 h postinfiltration, confocal microscopy was performed
on the infiltrated leaf tissues. The intrinsic GFP fluorescence of the mGFP5 Nb transgenic plant cells provided an intracellular
fluorescent marker and thus a metric by which to assess the relative internalization efficiencies of PEI-AuNCs into plant cells: by
comparing the colocalization fraction values between the cytosolic GFP channel and the Cy3 AuNC channel. We evaluated the
internalization of Cy3 PEI-AuNCs in two ways. First, we varied the mass ratio between PEI-AuNCs and Cy3-DNA from 0 to
100:1 and tested whether the PEI-AuNCs are essential for efficient cellular internalization of nucleic acids. We found that the
GFP signal highly colocalizes with the Cy3 signal when the PEI-AuNC:DNA ratio is larger than 50:1, suggesting that Cy3-DNA
requires the PEI-AuNC carriers for plant cell internalization (Figure 3b). Second, we tested the relative internalization efficiency
of Cy3-labeled PEI-AuNCs over a series of incubation time courses from 20 min to 24 h prior to imaging the infi ltrated mGFP5
Nb  leaves. A colocalization analysis of the Cy3 fl uorescence (indicatingPEI-AuNCs) with the GFP fl uorescence (indicating
plant cell intracellular space) was used to determine the relative extent of PEI-AuNC association with plant cells and putative
internalization  into  the  plant  cell  cytosol.  Colocalization analysis  suggests  that  internalization becomes apparent  above the
baseline within 30 min (0.5 h) of infi ltration with a colocalization percentage of 42.3 ±  0.5% and reaches the maximum
internalization at 1 h postinfi ltration with a colocalization fraction of 52.3 ±  2.1% at this time point (Figure 3 c,d). As the



incubation time increases  beyond 1 h postinfi ltration,  the colocalization fraction decreases,  which might  be caused by the
movement  of  PEI-AuNCs  out  of  the  cytosol  or  quenching  of  the  Cy3  fl  uorescence  in  the  intracellular  environment.
Representative confocal images in Figure S2  (for all time points) also support the colocalization
trend shown in  Figure 3 c. PEI-AuNCs Mediate siRNA Delivery and Induce Efficient Gene Silencing in Mature Plants.  We
investigated whether functional siRNA can be delivered by PEIAuNCs to silence a constitutively expressed GFP transgene in
mGFP5 Nb  plant leaves and separately silence an endogenous ROQ1 gene in wild type Nb  plant leaves. We selected a 21-bp
siRNA sequence that targets the mGFP5 transgene as a model reporter system to evaluate the ability of PEI-AuNCs to serve as an
siRNA delivery tool for transient gene silencing with 800, 2.5K, and 25K PEI-functionalized AuNCs. A 120 ng portion of this
21-bp siRNA sequence, which inhibits GFP expression in a variety of monocot and dicot plants,32  was loaded onto the PEI-
AuNCs via electrostatic adsorption at a 1:1 mass ratio for 2.5K and 25K PEI-AuNCs:siRNA and a 40:1 mass ratio for 800-PEI
AuNCs on the basis of the optimal loading mass ratios of siRNA on each AuNC type. The siRNA-loaded PEI-AuNCs were then
infi ltrated into the abaxial side of mGFP5 Nb  leaves prior to quantifi cation of GFP transgene silencing. To quantify the degree
of GFP silencing, we performed a quantitative polymerase chain reaction (qPCR) of mRNA mGFP5 Nb  leaf tissues infi ltrated
with water, 120 ng of free siRNA, 120 ng of siRNA-loaded onto free PEI polymers, or
120 ng of siRNA-loaded PEI-AuNCs were quantifi ed with qPCR 1 day postinfi ltration. We found that that free siRNA and
siRNA mixed with PEI polymers alone did not exhibit any statistically significant decreases in GFP mRNA fold changes relative
to the water-infi ltrated leaf control, whereas the siRNA delivered by 25K, 800, and 2.5K PEI-AuNCs showed 63.8 ±  17.8%,
71.2 ±  3.9%, and 76.5 ±  5.9% reductions in GFP mRNA transcript levels, respectively (Figure 4 a). We did not observe a
statistically signifi cant difference in silencing efficiencies enabled by the diff erent PEI-AuNCs each loaded with 120 ng of
siRNA, suggesting that all three can internalize into plant cells to enable transient suppression of GFP expression. However, we
noticed that the loading efficiency  of siRNA onto PEI-AuNCs was the highest for 2.5K-PEI AuNCs and that the 2.5K-PEI
AuNCs therefore may represent
the best-performing AuNCs for gene silencing on an siRNAmass basis. To further confi rm that PEI-AuNCs can mediate siRNA
intracellular delivery to silence GFP transgene expression, we quantifi ed GFP levels in leaf tissues 3 days postinfi ltration with
siRNA-loaded PEI-AuNCs. Treated leaves were excised, proteins were extracted from ∼ 100 mg of treated leaf tissue, and GFP
was detected and quantifi ed with a Western blot analysis. Leaves treated with free siRNA showed the same level of GFP as the
water-infi ltration-treated control, whereas siRNA-loaded PEI-AuNC-treated leaves showed a statistically significant 32− 35%
reduction in GFP 3 days postinfiltration
(Figure 4 b and Figure S3 ).

To demonstrate that PEI-AuNCs are capable of delivering siRNA to target diff erent genes, we targeted ROQ1,33  an
endogenous gene known to confer resistance to certain plant pathogens, using 2.5K-PEI AuNCs. We selected a 21-bp siRNA
sequence that targets the ROQ1 gene and loaded this siRNA sequence onto 2.5K-PEI AuNCs via electrostatic adsorption at a 1:1
mass ratio. As with GFP silencing, qPCR results in Figure S4  show that infi ltration of free siRNA into Nb  plant leaves does not
result in statistically signifi cant decreases in ROQ1 mRNA fold changes relative to the waterinfiltrated leaf controls, whereas the
siRNA delivered by 2.5KPEI
AuNCs showed a 76.1 ±  9.5% reduction in ROQ1 mRNAtranscript levels. Therefore, we anticipate that both endogenous genes
(ROQ1) and transgenes (GFP) can be silenced with this platform and that researchers can leverage this platform to target genes of
their own interest. Finally, we tested the biocompatibility of the PEI-AuNCs
with  a  qPCR  analysis  of  respiratory  burst  oxidase  homologue  B(NbrbohB  ),  a  ubiquitous  plant  biotic  and  abiotic  stress
geneacross many plant species.34−37  Upregulation of NbrbohB  can be suggestive of stress to plant tissues, and NbrbohB  gene
expression levels were thus quantifi ed to assess the toxicity ofour PEI-AuNCs. As detailed in Figure S5 , a qPCR analysis of
NbrbohB   showed  that  both  the  siRNA-treated  and  PEIAuNCs-treated  leaves  did  not  upregulate  NbrbohB   across  three
independent biological replicates, which suggests that PEIAuNCs
are biocompatible carriers for siRNA delivery to mature plants. Conversely, the siRNA-loaded PEI-AuNCs
complex signifi cantly reduced expression levels of both GFP and GFP mRNA following infi ltration into mGFP5 Nb  leaves and
showed statistically insignifi cant changes in the levels of NbrbohB  stress gene expression. When they are taken together, our
data suggest that PEI-AuNCs serve as an efficacious platform for siRNA delivery and transient gene silencing in mature plants.

CONCLUSION
In this work, we explored the feasibility of using PEI-ligandsynthesized AuNCs as an siRNA delivery platform in mature plants.
We demonstrated that the siRNA loading capacity varies greatly depending on the nature of the PEI ligand, with 2.5K linear PEI
ligands enabling a loading of 1.5 μg of siRNA per 1 μg of AuNCs, relative to the lowest-performing 800 PEI ligands, which can
only load 25 ng of siRNA per 1 μg of AuNCs. We further showed that PEI-AuNCs can be used as carriers for siRNA, generating
efficient endogenous and transgene silencing in mature Nb plants (ROQ1 and GFP genes are silenced here), induced by the
delivery of siRNA.
Characterization  of  the  PEI-AuNCs  following  infiltration  into  plant  leaf  tissues  indicated  that,  in  comparison  with  other
nanomaterials (∼4 h for single-walled carbon nanotubes17 and ∼12 h for DNA nanostructures18), PEI-AuNCs internalize into
plant cells more quickly, within 0.5−1 h postinfiltration. Our data further suggest that the AuNC positive surface charge endowed



by PEI ligands enables the electrostatic adsorption of polynucleotides and enables siRNA uptake into plant cells. As such, we
note  that  the  electrostatically  based  polynucleotide  loading  mechanism  of  siRNA  onto  AuNCs  is  likely  agnostic  to  the
polynucleotide type. Therefore, PEI-AuNCs could be a
promising delivery platform for a myriad of plant biotechnology applications, potentially including AuNC-mediated delivery of
other DNA or RNA cargoes, or for bioimaging and biosensing applications. In summary, our results suggest that AuNCs are a
promising and biocompatible delivery platform for siRNA-mediated gene silencing in mature plants and could be implemented
for diverse plant biotechnology applications.
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Figure 1. PEI-AuNC synthesis and characterization. (a) Schematic of PEI-AuNC synthesis (with average PEI molecular weights of 800, 
2.5K, and 25K g/mol), followed by siRNA loading through electrostatic adsorption and infiltration-based delivery into mature mGFP5 
Nb plant leaves for gene silencing. (b) TEM characterization and size distribution analysis of AuNCs modified by 800, 2.5K, and 25K 
PEI polymers. Scale bar: 10 nm



Figure 2. siRNA loading onto PEI-AuNCs and protection against nuclease degradation. (a) UV−vis absorbance
spectra of PEI-AuNCs before (left) and after (right) siRNA loading (with siRNA only as a control). The
corresponding characteristic peaks (black arrows) of different PEI- AuNCs do not shift following siRNA addition,
indicating that the siRNA-loaded AuNCs remain homogeneous and colloidally stable after siRNA loading. (b-d) 10%
native PAGE gel to quantify the siRNA loading capacity of the 800-PEI AuNCs (b), 2.5K-PEI AuNCs (c), and 25K-PEI
AuNCs (d). (e) 20% native PAGE gel showing that siRNA is protected from RNase degradation after being loaded onto
800, 2.5K, and 25K PEI-AuNCs.



Figure 3. Internalization of Cy3-labeled 2.5K-PEI AuNCs into cells of mGFP5Nb leaves. (a) Representation of loading of
100 ng of Cy3-labeled single stranded DNA onto 2.5K-PEI AuNCs and infiltration into mGFP5  Nb  plant leaves. (b)
Confocal images 1 h postinfiltration showing that Cy3-DNA can enter plant cells only if it is loaded on AuNCs, with
most internalization observed at AuNC:DNA mass ratios above 50:1. Scale bar:  100  μm. (c) Statistical colocalization
analysis of Cy3-labeled AuNCs with cytoplasmic GFP at different incubation time points from 20 min to 24 h (****p <
0.0001 in one-way ANOVA, n.s. denotes not significant, and error bars indicate sem (n = 3)). (d) Representative
confocal images (colocalized areas of the green GFP channel and red Cy3 channel are rendered in white) showing the
internalization of Cy3-DNA-loaded AuNCs into mGFP5 plant cells 1 h postinfiltration. Scale bar: 100 μm.



Figure 4. siRNA delivered by 800, 2.5K, and 25K PEI-AuNCs can induce efficacious gene silencing. (a) qPCR to quantify GFP mRNA 
fold changes 1 day postinfiltration with water (control), free siRNA, a positive control of siRNA mixed with free PEI polymers (800, 
2.5K, and 25K), and siRNA-loaded PEI-AuNCs (***p = 0.004 in one-way ANOVA, n.s. denotes not significant, and error bars 
indicate sem (n = 3)). (b) Representative Western blot gel (top image) and statistical analysis of GFP proteins extracted from leaves 
treated with water (control), free siRNA, or siRNA-loaded PEI-AuNCs 3 days postinfiltration (**p = 0.0034 in one-way ANOVA. n.s. 
denotes not significant, and error bars indicate sem




