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Waveform-Dependent Absorbing Metasurfaces
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We present the first use of a waveform-dependent absorbing metasurface for high-power pulsed surface

currents. The new type of nonlinear metasurface, composed of circuit elements including diodes, is

capable of storing high-power pulse energy to dissipate it between pulses, while allowing propagation of

small signals. Interestingly, the absorbing performance varies for high-power pulses but not for high-

power continuous waves (CW’s), since the capacitors used are fully charged up. Thus, the waveform

dependence enables us to distinguish various signal types (i.e., CW or pulse) even at the same frequency,

which potentially creates new kinds of microwave technologies and applications.

DOI: 10.1103/PhysRevLett.111.245501 PACS numbers: 81.05.Xj

Conventional absorbers [1,2] are independent of incom-
ing power levels and therefore absorb not only destructive
high-power signals but also small signals necessary for
antenna communications. These two effects can be
decoupled by introducing nonlinearity into a periodic
structure or metasurface [3] such that the artificially engi-
neered surface possesses a low-power surface impedance
that is different from its high-power absorbing response.
Furthermore, we can take advantage of the fact that high-
power microwave signals generally come from pulsed
sources and design a structure in which the high-power
microwave energy is rectified and stored as a static field in
the surface and then dissipated between pulses. This pro-
vides freedom in the choice of lossy components, allowing
us to further decouple the high-power absorption properties
from the small-signal behavior and also design the surface
to respond specifically to short pulses.

Many nonlinear metamaterials and metasurfaces derive
their nonlinear properties from altering the resonant paths
of induced electric currents with nonlinear media (e.g.,
through semiconductive substrates [4–7] or geometrical
modifications induced by heating [8] or magnetic force
[9,10]). These differ from our nonlinear metasurfaces
based on diodes or nonlinear circuits. Diodes switch
between nonconducting and conducting states depending
on the applied voltage and therefore are capable of han-
dling incoming signals differently depending on the mag-
nitude. Because diodes rectify high-power signals and
convert much of the energy to a static field, our nonlinear
metasurfaces perform differently from others that convert
incoming signals into high-order modes [11,12] or exploit
wave-mixing techniques [13].

To understand how such a structure absorbs high-power
pulse energy, consider Figs. 1(a) and 1(b). Our metasurface
is composed of circuit components (i.e., diodes, capacitors,
and resistors) as well as a conductive ground plane and
periodic metal patches, separated by a dielectric substrate
(Rogers 3003). During a pulse [i.e., Fig. 1(a)] high-power

surface currents propagate on the patches. Once the voltage
difference across a diode reaches the turn-on voltage,
electric charges flow into a capacitor and the energy is
stored. Between pulses [Fig. 1(b)] the stored electric
charges are dissipated in a resistor. Note that the metasur-
face does not respond to small signals and therefore
behaves as an ordinary metal surface, since the voltage
difference is not large enough to turn on the diodes.
Although we have demonstrated absorbing behavior based
on rectification previously [14,15], the new metasurface
demonstrated here has three important differences. First,
the previous metasurfaces contained vertical conducting
vias and, thus, were not planar. In contrast, the structures
designed here contain no vias and are entirely printed on
the top surface of the substrate. This may facilitate inte-
gration with other structures such as composite vehicle or
aircraft skins. Second, the new surface provides full-wave
rectification using a four-diode bridge circuit, increasing
the efficiency of microwave conversion into the static field
(see Supplemental Material [16]). Third, the new configu-
ration has the parallel RC circuit entirely isolated from the
resonant structure by diodes. As a result, the self-resonance
frequency of the capacitors does not affect the low-power
response of the surface. Without this feature, we would be
unable to use sufficiently large capacitors to fully store the
pulse energy without introducing unwanted behavior into
the low-power absorption or scattering response.
The metasurface in Figs. 1(a) and 1(b) was realized

using the printed structure shown in Fig. 1(c). The structure
was built on a 1.52 mm thick Rogers 3003 substrate. The
periodicity of the printed metal pattern was 18 mm. A
10 k� resistor and 1 nF capacitor were attached at the
gap between two small patches which were separated from
the larger main patches by pairs of diodes forming a full-
wave rectification circuit. Note that the resistance value
was set large enough to prevent significant direct dissipa-
tion from the diodes, although the suitable resistance value
depends on several factors including the metasurface
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design and operating frequency. Capacitors were modeled
to have a self-resonant frequency at 0.3 GHz. Use of larger
capacitance enables us to store more energy. However, this
delays the discharge process of the capacitors due to
increase of the time constant. The operating frequency of
the metasurface is scalable by changing the periodicity, as
long as the switching speed of the diodes used is fast
enough to respond to the incoming signal. More details
on the structural configuration are summarized in
Fig. 1(c). Numerical simulations were performed by

electromagnetic-circuit cosimulation in the same manner
as our early work (see Ref. [14] and Supplemental Material
[16]). In this simulation we placed nine units of the peri-
odic structure (i.e., 162 mm long in total) on the bottom of
a transverse electromagnetic (TEM) waveguide (22 mm
tall and 18 mm wide).
The measurement sample is shown in Fig. 1(d). The

sample was fabricated to have the same conditions as the
simulation model except for a few points. For example,
the measurement needed to be performed with a finite width
of transverse electric (TE) waveguide (WR284 or WR187).
Hence, the measurement samples were designed to have a
multiple number of periodic units for the direction of the
incident magnetic field as well to fully occupy the bottom
of the waveguides. Additionally, the measurement sample
included Schottky diodes (Avago; high frequency detector
diodes HSMS-2863/2864), which were included as a
SPICE model in the simulation. The measurement was
performed with two systems, respectively, for low-power
and high-power measurements including high-power
pulses. For the low-power measurement a network ana-
lyzer (Agilent E5071C) was connected to the two ends of a
TE rectangular waveguide containing the sample. The
measurement system used for the high-power measure-
ment is depicted in Fig. 1(f). The details are described in
Supplemental Material [16].
Simulation results of the low-power scattering and ab-

sorption profile are shown in Fig. 2(a). As seen in this
figure, the metasurface mostly transmitted the low-power
signal with some limited absorption around 4.4 GHz.
However, once the input signal was switched to 50 ns
high-power pulses, an absorptance peak emerged more
strongly as plotted in Fig. 2(c). For instance, around
4.4 GHz the absorptance reached almost 100% with 10 to
15 dBm pulses. Further increasing the input power reduced
the absorptance a little but resulted in relatively broadband
behavior. Also note that at 4.2 GHz, where the low-power
transmittance was more than 80%, the absorptance was
increased from below 20% to more than 80%. The behavior
of the nonlinear metasurface changed from a relatively low-
loss surface to an absorptive surface due to the combination
of rectification and the energy storage in the capacitors.
A proof of the rectification to a static field is seen in
Supplemental Material [16]. Another point is that the ab-
sorption is reduced for CW signals as seen in Fig. 2(e). This
is because rectification ceases once the capacitors are
charged up to the level of the incoming signal. The high-
power CW performance is controllable by varying the
resistance values (see Supplemental Material [16]); i.e.,
more dissipation occurs by reducing the resistance value,
which permits direct energy dissipation during rectification.
In Fig. 2(e), however, we maximized the pulse effect, i.e.,
the contrast between high-power pulse and high-power CW,
which is a distinctive feature of our nonlinear metasurface
compared to other nonlinear metasurfaces (e.g., [4–6]).
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FIG. 1 (color online). Circuit-based nonlinear metasurface
absorber. Response (a) during a pulse and (b) between pulses.
The metasurface stores the energy of the high-power pulse in
capacitors during the illumination, while between pulses dis-
charging the energy into resistors. (c) The geometry simulated.
The periodic units were build on a 1.52-mm-high dielectric
substrate (Rogers 3003), which had a conductive ground plane
on another side. The dimensions were given from cx ¼ 7:6, cy ¼
1:7, dx ¼ 1:3, dy ¼ 0:5, g ¼ 1:0, m ¼ 2:4, p ¼ 18:0, rx ¼ 1:0,

and ry ¼ 2:0 mm. (d) Measurement sample. All the circuit

components were soldered to the periodically metalized surface.
(e) TEM waveguide simulation. The metasurface illustrated in
(c) is placed at the bottom of the waveguide (22 mm tall and
18 mm wide). (f) Measurement system for pulse measurement.
The number of periodic units deployed along the incident
magnetic field was varied depending on the width of the TE
waveguides used (WR284 or WR187) so that the structure fully
occupied the bottom surface between the sidewalls. See
Supplemental Material [16] for more details on (e) and (f).
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The numerical results were then validated by mea-
surement results. Figure 2(b) shows almost the same char-
acteristics as Fig. 2(a) but with a minor low-frequency shift
and slightly reduced transmittance around 4.4 GHz. These
discrepancies can be mainly attributed to parasitic circuit
parameters (especially in the diodes), which were not mod-
eled in the simulation. However, the absorbing performance
was still significantly enhanced as in the simulation, once
the input source was switched to high-power pulses
[Fig. 2(d)]. A strong absorptance peak was observed at
4.2 GHz with a 10 dBm pulse, while further increase of
the input power resulted in a small reduction but with
broadband behavior. Also, at 4.0 GHz the metasurface
absorbed 80% of the 15 dBm pulse energy, while trans-
mitting the same percentage of a low-power signal. Thus,
the measurements validate the simulations and demonstrate
that the surface is transformed from relatively low loss to
highly absorbing under high-power illumination. Also note
that the absorbing performance was reduced when the input
signal was changed from high-power pulses to high-power
CW signals [Fig. 2(f)] as expected. The relatively large
absorptance seen around 5.0 GHz is assumed to be due to
parasitics of the diode packages. Therefore, the absorptance
value remained the same with various input powers.

The transition between a 50 ns pulse and CW was
more clearly investigated in Fig. 3(a). In this simulation
the pulse width was varied from 50 ns to 10 �s. As seen
in this figure the absorptance curve nearly saturated at
10 �s, which agrees with the time constant � derived

from the capacitance C and resistance R used, i.e.,
� ¼ RC ¼ 10 k� � 1 ns ¼ 10 �s. Also, the saturated
absorptance at 10 �s (i.e., 0.31) was close to the high power
CW performance (i.e., 0.28) [see Fig. 2(e)]. Similar trends
were observed in the measurement [see Fig. 3(b)]. A minor
delay of the saturation can be explained by some parasitic
parameters in the circuit components, which increased
the time constant slightly. However, the 10 �s absorptance
(i.e., 0.32) was still in proximity with the CW result (i.e.,
0.30) [see Fig. 2(f)]. For these waveform dependences,
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FIG. 2 (color online). Scattering and absorbing profile. Simulation results are plotted in the top figures [i.e. (a),(c), and (e)], while
measurement results in the bottom [(b), (d), and (f)]. Low-power CW responses are shown in (a) and (b). High-power pulse
absorptances are shown in (c) and (d), while high-power CWabsorptances in (e) and (f). In (c) and (d) the pulse width was set to 50 ns.

(a) (b) (c)

FIG. 3. Absorptance dependence on pulse width.
(a) Simulation result at 4.2 GHz and (b) measurement result at
4.0 GHz with a 15 dBm pulse. As the pulse width became longer,
the absorbing performance decreased, approaching the high-
power CW performance in Figs. 2(e) and 2(f). (c) Simulation
result at 4.2 GHz with a 15 dBm pulse without capacitors.
The pulse width dependence disappeared by removing
capacitors which play an important role in exhibiting waveform
dependence.
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capacitors play an important role as shown in Fig. 3(c),
where the same simulation as Fig. 3(a) was performed
but without capacitors (see Supplemental Material [16]
for more details such as low-power and high-power absorp-
tance). Clearly, the pulse-width dependence seen in
Fig. 3(a) disappeared here, since there was no capacitor to
temporarily store the rectified energy. In other words,
capacitors are indispensable for creating the waveform
dependence, which, as explained above, can be controlled
by the resistance and capacitance used.

Such flexible absorbing performance can be seen with a
broadband Gaussian pulse. This type of short pulse can be
assumed to be closer to realistic high-power threats to
electronics from the viewpoint of the pulse width and
frequency spectrum. The simulation results are shown in
Fig. 4, where a Gaussian pulse was modulated by a cosine
function so that the resultant frequency spectrum is the red
curve of Fig. 4(c) (see Supplemental Material [16] for more
details on the pulse). In Fig. 4(a), a low-power Gaussian
pulse illuminated the metasurface, resulting in 70% energy
transmission with 3% reflection, i.e., only 27 % absorption.
The absorbing performance was markedly enhanced to
85%, when the input power was increased by a factor
of 1,000 as in Fig. 4(b). Comparison between Figs. 4(c)
and 4(d) reveals a significant reduction of the transmitted
signal around 4.2 GHz, where our metasurface exhibited
strong absorptance [see Fig. 2(c)].

The absorbing performance of our metasurface can be
further enhanced by increasing the thickness of the sub-
strate. Note that the thickness was only about �=50 here,
representing a very thin metasurface. However, the meta-
surface still exhibited dependence on the incoming power
level as well as on the waveform. In addition, in order to
simplify the simulation and measurement process, we
tested the metasurface in waveguides. This indicates that
use of a signal source that generates only a surface wave
can more clearly show the difference. Furthermore, we
used Schottky diodes in this study. However, the use of
varactor diodes may enable us to sense the frequency of the

incoming wave and tune the absorbing performance by
varying the capacitance. We expect this would allow us
to further improve the bandwidth of the nonlinear
metasurface.
Use of rectification circuits can be seen in past studies

[17,18], where diodes were used for antenna applications
to rectify the incoming signal, resulting in, for example,
extracting harmonics or behaving as an artificial magnetic
conductor. However, for these purposes, it was not suitable
to store the incoming energy temporarily and dissipate it,
which is the key factor enabling the waveform dependence
of the present structure.
Our metasurface absorber effectively dissipated most of

the energy of high-power surface currents. This strong
absorbing performance might appear similar to those of
other metamaterial absorbers [19–23]. However, while
these metamaterial absorbers focused on absorption of
waves illuminated from free space, our metasurface is
specifically designed for high-power surface currents.
Nonetheless, our design is expected to respond to free
space waves as well. The primary novelty of the nonlinear
absorber described here is that it is the first surface
designed specifically to respond to high-power pulsed
signals, thus representing the first waveform-dependent
absorber. Additionally, the demonstrated metasurface was
162 mm long, which is about two wavelengths at 4 GHz
near the absorption peak. This indicates that applying the
nonlinear metasurface around only a two-wavelength
radius from sensitive electronics may be enough to protect
them from high-power threats while still allowing them to
communicate with external signal sources.
We have introduced a new kind of nonlinear metasurface

that is designed for absorption for high-power microwave
pulses. This surface works by rectifying the incoming
signal using diodes, and storing the static field in capaci-
tors, to be dissipated in resistors between pulses. Thus, the
surface responds not only to the power level but also to the
temporal profile of the incoming signal in order to specifi-
cally absorb short, high-power microwave pulses.
This work was supported by the Office Naval Research

under Grant No. N00014–11–1–0460.
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