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Vacancy Ordering in O3-Type Layered Metal Oxide Sodium-Ion Battery Cathodes
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1Department of Materials Science and Engineering, Massachusetts Institute of Technology,

Cambridge, Massachusetts 02139, USA
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(Received 15 May 2015; revised manuscript received 9 November 2015; published 11 December 2015)

Current state-of-the-art Na-ion battery cathodes are selected from the broad chemical space of layered
first-row transition-metal (TM) oxides. Unlike their lithium-ion counterparts, seven first-row layered TM
oxides can intercalate Na ions reversibly. Their voltage curves indicate significant and numerous reversible
phase transformations during electrochemical cycling. These transformations are not yet fully understood
but arise from Na-ion vacancy ordering and metal oxide slab glide. In this study, we investigate the nature
of vacancy ordering within the O3 host lattice framework. We generate predicted electrochemical voltage
curves for each of the Na-ion intercalating layered TM oxides by using a high-throughput framework of
density-functional-theory calculations. We determine a set of vacancy-ordered phases appearing as ground
states in all NaxMO2 systems and investigate the energy effect of the stacking of adjacent layers.

DOI: 10.1103/PhysRevApplied.4.064002

I. INTRODUCTION

Sodium-ion batteries have been highlighted in recent
years for their potential as an inexpensive, geopolitically
neutral alternative to Li-based rechargeable batteries,
largely due to the global abundance and low cost of
sodium-containing precursor materials [1]. The number
of layered transition-metal oxide compounds that can
intercalate Na ions reversibly is large compared to its
Li-ion counterparts, implying a much broader chemical
space in which electrode materials can be optimized. This,
together with sodium’s abundance, balances the disadvant-
age in energy density due to the standard potential of Naþ,
making Na-ion batteries excellent candidates for large-
scale energy storage [2,3]. Theoretical work [4] points out
the fundamental difference between Na and Li intercalation
that makes Na cathodes more stable against transformation
into other structures. Vast progress has been made in the
exploration of potential cathode, anode, and electrolyte
materials for Na-ion batteries, with publications relating to
sodium energy-storage materials increasing to over 120 per
year in 2013 [5].
Na-ion intercalating transition-metal oxides were first

studied for their potential electrochemical properties in the
1980s, showing reversible Na intercalation for seven
layered oxide systems with 3d transition metals (TMs):
NaxMO2 (M ¼ Ti [6], V [7], Cr [8,9], Mn [10], Fe [11],
Co [12], and Ni [8]). This is in sharp contrast to their
Li equivalents, which reversibly exchange Li only for
M ¼ Co and Ni [4,9,13]. Several layered Na-TM oxides
approach the energy densities of their Li-ion counterparts.

In particular, mixed TM oxides can deliver specific
energy densities close to 600 Wh=kg [for example,
NaðMn0.25Fe0.25Co0.25Ni0.25ÞO2 delivers 578 Wh=kg]
[14], with single TM oxides such as NaxMnO2 reaching
capacities of nearly 200 mAh=g [15].
Reversible intercalation of Na ions from layered TM

oxide hosts results in several reversible first-order phase
transformations appearing as large steps and plateaus in the
electrochemical voltage curve. Such steps are most numer-
ous and apparent in single TM oxide systems, such as
O3-type NaNiO2 [16], O3-type NaMnO2 [15], O3-NaVO2

[17], and P2-NaVO2 [18] (here O3 and P2 refer to the
Delmas naming convention [19]). These phase transitions
have been found to result from sodium vacancy ordering
and the gliding of TM oxide layers and are apparent even at
the highest cycling rates cited in the literature (typically
C=10) [15,16]. While Li-intercalating layered TM oxides
are synthesizable only in the O3 structure, Na-ion inter-
calating layered oxides demonstrate two types of stacking
varieties: O3, which can transform reversibly through slab
glide to P3 [12], and P2, which can transform reversibly
to O2 [20]. Of particular importance is the study of
Na-vacancy ordering common between TM chemistries
and its driving force. Such Na-vacancy ordering occurs
through clear first-order transitions in single TM com-
pounds and therefore can be best studied in these systems.
Though some work has been done on predicting alkali ion
ordering in several Li-ion and Na-ion systems [21–25], this
has been undertaken for the entire intercalation range in
only a very few cases and with little comparison between
similar systems.
Phase transformations and the shape of the voltage

curve can strongly influence the function of a battery
cathode material. A voltage curve with many large
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first-order phase-transition steps can lead to poor
kinetics, because these phase transitions act as an addi-
tional energy barrier in moving the Na ions from their
octahedral sites. For example, slow kinetics have been
evidenced inO3-type NaVO2 [7], which shows numerous
first-order phase transitions in the experimental voltage
curve. Conversely, a recent study in a P2-type material
shows that, when ordering phase transitions are sup-
pressed, the kinetics and cycle life are excellent [26]. It is
thus important to understand these phase transformations
to facilitate better material design. The objectives of this
study are to explore the low-energy vacancy-ordering
transitions within the O3-type lattice structure and to
draw comparisons across the spectrum of different TM
systems. We discover, through an extensive computa-
tional search of O3-type Na-ion intercalating systems,
the vacancy-ordering patterns common to all seven TM
systems. We further investigate the magnitude of the
ordering energies and the effect of layer stacking,
examining the effect of interaction between adjacent
Na layers on the total energy.

II. METHODS

This study is restricted to the O3-type layered structure
as classified by Delmas [19] and its monoclinic derivatives
formed by the coordinated distortion of the TM oxide
octahedra due to Jahn-Teller instabilities [27] and oxidation
state ordering [17]. TheO3 structure is shown in Fig. 1. We
investigate the case of topotactic electrochemical deinter-
calation, where the fundamental O3 structure is not dis-
turbed and there is no ion migration between the TM
and Na layers, though the lattice parameters and unit-cell
internal degrees of freedom are fully relaxed. The majority
of the calculations are performed on unit cells with a single
Na-ion layer repeat period perpendicular to the layers.
Except for an established structure at 5=8 Na concentration,
which has been characterized experimentally and confirmed

computationally in previous work [Fig. 6(j)] [27], Na ions
are assumed to remain in octahedral sites and not move into
highly distorted or tetrahedral sites in the Na layer. All initial
structures are obtained by replacing the alkali and Co3þ ion
in the R3̄m LiCoO2 structure, except in the cases of
Jahn-Teller active Ni3þ andMn3þ ions where the monoclinic
distortion is imposed.
The energy is calculated for a large trial set of possible

Na-vacancy-ordered structures within the layered metal
oxide framework. The trial set consists of structures that
commonly occur as ground-state orderings on the triangu-
lar lattice, such as those determined by Kaburagi and
Kanamori [28] to be ground states with up to third-neighbor
interactions, as well as the possible ground states for
O3-NaCoO2 found by Wang, Ding, and Ni [22]. In
addition, potential structures are generated at Na concen-
trations of 1=4, 1=3, 1=2, 2=3, and 3=4. At these concen-
trations, ground states are predicted for Li intercalating
layered oxides, such as LixNiO2 [29]. Potential vacancy
orderings at these compositions are generated on supercells
restricted to a single Na layer and include repeating patterns
up to 12 NaxMO2 unit cells in size. Potential structures are
generated by using an enumeration algorithm as part of the
PYMATGEN [30] code base. For the selected concentrations,
between 10 and 60 unique structures are calculated depend-
ing on the supercell size, giving a total of approximately
500 calculations for each TM system. The total trial set is
then calculated in a high-throughput framework using
density-functional theory (DFT) to generate convex energy
hulls for each of the seven NaxMO2 systems, such as that
for the M ¼ Cr system shown in Fig. 3. From these, any
ordering occurring as a ground state in any of the systems is
collected, leading to a set of 18 low-energy ordering types.
DFT energy calculations are performed by using the

Vienna Ab Initio Simulation Package (VASP) [31] within
the projector-augmented wave approach [32], using the
Perdew-Burke-Ernzerhof generalized-gradient approxima-
tion (GGA) [33] functional with the GGAþ U extension
[34]. Magnetic moments of Co3þ, Co4þ, Ni3þ, and Ni4þ
ions are initialized as low spin, which is found to improve
energy convergence. U corrections for the transition metals
are tabulated in Table I and are optimized for transition
metals in an oxide environment in a previous work [30].

FIG. 1. O3-type layered metal oxide structure. Na sits in
octahedral sites between layers of metal oxide octahedra; oxygen
stacking repeats after three layers.

TABLE I. U values for seven first-row transition metals in an
oxide environment.

Element (oxide environment) U value (eV)

Ti 0.0
V 3.1
Cr 3.5
Mn 3.9
Fe 4.0
Co 3.4
Ni 6.0
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A U correction is not assigned for calculations in the
Ti system, to better represent the delocalized nature of
electrons in reduced Ti oxides [30]. The average interca-
lation potential of the cathode is obtained by using energies
computed within DFT [4,35]:

V ¼ −EðAnHÞ − EðAn−xHÞ − xEðAÞ
xe

; ð1Þ

where A is the alkali ion,H is the host structure, and e is the
electronic charge. For each of the 18 orderings appearing as
ground states in any of the seven TM systems, we further
investigate the effect of interplanar interactions by gen-
erating all possible adjacent-layer stacking variants of the
ordering along the c axis. These supercells are generated
by laterally translating the Na-vacancy-ordering pattern in
adjacent layers by all linear combinations of the primitive
in-plane lattice vectors for the AMO2 unit. Symmetrically
equivalent stackings are removed from the data set. An
example of this is given in Fig. 2, which shows two structures
with a projection of three identically ordered Na layers and
how these can be positioned relative to one another.

III. RESULTS

A. Single transition-metal ground states

For a NaxMO2 system, the convex hull is given by the
linear combination of ground states which gives the lowest
energy at any composition. A voltage curve is generated
from the energy differences of these ground states along the
convex hull.
Figures 3 and 4 show the hull and voltage curve for the

O3-Cr system as an example. Red points on the hull plot
indicate computed structures which are higher in energy
than the ground-state phases. Blue points on the hull
indicate the ordered ground-state structures for the Cr
system. The voltage curve in Fig. 4 shows steps corre-
sponding to eight stable phases occurring at 3=4, 2=3, 5=8,

1=2, 2=5, 1=3, 1=4, and 1=7 Na concentrations. As the
voltage curve is the result of 0-K calculations, finite-
temperature entropy effects are expected to smoothen the
curves. The figures surrounding the voltage plot depict the
Na-vacancy ordering for each ground state in a single
Na layer.
Figure 5 shows the calculated O3 voltage curves for all

seven Na-intercalating TM oxides. From the computed
voltage curves, we see that in all seven O3 systems strong
phase transitions are predicted to occur at 1=2 and 1=3 Na
concentrations, as shown by the large 0.25–0.75-V voltage
differences at these steps. The Cr andMn voltage curves are
shallow compared to the other systems, spanning less than
1.5 V (compared to systems such as Ti and V, which span
between 1.5 and 3 V). It should be noted that our results
indicate that topotactic deintercalation to low Na concen-
trations leads to high-energy states and, therefore, very high
voltages for some systems (e.g., V). It is expected that in

FIG. 2. Different stacking variants of a Na1=3MO2-ordered
layer. Three layers are shown by solid, dashed, and dotted lines.
Different shades on atoms indicate Na in different layers. (a) and
(b) show the two different types of stacking possible if one Na
layer is translated in-plane relative to its adjacent layer.

FIG. 3. Calculated energies for Na-vacancy orderings in the
NaxCrO2 system. Red points indicate the energies of different
enumerated single-Na-layer phases computed at that Na concen-
tration. Blue points are ground states, as they are part of the
convex energy hull (solid line).

FIG. 4. Computed O3-lattice voltage curve with predicted
ground-state Na-vacancy orderings for NaxCrO2.
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these systems nontopotactic structural changes away from
O3 may occur.
All single-layer Na-vacancy orderings that appear as a

ground state in one or more of the seven systems form the
set of 18 structures shown in Fig. 6. Several of the ground-
state orderings have a fairly homogeneous distribution of
vacancies and Na [e.g., Figs. 6(a)–6(c)], while others show
vacancy clustering in regularly distributed lines [e.g.,
Figs. 6(m), 6(n), and 6(p)]. Figure 6(j) shows a unique
ground state found experimentally and confirmed computa-
tionally in earlier work [27] in which Na ions are relaxed
out of their original octahedral sites into distorted octahe-
dra. This structure does not appear as a ground state in TM
oxide systems other than the Ni and Mn systems and is
related to the strong Jahn-Teller coupling in these systems.
Some Na-vacancy orderings are present with their sym-

metrically equivalent structure obtained by exchanging Na
ions and vacancies. For example, Figs. 6(b) and 6(o) and
Figs. 6(d) and 6(l) represent equivalent orderings. It is
remarkable, however, how many of the ground-state Na
orderings do not occur with their equivalent vacancy pattern.
This can occur only if the effective Hamiltonian describing
the Na-vacancy interactions is highly asymmetric around
x ¼ 1=2 due to the presence of strong effective many-body
interactions [36]. Note that electrostatic interactions, often
thought to dominate cation-vacancy ordering, would create a
more symmetric system, as their ground-state solution is
symmetric with respect to Na and vacancies [37]. Hence, the
strong asymmetry in the possible ground states in Fig. 6
indicates that effective many-body interactions play an
important role. Such many-body interactions can be caused
by elastic effects or strong coupling between Na-vacancy
ordering and the local electronic structure.
We explore how close to the convex hull each of the

candidate orderings in Fig. 6 is for each NaxMO2 system.
These results are summarized in Fig. 7. The darkest squares

indicate that the ordering type as defined in Fig. 6 is a
ground state in the particularO3 TM oxide system. Lighter
squares in the figure indicate that a structure is not a ground
state but is within 0–10 and 10–20 meV per atom of the
convex hull, respectively. The lightest color indicates the
structure is calculated but is more than 20 meV away from
the hull. It is clear from the data in Fig. 7 that similar

FIG. 5. Computed voltage curves for NaxMO2 (M ¼ Ti, V, Cr,
Mn, Fe, Co, and Ni). The voltage is referenced against Na metal.

FIG. 6. (a)–(r) Na-vacancy ordering in single-layer phases
found as ground-state phases in NaxMO2 voltage curves
(M ¼ Ti, V, Cr, Mn, Fe, Co, and Ni). (j) depicts a Na ordering
described by Li et al. [27] where Na ions are relaxed out of their
conventional octahedral sites.

FIG. 7. Energy above the hull for NaxMO2 versions of each
Na-vacancy ordering type (a)–(r) shown in Fig. 6. The lightest
spaces indicate that the structure has been calculated for the
transition-metal system in question but does not appear within
20 meV of the hull for that system.
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orderings appear as ground-state phases for multiple
TM oxide systems. The structure shown in Fig. 6(g) for
xNa ¼ 1=2 appears as a stable state in all seven TM
systems. For xNa ¼ 1=3, all seven TM systems have a
ground-state phase, and six of these have the same Na
ordering, the electrostatically favorable

ffiffiffi

3
p

×
ffiffiffi

3
p

ordering
[Fig. 6(d)] [38]. While the remaining Ti system has another
ground state for xNa ¼ 1=3, the energy of the

ffiffiffi

3
p

×
ffiffiffi

3
p

structure is within 20 meV of the hull.
The Ti and Cr systems have a stable ground state at each

composition in Fig. 7, and many of the non-ground-state
orderings are close to the convex hull. This indicates a
strong degeneracy of ordering energies, which can be
caused by either small interactions or long-range frustrated
interactions. Some of the competing structures are within
5 meV=f:u: of the ground state, implying that entropy
effects at finite temperatures or minor compositional
variations (as, for example, those caused by different
synthesis techniques) may lead to a different phase. A
degeneracy in phases together with a shallow voltage curve
and small voltage steps is likely to lead to faster kinetics
while cycling through phase transitions and thus would
imply a better rate capability in the cathode. The concen-
tration differences between phase transitions correlate to
the ease of nucleation of the new phase, and the height of
each phase-transition step corresponds to the energy differ-
ence between phases. Thus, the Cr and Ti voltage curves
indicate better possible kinetics, because they have multiple
shallow steps. In the Fe system, ground-state structures are
comparatively more stable than competing ordered struc-
tures, which are typically more than 10 meV higher in
energy, implying that the phases forming in the Fe system
are nondegenerate and have higher energetic boundaries
(and thus slower kinetics) in cycling. Results similar to Fe
can be seen in the Co and Ni systems.
While our results indicate that the total number of

distinct ground-state Na-vacancy orderings that can be
stable is remarkably small, there is significant variation
of the ground-state set among different TM systems. This
implies that the TM selection influences the preferred
Na-vacancy ordering, either structurally or electronically.
Because of the relatively small energy range within which
different orderings appear above the hull for each TM
system, we investigate to what extent the adjacent Na layer
interaction (position of Na ordering relative to that of an
adjacent layer, or layer “stacking”) can influence the energy
of the system and determine the preferred ground state.
Such long-range interlayer interactions are known to be
related in part to the electronic structure configuration of
the TM ion [27,29].

B. Influence of stacking on energy
in O3-type layered oxides

To investigate the interlayer interaction, we enumerate all
distinct lateral translations of the Na pattern in adjacent

layers (no rotation of ordering) generated by all linear
combinations of primitive vector directions parallel to the
Na layer. This leads to between two and six different
possible configurations for each pattern. Figure 8 shows the
difference in energy between the highest and lowest energy
stacking for each Na concentration, transition metal, and
ordering type. High total bars (as for orderings “j” and “o,”
for example) imply that, in general, the 3D stacking of that
ordering strongly influences energy regardless of TM,
while for orderings such as “m” and “l” stacking has little
effect on the energy. The size of each color-coded bar
indicates the difference for that TM. For example, stacking
clearly has more influence on energy in NaxCoO2 (orange
bars) than NaxCrO2 (green bars). We find that the effect of
layer stacking on energy within a single ordering type is
small compared to the effect of Na-vacancy ordering;
however, it is non-negligible. The energy difference
between the highest and lowest energy stacking depends
on the Na concentration and transition metal in the system
but is generally less than 30 meV per NaxMO2 formula
unit. The system with ordering type “j” is relatively
strongly affected by stacking, because the Na ions in this
ordering exist in highly distorted sites due to a correlated
effect across layers, so changing their layer stacking
increases the energy significantly. It is expected that
orderings that have only a small energy change when
the stacking changes will have frequent stacking faults and
as such may be more difficult to detect in diffraction.
Desodiation of NaMO2 creates a 3þ =4þmixed valence

on the transition metal. For many TM oxides, the mixed

FIG. 8. Energy difference between the highest and lowest
energy stacking of the 18 low-energy orderings in seven TM
systems. The letters refer to the structures as shown in Fig. 6. The
size of each color-coded bar gives the energy difference between
the highest and lowest energy stacking for that TM and ordering
type. Hence, high total bars as for orderings “j” and “o” indicate
that, in general, the 3D stacking of that ordering strongly
influences the energy, while for orderings such as “m” and “l”
there is very little effect of stacking on the energy.
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valence is accommodated by the distribution of discrete
M3þ and M4þ ions. Hence, Na-vacancy ordering can be
accompanied by charge ordering on the TM sites. For
systems such as P2-NaxCoO2 [39] and LixFePO4 [40],
such coupling is well documented. We perform a prelimi-
nary analysis of this coupling in the V system. Figure 9
shows the Na-vacancy ordering and the oxidation state
ordering in the TM oxide layer in two stacking variants of
a ground state of the V system. Figure 9(c) shows the TM
ion oxidation state ordering in each TM oxide layer. The
Na-vacancy ordering in this structure is that of Fig. 6(d),
with 1=3 Na concentration patterned in a

ffiffiffi

3
p

×
ffiffiffi

3
p

order-
ing, which allows for two possible stackings of adjacent Na
layers. The red octahedra represent V3þ, and blue octahedra
represent V4þ. Figure 9(a) shows the stacking with an
energy 10 meV higher than that of Fig. 9(b). Though the
TM oxidation state ordering is the same in each of the TM
oxide layers, their relative position to the Na layers and to
each other changes with stacking.

IV. DISCUSSION

A. Comparison to experiments

The objective of our study is to investigate the common
Na-vacancy orderings that can occur in NaxMO2 systems.
By extensively calculating seven O3 NaxMO2 systems, 18
unique single-layer ordering types are found, many of
which occur repeatedly in several TM systems. Though
few Na-vacancy-ordered phases are fully characterized in
O3-type Na-ion intercalation systems, the experimental
results available are in good agreement with our observa-
tions. Direct comparison with experiments is possible for
systems where transition into a P3 host does not occur
during cycling, such as NaxVO2 [17] and NaxTiO2 [41].

The voltage plots in this study are computed at 0 K, and,
while temperature can have an effect on whether weakly
ordered phases are observed, previous work has shown that
0-K phases are good indicators of the phases present at
room temperature. In LiCoO2 and LiNiO2, for example,
where finite-temperature phase diagrams have been com-
puted and derived experimentally, low-temperature ground-
state phases are apparent to well above 300 K [25,29].
Because of its relative ionic radius, Na-ion ordering is
predicted to be stronger than that of Li ions, leading to even
higher disordering temperatures, making experimental
validation of this study viable. Indeed, ordering is observed
experimentally in Na-intercalating layered oxides, which
show numerous voltage steps and plateaus indicating
ordering phase transitions even at relatively high cycling
rates of C=20 or C=10 [15,16,42,43]. The degeneracy of
phases as uncovered in this study can be an indicator of
relative disordering temperatures, with highly degenerate
systems tending to lower disordering temperatures.
Figure 10 shows a comparison of the calculated voltage

curve with the experimentally measured voltage for
NaxVO2 which cycles in an O3-type phase between
NaVO2 and Na1=2VO2. The agreement between the mea-
sured and calculated voltage curves is quite good in terms
of Na concentration and voltage matching at phase tran-
sitions (steps and plateaus), with the experimental curve
falling within 0.1 V of the computed curve at most points.
Phase transition positions match at 2=3, 5=8, and 1=2 Na
concentrations, and, in particular, the phase transition at
xNa ¼ 2=3 matches the computed curve well, with a step
height of approximately 0.4 V compared to the computed
0.5 V. The computationally predicted ground states at 3=4
and 7=8 are not apparent in the experimental curve;
however, it is possible that these are smoothed away at a
finite temperature due to entropic effects. Additionally, the

FIG. 9. Comparison of oxidation state ordering between two
stacking variations of the xNa ¼ 1=3 ordering shown in Fig. 6(d),
in the O3 host. (a) and (c) show the TM oxidation state ordering
across three layers and in a single Na layer, respectively. This
ordering is 10 meV higher than that in (b) and (d). Red octahedra
indicate V3þ ions, while blue octahedra indicate V4þ ions. The
difference in stacking of adjacent layers can be seen as a glide of
the middle Na layer while the top and bottom layers remain
stationary.

FIG. 10. Computed and experimental voltage curve of
O3-NaxVO2. Inset: Predicted ground state for O3-Na1=2VO2

also observed experimentally [17].
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ground-state vacancy ordering of Na1=2VO2 predicted by
this study as described by Fig. 6(d) matches that charac-
terized by Didier in 2012. The predicted ground-state layer
stacking is also correct [17]. The comparison captures some
limitations to our methods, however, as the experimental
curve shows an additional first-order phase transition
between xNa ¼ 0.5 and xNa ¼ 0.6 which is missing from
the computed results.
In several systems (M ¼ Cr, Co, Ni), the fully sodiated

phase exists in the O3 structural configuration, but the P3
phase appears after approximately 0.2–0.4 Na is deinterca-
lated from the stoichiometric NaMO2 phase. In these
systems, direct comparison with O3-phase calculated volt-
age plots is possible only in parts of the experimental curves
where the O3 system is more stable. In several single TM
layered oxide systems, an irreversible phase transformation
[44] is apparent when the cathode is charged beyond a
particular capacity (typically, xNa ¼ 0.3–0.5 in NaxMO2).
This irreversibility is thought to come from transition-metal
ion migration into the alkali layer, as has been evidenced
in the Fe, Cr, and Ti systems [6,45,46]. Therefore, for low
Na concentrations, a direct comparison with experimental
results is not possible, but our calculations suggest likely
topotactic ground states at lower Na concentrations.

B. Common ground-state phases in O3
single TM oxides

Our results give rise to several interesting implications
that can be used to predict alkali orderings in layered metal
oxide structures. We look closely at the Cr system and
results from several other TM oxide systems as examples.
We see effects on ground-state phase vacancy homogeneity
and degeneracy of phases as well as the influence of the
Jahn-Teller effect in our analysis.
Electrostatic interaction is clearly an important influence

on ground-state ordering. As electrostatics is a repulsive
interaction, one expects it to drive the minority species
(Na for x < 1=2 or vacancies for x > 1=2) as far away from
each other as possible leading to a “homogeneous” struc-
ture. This is evidenced in our candidate set of orderings,
where such “homogeneously distributed” Na-ion patterns
are seen as ground states for multiple TM oxide systems,
e.g., Figs. 6(a)–6(c). In several of the systems studied,
however, the ground-state phases have minority species
which are clustered in lines or rows, indicating that pure
Na-Na or vacancy-vacancy electrostatic repulsion is not the
only contribution to the energy. For example, the Cr system
described in Fig. 4 shows vacancies clustered in rows
within the alkali layer at xNa ¼ 3=4 and 2=3. Such “less
homogeneous” ordering requires some attractive inter-
actions between like species. Attractive interactions are
caused either by direct hybridization, unlikely for Na ions,
or by elastic interactions mediated through the solid [47].
The presence of these interactions and their associated

orderings is consistent with the strain associated by
inserting or removing the large Naþ ion.
The Cr system shows many structures very close in energy

and near the hull, implying a number of energetically
degenerate phases at each Na concentration. A highly
degenerate phase is more likely to disorder at lower temper-
atures, as only small fluctuations in energy are needed for the
system to move between ordered phases. The Cr system can
access these phases easily, as indicated by a voltage curve
with low slope and voltage steps that are relatively small for
1=2 ≤ xNa ≤ 1. The Fe system shows a different trend than
Cr: We see nondegenerate Na-vacancy orderings, implying
stronger ordered phases. Indeed in NaxFeO2, the x ¼ 1=2
ground state is so dominant that it creates a two-phase region
for 1=2 ≤ xNa ≤ 1. One component to the difference between
the Cr and Fe systems is their electronic structure. Cr3þ and
Cr4þ ions are present in the partially sodiated phases, neither
of which have eg electrons, while high spin Fe3þ and Fe4þ
have two and one unpaired eg electrons, respectively. It has
been demonstrated that eg electrons couple to alkali ordering
more strongly than t2g states [29], and hence Fe ions have
stronger influence on Na-vacancy ordering.
Ni3þ and Mn3þ ions are strongly Jahn-Teller active,

meaning their TM-O bonds are distorted in the octahedral
complex. Therefore, the Ni andMn systems typically exhibit
similar Na-vacancy orderings which are different from the
other non-Jahn-Teller active TM systems. This is seen in
Fig. 7, wherein Ni and Mn systems exhibit the same ground-
state Na ordering at xNa ¼ 1=3, 1=2, and 5=8. The Mn and
Ni systems both exhibit an unusual ground state at 5=8 Na
concentration [Fig. 6(j)], where the Na ions are distorted
from their regular octahedral sites. This has been confirmed
experimentally for the Mn system [27]. This distortion has
not been investigated for other Na concentrations.

C. Comparison to Li systems

Only a small number of layered LiMO2 systems have
been investigated for Li-vacancy ordering, as only the Co
and Ni systems show reversible intercalation among the
single transition-metal LiMO2 systems. The O3-LixCoO2

system has been studied both experimentally and computa-
tionally [24,25,48,49]. Computational studies of the phase
diagram reveal that the O3 host structure is stable above
xLi ¼ 0.3, below which the H1–3 host is stable with an
ordered structure at xLi ¼ 1=6. Computationally, ordered
ground states in the O3 host are found at xLi ¼ 1=3, 2=5,
1=2, 3=5, 2=3, 3=4, 5=6, 6=7, and 8=9 [24,25]. The phases
at xLi ¼ 2=3 and xLi ¼ 1=3 exhibit the

ffiffiffi

3
p

×
ffiffiffi

3
p

patterns in
Figs. 6(l) and 6(d), respectively (this ordering is also
predicted to be present in alternating O3 layers in the
H1–3 structure at xLi ¼ 1=6), and the phase at xLi ¼ 3=4
has cð2 × 4Þ vacancy ordering as in Fig. 6(o). The
Li1=2CoO2 ordering is confirmed experimentally [48,49]
and is a 2 × 1 ordering where the alkali ions form rows on
the triangular lattice [24,48,49]. This ordering is investigated
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for our study and found to be within 20 meV=f:u: of the hull
for all Na systems. Figure 6(g) ordering in this study is
conversely found to be a near-degenerate state in LixCoO2,
just 1 meV=f:u: away from the convex energy hull [25].
The LixNiO2 voltage curve is shown computationally

and experimentally to exhibit ordering phases at room
temperature at xLi ¼ 1=4, 1=3, 2=5, 1=2, and 3=4 [23]. The
voltage curve differs significantly from that of LixCoO2, as
the presence of Jahn-Teller active Ni3þ ions in this structure
results in interplane interactions between Li ions. Several of
the orderings found to be ground states in this system are
found in the set of 18 described here. Li1=3NiO2 and
Li1=4NiO2 [50] are characterized experimentally and shown
to be the same as the Figs. 6(d) and 6(c) patterns predicted
in this study. The orderings predicted computationally by
Arroyo y de Dompablo in the LixNiO2 system but not
described experimentally also match those in the set of 18,
for xLi ¼ 2=5 [Fig. 6(f)] and 3=4 [Fig. 6(o)] [23]. These
findings indicate that the set of 18 orderings described in
this work can also function as potential candidates for non-
Na alkali-ordered structures.

V. CONCLUSIONS

Through thorough DFT computation, we predict voltage
curves and stable Na-vacancy orderings for seven NaxMO2

O3 compounds. We find 18 orderings that appear as ground
states in one or more of the seven TM systems. Several
appear as ground states in more than one system.
While some Na-vacancy orderings are the electrostati-

cally favored pattern, the lack of symmetry of the ground
states around xNa ¼ 1=2 and the presence of ground states
with inhomogeneous Na-vacancy distributions point to
other contributions such as ionic relaxation and electronic
structure contributions to the effective Na-vacancy inter-
actions. We believe that these 18 ground-state structures
form a good set of candidate structures to refine the
Na-vacancy ordering in more complex NaxMO2 systems.
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