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ABSTRACT OF THE DISSERTATION 

 

Overcoming the limitations of silver nanowire electrodes for light emitting applications 

by 

Dustin Yuan Chen 

 

Doctor of Philosophy in Materials Science and Engineering 

University of California, Los Angeles, 2017 

Professor Qibing Pei, Chair 

 

The global lighting market is projected to exceed 100 billion dollars by 2020, undergoing rapid 

transitions driven by technological advancements. In conjunction with increased demand for new 

technology, global regulations have become increasingly stringent, mandating the development 

and implementation of more fuel-efficient light sources. As prior generations of lighting 

technology such as incandescent bulbs and florescent lighting progressively become phased out, 

newer technologies such as light emitting diodes (LEDs) and organic light emitting diodes 

(OLEDs) have become progressively popular and commonplace. Though they still lag behind 

LEDs in terms of market penetration, OLEDs have garnered increasing amounts of attention in 

recent years due to unique attributes such as their exotic and large scale form factors, mechanical 

flexibility, and potential for high volume, low-cost manufacturing. Unfortunately, the costs for 

OLED manufacturing are currently still prohibitively high for several applications, with the 

anode and substrate representing 20-25 percent of this total cost. Significant technical and 
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processing improvements for OLED substrates are of utmost necessity for fiscal cost reduction 

and commercialization of OLED technology.  

 

Silver nanowires have gained traction as a potential replacement for the current status quo, 

indium tin oxide (ITO) due to attributes such as flexibility, low cost processing, and high 

optoelectronic properties. However, due to nanoscale size effects, the integration of silver 

nanowires in both process flows and operational use has proven to be problematic. This work 

makes several key contributions towards enabling the use of silver nanowires for practical and 

commercial applications within the lighting industry. First, a novel method for the fabrication of 

a high temperature-stable, flexible substrate with surface roughness (Ra) < 2 nm is presented, 

based on atomic layer deposition of a conformal metal oxide film on silver nanowires. This 

development of a thermally stable AgNW based substrate is critical for the future of flexible 

OLEDs, as both polymers and AgNWs are unstable at elevated temperatures required for certain 

OLED processing. However, at the time publication, no solutions existed for flexible OLED 

substrates simultaneously having thermal stability in excess of 230 °C for more than a few 

minutes while maintaining a smooth surface for subsequent device fabrication. The thermally 

stable silver nanowires developed in this work are able to withstand temperatures of 500 °C in 

ramping tests, and when integrated with a thermally stable polymer matrix, withstand 

temperatures of 300 °C for at least 6 hours, representing an increase in allowable processing 

temperatures of 70 °C for several hours longer. Resulting polymer light emitting devices 

(PLEDs) requiring high temperature processing fabricated on this thermally stable exhibit 

comparable performance to the same devices fabricated on ITO, validating its compatibility for 

integration in traditional process flows, and validity for use in extreme processing conditions.  



	   iv	  

 

Secondly, the aforementioned method is applied to understanding the electrical stability of 

silver nanowires. At the time of publication, previous works on the electrical failure of silver 

nanowires centered on the observation of failure under current flow, without a solution offered 

for how to mitigate the phenomenon. However, because the underlying purpose of these 

electrodes is to transport current, providing a solution for the failure flow is paramount to the 

success of AgNWs in future commercial applications. The importance of the development of this 

solution cannot be understated, especially in light of the fact that silver nanowires have been 

shown to fail under electrical stresses below typical operating conditions of various 

optoelectronic devices. The same technique mentioned previously can be leveraged for 

electrically stable silver nanowire networks, which show significant morphological stability over 

pristine silver nanowires when electrically stressed at normal operating conditions for OLEDs. 

These electrically stable substrates were able to produce high performance OLEDs with lifetimes 

140% longer than the same devices fabricated on ITO, and 20% higher than non-electrically 

stable AgNW-based substrates. 

 

Thirdly, the thermally and electrically stable substrate was used to fabricate a high performing 

perovskite quantum dot light-emitting device exhibiting high flexibility. The use of quantum dots 

instead of perovskite precursors and post treatment to convert the precursors to perovskite 

allowed for several new innovations. Due to the elimination of highly polar solvents typically 

required with perovskite precursors, a broadened range of architectures can be achieved. 

Furthermore, due to the small dimensions of the quantum dots in contrast to thick films of 

perovskite formed from precursors, the active layer can extremely thin, allowing for high 
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mechanical flexibility. The performance metrics achieved of 10.4 cd/A, 8.1 lm/W, and 2.6% 

EQE at a brightness of 1000 cd/m2 were enabled in part by the substrate, which further allowed 

for the high mechanical performance. The electroluminescence performance of the perovskite 

quantum dot LEDs was found to be virtually fully recoverable after being subjected to a bending 

radius of 2.5 mm, or repeated cycles of bending and unbending to a 4 mm radius, representing 

the first report of a highly flexible and mechanically perovskite quantum dot light emitting 

device with high electroluminescence performance.  

 

The improved stability of AgNWs with regards to both manufacturing and operational use, in 

addition to proof of concept in various light emitting devices demonstrates the potential of this 

technology for large-scale, commercial lighting applications. 
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Chapter 1 

 

Introduction 

In recent years, wearable electronics have transformed from a concept once posited by writers 

of science fiction to a functional reality permeating the everyday lives of everyday people. With 

the rapid development of these next generation electronics, the search for high performing 

flexible or stretchable transparent conductive electrodes (TCEs) has been highlighted as a critical 

barrier to surmount before the realization of high efficiency, high performance optoelectronic 

devices. In the selection of TCEs, the two parameters most commonly discussed are high 

conductivity and transparency,1 with these parameters being compared to the standard, indium 

tin oxide (ITO). Adding to these two parameters, next generation TCEs must also exhibit 

mechanical compliancy, retaining their properties under various applied loadings and strains.  

Networks of metallic nanowires have been shown to exhibit high transparency, conductivity, 

mechanical compliancy, and can be solution processed. In particular, silver nanowires (AgNW) 

have garnered significant attention, being used for applications ranging from organic light 

emitting diodes (OLEDs),2–4 solar cells,3,5,6 transparent heaters,7 thin film transistors,8,9 to 

electronic circuits.10 These AgNW based devices have exhibited comparable performance, or in 
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some cases, exceeded the performance of devices fabricated using traditional electrode 

technology. 

Though we focus primarily on the use of AgNW electrodes, several other materials are being 

explored for potential applications as well. Carbon nanotubes have been research extensively due 

to excellent mechanical behavior as well, but often times the higher sheet resistance prohibit use 

in high performing devices. Graphene has similarly garnered significant interest in electrode 

technology. Due to its high Fermi-velocity and the ability to be doped, graphene films exhibit 

extremely high in-plane conductivities.1 Wu et al. demonstrated OLEDs on graphene substrates 

approaching the performance of ITO based devices.11 Furthermore, due to the mechanical 

properties of this carbon based material, graphene based electrodes can be fabricated to be 

flexible or stretchable,12 and can similarly be roll-to-roll processed.13 However, though pristine 

graphene is an excellent candidate for a TCE, the difficulties in fabricating high quality films 

render the material cumbersome to use. Due to their combination of optoelectronic and 

mechanical performance, and their time and fiscal efficient fabrication, silver nanowires are 

currently at the forefront to replace ITO in next generation optoelectronics. This chapter first 

highlights the fabrication, development, and advancements we have made in recent years in the 

field of AgNW based electrodes. Second, the application of these electrodes for the fabrication of 

discrete devices and integrated systems is elucidated upon. Finally, this chapter concludes with a 

motivation for the work presented in subsequent chapters.  

 

 

 

 



	   3	  

1.1. Fabrication, development, and advancement of AgNW 

based electrodes 

 

1.1.1. Flexible AgNW electrodes  

In a typical fabrication, AgNW flexible electrodes are fabricated by first coating a layer of 

AgNW from a dispersion of isopropyl alcohol (IPA) and methanol through wet deposition 

techniques such as drop casting, Meyer rod coating, dip coating, or spin coating onto a smooth 

release substrate. A bifunctional monomer with photoinitiator is overcoated on top of the AgNW 

coating, infiltrating the pores between the nanowires, and contacting the underlying release 

substrate.14–16 After UV irradiation to crosslink the monomer, the flexible freestanding film is 

peeled off, resulting in an embedded AgNW network inlaid within a polymer matrix that can 

undergo bending at a 5 mm radius for 1000 cycles without deterioration of electrical properties.17  

The AgNW films can be tailored to the desired transparency and conductivity by controlling 

the amount of solid nanowires deposited on the release surface, as shown in Figure 1.1a.16 At 

transparency of 82%, freestanding films have a sheet resistance of approximately 10 ohm/☐, 

comparable to commercially available ITO on PET substrates, and significantly higher than the 

typical 200 ohm/☐ value observed for flexible CNT electrodes.16  

In addition, embedding the AgNW within a polymer matrix drastically decreases the surface 

roughness, making devices such as OLEDs or solar cells built on top of the electrode 

significantly more efficient in contrast to rough electrodes with the same sheet resistance. Figure 

1.1b illustrates the AFM topographical image of an embedded AgNW electrode at a sheet 

resistance of 10 ohm/☐.14 The average surface roughness for these embedded electrodes can be 
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up to one order of magnitude lower than those described in the previous section detailing CNT 

electrodes. The use of AgNWs instead of CNTs also lowers the barrier for charge injection into 

conjugated polymers, further increasing efficiency for optoelectronic devices built on top. 

Figure 1.1.  a) Transmittance as a function of wavelength for AgNW-acrylate freestanding electrodes at different 

sheet resistances. b) AFM topographical image of a freestanding AgNW-acrylate embedded electrode with a sheet 

resistance of 10 ohm/sq. [14,16] 

 

Additional degrees of variability can be introduced into the electrode by selection of the 

polymer matrix. Li et al. embedded the AgNW percolation network within a heat resistant 

acrylate material to allow for subsequent device fabrication requiring temperatures up to 200 

°C.17 Yu et al. used a shape memory acrylate to reform and refreeze the electrode into new 

shapes when heated and cooled above the glass transition temperature (Tg) of the polymer.16 The 

electrodes can further be made stretchable with the introduction of stretchable polymer matrices.  

 

1.1.2. Stretchable AgNW electrodes  

As a significant amount of optoelectronic applications requiring high conductivity and 
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transparency similarly require low surface roughness (Ra < 2 nm), all silver nanowire based 

stretchable electrodes were fabricated by embedding the nanowires within a polymer matrix.18–22 

In the fabrication of stretchable electrodes, the selection of the polymer matrix is paramount to 

the performance, with selection criteria involving parameters including the bonding between 

nanowires and polymer, glass transition temperature, modulus, and transparency.  

Yun et al. embedded the AgNWs in a copolymer of tert-butly acrylate (TBA) and acrylic acid 

(AA) to form a stretchable electrode with shape memory properties.19 Though TBA by itself 

exhibits good elasticity and shape memory performance, the hydrophobicity of the homopolymer 

results in poor bonding with the nanowires. The addition of AA allows increased bonding 

between the copolymer and AgNWS via the carboxylic acid group, preventing sliding between 

the nanowires and polymer during repeated stretching cycles, and thus, minimizing the rate of 

increase of resistance when stretched. However, excessive concentrations of AA raises the Tg 

value of the copolymer, leading to prohibitively high power consumptions for the electrode if 

used for shape memory applications. Figure 1.2 illustrates the evolution of the nanowire 

electrodes with increasing strain (Figure 1.2a), and cyclical testing (Figure 1.2b), with various 

weight percentages of AA added.19 A weight percentage of 5% AA was seen to improve the 

overall stretchability of the electrode both in uniaxial stretching and in cyclical testing. These 

electrodes were found to recover 98% of the resistance change after relaxing the electrode 

following stretching at 30% strain, 95% at 70% strain, and 90% at 90% strain, verifying the 

efficacy of the TCE as a stretchable electrode.19 Lower recovery at higher strains were correlated 

with the viscoelasticity of the polymer matrix, exhibiting irreversable damage at high strains. 

For stretchable electrodes not requiring shape memory properties, Hu et al. embedded the 

AgNW within an elastomeric polyurethane (PU) matrix.20 The freestanding electrodes exhibited  
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Figure 1.2. | Electro-mechanical performance of stretchable AgNW-TBA/AA composite electrode. a) Change 

in sheet resistance of stretchable AgNW-TBA/AA composite electrode with increasing strain. b) Change in sheet 

resistance of stretchable AgNW composite during 10 cyclic loadings of strain between 0 and 50% strain at a 

constant strain rate of 0.005 /s. [19] 

 

a sheet resistance of 8 ohm/☐ at a transparency of 75%, similar to the transparency value 

observed on the release glass substrate.20 Using the rubbery PU matrix, the stretchable electrode 

was able to be reversibly stretched up to 170% strain, with the strained electrodes rapidly 

relaxing back to its original shape upon removal of the external load.  

The AgNWs themselves can be manipulated as well to obtain enhanced performance. Liang et 

al. soldered the nanowires with a thin layer of graphene oxide (GO) before embedding the 

nanowires within the polymer matrix.22 Fabrication of the GO-soldered AgNW remained largely 

the same as the general process of stretchable AgNW electrode fabrication, with the introduction 

of a soaking step in a 1 mg/mL GO Dispersion in distilled water and IPA following AgNW 

coating on a release substrate. The SEM image in Figure 1.3a shows that the percolation 

network remains intact, through a GO layer is evident at the nanowire junctions. This fusing at 

the nanowire junction is able to prevent inter-nanowire sliding at the junctions when the 
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composite electrode is stretched. Figure 1.3b shows the stretching performance of the composite 

electrode after the GO-soldered AgNWs are embedded within a polyurethane matrix, with a non-

GO soldered AgNW stretchable electrode for comparison. The GO-soldered AgNWs were seen 

to have smaller resistance increase with strain in contrast to the control device, increasing in 

resistance by 2.3, 5.3, and 10.6-fold at strains of 40, 60, and 80%, respectively. In contrast, the 

control electrode increased 5.4, 9.8, and 17.2 fold.  

Figure 1.3. | GO-soldered AgNW networks  a) SEM image of GO-soldered AgNW networks, with fused junctions 

indiciated by red arrows. b) Normalized resistance of GO-AgNW-PU and AgNW-PU electrodes stretched at 1 mm/s 

(20%/s). [22] 

 

These electrodes described above are the basis of several optoelectronic devices. Detailed 

description of these devices will be elucidated upon in further sections. 
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1.2. Lighting applications: discrete devices and integrated 

systems 

 

1.2.1. Flexible light emitting electrochemical cell  

In previous works, rigid light emitting electrochemical cells have been fabricated on ITO.23,24 

Briefly, the polymer LEC consists of a single active layer comprising a light emitting polymer 

(LEP), an electrolyte to supply dopants, and an ionic conductor, sandwiched between two 

electrodes. The LEC exhibits light emitting properties due to the formation of a dynamic p-i-n 

junction in the polymer layer upon application of a bias, which effectively removes the charge 

injection barrier at the polymer-electrode interfaces.24 The formation of excitons from the 

recombination of electrons and holes near this junction is the mechanism of light formation for 

these devices. Though the performance of polymer LECs (PLECs) lag behind polymer LEDs, the 

use of a single polymer layer that can be wet processed is highly appealing, resulting in thorough 

investigation through the years in increasing the stability, luminance, and efficiency of these 

devices.   

However, the use of ITO as the anode still requires one component manufactured through 

expensive batch based vacuum processing, in addition to rendering the LEC rigid, as the 

electrode material is known to be brittle even under low loadings. Yu et al. fabricated a PLEC 

using spray coated SWCNT on PET as both the anode and cathode.25 Though conventional light 

emitting devices require high smoothness for optimal performance, the high thicknesses of the 

emissive layer that can be utilized within PLECs without sacrificing performance renders this 

method of electrode fabrication sufficient. PF-B, a blue emissive luminescent polymer, an 



	   9	  

ethoxylated trimethylopropane triacrylate (ETT-15) as the ionic conductor, and lithium 

trifluoromethane sulfonate (LiTf) as the salt were used as the polymer layer in a weight ratio of 

20:10:1, respectively.25 The polymer was spin-coated onto the SWCNT/PET anode, with the 

resulting stack subsequently laminated underneath another SWCNT/PET cathode using a roll 

lamination machine at 120 °C.25 For flat devices, the PLEC had a turn-on voltage of 3.8 V, a 

maximum intensity of 1400 cd/m2 at 10 V, and a maximum efficiency of 2.2 cd/A at 480 

cd/m2.25 The device performance (J-V and luminance-voltage, and efficiency-luminance) is 

shown below in Figure 1.4. No change in light emission intensity and uniformity was observed 

after being bent to a 2.5 mm radius. Furthermore, as seen in Figure 1.4a, the electrical 

characteristics of the blue-emission devices remained virtually identical after being bent to a 2.5 

mm radius, highlighting the efficacy of the two SWCNT based flexible electrodes. A slight 

decrease in efficiency was observed in the bent device, as seen in Figure 1.4b. 

Figure 1.4. | Performance of the bendable blue polymer light emitting device. a) Current and light emission as a 

function of voltage for a bent and flat blue-emission device. b) Efficiency as a function of brightness of a bent and 

flat blue-emission device, with bent device shown in inset. [25] 

 

Liang et al. demonstrated a PLEC using a bilayer SWCNT/AgNW anode fabricated by 

sequentially Meyer rod coating layers of SWCNTs and AgNWs before embedding the hybrid 
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conductive percolation layer in a urethane acrylate, difunctional methacrylate monomer, and tert-

butyl acrylate monomer mixture.26 The use of the bilayer anode is to improve the area coverage 

of conductive material; AgNWs by themselves yield relatively low surface coverage, resulting in 

non-uniform charge injection, and non-active regions of emission. Yellow PLECs were 

fabricated with the bilayer electrode as anode, an active layer comprising SuperYellow as the 

emissive material, a cross-linked trimethylolpropanetriacrylate (ETPTA) as an ionic conductor, 

and LiTf as the salt, and an evaporated aluminum (Al) layer as cathode.26 To evaluate the 

performance of the bilayer anode, the same devices were also fabricated on control anode of 

ITO/glass and a single AgNW layer composite electrode. 

The performance of the yellow PLECs on the three anodes described above are shown in 

Figure 1.5. Figure 1.5a illustrates the J-V curve of the devices. The bilayer composite electrode 

has higher current density than both devices on ITO/glass and the AgNW composite electrode. 

The high current density is a result of the low resistivity of the highly conductive AgNW 

network, in conjunction with the uniform surface coverage due to the small dimensions of the 

SWCNT network. The high current density leads to high charge injection, and thus, high 

emission intensity. Because the area coverage of the bilayer electrode is higher than that of the 

AgNW electrode, there is more charge distribution into the emissive layer, leading to a larger 

lighted area. Thus, the emission characteristics of the bilayer anode device are higher than that of 

the AgNW electrode, and resemble those devices built on ITO/glass, as seen in Figure 1.5b. 

Furthermore, the efficiency of the PLEC on the composite electrode exceeds that on ITO/glass 

(Figure 1.5c). This can be attributed in part by the surface plasmon scattering of emitted light by 

the nanowires, increasing the out-coupling efficiency.26 
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Figure 1.5  | Performance of yellow PLEC. a) J-V characteristics of yellow PLEC fabricated on a bilayer anode, a 

mono-layer AgNW anode, and ITO/glass. b) Luminance-voltage characteristics of a yellow PLEC fabricated on the 

three different anodes. c) Current efficiency as a function of brightness for yellow PLECs fabricated on the three 

different anodes. [26] 

 

1.2.2. Flexible organic light emitting diodes 

Though OLEDs or PLEDs require additional processing in contrast with PLECs, the 

enhancement in performance, stability, and efficiency largely outweigh the additional time and 

fiscal costs brought about by the more complex fabrication. Like the aforementioned PLECs, 

AgNW or hybrid AgNW/SWCNT substrates provide a cost and performance efficient platform 

to build OLEDs or PLEDs on top of. Several devices for a variety of different applications have 
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been reported using these composite electrodes as the basis.15,16,27,28 Yu et al. fabricated shape-

memory PLEDs using a bifunctional acrylate polymer as the matrix supporting the AgNWs for 

the anode, followed by subsequent layers of poly (3,4-ethylenedioxythiophene) polystyrene 

sulfonate (PEDOT:PSS) as a hole injection layer (HIL), an alkoxyphenyl substituted yellow 

emissive poly(1,4-phenylene vinylene) (SY-PPV), cesium fluoride (CsF) as the electron injection 

layer (EIL), and Al as the cathode.16 To evaluate the shape change properties and performance of 

the PLED, the device was heated above the Tg of the polymer substrate, bent to a 2.5 mm radius, 

and relaxed back to the flat shape. The devices were able to operate at a high brightness during 

the shape change process occurring at 120 °C, as seen in Figure 1.6a.16 Furthermore, the current 

efficiency of the device remains unchanged at approximately 14 cd/A after several cycles of 

bending and recovery, as seen in Figure 1.6b.16 The operational lifetime of the PLED was also 

similar to control devices fabricated on ITO, with the emission intensity reducing to 80% of its 

maximum value after 24 hours of continuous operation, in contrast to the 88% observed with 

ITO as the anode. This difference in lifetime may be due to a higher operating voltage needed to 

drive the AgNW based devices.   

For higher efficiency lighting, Li et al. fabricated white polymer phosphorescent LEDs 

(WPLED) using the AgNW composite substrates. Like the previously discussed PLED, the 

WPLED fabricated was fully solution processed for low fabrication cost, using PEDOT:PSS as 

the HIL and CsF and Al as the EIL and cathode, respectively. The emissive layer comprised a 

mixture of host material poly(vinylcarbazole) (PVK) and electron transporting (ET) material 1,3-

bis[4-tert-butylphenyl)-1,3,4-oxidiazolyl]phenylene (OXD-7), doped with blue phosphorescent 

dopant bis[4,6-difulorophenyl)-pyridinato-N,C2] (picolinato)Ir(III) (FIrpic), green 

phosphorescent dopant tris(2-(4-toyl) pyridinato-N,C2) (Ir((mppy)3), and red phosphorescent 
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dopant bis(1-phenylisoquinoline) (acetylacetonate) (IR(piq)).27 PVK was selected as the host due 

to its high triplet energy level, good surface topography, thermal stability, and its ability to 

conduct holes.  

 

 

Figure 1.6.  a) Shape memory PLEDs bent and frozen to a 2.5 mm radius, recovered to flat position, and bent and 

frozen to the opposite direction. b) Current efficiency as a function of current density for fresh PLEDs, and PLEDs 

subjected to 10 cycles of bending and recovery. [16] 

 

It was reported that the use of the AgNW polymer substrate had the additional benefit of 

extracting more light emitted from the emissive layer in comparison to devices built on 

ITO/glass. Figure 1.7 illustrates the architecture of the WPLEDs on both ITO/glass and 

AgNW/polymer. Due to total internal reflection, light beams emitted at small angles (L1 and L2) 

from the WPLED on ITO/glass are trapped. However, the composite substrate has a twofold 
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benefit. First, the AgNWs serve to scatter light, allowing smaller angle rays (R1) to change 

course, and be extracted from the opposite side of the substrate. Second, the index mismatch 

between emissive layer and polymer substrate is smaller than that between emissive layer and 

ITO, allowing wider angles to be extracted from the WPLED.  

 

Figure 1.7.  Schematic cross sectional views of WPLEDs on ITO/glass (left), and AgNW/polymer (right). The 

refractive of the layers are shown in the schematic, in addition to the modes of light extraction in the devices. [27] 

 

As a result of the enhanced light extraction of WPLEDs built on AgNW/polymer, the current 

efficiency measured exceeded that of control devices fabricated on ITO/glass by 41%.27 Current 

density as a function of luminance and power density as a function of current density are shown 

in Figure 1.8a. A maximum current efficient of 42.3 cd/A for the three primary color device, 

with the current density remaining in a narrow range around 40 cd/A up to a luminance of 10,000 

cd/m2 was obtained. The enhanced light extraction is further evident in Figure 1.8b, where the 

edge emission of the WPLED built on AgNW/polymer is significantly weaker due to a majority 

of the light being extracted from the substrate. Also apparent in Figure 1.8b is the wide viewing 

angle, which is quantified in Figure 1.8c with WPLEDs on AgNW/polymer having a higher 

luminance than those on ITO/glass at all angles except extremely low angles.  
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Figure 1.8. | Light emission for WPLEDs  a) Current density as a function of luminance for WPLEDs fabricated 

on ITO/glass and AgNW/polymer. Power efficiency as a function of current density is shown in the inset. b) 

Luminance as a function of angle. c) Electroluminance photograph of WPLEDs on ITO/glass (left) and 

AgNW/polymer (right) during operation, with arrows pointing to the location of edge emission. [27] 

 

To further increase the efficiency of WPLEDs, Li et al. dispersed nanoparticles of barium 

strontium titante (BST) in a AgNW/SWCNT/polymer matrix.28 Using finite-difference time-

domain (FDTD) analysis, the light extraction enhancement as a function of diameter and 

refractive index of the nanoparticle (Figure 1.9a) was determined. A maximum enhancement of 

3.61 was obtainable for nanoparticle diameters of 500 nm and a refractive of 2.6, when the 

doping concentration was 1 wt%.28 The peak enhancement factor as a function of wt.% was also 

simulated (Figure 1.9b), with 1 wt.% being the optimal concentration for 500 nm BST 

nanoparticles, and 2 wt.% being optimal for 200 nm nanoparticles.28 Figure 1.9c illustrates the 

benefit of using BST dispersed within the polymer matrix. With the nanocomposite polymer 

matrix, two major trapping modes in PLEDs fabricated on ITO/glass are eliminated or 

suppressed: (1) the waveguide mode in ITO is eliminated; and (2) the glass mode is suppressed 

as light propagation can be altered by the nanoparticles and nanowires.  

Following simulation results, SWCNT/AgNW/polymer electrodes were fabricated with 2 wt.% 

of 200 nm BST nanoparticles dispersed within.28 The 200 nm nanoparticles were selected instead 

of larger dimension nanoparticles due to the ease of dispersion of smaller nanoparticles within  
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Figure 1.9 | Light enhancement using BST nanoparticles.  a) Simulated enhancement in WPLEDs as a function 

of diameter and refractive index of nanoparticles dispersed within the substrate. b) Simulated enhancement factors 

as a function of doping concentrations with the refractive index fixed at 2.6. c) Schematic cross section of the 

AgNW/polymer substrate with nanoparticles dispersed illustrating the light scattering by the nanoparticles. [28] 

 

the acrylate monomer. WPLEDs were fabricated with a sandwich structure of Al / CsF / emissive 

layer / PEDOT:PSS / anode, with the emissive layer being a blend of a white polymer (WP) and 

OXD-7 in a 100:40 wt. ratio. As control devices, WPLEDs were fabricated on an additional four 

substrates: ITO/glass; AgNW/polymer; SWCNT/AgNW /polymer; and AgNW/BST/polymer. 

Figure 1.10 shows the current (Figure 1.10a) and power efficiency (Figure 1.10b) of the 

AgNW/SWCNT/BST/ polymer, compared to the four reference devices. The values of current, 

power, and external quantum efficiency of the AgNW/SWCNT/BST/polymer based device was 

44.7, 44.0, and 28.8, respectively, representing an enhancement of 119%, 140%, and 120% 

compared to respective values obtained from devices built on ITO/glass. The efficacy of the BST 

nanoparticles in enhancing the efficiency was seen in the enhancement of current, power and 
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external quantum efficiencies of 55%, 48%, and 82% compared to SWCNT/AgNW/polymer 

based devices.  

Figure 1.10 | Device performance for WPLED on various substrates. a) Current efficiency as a function of 

luminance for WPLEDs fabricated on five different substrates. b) Power efficiency as a function of current density 

for WPLEDs fabricated on five different substrates. [28] 

 

The OLEDs described in this section verify the efficacy of AgNW or AgNW/SWCNT based 

electrodes for different applications. Careful selection and engineering of the polymer matrix can 

be used to tailor the properties desired for specific W/PLEDs. The same type of engineering can 

be applied to various stretchable electronics. 

 

1.2.3. Stretchable lighting 

Yu et al. first fabricated stretchable PLECs on SWCNTs embedded in a shape memory PtBA 

matrix.29 The PLECs consisted of the stretchable SWCNT electrodes sandwiching an emissive 

layer comprising a blue emissive polyfluorene copolymer (Pf-B); poly(ethylene oxide) 

dimethacrylate ether (PEO-DMA), an ionic conductor, and LiTf as the salt.29 To analyze the 

compliance of the PLECs, the devices were heated above the Tg of the shape memory polymer, 



	   18	  

anchored on two edges of a homemade stretching apparatus, and prestrained by 10% to flatten 

the device. The PLECs were subsequently stretched an additional 20% and 45%, and cooled to 

room temperature to freeze the deformed shape.  

Emission from the stretched devices was observed to be uniform throughout the active layer. 

Though the current density and luminance decrease with increasing strain, the efficiency exhibits 

slight enhancement at larger strains, as seen in Table 1.1.  

 

Table 1.1. Electroluminescence characteristics of the stretchable PLEC driven at 8V at different strains. [29] 

 

 

 

 

For improved PLEC performance, Liang et al. used embedded AgNWs in a rubbery 

poly(urethane acrylate) (PUA) matrix.21 The PLEC was fully solution processed with an 

emissive layer comprising SuperYellow as a yellow light emitting polymer, ETPTA as the ionic 

conductor, PEO as a second ionic conductor to enhance the stretchability of the ETPTA network, 

and LiTf as the salt, sandwiched between two AgNW-PUA electrodes.21 To avoid damage to the 

electrode from solvent attack, a thin layer of PEDOT:PSS was spun on the anode side prior to the 

deposition of the emissive layer.   

The PLEC turned on at 6.8 V, and reached a peak brightness of 2200 cd/m2.21 Unstretched, an 

EQE of 4.0% was obtained, comparable to state of the art PLECs based on SuperYellow on ITO 

at the time. When stretched, these devices increased in brightness up to 20% strain, then 

decreased at higher strains up to 120%, after which light emission was no longer observed. As 

the opposite trend was observed in current density, the current efficiency initially increases up to 
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80% strain, before leveling off and decreasing gradually until 120% strain. The current density 

exhibited this opposite trend due to an increase in sheet resistance of the composite electrode.   

Due to the mechanical robustness of the device, the PLEC can be stretched, bent, or collapsed, 

promising easily deployable lighting that can conformally attach on non-uniform surfaces. 

Figure 1.11 illustrates the capability of the PLEC to withstand mechanical deformation, with the 

device stretched to various strains illustrated in Figure 1.11a, and wrapped around the edge of a 

400 micron thick piece of cardboard (Figure 1.11b). The high flexibility and stretchability of the 

composite electrode allows the device to operate under these extreme conditions while 

maintaining uniform emission as evidenced by the absence of dark areas, and emission ~30% of 

the original luminance.   

 

Figure 1.11 | Mechanical deformation of an elastomeric PLEC.  a) PLECs stretched from 0 – 120% strain. b) 

PLECs bent around a 400 micron thick piece of cardboard.  [21] 
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Liang et al. also fabricated stretchable white PLEDs using a graphene oxide soldered AgNW 

electrode embedded in a PUA matrix.22 The devices were fabricated with the architecture: GO-

AgNW/PUA anode; PEDOT:PSS as the hole transport layer (HTL); an emissive layer 

comprising a white light emitting polymer and OXD-7; and a second GO-AgNW/PUA electrode 

coated with polyethylenimine (PEI) acting as a electron transport layer (ETL).  The performance 

of these devices were comparable to that observed with the stretchable PLEC. These stretchable 

lighting devices pave the foundation for rollable displays and other consumer tunable electronics 

of the future.   

 

1.2.4. Integrated system: Stretchable transistor and display 

For display technology, thin film transistor (TFT) arrays are required to control the pixels. In 

the case of stretchable lighting, a stretchable TFT array is a critical component in the 

development of a fully functioning stretchable display. Liang et al. demonstrated an intrinsically 

stretchable, fully solution processed TFT using an AgNW/PUA electrode as the source and 

drain, SWCNT as the network channel, and polyacrylate-co-polyethylene glycol (PA-co-PEG) as 

an elastomeric dielectric.30 

Transfer characteristics (Figure 1.12a) and device performance (Figure 1.12b) under applied 

strain are shown in Figure 1.12. A mobility of 30 cm2/V s was obtained, with an on off ratio of 

103 – 104, switching current > 100 µA, and transconductance > 50 µS.30 At a strain of 50%, the 

mobility decreased to 16.2, due to the decrease in capacitance from the dielectric layer, while the 

on-off ratio remains relatively constant from strains ranging from 0 – 50%. In addition, the TFT 

was able to undergo repeated stretching of 20% strain over hundreds of cycles without 

significant loss in electrical property. 
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Figure 1.12 | Device performance of the stretchable, transparent TFT under strain.  a) Transfer characteristics 

(VD =- 2.0 V) of the stretchable TFT under strain. b) ION, IOFF, and mobility as a function of applied strain along 

the channel length direction. [30] 

 

As a proof of concept of the efficacy of the stretchable TFT, the device was connected to a 

white-light OLED with the structure architecture glass/ITO/PEDOT:PSS/white emissive polymer 

layer/CsF/Al.30
 The I-V characteristics of the OLED connected circuit is shown in Figure 1.13a, 

showing the device lighting up slowly as the voltage is increased. Good diode behavior with 

clear cutoff and triode region is observed in Figure 13b, indicating the ability of the TFT to 

control the OLED.  

The OLED test circuit was further characterized when the TFT was stretched under 0 (Figure 

1.14a), 20 (Figure 1.14b), and 30% strain (Figure 1.14c). At higher strains, the field-effect 

behavior characteristic of TFTs is still observed verifying the efficacy of the TFT to operate 

under strains to drive lighting devices. Though ION decreases slightly with elevated strains, the 

current is still high enough to drive the lighting device. This decrease in current is at higher 

strains is manifested in a decrease in brightness (68% decrease when stretched up to 30%) 

However, this even with reduced luminance, the brightness is still sufficient for display 

applications. The luminance of the OLED under different inputs is shown in Figure 1.14d.  
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Figure 1.13 | TFT used to drive a white OLED (unstretched).  a) IOLED as a function of VG with VDD = -4.0 V. 

The OLED at different brightnessnes are shown in the insets correlated to specific VG values. b) Output 

characterisitcs of the OLED control circuit as a function of gate voltage, with a schematic diagram of the OLED 

control circuit in the inset. [30] 

 

Figure 1.14 | TFT used to drive a white OLED under different srains.  a) IOLED as a function of VG with VDD = -

4.0 V. The OLED at different brightnessnes are shown in the insets correlated to specific VG values. b) Output 

characteristics of the OLED control circuit as a function of gate voltage, with a schematic diagram of the OLED 

control circuit in the inset. [30] 
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Although the TFT was not used to drive a stretchable PLED, the demonstrated proof of 

concept highlights the potential efficacy of this technology in stretchable display technology with 

the further improvement of materials, fabrication procedure, and processing. These integrated 

systems give hope to the future of widely available, efficient stretchable devices for a vast array 

of applications.    
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1.3. Motivation for this work 

Silver nanowires have been shown to display outstanding properties such as high transparency, 

conductivity, and mechanical compliance. Due to their ability to form a percolation network, 

these conductive materials can be embedded within a polymer matrix to form conductive 

electrodes with low roughnesses (Ra < 2 nm) for optoelectronic applications. The versatility of 

these electrodes allows for a wide range of devices to be fabricated on top, ranging from various 

lighting devices, TFT arrays, and capacitive sensors. Furthermore, the properties of the 

electrodes can be tailored individually for the application at hand.  
Polymer light emitting electrochemical cells, polymer light emitting diodes, and transistors 

have been discussed at length in this chapter. Additional applications that have been 

demonstrated on the basis of the technology discussed include solar cells, touch sensors, and 

actuators. Further improvements on applications based on these alternative TCEs continue, 

rapidly driving demand for next generation devices. As for the basis of the TCE technology 

itself, the fabrication and processing of the electrodes in and of itself has reached a relatively 

mature stage. However, new process developments to further reduce financial consideration of 

this developing technology are still critical. These alternative TCEs already promise cheaper 

devices than respective devices built on traditional ITO technology. An analysis conducted by 

Emmott et al. found that AgNW electrodes have the potential to reduce device cost per Watt by 

17%.31 A rough estimation by this group found that for OLED substrates, AgNW substrate cost 

per meter are slightly lower to that of ITO, though the AgNW substrate based substrate is able to 

more than double the efficiency of the lighting device compared to ITO. However, these 

estimations do not take into account the potential for degradation and shorter lifetimes of devices 

built on these substrates. 
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Thus, the most critical TCE improvement involves improving the stability of AgNW 

electrodes. These factors such as lifetime stability, thermal stability, and processing stability in 

extreme manufacturing and usage conditions will serve to greatly expedite the future of wearable 

electronics. Continual improvements and development promise a myriad of stretchable and 

wearable electronics, bringing us one step closer to the futuristic vision of electronics envisioned 

for so many years. This following chapters detail some the work done in improving the thermal 

and electrical stability of AgNWs. 

In addition to the stability of AgNWs, the scope of this dissertation also includes the 

incorporation of these AgNWs towards various lighting applications, a market which represents 

a 43 billion dollar global industry. As the necessity to curtail energy usage becomes increasingly 

evident, the development of environmentally friendly lighting sources has become a topic of 

significant research interest in recent years. In the quest for greener lighting, traditional 

technology such as fluorescence tube lighting and incandescent bulb lighting are continuously 

being phased out in favor of solid-state lighting. Currently, inorganic light emitting diodes 

(LEDs) take up the bulk of the replacement lighting market due to higher performance and 

stability, and cheaper costs. However, organic light emitting diodes (OLED) have garnered 

progressively higher levels of attention due to their aesthetics, energy efficiency, flexibility, and 

ability to be fabricated in large area panel displays without experiencing a significant drop in 

efficiency, unlike their inorganic counterparts.32–36 Due to these advantages, niche industries 

such as hospitality and the architectural market have begun adopting this technology in recent 

years. As costs continue to be driven down, more industries have opened up, such as the 

landscape architecture, automotive applications, and commercial and industrial offices. However, 

for mass production, significant improvements still need to be made. In particular, OLEDs lag 
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behind LEDs in several key aspects. As the scope for this dissertation centers around the use of 

AgNW technology, an increasingly commonly used anode for OLED technology, key issues 

directly related to OLED substrates required to drive OLED commercialization are the cost 

barrier, efficiency, and lifetime. The following few chapters further expound on the stability of 

the AgNWs for lighting applications in a quest for a brighter, greener future. 
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Chapter 2 

 

Thermally stable silver nanowire - polyimide 

transparent electrode based on atomic layer deposition 

of zinc oxide on silver nanowires 

 

2.1. Introduction  

 Transparent conductive electrodes (TCEs) are critical components in optoelectronic devices, 

and can be found in devices ranging from touch sensors, display technology, to organic light 

emitting diodes (OLEDs).37 The current industry standard for TCEs is indium tin oxide (ITO), 

which has been ubiquitous for most practical thin-film transparent electrode applications over the 

course of the past several decades.1 However, ITO is expensive due to the scarcity of indium, 

there are potential health issues due to the exposure of indium based powders,38  and ITO films 

are brittle and the underlying glass substrate thick, restricting their use for flexible optoelectronic 

devices.39 These inherent drawbacks of ITO necessitate the development of alternative TCEs for 

next generation optoelectronic devices. In the selection for TCEs, the two critical requirements 
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most commonly discussed are high conductivity and transparency, seemingly contradictory as 

these two parameters vary inversely with film thickness.40  

 

Leading candidates for TCEs that satisfy these requirements include carbon based materials such 

as carbon nanotube (CNT)41,42 and graphene,12,13 metal grids,37,43 and networks of metallic 

nanowires.5,21 Though promising candidates, carbon nanostructured based materials do not have 

the combined transparency and conductivity requirement necessitated for optoelectronic 

applications such as solar cells and OLEDs, and metal nanogrids require expensive batch based 

processing, making them impractical for large scale applications.37 In comparison, metal-based 

nanowires such as silver nanowires (AgNW) networks have desirable electrical, mechanical, and 

optical properties, in addition to being solution processed, allowing for high speed, low cost, roll-

to-roll processing.  

 

Despite significant advantages over leading competitors, AgNW films still suffer from inherent 

drawbacks, most notably the rough surface topology and poor thermal stability of the AgNW 

composite electrode.44 Several attempts at ameliorating these issues have been reported, though a 

solution simultaneously resolving both the aforementioned problems has not yet surfaced. 

Embedding the AgNW layer within the polymer has been shown to drastically reduce the surface 

roughness,2,14,17,28,44,45 which can prevent short circuits that can lead to device failure. With this 

technique, a glass substrate is typically used to provide a smooth release for the AgNW infused 

with polymer, yielding surface roughnesses below 2 nm.28 To improve thermal stability, 

polymers with a higher glass transition temperature (Tg) such as polyimide, or reinforced hybrid 

polymers have been used.2,17,44–46 As an example, one of our previous works used AgNWs inlaid 
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in the surface of a heat-resistant acrylate matrix to be used as a thin film heater, though the 

device was only tested at a maximum temperature of 230 °C for time scales under 5 minutes.17 

However, TCEs with thermally stable polymer matrices do not account for the thermal stability 

of the AgNW themselves, which exhibit an increase in sheet resistance at 180 °C when the 

nanowires are freestanding, and often at even lower temperatures when embedded in a polymer 

matrix.47 This increase of resistivity is due to nanoscale size effects, causing NWs to melt at a 

significantly lower temperature than the melting temperature of bulk silver.48 A sandwich layer 

of zinc oxide (ZnO) / AgNW / ZnO has been shown to increase the thermal stability of the silver 

nanowires,46,49,50 but the continuous layer of ZnO over the AgNW film prohibit the infiltration of 

a polymer precursor to form a percolation network, leading to a high surface roughness which 

cause shorts and device failure. Chen et al. used stamp-transferred graphene on AgNW to allow 

graphene to dissipate heat in order to protect the AgNWs, but were only able to main stability at 

200 °C for three hours, in addition to not fabricating freestanding films.48 The use of neutral-pH 

poly(3,4-ethylenedioxythiophene): poly(styrenesulfonate) (PEDOT:PSS) was reported to 

improve thermal stability of the AgNW electrode, but could only withstand 20 minutes annealing 

at 210 °C due to the degradation of PEDOT:PSS at high temperatures.51  

 

In this chapter, the use of a low temperature atomic layer deposition (ALD) process to coat a 

conformal, thin layer of ZnO around individual nanowires to enhance the thermal stability of 

AgNWs while maintaining a porous structure is reported. ALD on AgNW has been shown to 

improve the stability of AgNW,52,53 albeit no reports on the long term thermal stability have been 

conducted, and freestanding films have not been fabricated. Thermally stable and colorless 

polyimide (PI) was chosen as the polymer matrix to embed the coated AgNWs. The resulting 
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composite electrode successfully resolves the issue of thermal stability for both the AgNWs and 

polymer matrix, while still embedding the AgNW within the polymer matrix for low surface 

roughness. The composite sheets show high long-term thermal stability up to 300 °C, mechanical 

flexibility, resistance to atmospheric corrosion, and outperform ITO/ polyethylene terephthalate 

(PET), a common transparent flexible electrode, in visual transparency, surface conductivity, and 

surface smoothness. The efficacy of the new ZnO-AgNW-PI TCE was demonstrated by solution-

processing polymer LEDs (PLEDs), with the ZnO-AgNW-PI TCE having performance 

comparable to ITO, and vastly outperforming control non-coated AgNW based TCEs.  
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2.2. Experimental Section 

2.2.1. Materials 

Graphene oxide (GO) was prepared from graphite by the modified Hummers 

method.54AgNWs were purchased from Zhejiang Kechuang Advanced Materials Co., LTD. PI 

was obtained from Nexolve Materials. 2,2-Dimethoxy-2phenylacetophenone (photoinitator), 

anhydrous chlorobenzene, chlorobenzene, and bis(acetylacetonato) dioxomolybdenum(VI) were 

obtained from Sigma-Aldrich. PEDOT:PSS (Clevios VP AL4083) was purchased from H.C. 

Starck Inc. Zonyl FS-300 fluorosurfactant was purchased from Fluka Analytical. A white-light-

emitting polymer (WP) was provided by Cambridge Display Technology, and 1,3-bis[(4-tert-

butylphenyl)-1,3,4-oxidiazolyl)phenylene (OXD-7) was obtained from Lumtech. 

 

2.2.2. Preparation of ZnO-AgNW networks and freestanding ZnO-

AgNW-PI composite electrodes: 

GO powder was dispersed in deionized (DI) water at a concentration of 2 mg/mL in an 

ultrasonic bath for 15 minutes. The resulting solution was further diluted with isopropyl alcohol 

(IPA) to 0.2 mg/5mL, and sonicated for 15 minutes before use. A glass slide was placed flat, and 

the solution of GO drop-casted into a thin line at the top of glass and drawn down with a Meyer 

rod. The resulting films were annealed on a hot plate at 150 °C for 30 minutes. Subsequently, 

AgNW solution was drawn down on the GO covered glass slide prior to annealing at 150 °C for 

3 minutes, soaking in DI water for 10 minutes, and a second annealing at 165 °C for 8 minutes. 

GO-AgNW slides were introduced into a Fiji ALD chamber from Cambridge NanoTech. Al2O3 

was deposited at 100 °C from TMA and H2O precursors, with pulse and purge times for the two 
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precursors both being 0.06 and 30 s. ZnO was deposited at 100 °C following Al2O3 deposition 

from (C2H5)2Zn, diethyl zinc (DEZ) and H2O, with pulse times for the two precursors being 0.06 

/ 45 seconds, and 0.06 / 60 s, respectively.   

 

PI solution was made by dissolving 20% PI in chlorobenzene. The soluble PI was spun onto 

the ZnO-AgNW or bare AgNW coated glass before peeling off. 

 

2.2.3. Fabrication of white PLED 

In a typical procedure for ZnO-AgNW-PI electrode based devices described, freestanding 

electrodes were cleaned in an ultrasonic bath with detergent and DI water for 30 minutes, before 

being soaking and rinsing with ethanol. A solution of 0.3 wt.% MoO2(acac)2 in IPA was spin-

coated on the substrate at 2000 rpm for 60 s, and then annealed at 250 °C or 300 °C for 1 hr. The 

films were next spun with a solution of 2000:1 vol.% (PEDOT:PSS):(Zonyl FS-300) at 1100 rpm 

for 30 seconds, followed by annealing at 130 °C for 30 min to dry off any residual solvent. The 

white polymer emissive layer was spun from a solution of 100:10 wt.% WP:OXD-7 in 

chlorobenzene. A 1 nm layer of cesium fluoride (CsF) and 100 nm of aluminum (Al) were 

evaporated onto the substrate through a shadow mask at 10-6 Torr. 

 

2.2.4. Characterization methods 

Scanning electron microscopy (SEM) was performed on a JOEL JSM-6701F scanning electron 

microscope. Transmittance spectra were obtained with a Shimadzu UV-1700 spectrophotometer. 

Surface topography was carried out on a Dimension Icon Scanning Probe Microscope (SPM) 

from Bruker. Electrical measurements for the white PLED were carried out in a nitrogen 



	   33	  

atmosphere glovebox, with the current and light voltage curves being measured with a Keithley 

2400 source meter and calibrated silicon photodetector by sweeping the applied voltage from 0 

to 6 V at 500 mV increments per step. All characterization tests were carried out at room 

temperature.  
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2.3. Results and Discussion 

2.3.1. Morphological characterization of pristine and ZnO-coated 

AgNWs on glass at elevated temperatures  

Fabrication of the porous electrode network was achieved by drawing down liquid solution 

with a Mayer rod onto a release glass substrate. First, a solution of graphene oxide (GO) was 

drawn down to act as a sacrificial layer when transferring the AgNW to PI matrix. Figure 2.1a 

illustrates the Raman spectra before and after the transfer process to confirm the presence of GO 

with the same Raman intensity. The characteristic D and G bands of graphene oxide55 are present 

before and after transferring both pristine AgNW and ZnO-AgNW, confirming its use as a 

sacrificial layer. Following GO coating, a AgNW network was coated to a sheet resistance (Rsh) 

of 10 ohm sq-1 and 91% transparency. The solution-processed electrode on glass was 

subsequently brought into an ALD chamber for low temperature thermal deposition. Because 

ALD deposition relies exclusively on surface reactions, with hydroxylated surfaces typically 

being the most reactive with ALD precursors, a thin layer of aluminum oxide (Al2O3) was 

deposited as an adhesive layer prior to ZnO deposition. Al2O3 was selected as the adhesive layer 

as its precursor, trimethyl aluminum (TMA), has been shown to react well with Ag and provides 

a hydroxylated surface for subsequent deposition processes.53,56 ZnO was deposited immediately 

following Al2O3. Both materials were deposited using a low temperature thermal deposition 

process to prevent oxidation and melting of the AgNWs. 

 

ZnO coated and pristine AgNW electrodes were heated at 150, 200, and 250 °C for 30 minutes 

to verify the stability of the electrodes at high temperatures. It has been reported that at 
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temperatures above 180 °C, a sharp increase in Rsh is observed due to the coalescence of the 

nanowires into discrete particles and the formation of a thin oxide layer that decrease electrical 

performance.44,47 While both pristine (Figure 2.1b) and ZnO coated AgNWs were found to 

remain intact in a percolating network at 150 °C, the beginning of coalescence into isolated 

particles was observed at 200 °C (Figure 2.1c), and complete conversion of nanowires into 

discrete Ag nanoparticles at 250 °C for pristine AgNWs, as seen in Figure 2.1d.  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 2.1. a) Raman spectra of the GO-coated glass release substrate before (top) and after (bottom) PI transfer of 

ZnO-AgNW film. b) AgNW bar coated on a glass slide after a 150 °C anneal for 30 min. c) AgNW coated on a 

glass substrate after a 200 °C anneal for 30 min. d) AgNW coated on a glass substrate after a 250 °C anneal for 30 

min.  
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The coating of AgNW with ZnO was expected to greatly enhance the thermal stability of the 

electrodes. The melting temperature of bulk ZnO greatly exceeds that of silver, with the Tm for 

the metal oxide approaching 2000 °C.57 When accounting for melting point depression brought 

about by the size effects, the melting point of ZnO nanostructures with radii under 10 nm still 

exceed 1000 °C,57 well over the processing temperatures required for OLED processing. 

Furthermore, to hinder the fragmentation of the nanowires from surface diffusion, the conformal 

metal oxide coating serves to limit the source of vacancies to allow for substitutional diffusion, 

in addition to having strong ionic bonds, which require a higher energy to overcome to break the 

bonds. To verify the enhanced thermal stability of the electrodes endowed by the ZnO coating, 

AgNW samples were coated with 1.0, 1.5, 3, 4.5, 6, and 7.5 nm of ZnO, and subsequently 

annealed at temperatures between 200 and 300 °C. The resulting electrodes were analyzed with 

SEM imaging to determine the minimum thickness of ZnO at which the additional thermal 

stability afforded to the AgNW remained intact. Silver was sputtered onto glass slides to be used 

as a reference before being brought into the ALD chamber to concurrently deposit ZnO on the 

reference and AgNW films, and the thicknesses of the ZnO layers were subsequently measured 

using a FilmTek 2000 ellipsometer. Transmission electron microscopy (TEM) images of AgNWs 

with and without ZnO are shown in Figure 2.2a to illustrate the ZnO wrapping completely 

around the AgNW. A sample with 7.5 nm ZnO thickness measured with ellipsometry was 

imaged, matching well with the 7.8 nm measured from TEM. Though the bare AgNW shown is 

thicker than the ZnO coated AgNW, with different thicknesses of nanowires evident in SEM 

imaging as well (Figure 2.2b), the ability to coat the desired ALD thickness on different 

dimension nanowires highlights the efficacy of this approach.  
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Standridge et al. conducted a study of ALD deposited TiO2 on AgNW and found that below a 

certain thickness threshold, the resulting incomplete coverage of TiO2 lead to significantly 

enhanced etching rates when placed in corrosive I!/ I!! solutions.53 Similarly, it is hypothesized 

that below a certain thickness threshold for ZnO, incomplete coverage would enable the 

underlying Ag to fragment into discrete Ag droplets. While no samples showed adverse effects 

of annealing at 200 °C, the beginning of junction deterioration was observed for samples with a 

ZnO thickness below 3 nm when annealed at 250 °C. The fragmentation at the junction is 

believed to be caused in part by incomplete coverage of the protective ZnO coating at very low 

thicknesses. Because the AgNW film is comprised of layers of AgNWs stacked on top of each 

other, the bottom layers may not be exposed to precursor flow for long enough periods to render 

complete coverage, similar to high aspect nanostructures experiencing thinning regions in deeper 

portion of the nanostructure.58,59 According to the Gibbs-Thomson theory, ∆𝐺 = 𝛾Ω𝑟!!, where 

∆𝐺 is the change in Gibbs Thomson potential, 𝛾 is the surface energy, Ω is the volume per atom, 

and r is the radius, the Gibbs-Thomson potential is inversely related to the radius of the nanowire. 

At the junction between nanowires, a negative curvature is present, leading to a negative value of 

the Gibbs-Thomson potential, as illustrated in Figure 2.2c. However, the radius of individual 

nanowires is positive, leading to a positive Gibbs-Thomson potential, and thus, a large potential 

difference between the junction and regions immediately adjacent to the junction. This large 

potential gradient is a driving force for diffusion, causing the migration of atoms into the 

junction, which, over time, leads to the fragmentation of nanowires close to the junction. This 

phenomenon is clearly observed through the enlarged area around certain junctions, in addition 

to the discontinuity of select nanowires immediately adjacent to junctions as shown in Figure 

2.2d. 
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Figure 2.2. a) TEM image of pristine (top), and ZnO coated AgNW (bottom). b) SEM image of ZnO-coated AgNW 

on glass substrate without annealing. c) SEM image illustrating positive and negative curvatures. d) SEM image of 

1.5 nm of ZnO-AgNW after a 250 °C anneal for 30 min. e) SEM image of 1.5 nm ZnO-AgNW after a 300 °C anneal 

for 30 min. f) SEM image of 4.5 nm ZnO-AgNW after a 300 °C anneal for 30 min.  

 

At samples heated to 300 °C, partial coalescence of nanowires into droplets for samples with a 

ZnO thickness below 1.5 nm is observed. This phenomenon is attributed again to surface 

diffusion as evidenced by the conservation of volume. At even higher temperatures, the 

nanowires could experience melting, which would be evidenced by the formation of spherical 

nanoparticles with specific spacing between the nanodrops as the melted metal cools in a way to 
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minimize the total surface energy. In Figure 2.2e, the formation of Ag nanoparticles is evident in 

nanowires with shorter radii, as the diffusion of atoms is proportional to the gradient of the 

curvature of the wire surface as highlighted by the definition of Gibbs-Thomson potential. In 

comparison, Figure 2.2f shows a 4.5 nm ZnO coated AgNW film annealed at 300 °C for 30 

minutes with no significant fragmentation or coalescence of the nanowires. 

 

2.3.2. Optical and electrical characterization of pristine and ZnO-coated 

AgNW on glass at elevated temperatures 

In the selection of the optimal thickness of ZnO, the effect of the ZnO thicknesses on 

transparency and conductivity of the AgNW based electrode was analyzed. Figure 2.3 illustrates 

the transparency of AgNW electrodes before and after deposition of 1.5 (Figure 2.3a), 3.0 

(Figure 2.3b), 4.5 ((Figure 2.3c), and 7.5 nm ZnO (Figure 2.3d). The transparency before and 

after ZnO deposition was virtually unchanged for all four samples with different thicknesses of 

ZnO. In addition, the sheet resistance of all samples remained essentially unchanged, with only 

variations below 1% observed when measuring sheet resistance before and after ZnO deposition. 

Thus, the selection of ZnO thickness was relegated to the lowest thickness of ZnO in which 

highly effective thermal protection was still present, as the minimization of the process times 

requiring high vacuum application is desirable. It is important to note that even though the bulk 

of the nanowire networks remained intact after high temperature annealing even with low 

thicknesses of ZnO, remaining experiments were conducted using AgNW electrodes coated with 

4.5 nm of ZnO to ensure optimal performance.   
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Figure 2.3. a) Transparency of the same AgNW electrode on glass before and after 1.5 nm ZnO coating. b) 

Transparency of the same AgNW electrode on glass before and after 3.0 nm ZnO coating. c) Transparency of the 

same AgNW electrode on glass before and after 4.5 nm ZnO coating. d) Transparency of the same AgNW electrode 

on glass before and after 7.5 nm ZnO coating. 

 

To quantitatively analyze the efficacy of the ALD coated AgNW film for high temperature 

processing, the sheet resistance and transmittance were evaluated and compared with pristine 

AgNWs before and after annealing. An electrical thermal stability test was performed by 

measuring the sheet resistance as a function of the annealing temperature to highlight the 

superior electrical performance of the ZnO-AgNW electrode. A ZnO-AgNW film coated on 

glass was annealed on an Instec mK1000 high precision temperature controller with a ramp rate 

of 5 °C min-1. The hot stage was sealed with a cover on top under ambient conditions to prevent 
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heat loss from the surface sample due to convection. Two electrical leads were formed on the 

samples with silver paste, with connections leading outside of the testing stage to measure the 

sheet resistance in situ every twelve seconds. In the case of the pure AgNW film, an increase in 

sheet resistance deviating from the slight increase of resistance associated with increasing 

temperature in metals was observed, with a dramatic increase in Rsh beginning at 250 °C (Figure 

2.4a). At temperatures above 300 °C, the sheet resistance exceeded the maximum measuring 

limit of the voltmeter. The ZnO enhanced electrode showed only the expected slight continuous 

increase in resistance as a function of temperature, with no rapid increase in resistance up to 

500 °C, at which the test was stopped due to the limitations of the instrument. 

 

 Though the poor electrical performance after high temperature annealing is largely attributed 

to the fragmentation of nanowires due to the high driving force for atomic diffusion into the 

junctions, atmospheric corrosion, primarily sulfidation and oxidation, which can occur at low 

temperatures, with increasingly deleterious effects with higher anneal temperatures, can also 

have detrimental effects for optoelectronic devices requiring high temperature processing.62 The 

corroded AgNW films, in addition to increasing in sheet resistance, show significant 

transparency loss when compared to unannealed samples. In contrast, the ZnO-AgNW film 

exhibited excellent optical performance in the visible spectrum after annealing at 300 °C for 30 

minutes, as seen in the inset of Figure 2.4b. Whereas the black background is clearly visible in 

the transparent ZnO coated electrode, the pristine AgNW sample subjected to the same annealing 

conditions is virtually fully opaque due to the atmospheric corrosion of silver by sulifdation and 

oxidation. Numerically, a 15 percent loss in transparency at 550 nm due to oxidation is observed 

in the non-coated AgNW when compared to non-coated, unannealed samples, as shown in 
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Figure 3b. However, the ZnO coated nanowire showed no decrease in transparency after 

annealing in contrast to pristine, unannealed AgNWs, showing its efficacy in protecting the 

underlying AgNWs not only from melting, but oxidation as well. The optoelectronic 

performance can be compared between the AgNW and control sample through comparison of the 

percolative figure of merit and percolation exponent, two parameters often used in describing 

optoelectronic performance of metals nanowires.63 These two parameters can be solved with the 

following equation:45,63 

𝑇 = 1+ !
!

!!
!!!

!
!!!

!!

                                                (Eq. 2.1) 

where Π and n are the percolative figure of merit (PFOM) and percolation exponent (PE), 

respectively, T is the optical transmittance, and Z0 is the impedance of free space (377 Ω). This 

equation comes about by combining the Beer-Lambert law of transparency in conjunction with 

the definition of sheet resistance to obtain a relationship linking conductivity and transparency. 

Upon solution of the equation, it is found that high values of Π and low values of n are 

conducive to higher performing optoelectronic performance for metal nanowire based TCEs. Six 

pairs of Rsh and T at each annealing temperature were used, and curve fitted to obtain the 

respective PFOM and PE. As can be seen in Figure 2.4c, the desirable trends for these two 

parameters, a high value of Π and a low value of n, are observed for ZnO-coated AgNW 

electrodes for different annealing temperatures, whereas a deterioration of the parameters is 

observed with higher annealing temperatures in the case of the pristine AgNWs. This 

optoelectronic performance signifies that pristine AgNW electrodes are not suitable for 

applications requiring processing temperatures in excess of 200 °C. 
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Figure 2.4. a) Normalized sheet resistance of ZnO-coated AgNW, with the normalized sheet resistance for ZnO-

AgNW and pristine AgNW plotted on a logarithmic scale in the inset. b) UV-vis spectrum of annealed and non-

annealed ZnO-coated AgNW films and pristine AgNW films (A) denotes annealed samples. c) Percolative figure of 

merit and percolation exponent as a function of annealing temperature for both ZnO-coated AgNW films and 

pristine AgNW films. 

 

2.3.3. Fabrication, and optical and electrical characterization of 

freestanding thermally stable electrodes  
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To create freestanding electrodes for optoelectronic devices, the coated nanowire network 

were embedded and transferred from the glass substrate with a similar method reported in one of 

our previous publications, shown in Figure 2.5a.28 Briefly, a PI solution was spun onto the ZnO-

AgNW electrode, and then heated at 130 °C in a vacuum oven to remove excess solvent. A 

freestanding ZnO-AgNW-PI film of approximately 50 µm thickness was separated from the 

glass after solvent removal (Figure 2.5b). The embedding of the ZnO coated AgNW into the 

surface of the PI allows for a sub-2 nm Ra topography, as shown in Figure 2.5c, critical for the 

performance of certain optoelectronic devices such as OLEDs. Additional SEM images depicting 

the embedding of the AgNW within the polymer matrix are shown in Figure 2.6. Following 

separation of the ZnO-AgNW-PI electrode from glass, a bending test was conducted, flexing the 

electrode repeatedly to a 3.0 mm radius, as seen in Figure 2.7. During 5,000 cycles of bending 

and unbending the resistance of the ZnO-AgNW-PI electrode remained stable, increasing in 

sheet resistance by less than 2%. 

 

It is important to note that the very top of the freestanding electrode consist of a portion of 

AgNWs not coated with ZnO. This region of AgNWs is the portion of nanowires intimately in 

contact with the release glass substrate, preventing the infiltration of ALD precursors to coat the 

protective ZnO coating. However, this uncoated region comprises merely a small area of the 

AgNW surface. Figure 2.8 illustrates a SEM image of coated AgNWs on glass, highlighting the 

individual nanowires on the very bottom of the percolation network in contact with the glass. 
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Figure 2.5. a) Fabrication process for a freestanding ZnO-AgNW-PI film. b) Optical image of a ZnO-AgNW-PI 

composite electrode. c) AFM image of embedded ZnO-AgNW-PI substrate. d) Normalized sheet resistance of the 

ZnO-AgNW-PI heated at 300 °C, and two reference electrodes annealed at 250 °C as a function of hours annealed. 

e) UV-vis spectra of ZnO-AgNW-PI film annealed at 300 °C for 1 hour and AgNW-PI film at 250 °C for one hour. 

 

Because the percolation network consists of layers of AgNWs deposited on top of each other, 

only this very bottom layer consists of full nanowires intimately in contact with the glass, a 

fraction of the total nanowire network. Furthermore, of these bottom layer nanowires, less than 

fifty percent of the surface area actually will contact the release glass surface. Tilted SEM 

imaging of AgNWs show a relatively small area of nanowires actually pressed against the 
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Figure 2.6. a) Tilted SEM image of embedded ZnO-AgNW within a polymer matrix (500 nm scale). b) Cross-

sectional SEM image of freestanding ZnO-AgNW-PI film, with the ZnO coated AgNW seen embedded in the top 

layer of the polymer (2 µm scale). 

 

 

Figure 2.7. Sheet resistance as a function of bending cycles of the ZnO-AgNW-PI freestanding electrode. Home-

made testing setup for bending the electrode to a 3.0 mm radius is shown in the inset. 
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glass.60 Because the mechanism of electrical decay with thermal annealing primarily consists of 

the fragmentation of the AgNWs into discrete nanoparticles, the partial, but majority coating of 

the bottom layer of nanowires is still sufficient to protect these nanowires. As the majority of the 

nanowires are fully coated, and the few that are not have coatings exceeding half of the surface 

area, the transferred AgNW network still exhibit high thermal stability.  

 

Figure 2.8. AgNW network on glass depicting individual nanowires on the very bottom of the percolation network. 

 

To evaluate this thermal stability with regards to electrical and optical performance of the 

freestanding composite hybrid electrode, the sheet resistance of the as-prepared films was 

analyzed in situ with the mK 1000 high precision temperature controller, and UV-vis spectra 

were obtained before and after annealing. The efficacy of both thermally stable components, PI 
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and ZnO, were evaluated by comparing the ZnO-AgNW-PI films with three control electrodes: a 

pristine AgNW-PI film, a ZnO-AgNW-acrylate film, and a AgNW-acrylate film. The acrylate 

utilized in the reference electrode was previously used for flexible PLED devices with enhanced 

light extraction in our previous publication.28 ZnO-coated AgNW films were heated at 300 °C, 

for 6 hours, while the reference films with pristine AgNW were heated to 250 °C also for 6 hours, 

due to the inability of bare AgNWs to withstand higher temperatures. Regarding electrical 

stability, the AgNW-acrylate films failed in the first few minutes, with the resistance increasing 

over 10 MΩ, the limit of the voltmeter used to measure the resistance. Figure 2.5d shows the 

change in sheet resistance as a function of time for the two other reference electrodes, and the 

ZnO-AgNW-PI electrode. The AgNW-PI showed a linear increase in sheet resistance, with the 

final resistance after cooling back down to room temperature more than three times the original 

sheet resistance.  The AgNW-PI electrode was also tested at 300 °C, where similar to the 

AgNW-acrylate films, the electrode failed to register a resistance within a few minutes. In 

contrast, the ZnO coated films showed significantly better electrical performance, with the ZnO-

acrylate electrode increasing in sheet resistance by only 21%, and the ZnO-AgNW-PI decreasing 

in sheet resistance by 15%. This decrease in sheet resistance is attributed to the fusing of 

nanowires at the junction, as the high annealing temperature allows the non-coated regions at the 

point of intersection of the nanowires to melt and fuse together, while the outer ZnO shell 

prevents the complete melting of the nanowires. The fusing of nanowires at the junction lowers 

the junction resistance of the nanowires, which in turn, lowers the overall sheet resistance of the 

electrode.  
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In addition to the electrical stability, the ZnO-AgNW-PI electrode was also able to withstand 

the 6 hour anneal at 300 °C without significant optical deterioration of the films, as seen in the 

UV- vis spectra in Figure 2.5e. Figure 4e illustrates a control AgNW-PI electrode before and 

after heating at 250 °C, along with the ZnO-AgNW-PI electrode before and after heating at 

300 °C to demonstrate the efficacy of ZnO in preventing oxidation of the nanowires within the 

PI polymer matrix. The wave-like characteristics of the spectrum are characteristic of the PI 

polymer.64 For the pristine AgNW embedded within the PI matrix, a 14.4% decrease in 

transparency is observed before and after heating at 250 °C, in contrast to a 1.9% loss in 

transparency in the ZnO-AgNW-PI freestanding electrode after heating at 300 °C. An AgNW-

acrylate, and ZnO-AgNW-acrylate electrode were also analyzed before and after heating at 

250 °C to highlight the thermal resistance of the PI substrate. The acrylate substrate exhibited 

significant yellowing of the film, quantified by a 31% transparency loss for the ZnO-AgNW-

acrylate electrode, and a 43% loss for the pristine AgNW-acrylate electrode. This yellowing in 

the acrylate is a deterioration often observed in plastic films due to radical-activated oxidative 

degeneration of the hydrocarbon backbone in the polymer material.65  

 

2.3.4. Proof of concept of efficacy of the thermally stable substrate in 

fabrication of PLEDs required high temperature processing 

To demonstrate the viability of the ZnO-AgNW-PI film as a flexible TCE, solution-processed 

white PLEDs were fabricated in a typical bottom-emissive structure. Solution processed 

bis(acetylacetonato) dioxomolybdenum(VI) [MoO2(acac)2] was used as the precursor for the 

hole injection layer, and was seen empirically from thermogravimetric analysis (TGA) and x-ray 

photoelectron spectroscopy (XPS) to require a minimum temperatures of 250 °C to begin the 



	   50	  

conversion to MoOx. This solution processed MoOx (s-MoOx) has been reported as an effective 

hole-injection material to enhance hole injection in OLEDs and hole collection in organic 

photovoltaic cells.66,67 A White Polymer (WP) from Cambridge Display Technology blended 

with 1,3-bis[(4-tert-butylphenyl)-1,3,4-oxidiazolyl)phenylene (OXD-7) was used for the 

emissive layer, with cesium fluoride and aluminum evaporated for the electron injection layer 

and cathode, respectively. Further detailed procedures of materials for the s-MoOx and the PLED 

fabrication processes are described in the Method section. The white PLEDs were fabricated on 

five different substrates: a ZnO-AgNW-PI hybrid electrode; a ZnO-AgNW-acrylate electrode, a 

pristine AgNW-PI electrode, the pristine AgNW-acrylate electrode used in our previous paper;28 

and sputtered ITO on a glass substrate. All polymer based electrodes were analyzed after heating 

the MoO2(acac)2 precursor both at 250 and 300 °C. Characteristic current density (J-V) and 

luminance-voltage curves are shown in Figure 2.9a and Figure 2.9b, respectively. Data for 

PLEDs based on the pristine AgNW-acrylate electrode at both temperatures, in addition to the 

pristine AgNW-PI electrode at 300 °C are not shown as no light could be observed from these 

devices due to the immeasurably high resistance of the electrodes as discussed above. For the 

ZnO-AgNW-PI electrode, enhanced luminance at the higher annealing temperature was observed 

due to the formation of Mo4+ and Mo5+ species at higher temperatures. These reduced species 

lead to the formation of gap states in MoOx, lowering the potential barrier height in contrast to 

what is expected from the phenomenological model, and in turn, enhancing PLED performance 

at devices annealed at higher temperatures and longer annealing times. The PLED based on the 

AgNW-PI electrode annealed at 250 °C was capable of light emission, though an increased 

resistance and decreased transparency resulted in a 63.7% lower luminance at 6 V as compared 

to the ZnO-AgNW-PI annealed at 300 °C. ZnO-AgNW-acrylate based diodes were capable of 
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light emission at both annealing temperatures, though significant transparency loss for both 

samples annealed at 250 and 300 °C resulted in a 64.0% and 87.0% luminance loss at 6 V, 

respectively in contrast with the ZnO-AgNW-PI based diode. Furthermore, with higher 

annealing temperatures, the presence of localized shorts in the devices was observed, as seen in 

the inset of Figure 5a. These shorts in the device may also contribute to the lower luminance, as 

illustrated in Figure 5b. The ZnO-AgNW-PI electrode annealed at 300 °C exhibited similar 

luminance to ITO using the same device structure and processing conditions. The maximum 

external quantum efficiency (EQE) and current efficiency (CE) for ITO based devices was 7.7% 

and 14.7 cd/A, while corresponding efficiencies for the ZnO-AgNW-PI PLED was 6.9% and 

13.2 cd/A. All other EQEs and CEs for PLEDs based on reference electrodes were under 5% and 

10 cd/A, respectively. The comparable performance of the ZnO-AgNW-PI PLED and ITO/glass 

PLED with the same processing condition verifies the new composite substrate’s efficacy for use 

in optoelectronic devices requiring high processing temperatures. It is expected that significantly 

improved performance can further be obtained with the dispersion of nanoparticles within the 

polymer matrix to enhance light extraction.28 We anticipate that the ZnO-AgNW-PI composite 

electrode can be used for emerging flexible optoelectronic devices requiring high temperature 

fabrication processing in a transition away from conventional TCE materials. 
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Figure 2.9. a) Current density as a function of voltage for various substrates annealed at 250 and 300 °C. ITO is 

annealed at 300 °C. PLED based on ZnO-AgNW-Acrylate heated at 300 °C is shown in the inset on a linear scale. 

b) Luminance as a function of voltage for the PLED devices with various substrates annealed at 250 and 300 °C. 

ITO is annealed at 300 °C. 
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2.4. Conclusion 

A TCE has been fabricated for high performance optoelectronic devices requiring high 

processing temperatures. The TCE is comprised of AgNW coated with a thin, conformal layer of 

ZnO deposited with ALD, embedded within a PI matrix. Enhanced thermal stability based on 

electrical and optical performance of the ZnO coated AgNW film was observed. The 

freestanding ZnO-AgNW-PI film also showed excellent thermal stability in regards to both 

electrical and optical performance. Because the high temperature stable AgNWs are embedded 

within the PI, the resulting TCE has a smooth surface topography, allowing its use for 

optoelectronic devices requiring smooth interfaces. As proof of viability, a white PLED was 

fabricated on the ZnO-AgNW-PI film comprising a layer of MoOx processed from solution 

followed by annealing at 250 or 300 °C. The PLED exhibited comparable performance to 

controls on ITO/glass, and vastly outperforming control devices with one or no thermally stable 

component (ZnO and PI). The ZnO-AgNW-PI electrode shows great promise for replacing ITO 

as it ameliorates two significant limitation of flexible, plastic TCEs hindering their widespread 

adoption – low thermal stability and high surface roughness. 
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Chapter 3 

 

Mitigation of electrical failure of silver nanowires 

under current flow and the application for long 

lifetime organic light emitting diodes 

 

3.1. Introduction  

As the necessity to curtail energy usage becomes increasingly evident, the development of 

environmentally friendly lighting sources has become a topic of intense research interest. In the 

quest for greener lighting, traditional technology such as fluorescence tube lighting and 

incandescent bulb lighting are continuously being phased out in favor of solid-state lighting. In 

recent years, organic light emitting diodes (OLED) have garnered progressively higher levels of 

attention due to their aesthetics, energy efficiency, flexibility, and ability to be fabricated in large 

area panel displays without experiencing a significant drop in efficiency, unlike their inorganic 

counterparts.32–36 Though niche industries such as hospitality and architectural adopted OLED 

technology in early years due in part to the aforementioned attributes and exotic form factors, 
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widespread adoption of OLEDs still remains contingent upon continued improvements to meet 

the market drivers required for commercial viability.68 To address these market drivers, our 

group has previously demonstrated solution-processed plastic substrates to replace the standard 

indium tin oxide (ITO)/substrate and light extraction structures for OLED fabrication in an effort 

to drive down cost and enhance efficiency.15,27,28 Furthermore, several other groups have 

demonstrated ITO-free substrates with scaled up processing such as roll-to-roll, demonstrating 

the potential application for low cost, high volume manufacturing.13,69–75 However, the lifetime 

of OLEDs remains a critical barrier to surmount before this new lighting technology can 

establish itself as a competitor to inorganic LEDs.68  

 

The rate of degradation in OLEDs is a function of current density and total charge passed 

through the device.76 As such, the use of OLED substrates built on a silver nanowire (AgNW) 

platform should improve the lifetime of OLEDs due to the potential for more efficient devices. 

With the presence of the AgNW / polymer boundary at the interface between substrate and 

emissive layer, the waveguide mode can be significantly reduced by the scattering and altering of 

light rays from the emissive layer, preventing total internal reflection as in the case of ITO 

substrates.27,77,78 Furthermore, low-cost, internal light extraction mechanisms such as light 

scattering nanoparticles can further reduce out-coupling losses due to the substrate mode.28,79–81 

The resulting performance has been shown to greatly enhance the efficiency of organic and 

polymer light emitting diodes, with efficiency enhancement reaching over 100%,27,28 manifested 

empirically by the lower driving current required to reach the same luminance as devices 

fabricated on ITO. This reduction in current density is anticipated to extend the lifetime of 

OLEDs by reducing the excited states generated by recombining charges.76 Specifically, the 



	   56	  

lifetime is expected to scale approximately as 1/J2, with J the current density passing through the 

device.82,83  

 

However, in contrast with the bulk ITO standard for industry production of OLEDs, the 

nanostructured AgNWs may experience instability during processing or operational use due to 

size effects, leading to shorter than expected lifetimes. Curiously, though AgNW networks are 

designed and utilized for conducting electricity, there are very few reported works on the 

electrical stability of AgNW based conductors, and to the authors’ knowledge, none on the 

lifetime of OLEDs built on AgNW substrates. Regarding the electrical stability of the substrates 

themselves, a study by Zhao et al. found that the electrical breakdown of a single AgNW was 

due to stresses induced by electromigration.84 However the findings do not expand further to 

failure mechanisms of AgNW networks, where high junction resistances between nanowires 

should be expected to have a profound effect on electrically induced failure due to enhanced 

Joule heating at the junctions. Khaligh et al. and Mayousse et al. reported that under normal 

current densities, AgNW networks could fail within two days due to Joule heating causing the 

nanowires to create electrical discontinuities in the networks,85,86 but the scope of their studies 

were limited solely to observation of the failure. Other attempted approaches to improve the 

stability of AgNW electrodes include post treatment processes to weld the nanowire junction 

through laser sintering,87 chemical processes,88 electrical welding,4,60 or heat treatment,17,28 or the 

use of overcoats such as neutral poly(3,4-ethylenedioxythiophene): poly(styrenesulfonate) 

(PEDOT:PSS) to reduce acidic corrosion during operational use.51 However, AgNW networks 

subjected to post treatment processes have already been shown to fail under typical operational 

currents of solar cells,85 and the use the neutral PEDOT:PSS51 merely mitigated harsh 
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environmental conditions typically observed with traditionally acidic PEDOT:PSS without 

addressing the underlying issue of electrical instability of AgNW networks.  

 

In this chapter, several issues regarding the electrical stability of AgNW networks, and the 

application of these networks towards electrodes for improving the lifetime of OLEDs are 

reported. First, a thorough analysis on the failure mechanism of AgNW networks under current 

flow is presented. Second, we report on the use of a low temperature atomic layer deposition 

process to coat a thin, conformal layer of zinc oxide (ZnO) around individual nanowires to 

enhance the current stability of AgNWs while maintaining a porous nanowire network. Third, 

the efficacy of the electrically stable ZnO-AgNW based electrode in enhancing OLED lifetime is 

demonstrated by fabricating OLEDs and comparing resulting performance to ITO and pristine 

AgNW electrodes. It is noted that the use of ZnO in conjunction with AgNWs have been 

previously reported.5,49,89 Kim et al. sandwiched a layer of AgNWs between two sputtered layers 

of aluminum doped zinc oxide (AZO) for enhanced thermal for use in thin film solar cells.49 

Chalh et al. spun solution processed ZnO nanoparticles both before and after solution processing 

AgNWs to form a tri-layer electrode for use as organic solar cell electrodes.89 However, the use 

of these continuous layers of ZnO, while suitable for some applications, may lead to potential 

downfalls such as increased absorbance, decreased flexibility, and higher surface roughness, due 

to the prohibition of a polymer precursor to form a percolation network. In contrast, the use of an 

ALD coated ZnO layer retains the benefits of the utilization of ZnO while mitigating these 

issues, as the conformal coating allows the network to maintain or increase the mechanical 

properties of the network, retains the high open area for high transparency, and can be infiltrated 

by polymer precursors for low surface roughness. The potential for these electrically robust 
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AgNW electrodes extends past applications solely in the lighting industry. With continual 

research and improvement in the stability of silver nanowire electrodes, the field of wearable, 

stretchable, and optoelectronics can be advanced, benefiting applications such as driving 

circuitry,30,90–92 solar cells,14,93 and conformal sensors.20,94–97  
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3.2. Experimental Section 

3.2.1. Materials 

 AgNWs were purchased from Zhejiang Kechuang Advanced Materials Co. GO was 

synthesized from graphite according to the modified Hummers method.54 BST nanoparticles 

were obtained from NanOxide, and were admixed in a liquid monomer solution comprising 

ethoxylated bisphenol A dimethacrylate and siliconized urethane acrylate oligomer supplied by 

Sartomer, and 2,2-dimethoxy-2phenylacetophenone purchased from Sigma-Aldrich 

(photoinitator) at 3 wt.%. Willow® glass was supplied by Corning®. 3-(Trichlorosilyl)propyl 

methacrylate was purchased from Gelest, Inc. PEDOT:PSS (Clevios VP AL4083) was obtained 

from H.C. Starck. All organic materials for OLED fabrication were purchased from Lumtech. 

CsF and Al were purchased from Sigma-Aldrich. 

 

3.2.2. Preparation of ZnO-AgNW networks and freestanding ZnO-

AgNW/Willow® glass substrates 

Willow® glass was treated in a solution of 3% 3-(Trichlorosilyl)propyl methacrylate in 

toluene. The treated glass was washed with acetone and dried before use. GO was dispersed in 

deionized water and isopropyl alcohol (IPA) at a concentration of 0.2 mg/5mL, and sonicated for 

15 minutes before use. The GO solution was drop cast on top of a release glass substrate and 

drawn down with a Meyer rod. Resulting GO coated films were annealed for 30 minutes at 150 

°C. A AgNW in IPA solution was subsequently drawn down on top of the GO, followed by post-

treatment processing comprising annealing at 150 °C for 3 minutes, soaking in DI water for 10 

minutes, and further annealing at 165 °C for 8 minutes. Following wet processing of the 
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nanowires and GO, the conductive glass slides were introduced into a Fiji ALD system from 

Cambridge NanoTech, where Al2O3 and ZnO were deposited from precursors of TMA and H2O, 

and diethyl zinc (DEZ) and H2O, respectively at 100 °C. The pulse and purge times for the 

precursors of Al2O3 were 0.06 / 30 seconds, while the times for the ZnO precursors were 0.06 / 

45 and 0.06 / 60 for DEZ and H2O, respectively.  

 

After removal from the ALD chamber, the pre-treated Willow® glass was placed over the ZnO-

AgNW coated release glass substrate with a 40 micron thick spacer in between the two glass 

slides. A mixture of 3 wt.% BST in the monomer solution was flowed between the glass slides 

before exposure to 365 nm ultraviolet radiation. The ZnO-AgNW/Willow® glass substrate was 

peeled off and rinsed with soap and water before soaking in acetone and IPA. 

 

3.2.3. Fabrication of white OLED 

In a typical procedure, ITO/glass, AgNW/Willow® glass, and ZnO-AgNW/Willow® glass 

were spun with a solution of PEDOT:PSS at 5000 RPM for 1 minute, followed by annealing at 

130 °C for 30 minutes to dry off any residual solvent. The PEDOT:PSS coated substrates were 

brought into an evaporation chamber inside a glovebox for OLED fabrication. The sandwich 

stack of TAPC / NPB:PO-01 / Bepp2 / CsF / Al were deposited with thicknesses of 60 nm, 10 

nm, 35 nm, 1 nm, and 80 nm.  

 

3.2.4. Characterization methods 

SEM-EDX was conducted on a JOEL JSM-6701 scanning electron microscope. Electrical 

stressing was performed using a Keithley 2400 source meter. Sheet resistance measurements 



	   61	  

were obtained by forming electrical leads on the nanowires to define a unit square, with the leads 

connected to the Keithley 2400 source meter measuring the sheet resistance every second. 

Transmittance spectra were obtained with a Shimadzu UV-1700 spectrophotometer. OLED 

analysis was conducted in a nitrogen atmosphere glovebox using a Keithley 2400 source meter 

and calibrated silicon photodetector by passing a constant current between anode and cathode. 

The surface morphology of the substrates was analyzed with a Dimension Icon Scanning Probe 

Microscope from Bruker. All characterization was conducted at room temperature. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



	   62	  

3.3. Results and Discussion 

3.3.1. Current flow through AgNWs 

Current flow through silver nanowire electrodes differs from that in ITO, as electronic transport 

can only occur through the individual nanowires. Due to the small dimensions of the nanowire 

(on average 30 nm in diameter and 30 µm length), the corresponding current density may be 

several orders of magnitude higher than that in ITO. To obtain reasonable estimates of the 

current flow under normal operating conditions, the upper bound of biasing during operational 

testing of our OLEDs (0-6 V) was selected, corresponding to a current density through the 

OLED of 150 mA/cm2. With this device current density, the approximate current density in 

individual nanowires was estimated to be ~5.0  ×  10! A/cm2, in line with values reported by 

other groups.60 Using this current density, the finite-element method was used to model an 

isolated two-nanowire system to understand nanowire behavior under current flow, with the 

longitudinal cross-section down the middle of the two nanowires shown to better observe current 

distribution through the system. For simulation parameters, the average dimensions of the 

nanowires (30 nm in diameter and 30 µm length) was used, along with a conductivity of 1 ∗ 10! 

S/m.98,99 Figure 3.1 shows the current flow through the reacted contact morphology nanowire 

system with a high current concentrating at the junction due to the increased resistance between 

individual nanowires at the said junction.  This reacted contact is an intermediate state between a 

point contact and a fully ripened junction. With a point contact, the current density at the 

junction can be several orders of magnitude higher, while current crowding will be less 

pronounced in ripened junctions. However, because of differences in contact morphologies at 

junctions due to different thicknesses and junction resistances, all three morphologies are present 
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in nanowire networks, with the reacted contact being selected as an illustration of phenomenon 

occurring in the network under current stressing. 

 

 

Figure 3.1. Finite element simulation of the current flow through a two-nanowire network. 

 

As a result of the high current density through the nanowires, Joule heating may occur to such 

a significant extent where portions of the nanowire network become fragmented or melted and 

disrupt the conductive network.  The corresponding temperature in a nanowire as a result of 

current flow can be modeled by:100,101 

𝑇!"#$%&'% =
!!!

!"#
arcsinh ! !" !"

!"
                                       (Eq. 3.1)  

where A is the cross sectional area of the nanowire, d is the diameter of the wire, j is the current 

density,  𝜎 is the electrical conductivity, 𝜅 is the thermal conductivity of the nanowire, k is the 

thermal conductivity of the underlying glass substrate, 𝜌 is the density of the substrate, C is the 

specific heat capacity of the substrate, and 𝛼 is a model parameter constant. Using typical 

parameters for AgNWs and the underlying glass substrate, the temperature distribution through 
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the two-nanowire system can be approximated by correlating the current density shown in 

Figure 1. A temperature distribution through the nanowires can be seen in Figure 3.2. In the 

bulk of the silver nanowires away from the junction, the corresponding temperature approaches 

200 °C, and at the regions of highest current density near the junctions, can surpass 300 °C. 

These temperatures can climb even higher with the use of a lower conductivity AgNW electrode 

with the same applied bias, as a lower conductivity signifies fewer wires to conduct electricity, 

and thus, a higher current density through the available wires. Though these temperatures are far 

below the melting temperature of bulk silver, nanoscale size effects lead to a large gradient of 

Gibbs-Thomson potential at the junction, and regions immediately adjacent to the junction.102 

This potential gradient is a driving force for diffusion of silver atoms into the junction,60,102 

resulting in the fragmentation of the nanowire network at a significantly lower temperature than 

the melting temperature of bulk silver.48 At sufficiently high temperatures, the nanowires begin 

to melt, and due to the Plateau-Rayleigh instability, causes the AgNWs to reform into discrete, 

spherical droplets in an effort to minimize the surface energy of the nanowires.103 This effect is 

further exasperated with increasing smaller dimensions of nanowires. According to the Gibbs-

Thomson theory, ∆𝐺 = 2𝛾Ω
𝑟, where ∆𝐺 is the change in Gibbs Thomson potential, 𝛾 is the 

surface energy, Ω is the volume per atom, and r is the radius, the Gibbs-Thomson potential is 

inversely related to the radius of the nanowire. Though the average diameter of nanowires used is 

20 nm, significantly smaller dimension nanowires can be found within the percolation networks 

as well, and are comparatively less stable than their larger dimension counterparts, manifesting 

in a breakdown of these smaller nanowires first. At temperatures as low as 180 °C, the beginning 

of coalescence fragmented nanowires can be observed. As a result, the high temperatures 
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incurred in the sample through Joule heating will likely bring about the fragmentation and 

melting of AgNWs and the reformation into electrically disruptive, discrete nanoparticles. 

 

 
 
 
 
 
 
 
 
 
 
 
Figure 3.2. Finite element simulation of the current flow through a two nanowire network. Numbers shown indicate 

an increase in temperature (e.g. 100 – 130 means a 100 to 130 °C increase in temperature). 

 

3.3.2. Empirical verification of the method of silver nanowire failure 

under current flow, and the use of ZnO to mitigate the failure 

The above analysis was verified experimentally by fabricating both pristine AgNW and ZnO-

AgNW electrodes on glass at a sheet resistance of 10 and 25 ohm/sq. Fabrication of the nanowire 

network on glass was achieved by drawing down a liquid solution of AgNW onto glass with a 

Mayer rod. Samples were post-treated by immersion in DI water to remove excess surfactant on 

the surface of the nanowire, and annealing to weld the junctions to lower the sheet resistance. A 

constant current was passed through the nanowire network to obtain a current density of 155 

mA/cm2, with the resulting electrically stressed samples of the low sheet resistance electrode 

shown in the scanning electron (SEM) image in Figure 3.3a, and the higher sheet resistance 
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sample shown in Figure 3.3b. After electrical stressing for the same duration, the 10 ohm/sq 

samples closely resembles nanowires annealed at 200 °C, while the 25 ohm/sq electrodes appear 

as AgNWs annealed at 250 °C as previously reported.102 These two samples show the effect of 

Joule heating on samples of different resistivities, and serve as the basis of understanding the 

mechanism of electrical failure of AgNW networks under current flow. Because high current 

density will inevitably concentrate at the junctions due to the reduced volume available for 

current flow at the contact, these regions experience significant Joule heating. This is further 

exasperated by the higher resistance at the junctions, leading the contacts between nanowires to 

fail preferentially. With each failed junction, fewer nanowires are available to conduct 

electricity, inducing higher current in surrounding conducting paths if a constant current is 

applied to the sample. Figure 3.3c shows a local ‘hotspot’ in the nanowire percolation network, 

with several junctions broken within a small region. As current continues to pass through, these 

small hotspots force increased current in surrounding regions, elevating the local temperature, 

and in turn, enlarging the regions of broken and discrete nanowires, as seen in Figure 3.3d. This 

cascading process has an increasingly deleterious effect on the conduction path, with the hotspots 

amalgamating in large areas of complete current discontinuity (Figure 3.3e).  

 

The electrical instability can be relieved in part by the conformal zinc oxide layer. Following 

AgNW coating, the solution-processed electrodes on glass substrate were brought into an ALD 

chamber. Because ALD is a self-limiting deposition technique relying on chemical reactions at 

the surface, a thin layer of aluminum oxide (Al2O3) was deposited to act as an adhesive layer 

prior to ZnO deposition. Al2O3 was selected as the adhesive layer as its precursor, trimethyl 

aluminum (TMA), reacts well with Ag, in addition to providing a hydroxylated surface53,56 for 
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subsequent ZnO deposition, two important factors in light of the fact that hydroxylated surfaces 

are the most reactive with ALD precursors. Both Al2O3 and ZnO were deposited at low 

temperatures to prevent oxidation and melting of the AgNWs. Detailed procedures of the 

deposition process can be found in the Methods section. TEM images of both ZnO coated and 

pristine AgNW are provided in Chapter 2 in Figure 2.2a. Under the same current stressing 

conditions described above, both higher and lower resistance nanowire networks remained intact 

in a porous network with no evident degradation, as seen in the 20 ohm/sq. sample shown in 

Figure 3.4a. However, as temperature through the nanowire is proportional to the square of the 

current density as long as current can pass through intact, non-melted nanowires, progressively 

 

Figure 3.3. | SEM images of electrically stressed AgNW networks. a) SEM image of a 10 ohm/sq. pristine 

AgNW network electrically stressed at 155 mA/cm2. b) Image of a 20 ohm/sq. AgNW network electrically stressed 

at 155 mA/cm2. c) Image of a local fragmented nanowires after electrically stressing a 20 ohm/sq. AgNW network at 

125 mA/cm2. d) Enlarging of ‘hotspot’ after continued electrical stressing at 125 mA/cm2. e) Amalgamation of 

‘hotspots’ to form regions of electrical discontinuity after continued electrical stressing at 125 mA/cm2.  
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higher current densities do begin to break down the ZnO protected nanowires. At a current 

density of 200 mA/cm2, fragmentation of nanowires at the junctions was observed to occur in a 

10 ohm/sq electrode, as seen in Figure 3.4b. However, the fragmentation remains confined to a 

few junctions, with the bulk majority of the network remaining intact. Furthermore, unlike the 

pristine AgNW sample, the ZnO-AgNW electrodes at higher current densities were able to 

conduct electricity without any abrupt increase in sheet resistance over six hours. Upon 

application of even higher current densities of 275 mA/cm2, certain nanowires were observed to 

have melted (Figure 3.4c), but remained in a nanowire network instead of discrete nanoparticles. 

Zoomed out images corresponding on Figure 3.4 are provide in Figure 3.5a, 3.5b, and 3.5c, 

respectively. Though the network is observed to degrade, it is important to note that these current 

densities are, for the most part, higher than those used for typical OLED applications. 

The aforementioned empirical verification was conducted with a 2 Å layer of Al2O3, and a 4.5 

nm thick ZnO layer. These thicknesses were selected due to it being the empirically observed 

minimum thickness of ZnO in which highly effective thermal protection was still observed, as 

demonstrate in a previous work.102 In addition to the 4.5 nm ZnO layer, the same stressing 

conditions were also conducted on a 2 Å layer of Al2O3, with a 1.5, 3.0, and 7.5 nm ZnO layer. 

The samples with 3.0 and 7.5 nm thick ZnO layer when subjected to the same stressing 

conditions resemble the 4.5 nm coated sample after current stressing illustrated in Figure 3.4a. 

However, the 1.5 nm ZnO sample after stressing show some fragmentation at the junction, 

indicating inadequate protection. Though the 3.0 and 4.5 nm ZnO electrodes showed similar 

morphologies after current stressing, the 4.5 nm ZnO thickness was selected due to high 

temperature annealing for subsequent OLED fabrication. 
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Figure 3.4. | SEM images of electrically stressed ZnO-coated AgNW networks. a) SEM image of a 20 ohm/sq. 

ZnO-coated AgNW network after electrical stressing at 155 mA/cm2 for 1 hr. b) SEM image of a 20 ohm/sq. ZnO-

coated AgNW network after electrical stressing at 200 mA/cm2 for 1 hr. c) SEM image of a 20 ohm/sq. ZnO-coated 

AgNW network after electrical stressing at 275 mA/cm2 for 1 hr. 

Figure 3.5. | SEM images of electrically stressed ZnO-coated AgNW networks. a) SEM image of a 20 ohm/sq. 

ZnO-coated AgNW network after electrical stressing at 155 mA/cm2 for 1 hr. b) SEM image of a 20 ohm/sq. ZnO-

coated AgNW network after electrical stressing at 200 mA/cm2 for 1 hr. c) SEM image of a 20 ohm/sq. ZnO-coated 

AgNW network after electrical stressing at 275 mA/cm2 for 1 hr. 

 

3.3.3. Optoelectronic properties of pristine and ZnO-coated AgNW 

under current flow 

To quantitatively analyze the electrical stability of the ALD coated AgNW film, the sheet 

resistance and transmittance were evaluated and compared with pristine AgNWs after current 

stressing. For electrical analysis, nanowires were coated on a glass slide to a sheet resistance of 
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10 ohm/sq, with silver paste coated on the edges for electrical contacts. The samples were 

connected to a Keithley 2400 source meter with a constant current density of 125 mA/cm2 

applied, and the resistance recorded in situ. Figure 3.6a illustrates the performance of the 

pristine AgNW and ZnO-AgNW during electrical stressing. The pristine AgNW sample is 

observed to increase linearly in sheet resistance over a span of approximately 9.5 hours, at which 

point a dramatic increase in sheet resistance is observed, indicating the formation of a line of 

virtual complete disconnect between the two electrical leads. In contrast, the zinc oxide enhanced 

sample maintains relatively same sheet resistance over the entire duration of 12 hours. The initial 

spike in resistance is due to the sudden increase in temperature upon application of current, while 

the subsequent drop in resistance up until two hours is attributed to the fusing of the junctions as 

a result of the thermal treatment brought about by current stressing. However, the fluctuation in 

sheet resistance of the ZnO-AgNW electrode is relatively minute, especially when contrasted to 

the pristine AgNW electrode.  

 

In addition to electrical stability, optoelectronic devices such as OLEDs also require the 

maintenance of transparency throughout operational use. Though the effects of electrical 

stressing on the performance of subsequently fabricated devices are largely dependent on the 

electrical degradation, evidence of atmospheric corrosion is also evident, which further plays a 

role in optoelectronic performance. Following the procedure described above for electrical 

testing, a current density of 125 mA/cm2 was applied to the AgNW electrode until electrical 

failure, with the same current density applied to the ZnO-AgNW electrode for the same duration 

of time. The transparency of both electrodes before and after electrical stressing was obtained, 

and displayed in Figure 3.6b. An 8% decrease in transparency is observed for the pristine 
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AgNW sample, whereas no evident optical degradation occurs for the ZnO-AgNW electrode. In 

both electrodes, an abrupt decrease in transparency at approximately 350 nm is observed. This 

commonly reported silver nanowire feature is attributed to the surface plasmon resonance 

absorption, and is located between 350-400 nm depending on the dimensions of the 

nanowires.104,105 

 

Figure 3.6. | Optoelectronic performance of pristine AgNW and ZnO-coated AgNW networks and fabrication 

of OLED substrates. a) Sheet resistance as a function of time under continuous current stressing at 125 mA/cm2. b) 

Optical behavior of pristine AgNW and ZnO-coated AgNW electrodes after current stressing at 125 mA/cm2. c) 

Schematic of the fabrication process of a freestanding ZnO-AgNW OLED substrate on glass.  

 

3.3.4. OLED fabrication and analysis  

OLED substrates were fabricated on the AgNW and ZnO-AgNW platform by embedding and 

transferring the nanowires from the release glass substrates following a similar method reported 
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in our previous publications, with a schematic flow chart shown in Figure 3.6c.26,28,102 Briefly, a 

flexible Willow® glass substrate from Corning® was placed over the nanowire coated glass, and 

separated by a spacer layer to control the thickness between the two glass slides. An acrylate 

monomer admixed with barium strontium titante (BST) nanoparticles for enhanced light 

extraction was flowed in between the glass slides, and allowed to infiltrate the pores within the 

nanowire network. Following monomer infiltration, the resulting structure was exposed to 

ultraviolet radiation to convert the monomer into a solid cross-linked polymer film, and peeled 

off to obtain a freestanding substrate comprising the Willow® glass support, polymer layer, and 

embedded nanowires. Prior to substrate fabrication, the Willow® glass substrate was pretreated 

with 3-(Trichlorosilyl)propyl methacrylate to allow the polymer to covalently bond to the 

underlying glass slide. The adhesiveness of the polymer to the Willow® glass substrate was 

tested with the Scotch tape test and immersion in several solvents, with no delamination 

observed. Further in depth parameters and procedures of the substrate fabrication are detailed in 

the Methods section. The Willow® glass substrate was incorporated within the substrate process 

for expanded processing and manufacturing capabilities, and to provide an inherent hermetic 

barrier against moisture and oxygen on the anode side. Furthermore, devices fabricated utilizing 

the Willow glass-polymer composite substrate were observed to vastly outperform freestanding 

polymer substrates in terms of operational stability. Figure 3.7 illustrates the performance of 

devices fabricated on freestanding polymer electrodes and ITO. Even when the devices 

fabricated on the polymer electrodes were driven at a lower current density and thus, lower 

luminance, the lifetime still lags significantly behind that of ITO, as can be seen in the driving 

voltage as a function of time in Figure 3.7a, luminance as a function of time in Figure 3.7b, and 

current and power efficiencies as a function of time in Figure 3.7c and Figure 3.7d, 
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respectively. It is hypothesized that the additional support provided by the Willow® glass 

substrate prevents mechanical deformation on both the macro and micro scale, which may 

quickly lead to device degradation for freestanding polymer films. Though the scale of the 

substrates and subsequent devices fabricated prevent a large bending radius, large-scale 

production of OLEDs fabricated upon the Willow® glass platform can be curved and flexible.  

Figure 3.7. a) Driving voltage as a function of time for OLEDs fabricated on ITO/glass, pristine AgNW substrates, 

and ZnO-coated AgNW substrates under a constant current density. AgNW and ZnO-based substrates are 

freestanding polymer electrodes. b) Luminance as a function of time for. c) Current efficiency as a function of time. 

d) Power efficiency as a function of time. 

 

Following substrate fabrication, white OLEDs were fabricated on the ZnO-AgNW/Willow® 

glass substrate, the AgNW/Willow® glass substrate, and ITO/glass, with the sandwich structure 

anode / poly(3,4-ethylenedioxythiophene) polystyrene sulfonate (PEDOT:PSS) as the hole 
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injection layer (HIL)/ 4,4’-Cyclohexylidenebis[N,N-bis(4-methylphenyl)benzenamine] (TAPC) 

as the hole transport layer (HTL) /  N,N’(Di(naphthyl)-N,N’diphenyl-(1,1-biphenyl)-4.4’diamine 

(NPB): PO-01 (a thiopyridinyl-based iridium molecule) as a yellow emissive layer / 4,4′-Bis(N-

carbazolyl)-1,1′-biphenyl (CBP) as an interlayer / Bis(2(2-hydroxypheyl)-pyridine)beryllium 

(Bepp2) doped with 1-4-di-[4-(N,N-di-phenyl)amino]styryl-benzene (DSA-ph) as a blue 

emissive layer / Bepp2 as the electron transport layer (ETL) / cesium fluoride (CsF) as the 

electron injection layer (EIL) / and aluminum (Al) as the cathode, as seen in the schematic in 

Figure 3.8a. An illustration of the materials is shown in Figure 3.8b, with the 

electroluminescence spectra shown in Figure 3.9. Both nanowire electrodes were fabricated with 

similar sheet resistance (10 ohm sq-1) as ITO. Further experimental and processing details can be 

found in the Methods section. 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 3.8. | Illustration of the white OLED. a) White OLED structure. b) Illustration of the materials used for the 

fabrication of white OLEDs. 
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Figure 3.9. Electroluminescence spectrum at 1000 cd/m2 of the white OLED fabricated. 

 

3.3.5. OLED lifetime 

The white OLEDs were tested at an initial luminance of 5000 cd/m2 at a constant current, with 

the testing concluding when the luminance reached half of the original value (t1/2). 

Representative performances of the devices fabricated on the three substrates are displayed in 

Figure 3.10a – Figure 3.10d. Evident from all of the images is the higher lifetime of both 

nanowire-based devices in contrast with ITO/glass, and the superior performance of ZnO-

AgNW/Willow® substrates compared to pristine AgNW/Willow® electrodes. Figure 3.10a 

depicts the change in bias as a function of time. As all substrates used for device fabrication had 

roughly the same sheet resistance, the higher voltage required to drive the ITO based OLED is 
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indicative of the higher current density passing through the device compared to the nanowire 

based electrodes. Both AgNW and ZnO-AgNW OLEDs were driven at a current density of 

approximately 6 mA/cm2, whereas ITO based OLEDs were driven at ~12.5 mA/cm2 to reach the 

same luminance. Again, as the rate of degradation of the device is largely determined by the 

current density passing through,76 Figure 3.10a is indicative of the longer lifetime, and thus, 

slower rate of decay, of OLEDs fabricated on the nanowire platforms. Figure 3.10b justifies this 

assumption, with the exponential decay for the luminance of the ITO based OLED faster than 

that of the nanowire based substrates. Numerically, when fitted, the exponential decay constant 

was found to be 0.20 for OLEDs fabricated on ITO/glass, in contrast to 0.07 and 0.12 for ZnO-

AgNW/Willow® glass and AgNW/Willow® glass based OLEDs. The earlier failure of the ITO 

based OLEDs is not expected to be due to degradation of the electrode, as in the case of AgNW 

based OLEDs as discussed in following paragraphs, due to the high electrical stability and 

robustness of ITO. To verify, AFM images showing ITO before and after electrical stressing the 

electrodes at 2x the operating current density of the OLED are depicted in Figure 3.11a and 

Figure 3.11b, with no morphological changes evident before and after stressing. Furthermore, 

sheet resistance measurements and optical characterization were taken before and after electrical 

stressing. The sheet resistances before and after stressing were measured to be 10.26 and 10.28 

ohm/sq., respectively, and no decrease in transparency was observed after current stressing, as 

can be seen in Figure 3.11c. These factors indicate the degradation of the ITO based OLED is 

due to a higher current density passing through the device as opposed to an anode degradation. 

The current and power efficiencies are shown in Figure 3.10c and Figure 3.10d, respectively, 

and are approximately 100% higher than the respective values for ITO based OLEDs during 

operational use. The higher efficiencies are a result of the reduced waveguide and substrate mode 
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due to the elimination of ITO. 

Figure 3.10. | Device performance of OLEDs fabricated on ITO/glass, AgNW/Willow® glass, and ZnO-coated 

AgNW/Willow® glass. a) Driving voltage as a function of time for OLEDs under a constant current density. b) 

Luminance as a function of time for. c) Current efficiency as a function of time. d) Power efficiency as a function of 

time. e) Histogram of the time to t1/2 for OLEDs at an original luminance of 5000 cd/m2.  
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Figure 3.11. a) AFM image of ITO prior to electrical stressing. b) AFM image of ITO after electrical stressing at 2x 

the current density used for luminance testing. c) Transparency specta before and after electrical stressing. 

 

Figure 3.10f illustrates a histogram of t1/2 for devices fabricated on the three different 

substrates. On average, the AgNW and ZnO-AgNW/Willow® glass substrates lead to devices 

with approximately 2x and 2.4x longer lifetime than those on ITO/glass. The enhancement in 

lifetime using ZnO approaches the expected enhancement in lifetime when accounting for the 

difference in current density required to drive the device at a specific luminance. The ZnO 
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enhanced samples were also observed to last 18% longer than pristine AgNW based devices. To 

verify the statistical significance of the varying lifetimes of different samples, an unpaired 

Student’s t-test was conducted, with statistical significance defined at the P < 0.05 level. Both 

nanowire based samples exhibited longer lifetime at a statistically significant level (P < 0.01), as 

did the ZnO based substrate when compared to AgNW (P = 0.0005).  

 

3.3.6. Enhancement of lifetime for ZnO-AgNW based OLEDs in contrast 

to pristine AgNW based OLEDs 

To examine the differences between the two different AgNW substrates, OLEDs were 

fabricated on both substrates and tested at a constant current of approximately 13 mA/cm2 to 

reach an initial luminance of 10000 cd/m2. Because of the similar initial resistance of the 

substrate, the differences in current density between the two devices were within 5% of each 

other. Both devices were electrically stressed for a period of 24 hours, at which point the layers 

on top of the substrate were washed away, as the use of the water soluble PEDOT:PSS allows for 

all subsequent layers evaporated on the surface to wash away along with the conductive polymer. 

Following the washing of the substrates, atomic force microscopy (AFM) was conducted to 

analyze any morphological changes that may have arisen as a result of the electrical stressing. 

Figure 3.12a illustrates a freestanding silver nanowire electrode on Willow® glass as a reference 

for subsequent samples. The white regions depicting areas of higher morphological features are 

attributed to localized regions of aggregated BST nanoparticles, as shown in Figure 3.13. Figure 

3.12b shows the AgNW electrode after current stressing. In contrast to the non-stressed 

electrode, black regions within the image depicting areas where nanowires previously occupied 

form an ‘empty network’ at the surface of the substrate. Furthermore, several white features 
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appear on the image, as will be discussed further below. In Figure 3.12c the electrically stressed 

ZnO-AgNW electrode appears to be fairly intact. Though some evidence of morphological 

changes are present, most notably the higher features at certain junctions of nanowires, the 

network remains fairly intact, with no nanowires appearing to be missing from the top layer of 

the substrate.  

The large white features in Figure 3.12b were hypothesized to be silver nanoparticles that 

reformed upon fragmentation or melting of the top surface of the nanowire electrode as a result 

of Joule heating and electromigration. To verify this hypothesis SEM-EDX analysis of the 

Figure 3.12. | Characterization of the differences between AgNW and ZnO substrates. a) AFM image of 

AgNWs embedded within a polymer matrix. b) AFM image of AgNWs embedded within a polymer matrix after 

electrical stressing for 24 hours. c) AFM image of ZnO-coated AgNWs embedded within a polymer matrix after 

electrical stressing for 24 hours. d) SEM image of embedded AgNW electrode after current stressing. e) EDX 

spectral image of silver of the corresponding SEM image shown in Figure 7d. f) Overland images of the SEM image 

in Figure 7d and the EDX spectral image in Figure 7e. 
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electrically stressed AgNW substrate was conducted. Figure 3.12d shows the SEM image of a 

region on the substrate with features similar to those observed in the AFM images, with Figure 

3.12e depicting the spectral data of the same region for silver based on the energy transition of 

the valence electrons to the L orbital. When Figure 3.12d and Figure 3.12e are overlaid on top 

of each other, shown in Figure 3.12f, it is evident that those features correspond to silver 

nanoparticles that reformed from the melting of the nanowires. Though Figure 3.12d may 

appear to have intact nanowire networks, it is important to note that while AFM is a surface 

sensitive technique, the x-rays generated from EDX analysis originate within a five-micron 

depth, and the nanowire network seen in Figure 3.12d are largely embedded underneath the top 

surface of the substrate.  

 

Figure 3.13. a) SEM image of embedded AgNWs in a polymer matrix. b) EDX spectral image of barium. c) EDX 

spectral image of strontium. d) EDX spectral image of titanium. 
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These remaining embedded nanowires explain why the enhancement in lifetime between 

OLEDs fabricated on ZnO-AgNW/Willow® and AgNW/Willow® substrates isn’t greater, 

especially in light of the fact that the electrical stability test of pristine nanowires on glass was 

observed to lead to failure, whereas an intact network remained when ZnO was incorporated. 

Because the nanowire network comprises AgNWs stacked on top of each other, the top layer of 

nanowires accounts for a relatively small portion of the total nanowire network. The remaining 

embedded nanowires are protected in part from morphological changes from the surrounding, 

mechanically robust, cross-linked polymer matrix, in contrast to the nanowires on the surface in 

contact with the soft PEDOT:PSS. When these surface nanowires reform as nanoparticles at the 

surface, uneven and lower hole injection will occur, slowly increasing the driving voltage and 

decreasing the luminance of the OLED as time progresses.  

 

Because of the ability of the ZnO-AgNW substrate to remain intact even under high current 

flow over extended periods of time, the newly developed substrate brings the transition away 

from ITO one step closer to reality. However, more effort will need to be put forth to truly 

realize the full potential of these alternative electrodes. Though the lifetime of OLEDs fabricated 

on both nanowire-based substrates was seen to significantly increase, the empirical lifetime still 

lags behind the theoretically expected lifetime, which scales proportional to 1/J2. This 

discrepancy may be due in part to the presence of localized shorts, even with the embedding of 

the nanowires within the polymer. Although the current efficiency remains high even with these 

shorts, these regions of rough morphology may induce localized high current flow that degrade 

the active material at a faster than expected rate. Methods such as the pre-biasing of electrodes 

prior to device fabrication,4 or the utilization of a short reduction layer106 may enable OLEDs 
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fabricated on these substrates to realize their full potential. Though at this point in time the 

stability and lifetime of AgNW based devices remain largely unstudied, this work demonstrates 

the potential for commercial viability of these alternative electrodes.  
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3.4. Conclusion 

The electrical stability of silver nanowire electrodes was investigated for analysis of the 

application of these materials in OLED substrates. The failure mechanism for silver nanowire 

networks was observed to be an avalanche effect of steadily enlarging regions of broken 

nanowire networks as a result of Joule heating arising from electrical stressing, which could be 

ameliorated with a conformal layer of ZnO wrapped around the AgNW. An OLED substrate was 

fabricated comprising AgNWs coated with ZnO embedded within a polymer matrix covalently 

bonded to a flexible glass substrate. The lifetime of the OLED fabricated on the ZnO-

AgNW/Willow® glass substrate was found to be 140% higher than those fabricated on ITO-

glass, and 18% higher than those fabricated on AgNW/Willow® glass. With regards to the 

former, the lower current density required to drive the device was responsible for the 

enhancement of the lifetime, while the morphological stability in contrast with the 

AgNW/Willow® glass substrate was responsible for the latter. This newly developed OLED 

substrate shows great promise for replacing ITO as it demonstrates that devices fabricated on this 

platform can exhibit significantly better efficiency and lifetime, while remaining mechanically 

and morphologically robust.  
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Chapter 4 

 

Highly flexible organometal halide perovskite 

quantum dot based light-emitting diodes on a silver 

nanowire-polymer composite electrode 

 

4.1. Introduction  

The rapid development of flexible electronics has been driven much in part by the 

development of innovative materials.107,108 Organometal halide perovskites (denoted by MAPbX3, 

where MA=CH3NH3
+, and X = Br, Cl, I) are one such development, and have been touted in 

recent years due to intriguing hybrid properties including the high charge-carrier mobility 

generally found in inorganic semiconductors, and the ability to be low-cost, solution-base 

processed, typically associated with organic semiconductors.109–111 Due in part to this hybrid 

characteristic, these organometal halide perovskites are excellent candidates for high-performing 

flexible electronics.112–114 As an example, high performance flexible solar cells utilizing these 
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materials on ITO-coated poly(ethylene terephthalate) (PET) or polyethylene naphthalate (PEN) 

polymer substrates have been widely reported.115–117 

In addition to their utilization in solar cells, the photoluminescence (PL) properties of 

perovskites have been increasingly studied in recent years for their potential use as emissive 

materials for display and lighting applications due to desired characteristics of narrow spectral 

width and high color purity, high quantum yield (QY), and tunable emission (400-800 nm).118–120 

Organometal halide perovskite thin-film based light emitting diodes (LEDs) with comparable 

current efficiency to phosphorescent organic light-emitting diodes have been reported, signaling 

perovskites' attractiveness for electroluminescence (EL) applications.121,122  

Perovskite based LEDs generally rely on a two-step deposition method in which perovskite 

precursor layers are sequentially deposited, followed by an annealing step to allow interdiffusion 

of the layers to achieve perovskite conversion, with the resulting layer manifesting in a thin 

film.110 However, the development of high performance, flexible perovskite LEDs based on 

perovskite films remains a significant challenge due to several limitations. The MAPbX3 films 

used for perovskite LEDs have a thickness of several hundred nanometers in addition to large 

grain sizes, rendering them unsuitable for highly flexible LEDs. Furthermore, the most 

commonly used solvents to process perovskite films are dimethyl formamide (DMF) and 

dimethyl sulfoxide (DMSO), which dissolve or partially dissolve several commonly used organic 

semiconductor materials including poly(2,3-dihydrothieno-1,4-dioxin)-poly(styrenesulfonate) 

(PEDOT:PSS), a ubiquitously used anode interfacial coating. This incompatibility of sequential 

layers from solvent attack limits device architectures for realizing efficient charge balance in the 

devices. Lastly, high quality perovskite films generally require a specified formula of precursor 
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solution and thermal treatment for the deposition of the perovskite layer to obtain a dense film 

with a small grain size. This processing is necessary to ensure the spatial confinement of excitons 

for radiative recombination,123 but renders the device fabrication process both cumbersome and 

difficult to reproduce.  

Several works have been reported discussing the previously mentioned issues, but a 

comprehensive solution has not yet been established. Bade et al. demonstrated flexible 

perovskite LEDs on a carbon nanotube (CNT) / polymer substrate, though the high sheet 

resistance of the CNT network led to lower performance than ITO based devices, and the device 

could only be bent to a 5 mm radius likely due to the thickness of the active layer.124 Devices 

have been developed with structures such as single layer perovskite LEDs that avoid the use of 

PEDOT:PSS and other interfacial layers subject to solvent attack,125 but more complicated 

structures are required for the realization of optimal charge injection, necessitating materials that 

can be compatible with commonly used process flows. Dense perovskite films have been 

reported by embedding perovskite within a polymer matrix,125,126 yet the fabrication process is 

complicated and resulting devices have not been shown to be flexible. 

As an alternative route to the fabrication of efficient perovskite LEDs, organometal halide 

perovskite quantum dots (QDs) can be utilized in replacement of perovskite films.  Perovskite 

QDs can be processed into thin solid films in nonpolar solvents, and have shown enhanced PL 

properties, broadened scope of device architecture, and promising device performance.124,126–129 

Moreover, conventional inorganic QDs have been demonstrated to retain functionality upon 

mechanical deformation in flexible devices.130,131 In this regard, colloidal perovskite QDs are 

well suited for application in flexible EL devices. Herein, we report on the use of colloidal 
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CH3NH3PbBr3 QDs for the fabrication of efficient, flexible green LEDs. First, the use of 

colloidal perovskite QDs to ameliorate the aforementioned issues is elucidated upon, with the 

resulting device built on highly flexible composite silver nanowire (AgNW) / polymer anodes to 

realize highly flexible perovskite LEDs. Second, we report on the engineering of the hole 

transport layer (HTL) to enhance hole injection into the active perovskite QD layer for efficient 

charge transfer and high efficiency. The resulting devices exhibit current and power efficacies of 

10.4 cd/A, and 8.1 lm/W, respectively, and an external quantum efficiency (EQE) of 2.6 % at 

1000 cd/m2. Moreover, with regards to mechanical performance, the devices could be bent to a 

maximum bending radius of 2.5 mm, or be subjected to 1000 cycles of bending and unbending at 

a radius of 4 mm while maintaining the performance metrics above. These results demonstrate 

the validity of the use of perovskite QDs for the fabrication of high performing perovskite LEDs, 

and its application for the future of flexible electronics.  
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4.2. Experimental Section 

4.2.1. Materials 

Colloidal CH3NH3PbBr3 QDs were synthesized according to the emulsion synthesis described 

in our previous reports. AgNWs were purchased from Zhejiang Kechuang Advanced Materials 

Co. Ethoxylatedbisphenol-A dimethacrylate (SR540) and ethoxylated 6 

trimethylolpropanetriacrylate (SR499) were supplied by Sartomer USA. PEDOT:PSS (Clevios™ 

P VP AI 4083) was purchased from Heraeus. PVK, TAPC and TmPyPB were purchased from 

Sigma-Aldrich.  

4.2.2. Fabrication of AgNW-polymer composite electrode 

AgNW solution in IPA was drawn down on a release glass substrate using a Meyer rod, 

followed by post-treatment processing comprising annealing at 150 °C for 3 min, soaking in DI 

water for 10 min, and a second annealing at 165 °C for 8 min. The AgNW coated glass slides 

were introduced in a Fiji ALD system from Cambridge NanoTech, where aluminum oxide 

(Al2O3) and zinc oxide (ZnO) were deposited conformally around the AgNWs from precursors 

of trimethylaluminum (TMA) and H20 for Al2O3, and diethyl zinc (DEZ) and H20 for ZnO. The 

pulse and purge times for the precursors of Al2O3 were 0.06 and 30 seconds, respectively, while 

the corresponding times for the precursors for ZnO were 0.06 / 45 seconds, and 0.06 / 60 seconds 

for DEZ and H20, respectively. Following removal from the ALD chamber, a second release 

glass substrate was placed on top of the AgNW coated glass with a spacer layer introduced, 

wherein a monomer solution comprising SR540, SR499, and 2,2-dimethoxy- 2-

phenylacetophenone (photoinitiator, Sigma-Aldrich, Inc. St. Louis, Missouri) at a weight ratio 
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1:2: 0.015 was flowed in between. The sandwich structure was exposed to UV irradiation of 365 

nm, and the resulting freestanding AgNW composite film was peeled off the glass substrates.  

4.2.3. Characterization of CH3NH3PbBr3 QDs 

Transmission electron microscopy (TEM) was performed using a FEI T12 Quick CryoEM and 

CryoET microscope operated at 120 eV. Scanning electron microscopy (SEM) images were 

taken on an S-4800 microscopy (Hitachi, Ltd., Japan). The PLQY of diluted QD solutions were 

determined using a fluorescence spectrometer with an integrated sphere (C9920-02, Hamamatsu 

Photonics, Japan) excited at a wavelength of 450 nm using a blue LED light source. Cyclic 

voltammetry (CV) measurements were recorded on a 660D electrochemical workstation, using 

glassy carbon as the working electrode and platinum as the counter electrode. The reference 

electrode was Ag/Ag+ (Ag wires with 0.01 M AgNO3 in acetonitrile). CH3NH3PbBr3 QDs in 

toluene were dropped on the working electrode to form a uniform film. The CV curve was 

obtained under a scanning rate of 10 mV/s. UV-vis absorption spectra of QDs dissolved in 

toluene was measured using a Shimadzu UV-1700 spectrophotometer, while photoluminescence 

spectra were taken with a F-380 fluorescence spectrometer from Photon Technology 

International. 

4.2.4. Characterization of AgNW-polymer composite electrode 

Atomic force microscopy (AFM) was carried out on a Dimension Icon Scanning Probe 

Microscope from Bruker. Transmittance spectra were obtained with a Shimadzu UV-1700 

spectrophotometer. Bending tests were performed on a motorized linear stage with built-in 

controller (Zaber Technologies Inc.). A Keithley 2000 digital multimeter was used to monitor the 

resistance change.        
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4.2.5. Device fabrication 

Substrates of either ITO/glass or AgNW-polymer composite electrode were sequentially 

washed with deionized water, acetone, and IPA. ITO/glass substrates were treated with UV 

ozone for 15 min. In a typical fabrication, PEDOT:PSS was spun onto the substrate at 4000 rpm, 

after a 30 min anneal at 120 °C, the solution processed devices were introduced into a nitrogen 

atmosphere glovebox. 10 mg/mL PVK:10wt% TAPC in 1,2-dichlorobenzene was sequentially 

spun at 4000 RPM for 1 min and annealed at 110 °C for 20 min. Following PVK: TAPC 

deposition, the active CH3NH3PbBr3 QDs were dispersed in toluene (2.5 mg/mL), spun on the 

HTL, and annealed at 110 °C for 15 min. TmPyPB, CsF and Al were thermally evaporated at a 

pressure < 10-6 mbar with thicknesses of 40, 1, and 80 nm and a deposition rate of 1, 0.1, and 5 

Å/s, respectively. 

4.2.6. Characterizations of CH3NH3PbBr3 QD-LED 

Film thickness was measured with a Dektak Profilometer. Electroluminescence data was 

collected with a PR-655 spectrophotometer from Photo Research, Inc. Electrical measurements 

for the QD-LEDs were carried out in a nitrogen atmosphere glove box with a Keithley 2400 and 

Keithley 2000 SourceMeter unit connected to a calibrated silicon photodiode for L-V-J 

measurements. All characterization tests were carried out at room temperature. 
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4.3. Results and Discussion 

4.3.1. CH3NH3PbBr3 quantum dot characterization 

Colloidal CH3NH3PbBr3 QDs were synthesized according to a previously reported emulsion 

synthesis.132 Perovskite precursors PbBr2 and CH3NH3 were dissolved into dimethylformamide 

(DMF) along with coligands n-octylamine and oleic acid. Following precursor formation, the 

perovskite solution was dropped into a poor solvent such as toluene in a fixed ratio under 

vigorous stirring to aggregate the precursor into perovskite nanoparticles, evidenced by the 

formation of a yellow-green colloidal solution. Tert-butanol or acetone was used as a demulsifier 

to aid in the demulsion process. The colloidal solution was subsequently centrifuged to remove 

excessively large aggregations, and dried into powder for further use. The resulting 

CH3NH3PbBr3 QDs have an average diameter of 7.2 ± 1.7 nm as illustrated in the transmission 

electron microscopy (TEM) image in Figure 4.1a, Quantum size confinement leads to discrete 

levels, and the optically allowed transitions between these levels give rise to discrete absorption 

bands in their UV−vis absorption spectrum, with the lowest energy excitonic band centered at 

516 nm. The PL spectrum illustrates a sharp emission peak at 521 nm, with a narrow full width 

at half maximum (FWHM) of 21 nm. Both the absorbance and PL spectra are presented in 

Figure 4.1b. The absolute photoluminescence quantum yields (PLQY) of these CH3NH3PbBr3 

QDs in toluene was measured to be 78 ± 1 %, comparable to the traditionally used core-shell 

QDs.23, 24   

 

The flexibility of thin films of CH3NH3PbBr3 QDs was first investigated by spin-coating the 

QD dispersion in toluene onto flexible PET substrates. Scanning electron microscopy (SEM) 

images before and after ten cycles of repeated bending and unbending to a radius of 2.5 mm are  
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Figure 4.1. | Characterization of CH3NH3PbBr3 QDs. a) Transmission electron microscopy (TEM) image of the 

CH3NH3PbBr3 QDs, with an optical image of CH3NH3PbBr3 QD solution in toluene shown in the inset. a) PL and 

absorbance spectra of the CH3NH3PbBr3 QD film, with optical images of flexible CH3NH3PbBr3 QD thin films 

under UV irradiation illustrated in the inset. 

 

illustrated in Figure 4.2a. Before being subjected to mechanical deformation, the QDs form 

close-packed thin films, a requirement for high performing devices, as pinholes within the film 

lead to electrical leakage and degradation of EL performance. After cycles of repeated bending, 

the formation of only nanoscale cracks smaller than 10 nm is evident, signaling the capability of 

the QD films to retain high PL properties under mechanical deformation. In contrast, the bending 

of polycrystalline perovskite thin films on the same flexible substrate led to unrecoverable 

micrometer sized cracks (Figure 4.2b). This enhanced mechanical durability of perovskite QD-

based flexible thin films over perovskite films can be attributed to the formation of thinner layers 

(on the order of tens of nanometers) due to the smaller particle size of the QDs. The perovskite 

films observed in Figure 4.2a are significantly thicker, on the order of hundreds of nanometers, 

due to their larger grain size (~ 50 nm). 
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Figure 4.2 | SEM images of perovskite thin films on PET before and after bending. a) SEM images of flexible 

thin films of CH3NH3PbBr3 QDs before (left) and after (right) bending. b) SEM images of polycrystalline perovskite 

thin films before (left) and after (right) bending. 

 

4.3.2. Flexibility of AgNW substrate 

 In addition to the flexibility of the active layer, the substrate for flexible perovskite LEDs must 

also similarly be flexible, and ensure the capacity of all subsequent layers deposited on top to not 

degrade from various processing steps throughout the fabrication process. In contrast to the 

widely used indium tin oxide (ITO) coated PET substrates, AgNW-polymer composite electrode 

substrates have demonstrated enhanced flexibility to help realize high performing and 

mechanically durable flexible devices.102,133 As such, the capacity of the CH3NH3PbBr3 QDs for 

use in highly flexible devices was verified with the fabrication of green LEDs on AgNW 
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composite substrates. In depth discussion of the device performance and mechanical durability 

will be elucidated upon in further sections. The AgNW networks were embedded within the top 

surface of a polymer matrix to afford a smooth conductive surface to mitigate electrical shorting 

in a process similar to that described in Chapter 3. Briefly, AgNWs were coated on a release 

glass substrate, and brought into a Fiji ALD chamber for deposition of the adhesive Al2O3 layer 

and the protective ZnO layer. After removal from the deposition chamber, the resulting network 

of conformally coated, thermally and electrically stable nanowires forms a porous structure, 

which is subsequently infiltrated by a UV curable monomer. Upon UV irradiation, the monomer 

polymerizes allowing for a freestanding flexible electrode to be peeled off from the release 

substrate.  

 

 Electrodes fabricated based on this method exhibit low surface roughness on the order of (Ra) 

< 1 nm (as can be seen in AFM images of substrates fabricated in a similar manner in Figure 

2.5c and Figure 3.12a), which is critical for minimization of leakage current and potential shorts 

for devices. Furthermore, the substrates also possess high optoelectronic properties, recording a 

low sheet resistance of 10 ohm per square at a transmittance of 86 % at 550 nm (Figure 4.3a). 

These optoelectronic properties for AgNW electrodes exceed the performance metrics of its 

ITO/glass counterpart, thus allowing for the AgNW composited electrode to serve as a platform 

for the fabrication of high performance, perovskite QD based LEDs. Most importantly for this 

work, in addition to the low surface roughness and superior optoelectronic properties when 

contrasted with ITO, the AgNW composite electrodes also exhibit significantly enhanced 

mechanical stability, with no resistance change observed after 1000 cycles of bending and 
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unbending to a radius of 4 mm (Figure 4.3b). This mechanical robustness is not observed in ITO, 

as the brittle and rigid material cracks lends itself to unrecoverable cracks. 

 

Figure 4.3 | Characterization of a flexible AgNW substrate. a) Transmittance spectrum of the AgNW-polymer 

based electrode, with an optical image of the flexible electrode with thickness of 90 microns shown in the inset. b) 

Normalized resistance change of the flexible AgNW-polymer composite substrate as a function of bending cycles to 

a bending radius of 4 mm. Mechanical bending apparatus shown in the inset. 

 

4.3.3. Fabrication of flexible, green-emitting perovskite QD LEDs 

In addition to the flexibility afforded to the LEDs by the flexible substrate and emissive layer, 

high electronic performance must also be realized through careful engineering to ensure the 

cohesive functionality of all other layers. This cohesive functionality ensures balanced and 

efficient charge carrier transport and injection, determinative factors of high device 

performance.134 The CH3NH3PbBr3 QDs were determined through cyclic voltammetry 

measurements (Figure S3) to have a deep highest occupied molecular orbital (HOMO) of -6.4 eV 

and lowest unoccupied molecular orbital (LUMO) of -3.7 eV. This deep lying HOMO level 

easily lends itself to charge imbalance in the CH3NH3PbBr3 QD layer, as excess electron 

injection may occur due to the presence of a large hole injection barrier between the QD layer 

and common HTL materials. With consideration given to both the balance of carrier injection, in 
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addition to processing feasibility, green LEDs were designed and fabricated with a sandwich 

structure (Figure 2a) of AgNW-polymer composite substrate / poly(3,4-ethylenedioxythiophene) 

polystyrene sulfonate (PEDOT:PSS) (40 nm) / poly-(N-vinyl carbazole) (PVK):4,4'-

Cyclohexylidenebis[N,N-bis(4-methylphenyl)benzenamine](TAPC) (40nm) / CH3NH3PbBr3 

QDs (20 nm) / 1,3,5-Tri(m-pyridin-3-ylphenyl)benzene (TmPyPB) (40 nm) / cesium fluoride 

(CsF) (1 nm) /aluminum (Al) (90 nm).. TmPyPB was selected as the ETL due to its high electron 

mobility (10-4-10-3 cm2/V s),135 and barrier free injection to the CH3NH3PbBr3 QDs, which can 

be realized due to the lower lying LUMO of TmPyPB (-2.7 eV) with respect to CH3NH3PbBr3 

QDs.135 However, the deep lying HOMO of the QDs necessitates a similarly high HOMO of 

HTLs for efficient hole injection into the CH3NH3PbBr3 QD layer. As such, PVK was selected 

from the subset of solution processable hole transport polymers for utilization as the HTL due to 

its deep lying HOMO of -5.8 eV.136  

 

Figure 4.4. Cyclic voltammetry of a CH3NH3PbBr3 QD film, with the dashed red lines drawn to determine the onset 

redox potentials.  
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Figure 4.5 | Flexible, green-emitting perovskite QD LEDs. a) Cartoon of the sandwich structure used for the 

fabrication of flexible CH3NH3PbBr3 QDs based LEDs. b) Schematic of the energy diagram of the sandwich 

structure used for the fabrication of QD LEDs. c) Optical images of the flexible CH3NH3PbBr3 QDs based LEDs  off 

and on (left) with active area of 0.12 cm2 ; devices spelling out the abbreviations of UCLA and BIT when flat 

(center); and mechanically bent (right). 

Though PVK was selected due to its relatively high HOMO, an inherent drawback of the 

material is its low hole mobility, on the order of 10-6 cm2/Vs.134 Furthermore, even with its 

relatively high HOMO, a hole injection barrier of 0.6 eV from PEDOT:PSS into PVK is still 

present with this structure. To ameliorate these issues, 4,4'-Cyclohexylidenebis[N,N-bis(4-

methylphenyl) benzenamine] (TAPC) was admixed in PVK. Because TAPC possesses a very 

high hole mobility of ~ 10-2 cm2/Vs,137 hole transport in the PVK-TAPC blended system can 

occur via hopping amongst sites associated with the TAPC molecules.138 In addition, as 

illustrated in the energy diagram of the sandwich structure in Figure 2b, the incorporation of 

TAPC in the HTL results in energy barriers between the HOMOs of PEDOT:PSS and TAPC, 
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TAPC and PVK, and PVK and CH3NH3PbBr3 QDs of 0.3 eV, 0.3 eV and 0.6 eV, respectively, 

significantly reducing the barrier for hole injection into the QD layer. As a result, the 

molecularly doped polymer hole transport layer of PVK:TAPC simultaneously reduces the hole 

injection barrier and improves hole transport mobility for balanced charge carriers in the device. 

Figure 2c illustrates various green LEDs in the on and off state using this structure. 

4.3.4. Optimization of PVK:TAPC concentration 

Because of each material’s inherent benefits and drawbacks, the optimization of the 

concentration between TAPC and PVK is critical for device performance. To optimize this 

concentration, hole-only devices were fabricated with the sandwich structure AgNW composite 

electrode / PEDOT:PSS (40 nm) / PVK: x% TAPC (40 nm), where x = 0, 10, 20) / 

CH3NH3PbBr3 QDs (20 nm) /MoO3 (5 nm) / Al. Electron-only devices were also fabricated with 

the sandwich structure Al / CH3NH3PbBr3 QDs (20 nm) / TmPyPB (40 nm) / CsF (1 nm) / Al. 

The schematics of these hole-only and electron-only devices are depicted in Figure 4.6a, with 

Figure 4.6b illustrating the J-V curve of these devices. It is evident from the J-V curves that the 

hole-only devices without TAPC exhibit approximately a two order of magnitude lower current 

density than that observed in electron-only devices. This discrepancy in current density implies 

that electrons are the dominant carrier in Pe-QD-LEDs utilizing pristine PVK as the HTL and 

TmPyPB as the ETL.  

With the addition of increasing concentrations up to 10% of TAPC into PVK, the hole current 

density is observed to increase as a result of the reduced barrier for injection and enhanced hole 

mobility. At a ratio of PVK:10%TAPC, a comparable current density is observed in the hole-

only device and the electron-only device, signifying a balance between carrier injection in the  
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Figure 4.6 | Optimization of the PVK:TAPC concentration. a) Schematics of the energy diagram for hole-only 

(left) and electron-only (right) device structures designed for determination of balanced charge injection into the 

CH3NH3PbBr3 QD layer. b. J-V curve for hole-only and electron-only devices. c. L-V-J characteristics of Pe-QD-

LEDs with poly-TPD, PVK and PVK:x% TAPC (x = 5, 10, 20) as the HTL on ITO glass. 

Pe-LEDs. However, with further increase in TAPC concentration, a sharp decrease in current 

density was observed due to morphological issues brought about due to the well-known poor 

film quality of TAPC.139 As a validation of the improved ability of the bi-material HTL to realize 

efficient and balanced hole injection, CH3NH3PbBr3 QD based LEDs were fabricated with PVK: 

x% TAPC (x= 0, 5, 10, 20) as the HTL on the flexible AgNW-polymer composite electrode. In 

addition, poly(4-butylphenyl-diphenyl-amine) (Poly-TPD), a widely used hole transport polymer 
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with a HOMO of -5.1 eV140 was also investigated as a HTL as an illustration of typical device 

performance when using a higher lying HOMO HTL. The Luminance (L)-Voltage (V)-Current 

density (J) characteristics of these devices are illustrated in Figure 4.6c. As a result of the 

increased mobility and hole injection, devices using the bi-material HTL with PVK:10% TAPC 

exhibit the highest luminance and lowest driving voltage compared to devices with other 

concentrations of TAPC, PVK-only or Poly-TPD-only as the HTL. Because of this simultaneous 

increase in luminance and decrease in driving voltage, the 10% TAPC bi-material HTL exhibits 

the highest current, power and external quantum efficiency (Figure 4.7). 

 

Figure 4.7. Current effieciency (CE), power efficiecy (PE) and EQE of the QD LEDs utilizing different Poly-TPD, 

PVK, and PVK:x% TAPC (x = 5, 10, 20%). 

 

4.3.5. Device performance using PVK:10% TAPC as the HTL 

 After determination of the ideal PVK:TAPC concentration for optimal charge balance, all 
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subsequent devices were fabricated with the sandwich structure AgNW-polymer composite 

substrate / PEDOT:PSS / PVK:10% TAPC / CH3NH3PbBr3 QDs / TmPyPB / CsF / Al. The EL 

spectrum of the device (Figure 4.8a) validates the emission as an ideal color-saturated green 

peaking at 524 nm with Commission Internationale de l'Eclairage (CIE) color coordinates of 

(0.14, 0.77), and a narrow FWHM of ~24 nm, consistent with the QD's PL spectrum with 

luminescent peak centered at 521 nm and FWHM of 21 nm (Figure 4.8a). The L-J-V 

characteristics of the green LEDs are shown in Figure 4.9b. These devices exhibit good diode 

characteristics with a turn-on voltage of 2.9 eV and maximum luminance of 6960 cd/m2. When 

 

Figure 4.8 | EL performance of the flexible CH3NH3PbBr3 QDs based LED. a) PL spectrum of CH3NH3PbBr3 

QDs in toluene and. EL spectrum of the flexible CH3NH3PbBr3 QDs based LED. b) L-V-J characteristics of a 

representative flexible CH3NH3PbBr3 QD LED. (c) Current and power efficiency of a representative flexible 

CH3NH3PbBr3 QD LED. d) EQE of a representative flexible CH3NH3PbBr3 QD LED. 
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compared to the control device on ITO/glass, the flexible LED based on the AgNW composite 

substrate has a similar luminance at the same driving voltage, but a lower current density, 

indicative of higher luminescent efficiency (Figure 4.9a). Figure 4.8c and Figure 4.8d 

illustrates a representative example of the luminance efficiency and EQE of the flexible green 

CH3NH3PbBr3 QDs LED, quantified by current efficiency (CE), power efficiency (PE), and EQE 

at 1000 cd/m2 of 10.5 cd/A, 8.2 lm/W, and 2.7%, respectively. These values represent a 46, 42, 

and 44% enhancement when compared to the performance metrics obtained for control device 

fabricated on ITO coated glasses (Figure 4.9b). This enhancement in efficiency can be attributed 

to the reduction of the waveguide mode trapping light due to total internal reflection at the 

ITO/glass and glass/air interfaces. With the AgNW substrate, light rays originating from low 

angles of incidence can potentially scatter off of the AgNWs, changing their trajectory to 

eventually escape the substrate. The increased light escaping through the substrate at the same 

driving voltage thus increases the luminance efficacy and EQE of the devices.   

 

Figure 4.9 | EL comparison of the perovskite QD LEDs on flexible AgNW substrates and on ITO/glass. a) L-

V-J characteristics. b) Current efficiency, power efficiency and EQE. 
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4.3.6. Flexibility of the green-emitting, perovskite QD LED 

Though the validity of the use of the active layer and substrate in flexible devices was touched 

upon previously, the limits to the mechanical robustness of the green LEDs was quantified by 

measuring the luminance of the flexible CH3NH3PbBr3 QDs based LED under different bending 

radii when driven at a driving voltage of 3.5 V. The flexible devices were bent using the clamps 

of a sample holder, while luminance detection was conducted using a PR-655 Spectra Scan 

Spectroradiometer with detection spot size of 0.89 mm in diameter (MS-75 and SL-1X lens) 

vertically positioned above the bent device. As seen in Figure 4.10a, the luminance of the device 

decreased slightly from the initial 184 cd/m2 to 157, 154 and 147 cd/m2 at a bending radius of 5.5 

mm, 4 mm and 2.5 mm, respectively, representing a decrease of 15%, 16% and 20%. When 

relaxed to its equilibrium flat shape, the measured luminance was 178 cd/m2, achieving a 

recovery of 97% of its original luminance. The decline in luminance with bending and 

subsequent restoration upon relaxation is attributed to the reduced current density at the same 

bias voltage (Figure 4.10b). This reduced current density is a result of the increased sheet 

resistance of the AgNW-polymer composite electrode substrates when subjected to bending due 

to loss of interconnection between nanowires, especially in regions of high local strain. (Figure 

4.3b). As Figure 4.3b additionally shows the restoration of the sheet resistance upon relaxation, 

the corresponding recovery of luminance highlights the mechanical durability of the perovskite 

QD film, as is pictorially evident in Figure 4.2a. A cycling test of 1000 bending and unbending 

cycles to a radius of 4 mm was also conducted, with the results shown in Figure 4.10c. At a bias 

voltage of 3.5 V, the device luminance exhibits a steady luminance of 170±4 cd/m2, indicating 

both high flexibility and bending stability for the perovskite QDs based LED device on the 
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flexible AgNW composite electrodes. 

 

Figure 4.10 | Bending characteristics of the flexible CH3NH3PbBr3 QDs based LED. a) Luminance of the 

flexible CH3NH3PbBr3 QDs based LED when driven at 3.5 V and bent to a bending radius of ∞ (flat), 5.5 mm, 4 

mm, 2.5 mm and ∞, respectively. b) Current density (J) of the flexible perovskite QD-LEDs operated at 3.5 V with 

bending radius of ∞ (flat), 5.5 mm, 4 mm, 2.5 mm and ∞, respectively. c) Luminance of the perovskite QD-LED as 

a function of bending and unbending cycles to a radius of 4 mm. 
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4.4. Conclusion 

Highly flexible CH3NH3PbBr3 QDs based LEDs have been fabricated on AgNW composite 

substrates. The development of perovskite LEDs based on these QDs mitigates issues commonly 

found in LEDs based on perovskite films: low flexibility due to thick active layers and large 

grain sizes, limited device architecture due to very polar aprotic solvents used for deposition of 

the active layer, and a cumbersome fabrication process. Upon fabrication of perovskite QDs into 

a green LED, high flexibility and bending stability was observed, enabled by the ultra-thin QD 

layer. The dispersion of the CH3NH3PbBr3 QDs in a non-polar solvent allows the employment of 

a molecularly doped HTL to enhance hole injection into the deep HOMO level of the QDs. The 

HTL was further engineered by admixing PVK with TAPC to take advantage of the deep HOMO 

of PVK and the high hole mobility of TAPC. The flexible QDs based LED utilizing this bi-

material HTL exhibit high current and power efficiencies of 10.4 cd/A, 8.1 lm/W, respectively, 

and an EQE of 2.6 % at a brightness of 1000 cd/m2. These performance metrics are recoverable 

after being bent to a bending radius of 2.5 mm, or after repeated cycles of cyclical testing at 4 

mm. To our knowledge, this is the first report of highly flexible and efficient CH3NH3PbBr3 QDs 

based LEDs. This study paves a fundamental path for material and device design towards highly 

flexible and efficient perovskite LEDs. 
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Chapter 5 

 

Summary and outlook 

 

5.1. Conclusions 

 The previous chapters in this dissertation detail work done in improving the stability of 

AgNWs, and the utilization of these enhanced AgNWs for various lighting applications. In 

Chapter 2, the use of atomic layer deposition for the conformal deposition of a metal oxide 

around the AgNWs was first presented as a technique to improve the thermal stability of silver 

nanowires. Prior to the publication of this work, no solutions existed for flexible electrodes 

which simultaneously protect both the polymer and the conductive portion, while retaining a 

porous conductive network to allow for the smooth surface required for OLED fabrication. In 

addition, the highest reports of thermal stability of flexible AgNW electrodes at the time of 

publication was 230 °C for under ten minutes. With this novel technique, silver nanowires were 

able to withstand an annealing temperature up to 500 °C while showing only increases in 

resistance attributed to the temperature dependence of resistivity, and no change in optical 

performance. This temperature represents a 320 °C increase from the initial onset of thermal 
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degradation of silver nanowires typically observed. Furthermore, when these thermally stable 

AgNWs were used in conjunction with a thermally stable, transparent polymer matrix, the 

freestanding electrodes were able to withstand a temperature of 300 °C for six hours, higher than 

any previously reports of thermally stable flexible silver nanowires at the time of publications. 

As a proof of concept, the thermally stable electrode was utilized in a PLED fabrication requiring 

high temperature processing. Due to the thermal stability afforded by the newly developed 

technique, the PLEDs using the flexible substrate exhibited comparable performance to those 

fabricated on ITO/glass. Control devices fabricated on non-thermally stable flexible substrates 

were non functional as the anodes degraded to a substantial degree during the heat extensive 

fabrication process.  

  

Using the same concept, these AgNWs were also shown to be electrically stable. The 

demonstration of electrically stable silver nanowires had been, at the time of publication, not 

reported, with the only works focusing on silver nanowires under current flow the description of 

the failure of silver nanowires under operating conditions less stressful than standard operating 

conditions of various optoelectronic devices. In Chapter 3, discussions first proceeded with the 

failure mechanism of AgNWs under current flow, where a cascading breakdown of silver 

nanowires as elevated current densities with progressively more failed nanowires induced 

electrical breakdown over time. The ability of the conformally coated metal oxide to mitigate 

electrical failure under typical operating conditions of OLEDs represents one avenue towards 

electrically stable silver nanowires, which is integral for the adoption of this technology for 

commercial applications. As a proof of concept, these electrically stable AgNWs were integrated 

in a new OLED substrate to highlight the differences in lifetime with and without the electrically 
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stable component.. The OLEDs fabricated on the newly developed substrate exhibited a 140% 

increase in lifetime when compared to the same OLED structure fabricated on ITO/glass, and a 

20% increase when compared to OLEDs fabricated on the newly developed substrate with no 

conformal metal oxide layer. The 20% discrepancy between OLEDs fabricated on these two 

substrates was shown to be morphological stability in response to current stressing of the 

electrically stable substrate.  

 

 Chapter 4 presents a flexible light emitting diode based on flexible organometal halide 

perovskite quantum dots on a silver nanowire based composite electrode. In contrast to the 

typical thick perovskite films formed from the deposition of perovskite precursors and 

subsequent post treatment processing, the utilization of perovskite quantum dots as a thin film 

allows for several improvements. First, as perovskite precursors typically require highly polar 

solvents for deposition, the elimination of these solvents from the process flow opens up the 

range of materials to select from, allowing more efficient devices to be engineered. Furthermore, 

perovskite films are thicker in scale, preventing highly flexible films due to cracking of the 

active layer. This work demonstrates the use of perovskite quantum dots to prevent prohibitively 

large, irreversible cracks to form upon mechanical deformation. Furthermore, the performance 

metrics approach top reported devices based on perovskite films due in part to efficient charge 

balancing through hole-injection enhancement with a PVK:10% TAPC HTL. The resulting 

green-emission device exhibits a current efficacy of 10.4 cd/A, power efficacy of 8.1 lm/W, and 

EQE of 2.6% at a brightness of 1000 cd/m2. These performance metrics were virtually fully 

recoverable after being bent to a maximum bending radius of 2.5 mm, or 1000 repeated cycles of 
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bending and unbending to a 4 mm bending radius. At the time of preparation of this dissertation, 

this is the first report of highly flexible, efficient perovskite LEDs based on CH3NH3PbBr3 QDs. 

 

5.2. Outlook and future work 

 The field of lighting, and more broadly, electronics, is poised to make a radical change in 

upcoming years. These changes and continual progress in improving and developing new 

materials and structures has the potential to realize a myriad of new applications for a host of 

different industries by enabling a whole new generation of devices previously only imaged as 

futuristic, radical extensions of science fiction, or pie in the sky conceptual ideas. More 

specifically to the scope of this dissertation, future continuation of this work towards the future 

of next generation electronics can proceed generally in two broad directions. 

 

 Though significant strides have been made in improving the stability of AgNWs for use in 

practical applications, there is still much work to be done. Because the cost of ALD may be 

prohibitive for large-scale applications, progress into more cost effective solutions must be made. 

One potential solution is sol-gel processing metal oxide films on the silver nanowires,141,142 

though challenges exist in developing ways to conformally coat the metal oxide around only the 

AgNW, in addition to mitigating potential damage done to the nanowires during the sol-gel 

conversion process typically requiring in excess of 200 °C. Furthermore, though elevated 

thermal and stability have been presented throughout this dissertation, the long-term stability of 

these nanowires with regards to optoelectronic performance, and the parameters related to that 

performance should be investigated. In particular, because AgNWs have demonstrated their use 

in a wide array of applications, ranging from the source-drain electrodes in stretchable TFTs,30 
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the sensing layer in temperatures sensors, and of course, transparent electrodes for a plurality of 

varying devices,14,144 the lifetime of these devices with regard to the nanowire component should 

be examined in stressing conditions equal or exceeding the operating conditions of the device. 

By developing low-cost, executable methods for the integration of silver nanowires into next 

generation devices, and demonstrating the validity of their use with regards to performance, 

stability, and lifetime, huge markets and widespread commercialization become not only 

possible, but plausible as well. 

 

 Pivoting towards the second direction, improvements on the substrate alone can only improve 

OLED efficiency, lifetime, and overall performance up to a certain degree. As such, continual 

breakthroughs in the other layers of the OLED stack will need to be achieved. Though significant 

progress have been made in developing new materials for high performing OLEDs, the lifetime 

of blue materials still lags behind other materials, anchoring the overall performance of white 

OLEDs. Thermally activated delayed fluorescence (TADF) emitting materials have emerged as 

the most likely candidate for blue emitters due to their high efficiency and relatively higher 

stability.145,146 However, the wide emission spectra associated with TADF materials, efficiency 

roll-off at high luminance, and lifetime still remain problems to solve. Looking at modes of light 

loss within the OLED stack, the approximately 45% of light coupled to the surface plasmon 

polariton (SPP) mode147 drives significant research in developing new layers and methods to 

extract this lost light. With new developments in the materials and layers, device design becomes 

absolutely critical as well, as strategies such as effective charge / exciton confined emissive layer 

(EML) structures, and bipolar transportation in the (EML) have proved beneficial in resolving 

efficiency and stability issues. Unlimited combinations are possible with different materials, 
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different layers, different thicknesses, and different structures. The optimization of all these 

different components is no easy task, but steady progress will drive the realization of long 

lifetime, high color purity, cost effective devices. 

 

 The work presented in this dissertation represents but a sliver of what the next generation of 

electronics may have in store for us. Though the preceding chapters focused on the use of silver 

nanowires for next generation lighting applications, they also provide a glimpse into the future of 

flexible and stretchable electronics. The amalgamation of some of the devices discussed within 

these pages into integrated systems promises a future of electronic skins, consumer tunable 

electronics, conformal and stretchable energy storing and generating devices, and self-aware 

autonomous robots. These developments have unparalleled significance in fields of medicine and 

diagnostics, law enforcement and manufacturing, to name a few. The future of electronics is 

here, and with innovations such as this next generation of lighting, it promises to be a bright one.  
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