
Lawrence Berkeley National Laboratory
Recent Work

Title
Fundamental Studies of the Mechanism of Catalytic Reactions with Catalysts Effective in 
the Gasification of Carbon Solids and the Oxidate Coupling of Methane - Quarterly Report, 
January 1, 1994 - March 31, 1994

Permalink
https://escholarship.org/uc/item/9p52s1kd

Authors
Iglesia, E.
Heinemann, H.
Perry, Dale L.

Publication Date
1994-03-01

eScholarship.org Powered by the California Digital Library
University of California

https://escholarship.org/uc/item/9p52s1kd
https://escholarship.org
http://www.cdlib.org/


• ~" .. f' 

" , 

'-, 
I 

".,1 

l 

Center for Advanced Materials 

LBL-35485 
UC-109 

CAM------
Fundamental Studies of the Mechanism of Catalytic Reactions 
with Catalysts Effective in the Gasification of Carbon Solids 
and the Oxidative Coupling of Methane 

Quarterly Report 

January I-March 31, 1994 

Eo Iglesia, H. Heinemann, and D.L. Perry 

Materials and Chemical Sciences Division 

Lawrence Berkeley Laboratory • University of California: 
ONE CYCLOTRON ROAD, BERKELEY, CA 94720 • (415) 486-4755 

Prepared for the U.S. Department of Energ¥ under Contract DE-AC03-76SF00098 

I --- i ~e"> 
0 .... ,.... 

"'6~ 
-,=-CZ 

-' 
:Ellie"> 
(Dt+O 
(D(D-c 
,,111< 
III ---
Il1 
-' 
a. 
IQ . 
tn 
&I ,..... ,.... 

~I .... 
tre"> I 

~.g W 
tn 

..,'< -'=-'< Q) . N tn 

-- / 



DISCLAIMER 
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assumes any legal responsibility for the accuracy, completeness, or usefulness of any 
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process, or service by its trade name, trademark, manufacturer, or otherwise, does not 
necessarily constitute or imply its endorsement, recommendation, or favoring by the 
United States Government or any agency thereof, or the Regents of the University of 
California. The views and opinions of authors expressed herein do not necessarily state or 
reflect those of the United States Government or any agency thereof or the Regents of the 
University of California. 
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L Task Description for FY 1994 

Task 1 - Catalytic Steam Gasification of Coals and Cokes: Work on the catalytic steam 

gasification of coals, chars, and petroleum coke will be phased out in 1994. Experimental 

work will be limited to a better understandirig of the reaction of carbonaceous materials 

with steam in the presence of alkali introduced with the steam. A final report will be 

written, which will cover more than six years of research results. 

Task 2 - Oxidative Methane Coupling: The CRADA between LBL and Orion ACT 

resulted in appreciable work and significant progress during FY1993. The positive effect 

of steam was recently shown to be a general phenomenon that applied not only to Ca-Ni

K oxides but also to several other widely studied oxidative coupling catalysts. Additional 

increases in ethylene and ethane yields will be pursued through the use of membrane ~d 

cyclic reactors. A membrane reactor has been constructed and proton-transfer membranes 

will be synthesized and tested in the oxidative coupling reactions. A unit is being 

redesigned to permit the testing of catalytic materials under cyclic condition, in which 

methane is sequentially decomposed' and the reaction products scavenged by 02, H2, and 

hydrocarbons. Detailed fundamental models of chemical reactions and of reactor 

hydrodynamics in cyclic and membrane reactors will be developed and used in the design 

of concept demonstration tests. 

Task 3 - Synthesis and Characterization of Catalysts: Detailed spectrographic and wet 

chemical analyses of fresh and spent catalysts have shown significant differences, which 

have permitted conclusions as to the sources of deactivation; this work will continue in FY 

1994. In addition, pulsed laser deposition techniques have shown the ability to form 

stoichiometric mixed metals oxides; this technique will be exploited in the synthesis of 

catalytic materials and thin film membranes. 

n. Introduction 

Catalytic' gasification work was completed during the second quarter of FY1994 

with the completion of written reports describing research performed during the last 

several years. A graduate student has been trained in the operation of the membrane 

reactors and has begun experimental and theoretical work during the second quarter of 
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FY1994. Task 2 has operated without a post-doctoral fellow during the quarter while we 

await the arrival of Dr. S. Sundararajan, a recent graduate of Professor A. Datye's group 

at the University of New Mexico and an expert in the synthesis of thin metal oxide films 

for membrane and catalytic applications. The cyclic experimental unit has been plagued 

with analytical difficulties but preliminary results were obtained in the last two weeks. 

Ill. Highlights 

A keynote lecture was presented at the Symposium on Methane Conversion during the 

204th Meeting of the American Chemical Society in San Diego, California on March 13, 

1994. The subject was the design of reaction-separation schemes for the selective 

conversion of methane-oxygen mixtures to ethane and ethylene. A copy of the slides used 

is included as an Attachment to this Quarterly Report . 

. a) Catalytic Steam Gasification of Coals and Cokes 

A final report has been written and fOlWarded under separate cover to Mr. Rodney 

Malone, Project Manager, Morgantown Energy Technology Center. This requested final 

report completes our activities in coal gasification for FY1994 due to the termination of 

financial support mentioned in the previous quarterly report .. 

b) Oxidative Methane Coupling 

- High temperature densification under applied pressure in high-temperature dies 

has proven effective in the sintering of disks of stoichiometric metal oxide powders 

into pre-forms. These pre-forms have been successfully sliced into membranes of 

0.5-1 mm thickness; they maintained the perovskite structure required for fast 

proton transport during the densification process. We. have synthesized five 

different compositions of these proton-conducting mixed met~oxides with high 

bulk densities (83-94% of theoretical solid density values). Initial testing suggests 

that these membranes are free of percolation paths that would cause unwanted 

mixing of the methane and oxygen reactants present at each side of the disk in our 

membrane reactor. 
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- Initial experiments using a supported Nt catalyst for the cyclic partial oxidation of 

methane have demonstrated the experimental capabilities of the recently redesigned 

unit to characterize the metal surface area and to measure the ability of Nt to 

decompose methane at about SOOOC to form surface CHx species and to remove 

such carbon species with oxygen to form CO and C02. The objective of this ~ork 

is to carry out the partial oxidation of methane to CO and hydrogen at temperature 

significantly lower than those used in non-catalytic thermal partial oxidation 

processes. 

Theoretical models of· chemical reactions and of reactor-separator 

hydrodynamics have been developed and used to predict the benefits of reaction

separation schemes in increasing t~e yield of ethane and ethylene in oxidative 

coupling reactions. These models are also essential in guiding the experimental 

tests of these concepts in our laboratory reactors. Our research was recognized by 

the Keynote Address at the Symposium on Methane Conversion held during the 

204th Meeting of American Chemical Society. 

- The correspondence between cyclic reactor operation and membrane reactors in 

separating hydrocarbons from oxygen temporally and spatially, respectively, has 

been demonstrated theoretically by an analysis of the reaction-transport equations 

describing both operating protocols. This treatment demonstrates the relationship 

between cycle frequency in transient reactors and membrane thickness. in 

membrane configurations using similar materials. 

c) Synthesis and Characterization of Catalysts. 

- The initial studies of the morphology of calcium-nickel-potassium oxide films 

have been completed 

- Research has begun on the use of the x-ray fluorescence microprobe at the 

Advanced. ·Light Source at the Lawrence Berkeley Laboratory to study the 

homogeneity of these calcium-nickel-pot~sium samples. 

-A journal paper describing the magnetochemical data for calcium-nickel

potassium oxide powdered catalysts is being prepared. 
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IV. Progress of Studies 

a) Catalytic Steam Gasification of Coals, Chars, and Cokes. 

The fina1 report on this task has been completed and issued. No further work is 

planned in this area because of termination of financial support. 

. b) Oxidative Coupling of Methane 

Mr. Richard W. Bony, a graduate student from the Chemical Engineering 

Department at the University of California at Berkeley, joined the group in January, 1994. 

A post-doctoral fellow will join this project at the end of April 1994. 

Membrane Reactors 

We have prepared five different membrane· disks with x-ray diffraction patterns 

corresponding to stoichiometric compositions: CaZrO.9 Y 0.10 2.95, SrZrO.9 Y 0.102.95, 

BaZrO.9 YO. 1 02.95, SrCeo.9 Y 0.10 2.95, and BaCeo.9 Y 0.102.95 . Membrane disks of 

0.5-1 nun thickness are being tested in a single-pass flow reactor at 500-7000C using 

methane on one side of the membrane and a dilute oxygen stream in the opposite side. 

The combination of stoichiometric powder synthesis with high-temperature pressing of the 

samples into disks has overcome previous technical hurdles in the synthesis of defect-free 

membranes. This technique leads to disks with 83-95% of the theoretical bulk density for 

the corresponding composition. These high densities suggest that we ~ve prepared for 

the first time sintered disks without significant residual voids, which would lead to gas 

percolation through the resulting diffusion channels and to loss of membrane selectivity 

for exclusive proton transport. 

The ceramic membrane disks have proven susceptible to cracking during high

temperature catalytic reactions. These high temperature are required because proton 

conduction through these relatively thick membrane disks is slow at lower temperatures. 

We have taken two approaches at overcoming these hurdles. One is the use of slip casting 
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or laser ablation film deposition in order to decrease the thickness of defect-free 

membrane films. The other is to use recirculating gradientiess membrane reactors instead 

of single-pass reactors in order to be able to obtain measurable methane conversion at 

lower proton fluxes available at lower temperature, where cracking of the membrane disks 

is less likely to occur. The latter approach allows demonstration of the concept using 

existing reactor capabilities and available membrane disks at lower temperatures; this· 

approach is proceeding concurrently with the development of the new synthetic 

techniques. 

Cyclic Methane Conversion Reactors 

·f 

We are also studying an alternate method for preventing the full oxidation of methane 

during partial oxidation and oxidative coupling reactions of methane-oxygen mixtures. In 

cyclic membrane reactors, contact between methane and oxygen reactants is prevented by 

a temporal separation between methane and oxygen pulses, instead of the spatial 

separation achieved with membrane reactors. 

Modifications of existing equipment to allow cyclic operations and in-situ catalyst 

characterization of the number of exposed metal atoms and of hydrocarbon and hydrogen 

species at the surface were completed after significant difficulties in the refurbishing of 

existing analytical equipment. This time-consuming effort was carried almost exclusively 

by project personnel in order to minimize external costs, but at a significant loss of 

research time for the personnel involved. It appears that these difficulties are now behind 

us. Initial results with supported Ni catalysts have proven their ability to decompose 

methane at around 5000C and the significant reactivity of the resulting hydrocarbon 

fragments in oxygen at lOO-3000C. We are presently syn~hesizing and characterizing other 

supported metal catalysts and attempting to characterize the nature and reactivity of 

carbonaceous and hydrogen species on the surface ofNi catalysts. 

Theoretical Descriptions of Reaction-Separation Schemes 

Oxidative coupling reactions occur by complex reaction networks involving both gas 

phase and surface-catalyzed reactions. The design and testing of reaction-separation 

concepts to avoid deleterious full oxidation of reactive C2 products to COx requires the 

development of detailed models. These models must combine credible simulations of these 

complex kinetics and also their equally complex interplay with the hydrodynamics of plug-
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flow, backmixed, and recycle or membrane reactor. We have developed such models in 

order to predict the expected benefits of such reaction-separation schemes and in order to 

guide our laboratory experiments using membrane and cyclic reactors. 

The details of the model structure, the simulation results, and the predicted benefits 

are described in the Attachment. Both hydrogen transport membranes and recycle 

reactors with separation of C2 products from the recycled stream (Figures 1 and 2) 

achieve yields above 50%, in contrast with the best reported yields of about 20-25% at 

uneconomical conditions in cofeed tubular reactors. The simulations show that C2 

separation from the recycle stream increases C2 yields by preventing secondary reactions 

that decrease the high initial selectivitY to C2 in oxidative coupling (Figure 2). This effect 

increases as we increase the recycle ratio in these reactors. 

Interstage removal of C2 products can be achieved using existing technology for low

temperature (cryogenic) separations or more desirably by the use of emerging 

technologies for chemical complexing, selective C2 membranes, or 

absorption/chromatographic ethylene and ethane separation processes. Separation or 

protection of reactive C2 products could also be achieved by the conversion of these C2 

products to less reactive or more condens~le products using catalytic reactions that occur 

near oxidative coupling temperatures and which can convert C2 to aromatic molecules. 

We are continuing to exploit this model' to examine other novel schemes for increased 

yields as a useful complement to our experimental, efforts in catalyst design and testing for 

membrane and cyclic reactors. 

The detailed results of this research have been described in a manuscript that is in 

final review before submission to Chemical Engineering Science. 

Time-Space Relationships in Cyclic and Membrane Reactors 

We have developed rigorous descriptions of transient (cyclic) and membrane reactors in 

order to explore the relative advantages and disadvantages of their respective operation. 

We are presently examining the relationship between the time requiredJo achieve a certain 

throughput in both types of reactors. This time requirements will ultimately determine the 

reactor and separation requirements in any commercial applications of the two approaches 

that we have proposed for selective synthesis of ethane and ethylene using oxidative 

coupling reactions. Our initial results demonstrate that there is clear mathematical and 
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physical correspondence between the spatial separation achieved in membrane reactors 

and the temporal separation achieved in cyclic reactors containing the same catalyst and 

diffuser as in the membrane reactors. 

These results are being prepared for pUblication in Industrial and Engineering 

Chemistry or Chemical Engineering Communications. 

c) Synthesis and Characterization oj Catalysts 

Initial studies have begun concerning the use of x-ray fluorescence probe approaches 

to look at the, chemical composition, homogeneity, and spatial resolution of the elements 

in the calcium-nickel-potassium oxide film systems. 'lhis experimental system is capable of 

detecting elements at femtogram concentration levels in a solid matrix, while yielding 

micron-level resolution of the spatial distribution within the sample. Chemical defects and 

surface-bulk heterogeneity can be easily studied using this approach, with the investigator 

being able to observe these phenomena at'concentrations lower than by any other available 

techniques. 

In the case of a calcium-nickel matrix into which potassium is, doped at a low 

concentration leve~ both calcium and nickel are observed to exist in eqUilibrium with one 

another in the surface plane but with various islands being present. Within these islands, 

both elements are shown to be in variable concentration with respect to the surface and 

with respect to other islands. This is presumably due to clustering effects of the elements 

during the condensation of the elements -from the laser ablation plume that is generated in 

the process offorming the film. Alternately, the islands of segregation may also be due to 

point defects in the substrate onto which the filmed is fonned. 
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EFFECT OF OXYGEN INJECTION AND C2 REMOVAL FREQUENCY 
. STAGED INTRODUCTION OF OXYGEN ALONG A TUBULAR REACTOR 
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RECYCLE REACTORS WITH ETHYLENE/ETHANE REMOVAL 
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• ethylene and ethane removed from recycle stream 

• Inhibits full combustion of C2 products .... but dilutes 
Inlet feed with partially converted stream 
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DILUTION OF FEED WITH RECYC.LE STREAM DEQREASES 
REACTOR PRODUCTIVITY ONLY SLIGHTLY 

• cooling/heating of reoyole stream to oarry out separation 
requIres efflolent heat Integration 
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CATALYST/REACTOR DESIGN OPTIONS 

• high density of (seleotlve) methyl radical generation 
sites 

• (very) distributed oxygen Injection ·In tubular reactors 

• hydrogen (and oxygen) transport membrans reactors 

• Interstage ethylene and ethane' removal 

• recycle reactors with separatore/reactors In recycle 
streams 

• high oxygen conversion backmlxed reaotors 

REACTION-SEPARATION SCHEMES , 

4)) .. · .... )F C2 REMOVAL OPTIONS 
':'::. 

CH. 
o. 

• cryogenic separation 

• adsorption/stripping 

• chem.lcal complexlng 

• C 2 conversion to (easIer 
to separate) products 

- oligomerIzation 
- cyclodlmerlzatlon (CYCLAR) 
- aromatics alkylation (EBZ) 
- carbonylatlon, hydration, 
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