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ABSTRACT: The development of a descriptor or descriptors that can relate the
activity of catalysts to their physical properties is a major objective of catalysis
research. In this study, we have found that the apparent activation energy for
propene oxidation to acrolein over scheelite-structured, multicomponent, mixed
metal oxides (Bi3FeMo2O12, Bi2Mo2.5W0.5O12, and Bi1−x/3V1−xMoxO4, where 0 ≤ x
≤ 1) correlates with the band gap of the catalyst measured at reaction temperature.
We show through theoretical analysis of the energy components comprising the
activation energy why the band-gap energy is the primary component dependent
on catalyst composition and, hence, why one should expect the activation energy
for propene oxidation to correlate with the band-gap energy. We also demonstrate
that the change in band-gap energy with composition arises from the interplay
between the sizes and energies of the V 3d, Fe 3d, Mo 4d, and W 5d orbitals, which
give rise to the lowest unoccupied crystal orbitals. Both the utility of the band-gap
energy as a descriptor for catalytic activity and the role of orbital overlap in determining the band gap are likely to be general
features in mixed metal oxide oxidation catalysts, enabling the rational design of catalysts with greater activity for oxidation
reactions.

■

USbO,23 VMoNbTeO,24 VMoO,25 FeSbO,26 and FeMoO27),
the performance of which is typically quite diﬀerent from that
of the component oxides. In mixed oxide systems, both the
stoichiometry and the surface structure of the working catalyst
may determine the catalytic activity.28,29 A great deal is known
about the chemical reactivity of individual oxide systems,30,31
and rationales have been proposed for changes in reactivity
with composition in the case of a few mixed metal oxide
systems.32−34 In particular, the eﬀect of doping on the catalytic
performance of metal oxides has been reviewed in detail by
McFarland and Metiu.35 However, development of a general
model by which the eﬀects of composition on catalyst
performance in mixed metal oxide systems can be rationalized
remains an open challenge.
The desire to establish such a model has led to several
alternative approaches. For example, Rossmeisl and coworkers36 have found that the strength of adsorption of
oxygen-containing species O, OH, and OOH on transitionmetal oxides is related to the number of outer sphere electrons
on the transition-metal center. The authors examined
substitution of transition-metal oxides into cubic MO and
perovskite AMO3 structures, where A = Sr2+, Ba2+, La3+, or Y3+,
and M is any ﬁrst row transition metal Sc−Cu. Using density
functional theory, linear correlations were found between the
strength of adsorption of O, OH, and OOH species and the

INTRODUCTION
There has been a long-standing interest in the ﬁeld of catalysis
to identify descriptors that relate the observed catalytic activity
and selectivity to the physicochemical properties of the catalyst.
Having such descriptors should enable the rational design of
catalysts with superior catalytic performance by specifying the
material properties responsible for such performance and
thereby guiding the development of materials with the requisite
properties. Insights from theory have proven particularly fruitful
in developing such descriptors. For example, Hammer and
Nørskov have developed the “d-band model” to describe the
adsorption of reactants and intermediates on metal surfaces.1
This model relates the strength of adsorption of a molecule on
a metal surface to the energy of the center of the d band of
electronic states in the metal. This model has been reﬁned and
extended by a number of researchers2−6 and has proven useful
for predicting the catalytic activity of alloys7 and metal
overlayers4,8 for a number of reactions, such as CO oxidation,
Fischer−Tropsch synthesis, and the electrochemical evolution
of oxygen from water.9
The success of the d-band model for metals motivates the
development of a comparable set of descriptors for the catalytic
properties of metal oxides. Metal oxides comprise a large family
of catalysts that are used for selective oxidation of alkanes,10−13
oleﬁns,14 alcohols,15,16 and aromatics;17 selective reduction of
nitrogen oxides;18−20 and oxidation of hydrogen sulﬁde.21
Moreover, the most active and selective metal oxides involve
successful mixtures of multiple metal oxides (e.g., BiMoO,22
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hydrodesulfurization reactions. However, analysis by Wachs
and co-workers has determined that an analogous relationship
between metal−oxygen bond strength and the activities of
transition-metal oxides toward oxidation reactions does not
exist.50 That such a descriptor succeeds for sulﬁdes but fails for
oxides may be a consequence of structural diﬀerences between
oxide and sulﬁde phases: the surfaces of transition-metal oxides
often contain metal−oxygen bonds with signiﬁcant double
bond character, with the degree of double bond character
diﬀering for diﬀerent surface terminations and between surface
and bulk. By contrast, transition-metal sulﬁde surfaces typically
contain metal−sulfur single bonds, the character of which
diﬀers much less between surface and bulk. The bulk M−S
bond strength is therefore more relevant to the description of
bond-breaking and bond-forming processes occurring during
catalysis on transition-metal sulﬁde surfaces than the bulk M−
O bond strength is to such processes occurring on the surfaces
of transition-metal oxides.
Idress and Seebauer51 have proposed that the catalytic
reactivity of oxides is related to the polarizability of oxygen.
They have shown that the rates of ethanol dehydrogenation to
acetaldehyde and of 2-propanol oxidation to acetone over a
series of binary oxides correlate very closely with the
polarizability of the oxygen atoms in each oxide lattice. A
similar trend was found for the rate of the Tishchenko reaction
over alkali earth oxides. Since lattice oxygen is involved in the
rate-determining steps of these reactions, it is reasonable to
connect catalyst reactivity to a physical characteristic of the
reacting oxygen atoms. However, this approach has not been
extended to mixed metal oxide systems, so it is not possible to
comment on the utility of oxygen polarizability as a predictive
descriptor for rational catalyst design.
Another model that has shown substantial explanatory power
is the band-edge model widely used in semiconductor physics
and photocatalysis. In the design of semiconductor systems
such as light-harvesting diodes, the band-edge model provides
key information about the electronic properties produced by
the interface between materials of diﬀering composition.52 In
photocatalysis, the same model provides information about the
electronic properties (and therefore catalytic properties) of the
interface between a semiconducting catalyst and an aqueous
reactant.53 Whether a material is a potentially suitable catalyst
for photo(electro)chemical production of hydrogen, for
example, can be determined directly from an inspection of
conduction band-edge energy of the material.54,55
In attempting to identify descriptors of catalytic activity for
mixed metal oxide oxidation catalysts, it is helpful to recognize
that the chemical properties of both the metal and oxygen
centers will contribute to the catalytic performance of the oxide.
In particular, oxidation of hydrocarbons is often understood to
proceed via the interaction of surface oxygen atoms with carbon
or hydrogen atoms of adsorbed reactants, in conjunction with
electron transfer from the adsorbate to reducible transitionmetal centers in the catalyst. A simple descriptor that captures
both the nature of the reactive oxygen centers and the tendency
of adjacent transition-metal centers to gain electron density is
the ligand-to-metal charge transfer (LMCT) excitation energy.
For metal oxides containing transition-metal centers in their
highest oxidation states, the LMCT excitation energy typically
corresponds to the band-gap energy. In chemical terms, the
band-gap energy can be thought of as the energy diﬀerence
between the highest occupied crystal orbital (which is typically
oxygen-centered) and the lowest unoccupied crystal orbital

number of electrons occupying d-orbitals on the transition
metal to which these species were bound. Such correlations
suggest that the d-orbital occupancy reﬂects the number of
electrons available to participate in bonding between the metal
center and the adsorbate. This model represents a signiﬁcant
step toward understanding the reactivity of oxygen species on
transition-metal oxide surfaces.
A further signiﬁcant step toward relating the reactivity of
mixed metal oxides to fundamental physicochemical properties
has been taken by Morgan and his collaborators.37 In a study
also focusing on multicomponent perovskite-structured oxides,
they demonstrate that oxygen vacancy formation energy closely
correlates to catalytic activity toward solid oxide fuel cell
autothermal re-forming reactions. The relevance to catalysis of
oxygen vacancy formation energy arises from the importance of
oxygen diﬀusion through the perovskite lattice during
autothermal re-forming. The authors further show that the
oxygen vacancy formation energy can be directly related to the
oxygen p-band center energy for a wide range of solid oxide
compositions, thus enabling catalytic activity to be predicted
from a ﬁrst-principles descriptor. However, the authors also
show that this descriptor fails for the composition family
(La,Sr)MnO3, for which bulk oxygen diﬀusion is known not to
be rate-determining. Thus, there remains a need for a model
applicable to oxidation reactions over mixed metal oxides in
which bulk oxygen diﬀusion does not determine catalytic rates.
In attempting to develop new models in one ﬁeld, it is often
useful to consider models that have already proven successful in
other ﬁelds. A notable example of such an attempt directed at
providing a set of descriptors for metal oxide catalysts has been
reported by Bordes-Richard and by Courtine and co-workers.38−40 These researchers used the concept of “optical
basicity,” ﬁrst developed by Duﬀy and Ingram41 in the 1970s
for rationalizing the glass-forming properties of main group
oxides, and adapted it to catalysis. They showed that for a
variety of catalysts, the optical basicity of the catalyst correlates
with the product selectivity for the oxidation reactions of
alkanes, alkenes, and alcohols. However, there are problems in
the general application of this method to metal oxide catalysts.
Optical basicity, Λ, is derived by experimentally measuring the
energy of the 6s → 6p excitation on Pb2+ or Bi3+ ions doped in
low concentration into the oxide of interest. Unfortunately, this
measurement cannot be conducted in transition-metal oxides,
as light absorption from the transition metal overwhelms the
signal from the probe cation, necessitating the use of scaling
relationships to determine optical basicity values. Unfortunately, major contradictions arise in such scaling relationships
for catalytically important ions such as V5+: the optical basicity
assigned using band-gap correlations42 is Λ = 1.04 (more basic
than Ca2+), using the iono-covalent parameter43 yields Λ =
0.63−0.69 (acid−base properties similar to Al3+), and using
Brønsted acidity44 gives Λ = 0.49 (as acidic as P5+). The value
of optical basicity is also likely limited to systems in which
acid−base properties are important for catalysis. Therefore, the
concept of optical basicity is not applicable to systems such as
bismuth molybdates, which are known to oxidize oleﬁns via a
radical mechanism.
For catalysis over transition-metal sulﬁdes, the metal−sulfur
(M−S) bond strength has been proposed as a descriptor for
catalytic activity.45 In a series of studies,46−49 Toulhoat,
Raybaud, and their collaborators demonstrate the utility of
this descriptor in accounting for both adsorption and activation
enthalpies in catalytic hydrogenation, hydrogenolysis, and
13685
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citric acid.67 Citric acid was added to aqueous solutions of the metal
precursors bismuth(III) nitrate pentahydrate, ammonium molybdate
tetrahydrate, and ammonium metavanadate. Solutions were then
mixed in the atomic ratios of Bi:V:Mo = (1 − x/3):(1 − x):x, (x = 0 to
1.0). To prepare Bi2Mo2.5W0.5O12, ammonium molybdate tetrahydrate,
bismuth(III) nitrate pentahydrate, and ammonium tungstate, with
citric acid, were mixed at the atomic ratios of Bi:Mo:W = 2:2.5:0.5.
Bi3FeMo2O12 was prepared by mixing ammonium molybdate
tetrahydrate, bismuth(III) nitrate pentahydrate, and iron(III) nitrate,
with citric acid, in the atomic ratios of Bi:Mo:Fe = 3:2:1. Each of the
resulting solution was dried at 60 °C for about 24 h in air to form a gel.
The gel was then dried further at 120 °C and calcined in ﬂowing air at
600 °C for 6 h. The phase purity of the catalysts formed was conﬁrmed
by X-ray diﬀraction (see the Supporting Information).
Diﬀuse reﬂectance UV−vis−NIR spectra were acquired using a
Fischer Scientiﬁc EVO 300 spectrometer equipped with a Praying
Mantis reﬂectance chamber and an in situ high-pressure cell (Harrick
Scientiﬁc, Inc.), ﬁtted with quartz windows. Spectra were referenced to
the diﬀuse reﬂectance spectrum of a Teﬂon reference tile. The
procedure used to extract band-gap energies from absorption edge
data is discussed in the Supporting Information.
XANES scans were taken at the Mo and V K edges and Bi L3 edge
at beamline 10-BM at the Advanced Photon Source at Argonne
National Laboratory. Experimental details are provided in the
Supporting Information.
Theoretical Methods. Bulk and slab density functional theory
calculations were carried out using VASP75 5.3.3. Projector augmented
wave cores76,77 containing kinetic energy density information were
used to represent core electrons, while plane wave basis sets78 with
cutoﬀ energies of 450 eV were used to represent valence electrons.
Electron exchange and correlation was modeled using the M06-L
density functional.79,80 Successful use of this functional within VASP
requires nondefault values of several input parameters; these are
provided in the Supporting Information.
Crystal structures taken from the literature81−83 were used for
BiVO4 (minimal unit cell Bi4V4O16), Bi2Mo3O12 (minimal unit cell
Bi8Mo12O48), and Bi3FeMo2O12 (minimal unit cell Bi12Fe4Mo8O48),
and lattice constants and atomic positions were allowed to relax to
minimize the total energy within the M06-L functional. Relaxed lattice
constants diﬀered from experimental values by <0.5% in all cases. To
model the Bi1−x/3V1−xMoxO4 phase34 with an intermediate value of x,
the smallest possible mixed vanadate−molybdate structure was
constructed. This minimal model, of formula Bi7V5Mo3O12, was built
from a Bi8V8O32 supercell by substitution of three V sites by Mo and
removal of one Bi to form a charge-compensating cation vacancy.
Bi2Mo2.5W0.5O12 was modeled by replacing two molybdenum atoms in
a Bi8Mo12O48 unit cell with W atoms to yield a model of stoichiometry
Bi8W2Mo10O48. Details of the construction of these models can be
found in the Supporting Information. While these minimal models
cannot fully account for the experimentally observed random
substitution of V or W for Mo, they nevertheless provide useful
insights into the electronic consequences of substitution at transitionmetal centers.
Band structures (crystal orbitals) were obtained by calculating the
site projected density of states. By default, the zero of energy in a
VASP-generated density of states calculation is the energy of the
highest occupied state. In this work, it was desirable to instead choose
the reference zero energy to be the energy of the vacuum state (i.e.,
the energy of electrons and nuclei separated at inﬁnity). With this
choice of reference state, Koopmans’ theorem84 states that the energy
of the highest occupied state is an approximation of the ﬁrst ionization
energy (IE) of the material, and the energy of the lowest unoccupied
state is an approximation of the electron aﬃnity (EA). The procedure
used to adjust the zero energy in density of states plots is described in
the Supporting Information.

(which is transition-metal-centered). The band-gap energy
therefore contains information about the frontier molecular
orbitals in a crystalline material. The relative energies of frontier
molecular orbitals have long been used to rationalize reactivity
in molecular systems.56,57 The character of the frontier crystal
orbitals is also an important descriptor for the catalytic activity
of transition-metal sulﬁdes toward hydrodesulfurization reactions.58 It is therefore of interest to determine whether the
energy diﬀerence between frontier crystal orbitals in a mixed
metal oxide can be used as a descriptor of catalytic activity.
The objective of the present work is to determine the extent
to which it is possible to explain trends in activation energy
with composition for a family of oxidation catalysts in terms of
the LMCT excitation energy or band gap. To decouple
diﬀerences in observed band gap due to composition from
diﬀerences due to changes in crystal structure, only catalysts
with the scheelite crystal structure were considered. In
particular, attention was focused on Bi 3 FeMo 2 O 12 ,
Bi 2 Mo 2.5 W 0.5 O 12 , and solid solutions of composition
Bi1−x/3V1−xMoxO4, where 0 ≤ x ≤ 1. The reaction chosen for
investigation was the oxidation of propene to acrolein because
the mechanism and kinetics of this reaction have been
investigated extensively over Bi2Mo3O12 and related oxides.59−65 The principal ﬁndings are that the rate of the
reaction is ﬁrst-order in propene and zero-order in oxygen.
Consistent with these kinetics, H/D isotopic labeling indicates
that the rate-limiting step is the cleavage of one C−H bond in
the methyl group of propene.59,60 13C labeling studies have
shown that this step produces a symmetric allyl radical.61 The
initial C−H bond cleavage and the subsequent insertion of
oxygen to produce acrolein involve oxygen in the catalyst
lattice, indicating that propene oxidation proceeds via a Mars−
van Krevelen mechanism.62,66 Kinetics identical to those for
Bi2Mo3O12 have been reported for other scheelites with the
composition Bi1−x/3V1−xMoxO4.67 That work has also demonstrated that in contrast to earlier proposals, only Mo and V
cations undergo reduction and oxidation, but not Bi. The
mechanism of propene oxidation proposed for Bi2Mo3O12 has
also been the subject of several theoretical studies.68−74
Detailed density functional theory calculations performed
within our group have revealed that the lone pair of Bi
interacts with an equatorial MoO bond, thereby making the
O atom in this bond signiﬁcantly more active than Mo−O−Bi
or axial MoO bonds.73,74 A similar conclusion regarding the
active site for propene oxidation on Bi2Mo3O12 had previously
been reached by the Goddard group in a modeling study
employing the ReaxFF reactive force ﬁeld.72
As stated above, the objective of the present work is to
develop a ﬁrst-principles descriptor explaining the composition
dependence of activation energy for propene oxidation over
mixed metal oxides. In order to develop a complete
understanding of the factors determining observed reaction
rates, descriptors accounting for contributions to the preexponential factor must also be developed. Such contributions
include the entropy of adsorption of propene on the catalyst
surface, the intrinsic activation entropy for C−H bond
activation at the active site(s), and the number and distribution
of active sites. Evaluation of these contributions is, however,
beyond the scope of the present work.

■

■

RESULTS AND DISCUSSION
Kinetics of Propene Oxidation. The kinetics of propene
oxidation to acrolein were measured in a ﬁxed bed reactor

METHODS

Experimental Methods. Catalysts with the generic composition
Bi1−x/3V1−xMoxO4 were prepared by the complexation procedure using
13686
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rather, the electronic properties of the mixed metal oxide
depend upon the relative proportions of vanadate and
molybdate ions present in the material. By contrast, a physical
mixture of bismuth vanadate and bismuth molybdate exhibits
two separate absorption edges (see Supporting Information).
The diﬀuse reﬂectance spectra of Bi3FeMo2O12 and
Bi2Mo2.5W0.5O12 are shown in Figure 2. The absorption edge

operating at atmospheric pressure and temperatures between
633 and 713 K. Conversion was maintained below 1% in order
to minimize the eﬀects of secondary reactions. For all of the
materials investigated, the selectivity to acrolein was greater
than 65%. Table 1 lists the reaction orders in propene and
Table 1. Rate Parameters for Propene Oxidation to Acrolein
rate = kappPC3H6mPO2n
= Aapp exp(−Eapp/RT)PC3H6mPO2n
BiVO4
Bi0.95V0.85Mo0.15O4
Bi0.90V0.70Mo0.30O4
Bi0.85V0.55Mo0.45O4
Bi3FeMo2O12
Bi2Mo3O12
Bi2Mo2.5W0.5O12

kappa

Aappb

Eappc

m

n

1.74
2.36
3.28
3.54
0.36
0.67
0.38

9
22
30
55
39
195
216

14.5
15.3
15.3
16.0
18.6
19.9
20.8

1.0
1.0
1.0
0.9
1.0
1.0
1.0

0.0
0.0
0.0
0.1
0.0
0.0
0.0

Apparent rate constant at 673 K, in ×10−5 mol/(min m2 cat. atm).
Apparent pre-exponential constant in ×10−4 mol/(min m2 cat. atm).
c
Apparent activation energy in kcal/mol
a
b

oxygen, apparent rate constant at 673 K, the apparent activation
energy, and the apparent pre-exponential factor for each
catalyst. For the temperature range chosen, the rate of acrolein
formation is essentially ﬁrst-order in propene and zero-order in
oxygen (reaction order plots are shown in the Supporting
Information). The latter result indicates that under the
conditions chosen, the catalyst is saturated with oxygen. The
production rate of acrolein does not change when the
conversion increases, demonstrating no inhibition by acrolein
under experimentally relevant low-conversion conditions.
(Plots are shown in the Supporting Information).
UV−Vis−NIR and XANES Spectroscopy. Figure 1 shows
the absorption edges for a series of solid solutions having the

Figure 2. Diﬀuse reﬂectance UV−visible absorption spectrum of
Bi3FeMo2O12 and Bi2Mo2.5W0.5O12. For Bi3FeMo2O12, labels mark the
principal LMCT absorption edge and the pre-edge absorption features
arising from occupied Fe 3d orbitals.

of Bi3FeMo2O12 is lower in energy than that of Bi2Mo3O12,
indicating that Fe substitution, like V substitution, reduces the
band-gap energy. The spectrum of Bi3FeMo2O12 also exhibits
absorption features at energies below the edge, attributable to
the presence of occupied d-orbitals on Fe3+ ions. These
absorption features may arise from d−d excitations on
individual Fe atoms (which, however, are both spin and
Laporte forbidden for the d5 high-spin tetrahedral Fe3+ ion), or
they may arise from the charge transfer excitation process 2Fe3+
→ Fe2+ + Fe4+ between neighboring Fe ions. In either case, the
spectrum in Figure 2 indicates that (1) the band gap in
Bi3FeMo2O12 is lowered relative to that in Bi2Mo3O12,
presumably via coupling between Mo and Fe electronic states,
and (2) there exist additional Fe electronic states in
Bi3FeMo2O12 which are not coupled to Mo states and which
give rise to additional features in the absorption spectrum. As
discussed below, both points 1 and 2 are relevant to
understanding the impact of Fe substitution on the catalytic
performance of bismuth molybdate. The diﬀuse reﬂectance
UV−visible spectrum of Bi2Mo2.5W0.5O12 closely resembles that
of Bi2Mo3O12.
Heating bismuth molybdate-based catalysts in nonreducing
atmospheres (e.g., helium or air) caused a shift in the
absorption edge to lower energies (see Supporting Information). This shift is attributable to strong coupling between
electronic states and lattice vibrations (phonons), together with
a smaller eﬀect due to thermal expansion of the lattice. The
relationship between band gap and temperature is almost
perfectly linear across the temperature range studied (298−713
K), as expected from theory.87,88 Thermal eﬀects on band gaps
are qualitatively similar across all catalysts studied, with the
magnitude of the decrease in band gap varying from 0.1−0.2 eV

Figure 1. Diﬀuse reﬂectance UV−visible absorption spectra for
catalysts with composition Bi1−x/3V1−xMoxO4.

stoichiometry Bi1−x/3V1−xMoxO4. The absorption edges determined for bismuth vanadate and bismuth molybdate are
consistent with those reported previously.85,86 Each material
exhibits only a single absorption edge, with the position of the
edge shifting monotonically with the relative proportions of
vanadium and molybdenum. This result indicates that vanadate
and molybdate ions are not electronically independent, but
13687
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Figures 3 and 4 show in situ XANES spectra collected during
reduction of Bi0.85V0.55Mo0.45O4 at 713 K in propene ﬂowing at
100 mL/min. Reduction was initiated after pretreatment in air
at 713 K to ensure a fully oxidized initial state prior to
reduction. While experimental details preclude rigorous
investigation of reduction kinetics (see Supporting Information), observation of the qualitative features of the reduction
process is suﬃcient for the present investigation. Under
reducing conditions, a decrease in the pre-edge peak intensity
and an edge shift to lower energy begin immediately upon
exposure to reducing conditions, as seen in Figure 3a. Both
changes are consistent with reduction of vanadium. Figure 3b
shows that the initial pre-edge peak height and edge position
are consistent with tetrahedrally coordinated V5+, as expected
from the stoichiometry and known crystal structure of
Bi1−x/3V1−xMoxO4. After 5 min exposure to propene, reduction
is essentially complete. Figure 3c shows that after reduction, the
V K edge position is consistent with that for V4+; however, the
pre-edge peak height is much larger than that for VO2. The preedge feature arises from a 1s → 3d transition, which is formally
prohibited by the selection rule for photon absorption (ΔL =
±1). It is therefore only observed for coordination environments in which mixing of 3d and 4p orbitals is allowed by
symmetry. Such mixing is strong in tetrahedral coordination
such as that in NH4VO3 and the as-prepared
Bi0.85V0.55Mo0.45O4, but becomes weaker as the coordination
environment becomes more octahedral. Vanadium in VO2 sits
in a distorted octahedral environment with weak 3d−4p mixing,
resulting in a weak pre-edge peak. The much greater pre-edge
peak height in the reduced x = 0.45 catalyst indicates that the
vanadium centers in the reduced catalyst retain their nearly
tetrahedral coordination.
The Mo K edge XANES shown in Figure 4a show trends in
qualitative agreement with those seen in the V K edge XANES

upon heating from ambient conditions to 713 K, depending on
catalyst composition. The band gaps for all materials studied, as
measured at 673 K, are given in Table 2.
Table 2. Band-Gap Energies (eV) Measured at 298 and 673
K and Calculated
BiVO4
Bi0.950V0.850Mo0.150O4
Bi0.900V0.700Mo0.300O4
Bi0.875V0.625Mo0.375O4
Bi0.850V0.550Mo0.450O4
Bi3FeMo2O12
Bi2Mo3O12
Bi2Mo2.5W0.5O12
a

EG(298K)

EG(673K)

EG(DFT)

2.34
2.42
2.43

2.06
2.20
2.24

2.28

a

a

2.38

2.47
2.57
2.97
2.99

2.32
2.45
2.70
2.72

b

b
b

2.64
2.80
2.84

Not measured experimentally. bNot calculated within DFT.

Heating Bi1−x/3V1−xMoxO4 at 673 K in an oxidizing
atmosphere and then exposing it to 20% propene in helium
caused a time-dependent shift in the baseline UV−vis
absorbance (e.g., the absorbance at all energies below the
edge), indicating reduction of the catalyst (see Supporting
Information). This observation is consistent with a Mars−van
Krevelen mechanism in which propene is oxidized by lattice
oxygen, leading to reduction of the catalyst. In fact, the initial
rate of catalyst reduction determined from UV−vis data is
proportional to the measured rate of propene oxidation.
However, these data do not reveal which element(s) undergo
reduction. For this reason, in situ XANES experiments were
carried out in order to determine the extent to which Bi, Mo,
and V are reduced by propene and whether reduction of all
elements occurs concurrently or sequentially.

Figure 3. (a) Vanadium K edge XANES spectra for Bi0.85V0.55Mo0.45O4 (x = 0.45) as a function of time of exposure to propene (99%, 100 mL/min)
at 713 K. The decrease in pre-edge peak height and red-shift in edge energy have been magniﬁed to illustrate spectral changes occurring during
reduction. (b) Spectra of fully oxidized Bi0.85V0.55Mo0.45O4 and a reference compound, NH4VO3, containing tetrahedral V5+. (c) Comparsion of the
reduced catalyst to reference compounds containing pseudo-octahedral V4+ (VO2) and V3+ (V2O3).
13688
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Figure 4. (a) Molybdenum K edge XANES spectra of Bi0.85V0.55Mo0.45O4 as a function of time of exposure to propene (99%, 100 mL/min) at 713 K.
(b) Comparison of the oxidized and reduced catalysts to reference compounds containing tetrahedral Mo6+ (CaMoO4) and pseudo-octahedral Mo4+
(MoO2).

in Figure 3a: a decrease in pre-edge peak intensity and a shift of
the absorption edge to lower energies. Although the reduction
conditions (100 mL/min 99% propene at 713 K) are the same
as in the vanadium case, the catalyst loading required to obtain
a good XANES signal is diﬀerent, resulting in a diﬀerent time
scale for reduction. Nevertheless, these results show that Mo
reduction begins immediately upon exposure to reducing
conditions, identical to the case for vanadium. The XANES
spectrum of the as-prepared Bi0.85V0.55Mo0.45O4 contains
tetrahedrally coordinated Mo6+ sites similar to those present
in CaMoO4. Exposure to reducing conditions leads to a preedge feature height and an edge position midway between
those expected for Mo6+ and Mo4+. This observation is
consistent with formation of either Mo5+ sites or with a
mixture of both Mo4+ and Mo6+ sites. Investigations using XPS
and EPR have detected both Mo4+ and Mo5+ in reduced
bismuth molybdate,89−91 and DFT calculations suggest that
both Mo4+ and Mo5+ are formed during reduction of bismuth
molybdate by propene. No stoichiometric Mo5+ oxide phase is
known, and in mixed-valence oxides such as Mo4O11, extensive
delocalization of Mo d electrons92,93 precludes the assignment
of integral oxidation states to individual molybdenum centers.
While the relative concentrations of formally Mo6+, Mo5+, and
Mo4+ sites cannot be assessed from the data in Figure 4, it is
evident that reduction of molybdenum begins immediately
upon exposure to propene. It can therefore be concluded that
during reduction of Bi0.85 V 0.55 Mo 0.45O 4 , vanadium and
molybdenum undergo reduction simultaneously. This conclusion is extended to other catalysts with the composition
Bi1−x/3V1−xMoxO4 based on our earlier work,67 which showed
that exposure of such materials to 100 mL/min of 99% propene
at 713 K for 24 h resulted in the reduction of V5+ to V4+ and
Mo6+ to Mo4+. That work also demonstrated that Bi3+ does not
undergo reduction.
Band-Gap Energy as a Descriptor of Activation
Energy. Figure 5 shows the apparent activation energy for
each catalyst plotted as a function of the band-gap energy
measured at 673 K. This relationship can be understood by
relating the band gap to the elementary processes involved in
attaining the transition state for the rate-limiting step of
propene oxidation, the step which involves cleavage of a C−H
bond in the methyl group of the reactant.
The band gap in a semiconductor separates the highest
occupied and lowest unoccupied crystal orbitals. In bismuth
molybdate, both the highest occupied and lowest unoccupied
crystal orbitals are centered on the molybdate ions: the highest

Figure 5. Apparent activation energies for oxidation of propene to
acrolein over substituted bismuth molybdates.

occupied states consist of O 2p lone pair orbitals of local t1
symmetry, while the lowest unoccupied states consist of the Mo
4d orbitals of local e symmetry (the dz2 and dx2−y2). The band
gap thus arises from a ligand-to-metal charge transfer (LMCT)
process in which an excited electron is formally transferred
from oxygen to molybdenum. This process can be represented
as Mo6+O2− → Mo5+−O1− and gives rise to the absorbance
maximum near 380 nm for Bi2Mo3O12 seen in Figure 1.
Likewise, for vanadate ions, the highest occupied states
consist of O 2p lone pair orbitals of local t1 symmetry, while the
lowest unoccupied states consist of the V 3d orbitals of local e
symmetry. The band gap in BiVO4 thus arises from an LMCT
process that can be written schematically as V5+O2− → V4+−
O1−. The V 3d(e) ← O 2p(t1) LMCT excitation in BiVO4 gives
rise to the absorbance maximum near 475 nm in Figure 1. (A
second higher energy absorbance maximum arising from the V
3d(t2) ← O 2p(t1) excitation is also visible near 390 nm.) As
shown in Scheme 1, both LMCT excitation processes can be
depicted as MO → •MO•.
Density functional theory calculations of propene activation
over Bi2Mo3O12 have been reported previously,69−74 and DFT
calculations of the activation barrier for propene activation over
BiVO4 are given in the Supporting Information. This work
provides a generic picture of the transition state for C−H
activation over a surface MO structure (M = Mo, V). As
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Scheme 1. Ligand-to-Metal Charge Transfer Excitation

shown in Figure 6, the transition state for C−H bond activation
involves three simultaneous processes: dissociation of a C−H
bond, formation of an O−H bond, and elongation and
rehybridization of an MO double bond to yield an M−O
single bond. The sum of these three processes can be written as
Mn+O2− + C3H6 → •M(n−1)+−OH + •C3H5.
Figure 7 demonstrates how the contributions from each of
the three components to the overall reaction barrier can be
represented in terms of a Born−Haber cycle. The bond
dissociation energy for a C−H bond in the methyl group of
propene is 88.2 kcal/mol.94 The remaining contributions are
summarized in Table 3. The H bond formation energy EOH was
determined by calculating the energy released by the attachment of an H radical to •MO•. A value of ΔEOH of 117.9
kcal/mol was obtained for M = Mo and 115.8 kcal/mol for M =
V, suggesting that the O−H bond energy does not depend
strongly on the identity of the nearest neighbor to oxygen. For
comparison, the dissociation energy for the ﬁrst O−H bond in
water is 117.59 kcal/mol.95
The value of Estretch was determined by subtracting the energy
of the model catalyst surface with the active site MO bond at
the M−O bond distance of the initial state for C−H bond
activation (1.60 Å for VO, 1.74 Å for MoO; see
Supporting Information) from the energy of the model catalyst
surface with the active site MO bond stretched to the M−O
bond distance in the M−OH ﬁnal state (1.74 Å for V−O, 2.00
Å for Mo−O). Again, the values of Estretch are similar for BiVO4
and Bi2Mo3O12. Remarkably, the 2.1 kcal/mol greater Estretch
required to elongate the MoO bond is exactly matched by a
2.1 kcal/mol greater Mo−OH bond strength. This cancelation
may indicate a compensation eﬀect whereby the M−O bond
will undergo a greater (more energetically costly) deformation
in order to form a stronger M−OH bond.
Ehyb was calculated as the diﬀerence in energy between
singlet MO and triplet •MO• orbital conﬁgurations for
the M−O bond at the ﬁnal state (M−OH) geometry (but with
no H atom attached) and reﬂects only the energy required to
rearrange electron density within the M−O bond.96 As seen in
Table 3, the largest diﬀerence between BiVO4 and Bi2Mo3O12
occurs for the Ehyb term. Furthermore, the compensation
between Estretch and EOH eliminates the composition dependence of the sum Estretch + EOH; as a result, almost the entire

Figure 7. Born−Haber cycle decomposition of the transition-state
energy (ETS) into contributions from C−H bond breaking (EC−H),
MO bond elongation (Estretch), MO bond rehybridization (Ehyb),
and O−H bond formation (EO−H).

Table 3. Measured and Calculated Band-Gap Energies (EG,
in eV) and Calculated Values for Estrech, Ehyb, and EOH (in
kcal/mol)
EG from DRUVS at 673 K
EG from DFT
Estretch
Ehyb
EOH

BiVO4

Bi2Mo3O12

2.06
2.28
20.9
30.1
−115.8

2.70
2.80
23.0
39.0
−117.9

diﬀerence in ETS between BiVO4 and Bi2Mo3O12 is due to the
Ehyb term. Importantly, the metal−oxygen bond reorganization
energy described by Ehybtransfer of an electron from a
nonbonding oxygen 2p-derived state into a metal d-derived
state with π*(MO) antibonding charactercorresponds to
an LMCT excitation. Both the M−O bond reorganization
taking place at the C−H bond activation transition state and
the LMCT excitation that gives rise to the band gap involve the
MO → •MO• redistribution of electron density depicted
in Scheme 1. It is for this reason that the band-gap energy
emerges as a descriptor of catalytic activity.
The excited state generated in an LMCT excitation has a
suﬃciently long enough lifetime to undergo vibrational
relaxation. This is the reason why the band-gap energy is
sensitive to temperature. Therefore, the band-gap energy
should contain contributions from both geometric and
electronic rearrangement, and we expect EG ≈ Estretch + Ehyb.
Indeed, the sum Estretch + Ehyb = 51 kcal/mol for BiVO4 and 62
kcal/mol for Bi2Mo3O12 nearly equal to the band-gap energies
of 2.28 eV = 52.6 kcal/mol for BiVO4 and 2.80 eV = 64.6 kcal/
mol for Bi2Mo3O12 determined from density of states
calculations. The close agreement between EG values obtained
from two diﬀerent calculationsa Born−Haber cycle describing changes to the catalyst occurring during C−H bond
activation and a density of states calculation describing the

Figure 6. Generic mechanism for propene activation involving a catalyst MO bond.
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Figure 8. From left to right: calculated density of states for BiVO4 (purple), Bi7V5Mo3O32 (green), Bi3FeMo2O12 (orange), Bi2Mo3O12 (red), and
Bi2Mo2.5W0.5O12 (pink).

presented above. Rather, knowledge of the initial state and ﬁnal
state for C−H bond activation and consideration of the bondbreaking and bond-forming processes linking these states are
suﬃcient not only to explain diﬀerences in catalytic performance between BiVO4 and Bi2Mo3O12 but, further, to link these
diﬀerences to a simple experimental observable: the band-gap
energy.
In order to complete the discussion of the relationship of
catalyst band gaps to apparent activation energies, the change in
enthalpy upon adsorption needs to be considered. Under the
reaction conditions used in this work to extract apparent
activation energies, the resting state of the catalyst is the bare,
fully oxidized oxide surface. The oxidation of propene is
initiated by reversible physisorption of propene gas to the active
site, followed by rate-limiting activation of an allylic C−H bond.
The apparent activation energy assessed by experiment
comprises the sum of the energies of both of these steps,

states involved in a UV−visible absorption experiment
reﬂects the commonality of the physics of these two processes.
The diﬀerence between Ehyb values for BiVO4 and Bi2Mo3O12
amounts to ∼9 kcal/mol, consistent with the ∼5 kcal/mol
diﬀerence in observed activation energies for propene oxidation
over these two catalysts. Even better agreement between theory
and experiment could be obtained by including spin−orbit
coupling eﬀects in the calculation: previous analysis73,74 found
that spin−orbit coupling eﬀects reduce the barrier to C−H
activation on Bi2Mo3O12 by 4.6 kcal/mol, whereas a much
smaller 0.5 kcal/mol reduction in barrier occurs for BiVO4 due
to weaker spin−orbit coupling for V 3d vs Mo 4d orbitals.
However, incorporation of spin−orbit coupling eﬀects requires
detailed knowledge of the potential energy surface near the
transition state for C−H bond activation, where these eﬀects
are manifest. By contrast, no transition state calculations are
required to obtain the terms used in the Born−Haber cycle
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involved in LMCT excitation are aﬀected by composition. For
all materials examined, the highest occupied crystal orbital
involves the nonbonding O 2p states, which have t1 symmetry
with respect to the tetrahedral oxoanions. The character of the
lowest unoccupied, metal-centered electronic states involved in
the LMCT excitation, however, depends on the metal(s)
present in the catalyst. To obtain a more complete understanding of the electronic structure of substituted bismuth
molybdate-based catalysts, density functional theory calculations were carried out on ﬁve representative compositions.
Crystal structures taken from the literature were used to
generate models for BiVO4, Bi2Mo3O12, and Bi3FeMo2O12. A
single material of composition Bi7V5Mo3O32 (x = 0.375) was
used to explore electronic eﬀects in Bi1−x/3V1−xMoxO4, and a
single material of composition Bi8Mo10W2O48 was used to
explore electronic eﬀects in Bi2Mo3−yWyO12. We note that prior
studies of the electronic structure of BiVO4 have shown good
agreement between theory and experiment.103−108 To our
knowledge, the present study represents the ﬁrst investigation
of the electronic structure of Bi2Mo3O12, Bi3FeMo2O12,
Bi1−x/3V1−xMoxO4, or Bi2Mo3−yWyO12 using density functional
theory.
The density of states for BiVO4, Bi7V5Mo3O32, Bi3FeMo2O12,
Bi2Mo3O12, and Bi2Mo2.5W0.5O12 are presented in Figure 8. The
bands centered at −25.3 and −15.9 eV correspond to O 2s and
Bi 6s electrons, respectively. (Bi 5d core states, not explicitly
modeled in these calculations, would appear below −28 eV;
they have been shown to play no role in bonding in bismuth
oxides109). Although O 2s and Bi 6s orbitals are treated as
valence orbitals in the calculations, the narrow width of these
bands and the lack of mixing with other orbitals suggest that
these states are essentially corelike and ionic in character. The
corelike character of these states is further underscored by the
ﬁnding that their energies do not vary with composition: the
density-weighted average energy of the O 2s states is within
0.10 eV of −25.30 eV, and the density-weighted average energy
of the Bi 6s states is within 0.05 eV of −15.90 eV, in all
compositions studied. For comparison, the energy of the O 2s
orbital on an isolated O atom is calculated to be −25.2 eV.
The valence states run from near −13 to −7 eV, while the
conduction band states begin near −4.5 eV and run past the
vacuum level. Bi3FeMo2O12 also contains two midgap states
just below the conduction band; the signiﬁcance of these states
is discussed more fully below. The band gap is calculated as the
diﬀerence in energy between the lowest energy conduction
band state and the highest energy valence band state. As
compiled in Table 1, the density of states calculations yielded
band gaps in excellent agreement with those measured
experimentally.
To determine the eﬀect of V substitution on the electronic
structure of Bi2Mo3O12, the atom-projected density of states has
been evaluated for Bi7V5Mo3O32. As shown in Figure 9, the
valence states of Bi7V5Mo3O32 run from −12.5 to −6.8 eV,
while the conduction band states begin near −4.5 eV and run
up to the vacuum level. (Recall that the energy abscissa in
Figure 9 has been referenced to the vacuum state energy.) The
valence states can loosely be grouped into four regions. The
region from −12.5 to −11 eV is comprised primarily of Mo−O
σ and π bonding states built from Mo 4d and O 2p orbitals.
This region also contains a smaller contribution from Bi 6p
orbitals, which mix with O 2p orbitals to produce Bi−O σ
bonds. The region from −11 to −9 eV is dominated by V−O σ
and π bonds built from V 3d and O 2p orbitals. The region

whereas the intrinsic activation energy estimated from Born−
Haber cycle analysis addresses only the C−H bond activation
step. An estimate for the apparent activation energy can
therefore be obtained by adding the adsorption enthalpy to the
calculated intrinsic activation energy. The change in enthalpy
upon adsorption of propene on bismuth molybdate has been
measured experimentally at −7 to −8 kcal/mol.97,98 Unfortunately, the enthalpies of adsorption of propene on bismuth
vanadate or on V-, Fe-, or W-substituted bismuth molybdates
have not been reported in the literature to the best of our
knowledge. However, given the purely van der Waals nature of
the interaction between propene and support, and the
structural similarity among the oxide phases under consideration, it is reasonable to expect the adsorption enthalpy to be
relatively insensitive to composition. Support for this expectation is provided by DFT calculations, which yield adsorption
enthalpies of −8.2 kcal/mol on BiVO4, −7.8 kcal/mol on
Bi7V5Mo3O32, and −6.4 kcal/mol on Bi2Mo3O12 (taking
adsorption enthalpy as the enthalpy of the adsorbed state
minus the separate enthalpies of the model catalyst surface and
propene). Calculated heats of adsorption are used with caution,
as the M06-L functional employed here does not contain an
explicit van der Waals interaction term. It is, however,
parametrized using training sets including systems dominated
by dispersive interactions and has proven successful in
capturing such interactions in a number of other systems.74,99−102 It is therefore expected that the calculated
heats of adsorption presented here are of suﬃcient accuracy to
provide useful estimates of propene adsorption enthalpies on
the oxide phases examined. The estimated ∼2 kcal/mol
variation in heat of adsorption with composition is comparable
in magnitude to the ∼2 kcal/mol variations with composition
in Estretch and EOH in the Born−Haber cycle and remains
signiﬁcantly smaller in magnitude than the variation in Ehyb.
Thus, even after accounting for adsorption enthalpy, the
observed trends in apparent activation energy with composition
are primarily attributable to changes in band-gap energy.
Taking the change in enthalpy for propene adsorption on
BiVO4 to be −8 kcal/mol and adding it to the values of EC−H
(88.2 kcal/mol), Estretch (20.9 kcal/mol), Ehyb (30.1 kcal/mol),
and EOH (−115.8 kcal/mol) yields an estimated apparent
activation barrier of 15.4 kcal/mol, in excellent agreement with
the experimentally observed apparent activation energy of 14.5
kcal/mol. Likewise, taking the change in enthalpy for propene
adsorption on Bi2Mo3O12 to be −7 kcal/mol and adding it to
the values of EC−H (88.2 kcal/mol), Estretch (23.0 kcal/mol), Ehyb
(39.0 kcal/mol), and EOH (−117.9 kcal/mol) yields an
estimated apparent activation barrier of 25.3 kcal/mol, which
can be compared to the 19.9 kcal/mol measured experimentally. As noted above, inclusion of spin−orbit coupling eﬀects
would provide even closer agreement between estimate and
experiment (i.e., estimated barriers of 14.9 kcal/mol for BiVO4
and 20.7 kcal/mol for Bi2Mo3O12). The close agreement
between estimated and measured apparent activation barriers
conﬁrms that all of the physical processes contributing to the
observed activation barrier have been accounted for in the
Born−Haber analysis. This analysis, in turn, provides a rationale
for the observed lower barrier to propene activation over BiVO4
as compared to Bi2Mo3O12.
Density of States Calculations. To understand why the
band-gap energy is a good descriptor of catalytic activity for
mixed phases containing both Mo and V, Fe, or W, it is
necessary to examine more closely how the electronic states
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Figure 9. Atom-projected density of states for Bi7V5Mo3O32. A map of the charge density of the states from −4.5 to −4.0 eV is shown on the right.

from −9 to −7 eV has primarily O 2p character and is
attributed to lone-pair-like states on oxygen. The narrow region
from −7.1 eV to the valence band edge at −6.8 eV remains
predominantly O 2p in character, but also contains an
important contribution from Bi 6s states. These states have
Bi−O σ* character and are responsible for the existence of the
“stereochemically active lone pair” on bismuth.110,111 We have
shown elsewhere that these lone pairs play an instrumental role
in creating catalytically active sites on the surface of the
Bi2Mo3O12 catalyst.73,74
The conduction band states can also be categorized
according to the dominant character of the states in each
energy region. The V 3d and Mo 4d states on tetrahedrally
coordinated vanadate and molybdate ions are split by the local
crystal ﬁeld into lower energy e states (dz2 and dx2−y2 orbitals)
and higher energy t2 states (dxy, dyz, and dxz orbitals). In
Bi7V5Mo3O32, the e states run from the conduction band edge
at −4.48 eV to −3.08 eV, while the t2 states begin at −3.08 eV
and run up to roughly −1.2 eV. The states above this energy are
primarily derived from the empty Bi 6p orbitals, which also
contribute slightly to the e and t2 bands. Though none of the
conduction band states have strong O 2p character, all of them
have Mo−O, V−O, or Bi−O antibonding character.
In scheelite-structured materials, MO4n− ions are not
perfectly tetrahedral, experiencing a small oblate tetragonal
distortion. As a result, the dz2 orbitals are lowered in energy
relative to the dx2−y2 orbitals. Although the distortion is not large
enough to split the e band in Bi7V5Mo3O32 into separate dz2 and
dx2−y2 bands, the state right at the conduction band edge has
almost purely dz2 character. A map of the charge density
distribution for this state is shown at the right in Figure 9. In
accordance with the presence of both V 3d and Mo 4d states at
the bottom of the e band, signiﬁcant charge density is present
in dz2 orbitals on both V and Mo centers. (The greater spatial
extension of the larger Mo 4d orbitals compared to the smaller
V 3d orbitals is also visible.) The mixing of V 3d and Mo 4d
states in the e band and the contribution of both V and Mo
centers to the charge density shown in Figure 9 provide an
explanation for the results seen in Figure 1: both V 3d and Mo
4d orbitals contribute to the character of the states into which

electrons are excited during the band-gap measurement.
Increasing vanadium content in Bi1−x/3V1−xMoxO4 increases
the contribution from lower energy V 3d states to the e band,
lowering the LMCT excitation energy. It is for this reason that
only a single adsorption edge at a composition-dependent
energy is observed in Bi1−x/3V1−xMoxO4 solid solutions.
The eﬀect of W substitution in Bi2Mo3−yWyO12 materials can
be understood using the same analysis. The e-band states at the
bottom of the conduction band are comprised of both Mo 4d
and W 5d orbitals, with the energy of the e band (and therefore
the LMCT excitation energy) dependent upon the relative
proportions of Mo and W present. In contrast to the case of
vanadium substitution, however, tungsten substitution increases
the LMCT excitation energy. This can be understood by
examining the data in Table 4. The average energy of the V 3d
Table 4. Calulcated Average d Orbital Energies (eV)
orbital

Fe 3d

V 3d

Mo 4d

W 5d

energy

−6.66

−5.02

−4.48

−4.02

orbitals is lower than the average energy of the Mo 4d orbitals,
so V substitution tends to lower the e-band energy. (Again,
these energies are referenced to the vacuum state.) Conversely,
the average energy of the W 5d orbitals is higher than that of
the Mo 4d orbitals, so W substitution leads to an increase of the
e-band energy. In both cases, eﬃcient mixing among d orbitals
leads to a single, mixed-character e band and a single,
composition-dependent LMCT absorption edge energy.
The results in Table 4 indicate that since the 3d orbitals in Fe
are even lower in energy than the 3d orbitals in V, substitution
of Fe into bismuth molybdate should have an even greater
energy-lowering eﬀect on the LMCT excitation energy than
substitution with V. As shown in Figure 2, Fe substitution does
indeed lower the LMCT excitation energy. However, a
comparison between Bi3FeMo2O12 and Bi2.4V1.2Mo1.8O12 (x =
0.60) reveals that the band gap in the Fe-substituted material is
actually slightly larger than in a V-substituted material with a
similar degree of substitution. The comparatively lower
eﬀectiveness of the Fe 3d orbitals in lowering the e-band
energy in Bi3FeMo2O12 vs that of the V 3d orbitals in
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Figure 10. Site-projected density of states for Bi3FeMo2O12. The conduction band states between −2.8 and −4.8 eV are shown in greater detail in
the center, with charge density maps provided for the midgap Fe dz2 and Fex2−y2 states and ﬁrst conduction band state.

Table 5. Calculated Values of Band-Gap Energies and Energies of e-Band Bottom, Center, Top, and Width (eV)
band gap
e-band bottom
e-band center
e-band top
e-band width

BiVO4

Bi7V5Mo3O32

Bi3FeMo2O12

Bi2Mo3O12

Bi2Mo2.5W0.5O12

2.28
−4.29
−3.64
−3.11
1.18

2.38
−4.42
−3.60
−3.08
1.34

2.64
−4.09
−3.54
−3.07
1.02

2.80
−3.95
−3.30
−2.65
1.30

2.84
−3.88
−3.26
−2.60
1.28

The contrast between the mixing of Mo 4d states with V 3d
states vs with Fe 3d states illustrates that a metric attempting to
predict the eﬀect of cation substitution on the LMCT excitation
energy that is based only on the average energy of the d states
of the substituting atom (see Table 4) would be not be
appropriate. Greater insight into the ability of a substituent
cation to inﬂuence the LMCT excitation energy can be
obtained by considering not only the average energies of the d
states, but also their bandwidths. As shown in Table 5, the
widths of the e-band states in BiVO4 and Bi2Mo3O12 are 1.18
and 1.30 eV, respectively. The somewhat greater width of the e
band in Bi2Mo3O12 compared to BiVO4 is a consequence of
greater spatial overlap between the larger Mo 4d orbitals
compared to the smaller V 3d orbitals (as seen in the inset in
Figure 9). According to Table 4, the average V 3d and Mo 4d
orbital energies diﬀer by only ∼0.5 eV, which is less than the
width of the e bands arising from V 3d and Mo 4d orbitals. The
result is the eﬀective overlap between V 3d and Mo 4d states in
Bi1−x/3V1−xMoxO4 solid solutions. The diﬀerence in average
orbital energies between the Fe 3d and Mo 4d orbitals,
however, is greater than 2 eV. In addition, the greater eﬀective
nuclear charge on Fe vs V renders the Fe 3d orbitals even more
compact than the V 3d orbitals, resulting in poorer throughspace overlap and reduced bandwidth: even including the gap
between the Fe 3dz2 and Fe 3dx2−y2 states, the Fe e-band width
in Bi3FeMo2O12 is only 0.46 eV. The widths of the Fe 3d and
Mo 4d e bands are not great enough to span the >2 eV

Bi1−x/3V1−xMoxO4 can be understood by examining the
projected density of states for Bi3FeMo2O12 presented in
Figure 10. In Bi1−x/3V1−xMoxO4, the states at the bottom of the
conduction band arise from the overlap between Mo 4d states
of e symmetry and lower energy V 3d states of e symmetry.
(The Mo 4d and V 3d states of t2 symmetry also overlap to
create a higher energy t2 band, which lies above −3.1 eV in
Figure 9.) By contrast, in Bi3FeMo2O12, the e symmetry Fe 3d
states are too low in energy to overlap eﬀectively with Mo 4d
states. Instead, the Fe 3d e states form a pair of narrow,
localized bands that lie below the conduction band edge energy.
(These states are in fact so localized that the slight oblate
tetragonal distortion of the nominally tetrahedral oxoanions in
the scheelite crystal structure completely resolves the nominally
e symmetry Fe 3d states into separate dz2 and dx2−y2 bands.)
These are best considered midgap states; excitation of occupied
Fe 3d electrons into these states gives rise to the pre-edge
absorption shown in Figure 2. The lowering of the conduction
band edge energy in Bi3FeMo2O12 relative to that in Bi2Mo3O12
instead arises from mixing between Mo 4d states of e symmetry
and Fe 3d states of t2 symmetry. This mixing gives rise to the
charge density shown in the upper right inset in Figure 10.
While Fe 3d states of t2 symmetry are still lower in energy than
Mo 4d states of e symmetry, they are not as low in energy as Fe
3d states of e symmetry. It is for this reason that substitution
with Fe lowers the LMCT excitation energy, but not as
eﬀectively as might have been expected from the results in
Table 4.
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mechanism for propene C−H bond activation by bismuth
vanadate and structures and energies of models used in density
functional theory calculations. These materials are available free
of charge via the Internet at http://pubs.acs.org.

diﬀerence in the energies between these orbitals, and as a result,
the Fe 3d and Mo 4d e states do not mix.
Although not explored further in the present study, the
orbital mixing eﬀects observed here are likely to be general
features in single-phase metal oxides containing multiple
transition-metal species. With knowledge of the center and
bandwidth of the e band in tetrahedral systems or the t2g band
in octahedral systems, it should be possible to systematically
tune the LMCT excitation energy. For catalytic systems in
which the activation of substrate bonds involves LMCT-like
excited states, systematic tuning of the LMCT excitation energy
should in turn provide a means for altering catalytic activity.
Although only scheelite-structured materials have been
examined here, these eﬀects should be generally observable in
other mixed metal oxide systems, including those based on
zircons,112 perovskites,36,37,113,114 spinels,115,116 rutile,117 and
other structures.118 More work in this area is clearly required.
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■

CONCLUSIONS
A model has been proposed to explain the observed correlation
of the activation barrier propene oxidation to acrolein over a
mixed metal oxide with the ligand-to-metal charge transfer
(LMCT) excitation energy of the oxide. This excitation energy
corresponds to the band-gap energy for metal oxides containing
transition metals in their highest oxidations states. We note that
this model should also apply to any oxidation reaction in which
activation of the reactive substrate occurs through a transition
state involving rehybridization of a catalyst MO bond in the
rate-controlling catalytic step. We have shown that the model
successfully explains the variations in the apparent activation
energy observed for the oxidation of propene to acrolein over
catalysts based on bismuth molybdate and containing varying
proportions of vanadium, tungsten, or iron. Substitution of
vanadium or iron for molybdenum reduces the apparent
activation energy by lowering the LMCT energy. In bismuth
molybdates, the LMCT excitation occurs between oxygen lone
pair states at the top of the valence band and e symmetry Mo
4d states at the bottom of the conduction band. Substitution by
vanadium lowers the LMCT excitation energy by mixing the e
symmetry Mo 4d states with lower energy e symmetry V 3d
states. Substitution by iron also lowers the LMCT excitation
energy. However, in this case the e symmetry Mo 4d states mix
instead with t2 symmetry Fe 3d states; the e symmetry Fe 3d
states are too low in energy to mix eﬀectively and instead form
a pair of midgap states. Substitution by tungsten increases the
LMCT excitation energy, as e symmetry Mo 4d states mix with
higher energy e symmetry W 5d states. In each case, the LMCT
excitation energy can be rationalized by considering both the
average energy and the bandwidth of the metal d-orbital states.
With knowledge of these orbital properties, it becomes possible
to systematically tune the LMCT excitation energy in mixed
metal oxides. Such tuning allows the rational formulation of
more active mixed metal oxide oxidation catalysts in at least one
family of materials, and it is believed that other systems are
likely to exhibit similar eﬀects.
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413.
(11) Albonetti, S.; Cavani, F.; Trifirò, F.; Venturoli, P.; Calestani, G.;
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